


Mine Wastes

Third Edition



Bernd G. Lottermoser

Mine Wastes

Characterization, Treatment
and Environmental Impacts

Third Edition

123



Prof. Bernd G. Lottermoser, PhD
James Cook University
School of Earth & Environmental Sciences
Townsville Queensland 4811
Australia
bernd.lottermoser@jcu.edu.au

ISBN 978-3-642-12418-1 e-ISBN 978-3-642-12419-8
DOI 10.1007/978-3-642-12419-8
Springer Heidelberg Dordrecht London New York

Library of Congress Control Number: 2010929388

© Springer-Verlag Berlin Heidelberg 2010
This work is subject to copyright. All rights are reserved, whether the whole or part of the material is
concerned, specifically the rights of translation, reprinting, reuse of illustrations, recitation, broadcasting,
reproduction on microfilm or in any other way, and storage in data banks. Duplication of this publication
or parts thereof is permitted only under the provisions of the German Copyright Law of September 9,
1965, in its current version, and permission for use must always be obtained from Springer. Violations
are liable to prosecution under the German Copyright Law.
The use of general descriptive names, registered names, trademarks, etc. in this publication does not
imply, even in the absence of a specific statement, that such names are exempt from the relevant protective
laws and regulations and therefore free for general use.

Cover design: WMXDesign GmbH, Heidelberg

Printed on acid-free paper

Springer is part of Springer Science+Business Media (www.springer.com)



Preface

This book is not designed to be an exhaustive work on mine wastes. It aims to
serve undergraduate students who wish to gain an overview and an understanding
of wastes produced in the mineral industry. An introductory textbook addressing
the science of such wastes is not available to students despite the importance of the
mineral industry as a resource, wealth and job provider. Also, the growing impor-
tance of the topics mine wastes, mine site pollution and mine site rehabilitation
in universities, research organizations and industry requires a textbook suitable for
undergraduate students. Until recently, undergraduate earth science courses tended
to follow rather classical lines, focused on the teaching of palaeontology, crystal-
lography, mineralogy, petrology, stratigraphy, sedimentology, structural geology,
and ore deposit geology. However, today and in the future, earth science teachers
and students also need to be familiar with other subject areas. In particular, earth
science curriculums need to address land and water degradation as well as rehabilita-
tion issues. These topics are becoming more important to society, and an increasing
number of earth science students are pursuing career paths in this sector. Mine site
rehabilitation and mine waste science are examples of newly emerging disciplines.

This book has arisen out of teaching mine waste science to undergraduate and
graduate science students and the frustration at having no appropriate text which
documents the scientific fundamentals of such wastes. There are books which cover
the principles and practices of environmental management at mine sites (Hutchison
and Ellison 1992; Mulligan 1996), the environmental impacts of mining (Bell and
Donnelly 2006; Ripley et al. 1996), and the wide range of social and environ-
mental issues pertaining to mining (Spitz and Trudinger 2009). There are also a
number of books and reports addressing particular mine waste topics such as tail-
ings (Ritcey 1989), sulfide oxidation (Alpers and Blowes 1994; Evangelou 1995),
mine waters (Morin and Hutt 1997; Younger and Robins 2002; Younger et al.
2002), acid mine drainage (Skousen and Ziemkiewicz 1996), mine water treatment
(Brown et al. 2002), and cyanide-bearing wastes (Mudder et al. 2001). Some of
these books and reports, written for researchers or industry practitioners, contain
a lot of useful theoretical or practical information. However, a single introductory
text explaining the scientific principles of problematic mine wastes is still missing.
This book aims to fill this gap and will thereby complement the existing literature.
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vi Preface

It has been written with undergraduate science, environmental science and engi-
neering students in mind who have already gained a basic knowledge in chemistry
and the earth sciences. Details of mineralogical and geochemical aspects have been
deliberately omitted from this work as these are already covered by the existing lit-
erature. This book will be particularly of use to those students with a preliminary
understanding of inorganic chemistry, hydrology, mineralogy, and geochemistry.
Postgraduate students working on mine wastes are advised to consult the specialized
literature.

I would like to express my appreciation to the many colleagues and students
who fuelled my interest in wastes. Of all my colleagues I am most grate-
ful to Associate Professor Paul Ashley (University of New England, Armidale,
Australia) whose cooperation over the years has been so enjoyable and most
stimulating. The funding and technical support for my research programs and
those of my students came over the years from the Australian Research Council,
Australian Institute of Nuclear Science and Engineering, Australian Synchrotron,
Australasian Institute of Mining and Metallurgy Bicentennial Gold ’88 Endowment
Fund, Environment Australia, Deutsche Forschungsgemeinschaft, Alexander von
Humboldt Foundation, University of New England, James Cook University, State
Government agencies of New South Wales, South Australia and Queensland, and
various private companies. An Alexander von Humboldt Fellowship made this
book possible. Special thanks to Johanna for her professional editing, encourage-
ment and understanding. To my family, especially my mother, Gisela and Hella –
thank you for being there. To Gisela, thank you for an amazing trip to Greenland
(Case Study 4.2). Finally, this book would not have happened at all without the
initial suggestion by my father – dieses Buch ist für Dich.

Bernd G. Lottermoser
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Chapter 1
Introduction to Mine Wastes

1.1 Scope of the Book

This book focuses on problematic solid wastes and waste waters produced and
disposed of at modern mine sites. They are problematic because they contain
hazardous substances (e.g. heavy metals, metalloids, radioactivity, acids, process
chemicals), and require monitoring, treatment, and secure disposal. However, not
all mine wastes are problematic wastes and require monitoring or even treatment.
Many mine wastes do not contain or release contaminants, are inert or benign, and
pose no environmental threat. In fact, some waste rocks, soils or sediments can be
used for landform reconstruction, others are valuable resources for road and dam
construction, and a few are suitable substrates for vegetation covers and similar
rehabilitation measures upon mine closure. Such materials cannot be referred to as
wastes by definition as they represent valuable by-products of mining operations.

This books attempts to gather the scientific knowledge on problematic wastes
accumulating at modern mine sites. Wastes are also produced at mineral process-
ing plants and smelter sites and include effluents, sludges, leached ore residues,
slags, furnace dusts, filter cakes, and smelting residues. Such wastes are not mine
wastes by definition as they generally do not accumulate at mine sites. Thus, this
book largely focuses on mining wastes. It limits the presentation of mineral pro-
cessing and metallurgical wastes to those waste types accumulating at or near mine
sites. Readers interested in the general areas of mineral processing and metallurgical
wastes are advised to consult the relevant literature (e.g. Petruk 1998).

Mine wastes are commonly classified according to their physical and chemical
properties and according to their source. Such a classification scheme is followed
in this work. The book attempts to cover the major sources of mine wastes includ-
ing the mining of metal, energy and industrial mineral resources. Wastes of the
petroleum industry, in particular, wastes of the oil shale and oil sand industry, have
been excluded as they are beyond the scope of this book. The book has been orga-
nized into seven chapters which document the different sources and properties of
mine wastes. The contents of Chap. 2–4 are inherent to most metal and/or coal
mines. The contents of Chap. 5 are of importance to gold and silver mining, whereas
Chap. 6 presents the wastes of uranium mining operations and Chap. 7 discusses
topics that are relevant to the fertilizer producing industry.

1B.G. Lottermoser, Mine Wastes, 3rd ed., DOI 10.1007/978-3-642-12419-8_1,
C© Springer-Verlag Berlin Heidelberg 2010
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1. Chapter 1 sets the scene as introduction. It gives important definitions, describes
the environmental impacts of mine wastes in human history, presents the nature
and scope of waste production in the mining industry, and lists the general
resources available to acquire knowledge on mine wastes.

2. Chapter 2 provides an insight into sulfidic mine wastes. Mining of many metal
ores and coal exposes and uncovers sulfide minerals to oxidizing conditions. This
chapter documents the oxidation and weathering processes of sulfides which
cause and influence acid mine drainage. This is followed by discussions of the
available tools to predict and to monitor the behavior of acid generating wastes.
The chapter also lists the various technologies available for the control and
prevention of sulfide oxidation.

3. Chapter 3 covers the fundamentals of acid mine waters. It explains important
processes occurring within such acid waters and documents predictive and mon-
itoring techniques. A documentation of technologies applied for the treatment of
acid mine drainage completes the chapter.

4. Chapter 4 addresses the wastes of mineral processing operations (i.e. tailings).
The chapter presents the characteristics of tailings solids and liquids. It also gives
details on the disposal options of tailings whereby most tailings are stored in
engineered structures, so-called tailings storage facilities or tailings dams.

5. Chapter 5 covers the characteristics of cyanide-bearing wastes which are pro-
duced during the extraction of gold and silver. The chemistry of cyanide is
explained before the use of cyanide in the mineral industry is shown. A docu-
mentation of treatment options for cyanidation wastes concludes the chapter.

6. Chapter 6 summarizes radioactive wastes of uranium ores. It provides the
mineralogical and geochemical characteristics of uranium ores and gives the
principles of radioactivity. The chapter describes uranium mine wastes and the
techniques available for their disposal and treatment. The potential hazards and
environmental impacts of uranium mining have been discussed in some detail.

7. Chapter 7 describes wastes of the phosphate and potash mining and fertilizer
producing industry. Phosphogypsum is the major waste product of fertilizer
production. The characteristics, storage and disposal practices, and recycling
options of this waste material are documented to some extent.

Sulfidic wastes and acid mine waters have been studied extensively from all sci-
entific angles, and there is a vast literature on the subjects including books, reviews,
technical papers, conference proceedings, and web sites. On the other hand, wastes
of potash ores have received in comparison only limited attention. Such a dispro-
portionate knowledge has influenced the presentation of this work and is reflected
in the length of individual chapters.

Several chapters contain case studies and scientific issues which demonstrate
particular aspects of chapter topics in greater detail. Some case studies highlight
the successes in handling mine wastes, others point to future opportunities, whereas
some document the environmental impacts associated with them. The reasoning
behind this is that we have to learn not only from our successes but also from our
mistakes in handling mine wastes. Most of all, we have to pursue alternative waste
treatment, disposal, use and rehabilitation options.
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1.2 Definitions

1.2.1 Mining Activities

Definitions are essential for clear communication especially when discussing tech-
nical issues. Therefore, important and relevant terms have been defined in the
following sections. Operations of the mining industry include mining, mineral pro-
cessing, and metallurgical extraction. Mining is the first operation in the commercial
exploitation of a mineral or energy resource. It is defined as the extraction of mate-
rial from the ground in order to recover one or more component parts of the mined
material. Mineral processing or beneficiation aims to physically separate and con-
centrate the ore mineral(s), whereas “metallurgical extraction” aims to destroy the
crystallographic bonds in the ore mineral in order to recover the sought after element
or compound. At mine sites, mining is always associated with mineral processing of
some form (e.g. crushing; grinding; gravity, magnetic or electrostatic separation;
flotation). It is sometimes accompanied by the metallurgical extraction of com-
modities such as gold, copper, nickel, uranium or phosphate (e.g. heap leaching;
vat leaching; in situ leaching).

All three principal activities of the mining industry – mining, mineral processing,
and metallurgical extraction – produce wastes. Mine wastes are defined herein as
solid, liquid or gaseous by-products of mining, mineral processing, and metallurgi-
cal extraction. They are unwanted, have no current economic value and accumulate
at mine sites.

1.2.2 Metals, Ores and Industrial Minerals

Many mine wastes, especially those of the metal mining industry, contain metals
and/or metalloids at elevated concentrations. There is some confusion in the litera-
ture over the use of the terms metals, metalloids, semi-metals, heavy metals and base
metals. Metals are defined as those elements which have characteristic chemical
and physical properties (e.g. elements with the ability to lose one or more elec-
trons; ability to conduct heat and electricity; ductility; malleability). In contrast,
metalloids or semi-metals are elements with metallic and non-metallic properties;
that is, arsenic, antimony, bismuth, selenium, and tellurium (e.g. elements with the
ability to gain one or more electrons; lower ability to conduct heat and electricity
than metals). Heavy metals are those metals with a density greater than 6 g cm–3

(i.e. Fe, Cu, Pb, Zn, Sn, Ni, Co, Mo, W, Hg, Cd, In, Tl) (Thornton et al. 1995).
The term heavy metals is used in this work reluctantly because there are alterna-
tive, scientifically rigorous definitions (Hodson 2004). Base metals are those metals
used in industry by themselves rather than alloyed with other metals (i.e. Cu, Pb,
Zn, Sn).

In most metal ores, the metals are found in chemical combination with other ele-
ments forming metal-bearing ore minerals such as oxides or sulfides. Ore minerals
are defined as minerals from which elements can be extracted at a reasonable profit.
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In contrast, industrial minerals are defined as any rock or mineral of economic value
excluding metallic ores, mineral fuels, and gemstones. The mineral or rock itself or a
compound derived from the mineral or rock has an industrial use. Ore and industrial
minerals are commonly intergrown on a microscopic or even sub-microscopic scale
with valueless minerals, so-called gangue minerals. The aggregate of ore minerals
or industrial minerals and gangue minerals is referred to as ore. Thus, ore is a rock,
soil or sediment that contains economically recoverable levels of metals or miner-
als. Mining results in the extraction of ore/industrial minerals and gangue minerals.
Mineral processing enriches the ore/industrial mineral and rejects unwanted gangue
minerals. Finally, metallurgical extraction destroys the crystallographic bonds of
minerals and rejects unwanted elements.

1.2.3 Mine Wastes

Mining, mineral processing, and metallurgical extraction produce solid, liquid and
gaseous wastes (Fig. 1.1). Mine wastes can be further classified as solid mining,
processing and metallurgical wastes and mine waters (Table 1.1):

Fig. 1.1 Schematic product and waste streams at a metal mine
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Table 1.1 Simplified mining activities whereby a resource is mined, processed and metallurgically
treated. Each step of the operation produces solid, gaseous and liquid wastes

Activity generating the mine
waste Mine wastes

Open pit mining, underground
mining

Mining wastes (e.g. waste rocks, overburden, spoils, mining
water, atmospheric emissions)

Mineral processing, coal
washing, mineral fuel
processing

Processing wastes (e.g. tailings, sludges, mill water,
atmospheric emissions)

Pyrometallurgy,
hydrometallurgy,
electrometallurgy

Metallurgical wastes (e.g. slags, roasted ores, flue dusts,
ashes, leached ores, process water, atmospheric emissions)

• Mining wastes. Mining wastes either do not contain ore minerals, industrial min-
erals, metals, coal or mineral fuels, or the concentration of the minerals, metals,
coal or mineral fuels is subeconomic. For example, the criterion for the separa-
tion of waste rock from metalliferous ore and for the classification of materials
as economic or subeconomic is the so-called cut-off grade. It is based on the con-
centration of the ore element in each unit of mined rock and on the cost of mining
that unit. As a result, every mine has a different criterion for separating mining
waste from ore. Mining wastes include overburden and waste rocks excavated and
mined from surface and underground operations. Waste rock is essentially wall
rock material removed to access and mine ore (Fig. 1.2). In coal mining, waste
rocks are referred to as spoils.

• Mining wastes are heterogeneous geological materials and may consist of sed-
imentary, metamorphic or igneous rocks, soils, and loose sediments. As a
consequence, the particle sizes range from clay size particles to boulder size
fragments. The physical and chemical characteristics of mining wastes vary
according to their mineralogy and geochemistry, type of mining equipment, par-
ticle size of the mined material, and moisture content. The primary sources for
these materials are rock, soil, and sediment from surface mining operations, espe-
cially open pits, and to a lesser degree rock removed from shafts, haulageways,
and underground workings (Hassinger 1997).

• Once the metalliferous ore, coal, industrial minerals or mineral fuels are mined,
they are processed to extract the valuable commodity. In contrast, mining wastes
are placed in large heaps on the mining lease. Nearly all mining operations
generate mining wastes, often in very large amounts.

• Processing wastes. Ore is usually treated in a physical process called benefi-
ciation or mineral processing prior to any metallurgical extraction (Fig. 1.3).
Mineral processing techniques may include: simple washing of the ore; grav-
ity, magnetic, electrical or optical sorting; and the addition of process chemicals
to crushed and sized ore in order to aid the separation of the sought after minerals
from gangue during flotation. These treatment methods result in the production
of processing wastes. Processing wastes are defined herein as the portions of
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Fig. 1.2 Schematic
cross-sections of open pit
mines: (a) metal mines;
(b) coal and oil shale mines.
Waste rocks have to be mined
in order to obtain ore, coal or
oil shale

Fig. 1.3 Simplified flow-chart of a mineral processing operation, in which ore is processed to
yield an ore mineral concentrate and tailings (after Ripley et al. 1996)
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the crushed, milled, ground, washed or treated resource deemed too poor to be
treated further. The definition thereby includes tailings, sludges and waste water
from mineral processing, coal washing, and mineral fuel processing. Tailings
are defined as the processing waste from a mill, washery or concentrator that
removed the economic metals, minerals, mineral fuels or coal from the mined
resource.

• The physical and chemical characteristics of processing wastes vary according to
the mineralogy and geochemistry of the treated resource, type of processing tech-
nology, particle size of the crushed material, and the type of process chemicals.
The particle size for processing wastes can range in size from colloidal size to
fairly coarse, gravel size particles. Processing wastes can be used for backfilling
mine workings or for reclamation and rehabilitation of mined areas, but an alter-
native method of disposal must be found for most of them. Usually, this disposal
simply involves dumping the wastes at the surface next to the mine workings.
Most processing wastes accumulate in solution or as a sediment slurry. These
tailings are generally deposited in a tailings dam or pond which has been con-
structed using mining or processing wastes or other earth materials available on
or near the mine site.

• Metallurgical wastes. Processing of metal and industrial ores produces an
intermediate product, a mineral concentrate, which is the input to extractive met-
allurgy. Extractive metallurgy is largely based on hydrometallurgy (e.g. Au, U,
Al, Cu, Zn, Ni, P) and pyrometallurgy (e.g. Cu, Zn, Ni, Pb, Sn, Fe), and to a
lesser degree on electrometallurgy (e.g. Al, Zn) (Ripley et al. 1996; Warhurst
2000). Hydrometallurgy involves the use of solvents to dissolve the element of
interest. For example, at gold mines leaching of the ore with a cyanide solution is
a common hydrometallurgical process to extract the gold. The process chem-
ical dissolves the gold particles and a dilute, gold-laden solution is produced
which is then processed further to recover the metal. In contrast, pyrometal-
lurgy is based on the breakdown of the crystalline structure of the ore mineral
by heat whereas electrometallurgy uses electricity. These metallurgical processes
destroy the chemical combination of elements and result in the production of
various waste products including atmospheric emissions, flue dust, slag, roasting
products, waste water, and leached ore (Fig. 1.4).

• Metallurgical wastes are defined as the residues of the leached or smelted
resource deemed too poor to be treated further. At many gold, uranium or phos-
phate mines hydrometallurgical extraction is performed, and hydrometallurgical
wastes accumulate on site. In contrast, electro- and pyrometallurgical processes
and their wastes are generally not found at modern mine sites, unless there is
cheap fuel or readily available energy for these extractive processes. At many his-
torical metal mines, the ore or ore mineral concentrate was smelted or roasted in
order to remove sulfur and to produce a purer marketable product. Consequently,
roasted ore, slag, ash, and flue dust are frequently found at historical metal
mine sites.

• Mine waters. Mining, mineral processing and metallurgical extraction not only
involve the removal and processing of rock and the production and disposal of
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Fig. 1.4 Simplified flow-charts of (a) pyrometallurgical and (b) hydrometallurgical operations, in
which ore is treated to yield metals and wastes

solid wastes, but also the production, use and disposal of mine water. Mine water
originates as ground or meteoric water which undergoes compositional modi-
fications due to mineral-water reactions at mine sites. The term mine water is
collective and includes any water at a mine site including surface water and
subsurface ground water (Morin and Hutt 1997) (Table 1.2).

• Water is needed at a mine site for dust suppression, mineral processing, coal
washing, and hydrometallurgical extraction. The term mining water is used here
in a general sense to refer to waters which run off or flow through a portion of a
mine site and had contact with any of the mine workings (Table 1.2). Mill water is
water that is used to crush and size the ore. Process water is water that is used to
process the ore using hydrometallurgical extraction techniques. The water com-
monly contains process chemicals. At some stage of the mining operation, water
is unwanted and has no value to the operation. Such mine water is generated and
disposed of at various stages during mining, mineral processing or metallurgical
extraction. Water of poor quality requires remediation as its uncontrolled dis-
charge, flow, drainage or seepage from the mine site may be associated with the
release of heat, suspended solids, bases, acids, and dissolved solids including pro-
cess chemicals, metals, metalloids, radioactive substances or salts. Such a release
could result in a pronounced negative impact on the environment surrounding the
mine site.

• Acid mine drainage (AMD) refers to a particular process whereby low pH mine
water is formed from the oxidation of sulfide minerals. A number of other terms
are also used to describe this process such as acid drainage or acid rock drainage
(ARD). These latter two terms highlight the fact that there are naturally out-
cropping sulfide orebodies and sulfidic rocks, which actively weather, oxidize,
and cause acidic springs and streams (Eppinger et al. 2007; Furniss et al. 1999;
Graham and Kelly 2009; Kwong et al. 2009; Munk et al. 2002; Posey et al. 2000;
Verplanck et al. 2009). In fact, the acid streams draining such ores and rocks
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Table 1.2 Mine water terminology

Term Definition

Type of mine water

Mine water Any surface water or ground water present at a mine site
Mining water Water that had contact with any of the mine workings
Mill water Water that is used to crush and size the ore
Process water Water that is used to process the ore using hydrometallurgical

extraction techniques; it commonly contains process
chemicals

Leachate Mine water that has percolated through or out of solid mine
wastes

Effluent Mining, mill or process water that is discharged into surface
waters

Mine drainage water Surface or ground water that actually or potentially flows from
the mine site into surrounding areas

Acid mine drainage (AMD)
water

Low pH surface or ground water that formed from the oxidation
of sulfide minerals and that actually or potentially flows from
the mine site into surrounding areas

Type of process

Mine seepage Slow flow of ground water to the surface at pit faces,
underground workings, waste dumps, tailings dams, and heap
leach piles

Mine drainage Process of water discharge at a mine
Acid mine drainage (AMD) Process whereby low pH mine water is formed from the

oxidation of sulfide minerals

can contain high levels of metals and metalloids that exceed water quality stan-
dards and result in toxic effects to aquatic life. The use of these terms tries to
highlight the fact that AMD occurs naturally and unrelated to mining activities.
However, such natural situations are rare compared to those where mining has
been directly responsible for the acidification of waters. Therefore, in this work
the term AMD is preferred. AMD is still an unfortunate term since AMD impacts
more frequently on ground water quality than on the surface drainage from a mine
(Bennett and Ritchie 1993). Such impacted ground water has also been named
acid ground water (AG). Finally, the water generated by the oxidation of sulfide
minerals is also referred to by some authors as acid mine water (AMW) or acid
sulfate water (ASW).

1.3 Mine Waste Production

The modern mining industry is of considerable importance to the world economy
as it provides a great diversity of mineral products for industrial and household
consumers (Table 1.3). The consequence of the large size of the mining and mineral
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Table 1.3 World production of selected non-fuel mineral commodities in 1999 and 2006 (USGS
2001, 2009)

Mineral or product
Production
1999

Production
2006 Mineral or product

Production
1999

Production
2006

Antimony 0.122 Mt 0.134 Mt Asbestos 1.93 Mt 2.3 Mt
Arsenic trioxide 38800 t 52700 t Barite 5.66 Mt 7.96 Mt
Bauxite 127 Mt 178 Mt Bentonite 9.82 Mt 11.7 Mt
Beryl 6210 t 4480 t Boron minerals 6.37 Mt 4.26 Mt
Chromite 14 Mt 19.7 Mt Cement 1610 Mt 2560 Mt
Cobalt 29900 t 67500 t Feldspar 8.98 Mt 15.4 Mt
Copper 12.6 Mt 15.1 Mt Fluorite 4.51 Mt 5.33 Mt
Gold 2540 t 2460 t Fuller’s earth 3.52 Mt 3.98 Mt
Iron ore 990 Mt 1800 Mt Graphite 0.685 Mt 1.029 Mt
Lead 3.02 Mt 3.47 Mt Gypsum 106 Mt 12.5 Mt
Manganese ore 20.4 Mt 33.4 Mt Kaolinite 41.6 Mt 37.5 Mt
Mercury 1800 t 1480 t Lime 141 Mt 271 Mt
Molybdenum 0.123 Mt 0.185 Mt Magnesite 10.7 Mt 14.1 Mt
Nickel 1.12 Mt 1.58 Mt Mica 0.304 Mt 0.342 Mt
Niobium–tantalum

concentrate
57100 t 67700 t Peat 27.2 Mt 25.8 Mt

Platinum-group
elements

379 t 518 t Perlite 1.85 Mt 1.81 Mt

Silver 17700 t 20200 t Phosphate rock 141 Mt 142 Mt
Tin 0.198 Mt 0.304 t Potash 25.7 Mt 29.1 Mt
Titanium

concentrates
4.17 Mt 6.7 Mt Salt 209 Mt 251 Mt

Tungsten 31000 t 90800 t Sand and gravel 107 Mt 117 Mt
Vanadium 42200 t 56300 t Sulfur 57.1 Mt 65.7 Mt
Zinc 8.04 Mt 10 Mt Vermiculite 0.534 Mt 0.518 Mt

processing industry is not only the large volume of materials processed but also the
large volume of wastes produced.

The exploitation of mineral resources results in the production of large vol-
umes of waste rocks as they have to be removed to access the resource. Once
the resource has been extracted from the Earth, it is processed for its valuable
components. These valuable components vary in mass from 100% to a few parts
per million of the original resource. For instance, extraction and production of
clay, sand and gravel generally do not produce any waste. Operators extract and
process the entire mined material. Also, crushing, washing and sizing of rock
aggregates generate only minor amounts of unwanted fine-grained slimes and
dust particles. These slimes and dust particles can be put to good use as min-
eral fertilizer. In contrast, exploitation of a metalliferous mineral resource aims
to extract only a few percent concentrations of copper, lead or zinc or even parts
per million values of gold. Only a very small valuable component is extracted
from metalliferous ores during processing and metallurgical extraction. The great
majority of the total mined material is gangue which is generally rejected as
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processing and metallurgical waste. Therefore, mining, mineral processing, and
metallurgical extraction result in the production of a high volume of unwanted
material.

In general, coal mining and processing generate the largest quantity of waste
followed by non-ferrous and ferrous ores and industrial minerals. Waste produc-
tion varies greatly from nation to nation. For example, more than 4700 Mt of
mining waste and 1200 Mt of tailings are stored all over the European Union,
most of the mine waste in Finland, Germany, Greece, Ireland, Portugal, Spain,
Sweden, and the United Kingdom (BRGM 2001). The production of mine wastes
is particularly significant in nations with a major mining industry. In Australia,
the mining industry produces 1750 Mt of mine wastes per year. It is by far the
largest producer of solid, liquid and gaseous waste and exceeds municipal waste
production by at least 450 Mt. Of the 2100 Mt of solid waste generated annu-
ally in Australia, 80% is produced by the mining sector (Connor et al. 1995;
cited by Boger 1998). In the United States, 2000 Mt of solid mine waste is pro-
duced annually, exceeding municipal waste production ten times (Boger 2009).
In South Africa, over 1100 mines contribute to 72.3% of the country’s total
solid waste stream, with approximately 25,000 ha of land utilized as dumping
areas in the form of tailings storage facilities (Maboeta and Rensburg 2003).
In China, mine wastes are produced from 8840 state-owned and 260,000 col-
lective and individually owned metal mines (Liao et al. 2007). These mines
account for 70% of the total solid waste generated in China, with 30% (300 Mt)
of the total waste being tailings. Each year, these wastes occupy an additional
2000 ha of land and currently 4000 Mt of tailings are stored in waste repositories
(Liao et al. 2007).

The global quantity of non-fuel mineral commodities removed from the Earth’s
crust each year by mining has grown from 3700 Mt in 1999 to over 5800 Mt
in 2006 (Table 1.3). While the consumption of mineral commodities is well doc-
umented, there is no data available on the global production of mine wastes.
Therefore, an estimation of the annual quantity of mine waste produced glob-
ally has to be based on several assumptions. In 2006, approximately 50 Mt of
metals (As, Be, Co, Cr, Cu, Hg, Nb, Ni, Pb, Sb, Sn, Ta, V, W, Zn) were pro-
duced worldwide (Table 1.3). Assuming that the average ore grade of such metal
deposits was 0.5%, mining, processing and extraction of these ores generated
10,000 Mt of solid wastes. Similarly, the production of 2460 t of gold generated
about 1230 Mt of solid wastes, assuming an average gold ore grade of 2 ppm. In
that year approximately 5800 Mt of coal, 1800 Mt of iron ore, 178 Mt of baux-
ite, and 3500 Mt of industrial minerals that consumed globally. For every tonne
of these ores consumed, there would have been at least the same amount of solid
waste generated (i.e. waste rocks, tailings). Such calculations indicate that approxi-
mately 20,000–25,000 Mt of solid mine wastes are being produced annually around
the world.

These calculations and statistics represent approximations and can only serve
as an indication of the magnitude of waste production. Furthermore, every mine
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site has its own unique waste because there are compositional differences in the
mined ore, and there is a great diversity of applied mining and mineral processing
methods. Wastes generated at different mines vary considerably in their proper-
ties. While certain scientific principles apply to particular commodities, every mine
requires its very own waste characterization, prediction, monitoring, control, and
treatment.

Mine wastes represent the greatest proportion of waste produced by industrial
activity. In fact, the quantity of solid mine waste and the quantity of Earth’s mate-
rials moved by fundamental global geological processes are of the same order of
magnitude – approximately several thousand million tonnes per year (Förstner 1999;
Fyfe 1981). Fundamental global geological processes such as oceanic crust forma-
tion, soil erosion, sediment discharge to the oceans, and mountain building naturally
move Earth’s materials around the Earth’s crust and shape our planet. In contrast,
mankind extracts material from the Earth during mining and discards most of the
extracted crust as waste. As a result, the Earth is getting increasingly shaped by mine
wastes rather than by natural geological processes. In addition, metal ores of increas-
ingly lower grades are being exploited, and more wastes are being produced as a
result of it. The production of mine wastes may even double within a period of 20–30
years (Förstner 1999). Today and in the future, commercial exploitation of a mineral
resource is about waste production and waste disposal as well as resource production
and provision.

1.4 Mine Wastes: Unwanted By-Products
or Valuable Resources?

The term mine waste implies that the material has no current economic value
and is an unwanted by-product of mining. However, some mine wastes can be
useful and this has been recognized since the beginning of mining and smelt-
ing. For example, the use of slag in road construction can be traced back to
the very early days when the Romans used iron slag as a pavement material
for their roads. Also, while wastes of the mineral industry are generally use-
less at the time of production, they can still be rich in resource ingredients.
Unfavorable economics, inefficient processing, technological limitations or min-
eralogical factors may not have allowed the complete extraction of resource
ingredients at the time of mining. In the past, inefficient mineral processing tech-
niques and poor metal recoveries produced wastes with relatively high metal
concentrations (Scientific Issue 1.1; Fig. 1.5). In some cases, old tailings and
waste rock piles that were considered worthless years ago are now re-mined,
feeding modern mining operations. This approach is widely used in the mining
industry.
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Fig. 1.5 Derelict copper-lead-gold-silver smelting works at Chillagoe, Australia. Smelting opera-
tions were conducted from 1901 to 1943 and produced 1 Mt of slag. The slag contains wt.% levels
of zinc that is principally hosted by glass, olivine and hedenbergite

Scientific Issue 1.1. Historical Base Metal Smelting Slags

The Principles of Smelting

Metals are extracted from metal ores by heating the ore minerals to their
melting points. Flux (e.g. limestone, ironstone, ferrous silicate, silica) may
be added to the charge of ore and fuel to lower the melting temperature and
to decrease the viscosity of the slag. The fuel for the smelting may include
coke, coal, firewood, and/or charcoal. Oxygen for the reactions is provided
by a blast of compressed air, and temperatures within the interior of the fur-
nace reach over 1000◦C. During the smelting process, the materials in the
furnace react and a layered melt is produced. A lighter silicate melt accumu-
lates above a heavier molten metal liquid, present at the bottom of the furnace.
The silicate melt (i.e. slag) forms by the combination of the elements and
compounds within the ores and fluxes. Once melting of the ore is achieved,
the slag is drained off. The slag is dumped, commonly while still liquid, and
solidifies and cools into a cohesive mass. Thus, historical smelting slag dumps
are largely in the same form as they existed when smelting stopped.

Pyrometallurgy has its origin around 7000–6000 BC when early humans
started to smelt sulfide and oxide ores. The earliest physical evidence for
smelting is some slaggy material found in Turkey (Lambert 1997). The rise of
early civilizations in Southwest Asia and the Mediterranean region came with



14 1 Introduction to Mine Wastes

the widespread use of and demand for metal tools and products. This in turn
led to a steady increase of metal smelting, particularly of lead, which reached
peak production during Roman times.

Slags of Lavrion, Greece

The Roman and Greek Empires had mining and smelting operations through-
out the Mediterranean region, and ancient smelting slags are common features
of these historic sites. The mines and smelters of Lavrion (Greece) are exam-
ples of such an historic site. The Lavrion ores have been a source of lead, silver
and copper since 3000 BC, with much of the mining performed by 10,000–
20,000 slaves between 600 and 400 BC (Jaxel and Gelaude 1986; Wendel
1999). The mining activities not only resulted in over 2000 shafts and over
300 km of underground workings but also in the production of several million
tonnes of slag. The slag was dumped next to the mine sites. As the ancient
pyrometallurgical processes and metal recovery technologies were relatively
inefficient compared to today’s standards, the slag dumps are rich in metals
and metalloids. Today, the Lavrion smelter slags are famous among mineral
collectors for their rare and exotic secondary minerals which have formed
during several thousand years of slag weathering.

Potential Recycling

Since the beginning of the industrial age, slag has been considered harm-
less. It is therefore widely used for sand blasting and to construct roadways
and railway beds. However, historical base metal smelting slags are not suit-
able for such applications as they can contain high levels of potentially toxic
elements. Natural weathering can release them into the environment causing
contamination of soils, sediments and waters.

The metal concentrations of many historical base metal smelting slags
are similar to or even higher than those of geological ore deposits currently
being mined for metals. Consequently, the recovery of resource constituents
from the slags has been considered. Much of the metals and metalloids are
hosted by glass and microcrystalline silicates. This leaves hydrometallurgical
processing using acids as the only treatment option.

Hence, changing circumstances may turn a particular waste into a valuable
commodity, either because the economic extraction of resource ingredients may
now be possible using improved technology, or a market has been found for the
previously unwanted material. Most importantly, improved metal prices drive the
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interest in mine waste reprocessing. What may be waste to some miners, can be
a very important, useful resource to other mining operations, either now or in the
future. Yesterday’s waste can become today’s resource.

Reusing and recycling of mine wastes is also possible. Manganese tailings may
be used in agro-forestry, building and construction materials, coatings, resin cast
products, glass, ceramics, and glazes (Verlaan and Wiltshire 2000). Tailings can
also be suitable fertilizers for golf courses; phosphogypsum can be used in the agri-
cultural and the building industry; and clay-rich wastes can improve sandy soils or
are the raw material for the manufacturing of bricks and ceramics (Meseguer et al.
2009a, b; Sensogut and Ozdeniz 2006). Mine waters can be converted into drink-
ing water (Schwartz and Ploethner 2000; Smit 2000; Varnell et al. 2004); they can
also be used for heating or cooling purposes (Banks et al. 2004; Renz et al. 2009;
Watzlaf and Ackman 2006); they find applications in the irrigation of agricultural
crops (Idowu et al. 2008); and AMD waters may even generate electricity using
fuel cell technologies (Cheng et al. 2007). Mine drainage sludges can be a resource
for pigment (Kirby et al. 1999), or they may be used for the removal of phos-
phorus from sewage and agricultural wastewaters (Fenton et al. 2009; Hartikainen
and Hartikainen 2008; Sibrell et al. 2009; Wei et al. 2008). Pyritic waste rock can
be an excellent soil amendment to neutralize infertile alkaline agricultural soils
(Castelo-Branco et al. 1999). However, mine wastes commonly contain metals and
metalloids and their release may impact on soil, sediment and water quality as well
as ecosystem and human health (e.g. Williams et al. 2006). Thus, if the reuse of a
particular mine waste is planned, then a thorough understanding of the mineralog-
ical and geochemical properties of that waste needs to be established prior to its
application.

If innovative alternatives to current waste disposal practices are pursued and if
wastes are recycled or reused, then waste disposal problems are eliminated. Total
resource utilization, where all of the material extracted is put to good use, is a
challenging concept for researchers and miners.

1.5 Mining and Environmental Impacts

Major impacts of mining on land can occur before, during and after operation
and may include: vegetation clearance; construction of access roads, infrastruc-
ture, survey lines, drill sites, and exploration tracks; creation of large voids, piles
of wastes, and tailings dams; surface subsidence; excessive use of water; destruc-
tion or disturbance of natural habitats or sites of cultural significance; emission of
heat, radioactivity, and noise; and the accidental or deliberate release of solid, liquid
or gaseous contaminants into the surrounding ecosystems.

An understanding of the long-term release of contaminants requires a solid
knowledge of the factors that control such discharge. The major factor that
influences contaminant release is the geology of the mined resource (Scientific
Issue 1.2). Climate and topography as well as the applied mining and mineral
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processing activities also play their role in the type and magnitude of contaminant
release from a specific mine site or waste repository. The long-term off-site release
of contaminants is particularly possible from mining, processing or metallurgical
wastes or waste repositories. As a result, the operations of the mining industry have
been criticized by the conservation lobby for some time (Scientific Issue 1.3).

Scientific Issue 1.2. Geology and its Influence
on the Environmental Impacts of Mineral Deposits

The Environmental Geology of Mineral Deposits

Mineral deposits are concentrations of metallic or other mineral commodi-
ties in the Earth’s crust and result from various geological processes (Plumlee
1999). During these processes, the deposits acquire specific geological charac-
teristics, including the amount and type of metals enriched in the deposits, the
kind of minerals formed and their grain size, and the type of rocks associated
with the deposit. Such fundamental geological aspects of mineral deposits
exert important and predictable impacts on the environment (Plumlee 1999;
Seal and Hammarstrom 2003; Seal et al. 2008). The geology of a deposit may
influence, for example, the chemistry of local ground and surface waters and
the properties of soils. Also, local soils, sediments and waters can be naturally
burdened with trace elements. This is especially the case where weathering
and erosion have exposed metallic mineral deposits and have led to the mobi-
lization of trace elements into the environment. At such sites, soils, sediments
and waters are naturally enriched in metals and metalloids (Kelley and Hudson
2007; Zhou et al. 2008).

The natural occurrence of elements varies between different ore deposit
and rock types. Certain ores and rocks can provide exceptionally high metal
and metalloid concentrations to soils, sediments and waters. Different rocks
and ores supply different elements. For example, ultramafic igneous rocks
and serpentinites and their associated ores can provide high iron, magne-
sium, chromium and nickel concentrations to overlying soils. Such bedrocks
form nutrient-poor, metal-rich soils, and the vegetation has to adapt to such
substrates. The flora is so distinct that it is referred to as serpentine flora.
Also, marine and lacustrine sediments including coals may possess high boron
and selenium concentrations. Boron enrichment in topsoils overlying such
bedrocks can be a widespread constraint to cereal and legume crop and pas-
ture production. By contrast, the selenium abundance in soils and plants may
induce acute toxicity in grazing animals.

Thus, rocks and ores with particular element enrichments cause envi-
ronmental signatures in receiving streams, soils and sediments, and these



1.5 Mining and Environmental Impacts 17

enrichments may even bring about adverse effects on local and regional
ecosystems. The environmental signatures and impacts of mineral deposits
may occur naturally. Alternatively, they can be exacerbated or even caused by
improper mining and mine waste disposal practices.

The Environmental Geology of Gold Deposits, New Zealand

New Zealand has a number of mineral deposits, including mesothermal and
epithermal gold deposits. These deposits possess noticeably different geolog-
ical characteristics which in turn lead to different impacts on the environment
(Craw 2001).

Mesothermal gold deposits are vein-type gold deposits that formed by
intermediate-temperature (200–300◦C) hydrothermal solutions in continen-
tal collision zones. On the South Island of New Zealand, the mineral deposits
are located in cool semiarid or alpine settings and have calcite-bearing host
rocks. The abundance of acid-buffering calcite and the lack of water inter-
acting with sulfides control the environmental impacts of these deposits. The
calcite buffers any acid generated from the oxidation of sulfides and, the lack
of available meteoric water restricts acid generation. As a result, the oxida-
tion of mesothermal gold ores does not result in significant acidification of
streams. Yet, these deposit types contain elevated arsenic contents, and this
metalloid is mobilized from the deposits at neutral to alkaline pH values (Craw
and Pacheco 2002).

Epithermal gold deposits are found on the North Island of New Zealand
and represent shallow gold deposits formed by low-temperature (50–200◦C)
hydrothermal solutions. These mineral deposit types are characterized by a
lack of carbonate and an abundance of pyrite. The deposits occur in a temper-
ate to subtropical climate and hence, unconstrained sulfide oxidation favored
by higher temperatures and abundant meteoric water causes the development
of low pH waters from mineralized materials. Consequently, oxidation of
these deposits leads to the acidification of streams, and copper, cadmium, lead
and zinc are mobilized into the environment (Craw 2001).

Thus, the geology of mineral deposits as well as climate and topography
together with mining and mineral processing practices control the release of
contaminants from mine sites and mine wastes (Craw 2001; Plumlee 1999).
A solid understanding of the environmental geology of mineral deposits is
vital to any mining operation, environmental impact assessment or rehabili-
tation plan. Such knowledge allows the development of effective prediction,
prevention and remediation tools necessary for the successful environmental
management of these sites.
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Scientific Issue 1.3. The Debate on Mining
and Its Environmental Impacts

In recent decades the conservation lobby has criticized the operations and
actions of the mining industry. Some of the issues raised by conservation
groups also relate to the production and environmental impacts of mine
wastes. These issues and the likely responses of both parties are presented
below.

Issue 1 – Land Disturbance

Critics of the Mining Industry

The mining industry rapes virgin territory and leaves permanent scars and
massive footprints in landscapes. For example, there are more than 32,000
abandoned or inactive underground mines in the western United States alone,
and the total area of land having been mined in India is equivalent to one-third
of that under agricultural production (Hossner and Hons 1992). The area of
land disturbed by mining globally is estimated to increase by approximately
1 million hectares per year (Hossner and Hons 1992).

The Mining Industry

Mining of an area should be regarded as a stage in the sequential use of
land. Once mining ceases, the mined and rehabilitated land should be used
for industrial, agricultural or recreational activities. Also, mines are local phe-
nomena and account for only a small part of a land area of a country. For
example, the mining industry accounts for less than 1% of the total area of
South Africa or the United States. In Australia, mining activities occupy only
about 0.06% of the land mass. This is less than one big city and less than land
used by the defense forces (0.24%), and it is a tiny fraction compared to the
vast tracts used for and degraded by agriculture (6%).

Issue 2 – Waste Production

Critics of the Mining Industry

Waste production by the mining industry is enormous. For example, the extent
of derelict land covered by waste is estimated to be 100,000 ha in the United
Kingdom, 200,000 ha in Malaysia and several million hectares in the United
States (Hossner and Hons 1992). The global area covered with mine waste
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is probably in the order of 100 million hectares containing several hundred
thousand million tonnes of mine wastes. Every year another 20,000–25,000
Mt of solid mine waste are added to the piles.

The Mining Industry

Mine waste production and waste repositories are a necessary and inevitable
adjunct to a mine as are garbage bins and sewage pipes to a dwelling. The
modern mining industry plays a leading role in waste management. For exam-
ple, it is one of the few industries recycling some of its own waste (e.g. the
use of slag in cement, the extraction of metals from historical mine wastes)
and that of others (e.g. lead batteries, scrap iron). Much of the modern min-
ing industry applies current knowledge and state-of-the-art technology to limit
waste production, to recycle wastes, and to reduce the risks of contamination
arising from mine wastes.

Issue 3 – Recycling Rather Than Mining

Critics of the Mining Industry

Mining is an unnecessary industrial activity. Recycling is the answer to the
ever increasing demand for natural resources.

The Mining Industry

Today’s standard of living relies on the supply of natural resources. There
will always be a need for mining in addition to recycling and substitution.
Moreover, certain mined rocks and minerals are essential and important envi-
ronmental minerals as they are needed to alleviate environmental problems.
For example, clays are used as liners and sealants for industrial waste sites,
and calcium carbonate minerals in the form of limestone are applied for the
remediation of acid waters and acid sulfate soils.

Issue 4 – Pollution

Critics of the Mining Industry

The mining industry is intrinsically dirty and polluting.

The Mining Industry

The great majority of mine site pollution problems are legacies from the past.
Environmental disasters caused by mining are found in developing nations
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and former communist states where economic growth and mining have been
or still are enforced at the expense of the environment. In industrialized
countries, the mining industry is one of the most environmentally regulated
industries.

Issue 5 – Heavy Metal Release

Critics of the Mining Industry

The mining industry releases toxic heavy metals to the environment that
negatively affect people’s health and impact on ecosystems.

The Mining Industry

Heavy metals have become the geochemical bogey men (Hodson 2004). They
are synonymous with pollution and toxicity, responsible for all manner of evils
in the environmental world. This is nothing but a myth today. Metals are not
only vital for our well-being, perform essential functions in our own bodies
and are ubiquitous in our environment, but natural concentrations of metals
can exceed their man-made levels (Fig. 1.6). Such natural metal contamination
can create some problems, especially in communities attuned to the view that
natural must be healthy.

Fig. 1.6 Noble Island, Australia. Much of the island is naturally enriched in metals and
metalloids (i.e. tungsten–tin–arsenic–copper ores). Weathering and erosion lead to the phys-
ical and chemical transport of metals and metalloids into the surrounding Great Barrier Reef
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Issue 6 – Environmental Damage

Critics of the Mining Industry

The mining industry is the major environmental vandal on our planet.

The Mining Industry

Mining’s contribution to environmental damage pales by comparison to other
human activities. Critics of the mining industry commonly ignore those
human activities which cause damage on a continental scale. For example,
cities and towns cover significant parts of continents and urban dwellers,
including the conservation lobbyists, continue to impact on the environment.
They themselves cause the consumption of natural resources, suburban sprawl
and associated air, soil and water pollution, climate change, habitat destruc-
tion, species extinction, concreting of land, and production of household
wastes. Such urban activities do not only damage the environment but they
also alter and seal natural landscapes for good whereas mine sites are rehabil-
itated for other land uses once mining ceases. Is it more acceptable to concrete
nature, to flush sewage into rivers and oceans, to dump vast amounts of domes-
tic waste, to create smog, or to cause global and micro climate change? Also,
farming and pastoral activities have significantly degraded land masses and
have impacted on soils and the aquatic environment. Poor agricultural prac-
tices cause salinization, acidification and erosion of soils as well as pesticide
and nutrient transfer (N, P) into inland and coastal waters. Such activities even
impact on World Heritage Areas and have received surprisingly little attention
by the conservation lobby.

1.5.1 Contamination and Pollution

Much of the environmental impacts of mining are associated with the release of
harmful elements from mine wastes. Mine wastes pose a problem not just because
of their sheer volume and aerial extent, but because some of them may impact on
local ecosystems. As a result, in many cases mine wastes must be isolated or treated
to reduce oxidation, toxicity, erosion or unsightliness and to allow the waste repos-
itories to be used for other purposes after mining ceases. If uncontrolled disposal
of mine wastes occurs, it can be associated with increased turbidity in receiving
waters or with the release of significant quantities of potentially harmful elements,
acidity or radioactivity. These contaminants may spread to the pedosphere,
biosphere, atmosphere, and hydrosphere and cause environmental effects. For exam-
ple, anthropogenic inputs of metals and metalloids to atmospheric, terrestrial and
aquatic ecosystems as a result of mining have been estimated to be at several million
kilograms per year (Nriagu and Pacyna 1988; Smith and Huyck 1999).



22 1 Introduction to Mine Wastes

However, it is important to understand that releases of elements or compounds
from mine wastes do not necessarily result in damage to the environment. Even if
strongly elevated metal and metalloid concentrations are present in mine wastes, the
elements may not be readily bioavailable (i.e. available for uptake into the organ-
ism) (Williams et al. 1999). Furthermore, even if the elements are bioavailable, they
are not necessarily taken up by plants and animals. In cases where the elements
are taken up, they do not necessarily lead to toxicity. Many metals are essential for
cellular functions and are required by organisms at low concentrations (Smith and
Huyck 1999). It is only when these bioavailable concentrations are excessively high
that they have a negative impact on the health of the organism and toxicity might
be seen. Processes that cause toxicity, disrupt ecological processes, inflict dam-
age to infrastructure, or pose a hazard to human health are referred to as pollution
(Thornton et al. 1995). In contrast, contamination refers to processes which do not
cause harmful effects (Thornton et al. 1995).

Environmental contamination and pollution as a result of improper mining,
smelting and waste disposal practices have occurred and still occur around the
world. Problems encountered are as diverse as the emissions from smelters, or the
environmental clean-up of collapsed mining ventures which have to be paid for by
the taxpayer. This is unacceptable to those of us who believe that technologies can
be used to prevent pollution and regulations should be enforced to ensure that the
environmental performance of companies is adequate. Regardless of this debate, the
challenges for the modern mining industry will remain the same:

• To continue to improve its environmental operations;
• To operate in a sustainable manner; and
• To prove its critics wrong.

1.5.2 Historic Mining

Mining has been with us for thousands of years. Even the earliest mining operations
during the Copper, Bronze and Iron Ages resulted in the production of gaseous,
liquid and solid wastes. In historic times, mine wastes were released into the envi-
ronment with some of them causing contamination or even pollution on a local or
regional scale. Environmental contamination as a result of mining is not new to the
industrialized world.

Air contamination as a result of smelting has been detected as far back as 5000
years ago. Stratigraphic and physicochemical investigations of numerous European
lake sediments and peat deposits have confirmed that smelting of sulfide minerals
led to metal contamination of the environment (Ernst 1998; Shotyk et al. 1996). For
example, the smelting of lead-rich silver ore in Spain by the Romans 2000 years ago
quadrupled the levels of lead in the atmosphere as far away as Greenland (Rosman
et al. 1997). Generally, the smelting of sulfide ore in open air furnaces by the Greeks
and Romans resulted in a vast area of the Northern Hemisphere being showered with
metal-rich dust (Hong et al. 1996; Rosman et al. 1997; Schettler and Romer 2006;
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Shotyk et al. 1996). Similarly in central China, the mining and smelting of metals led
to increasing concentrations of copper, nickel, lead and zinc in lake sediments from
about 5000 years ago (Lee et al. 2008). Human contamination of the atmosphere
with arsenic, antimony, copper, mercury, lead and zinc, at least in the Northern
Hemisphere, began well before the Industrial Revolution.

Water, soil and sediment contamination and pollution are similarly not a by-
product of industrialization. For example, the transport of metal ores along roads
resulted in soil contamination of traffic corridors during Roman times (Renson et al.
2008). Also, soil erosion began with clearing of land and primitive agricultural prac-
tices 5000 years ago (Lottermoser et al. 1997a), and metal mining in the northern
Harz province of Germany resulted in metal pollution of regional stream sedi-
ments as far back as 3500 years ago (Monna et al. 2000). During the Middle Ages,
metal contamination of soils and sediments around mine sites became common (e.g.
Hürkamp et al. 2009).

Acid mine drainage resulting from the oxidation of sulfides in mine wastes is a
major environmental issue facing the mining industry today. This pollution process
has a long history dating back thousands of years when the Rio Tinto mining dis-
trict of Spain experienced periods of intense mining and the associated production
of pyrite-rich wastes and AMD waters. AMD production must have been occurring
at least since the first exploitation of the Rio Tinto ores 5000 years ago, which high-
lights the long-term nature of AMD. Exploitation of the Rio Tinto ores also caused
massive metal contamination of stream and estuary sediments since the beginning
of mining (Davis et al. 2000; Leblanc et al. 2000; Ruiz et al. 2009).

The knowledge that mining and smelting may lead to environmental impacts
is not new to modern science either. During the Middle Ages, Biringuccio (1540)
wrote a book on metallurgy and documented the poisonous effect of arsenic, mer-
cury, zinc and sulfur. In another 16th century classic, Agricola (1556) recognized the
environmental effects of ubiquitous mining in central Europe and described mining
pollution:

“The fields are devastated by mining operations . . . Further, when the ores are washed,
the water which has been used poisons the brooks and streams, and either destroys the
fish or drives them away. Therefore the inhabitants of these regions, on account of the
devastation of their fields, woods, groves, brooks and rivers, find great difficulty in procuring
the necessaries of life, and by reason of the destruction of the timber they are forced to
greater expense in erecting buildings. Thus it is said, it is clear to all that there is greater
detriment from mining than the value of the metals which the mining produces”. (Reprinted
from Agricola 1556, De re metallica, p. 8. Translated by Hoover HC, Hoover LH, 1950,
Dover Publications, New York, with permission of the publisher)

As the scale of mining increased during the Middle Ages, so did the degree
of contamination and pollution (Ernst 1998). Coupled with this increase in scale
came changes in smelting and processing techniques, including the use of chemicals
and the transport of ores and concentrates over greater distances. However, it was
not until the Industrial Revolution, with the event of major technological changes
including the introduction of blast furnaces, that base metal smelter operations
throughout the world became one of the primary sources of metal contamination
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(Ernst 1998). When this large-scale smelting technique was developed, contamina-
tion became even larger in scale. The smelting process released massive amounts of
sulfur dioxide and metals into the atmosphere (Fig. 1.7). These activities resulted in
ever-increasing environmental impacts which largely went unchecked until the sec-
ond half of the 19th century (Case Study 1.1). Until then environmental impacts of
mining and mineral processing were poorly understood, not regulated, or viewed as
secondary in importance to resource extraction and profit maximization. The advent
of environmental laws and regulations in the 20th century made the mining industry
more accountable and enforced environmental protection (Fig. 1.8).

Fig. 1.7 Denuded, bare hills at Queenstown, Australia. During the late 19th and early 20th
centuries, smelting operations were conducted at the Mt. Lyell copper-gold mine. The smelting
operations combined with timber cutting, frequent bushfires and high annual rainfall resulted in
extensive loss of vegetation and considerable soil erosion on the surrounding hills

Case Study 1.1. Historic Mining in Australia
and Its Environmental Impacts

Introduction

Australia has been a major mining nation for more than 150 years. While coal
was the first commodity discovered in the late 18th century, the copper finds in
South Australia in the early 1840s developed mining in a significant way. This
was closely followed by major gold rushes in New South Wales and Victoria
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in the early 1850s. The development of these resources was associated with
the uncontrolled release of gaseous, liquid and solid mine wastes into the
environment (Blainey 1991):

“The old gold mining industry usually paid little attention to the environment.
Victorians in the 1880s could tell when a new digging had opened up forty miles
upstream: the river water downstream quickly changed colour with the clays and
gravels that had been overturned upstream . . . Stawell, which, in the late 1870s, was
the deepest goldfield in Australia, announced its presence to the approaching trav-
ellers by the taste of sulfur from the kilns where the gold bearing pyrite was roasted.
People did not see Stawell as they approached: they tasted it”. (Reprinted from
Blainey G (1991) Eye on Australia, p. 186, Schwartz & Wilkinson, with permission
of the author).

Environmental Impacts of Historic Mines

In Australia, there are notable examples of large-scale environmental degrada-
tion caused by mining and associated smelting operations carried out during
the mid to late 19th and early 20th centuries when there were few or no leg-
islative constraints placed on operators. These operations ranged from river
dredging tin operations in Queensland to hard rock copper mines in Tasmania.
Some of these mining activities still impact on the environment today, even
years after the mines closed.

• Gold mining. During the 19th century, placer gold was mined and
extracted using mercury. It is estimated that several thousand tonnes of
mercury were used on Australian goldfields, most of which was lost into
the environment during gold recovery. The widespread use of mercury
has left a legacy of mercury contamination in the former goldfields, par-
ticularly in streams (Bycroft et al. 1982; Churchill et al. 2004). Today,
some of the mercury is entering the foodchain of local streams. In addi-
tion, great quantities of arsenic are released from contaminated soil and
mine wastes to surface waters (Sultan and Dowling 2006). Large areas
of mined forest and bush land are still without topsoil and display sparse
vegetation and stunted regrowth.

• Base metal mining. Abandoned copper, lead, zinc and tin mine sites of
the late 19th and early 20th centuries are characterized by severely mod-
ified (or lack of) vegetation, waste rock heaps, ore stockpiles, tailings
dumps, slag and flue residue deposits, disused mining and process-
ing equipment, ruins, and commonly, acid mine drainage. The latter
is a consequence of mining activities involving sulfide minerals, espe-
cially pyrite. The oxidation of pyrite causes formation of sulfuric acid
and the dissolution of many metals (Ashley and Lottermoser 1999a, b;
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Chapman et al. 1983; Jacobson and Sparksman 1988; Koehnken 1997;
Lottermoser et al. 1997b, 1999).

• Alluvial tin mining. Alluvial cassiterite was extracted from shallow sur-
face deposits in eastern Australia from the 1870s to the early 1980s. In
Tasmania, pyritic overburden sediment had to be removed and this mate-
rial was dumped next to the mine sites. The pyritic waste heaps generate
acid, metal-rich waters which contaminate ground and surface waters
and impact on local ecosystems (Jong et al. 2000).

• Asbestos mining and processing. Asbestos was mined in Australia from
the early 1900s until the 1980s. Asbestos pollution problems are related
to dry processing methods and the absence of proper waste manage-
ment in the pre-1980s. Asbestos fibers in run-off waters and leaching of
metals from the waste materials possibly impact on local water quality
(Toyer 1981). In addition, uncovered tailings, waste rock dumps and ore
stockpiles can be sources of airborne asbestos.

• Smelting. Many historic base metal smelters were constructed in the
immediate vicinity of the mines (Ashley and Lottermoser 1999b;
Lottermoser 2002). The smelter operations produced metallurgical
waste, smelting slags and flue residues, which were dumped close to
the smelting works. The large scale smelting techniques caused impacts
on human and animal health as well as lead poisoning during smelt-
ing operations. The metal particles and sulfur oxides were released
during the smelting processes, settled in the surrounding environment,
and contaminated and acidified local soils. Today, these polluted areas
are clearly visible as they are devoid of vegetation or support only a
depauperate flora. Metal poisoning may occur in farm animals eating
the contaminated pasture and soil.

• Riverine discharge of wastes. Many historic mining operations dis-
charged their mine and process wastes into nearby water courses. These
waste management practices of the past continue to cause water and
sediment contamination today. The discharge of some mines has led
to metal and metalloid contamination of stream, estuary and coastal
sediments and can be traced over a distance of hundreds of kilometers.

Early Rehabilitation at Historic Mines

While there are numerous examples of environmental degradation caused by
historic mining and smelting activities, there are also early examples of mine
site rehabilitation works. For example, Broken Hill is not only famous for
its ore and mining history but also for its successful revegetation scheme in
the 1930s. The Broken Hill area was cleared of vegetation when base metal
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mining, settlement and over-grazing began in the late 19th century. Within a
few years the area surrounding Broken Hill was bare, entirely denuded of its
natural, yet sparse vegetation cover. As a result, the town was plagued by dust
storms causing damage to mining equipment and private property. In 1936,
a mining company, Zinc Corporation Ltd, initiated a massive revegetation
program of the disturbed areas. Belts of European and native vegetation –
irrigated with waste water from showers and septic tanks – were estab-
lished surrounding the city. The revegetation of waste and tailings dumps
was similarly pursued to provide surface cover and to reduce wind erosion.
This pioneering work not only reduced the frequency and intensity of dust
storms and provided local ecosystems for animals and plants, but it also
demonstrated that vegetation can be reestablished on mined and degraded
lands.

Conclusions

In Australia, historic mining of the late 19th and early 20th centuries occurred
while there were no environmental acts, laws and regulations for operators.
This has left a legacy of contaminated sites dispersed throughout the con-
tinent. Some of these sites have undergone costly environmental clean-up
operations, others still await remediation, while a few perhaps should be
monitored in perpetuity rather than rehabilitated at extraordinary costs to the
taxpayer. While historic mining has produced contaminated sites, soils, sedi-
ments and waters and associated impacts on ecosystems today, environmental
degradation as a result of mining has also been recognized and addressed by
some early miners. These historic rehabilitation efforts largely focused on the
revegetation of mined and disturbed land.

The concern for the health of miners has evolved in parallel with mining devel-
opment, particularly in respect to the exposure of humans to mercury and arsenic.
Mercury deposits in the Mediterranean were first worked by the Phoenicians,
Carthaginians, Etruscans and Romans, who used the ore as a red pigment for paint
and cosmetics. To protect local workers and the environment, the Italian mines were
closed by the Romans (Ferrara 1999). The mercury was then mined by slaves in
occupied Spain.

Mercury has also been used for nearly 3000 years to concentrate and extract
gold and silver from geological ores (de Lacerda and Salomons 1997). The use
of mercury in gold mining is associated with significant releases of mercury into
the environment and with an uptake of mercury by humans during the mining
and roasting processes (de Lacerda and Salomons 1997). Around 2100 years ago,
Roman authorities were importing mercury from Spain to be used in gold mining



28 1 Introduction to Mine Wastes

Fig. 1.8 Abandoned tin dredge in the dry stream bed of Nettle Creek, Innot Hot Springs, Australia.
The bucket dredge was used in the 20th century to extract alluvial cassiterite. During mining, the
dredge caused a massive increase in suspended sediment loads and the deterioration of stream
water quality. Consequently, the Mining Act Amendment Act 1948 was introduced which is one
of the first pieces of Australian legislation specifically concerned with environmental protection.
The act required operators to construct settling ponds for turbid mine waters

in Italy. Curiously, after less than 100 years, the use of mercury in gold mining was
forbidden in mainland Italy and continued in the occupied territories. It is quite pos-
sible that this prohibition was already a response to environmental health problems
caused by the mercury process (de Lacerda and Salomons 1997).

The above mentioned practice to enforce mining operations in occupied terri-
tories with no environmental management and no regard for the health of local
miners has continued into modern times. For example, the former Soviet Union
conducted mining in occupied East Germany from 1946 to 1990. Environmental
management of mining and proper waste disposal did not occur, local uranium min-
ers were exposed to deadly radiation levels, and poor regard for the environment left
an environmental disaster on a massive scale (Case Study 6.1).

1.5.3 Present-Day Unregulated Mining

Today, mines wastes are produced around the world in nearly all countries. In
many developing countries, the exploitation of mineral resources is of considerable
importance for economic growth, employment and infrastructure development. In
these developing nations and in former communist states the environmental man-
agement of municipal, industrial and mine wastes is often unregulated, lax, not
enforced or overruled for economic reasons. Strict environmental management of
wastes and regulation of mining still remains a luxury of wealthy industrialized
nations.
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Many of the world’s poorest countries and communities are effected by arti-
sanal mining and the associated uncontrolled release of mine wastes. Operations are
referred to as artisanal when the applied mining techniques are primitive and do not
employ modern technology. Such small-scale mining has been estimated to account
for 15–20% of the world’s non-fuel minerals, 20% of gold, 40% of diamonds and
almost all colored gemstones (Kafwembe and Veasey 2001; Nuthall 2008). Other
assessments claim that small mines account for 12% of the global metal produc-
tion, 31% of industrial minerals and 20% of coal (Nuthall 2008). Artisanal mining
is highly labor intensive and employs 10–15 million people worldwide, and up
to 100 million people are estimated to depend on small-scale mining for their
livelihood (Blacksmith Institute 2008; Kafwembe and Veasey 2001). The largely
unregulated mining practices and associated uncontrolled release of mine wastes
cause environmental harm. One example is the use of mercury in gold mining.

Gold mining and extraction have been with us for over 3000 years. In the past
much of the gold has been exploited either by physically concentrating the gold par-
ticles and/or by applying mercury. From the late 19th century onwards, mercury was
no longer used since cyanide leaching was invented which allowed large-scale gold
mining operations. In the 1970s, the mercury process was reintroduced in coun-
tries like Brazil, Bolivia, Venezuela, Peru, Ecuador, Colombia, French Guyana,
Indonesia, Ghana, and the Philippines. Here, individual artisanal miners use mer-
cury because its application is cheap, reliable and simple (de Lacerda and Salomons
1997; Salomons 1995). However, the unregulated mining practices have caused
mercury contamination of rivers such as the Amazon on a massive scale (Case
Study 1.2). In fact, artisanal gold mining is one of the most significant sources of
mercury releases into the global environment (Blacksmith Institute 2008). It has
been estimated that this kind of gold mining results in the release of 1000 t of mer-
cury per year, which constitutes about 30% of the world’s anthropogenic mercury
emissions.

Case Study 1.2. Mercury Pollution and Gold Mining
in the Brazilian Amazon

Agglutination and Amalgamation

For over 2000 years, mercury has been used to recover gold from alluvial
gold ores. Mercury has a strong chemical affiliation with gold, and this chem-
ical relationship is used in the so-called agglutination and amalgamation
processes. The agglutination process is based on the presence of mercury
in wooden boxes, so-called riffles. Gold-bearing sediment is dredged from
river beds or taken from river banks. This sediment is channeled down the
riffle which has an inclined, cloth- or carpet-lined bottom. The cloth or car-
pet is impregnated with elemental mercury to make the fine gold particles
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clump together in the cloth. The sediment-mercury mixture from the riffles
is then collected in barrels and treated with mercury. The barrels are stirred,
often by hand, to achieve maximum gold amalgamation. In the amalgamation
technique mercury dissolves the solid gold in a physical solution called an
amalgam. The gold is then recovered by heating the amalgam solution which
causes the mercury to evaporate.

Mercury Release to the Amazon Environment

The widespread application of these ancient extraction techniques has resulted
in mercury contamination of many streams around the world. Such contami-
nation has been caused by historic gold mining operations in the United States
(Ambers and Hygelund 2001; Domagalski 1998, 2001; Gray et al. 2002a;
Leigh 1997; Mastrine et al. 1999; Miller et al. 1998; Thomas et al. 2002),
Russia (Laperdina 2002), South America (Higueras et al. 2004; Ogura et al.
2003), Asia (Williams et al. 1999), Europe (Covelli et al. 2001), and Australia
(Bycroft et al. 1982; Churchill et al. 2004). Today, artisanal miners use the
agglutination and amalgamation techniques to mine and extract alluvial gold
ores (Getaneh and Alemayehu 2006; James 1994; Kambey et al. 2001; de
Lacerda 2003; Limbong et al. 2003).

Since the early 1980s, the Amazon has become the stage of a major
gold rush. Several hundred thousand men have been digging for gold in the
Brazilian Amazon rainforest. Thousands of tonnes of alluvial gold have been
mined from river banks and beds of the Amazon, often dug out by hand with-
out the help of machinery (Cleary and Thornton 1994; de Lacerda 2003;
de Lacerda and Salomons 1997). At all mine sites, mercury has been used
to extract gold from the sediment using the agglutination and amalgamation
processes.

The use of mercury in gold mining is associated with large losses of mer-
cury waste to the environment. The agglutination process is prone to mercury
loss, and much of the mercury used in the agglutination process ends up in the
rivers. The elemental mercury after reaching the rivers is transformed partly
to the highly toxic methyl-mercury form. A major proportion of the mercury
is also lost to the atmosphere through burning of the gold-mercury amalgam
or through degassing of metallic mercury from tailings, soils, sediments, and
rivers (de Lacerda and Marins 1997; Pfeiffer et al. 1993). Nearly 3000 t of
mercury have been released into the Amazon environment in the last 15 years.
The annual emission of mercury to the atmosphere in the Brazilian Amazon
has been estimated to be greater than the total annual emission of mercury
from industry in the United Kingdom.

Uncontrolled gold mining in the Amazon not only results in mercury con-
tamination of air, soils, sediments, rivers, fish and plants but also in the
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destruction of rainforests, increased erosion of riverbanks, and the exposure of
miners, gold dealers, fishermen and residents to toxic mercury concentrations.
The miners show symptoms of mercury poisoning also known as Mad Hatter’s
or Minamata Disease. They burn off the gold-mercury amalgam in an open
pan or closed retort to distill the mercury and to concentrate the gold. Roasting
of the amalgam commonly takes place in a hut and on the same fire used to
cook food. Miners – eager to see how much gold will remain once the mer-
cury is burned off – will stand directly over the amalgam as it is burned. The
gold miners end up inhaling the mercury vapor and as a result, many have
been poisoned.

1.5.4 Regulation of Modern Mining

The present-day worldwide utilization of mercury by individual miners is a good
example of how unregulated mining by non-professionals causes harm to humans
and the environment. In contrast, many modern mines particularly in industrialized
nations are designed to have minimum environmental impacts outside an area set
aside for the mine operation and waste disposal. However, waste discharges into the
environment have been allowed to occur and still occur under communist regimes
(Fig. 1.9), in developing countries (Fig. 1.10), and also in industrialized nations
(Fig. 1.11), and thus even in countries where the mining industry is regulated.

In many countries, mining companies are required to conduct environmental
impact assessments prior to the development of proposed mining and mineral pro-
cessing operations. In preparing such an assessment, operators identify the actions
they intend to implement to limit environmental impacts. Acceptance of the pro-
posed actions are subject to the approval of governmental regulatory agencies.
These agencies monitor the activities when the facilities are in operation. Nowadays,
the environmental aspects of mining are paramount in determining the viability
of a modern mining operation, certainly in developed countries (Maxwell and
Govindarajalu 1999). Mining companies have to operate under environmental laws
and regulations and are required to place multi million dollar bonds to cover all the
costs of rehabilitation according to the designated future land use.

Environmental impact assessments and environmental protection are essential
parts of a modern mining operation. These aspects become increasingly important as
waste production in the mining industry is significant in volume and diverse in com-
position when compared to other industries. However, the demands on the mining
industry are the same as they are for all industries producing waste:

• To reduce and to recycle waste;
• To ensure that there are no or minimal impacts from wastes on the environment

and humans; and
• To understand the composition, properties, behavior and impacts of wastes.
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Fig. 1.9 Abandoned slag and waste heaps of copper ores, Eisleben, Germany. Mining in the area
occurred for over 800 years, resulting in over 2000 individual waste heaps, 1000 km of under-
ground workings and 56 million cubic meters of mine voids. Under the East German communist
regime, the extraction of metals from very low grade, uneconomic copper ores was pursued, and
large volumes of fly ashes, tailings, and smelting slags were generated. The unconstrained release
of wastes into the local environment, especially of atmospheric emissions from smelting works,
has caused widespread contamination of streams and lakes with metals and metalloids

Fig. 1.10 The Ertsberg open pit, Irian Jaya, Indonesia. The Grasberg-Ertsberg mine – located at
about 4000 m among the jagged alpine peaks of the Jayawijaya mountain range – is one of the
world’s largest mining operations. Approximately 0.24 Mt of copper ore are mined every day,
and 0.2 Mt of tailings are dumped into the Ajkwa River system every day, causing increased
sedimentation on the coastal floodplains
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Fig. 1.11 The copper and lead smelter stacks at Mt. Isa, Australia. Until recently, the sulfurous
plume was dispersed over the town and across 100,000 km2 northwest of Mt. Isa. Over the years,
the emissions resulted in the acidification of local soils and killed or reduced vegetation in the
vicinity of the smelters. The recent installation of a sulfuric acid plant has reduced sulfur emissions

1.6 Rehabilitation of Mine Wastes and Mine Sites

Mining creates wastes and disturbs proportions of land and areas of existing vegeta-
tion and fauna (Fig. 1.12; Case Study 1.3). Mining activities may also cause distinct
changes in topography, hydrology and stability of a landscape. Once mining ceases,

Fig. 1.12 The smelter-damaged landscape near Sudbury, Canada. A 100-year history of smelter
emissions, fire, soil erosion, and enhanced frost action created a barren land in the Sudbury mining
and smelting region. Since the 1980s, significantly reduced sulfur dioxide emissions by the mining
companies and re-greening efforts have put Sudbury on the road to environmental recovery
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the mined land and its waste repositories need to be rehabilitated. Rehabilitation
of mine sites is an integral part of mine planning, development and final closure.
This process does not start with mine closure. In industrialized nations, the operator
of a mine is required to undertake monitoring as well as progressive rehabilitation
of areas of the mine site wherever possible. The latter generally involves revegeta-
tion and contouring but operational constraints allow in most cases little ongoing
rehabilitation work.

Case Study 1.3. Sudbury, Canada: From Pollution Record
Holder to Award Winning Restoration Site

Mining and Smelting

The Sudbury Igneous Complex contains one of the largest known concen-
tration of nickel-copper sulfides in the world. The nickel-copper ores were
discovered in the 1880s, and extensive mining, mineral processing and smelt-
ing activities followed. The rich sulfide ores have been extracted for over a
century, providing great social and economic benefits to the region and to
Canada as a whole. Today, Sudbury is home to the world’s largest metal
smelting complex. However, these benefits have not come without cost to the
environment. Sudbury is home to vast waste repositories containing 500 Mt of
tailings, which represent a quarter of Canada’s acid generating tailings (Gunn
et al. 2008). More importantly, Sudbury’s legacy of mining and smelting is
also the story of environmental pollution and degradation on a massive scale.

Pollution and Degradation

During the early years of mining, the roasting of the sulfide ores released
sulfur dioxide fumes, which in turn killed plants and acidified soils in the
immediate vicinity of the roast yards. Moreover, smelters emitted sulfur diox-
ide and metal particulates (Cu, Pb, Ni, Cd, Co, As, Se). Prevailing winds
carried these pollutants over a wide area, causing damage to soils, vegeta-
tion, wetlands and lakes. At the pollution peaked in the 1960s, Sudbury was
probably the largest point source of acid-forming emissions on Earth, with
a maximum annual release of approximately 2.5 Mt of sulfur dioxide (Gunn
et al. 2008). In 1972, the opening of the world’s largest smoke stack, the 381 m
tall Superstack, reduced the local impacts but the stack also released the pol-
lutants high into the atmosphere and consequently, the long-range transport of
pollutants and their widespread dispersal increased.



1.6 Rehabilitation of Mine Wastes and Mine Sites 35

A century of acid emissions, fire, soil erosion, and enhanced frost action
created a barren land in and around Sudbury and led to the widespread acid-
ification of over 700 lakes (Gunn et al. 2008). The moonscape of Sudbury
comprised approximately 20,000 ha of barren land, surrounding the smelters
and historic roast beds, and 80,000 ha of semi-barren woodland, where the
original mixed coniferous and deciduous forest was reduced to a monoculture
of stunted white birch (Winterhalder 2002).

Rehabilitation

Since the 1970s, declining industrial emissions and major restoration efforts
by volunteers, organizations and businesses led to significant environmental
improvements and regeneration of the damaged landscape. The re-greening
of the landscape began as a community-based initiative to repair the visible
damage to the Sudbury landscape. Manual surface application of lime, fertil-
izer and seeds took place by armies of individuals on 3500 ha of land along
approximately 100 km of roads and throughout affected neighborhoods. This
procedure was designed to trigger natural recovery processes that would lead
to self-sustaining ecosystems. Another 1000 ha of land had dead trees, stumps
and unsightly debris removed. To date, over 12.5 million trees have been
planted. Monitoring studies have revealed that the reclamation efforts have led
to major ecological, environmental and visual improvements. The pH values
of soils have increased; the metal uptake by plants has declined; herbaceous
and woody species have spontaneously colonized treated sites; and the water
quality has improved in some lakes (Gunn et al. 2008). In addition, over 4400
students and unemployed individuals have received temporary employment
through the land restoration program.

The success of this extraordinary reclamation effort has been recognized
by numerous awards, prizes and citations. In 1992, Sudbury received one of
the twelve Local Government Honours Awards at the United Nations Earth
Summit for its municipal reclamation program.

Yet, the legacy of metal deposition around the smelters remains. Today,
topsoils of the region display elevated metal and metalloid concentrations, in
some instances up to 120 km from the smelters (SARA Group 2008a). Also,
terrestrial plant communities in the Sudbury area are still impacted by elevated
concentrations of metals and metalloids in soils and by other factors such as
soil erosion, low nutrient levels, lack of soil organic matter, and/or low soil
pH (SARA Group 2009). However, human health risk assessment predicts
little risk of health effects on Sudbury residents associated with metals in the
environment (SARA Group 2008b).
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There are several issues which must be addressed in the successful rehabilitation
of a mine site. Some rehabilitation issues are common to almost all mines regardless
of the type of resource extracted or whether they have used open pit or underground
mining methods. These general aspects of mine site rehabilitation include:

• Removal of mine facilities. All mine facilities such as crushers and processing
plants need to be dismantled and removed.

• Sealing and securing of mine workings. Underground workings such as shafts
and adits are sealed at the surface, and open pits may need to be fenced.

• Ensuring long-term stability of waste repositories. Waste rocks and tailings must
be contained within repositories which have to remain stable in the long-term
and prevent migration of contaminants into the environment. The safe long-term
isolation of problematic mine wastes represents one of the most challenging tasks
facing the mining industry.

• Modeling future water quality and quantity in pit lakes. Many surface mining
operations create voids which may fill with water once mining ceases. Such open
pits need to be modeled for future water quality and quantity.

• Modeling future water quality in underground workings and aquifers. Similar to
open pits, the closure of an underground mine leads to mine flooding. Deep saline
ground waters may rise to shallow levels or contaminants may be leached from
the workings into shallow aquifers. Therefore, an assessment of the potential
contamination of shallow ground waters is needed.

• Construction of suitable landforms. Artificial land forms which will remain after
mine closure such as waste rock dumps must be shaped to reduce wind and water
erosion. Also, the topography of the mine site and waste repositories needs to be
sculptured to create adequate drainage and to resemble the surrounding landform.

• Development of a suitable plant growth medium. A suitable plant growth medium
needs to be developed for the covering of waste repositories and for the reveg-
etation of mined/disturbed areas. This can be achieved through the selective
handling of soil and waste. Many mine wastes are structureless, prone to crust-
ing, and low in organic matter and essential plant nutrients (P, N, K), have low
water-holding capacity, and contain contaminants such as salts, metals, metal-
loids, acid, and radionuclides. If the waste is left uncovered, few mine wastes can
become colonized by plants.

• Establishment of a vegetation cover. Suitable vegetation and soil amendments
must be chosen for the local conditions. Species have to be chosen for the veg-
etation cover; sufficient seeds need to be obtained or planting stock needs to be
propagated.

• Addressing generic mine waste issues. Every mine produces its very own unique
waste, and this waste requires its very own characterization, prediction, moni-
toring, treatment, and secure disposal. For example, sulfidic waste rock dumps
require covers to prevent sulfide oxidation, and acid mine waters or cyanide-
bearing waters need treatment. Hence, mine waste issues are generic to individual
mine sites depending on the waste characteristics, the local mining methods, and
the hydrology, geology, meteorology and topography of the area. These generic
waste issues are presented in the following chapters.
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The construction of post-mining landforms including the shaping of waste repos-
itories, the development of suitable plant growth media, and the establishment
of vegetation on waste repositories are all integral parts of mine waste disposal.
These topics also represent the final aspects of mine waste management. Such
detailed soil science and botanical aspects of mine wastes and mine sites are beyond
the scope of this book. In addition, these aspects have already been addressed
to some degree by the specialized soil science, plant nutrition and botany liter-
ature, and interested readers are directed to these works (e.g. Loch and Jasper
2000).

The goal of mine site rehabilitation is to develop landscapes that provide effective
and environmentally safe drainage, control runoff, avoid excessive erosion, pro-
vide soil cover and allow vegetation to grow. These landscapes need to be durable
over time.

Rehabilitation of mined land does not imply that the mine site and its waste
repositories are to be converted to a pristine wilderness, which may or may not have
existed prior to mining. Mine site rehabilitation returns mined land to future land
use. The future land use of a waste repository and the entire mine site is highly site
specific. In sparsely populated areas, mine waste repositories and mine sites may
be rehabilitated to a standard which may allow only limited grazing. In densely
populated areas, rehabilitated mine waste dumps have become centers of social
amenity such as parklands, football fields, golf courses, open air theatres, and even
artificial ski slopes (Pearman 2009). Open pits may be used as: football stadiums;
concert venues; film sets; opera houses; botanical gardens; diving centers; water
storage facilities; wetland/wildlife habitats; aquaculture ponds for fish and crus-
taceans; recreational lakes; heritage sites; hydroelectric power stations; engineered
solar ponds to capture heat for electricity generation, heating, or desalinization and
distillation of water; or as repositories for mining, industrial or domestic waste
(Miller 2008; Pearman 2009). Underground mines are used as storage facilities,
archives, concert halls, dining rooms, wedding venues, underground cycling tracks,
churches, science and engineering laboratories, underground tree nurseries, saunas,
mushroom farms, cheese stores, wine cellars, and in Europe some radon emitting
mines become part of health spas (Pearman 2009).

Whatever the future land use of a former mine site or a waste repository may
be, mining has to be regarded as a stage in the sequential use of land. Therefore,
rehabilitation of a mine should aim to return mined land in such a manner that it
is consistent with intended future land use. The goals for mine site rehabilitation
are based on the anticipated post-mining use of the area, and this process includes
the rehabilitation of mine waste repositories. However, some historic mines, par-
ticularly those with AMD, can only be monitored and managed in order to restrict
contamination to the mined area. In these cases, collection and treatment of AMD
waters represents the only viable and cheapest option.

Finally, mine site rehabilitation efforts should not be evaluated and awarded
too quickly. Rehabilitated mine sites are young landforms that require time to
equilibrate with the surrounding landscape. Also many geochemical processes,
such as the development of drainage waters from waste rock dumps, are influ-
enced by kinetic chemical reactions; reactions that take time to complete. In many
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cases, the success of mine site rehabilitation should only be judged well after
mining has ceased.

1.7 Sources of Information

There are considerable and excellent resources available for the study of mine
wastes and other related topics such as surface reclamation of wastes (i.e. revegeta-
tion, landform design), environmental impacts of mine wastes, and mine site rehabil-
itation. Several organizations are instrumental in supplying a number of publications
including journals, reports, conference proceedings, workshop abstracts, databases,
and textbooks. These publications and other important resources including web sites
are listed in Tables 1.4 and 1.5.

Table 1.4 Resource materials covering aspects of mine wastes

Textbooks and reports

Alpers CN, Blowes DW (1994) Environmental geochemistry of sulfide oxidation. American
Chemical Society Symposium Series 550, Washington

Azcue JM (1998) Environmental impacts of mining activities: emphasis on mitigation and
remedial measures. Springer, Berlin Heidelberg New York

Bell FG, Donnelly LJ (2006) Mining and its impact on the environment. Taylor Francis, London
Brown M, Barley B, Wood H (2002) Minewater treatment: technology, application and policy.

International Water Association Publishing
Environment Australia (1995–2002) Best practice in environmental management in mining

booklets. Environment Australia, Canberra
Evangelou VP (1995) Pyrite oxidation and its control. CRC Press, Boca Raton
Filipek FH, Plumlee GS (1999) The environmental geochemistry of mineral deposits. Part B:

case studies and research topics. Reviews in economic geology, vol 6b. Society of Economic
Geologists, Littleton

Geller W, Klapper H, Salomons W (1998) Acidic mining lakes: acid mine drainage, limnology
and reclamation. Springer, Berlin Heidelberg New York

Hutchison I, Ellison R (1992) Mine waste management. Lewis Publishers, Boca Raton
Jambor JL, Blowes DW (1994) Environmental geochemistry of sulfide mine-wastes. Short

course handbook, vol 22, Mineralogical Association of Canada, Nepean
Jambor JL, Blowes DW, Ritchie AIM (2003) Environmental aspects of mine wastes. Short

course handbook, vol 31, Mineralogical Association of Canada, Nepean
de Lacerda LD, Salomons W (1997) Mercury from gold and silver mining: a chemical time

bomb? Springer, Berlin Heidelberg New York
Marcus JJ (1997) Mining environmental handbook: effects of mining on the environment and

American environmental controls on mining. Imperial College Press, London
Morin KA, Hutt NM (1997) Environmental geochemistry of minesite drainage. MDAG

Publishing, Vancouver
Mudder T, Botz M, Smith ACS (2001) Chemistry and treatment of cyanidation wastes. The

Mining Journal Ltd, London
Mulligan DR (1996) Environmental management in the Australian minerals and energy

industries: principles and practices. University of New South Wales Press, Sydney
Plumlee GS, Logsdon MS (1999) The environmental geochemistry of mineral deposits. Part A:

processes, techniques and health issues. Reviews in economic geology, vol 6a. Society of
Economic Geologists, Littleton
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Table 1.4 (continued)

Textbooks and reports

Ripley EA, Redmann RE, Crowder AA (1996) Environmental effects of mining. St Lucie Press,
Delray Beach

Ritcey GM (1989) Tailings management problems and solutions in the mining industry. Elsevier,
Amsterdam

Salomons W, Förstner U (1988) Chemistry and biology of solid waste; dredged materials and
mine tailings. Springer, Berlin Heidelberg New York

Sengupta M (1993) Environmental impacts of mining: monitoring, restoration and control.
Lewis Publishers, Boca Raton

Skousen JG, Ziemkiewicz PF (compilers) (1996) Acid mine drainage control and prevention.
2nd edn, West Virginia University, National Mine Land Rehabilitation Center, Morgantown

Skousen J, Rose A, Geidel G, Foreman J, Evans R, Hellier W (1998) A handbook of
technologies for avoidance and remediation of acid mine drainage. Acid Drainage Technology
Initiative (ADTI), West Virginia University, National Mine Land Rehabilitation Center,
Morgantown

Spitz K, Trudinger J (2009) Mining and the environment. CRC Press, Boca Raton
Warhurst A, Noronha L (2000) Environmental policy in mining. Lewis Publishers, Boca Raton
Wolkersdorfer C (2008) Water management at abandoned flooded underground mines. Springer,

Berlin Heidelberg New York
Younger PL, Banwart SA, Hedin RS (2002) Mine water: hydrology, pollution, remediation.

Kluwer Academic Publishers, Dordrecht
Younger PL, Robins NS (2002) Mine water hydrogeology and geochemistry. Geological

Society, London

Journals

American Mineralogist
Applied Geochemistry
Canadian Mineralogist
Chemical Geology
Ecological Engineering
Environmental Geochemistry and Health
Environmental Geology
Environmental Science and Technology
Geochemistry: Exploration, Environment, Analysis
Geochimica et Cosmochimica Acta
Hydrometallurgy
International Journal of Surface Mining, Reclamation and Environment
Journal of Contaminant Hydrology
Journal of Environmental Quality
Journal of Geochemical Exploration
Mine Water and the Environment
Mineralogical Magazine
Mining Environmental Management
Reclamation Matters
Science of the Total Environment
Water, Air, and Soil Pollution
Water Research
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Table 1.5 Web sites covering general aspects of mine wastes

Organization Web address and description

International Council on
Mining and Metals
(ICMM)

http://www.icmm.com
Publications, factsheets, newsletters

US Office of Surface Mining http://www.osmre.gov
Protection of the environment during coal mining and

reclamation of mined lands
US Bureau of Land

Management - Abandoned
Mine Lands

http://www.blm.gov/wo/st/en/prog/more/Abandoned_Mine_
Lands.html

Abandoned mine reclamation
US Geological Survey

(USGS) Abandoned Mine
Lands

http://amli.usgs.gov/
Data, reports, and pictures on abandoned mines

US Environmental
Protection Agency (EPA)

http://www.epa.gov/superfund/programs/aml/tech/index.htm
http://www.epa.gov/ORD/NRMRL/std/mtb/mwt/
http://www.epa.gov/osw/
Information on abandoned mine lands and information on

mining and mineral processing wastes
American Society of Mining

and Reclamation (ASMR)
http://dept.ca.uky.edu/asmr/W/
Annual conference proceedings on various aspects of mine site

rehabilitation
Blacksmith Institute http://www.blacksmithinstitute.org/

Resources on pollution issues
Sudbury Soils Study http://www.sudburysoilsstudy.com/

Reports on the impact of smelting on the renowned Sudbury
area, Canada

Mining Environment
Database, Laurentian
University, Canada

http://biblio.laurentian.ca/medb
Database on acid mine drainage, abandoned mines, and

reclamation
InfoMine http://technology.infomine.com/enviromine/

Information network on mining and the environment

1.8 Summary

All human activities produce wastes and mining is no exception. Mine wastes are
liquid, solid and gaseous by-products of mining, mineral processing, and metallur-
gical extraction. They are unwanted and have no current economic value. While
some mine wastes are benign and pose no environmental threat, and others can be
used for the rehabilitation of mine sites, many mine wastes are problematic wastes
as they contain contaminants which may impact on ecosystems.

Mineral resources contain valuable components which vary in mass from 100%
to a few parts per million of the original geological resource. For example, in the
metal mining industry only a small valuable component is extracted from the origi-
nally mined ore during processing and metallurgical extraction. The great majority
of the total mined material is gangue which is rejected as mining, processing and
metallurgical waste.
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Mine wastes present the highest proportion of solid waste produced by industrial
activity, with approximately 20,000–25,000 Mt being produced annually. The min-
ing industry is the most significant industrial producer of solid, liquid and gaseous
wastes. Every mine thereby produces its own unique waste because there are compo-
sitional differences in the mined ore and there is a great diversity of applied mining
and mineral processing methods.

Changing circumstances may turn a particular waste into a valuable commodity,
either because the economic extraction of resource ingredients may now be possible
using improved technology, or a market has been found for the previously unwanted
material. Yesterday’s waste can become today’s resource. What may be mine waste
to some, can be a very important, useful resource to others, either now or in the
future.

Mine wastes have been with us since the beginning of mining. Thus, anthro-
pogenic contamination of air, water, sediments and soils by mining is as old as
people’s abilities to mine, smelt and process ores. The impact of mine wastes on the
environment has been recognized for more than 2000 years, well before 20th cen-
tury organizations took on the issue. Also, the detrimental effects of mine wastes on
the health of workers have been of concern to authorities and miners for over 2000
years.

In many industrialized countries, the majority of mining environmental problems
are legacies from the past. Today, improper disposal practices of wastes continue to
occur in developing nations where unregulated mining and uncontrolled release of
mine wastes cause environmental harm.

Rehabilitation of mine sites is an integral part of modern mine planning, devel-
opment and mine closure. Several issues have to be addressed in the successful
rehabilitation of a mine site including: removal of all mine facilities; sealing and
securing of mine workings; ensuring long-term stability of waste repositories; mod-
eling of future water quality and quantity in pit lakes; modeling future water quality
in underground workings and aquifers; construction of suitable landforms; develop-
ment of a suitable plant growth medium; establishment of a vegetation cover; and
addressing generic mine waste issues. Every mine produces its very own unique
waste, and this waste requires its very own characterization, prediction, monitoring,
treatment, and secure disposal.



Chapter 2
Sulfidic Mine Wastes

2.1 Introduction

Sulfide minerals are common minor constituents of the Earth’s crust. In some geo-
logical environments, sulfides constitute a major proportion of rocks. In particular,
metallic ore deposits (Cu, Pb, Zn, Au, Ni, U, Fe), phosphate ores, coal seams, oil
shales, and mineral sands may contain abundant sulfides. Mining of these resources
can expose the sulfides to an oxygenated environment. In fact, large volumes of
sulfide minerals can be exposed in: tailings dams; waste rock dumps; coal spoil
heaps; heap leach piles; run-of-mine and low-grade ore stockpiles; waste reposi-
tory embankments; open pit floors and faces; underground workings; haul roads;
road cuts; quarries; and other rock excavations. When the sulfides are exposed to
the atmosphere or oxygenated ground water, the sulfides will oxidize to produce
an acid water laden with sulfate, heavy metals and metalloids. The mineral pyrite
(FeS2) tends to be the most common sulfide mineral present. The weathering of this
mineral at mine sites causes the largest, and most testing, environmental problem
facing the industry today – acid mine drainage (AMD) (Scientific Issue 2.1).

Scientific Issue 2.1. Early Historical Observations on Sulfide
Oxidation and Acid Mine Drainage

Early Scholars

The knowledge that sulfide minerals oxidise at the Earth’s surface, and that
this oxidation leads to the production of secondary minerals and sulfuric acid,
is not new to modern science. The ancient civilizations of Sumeria, Assyria
and Egypt were familiar with the salts formed from the aqueous oxidation of
pyrite and its evaporation (Karpenko and Norris 2002). The Greek philosopher
Theophrastus (370–285 BC) recognized the oxidation of pyrite, the production
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of acid and the formation of sulfide oxidation products (i.e. metal salts). The
Greek physician Pedanius Dioscorides (40–90 AD) and the Roman naturalist
Pliny the Elder (Gaius Plinius Secundus, 23–79 AD) mentioned the occur-
rence of sulfate salts in mine workings. Pliny the Elder wrote of green vitriol
(i.e. melanterite) and blue vitriol (i.e. chalcanthite) as well-known substances
(Karpenko and Norris 2002). During antiquity and medieval times, the term
vitriol was generally used to refer to sulfuric acid and its salts. Moreover,
Georgius Agricola (1494–1555 AD) described the production of metal sul-
fate salts from pyrite in his renowned textbook on mining and metallurgy
(Agricola 1556). He also described metals salts from mine workings and
stated in his textbook on mineralogy (Agricola 1546):

“Since I have explained the nature of vitriol and its relatives which are attained
from cupriferous pyrites I will speak next of an acrid solidified juice . . . : it is hard
and white and so acrid that it kills mice, crickets, and every kind of animal”. Thus,
Agricola knew that the ingestion of secondary metal sulfate salts such as melanterite
and chalcanthite can be toxic to organisms.

Diego Delgado (1556)

Clearly, the early scholars had some knowledge of the products of sulfide
oxidation (sulfuric acid and metal sulfate salts) and their toxicity. By com-
parison, the impacts of sulfide oxidation on receiving streams were rarely
studied or mentioned. Such pioneering observations were first documented
by Diego Delgado, a 16th century priest, who inspected the Rio Tinto mines
and river in southern Spain (Salkield 1987). For over 5000 years, the Rio Tinto
mining district experienced periods of intense mining and the associated pro-
duction of pyrite-rich wastes and AMD waters (Case Study 3.1). In 1556,
Diego Delgado reported on the state of the Rio Tinto mining district. In doing
so, Diego Delgado became one of the first people, if not the first, to document
some fundamental aspects of AMD and its impacts on a river system (Salkield
1987):

• “The reason why it [the river] is known as the Rio Tinto is because it
springs from vitriol”. Diego Delgado recognized that the Rio Tinto was
contaminated with sulfuric acid.

• “It [the river] has another property that if you place iron in the water it
dissolves in a few days”. Diego Delgado established that the AMD-affected
river water dissolved iron.

• “In all this river, no sand or loose material can be found because all the
stones are fixed and stuck together and if a loose stone is thrown in, it too
is stuck to the bottom of the river after a few days like the other stones”.
Diego Delgado observed that iron-rich cements precipitated in the stream
bed and cemented the stream sediments.



2.2 Weathering of Sulfidic Mine Wastes 45

• “No fish or other life existed in this river neither do people or animals drink
it, nor are its waters used for anything else”. Diego Delgado recognized
that the AMD-affected river water was toxic to humans, animals, fish and
other aquatic organisms.

• “I took a live frog and threw it in the river and it died without being able
to leave the water”. Diego Delgado was the first person to carry out a
toxicology experiment on AMD waters.

Since Diego Delgado reported his ground-breaking experiments and obser-
vations, there have been uncountable studies and publications on sulfide
oxidation and AMD waters. Today, the scientific community has achieved
a detailed understanding of sulfide oxidation and AMD development.
Environmental scientists have made some phenomenal advances in their abil-
ity to observe and describe AMD environments and to develop best practice
environmental protection protocols and remediation technologies, particularly
for AMD environments.

This chapter documents the weathering processes occurring in sulfidic wastes.
An understanding of the complex chemical reactions within sulfidic wastes is
essential as the reactions can cause and influence AMD. Discussions of the vari-
ous techniques used to predict and monitor such acid generating wastes follow. A
documentation of environmental impacts of sulfidic wastes and a review of the tech-
nologies available for the control and prevention of sulfide oxidation complete the
chapter.

2.2 Weathering of Sulfidic Mine Wastes

Sulfidic mine wastes are in most cases polymineralic aggregates. The aggregates
contain, apart from sulfides, a wide range of possible minerals including silicates,
oxides, hydroxides, phosphates, halides, and carbonates. Silicates are the most com-
mon gangue minerals, and the sulfides may represent ore or gangue phases. Thus,
the mineralogy of sulfidic wastes and ores is highly heterogeneous and deposit
specific.

When mining exposes sulfidic materials to an oxidizing environment, the materi-
als become chemically unstable. A series of complex chemical weathering reactions
are spontaneously initiated. This occurs because the mineral assemblages contained
in the waste are not in equilibrium with the surface environment. Weathering of
the minerals proceeds with the help of atmospheric gases, meteoric water and
microorganisms.

The chemical weathering of an individual mineral within a polymineralic aggre-
gate can be classified as an acid producing (i.e. generation of H+), acid buffering
(i.e. consumption of H+), or non-acid generating or consuming reaction (i.e. no
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generation or consumption of H+). For example, the degradation of pyrite is an
acid producing reaction, whereas the weathering of calcite is acid buffering, and
the dissolution of quartz does not consume or generate any acid. The balance of all
chemical reactions, occurring within a particular waste at any time, will determine
whether the material will turn acid and produce AMD.

2.3 Acid Producing Reactions

2.3.1 Pyrite

Sulfides are stable under strongly reducing conditions. Exposure of these minerals
to oxidizing conditions will destabilize them, and the sulfides will be destroyed via
various oxidation mechanisms. Pyrite is the most abundant of the sulfide minerals,
occurs in nearly all types of geological environments, and is commonly associated
with coal and metal ore deposits. Thus, pyrite oxidation has been studied extensively
from all scientific angles, and there is a vast literature on the subject (e.g. Evangelou
1995; Evangelou and Zhang 1995; Keith and Vaughan 2000; Liu et al. 2008c, 2009;
Luther 1987). In contrast, the oxidation of other sulfides such as galena, sphalerite
and chalcopyrite has received in comparison only limited attention.

Pyrite oxidation takes place when the mineral is exposed to oxygen (Rimstidt
and Vaughan 2003). Oxidation which occurs in the presence of microorganisms is
known as biotic. Pyrite oxidation may also occur without microorganisms as an abi-
otic or inorganic chemical oxidation process. Biotic and abiotic degradation can be
caused by oxygen (i.e. direct oxidation) or by oxygen and iron (i.e. indirect oxida-
tion) (Evangelou and Zhang 1995). Iron, both in its divalent and trivalent state, plays
a central role in the indirect oxidation of pyrite. These different pyrite oxidation
mechanisms can be summarized as:

1. Oxidation by oxygen (abiotic direct oxidation);
2. Oxidation by oxygen in the presence of microorganisms (biotic direct oxidation);
3. Oxidation by oxygen and iron (abiotic indirect oxidation);
4. Oxidation by oxygen and iron in the presence of microorganisms (biotic indirect

oxidation).

Stoichiometric chemical reactions are commonly used to describe these dif-
ferent oxidation mechanisms. In the abiotic and biotic direct oxidation processes
(mechanisms 1 and 2), oxygen directly oxidizes pyrite:

FeS2(s) + 7/2O2(g) + H2O(l) → Fe2+
(aq) + 2SO2−

4(aq) + 2H+
(aq) + energy (2.1)

It is generally accepted, however, that pyrite oxidation is primarily accom-
plished by indirect oxidation (mechanisms 3 and 4). The indirect oxidation of pyrite
involves the chemical oxidation of pyrite by oxygen and ferric iron (Fe3+), which
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occurs in three interconnected steps. The following chemical equations show the
generally accepted sequence for such indirect oxidation of pyrite:

Oxidation of pyrite by oxygen (Step 1):

4FeS2(s) + 14O2(g) + 4H2O(l) → 4FeSO4(aq) + 4H2SO4(aq) + energy (2.2)

or,

FeS2(s) + 7/2O2(g) + H2O(l) → Fe2+
(aq) + 2SO2−

4(aq) + 2H+
(aq) + energy

Oxidation of ferrous iron to ferric iron (Step 2):

4FeSO4(aq) + O2(g) + 2H2SO4(aq) → 2Fe2(SO4)3(aq) + 2H2O(l) + energy (2.3)

or,

Fe2+
(aq) + 1/4O2(g) + H+

(aq) → Fe3+
(aq) + 1/2H2O(l) + energy

Oxidation of pyrite by ferric iron (Step 3):

FeS2(s) + 7Fe2(SO4)3(aq) + 8H2O(l) → 15FeSO4(aq) + 8H2SO4(aq) + energy (2.4)

or,

FeS2(s) + 14Fe3+
(aq) + 8H2O(l) → 15Fe2+

(aq) + 2SO2−
4(aq) + 16H+

(aq) + energy

Reactions 2.2, 2.3, and 2.4 release energy. Indirect pyrite oxidation is exothermic.
In the initial step (Reaction 2.2), pyrite is oxidized by oxygen to produce dissolved
ferrous iron (Fe2+), sulfate and hydrogen ions. The dissolved iron sulfate ions cause
an increase in the total dissolved solids of the water. The release of hydrogen ions
with the sulfate anions results in an acidic solution unless other reactions occur to
neutralize the hydrogen ions. The second step (Reaction 2.3) represents the oxida-
tion of ferrous iron (Fe2+) to ferric iron (Fe3+) by oxygen and occurs at a low pH.
In the third reaction (Reaction 2.4) pyrite is oxidized with the help of Fe3+ gener-
ated in Reaction 2.3. Thus, Fe3+ acts as the oxidizing agent of pyrite. The oxidation
of pyrite by Fe3+ in turn generates more Fe2+. This Fe2+ can then be oxidized to
Fe3+ by oxygen via Reaction 2.3. The Fe3+ in turn oxidizes pyrite via Reaction 2.4,
which in turn produces more Fe2+, and so on. Reactions 2.3 and 2.4 form a contin-
uing cycle of Fe2+ conversion to Fe3+ and subsequent oxidation of pyrite by Fe3+

to produce Fe2+ (Fig. 2.1). This cyclic propagation of pyrite oxidation by Fe3+ con-
tinues until the supply of pyrite or Fe3+ to the reaction system is exhausted. While
oxygen is not required for the Reaction 2.4 to occur, it is still needed to convert Fe2+

to Fe3+.
The abundance of the oxidizing agent Fe3+ is influenced by the pH of the weath-

ering solution. The solubility of Fe3+ is very low in neutral and alkaline waters.
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Fig. 2.1 Simplified diagram
illustrating the reaction
pathways for pyrite oxidation
(after Banks et al. 1997).
Numbers 2.2 to 2.6 refer to
Reactions 2.2, 2.3, 2.4, 2.5,
and 2.6 in the text

Hence, the concentrations of Fe3+ are very low in these solutions, and pyrite oxi-
dation by Fe3+ in neutral to alkaline waters is slow and insignificant. Also, the
concentration of dissolved Fe3+ decreases with increasing pH as Fe3+ solubility
is limited by the precipitation of ferric hydroxides (Fe(OH)3) and oxyhydroxides
(FeOOH). In other words, if the pH increases to more than approximately 3 because
of partial neutralization, for example, by carbonate minerals, then the following
reactions will occur:

Fe3+
(aq) + 3H2O(l) ↔ Fe (OH)3(s) + 3H+

(aq) (2.5)

Fe3+
(aq) + 2H2O(l) ↔ FeOOH(s) + 3H+

(aq) (2.6)

The precipitation of dissolved Fe3+ (Reactions 2.5 and 2.6) provides significant
acidity to the solution by the release of hydrogen ions into water. This reaction
lowers the pH and allows more Fe3+ to stay in solution. The Fe3+ is then involved
in the oxidation of pyrite (Reaction 2.4) which results in a further reduction in pH.

The chemical precipitation of iron hydroxides in Reactions 2.5 and 2.6 is termed
hydrolysis. Hydrolysis is the chemical process whereby water molecules react with
dissolved cations; the cations become bonded to the hydroxy group and hydrogen
ions are released. Consequently, hydrolysis results in the production of hydrogen
ions, thereby causing the pH to fall. As mentioned above, the hydrolysis reaction of
iron is controlled by pH. Under acid conditions of less than about pH 3, Fe3+ remains
in solution. At higher pH values, precipitation of Fe3+ hydroxides occurs. Such a
precipitate is commonly observed as the familiar reddish-yellow to yellowish-brown
stain, coating, slimy sludge, gelatinous flocculant and precipitate in AMD affected
streams and seepage areas (Chap. 3.5.7).

The Reactions 2.2, 2.3, 2.4, 2.5, and 2.6 show that in the presence of molecular
oxygen, Fe2+ and S2– in pyrite are oxidized by oxygen to produce solid iron hydrox-
ides and oxyhydroxides as well as dissolved sulfate and hydrogen ions. Clearly,
oxygen and Fe3+ are the major oxidants of pyrite (Evangelou 1998; Singer and
Stumm 1970). The oxidation of pyrite continues indefinitely unless one of the vital
ingredients of pyrite oxidation is removed (i.e. Fe3+, oxygen or pyrite), or the pH of
the weathering solution is significantly raised.
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Fig. 2.2 The self-sustaining,
cyclic destruction of pyrite
simplified as the “AMD
engine”. The oxidation of
pyrite is initiated through
oxygen (“starter switch”).
Pyrite, oxygen and iron
(“fuel”) combust in the waste
(“engine room”), and release
Fe3+ hydroxides, sulfuric acid
and heat into mine waters
(“exhaust pipe”)

The reaction pathways of pyrite (Reactions 2.2, 2.3, 2.4, 2.5, and 2.6) have also
been referred to as the AMD engine (Fig. 2.2). Pyrite, Fe3+ and oxygen represent
the fuel, oxygen is also the starter engine, and Fe3+ hydroxides, sulfuric acid and
heat come out of the exhaust pipe of the sulfidic waste. Such a simplified model of
indirect oxidation of pyrite (Reactions 2.2, 2.3, 2.4, 2.5, and 2.6) can be summarized
by one overall chemical reaction:

FeS2(s) + 15/4O2(aq) + 7/2H2O(l) → Fe (OH)3(s) + 2H2SO4(aq) + energy (2.7)

The above reaction describes the weathering of pyrite, highlights the need
for water and oxygen, and illustrates the production of acid and iron hydroxide.
However, there is little consensus in the literature on the precise reaction mech-
anisms describing the chemical oxidation of pyrite. Also, the chemical equations
2.2, 2.3, 2.4, 2.5, 2.6, and 2.7 are gross oversimplifications since: (a) the reac-
tions do not explain that the Fe3+ hydroxides and sulfates are fictious, idealized
solid phases; (b) they do not illustrate the range of iron hydroxide, oxyhydrox-
ide and oxyhydroxysulfate minerals formed during pyrite oxidation; (c) they do
not reflect the slow oxidation of Fe2+ in acid waters; (d) they disregard adsorp-
tion, desorption and neutralization reactions; (e) they disregard super-saturation
of waters with iron and sulfate; (f) they do not consider the precipitation of
elemental sulfur (S0) and the formation of polysulfide (S2−

n ), sulfite SO2−
3 ; S:

4+), thiosulfate (S3O2−
3 ; S: 2+), and polythionates (SnO2−

6 ) ions; and (g) they
do not describe the rate or speed (i.e. kinetics) of pyrite oxidation (Nordstrom
and Alpers 1999a; Ritchie 1994b). Hence, the above reaction paths (Reactions
2.1, 2.2, 2.3, 2.4, 2.5, 2.6, and 2.7) represent only approximations for actual field
conditions.

How quickly pyrite weathers is influenced by its mineralogical properties and by
external chemical, physical and biological factors. Mineralogical properties include
the particle size, porosity, surface area, crystallography, and trace element con-
tent of pyrite. External factors are the presence of other sulfides, the presence or
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absence of microorganisms, as well as the oxygen and carbon dioxide concentration,
temperature, pH and Fe2+/Fe3+ ratio of the weathering solution. Therefore, the
rate of pyrite oxidation (i.e. the weathering kinetics of pyrite) is influenced by the
following factors:

• Pyrite particle size, porosity and surface area. The oxidation reactions occur
on the surfaces of pyrite particles. Small particle sizes and large surface areas
increase the reactivity of pyrite, and maximum oxidation of the pyrite surface
occurs along pits, cracks, pores, and solid and liquid inclusions. For example,
pyrite grains are exceptionally small in diameter in so-called framboidal pyrite.
Framboidal pyrite refers to small-grained pyrite crystals with a grain size less
than one micron. The grains are dispersed in the matrix or agglomerated to
form a small spherical mass, typically several tens of micron in diameter. Such
framboidal pyrite is more reactive than other pyrite morphologies – cubic pyrite
crystals or coarse pyrite nodules – because of the greater surface area and poros-
ity per volume of framboidal pyrite. Thus, pyrite oxidation is a surface controlled
reaction (Evangelou 1995; Rose and Cravotta 1998). The quantity of a particle’s
surface area is most decisive in determining reaction rates and its dissolution
(Kuechler and Noack 2007; Liu et al. 2008d).

• Mining, crushing and milling of pyrite-bearing rock to fine particle sizes, for the
purpose of metal extraction, vastly increase the pyrite surface area and potentially
expose more pyrite to oxidation and weathering. However, crushing and milling
of pyritic materials do not necessarily increase the oxidation rate of pyrite in
waste rock dumps. This is because coarse-grained pyritic wastes have more pore
space and allow greater oxygen movement into the wastes. Consequently, acid
generation in coarse-grained wastes may occur to a greater depth than in fine-
grained wastes.

• Pyrite crystallography. Poorly crystalline pyrites or pyrites with structural defects
have an imperfect or distorted crystal lattice. This leads to physical stress in the
crystal structure which makes the mineral more susceptible to chemical attack
(Hutchison and Ellison 1992; Rose and Cravotta 1998).

• Trace element substitution. Trace elements can be present in pyrite in the form
of minute mineral inclusions and as chemical impurities in the crystal lattice
(Table 2.1). This puts strain on the crystal structure and diminishes the sul-
fide’s resistance to oxidation. For instance, the occurrence of arsenic in pyrite
greatly decreases the resistance of pyrite to oxidation (Hutchison and Ellison
1992; Plumlee 1999). Pyrite with arsenic is thereby more reactive to oxidation
than pyrite with either nickel or cobalt (Lehner and Savage 2008; Lehner et al.
2007).

• Presence of other sulfides. Sulfidic wastes commonly contain sulfides other than
pyrite. If there is direct physical contact between at least two different sulfide
minerals, electrons move between the sulfides and a galvanic cell is formed.
During weathering the sulfide mineral with the highest electrode potential is
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Table 2.1 Sulfide minerals and their chemical formula. The ability of sulfides to contain minor
and trace element constituents in the form of cation substitutiuons is illustrated for common sul-
fides (after Vaughan and Craig 1978). However, some of these elements may be present as small
inclusions in the host sulfides

Mineral name
Chemical
formula Minor and trace element substitution

Arsenopyrite FeAsS
Bornite Cu3FeS4
Chalcocite Cu2S
Chalcopyrite CuFeS2 Ag, As, Bi, Cd, Co, Cr, In, Mn, Mo, Ni, Pb, Sb, Se, Sn, Ti,

V, Zn
Cinnabar HgS
Cobaltite CoAsS
Covellite CuS
Cubanite CuFe2S3
Enargite Cu3AsS4
Galena PbS Ag, As, Bi, Cd, Cu, Fe, Hg, Mn, Ni, Sb, Se, Sn, Tl, Zn
Mackinawite (Fe,Ni)9S8
Marcasite FeS2 As, Hg, Se, Sn, Ti, Tl, Pb, V
Melnikovite Fe3S4
Millerite NiS
Molybdenite MoS2
Orpiment As2S3
Pentlandite (Ni,Fe)9S8
Pyrite FeS2 Ag, As, Au, Bi, Cd, Co, Ga, Ge, Hg, In, Mo, Ni, Pb, Sb,

Se, Sn, Ti, Tl, V
Pyrrhotite Fe1–xS Ag, As, Co, Cr, Cu, Mo, Ni, Pb, Se, Sn, V, Zn
Realgar AsS
Stibnite Sb2S3
Sphalerite ZnS Ag, As, Ba, Cu, Cd, Co, Cr, Fe, Ga, Ge, Hg, In, Mn, Mo,

Ni, Sb, Se, Sn, Tl, V
Tennantite (Cu,Fe)12As4S13
Tetrahedrite (Cu,Fe)12Sb4S13
Violarite FeNi2S4

galvanically protected from oxidation, while the mineral with the lowest
electrode potential is weathered more strongly. Selective oxidation of sulfide min-
erals occurs as one sulfide mineral is preferentially leached over another (Abraitis
et al. 2004; Evangelou 1995; Evangelou and Zhang 1995; Hita et al. 2006; Kwong
et al. 2003; Liu et al. 2008b; Nordstrom and Alpers 1999a; You et al. 2007). This
galvanic protection process is the same as that for galvanized iron. The more
electroconductive sulfide oxidizes at a slower rate than it would when not in
contact with another sulfide. For example, among the three common sulfide min-
erals – pyrite, galena and sphalerite – pyrite has the highest electrode potential
followed by galena and then sphalerite (Sato 1992). If these minerals are in con-
tact with each other, sphalerite will be preferentially weathered and oxidation of
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pyrite is reduced. Hence, pyrite in direct contact with other sulfides does not react
as vigorously as it does in isolation (Cruz et al. 2001a). Also, the oxidative dis-
solution of pyrite can be delayed, while other sulfides are preferentially oxidized
(Hita et al. 2006; Kwong et al. 2003; You et al. 2007).

• Temperature of the waste. The oxidation of pyrite is exothermic and generates
heat as shown by the above equations. Such elevated temperatures are also advan-
tageous to the growth of thermophilic bacteria. These bacteria use some of the
released energy for their metabolic processes. However, most of the energy is
released as heat and within the physical confines of waste dumps and tailings
dams, there is little dissipation of the heat due to the abundance of gangue min-
erals with poor heat conductivity. Thus, the pyritic waste gets warmer. Pyrite
oxidation occurs faster as its oxidation rate nearly doubles with each 10◦C
increase in temperature (Smith et al. 1992) (Scientific Issue 2.2).

• Microbiological activity (Bacteria, Archaea, fungi, algae, yeasts, and protozoa).
AMD environments commonly contain an abundance of microorganisms. Some
of these microorganisms thrive under aerobic or anaerobic conditions and favour
acid or neutral pH regimes. Archaea, Eukarya and Bacteria isolated from AMD
environments are diverse and include Acidithiobacillus thiooxidans (previously
Thiobacillus; Kelly and Wood 2000), Acidithiobacillus ferrooxidans (previ-
ously Thiobacillus), Leptospirillum ferrooxidans, Thiobacillus thioparus and
Ferroplasma spp. (e.g. Bernier and Warren 2007; Blowes et al. 1998; Bond et al.
2000; Bryan et al. 2006; Fowler et al. 1999; Gleisner et al. 2006; Gould and
Kapoor 2003; Gould et al. 1994; Hallberg and Johnson 2005; Johnson 1998a, b;
Kock and Schippers 2006, 2008; Ledin and Pedersen 1996; Natarajan et al. 2006;
Sánchez España et al. 2008a; Schippers and Sand 1999; Schippers et al. 2007;
Schrenk et al. 1998). Certain bacteria grow particularly well in pH 2 –3 envi-
ronments. These acidophilic (i.e. acid loving) bacteria and Archaea participate in
the conversion of Fe2+ to Fe3+ and the oxidation of sulfur and sulfur compounds.
They utilize the oxidation of the metal component (i.e. predominantly Fe) and
sulfur compounds to obtain energy for their growth. Consequently, some bacteria
and Archaea significantly accelerate the rate of Fe2+ oxidation to Fe3+. In fact,
these bacteria and Archaea accelerate the rate of Fe2+ oxidation, which is rela-
tively slow under abiotic, acid (pH < 4) conditions (Reaction 2.3), by a factor
of hundreds to as much as one million times (Singer and Stumm 1970). In turn,
the increased concentrations of Fe3+ oxidize the pyrite and accelerate acid for-
mation. A so-called self-perpetuating or autocatalytic reaction develops whereby
the microorganisms serve as a reaction catalyst for Fe2+ oxidation (Reaction 2.3).
Iron oxidizing bacteria such as Acidithiobacillus ferrooxidans, Leptospirillum
ferrooxidans and Ferroplasma spp. oxidize Fe2+ to Fe3+ whereas sulfur oxi-
dizing thiobacteria such as Acidithiobacillus thiooxidans oxidize sulfides and
other sulfur compounds. These aerobic bacteria and Archaea speed up the chem-
ical oxidation rate of Fe2+ and sulfur compounds when molecular oxygen is
present.
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Scientific Issue 2.2. Pyrite Oxidation in Permafrost Regions

Permafrost

Mining of sulfide ores and production of sulfidic wastes occur around the
world including permafrost areas. Permafrost refers to permanently frozen
rock, soil or sediment. Permafrost areas are divided into continuous and dis-
continuous permafrost regions whereby continuous permafrost is prevalent in
the Arctic and Antarctic. Discontinous permafrost occurs at lower latitudes
where patches of permafrost alternate with unfrozen ground. In permafrost
environments, the ground temperature fluctuates causing the surface layer to
thaw annually. This active zone undergoes freeze-thaw cycles which promote
frost wedging and frost heaving. The thickness of the active zone tends to
be greater in discontinuous permafrost areas than in continuous permafrost
environments. While lower plants and an organic layer may be established
in the active thawing zone, an arid cold climate generally discourages the
development of vegetation.

Pyrite Oxidation at Low Temperatures

The rate of pyrite oxidation is influenced by the temperature of the environ-
ment and microbological activity. Temperatures around 30◦C favour a faster
oxidation rate of pyrite and the proliferation of iron and sulfur compound oxi-
dizing bacteria. Hence, it may be suggested that simple freezing of sulfidic
wastes to less than 0◦C would kill the microorganisms and slow down the
oxidation reactions to negligible speeds.

However, studies have shown that sulfide oxidation and AMD genera-
tion are still prevalent in permafrost environments (MEND 1993a, 1997a).
Here freeze-thaw cycles lead to the annual thawing of the upper permafrost
layer. Atmospheric oxygen gas and water infiltrate into the active thawing
zone and initiate oxidation of sulfidic wastes. Also, in continuous permafrost
environments simple freezing of unsaturated sulfidic wastes does not stop
the transport of oxygen into the waste since there are still enough pore
spaces for the atmospheric oxygen to enter the waste material. In fact,
the flux of oxygen into sulfidic waste is only slightly decreased (MEND
1997a). In addition, sulfur and iron oxidizing bacteria still occur in per-
mafrost regions and actively oxidize sulfides at an annual mean temperature
of −15.6◦C (Elberling et al. 2000). Freezing of unsaturated sulfidic wastes to
temperatures below 0◦C is not sufficient to stop sulfide oxidation. Moreover,
heat generation within oxidizing sulfidic waste piles can be high enough to
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keep the piles warm throughout the year (5◦C) despite temperatures below
−5◦C (Elberling et al. 2007). Consequently, weathering reactions continue
year-around.

Therefore, in permafrost regions the rate of sulfide oxidation is slowed
down but not necessarily reduced to negligible levels. Such changes are not
significant enough to prevent AMD generation (MEND 1997a), particularly
if there is thawing and production of first flush waters during spring runoff
events.

Tailings Disposal in Permafrost Regions

Waste disposal and management practices can still take advantage of the
low temperatures and permafrost conditions. Sulfidic tailings are commonly
placed under water into a tailings dam. In continuous permafrost regions,
the permanent freezing of water saturated tailings encapsulates the waste
in ice. The ice layer acts as a surface barrier and reduces the transport of
atmospheric oxygen into the waste (MEND 1997a). Furthermore, any frozen
waste has a very low hydraulic conductivity which limits the ingress of water
into the waste. However, a small but significant percentage of pore water
remains unfrozen to about −5◦C or colder, particularly around smaller parti-
cles such as tailings (MEND 1993a). These pore waters are invariably saline,
freeze only at temperatures well below 0◦C, and are able to participate in sul-
fide oxidation reactions. Also, ice scouring and the resultant disturbance of
deposited tailings may allow oxygen transport into the waste causing sulfide
oxidation (MEND 1997a). Thus, while the sulfide oxidation rate is reduced
in frozen sulfidic wastes, permafrost cannot provide an absolute control on
sulfide oxidation and AMD generation.

• Despite much research on microbiological oxidation of pyrite and especially on
the role of Acidithiobacillus ferrooxidans, it has been argued that abiotic chem-
ical oxidation of pyrite is more dominant than biotic oxidation and that 95% of
bacteria associated with AMD are not Acidithiobacillus ferrooxidans (Ritchie
1994a; Morin and Hutt 1997). Indeed, it has been suggested that the micro-
bial ecology rather than a particular individual microorganism is the catalyst of
pyrite oxidation and responsible for extreme AMD conditions (López-Archilla
et al. 1993; Ritchie 1994a). Also, biological parameters – such as population
density of the bacteria, rate of bacterial growth, and supply of nutrients – influ-
ence the growth and abundance of the acidophilic bacteria and hence, the rate of
pyrite oxidation. Moreover, bacteria are ubiquitous, and the presence of a bacte-
rial population in sulfidic wastes may only indicate a favourable environment for



2.3 Acid Producing Reactions 55

microbial growth (Ritchie 1994a). Thus, the exact role of individual bacteria and
other microorganisms in sulfide oxidation is a controversy for some. Yet, a series
of recent geomicrobiological investigations have demonstrated that the propor-
tion of biologically catalyzed sulfide oxidation in sulfidic mine wastes can be up
to 100% (e.g. Kock and Schippers 2006).

• Our understanding of microorganisms thriving and catalyzing reactions in AMD
environments is wide ranging, while our knowledge of the microbiology of neu-
tral mine waters is incomplete. Neutrophilic iron oxidizing bacteria are known
to inhabit low-oxygen environments and play a role in the cycling of elements
(Druschel et al. 2008). A comprehensive understanding of microbial processes
in mine waters may enable the development of technologies that may prevent
sulfide oxidation and AMD formation (Hallberg and Johnson 2005).

• Oxygen concentration in the gas and water phase. Oxidation of pyrite may occur
in the atmosphere or in water. A significant correlation exists between the oxi-
dation rate of pyrite and the oxidation concentration of the medium in which
oxidation takes place. Generally, the oxidation rate increases with higher oxy-
gen concentrations. Oxygen is essential for the oxidation of sulfides and Ritchie
(1994a) considers that the transport of oxygen to the oxidation sites is the rate
limiting process in dumps and tailings deposits. If the oxidation takes place in
water or in saturated pores under cover, the reactivity of pyrite is greatly affected
by the concentration and rate of transport of oxygen in water. The concentration
of dissolved oxygen in water is partly temperature-dependent and can vary from
0 mg l–1 to a maximum of 8 mg l–1 at 25◦C. Such a concentration is significantly
less than the oxygen concentration in the atmosphere (21 vol.% or 286 mg l–1 of
O2 at 25◦C) (Langmuir 1997). As a result, the oxidation of pyrite in oxygenated
water is much slower than the oxidation of pyrite in the atmosphere.

• Changes in oxygen concentrations also influence the occurrence of aerobic iron
and sulfur oxidizing bacteria which require oxygen for their survival. Above the
water table, abundant atmospheric oxygen is available and oxidation rates are
usually catalyzed by aerobic bacteria like Acidthiobacillus ferrooxidans. In con-
trast, oxidation rates in water saturated waste or below the water table are much
slower because ground water generally has low dissolved oxygen concentrations
and hence lacks catalyzing aerobic bacteria. In extreme cases such as flooded
mine workings with no dissolved oxygen, the lack of dissolved oxygen and the
absence of aerobic bacteria can reduce pyrite oxidation to negligible rates (Avery
and Benning 2008).

• Carbon dioxide concentration in the gas and water phase. Sulfur and iron oxi-
dizing bacteria use carbon dioxide as their sole source of carbon in order to build
up organic material for their maintenance and growth (Ledin and Pedersen 1996).
Carbon dioxide is produced in sulfidic waste rock dumps as a result of carbon-
ate dissolution and subsequent release of carbon dioxide into pore spaces. Thus,
elevated concentrations of carbon dioxide in the pore space of waste rock dumps
and tailings impoundments have been reported to increase the oxidation of pyrite
as the heightened concentrations favour the growth of sulfur and iron oxidizing
bacteria (Ebenå et al. 2007; Ritchie 1994a).
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• pH of the solution in contact with pyrite. Acid conditions prevail in microscopic
environments surrounding pyrite grains. However, the exact pH of a solution in
contact with an oxidizing pyrite surface is unknown since current technologies
are unable to measure the pH conditions at a submicroscopic level. The pH value
of the solution in contact with pyrite influences the rate of pyrite oxidation. Under
low to neutral pH conditions, Fe3+ acts as the oxidant of pyrite (i.e. indirect oxida-
tion). The Fe3+ concentration is pH dependent. As a consequence, the oxidation
rate of pyrite in Fe3+ saturated solutions is pH dependent. Significant dissolved
concentrations of Fe3+ only occur at low pH values because the Fe3+ concentra-
tion in solution is controlled by the precipitation of insoluble Fe3+ precipitates
(Reactions 2.5 and 2.6). At pH values greater than 3, Fe3+ will precipitate and
the oxidizing agent is removed from solution (Ficklin and Mosier 1999; Rose
and Cravotta 1998). When the pH value falls below 3, sulfide oxidation becomes
markedly faster.

• Furthermore, the activity of some microorganisms is pH dependent with optimal
conditions for Acidthiobacillus ferrooxidans and Acidthiobacillus thiooxidans
below pH 3 (i.e. they are acidophilic), and for Thiobacillus thioparus in the neu-
tral pH range (i.e. they are neutrophilic) (Blowes et al. 1998). Thus, low pH
conditions favour the activity of acidophilic sulfur and iron oxidizing bacteria.
Once pyrite oxidation and acid production have begun, the low pH conditions
allow the proliferation of acidophilic microorganisms which further accelerate
the pyrite oxidation rate (Hallberg and Johnson 2005). On the other hand, an
increase in pH to more neutral values greatly affects the occurrence of iron oxi-
dizing acidophilic bacteria. They do not contribute significantly to the oxidation
process under neutral to alkaline conditions.

• Abundance of water. Some researchers consider water to be an essential factor
and reactant in the oxidation of pyrite (Evangelou and Zhang 1995; Rose and
Cravotta 1998); others consider water as a reaction medium (Kuechler and Noack
2007; Stumm and Morgan 1995). Whatever the role of water in sulfide oxida-
tion, water is an important transport medium, and alternate wetting and drying
of sulfides accelerate the oxidation process. Oxidation products can be dissolved
and removed by the wetting, leaving a fresh pyrite surface exposed for further
oxidation.

• Fe2+/Fe3+ ratio in the solution. The most efficient oxidant for pyrite is dissolved
Fe3+ and not oxygen, because Fe3+ oxidizes pyrite more rapidly than oxygen
(Luther 1987). Therefore, the amount of Fe3+ produced (Reaction 2.3) controls
how much pyrite can be destroyed (Reaction 2.4). As a result, the oxidation of
Fe2+ to Fe3+ by dissolved oxygen is considered to be the rate limiting step in
the indirect abiotic oxidation of pyrite (Singer and Stumm 1970). The oxidation
rate of Fe2+ to Fe3+ is dependent on numerable variables including temperature,
pH, dissolved oxygen content and presence/absence of Fe2+ oxidizing bacteria
(Sánchez España et al. 2007). If the Fe3+ is hydrolyzed and precipitated as a
solid phase (Reactions 2.5 and 2.6), then the precipitation of dissolved Fe3+

places a limit on available dissolved Fe3+ and on the rate of pyrite oxidation
(Reaction 2.4).
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The rate of pyrite oxidation (i.e. its destruction over a given time period) varies
depending on the above parameters. The rapid destruction of pyrite can potentially
generate large amounts of acid and mobilize large amounts of metals and metal-
loids. Consequently, AMD generation and its impact on the environment can be
severe. Alternatively, if the rate of pyrite oxidation is very slow, the production of
acidity and dissolved contaminants occurs over an extended period of time, and
AMD generation is negligible.

2.3.2 Other Sulfides

Pyrite is the dominant metal sulfide mineral in many ore deposits and as such plays
a key role in the formation of AMD. However, other sulfide minerals commonly
occur with pyrite, and their oxidation also influences the chemistry of mine waters.
The weathering of these sulfides may occur via direct or indirect oxidation with the
help of oxygen, iron and bacteria (Corkhill and Vaughan 2009; Corkhill et al. 2008;
Romano et al. 2001). The oxidation mechanisms of sulfides are analogous to those
of pyrite but the reaction rates may be very different (Domvile et al. 1994; Janzen
et al. 2000; Keith and Vaughan 2000; Nicholson and Scharer 1994; McKibben et al.
2008; Moncur et al. 2009; Rimstidt et al. 1994). Factors which influence the oxida-
tion rate of pyrite such as trace element substitutions may or may not influence the
oxidation rate of other sulfides (Jambor 1994; Janzen et al. 2000).

The weathering of various sulfides has been evaluated through laboratory exper-
iments and field studies (Acero et al. 2007a, b; Belzile et al. 2004; Cornejo-Garrido
et al. 2008; Corkhill et al. 2008; Domvile et al. 1994; Goh et al. 2006; Harmer et al.
2006; Hita et al. 2006; Janzen et al. 2000; Jambor 1994; Jennings et al. 2000; Lengke
and Tempel 2003, 2005; Liu et al. 2008a; McKibben et al. 2008; Rimstidt et al. 1994;
Schmiermund 2000; Walker et al. 2006; Yunmei et al. 2004). The principal conclu-
sion is that sulfide minerals differ in their acid production, reaction rate and degree
of recalcitrance to weathering. Different sulfide minerals have different weathering
behaviours and a variety of oxidation products may form on the sulfide surfaces.
Pyrite, marcasite (FeS2), pyrrhotite (Fe1–xS) and mackinawite ((Fe,Ni)9S8) appear
to be the most reactive sulfides and their oxidation generates low pH waters. Other
sulfides such as covellite (CuS), millerite (NiS) and galena (PbS) are generally far
less reactive than pyrite. This is partly due to: (a) the greater stability of their crystal
structure; (b) the lack of iron released; and (c) the formation of low solubility miner-
als such as cerussite (PbCO3) or anglesite (PbSO4), which may encapsulate sulfides
like galena preventing further oxidation (Acero et al. 2007a; Lin 1997; Plumlee
1999). In contrast, the persistence of minerals such as cinnabar (HgS) and molyb-
denite (MoS2) in oxic environments indicates that they weather very slowly under
aerobic conditions (Plumlee 1999). These sulfides are most resistant to oxidation
and do not generate acidity.

The presence of iron in sulfide minerals or in waters in contact with sulfides
appears to be important for sulfide oxidation. Indeed, the amount of iron sulfides
present in an assemblage strongly influences whether and how much acid is
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generated during weathering (Plumlee 1999). Sulfidic wastes with high percent-
ages of iron sulfides (e.g. pyrite, marcasite, pyrrhotite), or sulfides having iron as a
major constituent (e.g. chalcopyrite, Fe-rich sphalerite), generate significantly more
acidity than wastes with low percentages of iron sulfides or sulfides containing little
iron (e.g. galena, Fe-poor sphalerite). Moreover, the release of Fe2+ by the oxida-
tion of Fe2+-bearing sulfides is important as Fe2+ may be oxidized to Fe3+ which in
turn can be hydrolyzed generating acidity (Boon et al. 1998; Munroe et al. 1999).
Hence, sulfide minerals which do not contain iron in their crystal lattice (e.g. covel-
lite, galena or iron-poor sphalerite) do not have the capacity to generate significant
amounts of acid (Plumlee 1999). The reason is that Fe3+ is not available as the
important oxidant. Consequently, iron hydrolysis, which would generate additional
acidity, cannot occur.

The rate of arsenopyrite oxidation appears to be accelerated with increasing dis-
solved oxygen content (Lengke et al. 2009), while others report that arsenopyrite
oxidation is independent of dissolved oxygen at near neutral pH conditions (Walker
et al. 2006). In addition, Fe3+ oxidizes arsenopyrite at least ten times faster than dis-
solved oxygen (McKibben et al. 2008), and at low pH arsenopyrite oxidizes three
to four orders of magnitude faster than (arsenical) pyrite and four to five orders
of magnitude faster than realgar and orpiment (McKibben et al. 2008). Bacteria
such as Acidithiobacillus ferrooxidans, Acidithiobacillus caldus and Leptospirillum
ferrooxidans are known to spead up the oxidation of arsenopyrite (Corkhill and
Vaughan 2009; Corkhill et al. 2008; Jones et al. 2003). By contrast, the oxidation
rates of other arsenic-bearing sulfides (i.e. orpiment, realgar, tennantite) increase
with a rise in pH and the presence of Fe3+ or bacteria (or both) (Lengke et al.
2009). Thus in mining environments containing orpiment, realgar or tennantite,
conditions of high pH may result in the increasing release of arsenic and sulfur.
On the other hand, the formation of secondary mineral phases on the surfaces
of As-bearing sulfides may retard sulfide dissolution and the mobility of arsenic
(Lengke et al. 2009).

The metal/sulfur ratio in sulfides influences how much sulfuric acid is liberated
by oxidation. For example, pyrite and marcasite have a metal/sulfur ratio of 1:2 and
are more sulfur-rich than galena and sphalerite which have a metal/sulfur ratio of
1:1. Consequently, pyrite and marcasite produce more acid per mole of mineral.
Sulfide minerals commonly contain minor and trace elements as small solid and liq-
uid inclusions, adsorbed films, or substitutions for major metal cations in the crystal
lattice (Table 2.1). These elements are liberated and potentially mobilized during
the breakdown of the host mineral (Stanton et al. 2008). Therefore, major amounts
of sulfate and metals, as well as trace amounts of other metals and metalloids are
released from oxidizing sulfides.

The stability, reaction rate, and acid generating capacity vary greatly among sul-
fides. Sulfides like pyrite and pyrrhotite readily oxidize and generate acid, whereby
pyrite generates more acid than pyrrhotite. Other sulfides like cinnabar oxidize very
slowly and do not generate acid. Regardles of the oxidation rate and the acid gener-
ating capacity, weathering of sulfides contributes contaminants to mine waters. Even
the relatively slow oxidation of arsenopyrite (FeAsS) at near neutral pH conditions
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can still release significant amounts of arsenic to mine waters (Craw et al. 1999;
McKibben et al. 2008; Yunmei et al. 2004).

2.3.3 Other Minerals

While some sulfides can produce significant amounts of acid and other sulfides
do not, there are non-sulfide minerals whose weathering or precipitation will also
release hydrogen ions (Plumlee 1999). Firstly, the precipitation of Fe3+ hydroxides

Table 2.2 Examples of simplified acid producing reactions in sulfidic wastes

Mineral undergoing
weathering Chemical reaction

1. Complete oxidation of Fe-rich sulfides

Pyrite and marcasite FeS2(s)+15/4O2(g)+7/2H2O(l)→Fe(OH)3(s)+2SO2−
4 (aq) + 4H+

(aq)

Pyrrhotite Fe0.9S(s)+2.175O2(g)+2.35H2O(l)→0.9Fe(OH)3(s)+SO2−
4 (aq)+2H+

(aq)

Chalcopyrite CuFeS2(s)+15/4O2(g)+7/2H2O(l)→Fe(OH)3(s)+2SO2−
4 (aq)+Cu2+

(aq)
+ 4H+

(aq)

Bornite Cu3FeS4(s)+31/4O2(g)+7/2H2O(l)→Fe(OH)3(s)+4SO2−
4 (aq)+3Cu2+

(aq)
+ 4H+

(aq)

Arsenopyrite FeAsS(s)+7/2O2(g)+3H2O(l)→FeAsO4·2H2O(s)+SO2−
4 (aq)+2H+

(aq)

Fe-rich sphalerite (Zn,Fe)S(s)+3O2(g)+H2O(l)→Fe(OH)3(s)+SO2−
4 (aq)+Zn2+

(aq)+2H+
(aq)

2. Precipitation of Fe3+ and Al3+ hydroxides

Iron hydroxides Fe3+
(aq)+3H2O(l)↔Fe(OH)3(s)+3H+

(aq)

Aluminium
hydroxides

Al3+
(aq)+3H2O(l)↔Al(OH)3(s)+3H+

(aq)

3. Dissolution of secondary minerals (Fe2+, Mn2, Fe3+, and Al3+ sulfate and hydroxysulfate salts)

Halotrichite FeAl2(SO4)4·22H2O(s)+0.25O2(g)→Fe(OH)3(s)+2Al(OH)3(s)

+13.5H2O(l)+4SO4
2–

(aq)+8H+
(aq)

Römerite Fe3(SO4)4·14H2O(s)↔2Fe(OH)3(s)+Fe2+
(aq)+8H2O(l)+4SO4

2–
(aq)

+ 6H+
(aq)

Coquimbite Fe2(SO4)3·9H2O(s)→2Fe(OH)3(s)+3H2O(l)+3SO2−
4 (aq)+6H+

(aq)

Melanterite FeSO4 · 7H2O(s)+0.25O2→Fe(OH)3(s)+4.5H2O(l)+SO2−
4 (aq)+2H+

(aq)

Jurbanite Al(SO4)(OH) · 5H2O(s)→Al(OH)3(s)+3H2O(l)+SO2−
4 (aq)+H+

(aq)

Jarosite KFe3(SO4)2(OH)6(s)+3H2O(l)→K+
(aq)+3Fe(OH)3(s)+2SO2−

4 (aq)+3H+
(aq)

Alunite KAl3(SO4)2(OH)6(s)+3H2O(l)→K+
(aq)+3Al(OH)3(s)+2SO2−

4 (aq)+3H+
(aq)
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and aluminium hydroxides generates acid (Table 2.2). Secondly, the dissolution of
soluble Fe2+, Mn2+, Fe3+ and Al3+ sulfate salts such as jarosite (KFe3(SO4)2(OH)6),
alunite (KAl3(SO4)2(OH)6), halotrichite (FeAl2(SO4)4 · 22H2O), and coquimbite
(Fe2(SO4)3 · 9H2O) produces hydrogen ions (Table 2.2). For example, the disso-
lution of jarosite at acid conditions yields aqueous Fe3+ and sulfate (Smith et al.
2006). The dissolved Fe3+ may then hydrolyse and precipitate as a solid as ferric
hydroxide (Fe(OH)3) and generate hydrogen ions.

Soluble Fe2+ sulfate salts are particularly common in sulfidic wastes and a source
of indirect acidity. For example, the dissolution of melanterite (FeSO4 · 7H2O)
results in the release of Fe2+ which can be oxidized to Fe3+. This Fe3+ may precip-
itate as ferric hydroxide (Fe(OH)3) and generate hydrogen ions, or it may oxidize
any pyrite present (Table 2.2). In general, increased hydrogen concentrations and
acid production in mine wastes can be the result of:

• Oxidation of Fe-rich sulfides;
• Precipitation of Fe3+ and Al3+ hydroxides; and
• Dissolution of soluble Fe2+, Mn2+, Fe3+ and Al3+ sulfate salts.

2.4 Acid Buffering Reactions

The oxidation of pyrite, the precipitation of iron and aluminium hydroxides, and
the dissolution of some secondary minerals release hydrogen to solution. These
processes increase the solution’s acidity unless the hydrogen is consumed through
buffering reactions. Much of the buffering of the generated acidity is achieved
through the reaction of the acid solution with rock-forming minerals in the sulfidic
wastes. These gangue minerals have the capacity to buffer acid; that is, the minerals
will react with and consume the hydrogen ions. Acid buffering is largely caused by
the weathering of silicates, carbonates and hydroxides.

The buffering reactions occur under the same oxidizing conditions, which cause
the weathering of sulfide minerals. However, unlike sulfide oxidation reactions, acid
buffering reactions are independent of the oxygen concentration of the gas phase or

Fig. 2.3 Stepwise consumption of buffering capacity in a hypothetical sulfidic waste dump.
(Reprinted from Salomons (1995) with permission from Elsevier Science)
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water in which the weathering reactions take place. The individual gangue miner-
als dissolve at different pH values, and buffering of the solution pH by individual
minerals occurs within certain pH regions (Fig. 2.3). As a consequence, depending
on the type and abundance of gangue minerals within the waste (i.e. the buffering
capacity of the material), not all sulfide wastes produce acidic leachates and the
same environmental concerns.

2.4.1 Silicates

The major reservoir of buffering capacity in the environment are the silicate min-
erals which make up the majority of the minerals in the Earth’s crust. Chemical
weathering of silicate minerals consumes hydrogen ions and occurs via congruent
or incongruent weathering. Congruent weathering involves the complete dissolution
of the silicate mineral and the production of only soluble components (Reaction 2.8).
Incongruent weathering is the more common form of silicate weathering whereby
the silicate mineral is altered to another phase (Reaction 2.9). The chemical compo-
sition of most silicates such as olivines, pyroxenes, amphiboles, garnets, feldspars,
feldspathoids, clays and micas is restricted to a range of elements. Thus, the two
types of silicate weathering can be represented by the following reactions:

MeAlSiO4(s) + H+
(aq) + 3H2O → Mex+

(aq) + Al3+
(aq) + H4SiO4(aq) + 3OH−

(aq) (2.8)

2MeAlSiO4(s) + 2H+
(aq) + H2O → Mex+

(aq) + Al2Si2O5 (OH)4(s)

(Me = Ca, Na, K, Mg, Mn or Fe)
(2.9)

Chemical weathering of silicates results in the consumption of hydrogen ions,
the production of dissolved cations and silicic acid, and the formation of secondary
minerals (Puura and Neretnieks 2000). For example, the incongruent destruction of
the sodium-rich plagioclase feldspar albite (NaAlSi3O8) may produce montmoril-
lonite (simplified as Al2Si4O10(OH)2) or kaolinite (Al2Si2O5(OH)4), depending on
the amount of leaching:

2NaAlSi3O8(s) + 2H+
(aq) + 4H2O(l) → 2Na+

(aq) + Al2Si4O10 (OH)2(s) + 2H4SiO4(aq)

(2.10)

2NaAlSi3O8(s) + 2H+
(aq) + 9H2O(l) → 2Na+

(aq) + Al2Si2O5 (OH)4(s) + 4H4SiO4(aq)

(2.11)

The incongruent destruction of other feldspars such as the calcium-rich pla-
gioclase anorthite (CaAl2Si2O8), and that of orthoclase, sanidine, adularia or
microcline (KAlSi3O8) can be written as follows:

CaAl2Si2O8(s) + 2H+
(aq) + H2O(l) → Ca2+

(aq) + Al2Si2O5 (OH)4(s) (2.12)
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2KAlSi3O8(s) + 2H+
(aq) + 9H2O(l) → 2 K+

(aq) + Al2Si2O5 (OH)4(s) + 4H4SiO4(aq)

(2.13)

In most natural environments, the surface water contains dissolved carbon diox-
ide. The following reaction represents the incongruent weathering of K-feldspar
under such conditions more accurately (Ollier and Pain 1997):

6KAlSi3O8(s) + 4H2O(l) + 4CO2(g) → 4 K+
(aq) + K2Al4(Si6Al2O20) (OH)4(s)

+4HCO−
3(aq) + 12SiO2(aq)

(2.14)

In the above chemical reactions (Reactions 2.10, 2.11, 2.12, 2.13, and 2.14), pla-
gioclase and K-feldspar consume hydrogen ions in solution or generate bicarbonate
ions. In addition, the by-products of feldspar and chlorite weathering are Na+, K+,
Ca2+, silicic acid (H4SiO4) and the clay minerals kaolinite (Al2Si2O5(OH)4), illite
(K2Al4(Si6Al2O20)(OH)4), or montmorillonite (simplified as Al2Si4O10(OH)2).
The silicic acid or silica may precipitate as opaline silica or cryptocrystalline chal-
cedony (SiO2). New quartz is only rarely formed, and then it usually overgrows
on pre-existing quartz grains. Clay minerals such as smectite, illite and kaolinite
may weather, and their dissolution consumes hydrogen ions as the minerals dis-
solve (Rozalén et al. 2008; Shaw and Hendry 2009). For example, the dissolution of
kaolinite can be represented by the following reaction:

Al2Si2O5 (OH)4(s) + 6H+
(aq) → 2Al3+

(aq) + 2H4SiO4(aq) + H2O(l) (2.15)

If the dissolved Al3+ is allowed to precipitate as gibbsite (Al(OH)3), this neutral-
izing mechanism is lost because an equal amount of hydrogen will be released into
solution (Deutsch 1997):

2Al3+
(aq) + 6H2O(l) ↔ 2Al (OH)3(s) + 6H+

(aq) (2.16)

On the other hand, if gibbsite already exists as a solid phase in the waste rocks,
it provides additional neutralizing ability because it can consume dissolved hydro-
gen ions. Similarly, ferric hydroxide solids (Reaction 2.17) previously precipitated
during pyrite oxidation can be redissolved in acidic waters, thereby consuming
hydrogen ions:

Fe (OH)3(s) + 3H+
(aq) ↔ Fe3+

(aq) + 3H2O(l) (2.17)

Quartz (SiO2), chalcedony (SiO2), opal (SiO2 · nH2O), and other silica minerals
do not consume hydrogen when they weather to form silicic acid (Reaction 2.18).
Silicic acid is a very weak acid and does not contribute significant hydrogen ions to
solution. The acid is unable to donate protons to a solution unless the pH is greater
than 9 (Deutsch 1997).

SiO2(s) + 2H2O(l) ↔ H4SiO4(aq) (2.18)



2.4 Acid Buffering Reactions 63

2.4.2 Carbonates

Carbonate minerals play an extremely important role in acid buffering reac-
tions. Minerals such as calcite (CaCO3), dolomite (CaMg(CO3)2), ankerite
(Ca(Fe,Mg)(CO3)2), or magnesite (MgCO3) neutralize acid generated from sulfide
oxidation. Calcite is the most important neutralizing agent, because of its com-
mon occurrence in a wide range of geological environments and its rapid rate of
reaction compared to dolomite. Similarly to pyrite weathering, grain size, texture
and the presence of trace elements in the crystal lattice of carbonates may increase
or decrease their resistance to weathering (Plumlee 1999; Strömberg and Banwart
1999). Calcite neutralizes acid by dissolving and complexing with hydrogen ion to
form bicarbonate (HCO3

–) and carbonic acid (H2CO3) (Al et al. 2000; Blowes and
Ptacek 1994; Strömberg and Banwart 1999; Stumm and Morgan 1995). Depending
on the pH of the weathering solution, acidity is consumed either by the production
of bicarbonate in weakly acidic to alkaline environments (Reaction 2.19) or by the
production of carbonic acid in strongly acidic environments (Reaction 2.20).

CaCO3(s) + H+
(aq) ↔ Ca2+

(aq) + HCO−
3(aq) (2.19)

CaCO3(s) + 2H+
(aq) ↔ Ca2+

(aq) + H2CO3(aq) (2.20)

Overall, the dissolution of calcite neutralizes acidity and increases pH and alka-
linity in waters. A reversal of the Reactions 2.19 and 2.20 is possible when there is
a change in temperature, loss of water or loss of carbon dioxide. Reprecipitation of
carbonates will occur, which in turn releases hydrogen ions, causing the pH to fall.

The presence or absence of carbon dioxide strongly influences the solubility of
calcite (Sherlock et al. 1995; Stumm and Morgan 1995). Calcite dissolution can
occur in an open or closed system, depending on whether carbon dioxide is available
for gas exchange. If water is in contact with a gas phase, then carbon dioxide can
enter the solution and calcite dissolution occurs in a so-called open system (Reaction
2.21). In the open system, there is an increased solubility of calcite (Stumm and
Morgan 1995). The unsaturated zones of sulfidic waste rock piles represent such
open systems. In contrast, in the water saturated zone of sulfidic waste rock piles
or tailings, there is no carbon dioxide gas phase. Here, calcite dissolves in a closed
system (Reaction 2.22):

CaCO3(s) + CO2(g) + H2O(l) ↔ Ca2+
(aq) + 2HCO−

3(aq) (2.21)

CaCO3(s) + H+
(aq) ↔ Ca2+

(aq) + HCO−
3(aq) (2.22)

Therefore, in an open mine waste environment there is increased calcite dissolu-
tion because the calcite is exposed to a carbon dioxide gas phase. More bicarbonate
is generated and more hydrogen ions are consumed than it would be the case in a
closed mine waste environment (Sherlock et al. 1995).
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Dissolution of other carbonates such as dolomite, ankerite or magnesite will sim-
ilarly result in the consumption of hydrogen ions and in the release of bicarbonate,
calcium and magnesium ions and carbonic acid. However, calcite is more easily
dissolved than dolomite or ankerite. Siderite (FeCO3) is a common gangue mineral
in coal deposits and various metal ores. The neutralizing effect of siderite depends
on the redox conditions of the weathering environment. Under reducing conditions,
siderite dissolves to form bicarbonate and Fe2+ ions. In contrast, in an open system
with abundant oxygen, the dissolution of siderite has no neutralizing effect. While
the generation of bicarbonate consumes hydrogen ions, any Fe2+ generated will
undergo hydrolysis and precipitation (Reactions 2.5 and 2.6). This in turn generates
as much hydrogen ions as are consumed by the generation of bicarbonate (Blowes
and Ptacek 1994; Ptacek and Blowes 1994; Rose and Cravotta 1998). Hence, under
well oxidized conditions, the net neutralizing effect of siderite dissolution is zero
(Skousen et al. 1997).

2.4.3 Exchangeable Cations

A final neutralizing source in the subsurface are the cations (Ca2+, Mg2+, Na+,
K+) present on the exchange sites of micas, clays and organic matter (Deutsch
1997; Strömberg and Banwart 1999). These exchangeable cations can be replaced
by cations dissolved in weathering solutions. During sulfide oxidation, dissolved
hydrogen and Fe2+ ions are produced which will compete for the cation exchange
sites. The newly generated hydrogen and Fe2+ ions are removed from solution and
temporarily adsorbed onto the exchange sites of the solid phases. Such reactions
of clays with dissolved Fe2+ and hydrogen ions, respectively, can be represented as
(Deutsch 1997; Rose and Cravotta 1998):

clay-(Na+)(s) + Fe2+
(aq) ↔ clay-(Fe2+)(s) + Na+

(aq) (2.23)

clay-(Ca2+)0.5(s) + H+
(aq) ↔ clay-(H+)(s) + 0.5Ca2+

(aq) (2.24)

Clays may also undergo solid transformations during acid leaching whereby
a potassium-bearing illite consumes hydrogen and is thereby transformed to a
potassium-free smectite clay mineral (Puuru et al. 1999):

illite(s) + H+
(aq) → smectite(s) + K+

(aq) (2.25)

2.4.4 Reaction Rates

The weathering rate (i.e. weathering kinetics) of individual minerals in sulfidic
wastes is influenced by: (a) the mineral’s composition, crystal size, crystal shape,
surface area, and crystal perfection; (b) the pH and dissolved carbon dioxide
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content of the weathering solution; (c) temperature; (d) redox conditions; and (e)
access of weathering agent and removal of weathering products (Hodson 2006;
Salmon and Malmström 2006; Sherlock et al. 1995). For example, there is a large
difference in weathering rates between fine-grained waste and larger waste rock
particles (diameters >0.25 mm). Smaller particles (diameters <0.25 mm) with their
larger surface areas contribute to the great majority of sulfide oxidation as well as
silicate and carbonate dissolution (Strömberg and Banwart 1999).

Different minerals reacting with acidic solutions have a variable resistance to
weathering (Table 2.3). Minerals such as olivine and anorthite are more reactive and
less stable in the surficial environment than K-feldspar, biotite, muscovite and albite
(Fig. 2.4). The rates of the different acid buffering reactions are highly variable, and
the major rock-forming minerals have been classified according to their relative pH-
dependent reactivity (Table 2.4). Compared with the weathering rates of even the
most reactive silicate minerals, the reaction rates of carbonates are relatively rapid,
particularly that of calcite (Strömberg and Banwart 1999). Carbonates can rapidly
neutralize acid. In an extreme case, calcite may even be dissolved at a faster rate
than pyrite. As a consequence, drainage from a calcite-bearing waste may have a

Table 2.3 Mean lifetime of a
1 mm crystal at 25◦C and
pH 5. (Reprinted from Lasaga
and Berner (1998) with
permission from Elsevier
Science)

Mineral Lifetime (years)

Calcite 0.43
Wollastonite 79
Anorthite 112
Nepheline 211
Forsterite 2300
Diopside 6800
Enstatite 10, 100
Gibbsite 276, 000
Sanidine 291, 000
Albite 575, 000
Prehnite 579, 000
Microcline 921, 000
Epidote 923, 000
Muscovite 2, 600, 000
Kaolinite 6, 000, 000
Quartz 34, 000, 000

Fig. 2.4 The stability of
minerals during weathering
(Sherlock et al. 1995)
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Table 2.4 Grouping of minerals according to their relative reactivity at pH 5 (after Kwong 1993;
Sverdrup 1990)

Mineral group
Relative reactivity
at pH 5 Typical minerals

Dissolving 1.00 Calcite, aragonite, dolomite, magnesite, brucite,
halite

Fast weathering 0.60 Anorthite, nepheline, olivine, garnet, jadeite,
leucite, spodumene, diopside, wollastonite

Intermediate
weathering

0.4 Ortho and ring silicates (epidote, zoisite), chain
silicates (enstatite, hypersthene, hornblende,
glaucophane, tremolite, actinolite,
anthophyllite), sheet silicates (serpentine,
chrysotile, chlorite, biotite, talc)

Slow Weathering 0.02 Framework silicates (albite, oligoclase,
labradorite), sheet silicates (vermiculite,
montmorillonite, kaolinite), gibbsite

Very slow
weathering

0.01 K-feldspar, muscovite

Inert 0.004 Quartz, rutile, zircon

neutral pH, yet the quality of the mine drainage can eventually deteriorate and turn
acid as the calcite dissolves faster than the pyrite.

Silicate minerals are abundant in sulfidic wastes, and their abundance may sug-
gest that a waste rich in silicates has a significant buffering capacity. However,
silicates do not necessarily dissolve completely, and the chemical weathering rate
of silicates is very slow relative to the production rate of acid by pyrite oxidation.
Therefore, rock-forming silicates do not buffer acid to a significant degree, and they
only contribute token amounts of additional long-term buffering capacity to sulfidic
wastes (Jambor et al. 2000c). Nonetheless, silicate mineral dissolution can main-
tain neutral conditions if the rate of acid production is quite slow and if abundant
fine-grained, fast weathering silicates are present.

2.5 Coal Mine Wastes

Coal mining and processing generate the largest quantity of mine wastes (Fig. 2.5).
The environmental issues related to coal wastes are attributable to the exposure
of reduced earth materials (coal, sulfides, and Fe2+-bearing carbonates) to oxy-
gen (Younger 2004). The consequences of oxidation of coal and associated strata
range from the release of acid waters due to pyrite oxidation to the spontaneous
combustion of the wastes.

Coals were initially deposited in reduced environments such as swamps and peat
bogs. This depositional environment also resulted in the presence of fine-grained
sedimentary rocks enclosing the coal seams (i.e. mudstones, sandstones). Hence,
coals and their associated sediments commonly contain iron sulfides including
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Fig. 2.5 Open cut and spoil heaps of the Moura coal mine, Australia. Spoils of the Moura coal
mine are largely non-acid generating due to the lack of pyrite

major pyrite and possible traces of marcasite, galena, chalcopyrite and sphalerite.
Oxidation of these sulfides may lead to AMD and metal and metalloid release
(Kolker and Huggins 2007).

Coals are readily combustible sedimentary rocks, possessing significant carbon,
hydrogen and sulfur contents. The total sulfur content of coals vary, ranging from
a few 0.1 wt.% to extreme examples reaching 10 wt.%. Sulfur in coal occurs in
three sulfur forms: (a) pyritic sulfur, (b) sulfate sulfur, and (c) organic sulfur. Much
of the sulfur is organically bound within solid carbonaceous materials (i.e. the coal
macerals), and this form of sulfur does not contribute to the acid generation of coal
wastes. Sulfate sulfur is generally the result of oxidation of pyrite in the coal and is
an indicator of weathering of the coal before or after mining. Thus, it is important
to determine what percentage of the total sulfur is incorporated into acid-generating
pyrite. Such knowledge allows an evaluation of the acid production of coal seams
and associated rock types. At coal mines, AMD is commonly brought about by the
oxidation of pyrite which is finely disseminated through the coals and associated
sedimentary rocks.

Pyrite is not the only Fe2+-bearing mineral that undergoes oxidation when coal-
bearing rocks are exposed to the atmosphere (Younger 2004). Carbonate minerals
such as siderite (FeCO3) and ankerite (Ca(Mg,Fe)(CO3)2) are common gangue min-
erals of coal-bearing strata and these carbonates contain Fe2+. The weathering of
siderite consumes hydrogen ions as long as the released Fe2+ does not undergo oxi-
dation and hydrolysis because the hydrolysis of Fe3+ releases hydrogen protons.
Thus, siderite dissolution in an oxidizing environment has no neutralizing effect on
acid waters (Sect. 2.4.2). By contrast, the dissolution of ankerite consumes more
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hydrogen protons than the subsequent oxidation and hydrolysis of the released iron
(Younger 2004). Consequently, ankerite possesses a net neutralization potential for
acid waters.

Sulfide-bearing coal and associated sediments possess distinct geochemical com-
positions. Trace elements that are commonly enriched in coals and associated strata
include trace metals (e.g. Cu, Pb, Zn, Ni, Co, Cd, Hg, U) and metalloids (e.g. As, Sb,
Se). These elements are contained in sulfides, silicates, carbonates and organic mat-
ter (e.g. Kolker and Huggins 2007; Qi et al. 2008; Yang 2006; Zheng et al. 2007).
Oxidation of sulfides and organic matter, weathering of silicate and carbonate min-
erals, and leaching of trace elements and other metals from coal mine wastes may
impact on the receiving environment (Sect. 3.4.4).

2.5.1 Spontaneous Combustion of Pyritic Wastes

Coal and certain base metal, uranium, iron and phosphate ore deposits are hosted
by sedimentary sequences, some of which contain pyritic, carbonaceous shales
and mudstones. The exothermic oxidation of sulfides and organic matter in these
rock types can lead to a significant increase in temperature in pyritic, carbonaceous
rocks. The elevated temperatures have the potential to cause premature detonation of
explosives in a charged blasthole with catastrophic consequences (Briggs and Kelso
2003). This is particularly the case for ammonium nitrate-based explosive products.

The development of even higher temperatures may lead to the spontaneous
ignition of coal and carbonaceous, pyritic shales and mudstones, which has been
observed naturally (Mathews and Bustin 1984). It can also occur in underground
workings, open pit faces, waste rock dumps, and slag heaps (Bullock and Bell
1997; Puura et al. 1999; Sidenko et al. 2001). It is visible as smoke, comprising a
variety of gases such as water vapour, sulfur dioxide, carbon dioxide, carbon monox-
ide, and methane. In particular, colliery spoil and carbonaceous, pyritic waste rock
dumps have the tendency to burn and smoke. Vent sites are commonly coated with
condensate minerals such as sulfates, halides and native sulfur (Masalehdani et al.
2009).

Coal and carbonaceous rocks often contain abundant very fine-grained, microm-
eter sized framboidal pyrite. Spontaneous combustion of this material is initiated
through its exposure to atmospheric oxygen or oxygenated ground water. This leads
to the slow exothermic oxidation of pyrite, carbon and organic matter which in turn
results in a gradual rise in temperature of the rock. Any fine-grained rock materials
will act as heat insulators, and the heat will not be able to escape. At some stage,
enough heat is generated to ignite the carbon or organic matter. The oxidation reac-
tions are significantly accelerated as soon as significant amounts of atmospheric
oxygen or oxygen dissolved in water are supplied to the carbonaceous material,
and large surface areas are exposed, for example, as a result of mining. Next, rapid
oxidation of this hot pyritic, carbonaceous rock is initiated, and spontaneous com-
bustion occurs. The organic carbon and sulfur begin to burn. Smoke and steam
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are released resembling volcanic fumaroles. The combustion of carbon and organic
matter increases the heat of the rock which in turn increases the rate of sulfide oxi-
dation. If there is sufficient oxygen during the combustion process, the pyrite is
converted to hematite and sulfur oxides:

2FeS2(s) + xO2(g) → Fe2O3(s) + 4SOx(g) (2.26)

If there is not enough oxygen for complete oxidation, hydrogen sulfide is formed.
In extreme cases of oxidation, temperatures reach 1200◦C and localized melting of
the rocks and wastes occurs. In such cases, the outer dump layer cracks, and sur-
face venting of gases from sulfidic materials becomes significant. The spontaneous
combustion and subsequent cooling of coal spoil and pyritic waste rock dumps pro-
duce waste materials of complex mineralogical composition, including slag-type
phases, thermal metamorphic or pyrometamorphic minerals, and weathering related
minerals (Dokoupilová et al. 2007; Puura et al. 1999; Sidenko et al. 2001).

If combustion has already begun in mine waste dumps, disturbing the burning
heap – by excavating or reshaping it – will only provide additional atmospheric
oxygen to the waste, and the rate of combustion will increase. Various methods are
used to combat combustion in mine wastes, including: (a) covering the entire surface
of burning spoil heaps including the batters with a thick layer of inert material;
(b) compaction of the near-surface material; (c) application of a final cover layer
with good water retention properties; (d) injection of water; and (e) water spraying
(Fig. 2.6). However, compaction may eventually lead to cracking of the seal by
pressurized gases. Also, the use of excessive amounts of water may generate steam
and eventually cause steam explosions.

Fig. 2.6 Water spraying of spontaneous combustion at the Blair Attol coal mine, Australia (Photo
courtesy of P. Crosdale)
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In order to prevent premature detonation of explosives or spontaneous combus-
tion in carbonaceous, pyritic rocks, the rocks need to be characterized for their
pyrite and organic carbon contents and their temperature. Such characterization
should occur before or during mining. This will ensure that any high-risk material
will undergo special handling prior to their finite disposal. Disposal options include
dumping small heaps of wastes and leaving them to oxidize and cool prior to finite
capping with benign wastes.

2.6 Formation and Dissolution of Secondary Minerals

The weathering of sulfides releases sulfate, metals, metalloids and other elements
into solution. This water can contact more sulfide minerals and accelerate their oxi-
dation (i.e. acid producing reactions). Alternatively, it can contact gangue minerals,
some of which react to neutralize some or all of the acid (i.e. acid buffering reac-
tions). Above all, the reactive sulfide and gangue minerals will contribute various
ionic species to the weathering solution. In fact, in many sulfidic materials the
acid producing, acid buffering and non-acid generating reactions release significant
amounts of dissolved cations and anions into pore waters. As a result, the waters
become highly saline. Some ions will remain in solution in ionic form, where they
can interact with minerals and be adsorbed. Sheet silicates such as chlorite, talc, illite
and smectite are especially able to adsorb metal ions from pore solutions (Dinelli
and Tateo 2001). Few ions will remain in solution indefinitely and enter ground
or surface waters. Other ions will interact in the weathering solution, reach satu-
ration levels and precipitate as secondary minerals in the waste. The formation of
secondary minerals is the most common form of element fixation in pore waters
of sulfidic wastes. A significant fraction of the metals released by sulfide oxidation
is retained in the wastes as secondary mineral precipitates (Farkas et al. 2009; Lin
1997; Lin and Herbert 1997; Smuda et al. 2007). Such secondary mineral forma-
tion is not exclusive to the wastes themselves; numerous salts approach saturation
in ground waters, streams and leachates associated with the weathering of sulfidic
wastes. Therefore, a wide range of secondary minerals are known to precipitate in
oxidizing sulfidic wastes and AMD environments (Table 2.5). Also, the formation
of secondary minerals is not exclusive to sulfidic wastes and AMD waters. It may
occur in any saline water regardless of its pH.

2.6.1 Pre-mining and Post-mining Secondary Minerals

Secondary minerals are defined as those that form during weathering. Weathering
of sulfides may occur before, during or after mining. Thus, a distinction has to be
made between secondary minerals formed by natural processes prior to mining and
those formed after the commencement of mining (Nordstrom and Alpers 1999a).
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Table 2.5 Examples of
post-mining secondary
minerals found in sulfidic
mine wastes (after Alpers
et al. 1994; Bigham and
Nordstrom 2000; Jambor
et al. 2000a, b; Nordstrom
and Alpers 1999a)

1 Sulfates

1.1 Simple hydrous metal sulfates with divalent metal cations

Mineral Formula

Poitevinite CuSO4 · H2O

Melanterite group
Melanterite FeSO4 · 7H2O
Boothite CuSO4 · 7H2O
Bieberite CoSO4 · 7H2O
Mallardite MnSO4 · 7H2O

Epsomite group
Epsomite MgSO4 · 7H2O
Morenosite NiSO4 · 7H2O
Goslarite ZnSO4 · 7H2O

Hexahydrite group
Hexahydrite MgSO4 · 6H2O
Ferrohexahydrite FeSO4 · 6H2O
Chvaleticeite MnSO4 · 6H2O
Moorhouseite CoSO4 · 6H2O
Bianchite ZnSO4 · 6H2O

Chalcanthite group
Chalcanthite CuSO4 · 5H2O
Pentahydrite MgSO4 · 5H2O
Siderotil FeSO4 · 5H2O

Rozenite group
Rozenite FeSO4 · 4H2O
Starkeyite MgSO4 · 4H2O
Boyleite ZnSO4 · 4H2O

Kieserite group
Kieserite MgSO4 · H2O
Szomolnokite FeSO4 · H2O
Gunningite ZnSO4 · H2O

1.2 Simple hydrous metal sulfates with trivalent metal cations

Kornelite Fe2(SO4)3 · 7H2O
Coquimbite Fe2(SO4)3 · 9H2O
Alunogen Al2(SO4)3 · 17H2O
Rhomboclase HFe(SO4)2 · 4H2O
Butlerite FeSO4(OH) · 2H2O
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Table 2.5 (continued)
1.3 Mixed divalent-trivalent hydrous metal sulfates

Mineral Formula

Römerite Fe3(SO4)4 · 14H2O

Halotrichite group
Halotrichite FeAl2(SO4)4 · 22H2O
Pickeringite MgAl2(SO4)4 · 22H2O
Apjohnite MnAl2(SO4)4 · 22H2O
Dietrichite (Zn,Fe,Mn)Al2(SO4)4 · 22H2O
Bilinite Fe3(SO4)4 · 22H2O

Copiapite group
Copiapite Fe5(SO4)6(OH)2 · 20H2O
Ferricopiapite Fe5(SO4)6O(OH)2 · 20H2O

1.4 Fe and Al hydroxysulfates

Jarosite KFe3(SO4)2(OH)6
Natrojarosite NaFe3(SO4)2(OH)6
Hydronium jarosite (H3O)Fe3(SO4)2(OH)6
Plumbojarosite PbFe6(SO4)4(OH)12
Alunite KAl3(SO4)2(OH)6
Jurbanite Al(SO4)(OH) · 5H2O
Schwertmannite Fe8O8(SO4)(OH)6
Aluminite Al2(SO4)(OH)4 · 7H2O
Basaluminite Al4(SO4)(OH)10 · 4H2O

1.5 Other sulfates and hydroxysulfates

Anglesite PbSO4
Barite BaSO4
Strontianite SrSO4
Anhydrite CaSO4
Bassanite CaSO4 · 0.5H2O
Gypsum CaSO4 · 2H2O
Thenardite Na2SO4
Aphthitalite NaK3(SO4)2
Voltaite K2Fe8Al(SO4)12 · 18H2O
Tamarugite NaAl(SO4)2 · 6H2O
Konyaite Na2Mg(SO4)2 · 5H2O
Blödite Na2Mg(SO4)2 · 4H2O
Löwite Na12Mg7(SO4)13 · 15H2O
Eugsterite Na4Ca(SO4)3 · 2H2O
Syngenite K2Ca(SO4)2 · H2O
Antlerite Cu3(SO4)(OH)4
Brochantite Cu4(SO4)(OH)6 · 2H2O

2 Oxides, hydroxides and arsenates

Fe minerals
Goethite α-FeOOH
Lepidocrocite γ -FeOOH
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Table 2.5 (continued)
Minerals Formula

Feroxyhyte δ-FeOOH
Akaganéite β-FeOOH
Ferrihydrite Fe5HO8 · 4H2O
Al minerals
Gibbsite γ -AlO(OH)
Diaspore α-AlO(OH)

Cu minerals
Tenorite CuO
Cuprite Cu2O

As minerals
Scorodite FeAsO4 · 2H2O
Mansfeldite Al(AsO4) · 2H2O
Rauenthalite Ca3(AsO4)2 · 10H2O
Arsenolite As2O3
Claudetite As2O3

Sb minerals
Cervantite Sb2O4
Valentinite Sb2O3
Senarmontite Sb2O3

3 Carbonates

Calcite CaCO3
Magnesite MgCO3
Siderite FeCO3
Ankerite Ca(Fe,Mg)(CO3)2
Dolomite CaMg(CO3)2
Smithsonite ZnCO3
Otavite CdCO3
Cerussite PbCO3
Malachite Cu2(CO3)(OH)2
Azurite Cu3(CO3)2(OH)2
Hydrozincite Zn5(CO3)2(OH)6
Aurichalcite (Zn,Cu)(CO3)2(OH)6

4 Silicates

Nacrite Al2Si2O5(OH)4
Kaolinite Al2Si2O5(OH)4
Chrysocolla CuSiO3 · 2H2O
Plancheite Cu8Si8O22 · 2H2O
Dioptase Cu6Si6O18 · 6H2O

5 Native elements

Native sulfur S
Native copper Cu
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Sulfide oxidation prior to mining results in the formation of secondary minerals.
For example, if a sulfide orebody has been exposed by erosion and weathered by sur-
face waters descending through the unsaturated zone, a near-surface oxidized layer
of secondary minerals forms (Courtin-Nomade et al. 2009; Gomes and Favas 2006;
Williams 1990). Some of these secondary minerals are relatively insoluble in ground
and surface waters. They effectively capture the metals and reduce the release of
metals into the environment. Hence, leaching of completely oxidized wastes can
produce non-acid mine waters. Nonetheless, an abundance of relatively soluble
sulfates such as gypsum may still result in saline, sulfate-rich drainage waters.

Sulfide oxidation during and after mining results in the formation of secondary
minerals. Post-mining secondary minerals form because waste and ore have been
exposed to the atmosphere and subsequently weathered. Such post-mining oxidation
products occur as cements and masses within the waste and as crusts at or near the
waste’s surface. The surface precipitates are commonly referred to as efflorescences.
They are particularly common in waste piles, underground workings, stream beds
and seepage areas, and on pit faces (Figs. 2.7, 2.8 and 2.9).

The distinction of pre- from post-mining secondary minerals can be a chal-
lenging task because some minerals, particularly the soluble sulfates, may have
formed during the pre- and post-mining stage. Stable isotope analyses coupled with
textural analyses have proven useful in differentiating pre- and post-mining sulfates
(Campbell and Lueth 2008). The precipitation of post-mining secondary minerals
takes place in response to one of these following processes (Nordstrom and Alpers
1999a):

Fig. 2.7 White efflorescences (goslarite and gypsum) below a seepage area of a finely-crushed
sulfidic waste rock dump. The waste dump contains an average ~3 wt.% metals (As, Zn, Pb, Cu,
Ag, Sb) and ~1 wt.% sulfidic sulfur (Webbs silver mine, Australia)
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Fig. 2.8 Secondary gypsum effloresences encrusting wallrock in the Mary Kathleen open pit,
Australia. Field of view 50 cm

Fig. 2.9 Face of the Río Tinto smelting slag dump, Spain. Mineral efflorescences commonly
occur as white sulfate salt precipitates (gypsum, epsomite, hexahydrite, bloedite, copiapite, roe-
merite) in protected overhangs and at seepage points at the base of the slag dump. The slags
generate ephemeral drainage, which runs from the dump into the Río Tinto and contributes to
its acidification and metal load

• Oxidation and hydrolysis of the dissolved cation (Fe2+);
• Hydrolysis of the dissolved cation (e.g. Fe3+, Al3+);
• Reaction of acid mine waters with acid buffering minerals or alkaline waters;
• Mixing of acid mine waters with neutral pH waters;
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• Oxidation of sulfides in humid air;
• Concentration of the mine water due to evaporation.

Evaporation is an important mechanism in the formation of mineral salts. This
process concentrates any cations and anions in mine waters until they reach min-
eral saturation, forming secondary minerals. Not all precipitates are crystalline,
and many solids are of a poorly crystalline or even amorphous nature. The initial
minerals that precipitate tend to be poorly crystalline, metastable phases that may
transform to more stable phases over time (Murad et al. 1994; Nordstrom and Alpers
1999a). Consequently, the collection and identification of metastable phases using
conventional laboratory techniques are troublesome, and materials should be col-
lected and stored in airtight containers at temperatures resembling field conditions.
By contrast, airborne and ground infrared spectrometry can be used to identify and
map secondary iron minerals. This approach allows the discrimination and map-
ping of different iron minerals in exposed outcrops, waste dumps, watersheds, and
streams impacted by tailings spillages (Ackman 2003; Dalton et al. 2000; Ferrier
et al. 2009; Sams and Veloski 2003; Sams et al. 2003; Swayze et al. 2000; Williams
et al. 2002; Velasco et al. 2005). In turn, the pH value of mine drainage waters can
be inferred from the colour and spectral reflectance of the precipitates because the
occurrence of different iron minerals is controlled by pH as well as other parameters.

2.6.2 Solubility of Secondary Minerals

Secondary minerals can be grouped into sulfates, oxides, hydroxides and arsenates,
carbonates, silicates, and native elements (Table 2.5). The type of secondary miner-
als formed in mine wastes is primarily controlled by the composition of the waste.
For example, coal spoils commonly possess iron, aluminium, calcium, magnesium,
sodium, and potassium sulfates (e.g. Zielinski et al. 2001), whereas metalliferous
waste rocks tend to contain abundant iron, aluminium and heavy metal sulfate salts.

Some of the secondary minerals are susceptible to dissolution, whereby a wide
range in solubility has been noted. For example, simple hydrous metal sulfates are
very soluble in water, whereas the iron and aluminium hydroxysulfates are rela-
tively insoluble. In addition, there are a number of secondary sulfates and carbonates
which are poorly soluble such as barite (BaSO4), anglesite (PbSO4), celestite
(SrSO4), and cerussite (PbCO3). As a result, once these minerals are formed, they
will effectively immobilize the contained elements. The minerals act as sinks for sul-
fate, barium, strontium, and lead in oxidizing sulfidic wastes, and their precipitation
controls the amount of sulfate, barium, strontium, and lead in AMD solutions.

The water soluble hydrous metal sulfates with divalent cations
(Me2+SO4 · nH2O) are the most dominant secondary mineral types (Jambor
et al. 2000a, b). These hydrous sulfates may redissolve in water and release their
ions back into solution:

Me2+SO4 · nH2O(s) ↔ Me2+
(aq) + SO2−

4(aq) + nH2O(l)

(Me = Ca, Mg, Fe, Mn, Co, Ni, Cu, Zn; n = 1 to 7)
(2.27)
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Alternatively, the hydrous sulfates may dehydrate to less hydrous or even
anhydrous compositions. For example, melanterite (FeSO4 · 7H2O) may precipi-
tate first, which may then dehydrate to rozenite (FeSO4 · 4H2O) or szomolnokite
(FeSO4 · H2O). Also, the hydrous Fe2+ sulfates may oxidize to Fe2+-Fe3+ or Fe3+

sulfate salts. For instance, the Fe2+ mineral melanterite (FeSO4 · 7H2O) may oxidize
to the mixed Fe2+-Fe3+ mineral copiapite (Fe5(SO4)6(OH)2 · 20H2O) (Frau 2000;
Jerz and Rimstidt 2003). The newly formed secondary minerals are more stable
and resistant to redissolution compared to their precursors. Thus, secondary miner-
als may exhibit a paragenetic sequence whereby the minerals formed in a distinct
order. The general trend for the simple hydrous sulfate salts is that the Fe2+ minerals
form first, followed by the mixed Fe2+-Fe3+ minerals, and then the Fe3+ minerals
(Jambor et al. 2000a, b).

Secondary minerals, be they relatively soluble or insoluble, possess large sur-
face areas. Consequently, they adsorb or coprecipitate significant quantities of trace
elements including metals and metalloids. The precipitates effectively immobilize
elements in acid mine waters and hence provide an important natural attentua-
tion and detoxification mechanism in mine waters (Berger et al. 2000; Lin 1997;
Nordstrom and Alpers 1999a). However, this immobilization of metals is only
temporary as many mineral efflorescences, particularly the simple hydrous metal
sulfates, tend to be soluble and release their stored metals back into mine waters
upon dissolution.

The presence of soluble secondary minerals in mine wastes is strongly influenced
by the prevalent climatic conditions. In humid climates, soluble sulfate minerals
may not accumulate because of extensive leaching. In arid and semi-arid climates,
soluble minerals may persist because of high evaporation rates and a lack of rainfall.

2.6.3 Acid Consumption and Production

The precipitation of some secondary minerals may influence the mine water pH
as their formation generates or consumes hydrogen ions. Generally, the forma-
tion of Fe3+ or Al3+ hydroxides generates acid, whereas the precipitation of Fe2+,
Mn2, Fe3+ and Al3+ sulfate salts such as jarosite (KFe3(SO4)2(OH)6), alunite
(KAl3(SO4)2(OH)6), coquimbite (Fe2(SO4)3 · 9H2O), jurbanite (Al(SO4)(OH) ·
5H2O), halotrichite (FeAl2(SO4)4 · 22H2O), or melanterite (FeSO4 · 7H2O) con-
sumes acid. However, this consumption of acidity is only temporary as these
minerals, particularly the simple hydrous metal sulfates, tend to be soluble and
release their stored acidity upon dissolution (Cravotta 1994) (Table 2.2). A gen-
eralized reaction for this temporary acid consumption can be written as follows:

cationsn+
(aq) + anionsn−

(aq) + nH+
(aq) + nH2O(l) ↔ secondary solids-nH2O(s) (2.28)

The precipitation and redissolution of secondary minerals in sulfidic wastes may
greatly influence the acidity and chemical composition of ground, surface and pore
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waters (Chap. 3). As a consequence, the amounts and types of secondary salts need
to be determined in sulfidic mine wastes.

2.6.4 Coatings and Hardpans

The formation of secondary minerals does not only influence the mine water
chemistry but it also impacts on potential water-rock reactions. For example, rapid
precipitation of secondary minerals – during sulfide oxidation or carbonate dis-
solution – may coat or even encapsulate the acid producing or buffering mineral.
Such coatings will make the mineral less susceptible to continued weathering and
dissolution. Coatings developing on oxidizing sulfide grains can be exception-
ally fine-grained (i.e. nm sized phases) and can consist of complex assemblages
of amorphous, poorly crystalline and crystalline secondary phases (Petrunic et al.
2009).

Prolonged precipitation of secondary minerals may occur at the surface or at a
particular depth of tailings dams and waste rock piles. Such continuous precipitation
results in the formation of laterally extensive or discontinuous surface or subsurface
layers (Alakangas and Öhlander 2006a; Boorman and Watson 1976; Blowes et al.
1991; Graupner et al. 2007; Hakkou et al. 2008a; Holmström et al. 1999; McGregor
and Blowes 2002; McSweeney and Madison 1988; Moncur et al. 2005) (Fig. 2.10).
Precipitated minerals include hydroxides (e.g. goethite, ferrihydrite, lepidocrocite),
sulfates (e.g. jarosite, gypsum, melanterite), or sulfides (e.g. covellite), which fill the
intergranular pores and cement the waste matrices.

In waste rock piles and tailings dams, secondary minerals typically precipitate
below the zone of oxidation and at the interface between oxic and anoxic layers
(Fig. 2.11). A distinct vertical colour change in the waste, from reddish-brown-
yellow at the top to grey below, generally indicates the transition from an oxidized
layer to reduced material. If the precipitation layer dries out and cements, it forms

Fig. 2.10 Solid crusts of
Fe-rich hardpans (hydrous
ferric oxide) developed on
stanniferous tailings, Jumna,
Australia
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Fig. 2.11 Simplified diagram illustrating the formation of a hardpan layer in sulfidic wastes (after
Jambor et al. 2000b). In this example, hardpan formation occurs at the water table between the
saturated and unsaturated zone. A hardpan layer may also form within the unsaturated zone due to
chemical reactions between an acidic leachate and a neutralizing layer

a so-called hardpan. This layer acts as horizontal barrier to the vertical flow of pore
waters. A hardpan may also form within the zone of oxidation at a depth where
the pore water reacts with acid neutralizing carbonates. The pH of the pore water
rapidly rises due to carbonate dissolution, and iron precipitates as iron hydroxides
which cement the waste.

The formation of hardpans in sulfidic wastes can be induced in order to control
sulfide oxidation. The addition of limestone, lime (Ca(OH)2), magnesite (MgCO3),
brucite (Mg(OH)2), or other neutralizing materials, at or just below the surface of
sulfidic waste, will help to generate artifical hardpans or so-called chemical covers
or chemical caps of gypsum, jarosite and iron hydroxides (Chermak and Runnells
1996, 1997; Ettner and Braastad 1999; Pérez-López et al. 2007a, b; Shay and Cellan
2000). Regardless whether the hardpan is naturally formed or chemically induced
using neutralizing materials, a hardpan reduces the extent of wind and water ero-
sion at the tailings surface, limiting dust dispersion. It also protects the underlying
materials from further oxidation and limits AMD generation through various pro-
cesses: (a) it prevents ingress of oxygenated ground and pore water into water
saturated parts of the sulfidic waste; (b) it limits the movement of atmospheric oxy-
gen through reactive unsaturated sulfidic wastes; (c) it reduces the waste’s porosity;
and (d) it accumulates heavy metals and metalloids through mineral precipitation,
and adsorption and coprecipitation processes. However, elements not permanently
fixed in insoluble minerals are susceptible to dissolution and mobilization back into
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pore waters. Such hardpans do not protect the sulfidic materials from further oxida-
tion nor do they cause permanent sequestration of trace elements (Lottermoser and
Ashley 2006a).

2.7 Acid Generation Prediction

AMD generation can result in surface and ground water contamination that requires
expensive water treatment and involves potential liability in perpetuity. An accurate
prediction of the acid producing potential of sulfidic wastes is, therefore, essential.
A prediction of acid generation requires a good understanding of the physical, geo-
logical, geochemical and mineralogical characteristics of the sulfidic wastes. Data
acquisition for acid generation prediction includes the completion of:

• Geological modeling;
• Geological, geochemical, mineralogical and petrographic descriptions;
• Geochemical static and kinetic tests; and
• The use of computer models for oxygen movement and geochemical processes.

2.7.1 Geological Modeling

Geological modeling is a basic technique for assessing the acid generation poten-
tial of sulfidic wastes. It involves classification of the deposit and deduction of
potential acidity problems (Table 2.6). The reasoning behind this method is that

Table 2.6 Ranking of some ore deposit types according to their AMD potential (after Kwong
1993)

Ranking Ore deposit type AMD potential

1 Sedimentary exhalative massive sulfide
deposits; Coal

Most AMD prone

2 Volcanogenic massive sulfide deposits
3 Epithermal gold deposits
4 Mesothermal gold deposits
5 Polymetallic vein deposits
6 Calc-alkaline porphyry copper deposits
7 Alkalic porphyry copper deposits
8 Orthomagmatic chromium-nickel deposits
9 Broken Hill type lead-zinc deposits

10 Greisen tin deposits
11 Kimberlites and lamproite diamond

deposits
12 Mississippi Valley type lead-zinc deposits
13 Skarn deposits
14 Carbonatite deposits Least AMD prone
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ore deposits of the same type have the same ore and gangue minerals and accord-
ingly, the same acid producing and acid buffering materials (Kwong 1993; Plumlee
1999; Seal et al. 2000). However, the method has very limited application because
it assumes that factors influencing acid generation such as pyrite surface area, abun-
dance of sulfides or waste dump characteristics are constant for the mine sites and
ore deposits being compared. The comparisons are very unreliable, yet they may
provide some initial insight in the overall likelihood of acid generation. The tech-
nique may be applied to stratigraphically equivalent coal mines or ore deposits in
volcano-sedimentary sequences. Thus, geological modeling and classification of an
ore deposit is an initial crude step in ranking the deposit in terms of its potential to
produce AMD.

2.7.2 Geological, Petrographic, Geochemical
and Mineralogical Descriptions

A prediction on acid generation should begin well before sulfidic wastes are pro-
duced at mine sites. Preliminary evaluations can be performed as early as the
exploration drilling and early mining of an orebody. Fundamental basic data for
waste characterization and acid generation prediction include: existing lithologies;
structural features; ore and gangue textures and mineralogy; particle size distribu-
tion; depth of oxidation; and whole rock geochemistry. Geological data such as
pyrite content, geochemical analyses (S, C, CO3, metals), and static test data can
be used to construct a three-dimensional block model of different waste rock units
prior to mining (Bennett et al. 1997).

Characterization of sulfidic waste materials involves mineralogical, mineral
chemical and geochemical investigations (Lin 1997; Marescotti et al. 2008).
Mineralogical observations (using X-ray diffraction, optical microscopy, scanning
electron microscopy, and transmission electron microscopy) should note the size,
shape, surface areas, degree of crystallinity, distribution, and oxidation state of sul-
fides, gangue minerals, and weathering products. As the abundance of pyrite and
other sulfides in mine wastes is a crucial aspect of AMD generation, their quantity
can be determined using advanced X-ray diffraction techniques (Oerter et al. 2007).
Textural descriptions are also important as they can reveal protective encapsulation
of sulfides in weathering resistant gangue minerals such as quartz.

Investigations using electron microprobe and synchrotron based analyses demon-
strate the abundance, siting and speciation of metals, metalloids and other elements
in solid waste phases (Lu et al. 2005; Schuwirth et al. 2007). The potential mobility
of metals and metalloids in mine wastes and waste contaminated soils and sediments
can be evaluated using partial and sequential extraction techniques (Álvarez-Valero
et al. 2009; Cappuyns et al. 2007; Dold 2003; Falk et al. 2006; Heikkinen and
Räisänen 2009; Hudson-Edwards and Edwards 2005; Ibrahim and Jaber 2007;
Lavergren et al. 2009; Ostergren et al. 1999; Pérez-López et al. 2008; Slowey et al.
2007). Sequential leaching tests demonstrate that heavy metals may be present as
cations: (a) on exchangeable sites; (b) incorporated in carbonates; (c) incorporated
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in easily reducible iron and manganese oxides and hydroxides; (d) incorporated in
moderately reducible iron and manganese oxides and hydroxides; (e) incorporated
in sulfides and organic matter; and (f) incorporated in residual silicate and oxide
minerals. The successive extractions are assumed to remove individual phases of
the material selectively, while causing relatively insignificant dissolution of other
phases. However, it is obvious that these differentiated wet chemistry analyses are
associated with several problems. (a) the reactions involved in the leaching proce-
dures are not selective; (b) readsorption and precipitation processes may occur; and
(c) sample preparation, including drying, commonly causes transformation of labile
phases to more stable components (e.g. Conesa et al. 2008).

Moreover, the bioavailability of metals and metalloids in mine wastes and their
potential transfer to plants, animals and humans can be established using various
extraction tests. These tests also allow an evaluation of the risk associated with
the exposure of humans and animals to contaminated materials (Bruce et al. 2007;
Schaider et al. 2007).

Thus, geological, petrographic, mineralogical and geochemical descriptions of
sulfidic wastes provide important information on: (a) the nature and distribution of
acid producing and acid buffering minerals; (b) the mineralogical siting of metals
and metalloids; (c) the potential release and mobility of elements during weathering;
and (d) the bioavailability of elements in mine wastes and the risk associated with
human and animal exposure.

2.7.3 Sampling

The distribution of acid producing and acid consuming minerals is generally het-
erogeneous on micro- to macroscopic scales. Different ore lenses, coal seams and
waste materials may represent acid producing or acid buffering units. Sulfidic wastes
cannot be treated as a homogeneous mass, and the accurate prediction of AMD
requires an appropriate samping strategy and sampling density (Modis and
Komnitsas 2007).

Waste samples can be obtained during exploration drilling and mining. However,
representative sampling from drill cores is very difficult to achieve. The properties of
vein deposits highlight the problems of sampling from drill cores for acid generation
prediction (Dobos 2000). For example, a mesothermal gold vein deposit comprises
of a rock mass, which is non-acid generating, and a series of acid generating veins
with abundant pyrite (Fig. 2.12). Drilling and sampling of a composite over the
entire drill section will yield a sample, largely comprising of the non-acid generating
host rock. By contrast, blasting of this material will cause the rock to break along
the veins, resulting in the exposure of a disproportionate amount of pyrite veins. If
this mined material is dumped, it will generate more acid than the initially drilled
and geochemically tested material. Therefore, geologically controlled sampling is
most important in order to ensure that the analyzed samples are representative of the
type and distribution of acid producing and acid buffering minerals (Dobos 2000).
Otherwise, significant errors may occur when averages of static or kinetic test data
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Fig. 2.12 Schematic diagram
showing a macroscopic ore
texture of a mesothermal gold
deposit (after Dobos 2000).
Acid producing pyrite veins
are hosted by non-acid
producing country rocks. The
traces of drill holes into the
veined rock are also indicated

are used: (a) to predict the likelihood of acid generation from a particular waste
pile; or (b) to forecast the composition of seepage waters emanating from waste
dumps.

Waste rock piles and coal spoil heaps of historic mining operations commonly
require characterization and acid prediction. It has been suggested that the most
economic sampling strategy to adequately characterize existing waste rock piles is a
homogeneous composite of 15–30 samples (Munroe et al. 1999; Smith et al. 2000).
However, sulfidic waste piles, particularly those dumped some time ago, may have
developed a vertical mineralogical and chemical zonation. Sampling restricted to
dump surfaces will disregard sulfidic, partly oxidized or secondary mineral enriched
wastes at depth. Hence, drilling and profile sampling may be required to obtain
sample materials representative of the entire waste dump (Farkas et al. 2009).

2.7.4 Geochemical Tests

Geochemical tests should not be conducted without detailed mineralogical and geo-
chemical investigations of the material. Particularly, the acquisition of pure static
and kinetic test data without a detailed knowledge of the mineralogical composition
of the waste represents a waste by itself. Detailed procedures for various static and
kinetic tests, and instructions on how to interpret them, are found in Morin and Hutt
(1997). Laboratory methods for the geochemical analysis of environmental samples,
including sulfidic wastes, are given by Crock et al. (1999).

2.7.4.1 Static Tests

Static tests are geochemical analyses of sulfidic waste which are used to predict the
potential of a waste sample to produce acid. Details of these tests are documented
in the literature (Jambor 2003; Jambor et al. 2007; Mitchell 2000; Morin and Hutt
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1997; Sobek et al. 1978; Smith et al. 1992; White et al. 1999). Static tests are empir-
ical procedures, and there is a confusing array of tests to measure and to document
acid production and acid neutralization. In addition, static tests and reporting con-
ventions vary (North America: AP, NP, NNP, NPR; Australia and the Asia Pacific
region: MPA, ANC, NAPP). Fortunately, static tests can be assigned to three major
categories:

• Saturated paste pH and electrical conductivity. A representative fine-grained or
crushed waste sample is saturated with distilled water to form a paste. The pH and
electrical conductivity (EC) of the paste can be determined in the field or after a
period of equilibration (12 –24 hours) (Morin and Hutt 1997). Paste pH measure-
ments conducted in the field allow a rapid distinction of acid generating rocks
from acid neutralising rocks. Hughes et al. (2007) recommend the use of paste
pH and a simple portable carbonate dissolution test in the field for distinguishing
rocks that are potentially acid forming from those that are acid neutralising. A
pH value of less than 4 generally indicates that the sample is acid generating, and
an EC value of greater than 20 μScm–1 indicates a high level of total dissolved
solids in the waste’s leachate. Paste pH and EC values of wastes and soils form-
ing on waste rock dumps may change over time because sulfide minerals within
the materials weather and release ions into solution and the materials are flushed
by infiltration and runoff waters (Borden 2001).

• Acid Base Accounting (ABA). Acid Base Accounting refers to the numerical data
used to predict acid generation. The three components of the ABA are: (1) deter-
mination of acid production; (2) determination of acid consumption; and (3)
calculation of net acid production or consumption using the data from (1) and (2).

1. Determination of acid production. The Acid Potential (AP), Acid Production
Potential (APP), or Maximum Potential Acidity (MPA) tests establish the
maximum amount of sulfuric acid produced from sulfidic wastes. This is
measured by analyzing the sample for its sulfur content. For the MPA and
APP, the weight per cent sulfur is then converted to kilograms of sulfuric acid
per tonne of waste (MPA value in kg H2SO4t–1=wt.% S×30.625). For the
AP, the weight per cent sulfur is converted to kilograms of calcium carbonate
per tonne of waste that would be required to neutralize the acidity (AP value
in kg CaCO3t–1=wt.% S×31.25).

2. Determination of acid consumption. The Neutralization Potential (NP), Acid
Neutralizing Capacity (ANC) or Acid Consumption (AC) tests measure the
amount of acid the sample can neutralize. This is determined by analyzing
the acidity consumption of a sample in acid (HCl or H2SO4). Consequently,
the tests establish the buffering capacity of a sample due to dissolution and
weathering of gangue minerals, or in other words, the ability of a sample
to neutralize acid generated from sulfide oxidation. The NP and ANC are
determined by adding acid to a sample, and then back titrating with hydroxide
to determine the amount of acid the sample has consumed. The ANC value is
reported in the form of kilograms of sulfuric acid consumption per tonne of
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waste (kg H2SO4t–1), whereas the NP value is given in the form of kilograms
of calcium carbonate consumption per tonne of waste (kg CaCO3t–1).

3. Calculation of net acid production or consumption. The Net Acid Producing
Potential (NAPP) represents the theoretical balance of a sample’s capacity to
generate acid. By contrast, the Net Neutralization Potential (NNP) gives the
waste’s capacity to neutralize any acid generated.

3.1 NAPP calculations are based on the net acidity of samples (i.e. kilo-
grams of H2SO4 per tonne of waste) (Environment Australia 1997). The
NAPP is defined as being the difference between the Maximum Potential
Acidity (MPA) and the Acid Neutralizing Capacity (ANC), whereby the
MPA value is subtracted from the ANC value. A positive NAPP value
indicates the sample should generate acid, whereas a negative value
indicates the potential for acid neutralization (Fig. 2.13).

NAPP = MPA − ANC

or

NAPP (kgH2SO4t−1) = S (wt.%) 30.625 − ANC (kgH2SO4t−1)
(2.29)

3.2 NNP calculations are based on the net neutralizing potential available
in the samples (i.e. kilograms of CaCO3 per tonne of waste) (Mitchell
2000; Skousen et al. 2002; White et al. 1999). The NNP or ABA is
defined as being the difference between the Acid Potential (AP) and the
Neutralization Potential (NP). In theory, the NNP value is the net amount
of limestone required to exactly neutralize the potential acid-forming
rock.

NNP or ABA = NP − AP

Fig. 2.13 Geochemical
classification plot for mine
wastes based on their wt.%
sulfur and Acid Neutralizing
Capacity (ANC) values.
Wastes plot into the field of
positive or negative Net Acid
Producing Potential (NAPP)
(after Smart et al. 2002). A
higher ANC/MPA ratio may
be used as a safety factor (2, 3
or 4 rather than 1) to classify
waste samples as acid or
non-acid generating
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or

NNP or ABA
(

kgCaCO3t−1
)

= NP
(

kgCaCO3t−1
)

− AP
(

kgCaCO3t−1
)

(2.30)

Theoretically, rocks with positive NNP values have no potential for acid-
ification whereas rocks with negative NNP values do. In practice, a safety
factor is applied and rocks with a significant positive NNP value are
generally regarded as having no acidification potential (>+20 or +30 kg
CaCO3t–1). Rocks with a significant negative NNP value (<–20 or –30 kg
CaCO3t–1) are potentially acid generating. Materials with intermediate
NNP values have uncertain acid generation potentials (–20 or –30 kg
CaCO3t–1<NNP<+20 or +30 kg CaCO3t–1).
Alternatively, the ratio NP/AP, known as the Neutralization Potential
Ratio (NPR), or the ratio NP/MPA can be used as the criterion to evaluate
the capacity of the material to generate AMD (Heikkinen and Räisänen
2008; Price et al. 1997; Skousen et al. 2002) (Fig. 2.14). Theoretically, a
NP/AP ratio less than 1 generally implies that the sample will eventually
lead to acidic conditions (Sherlock et al. 1995). A ratio greater than 1
is indicative that the sample will not produce acid upon weathering. In
practice, a safety factor is applied and rocks with a NP/AP ratio greater
than 2, 3 or 4 are non-acid generating, whereas samples with a NP/AP
ratio less than 1 have a likely acidification potential (Price et al. 1997).

• Net Acid Generation (NAG) or Net Acid Production (NAP). The NAG test directly
evaluates the generation of sulfuric acid in sulfidic wastes. It is based on the prin-
ciple that a strong oxidizing agent accelerates the oxidation of sulfides. The test
simply involves the addition of hydrogen peroxide to a pulverized sample and
the measurement of the solution pH after 24 hours, when the oxidation reaction
is thought to be complete (final NAG pH). If the NAG pH is below a critical

Fig. 2.14 Geochemical classification plot for mine wastes based on their wt.% sulfidic sulfur
content and NP/AP ratio, showing the probable fields of AMD generation (after Price et al. 1997)
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value, then the sample has the potential to generate acid in the field (Liao et al.
2007; Schafer 2000). Variations of the NAG test procedure include the static,
sequential and kinetic NAG test (Miller 1996, 1998a). A final NAG pH greater
than or equal to 4.5 classifies the sample as non-acid forming. A final NAG pH
result of less than 4.5 confirms that sulfide oxidation generates an excess of acid-
ity and classifies the material as higher risk. The NAP test is similar to the NAG
test and involves the addition of hydrogen peroxide and titration of the peroxide-
sample slurry to a neutral pH using hydroxide. The amount of acidity consumed
is reported in kilograms of calcium carbonate per tonne of waste (kg CaCO3t–1).

• Results of NAG and NAPP tests will place a waste material into one of sev-
eral categories including acid consuming (ACM), non-acid forming low sulfur
(NAF-LS), non-acid forming high sulfur (NAF-HS), potentially acid forming
low capacity (PAF-LC), and potentially acid forming high capacity (PAF-HC)
(Table 2.7, Fig. 2.15) (Miller 1996, 1998a). If a site contains PAF-HC or PAF-LC
material, then kinetic test data need to be acquired, and AMD management prac-
tices have to be established (Miller 1996, 1998a). However, attention must also
be given to NAF-HS and ACM material if they host soluble secondary minerals

Table 2.7 Typical classification criteria for sulfidic waste types (after Miller 1996, 1998a)

Waste type Final NAG pH
Static NAG value
[kg H2SO4t–1]

NAPP
[kg H2SO4t–1]

Potentially acid forming high
capacity (PAF-HC)

<4.5 >5 Positive

Potentially acid forming low
capacity (PAF-LC)

<4.5 ≤5 Positive

Non-acid forming (NAF) ≥4.5 0 Negative
Acid consuming (AC) ≥4.5 0 <–100
Uncertaina ≥4.5 0 Positive
Uncertaina <4.5 >0 Negative

aSamples which have conflicting NAPP and NAG results need further testing using mineralogical
characterization and kinetic tests

Fig. 2.15 Geochemical
classification plot for mine
wastes based on their Net
Acid Producing Potential
(NAPP) and NAG pH values.
Wastes plot as NAF (non-acid
forming), PAF (potentially
acid forming) and UC
(uncertain) wastes (after
Smart et al. 2002)
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such as gypsum. Drainage from such materials may be neutral to alkaline but
exceptionally saline, thereby exceeding water quality guidelines for sulfate. In
addition, neutral to alkaline drainage waters may carry exceptionally high con-
tents of metals such as zinc, molybdenum or cadmium and metalloids such as
arsenic, antimony, or selenium (Sect. 3.4.3).

The main advantage of these static tests is their simplicity, and most static tests
can be perfomed at mine sites. However, the determination of the acid generating
potential is not standardized. Also, the static tests are based on several assumptions
and are, therefore, associated with many problems (Jambor 2000, 2003; Jambor
et al. 2003; Miller 1996; Morin and Hutt 1997; Paktunc 1999; Weber et al. 2004;
White et al. 1999):

• The tests use powdered or crushed samples for analysis which artificially increase
the grain size and expose more mineral grains to reactions.

• Total sulfur analyses are not representative of the AP, APP or MPA because
sulfur may also be present in non-acid producing sulfides or non-reactive or
non-acid producing sulfates such as gypsum, anhydrite, barite or even organic
material. Sulfur present in organic matter does not participate in acid generation
(Casagrande et al. 1989). Organic matter is particularly common in coal spoils
and washery wastes. Therefore, an acid generation prediction of such wastes
using total sulfur analyses will be unreliable. Also, many sulfidic wastes contain
non-acid generating sulfate minerals. It is possible to analyze for sulfidic sulfur
contained in sulfides and for sulfate sulfur contained in secondary sulfate min-
erals (e.g. Yin and Catalan 2003). However, current bulk geochemical analytical
techniques are not capable of distinguishing pyritic sulfur from sulfur present in
acid producing sulfates or in other sulfides that may or may not generate acid.

• Framboidal pyrite is more reactive than euhedral forms due to the greater specific
surface area (Weber et al. 2004). As a result, NAPP testing is biased by the rapid
acid generating oxidation of framboidal pyrite prior to and during the ANC test.

• The possible coating of acid producing sulfides by secondary minerals is not
taken into account, and it is assumed that the acid producing and acid consuming
minerals will react completely.

• Organic carbon is oxidized by hydrogen peroxide during NAG testing which
interferes with the acidity of the solution.

• The static tests do not allow the much slower acid buffering reactions of silicates
to take place which, however, contribute only very minor amounts to the neutral-
ization potential of sulfidic wastes (Heikkinen and Räisänen 2008; Jambor et al.
2000c).

Overall, static tests may under- or overestimate the acid production of a particular
sample. As a result, numerous authors have proposed improvements and alternatives
to existing static tests (e.g. Lawrence and Scheske 1997; Li et al. 2007a; Morin and
Hutt 1997). These proposed methods seek to provide better estimates of sulfur spe-
ciation and acid producing minerals in the waste. Regardless of these modifications
to existing laboratory protocols and the introduction of new field and laboratory
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tests, static tests only predict the acid potential of individual samples and not of
entire waste dumps. The tests are adequate tools for preliminary evaluation of AMD
and are best used as rapid screening tools to assess the likelihood of acid generation
from particular sulfidic wastes (Miller 1996, 1998a).

2.7.4.2 Kinetic Tests

Kinetic tests simulate the weathering and oxidation of sulfidic waste samples. They
are generally used to follow up the findings of static testing. Kinetic tests expose the
sulfidic waste over time, from several months to several years, to moisture and air
(e.g. Acero et al. 2007c; Alakangas and Öhlander 2006b; Falk et al. 2006; Hakkou
et al. 2008b; Malmström et al. 2006; Mitchell 2000; Morin and Hutt 1997; Munk
et al. 2006; Smith et al. 1992; Trois et al. 2007; Younger et al. 2002). The exper-
iments can be accelerated to simulate long-term weathering of waste materials in
a shorter time frame. Water is thereby added to the waste more frequently than it
would occur under normal field conditions.

Generally, kinetic tests involve the addition of water to a known quantity of
waste. Leach columns and humidity cells are the most frequently used laboratory
test techniques, whereby water is dripped or trickled onto one kilogram to one tonne
of sample. The acid producing and acid buffering reactions are allowed to proceed,
and the leachate is periodically collected and analyzed for its composition including
pH and EC as well as sulfate, metal and metalloid concentrations. Mineralogical
and geochemical characterization of the sulfidic waste has to be carried out prior
to and after experimentation. In laboratory kinetic tests, relatively small samples
are monitored under controlled conditions (Fig. 2.16), whereas field kinetic tests
monitor relatively large samples under less controlled conditions in large bins or
drums (Fig. 2.17).

Fig. 2.16 Example of a
laboratory test setup with free
draining leach columns and
heat lamps
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Fig. 2.17 Drums used for the
kinetic testing of sulfidic
mine wastes at the Misima
Island gold mine, Papua New
Guinea. The tubes enable
meteoric water and
atmospheric gases to interact
with the waste, and leachate
can be collected from the
drum base

The main advantage of these simulated weathering techniques is that they con-
sider the weathering rates of sulfides and gangue minerals. The tests can provide
an indication of the oxidation rate, lag period for the onset of acid generation, and
effectiveness of blending or layering of different wastes. The tests also provide data
on the load (i.e. mgs–1) or fluxes (ta–1) of metals, metalloids and other elements in
leachates and seepage waters from waste disposal facilities. They thereby indicate
the water quality in the short and long term.

Kinetic tests are not standardized, and a great number of kinetic test designs
have been developed. Any interpretation of kinetic analytical results has to scruti-
nize experimental design, analytical techniques and local environmental conditions.
Furthermore, the interpretation of kinetic data has to consider that the data can be
in great contrast to the actual field data (Ardau et al. 2009). The reason for such
discrepancies may be due to the experimental designs which hardly resemble actual
waste profiles where numerous variables such as oxygen diffusion, water infiltra-
tion, microbial populations, secondary mineral formation, changes in mineralogical
composition, evolution of the surface state of sulfides, and other environmental con-
ditions control AMD generation. Hence, several authors have evaluated laboratory
kinetic tests for measuring rates of weathering and have proposed improvements
and alternatives to existing kinetic tests (Benzaazoua et al. 2004; Cruz et al. 2001b;
Frostad et al. 2002; Hollings et al. 2001; Kargbo and He 2004).

Kinetic field trials at the mine site have distinct advantages over laboratory tests.
More prolonged water-rock interaction allows the completion of chemical reactions
over time and more complete chemical equilibration. Most importantly, the tests
permit accurate replication of the local climate and selection of appropriate sample
material and volume (Bethune et al. 1997 ; Morin and Hutt 1997; Smith et al. 1992).
In particular, field-based trial dumps allow the determination of acid generation
parameters under actual field conditions (Fig. 2.18). Small waste piles are con-
structed with an appropriate liner, and piezometers and lysimeters may be installed.
Different dry covers may be installed above sulfidic wastes, allowing an evaluation
of their long-term performance (Alakangas and Öhlander 2006b). Leachate, run-
off and pore water compositions and volumes can then be investigated. The trials
reduce the inaccuracies resulting from small test samples and allow a more realistic
assessment of the AMD processes and potential.
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Fig. 2.18 Cross sectional view of a field trial dump used to conduct kinetic experiments on sulfidic
waste rocks, Century mine, Australia

2.7.5 Modeling the Oxidation of Sulfidic Waste Dumps

Oxygen is essential for the oxidation of sulfides in waste dumps. Simple calcula-
tions can demonstrate that the availability of oxygen controls the oxidation rate of
sulfidic waste (Gibson and Ritchie 1991). For example, a 50 t sulfidic waste rock
pile has a sulfur concentration of 2 wt.%. The waste dump, therefore, contains 1 t of
sulfur which will require, based on the stoichiometric ratio, 1.75 t of oxygen for its
oxidation to sulfate. A 50 t waste pile with a porosity of 0.3 contains approximately
8×10–3 t of oxygen, which is only 1/200 of the 1.75 t needed for complete oxi-
dation (Gibson and Ritchie 1991). Consequently, in order to accomplish complete
oxidation of the waste, oxygen must travel into the heap from the atmosphere.

Indeed, the transport of oxygen to the oxidation sites is considered the rate lim-
iting process in dumps and tailings deposits (Ritchie 1994a, b, c). The gas-phase
transport of oxygen in waste dumps from the surface to the oxidation sites at depth
occurs by: (a) diffusion (i.e. flow of oxygen induced by a gas concentration gradi-
ent); (b) convection (i.e. flow of air induced by wind action, barometric pressure
changes, or thermal convection driven by the heat generated from the exothermic
pyrite reaction); and (c) advection (i.e. flow of air induced by a thermal or pressure
gradient) (Ritchie 1994a, b, c; Rose and Cravotta 1998). Minor amounts of oxygen
may also be transported into the dump via liquid-phase diffusion and advection (i.e.
flow of oxygen via infiltrating precipitation).

The relative contribution of diffusion, convection or advection to overall gas
transport is dependent on a variety of parameters including the position of the waste
within the dump, the component materials and minerals, and the way in which the
dump has been constructed. Diffuse transport of oxygen through the gas-filled pore
spaces is thought to dominate in unsaturated, newly built waste dumps (Aachid
et al. 2004; Kim and Benson 2004; Ritchie 1994b). Uniform diffusion into such
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waste materials will result in oxygen profiles with horizontally flat oxygen con-
centration contours. Gas convection is limited to the edges of waste dumps, and
since dump edges are a small fraction of the total dump volume, convection is
disregarded in the modeling of the oxidation rate of pyritic waste dumps (Ritchie
1994b). However, convective gas flux has been reported from newly constructed
waste dumps (Cathles 1994). In addition, localized convections have been observed
in aged waste dumps, as indicated by high oxygen concentrations at depth and
complex oxygen concentration profiles. The advective and convective modes of
oxygen transport appear to predominate in porous waste dumps containing abun-
dant coarse-grained rock fragments (Rose and Cravotta 1998). The diffuse mode
of oxygen transport predominates in less permeable waste materials composed of
small fragments.

The reactivity of a sulfidic waste pile and its oxidation behaviour in the long term
can be described using laboratory experiments and pyrite oxidation rates (Sracek
et al. 2006). The intrinsic oxidation rate is calculated through a series of math-
ematical equations (Ritchie 1994a, b, c). These equations quantify the physical
mechanisms which control the oxidation of a pyritic waste heap. For instance, the
oxygen consumption rate represents the rate at which oxygen is consumed by the
dump material (in units of kilograms of oxygen per cubic metre of waste per sec-
ond; kg–1m–3s–1 or molkg–1s–1). The term quantifies the loss of oxygen from the
pore space by oxidation reactions in the waste. A typical oxygen consumption rate
value calculated for waste rock dumps is in the order of 10–8 to 10–11 kg–1m–3s–1

(Bennett et al. 1994; Hollings et al. 2001; Ritchie 1995). In this model, it is assumed
that oxygen is only consumed by pyrite. However, oxygen may also be consumed
by the oxidation of other sulfides, native elements and organic matter. Furthermore,
the sulfide oxidation rate is dependent on a large number of variables including
temperature, pH, Fe3+ concentration, particle size distribution, mineral surface area,
bacterial population, trace element substitution, degree of pyrite crystallinity and so
forth. Finally, sulfide oxidation rates within a single dump appear to be variable; a
dump may contain pockets of more highly oxidizing materials, particularly toward
the dump edges (Linklater et al. 2005). Thus, these weathering models will need
further refinement.

2.8 Monitoring Sulfidic Wastes

The recognition of sulfide oxidation does not necessarily require sophisticated
equipment and measurements. In fact, some of the common indicators of sulfide
oxidation can be recognized in the field:

• Abundant yellow to red staining on rocks and flocculants in seepage points,
streams and ponds due to the formation of secondary iron minerals and colloids;

• Sulfurous odours;
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• Unsuccessful colonization of waste materials by vegetation;
• Abundant mineral efflorescences within and on exposed waste materials;
• Increasing magnetic susceptibility due to the abundance of magnetic secondary

iron oxides and carbonates;
• Increasing waste temperature due to exothermic pyrite oxidation;
• Decreasing oxygen concentration in pore gases due to oxygen consumption; and

most importantly;
• Decreasing pH, increasing EC, and increasing sulfate, metal (Cu, Zn etc) and

major cation (Na, K, Ca, Mg) concentrations in drainage waters with time (Miller
1995).

The latter three indicators of sulfide oxidation are used to monitor sulfidic wastes.
Sulfidic waste rock dumps, tailings dams and heap leach piles need monitoring in
order to detect at the earliest point in time whether the waste material will “turn
acid” and generate AMD. Also, rehabilitated waste repositories need monitoring to
establish the effectiveness of the control technique used to curtail sulfide oxidation.
The monitoring techniques are designed to identify the early presence of, or the
changes to, any products of the acid producing reactions in sulfidic wastes. The
products of the acid producing reactions are usually quantified by one or more of
the following parameters (Hutchison and Ellison 1992):

• Water analyses of dissolved contaminant concentrations and loads (Chap. 3.8).
• Temperature profiles. Pyrite oxidation is an exothermic reaction, and the effects

of heat generation can be assessed by remote or in situ sensing. Remote sens-
ing using thermal infrared spectrometry is best suited for identifying zones of
high acid generation of exposed sulfidic materials such as open pits (Hutchison
and Ellison 1992). However, remote sensing or airborne geophysical techniques
are not appropriate for detecting the onset of acid generating conditions in
covered or piled sulfidic wastes. In situ temperature sensing is used to detect
temperatures and temperature gradients in sulfidic waste rock piles or tail-
ings. Temperature sensitive electrical probes (thermistors) or thermocouples are
placed into a series and lowered down installed PVC pipes. Rapid increases
in temperature profiles are symptomatic of the exothermic oxidation reactions
of pyrite.

• Oxygen concentration within gas pores. Sulfide oxidation reactions in the unsat-
urated zone of sulfidic waste piles and tailings are oxygen consuming. Hence, the
depletion of oxygen within the gas phase can be indicative of sulfide oxidation,
and a knowledge of pore gas compositions will allow an evaluation of sulfide
oxidation reactions within the waste pile. Firstly, pore gas sampling using appro-
priately constructed probe holes is performed (Lundgren 2001). Next, oxygen
analyzers determine the oxygen concentration and finally, oxygen concentration
profiles are acquired. Oxygen is generally supplied to the interior of a fine-grained
waste rock pile by diffusion, which is induced by concentration differential from
the atmosphere. The concentration profile within such a pile will show decreasing
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oxygen with increasing depth below the surface. Under these conditions, active
oxidation zones associated with acid generation can be detected as they result in
sharp oxygen partial pressure gradients.

2.9 Environmental Impacts

Modern mine site rehabilitation of sulfidic waste dumps commonly involves addi-
tion of a soil cover onto mine wastes and planting of vegetation (Sect. 2.10.2).
A suitable plant substrate with adequate moisture retention and nutrient availability
is usually required to allow the establishment of plants over otherwise bare rock.
The establishment of native vegetation directly on sulfidic wastes is difficult to
achieve. If the wastes are not capped, the visible environmental impacts of sul-
fidic waste dumps and spoil heaps include waste erosion and a depauperate or even
absent flora. For example, the surface of coal spoil heaps with their inherent salt
content, sodicity of the waste and pronounced salt crust commonly does not sup-
port any vegetation (Bullock and Bell 1997; Schaaf and Hüttl 2006). A sparse or
non-existent vegetation cover can also caused by a lack of soil nutrients (N, P) and
organic matter, as well as the potentially high salinity and acidity and high metal
content in the surface layers of wastes and contaminated soils (Figs. 2.19 and 2.20).
The lack of vegetation on abandoned waste rock dump can also be due to the physi-
cal properties of the rock types making up the waste (Craw et al. 2007a). The lack of
vegetation on wastes increases erosion rates. The erosion processes exacerbate the
moonscape appearance of wastes and increase the areas affected by waste particles.

Fig. 2.19 Partly revegetated sulfidic waste rock dump. A thin soil layer placed on the sulfidic
waste has encouraged natural revegetation. In contrast, vegetation did not develop on that part of
the dump without a soil cover
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Fig. 2.20 Former roast beds, Sudbury, Canada. Roasting involved piling sulfide ore on beds of
wood and igniting it. The forest grows right to the edge of the old roast yard. Metal dispersion
from the roast beds has occurred into local soils and plants

Investigations of the environmental impacts of mine wastes require an assessment
of the concentration of elements in soils, sediments, plants and biota in background
and contaminated sample populations, which will allow the distinction of natural
geogenic from induced anthropogenic factors (e.g. Martínez López et al. 2008).

2.9.1 Soil and Sediment Contamination

Wind and water erosion may disperse wastes from their disposal sites and uncon-
strained chemical leaching of wastes may release contaminants to the surrounds.
Reactive and unreactive waste particles are transported into soils and streams and
may affect areas many kilometers downstream of the mine site (Cidu and Fanfani
2002; Hudson-Edwards et al. 1999; Loredo et al. 1999; Pirrie et al. 1997) (Fig. 2.21,
Case Study 2.1, Scientific Issue 2.3). Consequently, soils surrounding mine waste
piles and mine sites are well known for their elevated metal and metalloid concen-
trations (Abreu et al. 2008a; Batista et al. 2007; Chopin and Alloway 2007; Díez
et al. 2009; Fernández-Caliani et al. 2009; Hojdová et al. 2009; Kelepertsis et al.
2006; Loredo et al. 2008; Lottermoser et al. 1999; Molina et al. 2006; Navarro et al.
2008b; Peng et al. 2007; Rufo et al. 2007; Teršič et al. 2009). The dispersion of mine
wastes may lead to the contamination of stream systems, floodplains and coastal
environments as well as drinking water supplies (Ashley et al. 2003a; Jiménez-
Cárceles et al. 2008; Koski et al. 2008; Miller et al. 2007; Mlayah et al. 2009;
Velleux et al. 2006). Element concentrations in soils, sediments and waters may
exceed environmental quality guidelines and impact on ecosystem health. Metals
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Fig. 2.21 Erodible waste rock dumps at the historic Rio Tinto mines, Spain. Erosion leads to the
dispersion of ore and waste particles into the Rio Tinto

and metalloids originally contained in waste particles may be released to ground,
surface and pore waters and become bioaccessible to plants and animals (Furman
et al. 2006; Reglero et al. 2008).

Case Study 2.1. Sulfidic Mine Wastes and Their
Environmental Impacts at Historical Metalliferous
Mine Sites in the New England Area, Australia

Introduction

Metalliferous mine sites can represent important sources of acidity and metal
pollutants in watercourses and soils, with consequent degradation of local
ecosystems. This case study reports AMD caused by mining carried out dur-
ing the late 19th and early 20th centuries at metalliferous mine sites in the
New England area of northern New South Wales, Australia (Ashley et al.
2004; Ashley and Lottermoser 1999a, b; Lottermoser et al. 1999). Six aban-
doned base metal mine sites with differing geologic, physiographic, climatic
and floral regimes were investigated to provide information on the environ-
mental behaviour of heavy metals and metalloids originating from different
primary metal and acid-producing sources. Each site has the common charac-
teristics of decomposing sulfidic waste material, acid mine drainage (AMD),
limited acid buffering capacity of host rocks, and degraded soils, streams and
vegetation.
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Sulfidic Ore and Waste Dumps

Largely unconsolidated and unvegetated dumps of sulfidic ore and waste
material occur at each mine site. They have high heavy metal contents (wt.%
levels As, Cu, Fe, Pb, Zn) and are the major point sources of AMD. Ore
heaps, waste dumps and tailings deposits consist of mixtures of weakly
to strongly sulfidic rock and non-mineralized host rock material. Exposure
of sulfide-bearing material to contemporary weathering processes has led
to the dissolution of sulfide and gangue minerals, formation of post-mine
oxidation minerals as efflorescences and crusts, as well as AMD with pH
values as low as 2.2. Heavy metal values in the AMD leachates are largely
derived from sulfide oxidation. Many post-mine oxidation minerals, par-
ticularly sulfates and arsenates, also influence the mine water chemistry.
These minerals dissolve during rain events and subsequently re-form on
drying.

Drainage Systems

Where AMD enters streams, there is a drop in pH, and most aquatic and
bankside plant communities disappear. Green filamentous algae are com-
mon colonizing species in AMD-affected streams. Chemical mobilization
from ore/waste/tailings dumps is most pronounced for arsenic, cadmium, cop-
per and zinc, whereas lead remains largely immobile. Physical dispersion
of secondary metal-bearing minerals (e.g. jarosite-bearing phases, scorodite,
Fe oxides) and chemical precipitation of metals into stream sediments in
the form of clays, iron and manganese oxides and organic matter are sig-
nificant. Consequently, many stream sediments have metal concentrations
exceeding background values by one to four orders of magnitude. Upon enter-
ing larger drainage systems the metal concentrations of waters and stream
sediments may be diluted to background values, although at some loca-
tions, anomalous metal concentrations can be traced for several kilometres
downstream.

Soils

Soil samples taken close to mine waste dumps and processing sites have
grossly higher average heavy metal and metalloid values than background
samples, commonly by two to three orders of magnitude. Highly contami-
nated soils may contain heavy metals incorporated into jarosite-type phases,
scorodite, iron oxides, manganese oxides, clays, and organic material.
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Vegetation and Algae

The contaminated sites are commonly devoid of vegetation or support a
depauperate assemblage, with consequent marked erosion. At mine and
smelter sites, bioaccumulation and biomagnification processes of heavy
metals occur in grasses and other plants but patchy recolonization of contam-
inated sites by metal-tolerant species is evident. Ashed plant material from
contaminated sites shows heavy metal accumulation of one to three orders
of magnitude compared to the same plants on background sites. Filamentous
green algae flourish in AMD emanating from ore and waste dumps, shafts
and adits and in drainage systems affected by acidic waters. The algae are
tolerant of low pH waters with high metal, metalloid and sulfate concentra-
tions. They have the capacity for heavy metal and metalloid accumulation,
and dried material has been found to contain wt.% levels of heavy metals and
metalloids.

Pollution

Environmental impacts common to all sites include: (a) unconstrained weath-
ering of sulfidic mine waste with the production of AMD; (b) local disappear-
ance of aquatic life and vegetation; (c) locally confined heavy metal pollution
and acidification of streams and soils; (d) downstream heavy metal pollution
of local drainage systems; and (e) bioaccumulation and biomagnification of
heavy metals in aquatic algae and terrestrial plants. Bioaccumulation pro-
cesses of heavy metals indicate a potential for heavy metal accumulation in
the food chain of the surrounding terrestrial ecosystems, including grazing
animals.

Although mining ceased many decades ago at all investigated sites, con-
tamination of local streams by AMD remains and will continue due to the high
sulfide and metal content of the exposed ore and waste dumps. In addition, the
presence of post-mine oxidation minerals in topsoils, stream sediments, and
ore and waste dumps creates additional contamination problems because some
of the phases act as temporary storage for acidity and heavy metals and may
release these upon dissolution.

The heavy metal abundances of many soils and stream sediments exceed
soil quality criteria and contaminated site guidelines at certain sites by
up to several orders of magnitude. Mine seepage waters contain heavy
metal values well in excess of recommended concentrations in drink-
ing waters for domestic and stock use. However, there is no significant
contamination to major river systems due to massive dilution of AMD
effluents.
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Scientific Issue 2.3. Trace Metal Release from Historical
Smelting Slags

Characteristics of Smelting Slags

Historical copper and lead smelters, particularly those operating during the
late 19th and early 20th century, produced large volumes of slag dumps. Most
slag dumps are largely in the same form as it existed when smelting stopped
(Fig. 1.5). The slags are known to be highly heterogeneous and mineralogi-
cally diverse materials. They may contain relict ore, gangue and flux minerals
and comprise of variable amounts of glass and crystallized minerals. The com-
position of slag depends on the composition of the ore and the fluxes used.
Thus, historical base metal smelting slags display a range in bulk chemical
composition with major concentrations (wt.%) of SiO2 and Fe2O3Total, and
lesser amounts of Al2O3, TiO2, MnO, CaO, MgO, Na2O, K2O, P2O5 and S
(e.g. Lottermoser 2002; Piatak et al. 2004). In addition, historical base metal
smelting slags are commonly characterized by elevated metal and metalloid
contents as a result of inefficient metal recovery technologies (wt.% levels
of Cu, Pb and Zn; Lottermoser 2002; Parsons et al. 2001). The metals are
thereby tied up within the silicate glass and various slag phases and minerals,
including native elements, sulfides, oxides, hydroxides, chlorides, carbonates,
sulfates, arsenates, and silicates (Ettler et al. 2001, 2009; Kierczak et al. 2009;
Navarro et al. 2008a; Puziewicz et al. 2007).

Weathering of Slags

The presence of secondary minerals on slag deposits and laboratory exper-
iments have shown that these historical slags are not chemically inert but
undergo weathering and leaching processes, thereby releasing metals to pore
and seepage waters (e.g. Ganne et al. 2006; Müller et al. 2008; Parsons et al.
2001; Piatak et al. 2004; Rosado et al. 2008; Seignez et al. 2008). The slags are
undergoing contemporaneous reaction with air and rainwater. The weathering
results in the release of metals and metalloids from the different slag phases.
The released elements either exit from the dumps into surface seepages and
ground waters, or precipitate as an array of weathering related secondary min-
erals (Bril et al. 2008; Lottermoser 2005; Navarro et al. 2008a). The release
of metals from slag depends on the chemical and physical properties of the
pyrometallurgical wastes. Initially, the stability of the slag phases and min-
erals to weathering processes determines whether elements can be released.
The mobility of metals from slag is also a function of the texture, for example,
the degree to which reactive glass or minerals such as sulfides are exposed or
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encapsulated (Kierczak et al. 2009). Furthermore, coprecipitation and adsorp-
tion/desorption reactions as well as solubility equilibrium with secondary
minerals will control dissolved metal concentrations in the porewaters of slag
dumps (e.g. Ettler et al. 2003, 2009; Parsons et al. 2001; Piatak et al. 2004).
Prevailing porewater compositions (e.g. Eh, pH of fluids present in the pore
network of the slag dumps) will also affect the rate of weathering and therefore
the rate of metal release. Also higher proportions of sulfides to carbonates in
slag wastes favour lower pH conditions in pore and seepage waters, the more
acid fluids leaching sulfides and silicates and mobilizing trace metals (Kucha
et al. 1996). The abundance of sulfides and carbonate minerals in smelting
slags and the texture of individual slag phases (e.g. the possible encapsulation
of sulfides in other primary slag phases) will determine acid generation and
the pH of leachates emanating from slag dumps. Hence, seepage waters of
slag deposits are known to possess near-neutral to acid pH values.

Weathering and leaching of metalliferous smelting slags are accompanied
by the mobilization of metals, metalloids, alkali earth elements and sulfate
into pore and seepage waters. Evaporation of the seepage waters emanating
from slag dumps may cause the precipitation of mobilized elements and com-
pounds and leads to their temporary fixation in secondary soluble sulfate and
arsenate minerals (Fig. 2.9) (Bril et al. 2008; Ettler et al. 2009; Lottermoser
2005; Navarro et al. 2008a). Dissolution of these efflorescences during the
next rainfall and flushing event and associated Al3+ and Fe3+ hydrolysis
contributes to the acidification as well as metal, metalloid and sulfate contam-
ination of local catchments. Thus, historical smelting slag dumps represent
long-term sources of pollutants to local soils as well as ground and surface
waters (Navarro et al. 2008a; Schubert et al. 2008). Moreover, the exposure to
slags with high levels of bioaccessible metals can constitute a potential health
hazards for children (Morrison and Gulson 2007).

Agricultural soils may be impacted by the dispersion processes and aquire ele-
vated metal and metalloid concentrations. Consequently, food crops grown on such
contaminated substrates will obtain elevated trace element concentrations into their
biomass (Ngoc et al. 2009). The levels of metals and metalloids in food crops may
exceed permitted standards and then the produce cannot be regarded as safe for
human consumption (Li et al. 2006). The daily intake of such crops can pose a poten-
tial health threat. In particular, potential health problems may arise for humans from
the long-term ingestion of contaminants through the consumption of food prod-
ucts that were farmed in the vicinity of adandoned mines (Lee et al. 2008; Lim
et al. 2008; Rapant et al. 2006). Here, the uncontrained release of contaminants may
result in distinctly elevated metal and metalloid concentrations in agricultural soils
and crops. Analyses of human tissue and fluids (blood, urine, nails, hair) provide



2.9 Environmental Impacts 101

direct insights into the exposure and uptake of contaminants into the local popu-
lation. Grazing animals may also consume metal-rich plants and soils (Ashley and
Lottermoser 1999b; Loredo et al. 1999). The area impacted by mine wastes is then
no longer confined to the immediate environments of the waste.

2.9.2 Plant Colonization

If no rehabilitation of waste dumps occurs, it may be several decades before slow
natural revegetation of adapted local flora will eventuate, with grasses often appear-
ing to have a pioneer function in such successions (Ashley and Lottermoser 1999a).
The voluntary colonization of sulfidic wastes by native vegetation is inhibited by the
harsh chemical and physical conditions in the substrate (Bordon and Black 2005).

In general, plants colonizing metal mine sites and waste repositories commonly
accumulate metals and metalloids into their biomass relative to concentrations of
plants growing in adjacent uncontaminated areas (Abreu et al. 2008b; Anawar et al.
2006; Ashley et al. 2003a, 2004; Conesa et al. 2007; Durães et al. 2008; Oyarzun
et al. 2009; Sidenko et al. 2007; Case Study 2.1). The uptake and accumulation of
metals into plants may reach phytotoxic levels and subsequent plant death. However,
individual plant species exhibit their very own unique behaviour to cope with
the elevated metal and metalloid concentrations in wastes and waste-contaminated
soils. Plant species that tolerate, exclude or accumulate metals in their biomass
are of considerable interest in biogeochemical prospecting, mine site rehabilitation
and phytomining (Scientific Issue 4.1). The response of plants to increasing metal
concentrations in soils is dependent on the plant species as well as the bioavail-
ability of metals in the substrate. The plants’ reaction to metals in substrates can
be assigned to three distinctly different plant behaviours (Baker 1981; Baker and
Brooks 1989; Lottermoser et al. 2008, 2009). Indicator (or non-barrier or index)
species display a gradual increase in metal concentrations with increasing metal
concentrations in the waste or soil. The biogeochemical composition of such plants
reflects a physiologically controlled uptake of metals from a substrate that is vari-
ably enriched in metals. The plants are of use in mineral exploration because the
biogeochemical composition of indicator plants reflects the geochemical signature
of the soil. By contrast, accumulator species display physiologically active metal
uptake. Such plants are genetically tolerant to metal-rich substrates and accumulate
exceptionally high metal concentrations in their biomass. This plant behaviour may
be useful for the phytoextraction or even phytomining of metals from metal-rich
soils, ores and wastes (e.g. Anderson et al. 1999). Accumulation of metals can be
pronounced in certain plant species. Plants with particular capabilities to accumu-
late large amounts of metals in their tissue are referred to as hyperaccumulators.
They may be of possible use in the extraction of metals from low-grade ores and
wastes (Scientific Issue 4.1; Sect. 4.8). Finally, excluder (or barrier) species have
a physiologically controlled resistance to metal uptake. The species do not acquire
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high metal concentrations in their above-ground biomass despite elevated metal con-
centrations in the soils. Plants that exclude metals and metalloids are of particular
interest in mine site rehabilitation because the exclusion of metals from the above-
ground plant biomass is preferable for vegetation covers of mine waste repositories
and mine sites (Craw et al. 2007b). For example, these rehabilitated areas may be
used for grazing and hence, major accumulation of metals into the above-ground
biomass would pose a threat to grazing animals and could lead to bioaccumulation
up the food chain.

2.10 Control of Sulfide Oxidation

Uncontrolled sulfide oxidation can lead to the generation of AMD. In order to pre-
vent sulfide oxidation and the generation of AMD, appropriate control strategies
are needed. Strategies for the control of sulfide oxidation require the exclusion of
one or more of the factors that cause and accompany oxidation, that is, sulfide min-
erals, bacteria, water, iron and oxygen. The aim of these methods is to reduce the
interaction between the waste and the other reactants. Established control strate-
gies include barriers (i.e. wet and dry covers), selective handling and isolation,
co-disposal and blending with other materials, addition of organic wastes, and bac-
terial inhibition (Brown et al. 2002; Evangelou 1998; Environment Australia 1997;
Miller 1998b; Parker 1999; SMME 1998). More technologically advanced and inno-
vative strategies involve induced hardpan formation, grouting or mineral surface
treatments (Scientific Issue 2.4, Fig. 2.22). Both established and innovative sulfide
oxidation control strategies are generally designed to induce one or more of the
following:

Fig. 2.22 Scanning electron
microphotograph of
phosphate coatings on pyrite
and chalcopyrite. In a
laboratory experiment,
soluble phosphate ions were
added to a polysulfidic waste.
Formation of phosphate
phases occurred, coating the
surfaces of pyrite and
chalcopyrite. These
phosphates protect the
sulfides from further
oxidation (Photo courtesy
of D. Harris)
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• Exclusion of water;
• Exclusion of oxygen;
• pH control;
• Control of Fe3+ generation;
• Control of bacterial action; and
• Removal and/or isolation of sulfides.

Scientific Issue 2.4. Coating Technologies for Sulfidic Wastes

Coating Technologies

The reaction of pyrite with atmospheric oxygen is the main cause of AMD.
Thus, if one can place a barrier between the two reactants, pyrite oxidation
is halted. Coating sulfide grains with relatively insoluble precipitates would
protect the sulfides from further oxidation and dissolution. Such natural coat-
ing has been observed during the oxidation of pyrite in carbonate buffered
solutions whereby ferric hydroxides formed on pyrite surfaces (Nicholson
et al. 1990). The hydroxides formed a barrier between pyrite and oxygen and
limited pyrite oxidation.

Coating technologies are based on the natural encapsulation of sulfides
by insoluble mineral precipitates. The techniques allow chemical reactions
to take place between reagents and the sulfide minerals. Various chemical
reagents such as sodium acetate, sodium metasilicate or potassium orthophos-
phate have been evaluated for the coating of pure pyrite and pyrrhotite
samples and pyritic coal waste (Evangelou 2001; Fytas and Evangelou 1998;
Georgopoulou et al. 1996; Hodson et al. 2000; Huang and Evangelou 1994;
Zhang and Evangelou 1998). The coating technology aims to produce rela-
tively insoluble phases on sulfide surfaces. The coatings have to be insoluble
and stable in order to protect the sulfides from further oxidation and acid
production.

Phosphate Stabilization

Phosphate stabilization is an emerging technology that uses solid or liquid
phosphate products to decrease the mobility and bioavailability of metals and
radionuclides in contaminated soils, ground waters and sulfidic mine wastes.
The principle of phosphate stabilization is based on the fact that the addition
of phosphate compounds results in the formation of new phosphate phases.
Phosphate minerals form readily in surface environments and are well known
as secondary minerals from gossans and oxidised sulfidic ores (e.g. Ruby et al.
1994; Xu and Schwartz 1994). The phosphates of many metals (including Pb,
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Zn, Cu, Cd, U and Ni) have a relatively low solubility over almost the entire
pH and Eh range encountered in the natural environment. For example, the
solubility product (Ksp) of chloropyromorphite (Pb5(PO4)3Cl) at 298 K is as
low as 10–84 (Shevade et al. 2001).

Phosphate stabilization is based on the addition of a phosphate source to
metal-rich waste, soil or sediment to bring about the formation of insoluble
metal phosphates. In theory, once metals are converted into metal phosphates,
the metals are rendered essentially inert and, the metal-bearing waste or soil
can be considered remediated. There now exists a significant body of research
showing such metal phosphate compounds may readily form, given the pres-
ence of a phosphate source (e.g. apatite, phosphate rock, phosphatic clay,
phosphoric acid, ground fish bone, bone meal and phosphate fertilizer) that
releases sufficient phosphate to solution and subsequent phase reactions. To
date, published studies of this technique on mine wastes are limited to labora-
tory experiments on pyrite, pyrrhotite and pyritic coal waste (e.g. Evangelou
1996, 2001; Matlock et al. 2003), a field column experiment using pyritic
tailings and coal waste (Vandiviere and Evangelou 1998), base metal tail-
ings (Eusden et al. 2002), waste-contaminated soils (Sneddon et al. 2008),
and polyminerallic mine wastes containing sulfides and their oxidation prod-
ucts (Bosso et al. 2008; Harris and Lottermoser 2006a, b; Kalin and Harris
2005). However, the applicability of phosphate treatments could be limited
because of: (a) the challenge of immobilizing several trace metals hosted
in a range of minerals in a single in situ treatment process; (b) the poten-
tial for adverse environmental impacts from excess phosphorus (Basta and
McGowen 2004; Bosso et al. 2008; Chrysochoou et al. 2007; Dermatas et al.
2008; Kilgour et al. 2008; Spuller et al. 2007); and (c) the possible enhanced
mobility of some metals and metalloids (particularly arsenic) upon phosphate
amendment.

No single technology is appropriate to all mine site situations, and in many cases
a combination of technologies offers the best chance of success; that is, a tool box
of technologies should be applied. Reducing oxygen availability, which is generally
achieved using dry or wet covers, is the most effective control on the oxidation rate.
These covers are surface barriers designed to limit the influx of oxygen and surface
water to the waste body.

Alternatively, depending on the mineralogical characteristics of the tailings at
a mine site, the best environmental result would be to separate different frac-
tions of the sulfidic waste during mineral processing (Mitchell 2000). Selective
concentration of pyrite or pyrrhotite during mineral processing would produce a
high-sulfide concentrate. The sulfides could then be properly disposed of or used
for the production of sulfuric acid.
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Finally, the methods currently applied to control sulfide oxidation are not yet
proven to securely prevent AMD development in the long term. Global climate
change will lead to changing rainfall patterns and weathering processes at individual
mine sites. In some cases, the applied control technique may only delay the onset of
acid generation. Therefore, the following control techniques may only represent the
first step to more sophisticated acid prevention techniques.

2.10.1 Wet Covers

Submerging sulfidic waste (i.e. tailings or waste rocks) under water is an effec-
tive counter to acid generation. The maximum concentration of dissolved oxygen
in water is three orders of magnitude lower than that found in the atmosphere. The
low solubility of oxygen in water and the slow transport of oxygen in water (i.e. its
diffusivity) also reduces the transport of oxygen into a mass of sulfidic waste. Once
the available oxygen in water is consumed, an anoxic environment is established,
and the rate of sulfide oxidation is reduced because the rate of oxygen replacement
is relatively slow. In addition, erosion is reduced, and the formation of reducing con-
ditions fosters the growth of sulfate reducing bacteria (SRB) which will immobilize
dissolved metals as sulfides. However, oxygen can enter surface waters via vertical
mixing due to the orbital motions of wind-induced waves and the turbulent mixing
caused by breaking waves. Hence, the water cover has to be of substantial depth
since surface waters are in constant contact and exchange with atmospheric oxygen.

Deep-water disposal of sulfidic waste has been popular and successful in Canada
for some time. Possible disposal sites are numerous and readily available there, and
annual precipitation exceeds evaporation (Pedersen et al. 1998). The sulfidic wastes
are thereby placed in natural or engineered water covers, including former open pits
(i.e. in-pit disposal) (Mitchell 2000).

The major concerns with subaqueous disposal are to achieve stagnant anoxic
conditions and to maintain complete and continuous water saturation. Sulfidic
waste should not be exposed to water containing oxygen. Such water can be moved
physically to the bottom of the water layer, as a result of temperature differences
or wind. In arid and semi-arid regions, the wet cover control technique is not an
option because deep water bodies are rare, and there is no sufficient year-round
supply of water that would ensure that the waste remains in a permanently saturated
condition. Drying out of a saturated waste will lead to sulfide oxidation and AMD
generation. Therefore, wet covers are unsuitable for arid and semi-arid regions.
Moreover, the subaqueous deposition of partially or completely oxidized sulfidic
materials is not an option. These wastes contain soluble secondary minerals which
will dissolve and release sulfate, metals and metalloids when immersed in water
(Li and St-Arnoud 1997).

Rapid flooding can be applied to prevent AMD from developing in underground
mines and open pits. In fact, flooding has been successful for mine workings where
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they are located below the water table. The submergence of underground workings
and filling of open pits can eliminate atmospheric oxygen and curtail acid generation
reactions.

2.10.2 Dry Covers

Capping the sulfidic wastes with a thick layer of solid material is another effec-
tive counter to acid generation. Such dry covers reduce the oxygen flux and water
flow into the underlying sulfidic waste (Fig. 2.23). By limiting the amount of
oxygen entering the waste, the oxidation reaction can be slowed (Harries and Ritchie
1987). Likewise, by reducing the flow of water into the waste rock, the quantity of
contaminated drainage can be reduced.

Dry covers are constructed from low hydraulic conductivity solids. Materials
used for dry covers include low-sulfide waste rock, oxide waste, clay subsoils, soils,
organic wastes, and neutralizing materials (e.g. limestone, lime, dolomite, brucite,
kiln dust; Yang et al. 2006). The advantage of using limestone or organic waste is
that their application can also inhibit the growth of acidophilic iron oxidizing bacte-
ria (Pagnanelli et al. 2007). The solid materials are placed on the crown and sides of
sulfidic waste repositories. Prior to their use, the cover materials have to be charac-
terized for their hydraulic conductivity and evaluated for their capacity to minimize
oxygen and water transfer into the waste. At their simplest, a dry cover usually con-
sists of a layer of clay (~1 m thick), which has been compacted to give low hydraulic
conductivity that allows very little infiltration. At sites, where the supply of clay is
limited, compaction of coarser-grained cover materials or benign mine wastes may

Fig. 2.23 Simplified cross-section of sulfidic waste rock dump with a dry cover (after Environment
Australia 1997). The seal of compacted rock or clay is to reduce oxygen and water entry. The
topsoil cover and revegetated surface slopes encourage runoff from the capped waste pile
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result in the formation of a low permeability seal. Moreover, sulfide oxidation in
aged waste rock dumps and associated weathering reactions of silicates can lead to
the formation of clay minerals (Sect. 2.4.1). The development of clay minerals at the
dump’s surface would minimize the formation of AMD as the clay minerals provide
a natural barrier to oxygen and water (Nugraha et al. 2009).

Dry covers range from simple clay barriers to complex, composite covers. The
latter types have a number of layers. A possible design may have the following
sequence from top to bottom:

• A soil/rock layer – which retains moisture, acts as a substrate for vegetation, and
prevents erosion;

• A coarse-grained layer – which provides lateral drainage for any infiltration;
• A compacted clay layer (at least 30 mm thick) – which creates a low air void

content, reduces the cover’s permeability to water, and lowers the diffusion rate
of oxygen into the waste;

• A coarse-grained layer – which reduces the contact of capillary saline waste
waters with the protective cover, and prevents the precipitation of secondary salts
at or near the surface of the dry cover; and

• A compacted layer of acid buffering materials such as lime – which minimizes
reaction of the waste with the overlying layers, and promotes the development of
a chemical cap.

In an arid region with little vegetation, the top soil layer acting as a substrate for
vegetation may be replaced with either a rock cover (so-called “riprap”) or a layer
of coarse-grained material that will reduce erosion.

At many mine sites, the construction of an effective and sustainable vegetation
community generally represents an integral part of mine site rehabilitation. Only a
vegetated or rock armoured landscape will lead to site stability, effectiveness of dry
covers and minimization of deleterious off-site effects. Another important objective
of rehabilitation includes the return of the mined land to a condition that allows
a particular post-mining land use. Mining tenements, particularly those enclosed
by pastoral leases, may be required to rehabilitate as much area as practicable of
closed mine sites to a land use capability that would allow grazing. Consequently, a
careful selection of appropriate plant species is vital in achieving sustainable plant
communities and vegetation cover of waste piles (Martínez-Ruiz et al. 2007).

Non-conventional dry capping solutions include the use of epoxy resins, chem-
ical caps (i.e. chemically induced surficial hardpan layers), wood chips, bark,
municipal solid waste compost, sewage sludge, peat, pulp and paper mill residues,
grouts, fly ash mixtures, and non-acid generating or low-sulfide tailings, some of
which have been applied with variable success (Bussière et al. 2004; Elliott et al.
1997; Forsberg and Ledin 2003, 2006; Hulshof et al. 2006; Pond et al. 2005; SMME
1998; Xenidis et al. 2002). In addition, permafrost has been used in cold climates as
a sulfide oxidation control strategy (Scientific Issue 2.2).

The construction of effective dry covers has to consider the climatic conditions at
the mine site. Depending on the prevailing climate, dry covers are either designed:
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(a) to maximize run-off using unsaturated covers; (b) to store relatively large vol-
umes of infiltrating water for long periods of time using saturated covers; or (c) to
store relatively large volumes of infiltrating water for short periods of time using
store-and-release covers.

2.10.2.1 Unsaturated Covers

In areas where evaporation exceeds rainfall (semi-arid to arid), only unsaturated dry
covers can be used. Unsaturated covers comprise a variety of geological materials
(e.g. alluvium, topsoil, oxide waste). They contain a compacted fine-grained layer
or low permeability clay seal, and they may have a capillary break of coarse-grained
material and a layer of acid buffering materials (Fig. 2.24a). The covers are designed
to maximize rainfall run-off and to minimize water infiltration and oxygen diffusion
into the waste. The cover is topped with a loose soil or benign waste layer, needed to
promote the establishment of vegetation. However, a relatively thin top layer means
that trees need to be removed regularly to prevent roots penetrating and damaging
the layer design and allowing access of oxygen to the sulfidic waste.

Fig. 2.24 Schematic
cross-sections illustrating
complex dry cover designs;
(a) unsaturated covers;
(b) saturated covers;
(c) store-and-release covers
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2.10.2.2 Saturated Covers

For mine sites with a wet climate, water saturated covers prevent infiltration of
oxygen to potentially acid generating materials. The capping consists of carefully
designed layers of soil and clay, which maintain a saturated layer throughout the
year, with the water being provided by natural rainfall. The basic design involves
a medium-grained material such as sandy clay with medium hydraulic conductiv-
ity underlain by fine-grained materials such as clay with low hydraulic conductivity
(Fig. 2.24b). The layer of sandy clay is designed to hold water from infiltrating
rainfall and to act as a water reservoir keeping the pores close to saturation; that
is, the layer acts as a moisture retention layer. The clay layer may be compacted
or uncompacted. Capillary suction forces prevent drainage of this layer with low
hydraulic conductivity. A coarse-grained layer of rock, below the clay and at the
base of the cover, drains first, and provides a capillary break to the movement of any
AMD waters rising from the sulfidic material below. An additional coarse-grained
layer may also be installed above the clay layer in order to reduce evaporation of the
clay layer. At the surface, a layer of gravelly sand/soil is placed above the sandy clay
zone. The soil is not only substrate for the vegetation but also protects the underlying
cover from erosion.

A good saturated cover promotes run-off and maintains a high degree of water
saturation within the sandy clay layer (Taylor et al. 1998). Transport of oxygen in
the pores of this saturated layer is then governed by the low solubility and slow
transport of oxygen in water rather than air. This in turn limits the movement of
oxygen into the sulfidic waste.

Saturated covers are used in humid, wet climates where the cover remains satu-
rated due to the high rainfall. The Rum Jungle uranium mine is an example where
the application of a saturated cover system on sulfidic waste rocks has had lim-
ited success (Bennett et al. 1999; Harries and Ritchie 1988). The cover system was
particularly effective in reducing the oxygen flux during the wet season; however,
during the dry season the clay seal cracks resulting in AMD release and environmen-
tal impacts downstream (Figs. 2.25 and 2.26). Thus, clay as part of a cover design

Fig. 2.25 White’s waste
heap, Rum Jungle uranium
mine, Australia. The sulfidic
waste rock dump has a
saturated cover design which
comprises compacted clay,
sandy clay loam and gravelly
sand on top. The crown of the
waste cover is covered with
grass while the sides of the
waste pile did not develop a
complete vegetation cover
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Fig. 2.26 Scalded seepage area at the base of White’s waste heap (Fig. 2.25). The clay seal has
cracked, and water infiltration into the dump has increased since the installation of the cover in
1984. Saline, acid seepages emanate from the base of the dump and precipitate abundant sulfate
and iron oxyhydroxide efflorescences

may work well in wet climates but not necessarily in dry climates or seasonal cli-
mates due to drying, shrinking and cracking of the clay seal. Also, in many mining
districts, the soil profiles can be notably deficient in clays. Consequently, the lack of
suitable cover materials such as clays makes the construction of saturated covers as
oxygen diffusion barriers impossible.

2.10.2.3 Store-and-Release Covers

So-called store-and-release covers are suitable for climates with distinctly sea-
sonal rainfall (Currey et al. 1999; Williams et al. 1997). The covers are designed
to store water in an upper cover layer (Figs. 2.24c and 2.27). An irregular topog-
raphy prevents surface run-off, and much of the drainage flows into the waste.
The porous, loose top layer becomes saturated with water during a precipitation
event. It then functions as an oxygen ingress barrier for the underlying sulfidic
waste. The barrier uses the low solubility and slow transport of oxygen in water,
reducing oxygen ingress in the same manner as a water cover does. Percolation
of water into the waste is limited because the majority of the stored water is
removed through evapotranspiration. In fact, vegetation plays a significant role in
using and pumping water from these covers (Currey et al. 1999; Williams et al.
1997). The pumping action of plants prevents the stored water from infiltrating
the underlying sulfidic waste. Nonetheless, cover failures may still be possible.
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Fig. 2.27 Simplified
cross-section of a
store-and-release cover
(after Williams et al. 1997)

Prolonged droughts or bushfires may cause significant die-off to plants, and
subsequent infiltration would lead to a significant flow through and out of the waste
materials (Dobos 2000).

2.10.3 Encapsulation, In-Pit Disposal and Mixing

Mining of sulfidic ores generally produces wastes with different acid generation
potential. Selective handling of these different waste types allows the construction
of waste rock dumps according to their acid generation potential (Cravotta et al.
1994; Environment Australia 1997). The disposal practice may utilize the buffering
capacity of any benign waste to control acid production. Potentially acid gener-
ating material is thereby enclosed in non-reactive benign material such as oxide
waste or even neutralizing material (Fig. 2.28a) (i.e. encapsulation method) (e.g.
Cook et al. 2008). Alternatively, the waste is backfilled into open pits (Fig. 2.28b)
(i.e. in-pit disposal method) (cf. Sect. 4.5). The sulfidic waste needs to be placed
below the post-mining ground water table (cf. Fig. 4.11). Mixing highly sulfidic and
benign wastes represents an additional disposal option (Fig. 2.28c). Encapsulation
and mixing practices do not usually prevent sulfide oxidation and acid generation
unless additional control measures are applied. However, the techniques may reduce
AMD intensity substantially.
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Fig. 2.28 Control of sulfide oxidation in mine waste using (a) encapsulation, (b) in-pit disposal,
and (c) mixing techniques (after Environment Australia 1997)

2.10.4 Co-disposal and Blending

Sulfidic waste may also be blended and/or co-disposed with benign or alkaline mate-
rial. Co-disposal refers to the mixing of coarse-grained waste rock with fine-grained
tailings or coal washery wastes (Rensburg et al. 2004; Williams 1997; Wilson et al.
2000). Such a disposal practice has distinct advantages. It allows filling of the large
pores of waste rock with fine tailings. As a result, the hydraulic properties of the
wastes are altered, the water retention and saturation are increased, and the oxygen
transfer into the waste rock is decreased. Sulfide oxidation can be curtailed.

Blending is generally conducted in conjunction with other control measures such
as dry covers. Blending refers to the addition of alkaline material, which is used
to raise the neutralization potential of the mine waste. The objectives are: (a) to
balance the acid neutralization and acid generation potentials; (b) to minimize the
risk of AMD; and (c) to immobilize any soluble or potentially soluble metals and
metalloids as insoluble or sparingly soluble sulfates, carbonates and hydroxides.
Neutralizing materials are mixed with acid producing waste. The neutralizing mate-
rials may be limestone (CaCO3) or lime (CaO) as well as any acid buffering waste
produced at the mine site. The alkaline materials are applied to ensure that the met-
als are immobilized permanently by converting them into sparingly soluble minerals
such as sulfates, carbonates and hydroxides:

CaCO3(s) + H+
(aq) + SO2−

4(aq) + Pb2+
(aq) → PbSO4(s) + HCO−

3(aq) (2.31)

CaCO3(s) + Pb2+
(aq) → PbCO3(s) + Ca2+

(aq) (2.32)

CaO(s) + Zn2+
(aq) + H2O(l) → Zn (OH)2(s) + Ca2+

(aq) (2.33)
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Surface applications of some alkaline materials or applications under thin soil
cover have not been successful (Smith and Brady 1998). Possible explanations may
include: (a) the dissolution of calcite at surface conditions is limited by the partial
pressure of carbon dioxide; and (b) preferential flow of water occurs through the
waste dump, by-passing much of the near surface alkaline material. Thus, uniform
mixing of acid buffering waste or neutralizing materials with sulfidic waste is of
paramount importance in order to achieve consumption of acidity (Smith and Brady
1998). In an already established sulfidic waste dump, the use of neutralizing agents
is limited by the difficulty of blending them through waste layers. Thorough mixing
is usually difficult, inefficient and expensive. In addition, a treatment relying on deep
disturbance of the waste has the risk of exposure of additional unoxidized sulfidic
mine waste. Therefore, blending has to occur while the waste materials are being
dumped at their disposal sites.

The major disadvantage of blending is that it does not prevent sulfide oxidation.
While blending helps to immobilize dissolved metals such iron, aluminium, copper
and lead as insoluble minerals in sulfidic wastes, it may not prevent the release
of sulfate as well as other metals and metalloids (e.g. As, Cd, Mo, Zn) into pore
waters. These elements are potentially mobile under neutral to alkaline pore water
conditions.

2.10.5 Addition of Organic Wastes

The addition of solid organic wastes may also prevent sulfide oxidation. The wastes
can be used as a compacted subsurface layer in dry cover designs or as amendments
to create reactive, low permeability biomass surfaces. Trialed organic materials
include sewage sludge, wood chips, sawdust, manure, peat, pulp and paper mill
residues, and municipal solid waste compost (Cabral et al. 1997; Cousins et al.
2009; Elliott et al. 1997; Hulshof et al. 2006; Shipitalo and Bonta 2008; SMME
1998; Svendson et al. 2007). The wastes inhibit pyrite oxidation via various mech-
anisms. Firstly, alkaline organic wastes provide a pH buffer and use up oxygen
during their degradation. This in turn fosters the creation of reducing conditions
in the cover, inhibits the proliferation of sulfur and iron oxidizing bacteria, pro-
motes the reduction of dissolved sulfate and metals and the formation of solid
sulfide minerals, and leads to the immobilization of metals as sulfides. Secondly,
dissolved organic compounds form stable iron-organic complexes or combine with
iron to form stable precipitates, limiting the availability of iron as an oxidizing
agent. Thirdly, the organic compounds are adsorbed on pyrite surfaces, prevent-
ing oxidation (Evangelou 1995, 1998). However, if organic waste such as sewage
sludge is part of a dry cover design, organic acids (simplified stoichiometrically as
the molecules CH2O and H+) may dissolve iron hydroxide phases (Blowes et al.
1994):

4Fe (OH)3(s) + CH2O(aq) + 7H+
(aq) → 4Fe2+

(aq) + HCO−
3(aq) + 10H2O(l) (2.34)
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Adsorbed and coprecipitated metals, originally present in the iron precipitates,
are also released into the aqueous phase. The iron and other metals can form organic
complexes which may migrate into ground and surface waters or enter plants grow-
ing on sludge amended wastes. Therefore, it is possible that the use of organic
material enhances the migration of contaminants from sulfidic wastes (Forsberg
et al. 2008, 2009; Mitchell 2000).

Solid organic waste placed at the surface of waste repositories is in constant
contact with the atmosphere and will decompose over time. Thus, there is significant
concern about the rate of organic matter degradation in these cover materials. The
organic matter must be resistant enough to degradation to be suitable for use in
long-term reclamation (Cousins et al. 2009).

The use of liquid organic wastes represents an alternative option to control sulfide
oxidation. The injection of microbial inoculum (e.g. dairy wastewater) may lead to
the formation of biofilm and biofilm-like structures on the surface of metal sulfide
minerals (Jin et al. 2008a, b). The biofilm formed on the mineral surface effectively
scavenges all oxygen near the mineral, creates a robust barrier to oxygen diffusion,
and prevents oxidation and consequent AMD generation. The main technical chal-
lenge associated with implementing this technique in the field will be delivering
sufficient amounts of microbial communities and organic waste to individual sulfide
grains in an entire waste pile (Jin et al. 2008a, b).

2.10.6 Bactericides

Certain bacteria are known to increase the rate of pyrite oxidation. Hence, anti-
bacterial agents, so-called bactericides, have been used to inhibit the growth
of these microorganisms (Kleinmann 1997; Ledin and Pedersen 1996; Sand
et al. 2007). Many compounds including anionic surfactants, cleaning detergents,
organic acids, and food preservatives have been screened as selective bacteri-
cides. The anionic surfactants sodium lauryl sulfate and alkyl benzene sulfonate are
considered the most reliable and cost effective inhibitors (Kleinmann 1997). In the
presence of such compounds, hydrogen ions in the acidic environment move freely
into or through bacteria cell membranes, causing their deterioration.

While there are clear advantages in the use of bactericides including decreased
pyrite oxidation and metal mobility, there are also disadvantages and potential risks.
The applied compound may cause toxicity to other organisms; there is the possibility
of resistance development; and it is difficult to reach all zones of the sulfidic waste
(Kleinmann 1998). Bactericides are generally water soluble and leach from the
waste, and they may be adsorbed on the surfaces of other minerals. As a result, repet-
itive treatments are necessary to prevent repopulation of the waste by bacteria when
the bactericide is depleted (Kleinmann 1998). Alternatively, slow-release pellets
may help to provide long-term bacterial inhibition (Kleinmann 1998). Thus, bacte-
ricides are another short-term solution to a long-term waste problem, and if applied,
they should be part of other control measures (Environment Australia 1997).
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2.11 Summary

Sulfidic mine wastes, especially those which contain high concentrations of pyrite,
are the major sources of AMD. Pyrite oxidation may occur via biotic or abiotic
and direct or indirect oxidation processes. Biotic indirect oxidation of pyrite is an
important acid generating process whereby pyrite is oxidized by oxygen and Fe3+

in the presence of microorganisms. Pyrite oxidation is a complex process because it
not only involves chemical, electrochemical and biochemical reactions, but it also
varies with environmental conditions. The following factors all work to enhance the
speed of pyrite oxidation: large surface area; small particle size; high porosity; poor
crystallinity; significant trace element substitutions of and solid inclusions within
the pyrite; acidic pH values of the solution in contact with pyrite; no direct physical
contact with other sulfides; high oxygen and high Fe3+ concentrations in the oxidiz-
ing medium; high temperature; abundant microbial activity; and alternate wetting
and drying of the sulfide grain.

Sulfides other than pyrite have different acid production potentials, stabilities and
rates of reaction. The metal/sulfur ratio in sulfides influences how much sulfuric acid
is liberated by oxidation. Also, the amount of iron sulfides present strongly influ-
ences whether and how much acid is generated during weathering. Iron sulfides (e.g.
pyrite, marcasite, pyrrhotite) or sulfides having iron as a major constituent (e.g. chal-
copyrite, iron-rich sphalerite) generate the most acidity. In contrast, sulfide minerals
which do not contain iron in their crystal lattice (e.g. covellite, galena or iron-poor
sphalerite) do not have the capacity to generate significant amounts of acid. This
is because Fe3+ is not available as the important oxidant, and iron hydrolysis can-
not occur which would generate additional hydrogen ions. The production of acid
also occurs through the dissolution of secondary soluble Fe2+, Mn2+, Fe3+ and Al3+

sulfate salts, and the precipitation of secondary Fe3+ and Al3+ hydroxides.
Any acid generated can be consumed through the reaction of the hydrogen ions

with gangue minerals. The weathering of silicates results in the consumption of
hydrogen ions, formation of secondary minerals, and release of dissolved cations
and silicic acid. The dissolution of hydroxides and carbonates as well as cation
exchange processes on clay minerals also consume acid. The gangue minerals
reacting with the acidic solutions have a variable resistance to weathering and there-
fore, exhibit different reaction rates. Carbonate minerals show the highest reactivity
and highest acid consumption, whereas silicates have significantly slower reaction
rates and provide only token amounts of additional long-term buffering capacity to
sulfidic wastes.

Weathering of sulfidic wastes produces mine waters laden with dissolved salts.
The dissolved salts may approach saturation in pore waters, ground waters, streams
and leachates associated with the oxidation and leaching of sulfidic wastes. In
fact, numerous secondary minerals are known to precipitate in AMD environments.
Some secondary minerals may redissolve in AMD waters thereby influencing the
mine water chemistry; others may precipitate and coat acid buffering or acid pro-
ducing minerals. Massive precipitation of secondary minerals in wastes results in
the formation of laterally extensive or discontinuous subsurface or surface layers
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which act as horizontal barriers to vertical water movements. Thus, the secondary
mineralogy of sulfidic wastes plays an important role in controlling how readily and
how much acid, metals and sulfate are liberated to drainage waters.

The prediction of AMD generation from sulfidic wastes is possible using geolog-
ical and petrographic descriptions, geological modeling, static and kinetic tests, and
mathematical models. These tools may be used to estimate potential sulfide oxida-
tion and dissolved metal mobility. Sulfidic waste dumps are major sources of AMD.
Oxygen advection, convection and diffusion occur in such wastes, which can result
in the production of acid. Fine-grained wastes have much greater surface areas and
hence, a greater acid generation potential than coarse-grained wastes, yet the fine
grain size limits oxygen diffusion, water ingress and acid generation.

Monitoring techniques of sulfidic wastes are designed to identify the early pres-
ence of or the changes to any products of the acid producing reactions. The products
can be identified by obtaining waste temperature measurements, oxygen pore gas
concentration profiles, and leachate analyses for dissolved contaminant concentra-
tions and loads. Rapid increases in temperature profiles of waste dumps indicate
the exothermic oxidation of sulfides, whereas the depletion of oxygen concentration
within gas pores is also indicative of sulfide oxidation.

Control techniques of sulfide oxidation are based on the exclusion of one or more
of the factors that cause and accompany oxidation; that is, sulfide minerals, bacteria,
water, iron and oxygen. Controlling sulfide oxidation may reduce or even eliminate
the possibility of AMD generation. The destructive sulfide oxidation processes are
driven by the ready exchange of oxygen with the atmosphere. Hence, reducing oxy-
gen availability is the most effective control on the oxidation rate. This is generally
achieved using dry or wet covers. The advantage of wet covers is that oxygen dif-
fuses very slowly and has limited solubility in water. In contrast, a dry cover with a
low oxygen permeability restricts water and oxygen movement into and through the

Table 2.8 Web sites covering aspects of sulfidic wastes

Organization Web address and description

The International Network
for Acid Prevention (INAP)

http://www.inap.com.au/
Industry based initiative to coordinate research and

development into the management of sulfidic wastes
US Environmental

Protection Agency (EPA)
http://www.epa.gov/osw/nonhaz/industrial/special/mining/

techdocs/amd.pdf
Technical report on AMD prediction

US Geological Survey
(USGS)

http://crustal.usgs.gov/projects/minewaste/index.html
Mine waste characterization

Mine Environment Neutral
Drainage Program
(MEND), Canada

http://www.nrcan-rncan.gc.ca./mms-smm/tect-tech/sat-
set/med-ndd-eng.htm

Extensive technical reports on sulfide oxidation prevention
techniques

InfoMine http://technology.infomine.com/enviromine/
News and information on sulfidic wastes including static

and kinetic tests
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waste. The dry cover reduces both the oxidation rate of sulfides and the transport of
leachates from the waste. Other established and experimental methods for the pre-
vention of sulfide oxidation and AMD development include selective handling and
isolation, co-disposal and blending, mineral surface treatments, addition of organic
wastes, and bacterial inhibition.

Further information on sulfidic wastes can be obtained from web sites shown in
Table 2.8.



Chapter 3
Mine Water

3.1 Introduction

Water is needed at mine sites for dust suppression, mineral processing, coal wash-
ing, and hydrometallurgical extraction. For these applications, water is mined
from surface water bodies and ground water aquifers, or it is a by-product of the
mine dewatering process. Open pits and underground mining operations commonly
extend below the regional water table and require dewatering during mining. In par-
ticular, mines intersecting significant ground water aquifers, or those located in wet
climates, may have to pump more than 100,000 liters per minute to prevent under-
ground workings from flooding. At some stage of the mining operation, water is
unwanted and has no value to the operation. In fact, unwanted or used water needs
to be disposed of constantly during mining, mineral processing, and metallurgical
extraction.

At modern mine sites, water is collected and discharged to settling ponds and tail-
ings dams. In contrast, at historic mine sites, uncontrolled discharge of mine water
commonly occurs from adits and shafts into the environment. Generally, the volume
of mine water produced, used and disposed of at mine sites is much larger than the
volume of solid waste generated. At mine sites, water comes in contact with miner-
als and dissolves them. Hence, water at mine sites often carries dissolved and partic-
ulate matter. When such laden waters reach receiving water bodies, lakes, streams
or aquifers, the waters can cause undesirable turbidity and sedimentation, they may
alter temperatures, or their chemical composition may have toxic effects on plants
and animals. For example, in the United States, it has been estimated that 19,300 km
of streams and 72,000 ha of lakes and reservoirs have been seriously damaged by
mine effluents from abandoned coal and metal mines (Kleinmann 1989).

The worst example of poor mine water quality and associated environmental
impacts is acid mine drainage (AMD) water, which originates from the oxidation
of sulfide minerals (Sect. 2.3). Sulfide oxidation is an autocatalytic reaction and
therefore, once AMD generation has started, it can be very difficult to halt. AMD
is the most severe in the first few decades after sulfide oxidation begins, and the
systems then produce lower levels of contaminants (Demchak et al. 2004; Lambert
et al. 2004). In extreme cases, however, AMD may continue for thousands of years
(Case Study 3.1, Fig. 3.1).

119B.G. Lottermoser, Mine Wastes, 3rd ed., DOI 10.1007/978-3-642-12419-8_3,
C© Springer-Verlag Berlin Heidelberg 2010
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Fig. 3.1 Slag heap, sulfidic waste dumps, and abandoned railway carriages at Rio Tinto, Spain.
Mankind has exploited the Rio Tinto ores since the Copper Age 5000 years ago. The mining
activities have left uncountable waste rock heaps, ore stockpiles, tailings dumps, slag deposits, and
settling ponds, most of which do not support any vegetation. The exploitation of sulfidic ores has
created a unique mining landscape and caused massive AMD flowing into the Rio Tinto

Case Study 3.1. Acid Mine Drainage at the Rio Tinto Mines,
Spain

The Iberian Pyrite Belt

The Iberian Pyrite Belt corresponds to an area of volcanic and sedimentary
rocks containing massive sulfide deposits. This area forms an arcuate belt,
about 250 km long and up to 60 km wide, from Seville in southern Spain
to the Atlantic coast of Portugal. The belt contains about 90 known massive
sulfide deposits which have been mined for pyrite, base metals (Cu, Pb, Zn),
and various trace elements (e.g. Ag, As, Au, Hg, Sn). The orebodies range
from small lenses with thousands of tonnes to giant bodies with hundreds of
million tonnes. Prior to erosion, these deposits contained more than 1700 Mt
of massive sulfides. About 20% of this amount has been mined, and 10–15%
has been lost to erosion (Barriga and Carbalho 1997). The Iberian Pyrite Belt
represents the largest concentration of metals and sulfides in the world.

The Rio Tinto Mining District

The Rio Tinto district (i.e. Nerva–Minas de Riotinto) has been the most impor-
tant mining district of the Iberian Pyrite Belt. Various civilizations have been
living in the Rio Tinto region, exploiting its natural resources and establishing
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one of the oldest mines in the world. Mining dates back to the Copper Age
5000 years ago and continued during Tartessian and Phoenician times. The
mineral wealth of the region also drew Greek, Carthaginian and Roman inva-
sions – the greatest mining activity took place during the Roman period. The
mines were abandoned after the Roman era, and little mining was conducted
after this time. In 1873, British mining companies began to exploit the ores on
a large scale, and a significant industrial complex was established by the late
19th century. Exploitation of the mines continued into modern times.

These successive mining activities have resulted in the creation of a unique
mining landscape. The region has numerous abandoned mine workings and
is littered with derelict buildings and disused mining and processing equip-
ment. There are also uncountable waste rock heaps, ore stockpiles, tailings
dumps, slag deposits, and settling ponds, most of which do not support any
vegetation. The lack of vegetation on sulfidic wastes and local soils increases
erosion rates into the headwaters of the Rio Tinto. Pyritic waste particu-
lates are transported into the river tens of kilometers downstream of the
mine and processing sites (Hudson-Edwards et al. 1999). The erosion pro-
cesses exacerbate the moonscape appearance of the area affected by mining,
mineral processing and smelting activities. Most importantly, the Rio Tinto
mining district is characterized by uncontrolled pyrite oxidation in exposed
mine workings and waste materials (Romero et al. 2006b). The oxidation of
pyrite causes formation of sulfuric acid and the dissolution of many metals.
Mine waters are quite acid (pH 2 or less) due to the oxidation of abundant
pyrite.

The Tinto River

The Rio Tinto mining district is drained by the Odiel and Tinto rivers. The
Tinto river is 90 km long and remains strongly acid (pH < 3) for its entire
length (Leblanc et al. 2000; Braungardt et al. 2003). Tinto is Spanish for red
wine and clearly refers to its turbid red, acid water. The stream’s distinct
turbidity is the result of abundant iron-rich suspended colloids and gelati-
nous flocculants. The river also carries very high dissolved sulfate, metal,
and metalloid loads (As, Fe, Cu, Cd, Ni, Pb, Zn) from the headwaters to
its estuary. Part of this dissolved metal load is precipitated into fluvial and
estuarine sediments. Another part of the metal load enters continental shelf
sediments and waters of the Gulf of Cadiz and contributes to the metal con-
tent of the Mediterranean Sea through the Strait of Gibraltar (Elbaz-Poulichet
and Leblanc 1996; Nelson and Lamothe 1993). The waters and sediments
of the Rio Tinto are strongly polluted with metals and metalloids. In fact,
the Tinto river is one of the most polluted streams in the world. Such pol-
lution began with the exploitation of the ores 5000 years ago (Davis et al.
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2000). Despite its pollution, the Rio Tinto acts as an ecological niche for at
least 1300 different microorganisms including algae, fungi, bacteria, yeast and
protists (Ariza 1998; García-Moyano et al. 2008; López-Archilla et al. 1993).
Some of these microorganisms actively participate in the oxidation of detri-
tal pyrite particles present in the stream bed. The Rio Tinto is unique in the
sense that the pH value of the river water does not increase downstream, nor
does it change significantly during rainfall events. In general, the pH of AMD
affected streams generally increases downstream due to the inflow of unpol-
luted surface or ground waters. The unique conditions of the Rio Tinto are
likely due to a number of factors including: (a) a constant input of low pH
waters from the mine workings and waste dumps into the headwaters of the
river; (b) the presence of abundant detrital pyrite grains in Rio Tinto’s allu-
vium; (c) an pleothora of microorganisms which help to oxidize the pyrite
grains to acid; (d) the presence of acid producing secondary minerals such
as copiapite and coquimbite in the fluvial sediments; and (e) the hydrolysis
of iron, precipitation of secondary iron minerals and associated production of
hydrogen ions in the Rio Tinto (Buckby et al. 2003; Cánovas et al. 2007; Egal
et al. 2008; Hubbard et al. 2009; Hudson-Edwards et al. 1999; Lottermoser
2005; López-Archilla et al. 1993; Olías et al. 2006; Sánchez España et al.
2006; Sarmiento et al. 2009a).

Mining may not be entirely responsible for the generation of AMD and its
impact on the Rio Tinto. Historical records refer to the river’s long-standing
acidity. The Romans called the Rio Tinto “urbero”, Phoenician for “river of
fire”, and the Arab name for it was “river of sulfuric acid” (Ariza 1998).
There is also geological evidence that the sulfide orebodies experienced long-
term weathering and erosion at some stage in their geological history. The
presence of thick jarosite-rich gossans capping the pyritic ores indicates that
acid weathering of outcropping sulfide ores could have produced natural ARD
prior to mining. The unique red colour of the river may have attracted the very
first miners to the region (Ariza 1998). Consequently, the water’s conditions
today could be a combination of natural ARD and mining induced AMD.

This chapter summarizes information on AMD waters and gives the principles
of AMD characterization, monitoring, prediction, environmental impact, and treat-
ment. Such aspects of AMD waters are important issues for any mining operation,
regardless whether the mine waters are acid or not.

3.2 Sources of AMD

Mining of metallic ore deposits (e.g. Cu, Pb, Zn, Au, Ni, U, Fe), phosphate ores,
coal seams, oil shales, and mineral sands has the potential to expose sulfide miner-
als to oxidation and generate AMD water. Coal and ore stockpiles, tailings storage
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Fig. 3.2 Sources of AMD at a metal mine (Ferguson and Erickson 1988)

facilities, as well as waste rock and heap leach piles are all potential sources for acid
generation as are underground workings, mine adits, shafts, pit walls, and pit floors
(Figs. 3.2, 3.3, 3.4 and 3.5). At these sites, mine waters can become acidic through
reactions of meteoric water or ground water with exposed sulfides. Consequently,
AMD water can form as the result of numerous processes such as:

• Ground water enters underground workings located above the water table and
exits via surface openings or is pumped to the surface (i.e. mining water)
(Fig. 3.3);

• Ground water enters pits and surface excavations;
• Meteoric precipitation comes in contact with pit faces (Fig. 3.4);
• Meteoric precipitation infiltrates coal and ore stockpiles, heap leach piles, coal

spoil heaps, and waste rock dumps (Fig. 3.5);
• Meteoric precipitation and flood inflow enter tailings disposal facilities;
• Run-off from rainfall interacts with mining, mineral processing, and metallurgi-

cal operations;
• Surface water and pore fluids of tailings, heap leach piles, ore stockpiles, coal

spoil heaps, and waste rock dumps may surface as seepage waters or migrate into
ground water aquifers; and

• Uncontrolled or controlled discharge of spent process waters occurs from tailings
dams, stacks, ponds, and heap leach piles.

AMD waters can form rapidly, with evidence such as iron staining or low pH
run-off often appearing within months or even weeks. AMD generation is thereby
independent of climate and is encountered at mine sites in arid to tropical climates
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Fig. 3.3 Conceptual process of sulfide oxidation and AMD development in an underground mine

Fig. 3.4 Conceptual process of sulfide oxidation and AMD development in an open pit mine

from the Arctic Circle to the equator (Scientific Issue 2.2). However, not all mining
operations that expose sulfide-bearing rock will cause AMD. In addition, contam-
inant generation and release are not exclusive to AMD environments. They also
occur in neutral and alkaline drainage environments as shown in the following
sections.
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Fig. 3.5 Conceptual process of sulfide oxidation and AMD development in a waste rock dump

3.3 Characterization

Constituents dissolved in mine waters are numerous, and mine waters are highly
variable in their composition (Table 3.1). Some waters contain nitrogen compounds
(nitrite, NO2

–; nitrate, NO3
–; ammonia, NH3) from explosives used in blasting

operations and from cyanide heap leach solutions used for the extraction of gold
(Sect. 5.4). Other mine waters possess chemical additives from mineral processing
and hydrometallurgical operations (Sect. 4.2.1). For instance, metallurgical process-
ing of many uranium ores is based on leaching the ore with sulfuric acid (Sect.
6.5.1). Spent process waters are commonly released to tailings repositories, so the
liquids of uranium tailings dams are acid and sulfate rich. Also, coal mining may
result in the disturbance of the local aquifers and the dissolution of chloride and
sulfate salts that are contained in the marine sedimentary rocks present between the
coal seams. As a result, coal mine waters can be exceptionally saline.

Therefore, depending on the mined ore and the chemical additives used in
mineral processing and hydrometallurgical extraction, different elements and com-
pounds may need to be determined in waters of individual mine sites. Regardless of
the commodity extracted and the mineral processing and hydrometallurgical tech-
niques applied, major cations (i.e Al3+, Si4+, Ca2+, Mg2+, Na+ and K+) and anions
(i.e Cl–, SO2

4
–, CO2

3
–, HCO3

–) are important constituents of any mine water. Other
constituents such as nitrogen or cyanide compounds, or dissolved and total organic
carbon concentrations, should be determined depending on site specific conditions.
Additional parameters analyzed and used for the study of mine waters are given in
Table 3.2.
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Table 3.1 Chemical composition of some mine waters from metal mine sites in Australia
(Lottermoser unpublished data; Lottermoser and Ashley 2006a). World Health Organization’s
drinking water guideline values are also listed (WHO 2008)

Tailings pond
water, Jumna
tin mill

Mine site drainage
water, Montalbion
silver mine

Tailings dam
seepage water,
Mary Kathleen
uranium mine

WHO
guidelines

General parameters
pH 2.57 3.59 5.55
Conductivity (mS cm–1) 2.74 1.39 5.11
TDS (mg l–1) 1860 1091 4550

Major ions (mg l–1)
Ca 27 85 503
Mg 23 34 465
Na 1 13 204
K <1 3.8 10
Al 129 47 0.01
Fe 148 1.63 302
Mn 7.2 11 219 0.4
HCO3 <1 <0.1 13
SO4 1530 780 4110
Cl <1 14 147
F 1.9 na na 1.5

Trace elements (μg l–1)
As 772 50 3 10
Ba 6 50 17 700
Cd 291 623 na 3
Co 192 289 na
Cr 68 3 na 50
Cu 30,800 21,700 4 2000
Mo 2 0.2 na 70
Ni 257 236 93 70
Pb 607 36 <1 10
Se 20 22 na 10
U 36 na 319 15
Zn 63,700 79,000 17

na: not analyzed

3.3.1 Sampling and Analysis

Detailed procedures for water sampling, preparation and analysis are found in man-
uals and publications (e.g. Appelo and Postma 1999; Ficklin and Mosier 1999).
Laboratory methods for the geochemical analysis of environmental samples includ-
ing mine waters are given by Crock et al. (1999). Quality assurance/quality control
of the analytical results must be ensured using established procedures. The submis-
sion of duplicates or even triplicates of the same sample will allow an evaluation
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Table 3.2 Selected parameters important to mine waters (after Appelo and Postma 1999;
Brownlow 1996; Drever 1997; Ficklin and Mosier 1999)

Parameter Explanation

Eh Reduction-oxidation potential of a solution. The redox state of
mine waters is best analyzed by determining the concentrations
of multiple redox species such as Fe2+ and Fe3+ in the sample.
Expressed as volts (V)

pH Negative logarithm of hydrogen activity; –log[H+]
Electrical conductivity

(EC)
Ability to conduct electrical current, depending on the amount of

charged ions in solution. Expressed as μScm–1. For freshwater,
the conductivity is approximately related to the quantity of total
dissolved solids by the expression: EC 0.65–1 = mg l–1TDS

Hardness Sum of the ions which can precipitate as “hard particles” from
water. It is expressed as mg CaCO3 l–1 and related to the sum of
calcium and magnesium ions by the equation:
mg CaCO3 l–1 = 2.5 (mg Ca l–1) + 4.1 (mg Mg l–1)

Alkalinity Capacity of a solution to neutralize acid. Determined by titrating
with acid down to a specific pH, e.g. pH 4.5. In most natural
waters, alkalinity is equal to the molality concentrations of
bicarbonate and carbonate ions. Other ions such as ammonia,
borate, silicic acid, bisulfides, organic anions, and hydroxide ions
can combine with hydrogen and contribute to alkalinity.
Expressed as mg CaCO3 or HCO3

– l–1

Acidity Capacity of a solution to donate protons. Determined by titrating
with a base up to a specific pH value, e.g. pH 8.3. A number of
dissolved ions (H+, Fe2+, HSO4

–), gases (CO2, H2S), humic and
fulvic acids, and suspended matter (metal hydroxides, clays) may
contribute to an acidity value. Mine waters generally have very
low organic acid contents. Expressed as mg CaCO3 or HCO3

– l–1

Total dissolved solids
(TDS)

Amount of dissolved solids. Determined by evaporating and
weighing the dry residue. Expressed as mg l–1

Dissolved oxygen (DO) Amount of dissolved oxygen. Expressed as mg l–1

Turbidity Macroscopic, visual evidence of suspended matter in water.
Expressed by using an empirical number scale

Temperature ◦C
Salinity Amount of total dissolved solids. Freshwater has <1000 or

1500 mg l–1 TDS, brackish waters have 1000–10,000 mg l–1 TDS,
saline waters have 10,000–100,000 mg l–1 TDS, whereas brines
have even higher salinities

of the analytical precision (i.e. repeatability). Blanks of deionized water should be
included in order to check for unclean sample processing or inaccurate chemical
analysis. The low pH of AMD waters will aid in preservation of dissolved metals;
otherwise, neutral or alkaline waters need to be acidified to keep metals in solution.
Degassing of CO2-rich samples is possible after sampling, so containers should be
completely filled and tightly closed.

The longer the period of time between collection and analysis, the more likely it
is that unreliable analytical results will be measured. Exposure to light and elevated
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temperatures will cause precipitation of salts, or dissolution of transitional and solid
species. Consequently, it is of paramount importance to preserve water samples on
ice in a closed container and to submit collected samples as soon as possible to
the laboratory. Upon receipt of the analytical results, analytical values of dupli-
cates/triplicates and blanks should be evaluated, and the charge balance of anions
and cations should be confirmed (Appelo and Postma 1999).

The concentrations of dissolved substances in water samples are presented in
different units. The most commonly used units are mg l–1 and ppm or ppb. The
units mg l–1 and ppm are numerically equal, assuming that 1 l of water weighs
1 kg. Such a conversion is only valid for dilute freshwaters, yet many mine waters
are saline. Thus, any conversion has to consider the increased density (Appelo and
Postma 1999). The density of waters needs to be determined if it is desired to convert
analytical values from mg l–1 to ppm.

With the advent of modern field equipment, many mine water parameters (i.e. pH,
dissolved oxygen, temperature, electrical conductivity, turbidity) should be deter-
mined in the field since these values can quickly change during sample storage
(Ficklin and Mosier 1999). If possible, an elemental analysis should be accom-
panied by the measurement of the reduction-oxidation (redox) potential (i.e. Eh),
or of a redox pair such as Fe2+/Fe3+. Such an analysis is sufficient to define the
redox state of the AMD water and allows the simulation of redox conditions during
geochemical modeling.

3.4 Classification

There is no typical composition of mine waters and as a result, the classification of
mine waters based on their constitutents is difficult to achieve. A number of clas-
sification schemes of mine waters have been proposed using one or several water
parameters:

• Major cations and anions. This is a standard technique to characterize ground and
surface waters (e.g. Appelo and Postma 1999; Brownlow 1996; Drever 1997). It
involves plotting the major cation (Ca2+, Mg2+, Na+, K+) and anion (Cl–, SO2

4
–,

CO2
3

–, HCO3
–) chemistry on a so-called Piper or trilinear diagram. The plotted

waters are then classified according to their cation and anion abundances.
• pH. A basic scheme labels mine waters according to their pH as acidic, alkaline,

near-neutral, and others (Morin and Hutt 1997).
• pH and Fe2+ and Fe3+ concentration. This classification technique requires a

knowledge of the pH and of the amount of Fe2+ and Fe3+ present (Glover 1975;
cited by Younger 1995).

• pH vs. combined metals. Mine waters can also be classified according to pH and
the content of total dissolved metals (Ficklin et al. 1992; Plumlee et al. 1999)
(Fig. 3.6).
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Fig. 3.6 Geochemical classification plot (Ficklin diagram) for waters based on the sum of dis-
solved metals (Zn, Cu, Cd, Pb, Co, Ni) and pH (after Ficklin et al. 1992; Plumlee et al. 1999)

• Alkalinity vs. acidity. This scheme has been devised to allow classification of
mine waters according to their treatability using passive treatment methods
(Hedin et al. 1994a). It requires a knowledge of the alkalinity and acidity of
the waters as determined by titration (Kirby and Cravotta 2005a, b). Estimates
of the total acidity can also be made from water quality data using a formula
(Hedin 2006). The literature offers various definitions for the terms acidity and
alkalinity (cf. Table 3.2). Also, alkalinity can be defined as the total concentra-
tion (meq l–1) of basic species in an aqueous solution, whereas acidity is the
total concentration (meq l–1) of acidic species in an aqueous solution (McAllan
et al. 2009). The net or total acidity of mine waters consists of proton acidity
(i.e. H+) and latent acidity caused by the presence of other acidic components.
For example in coal mine waters, the acidic components are primarily accounted
for by free protons (H+) and dissolved Fe2+, Fe3+, Al3+ and Mn2+ that may
undergo hydrolysis (Hedin 2006). The alkalinity versus acidity categorization
is useful for the selection of aerobic or anaerobic treatment methods as net
acid waters require anaerobic treatment and net alkaline waters require aerobic
remediation.

• Alkalinity vs. acidity and sulfate concentration. This classification considers both
the alkalinity and acidity as well as the sulfate content of mine waters (Younger
1995).



130 3 Mine Water

Table 3.3 Classification of mine waters based on pH (after Morin and Hutt 1997)

Class Characteristics

Extremely acid pH < 1. Extreme examples of acidities generated through sulfide
oxidation and hydrolysis reactions. The rocks are distinctly
enriched in pyrite and depleted in acid buffering materials

Acid pH < 5.5. Acidity generated through oxidation of Fe-rich
sulfides. Commonly found at base metal, gold and coal mines

Neutral to alkaline pH 6–10. Acid producing and acid buffering reactions keep a pH
balance, or abundant Fe-rich sulfides are absent. The drainage
may become acid or alkaline with time upon exhaustion of
acid producing or acid buffering minerals. High levels of
alkalinity generated through dissolution of carbonates, alkali
oxides, hydroxides, and silicates. Commonly found at
diamond, base metal, gold, uranium, iron, coal and mineral
sand mines

Saline pH highly variable which influences the concentrations of
aqueous ions. Associated with the mining of coal and
industrial minerals, including evaporites such as potash, halite
and borate

The above classifications have one or several short-comings: (a) the classifica-
tions do not include waters with neutral pH values and extraordinary salinities;
(b) the schemes do not consider mine waters with elevated concentrations of arsenic,
antimony, mercury, cyanide compounds, and other process chemicals; (c) the cate-
gorizations do not consider iron, manganese and aluminium which are present in
major concentrations in AMD waters; and (d) routine water analyses do not include
determinations of the Fe2+ and Fe3+ concentrations. Therefore, the categorizations
are not inclusive of all mine water types. In this work, the simple classification
scheme of Morin and Hutt (1997) has been modified (Table 3.3), and the following
presentation of mine waters is given according to their pH.

3.4.1 Acid Waters

Oxidation of pyrite and other sulfides is the major contributor of hydrogen ions
in mine waters, but a low pH is only one of the characteristics of AMD waters
(Fig. 3.7). The oxidation of sulfide minerals does not only create acid, but it
also liberates metals and sulfate into waters and accelerates the leaching of other
elements from gangue minerals. As a consequence, AMD is associated with the
release of sulfate, heavy metals (Fe, Cu, Pb, Zn, Cd, Co, Cr, Ni, Hg), metalloids
(As, Sb), and other elements (Al, Mn, Si, Ca, Na, K, Mg, Ba, F). In general, AMD
waters from coal mines typically contain much lower concentrations of heavy met-
als and metalloids than waters from base metal or gold deposits (Geldenhuis and
Bell 1998).
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Fig. 3.7 pH scale and
comparison of AMD water
with other familiar fluids
(after Jambor et al. 2000b)

AMD waters are particularly characterized by exceptionally high sulfate
(>1000 mg l–1), high iron and aluminium (>100 mg l–1), and elevated copper,
chromium, nickel, lead and zinc (>10 mg l–1) concentrations. Dissolved iron and
aluminium typically occur in significantly higher concentrations than the other ele-
ments. Elements such as calcium, magnesium, sodium, and potassium may also
occur in strongly elevated concentrations. These latter elements are not of envi-
ronmental concern themselves. However, they may limit the use of these waters
because of their sodium content or their hardness. High sodium levels prevent the
use of these waters for irrigation of soils, and the hardness influences the toxicity of
heavy metals such as zinc.

Sulfide oxidation and the AMD process also form the basis for modern heap
leach operations used to recover copper and uranium from geological ores. In these
hydrometallurgical processes, copper and uranium ores are piled into heaps and
sprinkled with acid leach solutions. Sulfuric acid is applied to dissolve the ore
minerals (e.g. malachite, azurite, uraninite). Once the recovery of metals is com-
plete, the heap leach piles are rinsed to reduce any contaminant loads (Ford 2000;
Li et al. 1996; Shum and Lavkulich 1999). Despite rinsing, drainage waters ema-
nating from spent heap leach piles can have high acidity, sulfate, metal, metalloid,
and aluminium concentrations. In addition, sulfuric acid is used for the extraction
of nickel from nickel laterite deposits and the production of synthetic rutile from
placer deposits. Both processes result in the formation of acidic tailings. Finally,
the presence of acid conditions in surface waters should not always be attributed to
anthropogenic processes. Acidity of streams may also be caused by naturally occur-
ring organic acids that are flushed from soils into surface waters. Therefore, acidic
drainage waters are not exclusive to sulfidic wastes. In most cases, the acidity of
mine waters is the result of sulfide oxidation.
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3.4.2 Extremely Acid Waters

The pH of most drainages is buffered by acid neutralizing minerals. The buffer-
ing reactions ensure that AMD waters have pH values of greater than 1. There are,
however, rare examples with drainage acidities of below pH 1, in extreme cases
even with negative pH values (Nordstrom and Alpers 1999b; Nordstrom et al. 2000;
Williams and Smith 2000). These waters not only contain exceptionally low pH
values – in rare cases as low as −3 – they also exhibit extraordinarily high concentra-
tions of iron, aluminium, sulfate, metals, and metalloids. The concentrations are so
high that the waters are significantly over-saturated with mineral salts. Theoretically,
precipitation of secondary minerals should occur. Precipitation of mineral salts from
these waters is very slow, and the total ionic strengths of the waters exceed their
theoretical maximum. Such conditions are referred to as super-saturation. Super-
saturated AMD waters are generated from rocks distinctly enriched in pyrite and
depleted in acid buffering carbonates. The acid buffering capacity of such rocks is
minimal, and the formation of extremely acid mine waters is favoured by unhindered
sulfide oxidation and hydrolysis reactions.

3.4.3 Neutral to Alkaline Waters

A low pH is not a universal characteristic of waters influenced by mining. The pH
of mine waters extends to alkaline conditions, and the aqueous concentrations of
anions and cations range from less than 1 mg l–1 to several 100,000 mg l–1. In acid
waters, sulfate is the principal anion, and iron, manganese and aluminium are major
cations. In alkaline waters, sulfate and bicarbonate are the principal anions, and con-
centrations of calcium, magnesium, potassium and sodium are generally elevated
relative to iron and aluminium (Rose and Cravotta 1998). Substantial concentrations
of sulfate, metals (Cu, Cd, Fe, Hg, Mn, Mo, Ni, Pb, Tl, U, Zn), and metalloids (As,
Sb, Se) have been documented in oxidized, neutral to alkaline mine waters (Ashley
et al. 2003b; Carroll et al. 1998; Carvalho et al. 2009a; Cidu et al. 2007; Craw et al.
2004; Desbarats and Dirom 2007; Lindsay et al. 2009a; Lottermoser et al. 1997b,
1999; Pettit et al. 1999; Plumlee 1999; Plumlee et al. 1999; Scharer et al. 2000;
Schmiermund 2000; Rollo and Jamieson 2006; Wilson et al. 2004; Younger 2000).
Such waters are of environmental concern as they may adversely impact on the
quality of receiving water bodies. Neutral to alkaline mine waters with high metal,
metalloid, and sulfate contents can be caused by:

• Drainage from tailings repositories containing residues of alkaline leach pro-
cesses or neutralized acidic tailings;

• Drainage from non-sulfidic ores and wastes;
• Drainage from sulfidic ores or wastes that have been completely oxidized during

pre-mining weathering;
• Drainage from pyrite- or pyrrhotite-rich ores and wastes with abundant acid

neutralizing minerals such as carbonate; and
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• Drainage from sulfide ores or wastes depleted in acid producing sulfides (e.g.
pyrite, pyrrhotite) and enriched in non-acid producing sulfides (e.g. galena,
sphalerite, arsenopyrite, chalcocite, covellite, stibnite).

3.4.4 Coal Mine Waters

AMD waters of coal mines are characterized by low pH as well as high electrical
conductivity, total dissolved solids, sulfate, nitrate, iron, aluminium, sodium, cal-
cium and magnesium values (e.g. Zielinski et al. 2001; Vermeulen and Usher 2006;
Cravotta 2008a, b). In addition, individual mine sites may have waters with elevated
manganese and trace element values (Cravotta and Bilger 2001; Larsen and Mann
2005). Coal contains a range of trace elements and leaching of trace metals (e.g. Cd,
Co, Cr, Cu, Li, Ni, Pb, Sr, Zn) and metalloids (e.g. As, B, Se) may impact on the
receiving environment (e.g. Lussier et al. 2003; Søndergaard et al. 2007; Wu et al.
2009).

Mine waters of coal mines are not necessarily acid. Many mine waters of coal
mines have near neutral pH values. However, such waters typically contain ele-
vated total dissolved solids and exhibit high electrical conductivities (Foos 1997;
Szczepanska and Twardowska 1999). Substantial concentrations of manganese have
been documented for some near-neutral coal mine waters (Kruse and Younger
2009). Salt levels, particularly chloride concentrations, can be extreme. These saline
waters originate from saline aquifers as dewatering of the mine may intersect deep
saline formation waters. Also, atmospheric exposure of saline coals and marine
sediments within the stratigraphic sequence, containing abundant salt crystals, will
lead to the generation of saline mine waters. Such waters need to be contained on
site. Discharge off-site should occur when suitable flow conditions in the receiving
streams are achieved, and dilution of saline waters is possible.

In rare cases, coals have significant concentrations of uranium, thorium, and
radioactive daughter products of the uranium and thorium decay series. Mine waters
of such coals possess elevated radium-226 (Ra-226) levels. The dissolution of Ra-
226 is possible if the waters contain low sulfate concentrations. This allows the
dissolution of barium and radium (Ra-226) ions and causes elevated radiation levels
(Pluta 2001; Schmid and Wiegand 2003).

3.5 Processes

There are several geochemical and biogeochemical processes which are important
to mine waters, particularly to AMD waters. These processes, directly or indirectly,
influence the chemistry of AMD waters. The processes are not exclusive to surface
AMD environments and also operate below the surface in acid ground waters (e.g.
Paschke et al. 2001).
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3.5.1 Microbiological Activity

Conditions within AMD waters are toxic to normal aquatic biota. Thus, AMD
waters are generally thought to be biologically sterile; however, they are hardly
lifeless (Fig. 3.8). While AMD and AMD impacted waters are characterized by
a limited diversity of plants, they display a great diversity of microorganisms.
Microorganisms composed of all three domains of life (Archaea, Bacteria, Eukarya)
are common and abundant in AMD waters (Fang et al. 2007; Johnson 1998a, b;
Kim et al. 2009). The conditions in AMD waters are ideal for the proliferation of
miroorganisms (so-called extremophiles) that can thrive in these environments. For
example, there are over 1300 different forms of microorganisms identified in the
infamous acid waters of the Rio Tinto, Spain (Ariza 1998) (Case Study 3.1). The
hostile environment also provides a niche for species that produce novel metabo-
lites of potential significance and use to mankind. For example, the Berkeley acid
pit lake contains microorganisms that generate metabolic compounds with selective
anticancer activities (Stierle et al. 2004, 2006, 2007).

Bacteria isolated from AMD environments are numerous and include
Acidithiobacillus thiooxidans, Acidithiobacillus ferrooxidans, Leptospirillum fer-
rooxidans, and Thiobacillus thioparus (Blowes et al. 1998; Gould and Kapoor
2003; Gould et al. 1994; Ledin and Pedersen 1996; Johnson 1998a, b; Nordstrom
and Alpers 1999a). These bacteria function best in an acid, aerobic environment

Fig. 3.8 Acid-tolerant sedge
(Eleocharis equisetina)
growing in AMD waters
(pH 2.7, EC 3.41 mS cm-1)
of an inactive tailings pond
(Jumna tin mill, Australia)
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(pH < 4). The bacteria need minor nitrogen and phosphor for their metabolism, and
they depend on the oxidation of Fe2+, hydrogen sulfide, thiosulfate, sulfur, and
metal sulfides for energy. They also transform inorganic carbon into cell building
material (Ledin and Pedersen 1996). The inorganic carbon may originate from the
atmosphere or from the dissolution of carbonates. The bacterial activity produces
metabolic waste (i.e. sulfuric acid, Fe3+) that accelerates the oxidation of sulfides
(Sect. 2.3.1).

Algae are common organisms in AMD waters (Fig. 3.9). Such algae are not only
capable of thriving in hostile AMD waters, they also remove metals and metalloids
from solution. In addition, algae such as the protozoa Euglena mutabilis photosyn-
thesize oxygen and contribute to dissolved oxygen in mine waters. This facilitates
inorganic precipitation of iron and hence, the algae indirectly remove iron from
AMD waters (Brake et al. 2001a, b). There are other life forms apart from bacte-
ria and algae identified in AMD environments. For instance, a species of Archaea,
Ferroplasma acidarmanus, has been found to thrive in exceptionally acid (pH 0),
metal-rich waters (Edwards et al. 2000).

Certain microorganisms survive or even thrive in AMD environments because:
(a) they tolerate elevated concentrations of dissolved metals and metalloids; and (b)
they use the energy from the chemical oxidation reactions for their own growth.
Furthermore, the microbes are capable of removing elements from AMD waters
through adsorption and precipitation processes. The microbes thereby participate,
actively or passively, in the removal of metals and metalloids from mine waters
(Ferris et al. 1989; Johnson 1998a, b; Leblanc et al. 1996). For example, the bac-
terium Acidithiobacillus ferrooxidans oxidizes Fe2+ and promotes precipitation of
iron as iron oxides and hydroxides (Ferris et al. 1989). Other microbes produce

Fig. 3.9 Streamers of filamentous algae (Klebsormidium sp.) growing in AMD waters (pH 4.2,
7.4 mg l–1 Cu in solution), Gulf Creek, Australia (Lottermoser et al. 1999). The algae contain up
to 0.25 wt.% copper. Largest cobble is 20 cm long
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oxygen, reduce sulfate to sulfide, actively precipitate metals outside their cells, or
incorporate metals into their cell structure. Moreover, some microorganisms are
capable of inducing the formation of microbial minerals such as ferrihyrite, schw-
ertmannite and hydrozincite in AMD affected waters (Kim et al. 2002; Zuddas and
Podda 2005). In extreme cases, the metals and metalloids accumulated by living
microorganisms, or the dead biomass, may amount to up to several weight percent
of the cell dry weight. In addition, organic matter and dead cells indirectly partici-
pate in the immobilization of metals. If any dead biomass accumulates at the bottom
of an AMD stream or pond, its degradation will lead to anaerobic and reducing con-
ditions. Under such conditions, most metals may precipitate as sulfides and become
both insoluble and unavailable for mobilization processes.

In summary, all three major life groups (Archaea, Eukarya, Bacteria) on Earth are
present as microorganisms in AMD environments. Some of these microorganisms
accelerate the oxidation of sulfides whereas others adsorb and precipitate metals
and metalloids from mine waters. Hence, microbes play an important role in the
solubilization as well as immobilization of metals and metalloids in AMD waters.

3.5.2 Precipitation and Dissolution of Secondary Minerals

The precipitation of secondary minerals and of poorly crystalline and amorphous
substances is common to AMD environments (Fig. 3.10) (Cortecci et al. 2008;
Frau et al. 2009; Gammons 2006; Genovese and Mellini 2007; Kim and Kim
2003; McCarty et al. 1998; Romero et al. 2006a; Valente and Gomes 2009)

Fig. 3.10 Secondary minerals (iron oxyhydroxides, alumnium hydroxides, gypsum, jarosite)
encrusting stream sediments of the acid Dee River (pH 3), downstream of the historic Mt. Morgan
copper mine, Australia. Field of view 70 cm
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(Sect. 2.6). Common minerals include soluble metal salts (mainly sulfates), iron-
hydroxysulfates (e.g. jarosite, schwertmannite), and iron-oxyhydroxides (e.g. fer-
rihydrite, goethite). The precipitation of solids is accompanied by a decrease of
individual elements and compounds, resulting in lower total dissolved solids (TDS)
in the mine waters.

The precipitated metal salts can also be redissolved. In particular, the exposure of
soluble mineral salts to water, through ground water flow changes or rainfall events,
will cause their dissolution. The secondary salts can be classified as readily soluble,
less soluble, and insoluble. Examples of readily soluble secondary salts are listed in
Table 3.4. Soluble salts can be further classified as acid producing, non-acid pro-
ducing, and acid buffering phases. Above all, the formation of soluble Fe3+ and Al3+

salts as well as of Fe2+, Fe3+ and Mn2+ sulfate salts influences the solution pH since
their formation can consume or generate hydrogen ions (Sect. 2.6.3). However, such
a classification scheme is too simplistic and does not consider the physical, chem-
ical and biological environments in which the minerals dissolve. The solubility of
secondary minerals is highly variable and primarily pH, Eh and solution chemistry
dependent.

Jarosite-type phases can be viewed as less soluble phases as their dissolution
is strongly influenced by the solution’s pH (Smith et al. 2006). Their dissolution
can be a two-step process. For example, alunite (KAl3(SO4)2(OH)6) and jarosite
(KFe3(SO4)2(OH)6) dissolution initially consumes acid (Reaction 3.1). This may be
followed by the precipitation of gibbsite (Al(OH)3), which generates acid (Reaction
3.2). The overall combined Reaction 3.3 illustrates that the dissolution of alunite
and jarosite produces acid:

KAl3(SO4)2(OH)6(s) + 6H+
(aq) ↔ K+

(aq) + 3Al3+
(aq) + 6H2O(l) + 2SO2−

4(aq) (3.1)

3Al3+
(aq) + 9H2O(l) ↔ 3Al(OH)3(s) + 9H+

(aq) (3.2)

(Reaction 3.1 + Reaction 3.2 = Reaction 3.3)

KAl3(SO4)2(OH)6(s) + 3H2O(l) ↔ K+
(aq) + 3Al(OH)3(s) + 2SO2−

4(aq) + 3H+
(aq) (3.3)

Sulfate salts are particularly common in AMD environments and soluble under
oxidizing conditions, especially the Ca, Mg, Fe2+, Fe3+ and Mn2+ sulfate salts
(Cravotta 1994; Jambor et al. 2000a, b). A decrease in pH is principally caused
by the dissolution of Fe2+ sulfate salts, which are capable of producing acidity due
to the hydrolysis of Fe3+. For instance, melanterite (FeSO4 · 7H2O) can control the
acidity of mine waters (Frau 2000). Melanterite dissolution releases hydrogen ions
as shown by the following equations (White et al. 1999):

FeSO4 · 7H2O(s) ↔ Fe2+
(aq) + SO2−

4(aq) + 7H2O(l) (3.4)

4Fe2+
(aq) + 4H+

(aq) + O2(g) → 4Fe3+
(aq) + 2H2O(l) (3.5)
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Table 3.4 Examples of soluble secondary minerals classified according to their ability to generate
or buffer any acid upon dissolution (after Alpers et al. 1994; Keith et al. 1999)

Acid producing soluble mineral Formula

Fe2+ and Mn2+ sulfates Melanterite FeSO4 · 7H2O
Ferrohexahydrite FeSO4 · 6H2O
Siderotil FeSO4 · 5H2O
Rozenite FeSO4 · 4H2O
Szomolnokite FeSO4 · H2O
Apjohnite MnAl2(SO4)4 · 22H2O
Halotrichite FeAl2(SO4)4 · 22H2O

Mixed Fe2+–Fe3+ sulfates Copiapite Fe5(SO4)6(OH)2 · 20H2O
and hydroxysulfates Ferricopiapite Fe5(SO4)6O(OH)2 · 20H2O

Bilinite Fe3(SO4)4 · 22H2O
Römerite Fe3(SO4)4 · 14H2O
Voltaite K2Fe8Al(SO4)12 · 18H2O

Fe3+ sulfates Rhomboclase HFe(SO4)2 · 4H2O
Kornelite Fe2(SO4)3 · 7H2O
Coquimbite Fe2(SO4)3 · 9H2O

Al3+ hydroxysulfate Jurbanite Al(SO4)(OH) · 5H2O
Al sulfates Kalinite K2Al2(SO4)4 · 22H2O

Pickeringite MgAl2(SO4)4 · 22H2O
Alunogen Al2(SO4)3 · 17H2O

Non acid producing soluble mineral Formula

Mg sulfates Epsomite MgSO4 · 7H2O
Hexahydrite MgSO4 · 6H2O

Zn sulfates Goslarite ZnSO4 · 7H2O
Bianchite ZnSO4 · 6H2O
Gunningite ZnSO4 · H2O

Ca sulfates Gypsum CaSO4 · 2H2O
Bassanite CaSO4 · 0.5H2O
Anhydrite CaSO4

Cu sulfates Chalcanthite CuSO4 · 5H2O
As minerals Arsenolite As2O3

Acid buffering soluble mineral Formula

Metal carbonates Smithsonite ZnCO3
Otavite CdCO3
Malachite Cu2(CO3)(OH)2
Azurite Cu3(CO3)2(OH)2
Hydrozincite Zn5(CO3)2(OH)6

Fe3+
(aq) + 3H2O(l) ↔ Fe(OH)3(s) + 3H+

(aq) (3.6)

The release of Fe2+ into water does not necessarily result in only the precipi-
tation of iron hydroxides but can also trigger more sulfide oxidation (Alpers and
Nordstrom 1999; Keith et al. 1999; Plumlee 1999). The dissolution of melanterite
releases Fe2+ which can be oxidized to Fe3+. Any pyrite may subsequently be
oxidized by Fe3+ as shown by the following equation:
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FeS2(s) + 14Fe3+
(aq) + 8H2O(l) → 15Fe2+

(aq) + 16H+
(aq) + 2SO2−

4(aq) (3.7)

Similarly, the dissolution of römerite (Fe3(SO4)4 · 14H2O), halotrichite
(FeAl2(SO4)4 · 22H2O), and coquimbite (Fe2(SO4)3 · 9H2O) generates acid
(Cravotta 1994; Rose and Cravotta 1998):

Fe3(SO4)4 ·14H2O(s) ↔ 2Fe(OH)3(s) +Fe2+
(aq) +4SO2−

4(aq) +6H+
(aq) +8H2O(l) (3.8)

4FeAl2(SO4)4 · 22H2O(s) + O2(aq) ↔ 4Fe(OH)3(s)+ 8Al(OH)3(s) + 54H2O(l)

+ 16SO2−
4(aq) + 32H+

(aq) (3.9)

Fe2(SO4)3 · 9H2O(s) ↔ 2Fe(OH)3(s) + 3SO2−
4(aq) + 6H+

(aq) + 3H2O(l) (3.10)

Generalized reactions for the dissolution of Fe3+ and Al3+ salts and of Fe2+, Fe3+,
and Mn2+ sulfate salts can be written as follows:

(Fe3+and Al3+ salts; Fe2+, Fe3+, and Mn2+sulfate salts)(s) + n H+
(aq) ↔ (Fe2+,

Fe3+, Al3+, Mn2+)n+
(aq) + anionsn−

(aq) + n H+
(aq) + n H2O(l)

(3.11)

(Fe2+, Fe3+, Al3+, Mn2+)n+
(aq) + n H2O(l) ↔ salts-n H2O(s) + n H+

(aq) (3.12)

(Reaction 3.11 + Reaction 3.12 = Reaction 3.13)

(Fe3+and Al3+salts; Fe2+, Fe3+, and Mn2+sulfate salts)(s) + n H2O(l) ↔ cationsn+
(aq)

+ anionsn−
(aq) + n H+

(aq) + salts-n H2O(s) (3.13)

Iron sulfate minerals can be significant sources of acidity and sulfate when later
dissolved. Release of Fe2+ from these salts can also trigger more sulfide oxida-
tion. Furthermore, other forms of sulfur such as native sulfur (S0) and thiosulfate
(S2O2

3
–) can be intermediate products that tend to be oxidized to sulfate under oxi-

dizing conditions. Moreover, many of the secondary minerals allow substitution of
iron and aluminium by numerous other metals (e.g. substitution of Fe by Cu and
Zn in melanterite). As a result, dissolution of secondary minerals will lead to the
release of major and minor metals, and metalloids (Lin 1997). For example, solu-
ble Fe2+ sulfate salts (e.g. coquimbite, copiapite, bilinite, kornelite, römerite) can
contain minor amounts of Fe3+ (Hurowitz et al. 2009). This Fe3+ is released upon
dissolution of the mineral, and rapid hydrolysis of Fe3+ may then cause acidification
(Hurowitz et al. 2009). By contrast, the dissolution of soluble aluminium (e.g. aluno-
gen: Al2(SO4)3 · 17H2O), magnesium (e.g. epsomite: MgSO4 · 7H2O), or calcium
sulfate minerals (e.g. gypsum: CaSO4 · 2H2O) does not generate any acid. Their
dissolution does not influence mine water pH (Keith et al. 1999). Other soluble
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secondary minerals are acid buffering, and a variety of metal carbonates such as
smithsonite (ZnCO3), malachite (Cu2(CO3)(OH)2), and azurite (Cu3(CO3)2(OH)2)
are effective acid consumers (Table 3.4).

The presence of soluble salts in unsaturated ground water zones of waste rock
dumps, tailings dams, and other waste repositories is important because their dis-
solution will lead to a change in the chemistry of drainage waters. Evaporation,
especially in arid and seasonally dry regions, causes the precipitation of secondary
minerals which can store metal, metalloids, sulfate, and hydrogen ions. The for-
mation of soluble secondary, sulfate-, metal- and metalloid-bearing minerals slows
down sulfate, metal and metalloid mobility but only temporarily until the next
rainfall (Bayless and Olyphant 1993; Keith et al. 1999).

Rapid dissolution of soluble salts and hydrolysis of dissolved Fe3+ may occur
during the onset of the wet season or the beginning of spring. This in turn can
result in exceptionally high sulfate, metal and metalloid concentrations as well as

Fig. 3.11 Temporal variation of the discharge rate, pH and electrical conductivity (EC) of creek
waters associated with the dissolution of mineral efflorescences during a storm event (after Seal
and Hammarstrom 2003). The sudden decrease in pH and increase in discharge rate and EC after
the rainfall event relate to the rapid dissolution of soluble acid-generating waste minerals. At AMD
sites, the rise in EC generally reflects higher sulfate and metal values
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strong acidity of waters during the initial flushing event (Kwong et al. 1997; Keith
et al. 2001; Smuda et al. 2007; Søndergaard et al. 2007; Valente and Gomes 2009)
(Fig. 3.11). Such rapid increases in dissolved element concentrations are referred
to as first flush phenomena (e.g. Gzyl and Banks 2007; Nordstrom 2009). The con-
centrations of metals in these first flush waters are controlled by the solubilities of
secondary phases and by the desorption of metals from mineral surfaces and parti-
cles. In particular, the dissolution of iron sulfate efflorescences releases incorporated
sulfate, metals, metalloids, and acidity to ground and surface waters. The pH of
drainage waters may eventually change to more neutral conditions due to increased
dilution. Such neutral pH values will limit heavy metal mobility. Upon changes
to drier conditions, evaporation will again cause the precipitation of secondary
minerals.

This type of wetting and drying cycle can result in dramatic seasonal variations
in acidity, and metal and metalloid concentrations of seepages and local streams
(Bayless and Olyphant 1993; Cánovas et al. 2007; Desbarats and Dirom 2007;
Ferreira da Silva et al. 2009; Keith et al. 1999; Pérez-López et al. 2008; Smuda et al.
2007; Søndergaard et al. 2007; Sarmiento et al. 2009a). Thus, the production of con-
taminant pulses at the onset of rainfall is common to mine sites in seasonally wet-dry
climates. In these environments, seasonal variations in the chemistry of drainage
waters from sulfidic mine wastes and mine workings are generally caused by the
dissolution and precipitation of efflorescent salts and the adsorption and desorption
of metals.

3.5.3 Coprecipitation

Coprecipitation refers to the removal of a trace constituent from solution which
occurs at the same time as the precipitation of a major salt. This eventuates even
when the solubility product of the trace constituent is not exceeded. The precipitat-
ing solid incorporates the minor constituent as an impurity into the crystal lattice.
Various minerals can thereby host a wide variety of cations as impurities. The
cations can be incorporated into the crystal lattice of the minerals via single or
coupled substitution. For example, a large number of ions have been reported to
substitute for iron in the goethite crystal lattice (e.g. Al, Cr, Ga, V, Mn, Co, Pb, Ni,
Zn, Cd) (Cornell and Schwertmann 1996). Also, jarosite has been found to incorpo-
rate various elements into its mineral structure (e.g. Cu, Zn, Pb, K, Na, Ca) (Levy
et al. 1997).

3.5.4 Adsorption and Desorption

Trace elements move between dissolved and particulate phases. Adsorption is the
term which refers to the removal of ions from solution and their adherence to the sur-
faces of solids (Langmuir 1997). The attachment of the solutes onto the solid phases
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does not represent a permanent bond, and the adsorption is based on ionic attraction
of the solutes and the solid phases (Smith 1999). The solid phases can be of organic
or inorganic composition and of negative or positive charge attracting dissolved
cations and anions, respectively. Adsorption reactions are an important control on
the transport, concentration and fate of many elements in waters, including AMD
waters.

Adsorption may occur in various AMD environments (Bowell and Bruce 1995;
Fuge et al. 1994; Jönsson et al. 2006a; Lee and Faure 2007; Stillings et al. 2008;
Swedlund and Webster 2001). It may occur on iron- and aluminium-rich particu-
lates and clay particles suspended in mine waters, on precipitates at seepage points,
or on clayey sediments of stream beds and ponds. Different ions thereby exhibit dif-
ferent adsorption characteristics. Generally, solid compounds adsorb more anions
at low pH and more cations at near neutral pH (Fig. 3.12). In addition, the kind
of metal adsorbed and the extent of metal adsorption is a function of: (a) the solu-
tion pH; (b) the presence of complexing ligands; and (c) the metal concentration
of the AMD. Arsenic and lead are the most effectively adsorbed metals at acid pH
values, whereas zinc, cadmium, and nickel are adsorbed at near-neutral pH val-
ues (Plumlee et al. 1999). Therefore, when AMD waters are gradually neutralized,
various secondary minerals precipitate and adsorb metals. Adsorption is selective,
and the chemical composition of the water changes as the pH increases. Ions are
removed from solution by this process, and metal-rich sediment accumulates.

While sediment may remove ions from solution, it may also release adsorbed
metals if the water is later acidified. In contrast, other elements such as arsenic
and molybdenum may desorb at near-neutral or higher pH values to form oxy-
anions in the water (e.g. AsO3

4
–) (Jönsson and Lövgren 2000). Similarly, uranium,

copper, and lead may desorb at near-neutral or higher pH values to form aqueous

Fig. 3.12 Simplified diagram
showing the adsorption for
cations and anions on a
metal-oxide mineral (after
Smith 1999)
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carbonate complexes. Sulfate may also be released from ferric precipitates if pH
values raise to neutral or even alkaline values (Plumlee et al. 1999; Rose and Elliott
2000). As a result, sulfate, metal, and metalloid ions desorb and regain their mobil-
ity at near-neutral or alkaline pH values, and dissolved sulfate, metal, and metalloid
concentrations of mine waters may in fact increase with increasing pH.

Sorption sites of particulates represent only temporary storage facilities for
dissolved metals, metalloids and sulfate. In a worst case scenario, if excessive neu-
tralization is used to treat AMD effected streams, sulfate, metals, and metalloids
previously fixed in stream sediments may then be redissolved by the treated water.
Thus, remediation of AMD waters should raise the pH only to values necessary to
precipitate and adsorb metals.

3.5.5 Eh-pH Conditions

The solubility of many dissolved heavy metals is influenced by the pH of the solu-
tion. The generation of low pH waters due to sulfide oxidation, or the presence of
process chemicals such as sulfuric acid, enhances the dissolution of many elements.
This acidity significantly increases the mobility and bioavailability of elements, and
the concentration of total dissolved solids in mine waters. Most of the metals have
increasing ionic solubilities under acid, oxidizing conditions, and the metals are not
adsorbed onto solids at low pH. In many cases, the highest aqueous concentrations
of heavy metals are associated with oxidizing, acid conditions.

Precipitation of many of the dissolved metals occurs during neutralization of low
pH drainage waters, for example, due to mixing with tributary streams or due to the
movement of the seepage water over alkaline materials such as carbonate bedrocks.
The metals are adsorbed onto solid phases, particularly precipitating iron-rich solids.
Alternatively, the metals are incorporated into secondary minerals coating the seep-
age area or stream bed. Generally, as pH increases, aqueous metal species are
inclined to precipitate as hydroxide, oxyhydroxide or hydroxysulfate phases (Berger
et al. 2000; Munk et al. 2002). The resultant drainage water contains the remaining
dissolved metals and products of the buffering reactions. Therefore, with increasing
pH the dissolved metal content of mining influenced waters decreases.

The ability of water to transport metals and metalloids is not only controlled by
pH but also by the Eh of the solution. The reduction-oxidation potential as measured
by Eh affects the mobility of those metals and metalloids which can exist in sev-
eral oxidation states (Table 3.5). Metals such as chromium, molybdenum, selenium,
vanadium, and uranium are much more soluble in their oxidized states (e.g. U6+,
Cr6+) as oxy-anions rather than in their reduced states (e.g. U4+, Cr3+). Oxygenated
water may oxidize metals present in their reduced, immobile state and allow their
mobility as oxy-anions. These salient aspects of aqueous element chemistry are
commonly described by Eh-pH diagrams. The diagrams illustrate the stability and
instability of minerals under particular Eh-pH conditions and show the ionic element
species present in solution (Brookins 1988).
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Table 3.5 Simplified dissolution characteristics of selected elements in surface waters (after Smith
and Huyck 1999)

Element
Forming oxy-anions
in water

Forming cations in
water

Sensitive to
oxidation/reduction

Aluminium (Al) X
Antimony (Sb) X X
Arsenic (As) X X
Barium (Ba) X
Beryllium (Be) X
Boron (B) X
Cadmium (Cd) X
Chromium (Cr) X X X
Cobalt (Co) X
Copper (Cu) X X
Iron (Fe) X X
Lead (Pb) X X
Manganese (Mn) X X
Mercury (Hg) X X
Molybdenum (Mo) X X
Nickel (Ni) X
Selenium (Se) X X
Silver (Ag) X
Thorium (Th) X X
Uranium (U) X X
Vanadium (V) X X
Zinc (Zn) X

While neutralization of AMD causes the removal of most metals, oxidized neu-
tral to alkaline mine waters are known to contain elevated metal and metalloid
concentrations. In fact, oxidized neutral to alkaline mine waters can have very high
metal (Cd, Cu, Hg, Mn, Mo, Ni, U, Zn) and metalloid (As, Sb, Se) values (Carroll
et al. 1998; Lottermoser et al. 1997b, 1999; Pettit et al. 1999; Plumlee 1999; Plumlee
et al. 1999; Scharer et al. 2000; Schmiermund 2000; Younger 2000). Such waters are
of environmental concern because the elements tend to remain in solution, despite
pH changes. In particular, elements that form oxy-anions in water (e.g. As, Se, Sb,
Mo, V, W) are rather mobile under neutral pH conditions (Table 3.5). The elements
can be carried for long distances downstream of their source, and they may adversely
impact on the quality of receiving water bodies.

3.5.6 Heavy Metals

The oxidation of various sulfide minerals will release their major and trace
elements, including numerous heavy metals (Table 2.1). In some cases, the degra-
dation of organic matter particularly in carbonaceous rocks (i.e. black shales)
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may release metals such as nickel to pore and drainage waters (e.g. Falk et al.
2006; Wengel et al. 2006). As a result, elevated concentrations of one or more
heavy metals are characteristic of waters in contact with oxidizing sulfidic and
carbonaceous rocks. The controls on heavy metal concentrations in mine waters
are numerous, highly metal specific, and controlled by environmental conditions
such as pH.

Heavy metals can occur in various forms in AMD waters (Fig. 3.13). A metal
is either dissolved in solution as ion and molecule, or it exists as a solid mass.
Dissolved metal species include cations (e.g. Cu2+), simple radicals (e.g. UO2

2
+),

and inorganic (e.g. CuCO3) and organic complexes (e.g. Hg(CH3)2). Metals may
also be present in a solid form as substitutions in precipitates (e.g. Cu in eugsterite
Na4Ca(SO4)3 · 2H2O), as mineral particles (e.g. cerussite PbCO3), and in living
biota (e.g. Cu in algae) (Brownlow 1996; Smith and Huyck 1999). There is also
a transitional state whereby very small particles, so-called colloids, are suspended
in water (Stumm and Morgan 1995). A colloid can be defined as a stable electro-
static suspension of very small particles (<10 μm) in a liquid (Stumm and Morgan
1995). The mineralogical composition of colloids can be exceptionally diverse and
includes parent rock as well as organic and inorganic substances. Metals can be

Fig. 3.13 Size spectrum of
solutes, colloids and particles
in waters (after Stumm and
Morgan 1995)
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incorporated into organic (e.g. Pb fulvic acid polymers) or inorganic colloids (e.g.
FeOOH), or are adsorbed onto parent rock particles (e.g. Ni on clays). The stabil-
ity of these colloids is influenced by a range of physical, chemical and biological
changes of the solution (Brownlow 1996; Ranville and Schmiermund 1999). Upon
such changes, colloids will aggregate into larger particles; that is, they undergo floc-
culation and occur as suspended particles in the water. Iron- and aluminium-rich
colloids and suspended particles are especially common in AMD waters (Filella
et al. 2009; Schemel et al. 2000; Suteerapataranon et al. 2006; Zänker et al. 2002).

Metals may be transported in mine waters in various speciations (Lachmar et al.
2006). In AMD waters, most metals occur as simple metal ions or as sulfate
complexes. In neutral and alkaline mine waters, elevated metal and metalloid con-
centrations are promoted by the formation of oxy-anions (e.g. AsO3

4
–) and aqueous

metal complexes (e.g. U carbonate complexes, Zn sulfate and hydroxide complexes)
as well as the lack of adsorption onto and coprecipitation with secondary iron
hydroxides (Plumlee et al. 1999).

The size of the metal species progressively increases from cation to metal particle
in living biota. The different size of the metal species and the common procedure
to filter water prior to chemical analysis have a distinct implication on the ana-
lytical result. A common filter pore size used is 0.45 μm. Such filters will allow
significant amounts of colloidal material to pass through, and analyses of these sam-
ples will reflect dissolved and colloidal constituents (Brownlow 1996; Ranville and
Schmiermund 1999). For this reason, the collection of both unfiltered and filtered
water samples has been suggested (Butler et al. 2008; Ranville and Schmiermund
1999). If significant differences are found in the metal concentrations, it is possi-
ble that the metals are transported via colloids and suspended particles. If detailed
information on the speciation and bioavailability of metals is needed, other analyti-
cal methods need to be performed, including ultrafiltration and the use of exchange
resins or Diffusive Gradients in Thin Films (DGTs) (Balistrieri et al. 2007; Casiot
et al. 2009; Jung et al. 2006; Søndergaard 2007).

3.5.7 The Iron System

Elevated iron concentrations in mine waters are an obvious by-product of the oxida-
tion of pyrite, pyrrhotite or any other iron-bearing sulfide. Dissolved iron is found in
two oxidation states, ferrous (Fe2+) and ferric (Fe3+). Iron may also combine with
organic and inorganic ions, so iron can be present in mine waters in several forms
(e.g. Fe2+, Fe3+, Fe(OH)2+, Fe(OH)+2 , Fe(SO4)+, Fe(SO4)2

–).
Upon weathering of iron-bearing sulfides, iron enters the solutions as Fe2+. Pore

and drainage waters of sulfidic materials are commonly oxygen deficient, and reduc-
ing conditions are often prevalent. The rate of iron oxidation from Fe2+ to Fe3+ is
now controlled by the pH of the mine water, the amount of dissolved oxygen, and the
presence of iron oxidizing bacteria. Under reducing abiotic conditions and as long
as the pH of the water remains less than approximately 4–4.5, the dissolved iron will
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remain in the ferrous state. Abiotic oxidation of Fe2+ to Fe3+ is relatively slow and
strongly inhibited at a pH less than approximately 4.5 (Ficklin and Mosier 1999).
However, in the presence of iron oxidizing bacteria, the oxidation rate of Fe2+ to
Fe3+ is increased by five to six orders of magnitude over the abiotic rate (Singer and
Stumm 1970). Therefore, AMD waters with bacteria, low dissolved oxygen concen-
trations, and acid to near neutral pH values can have elevated iron concentrations,
with iron present as a mixture of Fe2+ and Fe3+. Significant dissolved concentrations
of Fe3+ only occur at a low pH; the exact pH value depends on the iron and sulfate
contents of the mine water. The Fe2+ and Fe3+ ions participate in the oxidation of
sulfides (Sect. 2.3.1). Alternatively, in the presence of abundant molecular oxygen
and above pH values of approximately 3, the Fe2+ is oxidized to Fe3+ as illustrated
in the following oxidation reaction:

4Fe2+
(aq) + O2(g) + 4H+

(aq) → 4Fe3+
(aq) + 2H2O(l) (3.14)

This Fe3+ will become insoluble and precipitates as ferric hydroxide, oxyhydrox-
ide, and oxyhydroxysulfate colloids and particulates. The precipitation occurs as a
result of the following hydrolysis reaction:

Fe3+
(aq) + 3H2O(l) ↔ Fe(OH)3(s) + 3H+

(aq) (3.15)

This reaction also generates hydrogen acidity. If appreciable amounts of Fe2+

are present in neutral mine drainage waters, oxidation of the Fe2+ to Fe3+ will result
in precipitation of large amounts of Fe3+ hydroxides, and the neutral solution will
become acid due to abundant hydrolysis reactions (Reaction 3.15). Oxidation of
Fe2+ (Reaction 3.14) and hydrolysis of Fe3+ (Reaction 3.15) do not take place until
the water is aerated. Nevertheless, further Fe2+ may be oxidized without the help of
oxygen by oxidation at the surface of previously formed Fe3+ hydroxides. Such an
iron removal process is referred to as autocatalytic iron oxidation.

The dissolved iron concentration and speciation (i.e. Fe2+ or Fe3+) are strongly
Eh and pH dependent. In addition, the dissolved iron concentration of AMD waters
is influenced by factors other than the presence of iron oxidizing bacteria. For exam-
ple, solar radiation and associated photolytic processes increase the dissolved Fe2+

and reduce the dissolved Fe3+. Iron photoreduction involves the absorption of UV
radiation by Fe3+ species, resulting in Fe2+ and OH– ions. As a consequence, the col-
loidal Fe3+ hydroxide concentrations in oxygenated surface waters can be reduced
during daytime or summer (Nordstrom and Alpers 1999a). While seasonal varia-
tions in the composition of AMD waters are typically controlled by climatic factors
(e.g. evaporation, precipitation, runoff events and volumes) (Herbert 2006), other
factors such as the water temperature can also impact indirectly on the chemistry
of mine waters. Higher water temperatures favour the optimum rate of bacterially
mediated iron oxidation (Butler and Seitz 2006).

AMD waters typically precipitate iron hydroxides, oxyhydroxides or oxyhydrox-
ysulfates (Reaction 3.17) which are collectively termed ochres, boulder coats, or
with the rather affectionate term yellow boy. The iron solids commonly occur as
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colourful bright reddish-yellow to yellowish-brown stains, coatings, suspended par-
ticles, colloids, gelatinous flocculants, and precipitates in AMD affected waters,
streams and seepage areas (e.g. Cravotta 2008a; Genovese and Mellini 2007; Kim
and Kim 2004; Kumpulainen et al. 2007; Jönsson et al. 2006b; Lee and Chon
2006; Sánchez España et al. 2005; Peretyazhko et al. 2009; Zänker et al. 2002).
The poor crystallinity of ochre precipitates has led some authors to the conclu-
sion that these substances should be referred to as amorphous ferric hydroxides or
hydrous ferric oxides (i.e. HFO). The iron precipitates, in fact, consist of a variety
of amorphous, poorly crystalline and/or crystalline Fe3+ hydroxides, oxyhydroxides
and oxyhydroxysulfate minerals. Mixed valent Fe2+-Fe3+ oxyhydroxides (so-called
green rusts) may also occur (Ahmed et al. 2008; Mazeina et al. 2008; Zegeye et al.
2007). Moreover, the ochres may contain other crystalline solids including sulfates,
oxides, hydroxides, arsenates, and silicates (Table 2.5).

Iron minerals such as jarosite (KFe3(SO4)2(OH)6), ferrihydrite (Fe5HO8 ·
4H2O), schwertmannite (Fe8O8(SO4)(OH)6), and the FeOOH polymorphs goethite,
feroxyhyte, akaganéite, and lepidocrocite are very common (Fig. 3.14). Different
iron minerals appear to occur in different AMD environments (Bigham 1994;
Bigham et al. 1996; Carlson and Kumpulainen 2000; Jönsson et al. 2006b)
(Fig. 3.15). Low pH (<3), high sulfate concentrations (>3000 mg l–1) and sus-
tained bacterial activity cause the formation of jarosite. Schwertmannite is most
commonly associated with mine effluents with pH from 2 to 4 and medium dis-
solved sulfate concentrations (1000–3000 mg l–1), whereas ferrihydrite is associated
with mine drainage with a pH of about 6 and higher (Bigham 1994; Bigham et al.
1996; Bigham and Nordstrom 2000; Carlson and Kumpulainen 2000; Lee et al.
2002; Murad and Rojik 2003; Sánchez España et al. 2005). Goethite (α-FeOOH)
may be formed at near neutral conditions, or when low pH (pH < 4), low sulfate
(<1000 mg l–1) solutions are neutralized by carbonate-rich waters. Whether such a
simplified iron mineral occurrence is valid remains to be confirmed with further field
and laboratory studies. The mineralogy of secondary iron precipitates is complex

a b

Fig. 3.14 Scanning electron microscopy photographs of fine-grained schwertmannite
(Fe8O8(SO4)(OH)6 showing: (a) the characteristic pin-cushion texture and (b) a hollow
tubular texture (Oakey Creek impacted by AMD, Australia) (Photos courtesy of D. Harris)
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Fig. 3.15 Simplified distribution of Fe and Al phases in coal mine drainage waters (after Bigham
and Nordstrom 2000)

and depends on solution composition, pH, temperature, redox conditions, and the
rate of Fe2+ oxidation (Alpers et al. 1994; Blodau and Gatzek 2006; Knorr and
Blodau 2007; Jönsson et al. 2005, 2006a).

Various soluble Fe2+ sulfates such as melanterite precipitate from AMD waters.
These secondary salts can be regarded as intermediate phases. Melanterite may
dehydrate to less hydrous Fe2+ sulfates. The Fe2+ of these reduced minerals will
eventually be oxidized and hydrolyzed to form one or more of the FeOOH poly-
morphs. Also, when iron is precipitated from solutions enriched in sulfate, these
anions often combine with hydroxyl (OH–) to form metastable schwertmannite.
Schwertmannite may convert to goethite as it is metastable with respect to goethite
(Acero et al. 2006; Davidson et al. 2008; Schroth and Parnell 2005). Similarly,
ferrihydrite and the goethite polymorphs feroxyhyte, akaganéite, and lepidocrocite
are thought to be metastable. Over time, they may ultimately convert and recys-
tallize forming goethite and hematite, respectively (Bigham et al. 1996; Murad
et al. 1994; Rose and Cravotta 1998; Yee et al. 2006). Therefore, a distinct
paragenetic sequence of secondary iron minerals may occur (Jerz and Rimstidt
2003).

The formation of secondary iron minerals also impacts on the behaviour of other
elements. Freshly precipitated iron minerals have a fine particle size and a large
surface area which favours the adsorption of metals. In addition, coprecipitation of
metals occurs with the formation of the secondary solids. As a result, the iron ochre
minerals can contain significant concentrations of metals through coprecipitation
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and adsorption. The precipitates may contain apart from iron and sulfur a number
of other elements (e.g. Al, Cr, Co, Cu, Pb, Mn, Ni, REE, Sc, U, Y, Zn) due to
coprecipitation and adsorption processes (Dinelli et al. 2001; Lee and Chon 2006;
Lee et al. 2002; Schroth and Parnell 2005; Sidenko and Sherriff 2005; Swedlund
et al. 2003; Regenspurg and Pfeiffer 2005; Rose and Ghazi 1998). In particular,
arsenic readily adsorbs to and is incorporated into precipitated iron minerals (Foster
et al. 1998). These metal-rich suspended particles and colloidal materials may be
deposited in stream sediments or transported further in ground and surface waters.
Colloidal iron precipitates are exceptionally small. Therefore, such materials with
adsorbed and incorporated trace elements can represent important transport modes
for metals and metalloids in mine environments and streams well beyond the mine
site (Schmiermund 1997; Smith 1999).

3.5.8 The Aluminium System

High aluminium and silicon concentrations in acid waters derive from the weather-
ing of aluminosilicate minerals such as clays, or from the dissolution of secondary
minerals such as alunite (KAl3(SO4)2(OH)6). Aluminium is least soluble at a pH
between 5.7 and 6.2; above and below this range aluminium may be solubilized.
Dissolved aluminium is found in only one oxidation state as Al3+. Aluminium may
combine with organic and inorganic ions; hence, it can be present in mine waters in
several forms (e.g. Al3+, Al(OH)2+, Al2(OH)2

+, Al2(OH)4
2

+, Al(SO4)+, Al(SO4)2
–)

(Nordstrom and Alpers 1999a). Aluminium is similar to iron in its tendency to
precipitate as hydroxides, oxyhydroxides, and oxyhydroxysulfates in waters which
have increased their pH from acid to near neutral conditions. These precipitated
phases are predominantly amorphous, colloidal substances. The poor crystallinity
of these precipitates has led some authors to the conclusion that these substances
should be referred to as hydrous aluminium oxides (i.e. HAO). Aggregation of these
phases may eventually form microcrystalline gibbsite (Al(OH)3) and other solids
(Munk et al. 2002; Schemel et al. 2000, 2007). Dissolved aluminium concentrations
are strongly pH dependent, and the formation of secondary aluminium minerals,
colloids, and amorphous substances controls the aqueous aluminium concentra-
tions (Nordstrom and Alpers 1999a). While a change to more neutral pH conditions
results in the precipitation of aluminium hydroxides, the formation of aluminium
hydroxides such as gibbsite also generates acid. The dissolved trivalent aluminium
thereby hydrolyses in a manner similar to ferric iron:

Al3+
(aq) + 3H2O(l) ↔ Al(OH)3(s) + 3H+

(aq) (3.16)

The solid phase resulting from Reaction (3.16) typically forms a white pre-
cipitate, which is commonly amorphous and converts to gibbsite upon ageing. In
aqueous environments with turbulence, the phase may occur as white foam float-
ing on the water surface (Fig. 3.16). As in the case of dissolved iron, flocculation
and precipitation of dissolved aluminium will add colloidal and suspended matter to
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Fig. 3.16 Aluminium hydroxide phases floating as freshly formed white froth on AMD waters
(Herberton tin tailings dam, Australia)

the water column, causing increased turbidity. In some mine waters, the aluminium
concentrations are limited by the precipitation of aluminium-bearing sulfate miner-
als such as jarosite. Jarosite (KFe3(SO4)2(OH)6) forms a solid solution with alunite
(KAl3(SO4)2(OH)6), and alunite-jarosite minerals commonly form because of evap-
oration of AMD seepage and pore waters (Alpers et al. 1994). Jarosite is a diagnostic
yellow precipitate and occurs in mine drainage waters at pH values of less than
2.5 (Bigham 1994). The most prevalent type of jarosite is a potassium-type formed
with available dissolved K+ in the system. Other jarosite-type phases include the
sodium-rich natrojarosite and the lead-rich plumbojarosite. The Al3+, K+ and Na+

derive from dissolved ions in solution or from the decomposition of alkali feldspars,
plagioclase, biotite, and muscovite. Jarosite-type phases are a temporary storage
for acidity, sulfate, iron, aluminium, alkalis, and metals. The minerals release these
stored components upon redissolution in a strongly acid environment and form solid
Fe3+ hydroxides, according to the following equilibrium reactions (Hutchison and
Ellison 1992; Levy et al. 1997):

KFe3(SO4)2(OH)6(s) + 6H+
(aq) ↔ K+

(aq) + 3Fe3+
(aq) + 6H2O(l) + 2SO2−

4(aq) (3.17)

3Fe3+
(aq) + 9H2O(l) ↔ 3Fe(OH)3(s) + 9H+

(aq) (3.18)

(Reaction 3.17 + Reaction 3.18 = Reaction 3.19)

KFe3(SO4)2(OH)6(s) +3H2O(l) ↔ K+
(aq) +3Fe(OH)3(s) +2SO2−

4(aq) +3H+
(aq) (3.19)
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3.5.9 The Arsenic System

Elevated arsenic concentrations are commonly found in tailings and sulfidic mine
wastes of gold, copper-gold, tin, lead-zinc, and some uranium ores. The common
occurrence of arsenic in gold deposits is explained by the similar solubility of
arsenic and gold in the ore forming fluids. Consequently, mine waters of many
gold mining operations are enriched in arsenic (Craw and Pacheco 2002; Lazareva
et al. 2002; Gieré et al. 2003; Marszalek and Wasik 2000; Serfor-Armah et al. 2006;
Pfeifer et al. 2007). Arsenic in mine waters generally originates from the oxida-
tion of arsenopyrite (FeAsS), orpiment (As2S3), realgar (AsS), enargite (Cu3AsS4),
tennantite ((Cu,Fe)12As4S13), arsenical pyrite and marcasite (FeS2) (Corkhill and
Vaughan 2009; Corkhill et al. 2008; Foster et al. 1998; Lengke et al. 2009;
McKibben et al. 2008; Morin and Calas 2006; O’Day 2006; Roddick-Lanzilotta
et al. 2002). Oxidation of these primary sulfides results in the release of arsenic,
sulfate and metals. Consequently, weathering of arsenic-bearing mine wastes leads
to the formation of secondary arsenic minerals (e.g. scorodite, FeAsO4 · 2H2O;
arsenolite, As2O3; pharmacolite, Ca(AsO3OH) · 2H2O), minerals containing minor
amounts of arsenic (e.g. Fe3+ hydroxides and oxyhydroxides, jarosite), and amor-
phous phases (Courtin-Nomade et al. 2003; Petrunic et al. 2006). The variable
solubility of these arsenic minerals and phases influences the chemical mobility
and the bioaccessibility of arsenic in mine wastes and waste-contaminated soils and
sediments (Groisbois et al. 2007; Slowey et al. 2007; Haffert and Craw 2008a, b;
Walker et al. 2009). This in turn impacts on the abundance of arsenic in mine waters
and impacted streams.

The aqueous chemistry of arsenic differs significantly from that of heavy metals.
Mobilization of heavy metals is controlled by pH and Eh conditions and occurs
primarily in low pH, oxidizing environments. In contrast, arsenic is mobile over a
wide pH range (i.e. extremely acid to alkaline), and mine waters of an oxidized,
neutral to alkaline pH nature can contain several mg l–1 of arsenic (Marszalek and
Wasik 2000; Roddick-Lanzilotta et al. 2002; Williams 2001). Thus, contamination
of mine waters by arsenic is not exclusive to AMD waters.

Arsenic exists in natural waters in two principal oxidation states, as As3+ in
arsenite (AsO3

3
–) and as As5+ in arsenate (AsO3

4
–) (O’Day 2006; Yamauchi and

Fowler 1994). In oxygenated environments, As5+ is the stable species. In more
reduced environments, As3+ is the dominant form. The more reduced species As3+

is more soluble, mobile and toxic than As5+ (Yamauchi and Fowler 1994). The oxi-
dation of As3+ to As5+ is relatively fast and increases with pH and salinity and in
the presence of particular bacteria and protozoa (Casiot et al. 2003, 2004; Morin
and Calas 2006). Thus, the relative proportions of As3+ and As5+ in mine waters are
governed by Eh, pH and the presence/absence of microorganisms.

Iron exerts an important control on the mobility of arsenic in water (Bednar et al.
2005; Egal et al. 2009; Paktunc et al. 2008; Slowey et al. 2007). In an oxidizing
environment with a pH greater than 3, hydrous ferric oxides (HFO) are abun-
dantly precipitated. Dissolved arsenic species are adsorbed by and coprecipitated
with these ferric hydroxides, and As5+ is thereby more strongly sorbed than As3+
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(Manceau 1995; O’Day 2006; Roddick-Lanzilotta et al. 2002). Adsorption onto and
coprecipitation with Fe3+ hydroxides and oxyhydroxides are very efficient removal
mechanisms of arsenic from mine waters. The formation of jarosite, schwertman-
nite and ferrihydrite may also remove arsenic from solution (Courtin-Nomade et al.
2005; Fukushi et al. 2003; Gault et al. 2005; Majzlan et al. 2007; Slowey et al. 2007).
In general, precipitation of Fe3+ from mine waters is accompanied by a reduction in
the concentration of dissolved arsenic.

The solubility of arsenic is not only influenced by its strong sorption affin-
ity for iron hydroxide and oxyhydroxide minerals, it is also limited by: (a) the
adsorption of arsenic onto minerals such as calcite or clays; (b) the formation
of amorphous arsenic phases and secondary arsenic minerals such as scorodite
(FeAsO4 · 2H2O), arsenolite (As2O3), or iron-calcium arsenates such as pharmaco-
lite (Ca(AsO3OH) · 2H2O); and (c) the substitution of arsenic for sulfate in jarosite
and gypsum, and for carbonate in calcite (Foster et al. 1998; Gieré et al. 2003;
Haffert and Craw 2008a; Lee et al. 2005; Morin and Calas 2006; Román-Ross
et al. 2006; Savage et al. 2000). In turn, the dissolution of arsenic salts will lead to
arsenic release and mobilization. For instance, arsenolite (As2O3) is a high solubility
phase that readily liberates arsenic into waters (Williams 2001). Also, scorodite is a
common arsenic mineral which is formed during the oxidation of arsenopyrite-rich
wastes. Scorodite solubility is strongly controlled by pH (Bluteau and Demopoulos
2007; Krause and Ettel 1988). It is soluble at very low pH; its solubility is at its min-
imum at approximately pH 4; and the solubility increases above pH 4 again. Hence,
scorodite leads to the fixation of arsenic at approximately pH 4 whereas waters of
low pH (<pH 3) and high pH (>pH 5) can contain significant amounts of arsenic.

While precipitation of secondary arsenic minerals and adsorption can limit the
mobility of arsenic, the mobilization of arsenic from minerals back into mine waters
may be triggered through various processes. Important processes include: (a) dis-
solution of arsenic minerals (i.e. arsenates, scorodite); (b) ageing of arsenic-rich
amorphous material to more crystalline phases; (c) desorption at alkaline, oxidiz-
ing conditions; (d) desorption from Fe3+ hydroxides at acid or reducing conditions;
and (e) acid or reductive dissolution of Fe3+ hydroxides (Frau et al. 2008; Majzlan
et al. 2007; Paktunc et al. 2003; Salzsauler et al. 2005; Slowey et al. 2007; Smedley
and Kinniburgh 2002). In particular, very low pH or reducing conditions can lead
to the desorption of arsenic from Fe3+ hydroxides and oxyhydroxides and to the
dissolution of such Fe3+ phases, also leading to an arsenic release (Bayard et al.
2006; Drahota et al. 2009; Pedersen et al. 2006). Therefore, the reduction of Fe3+ to
Fe2+ increases the mobility of arsenic. However, strongly reducing conditions do not
favour arsenic mobility because both iron and hydrogen sulfide would be present,
leading to the coprecipitation of arsenic sulfide with iron sulfide. By contrast,
mildly reducing environments that lack hydrogen sulfide can allow the dissolu-
tion of arsenic. In such environments, iron is in the soluble Fe2+ state, and arsenic
is present as As3+ in the arsenite form (AsO3

3
–). In mildly reducing environments

such as saturated tailings, precipitated Fe3+ oxyhydroxides, hydroxides and oxides
can be reduced with the help of microorganisms to form dissolved Fe2+ and As3+

(Babechuk et al. 2009; Macur et al. 2001; McCreadie et al. 2000). Consequently,
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pore and seepage waters of such tailings repositories may contain strongly elevated
iron and arsenic concentrations. When these seepage waters reach the surface, oxi-
dation of the waters will result in the precipitation of iron and coprecipitation of
arsenic, forming arsenic-rich yellow boys.

3.5.10 The Mercury System

The determination of mercury speciation in mine waste requires the application
of appropriate methods (Kim et al. 2004; Sladek and Gustin 2003; Sladek et al.
2002). Mercury in mine waters is sourced from the weathering of cinnabar (HgS),
metacinnabar (HgS), calomel (HgCl), quicksilver (Hg(l)), livingstonite (HgSb4S7),
and native mercury (Hg) (Navarro et al. 2006, 2009). It may also be released from
mercury amalgams present in wastes as well as stream and floodplain sediments
downstream of historic and artisanal gold mines (Al et al. 2006; Dominique et al.
2007; Feng et al. 2006; Lecce et al. 2008). While cinnabar weathers slowly under
aerobic conditions (Barnett et al. 2001), the slow oxidation of mercury-bearing sul-
fides can still provide elevated mercury levels to mine waters. Mercury exists in
natural waters as elemental mercury (Hg0) and ionic mercury (Hg+ and Hg2+), and
it is prone to be adsorbed onto organic matter, iron oxyhydroxides, and clay miner-
als (Covelli et al. 2001; Domagalski 1998, 2001). The presence of organic acids in
vegetated mine wastes promotes the release and colloidal transport of mercury from
such wastes. As a result, mercury can be transported in natural waters as dissolved
species and adsorbed onto suspended particles and colloids (Slowey et al. 2005a, b).
Furthermore, mercury is transformed by bacteria into organic forms, notably
monomethyl mercury (CH3Hg+) and dimethyl mercury ((CH3)2Hg) (Bailey et al.
2002; Gray et al. 2002b, 2004, 2006; Li et al. 2008a). These organic forms are
highly toxic, fat-soluble compounds and tend to bioaccumulate in the foodchain
(Ganguli et al. 2000; Hinton and Veiga 2002; Johnson et al. 2009; Li et al. 2008b;
Qiu et al. 2009). Factors encouraging mercury methylation include high concentra-
tions of dissolved carbon and organic matter, abundant bacteria and acidic water.
Consequently, AMD waters are especially susceptible to mercury methylation.

3.5.11 The Sulfate System

Upon oxidation of sulfides, the sulfur S2– (S: 2–) in the sulfides will be oxidized
to elemental sulfur (S: 0), and more commonly to sulfate SO4

2– (S: 6+). The sulfate
may remain in solution or precipitate to form secondary minerals (e.g. melanterite
FeSO4 · 7H2O). However, sulfides may not be completely oxidized to form dis-
solved sulfate ions or sulfate minerals. The sulfur may be oxidized to metastable,
intermediate sulfur oxy-anions. These include sulfite SO2

3
– (S: 4+), thiosulfate

S2O2
3

– (S: 2+), and polythionates (SnO2
6

–), which are then subsequently oxidized to
sulfate (Descostes et al. 2004; Moses et al. 1987). The occurrence of these interme-
diate sulfur species in mine waters is controversial, yet such reactions are supported
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by the occurrence of sulfite and thiosulfate minerals as natural weathering products
(Braithwaite et al. 1993).

AMD waters carry significant concentrations of sulfate which exceed those
of iron and heavy metals. Strongly elevated sulfate concentrations are prevalent
because relatively few natural processes remove sulfate from ground and surface
waters. Only the precipitation of secondary sulfate minerals influences the concen-
tration of sulfate in solution. The formation of secondary sulfates generally occurs in
response to evaporation or neutralization reactions. Gypsum and other sulfates such
as epsomite (MgSO4 · 7H2O) and jarosite (KFe3(SO4)2(OH)6) are such precipitates
in AMD affected seepages, streams, and ponds. Gypsum is the most common sul-
fate salt in AMD environments. The Ca2+ for gypsum formation is released by the
acid weathering of carbonate and silicate minerals such as dolomite, calcite, and
plagioclase. The concentration of calcium sulfate in mine waters may rise to a level
at which gypsum precipitates. This level is not influenced by pH and is dependent
on the detailed chemical conditions of the water such as the amount of magnesium
in solution. Gypsum formation may also be due to neutralization of AMD waters.
Neutralization reactions between AMD waters and calcite or dolomite result in gyp-
sum (Reaction 3.20) and epsomite precipitation (Reaction 3.21). The reactions can
be written as follows:

CaCO3(s) + H2SO4(aq) + 2H2O(l) → CaSO4 · 2H2O(s) + H2CO3(aq) (3.20)

CaMg(CO3)2(s) + 2H2SO4(aq) + 9H2O(l) → MgSO4· 7H2O(s) + CaSO4 · 2H2O(s)

+ 2H2CO3(aq) (3.21)

While the formation of gypsum and other sulfates reduces the dissolved sulfate
concentration, the minerals’ solubility in water is also high. The major chemical
mechanism that removes sulfate from solution also causes elevated sulfate con-
centrations in water. In addition, many oxidized ores may contain gypsum as a
pre-mining mineral. Thus, not all high sulfate concentrations of mine waters are
caused by sulfide oxidation; they can also be the result of the dissolution of gypsum
and other sulfates.

AMD processes lead to high concentrations of dissolved sulfate at the AMD
source. Once released into solution, the sulfate ion has the tendency to remain in
solution. Sulfate concentrations in AMD waters are exceptionally high when com-
pared to those of uncontaminated streams. Therefore, the sulfate ion can be used to
trace the behaviour of contaminant plumes impacting on streams and aquifers. For
example, sulfate-rich mine waters discharge into a surface stream with little organic
activity, and there is a decrease in sulfate concentration downstream from the dis-
charge point. This can only be ascribed to dilution by non-contaminated streams
(Ghomshei and Allen 2000; Schmiermund 1997). If other mine derived constituents
such as metals decrease to a greater extent in the same reach of the stream, then they
must have been removed from the water by geochemical processes such as adsorp-
tion or coprecipitation. The behaviour of sulfate helps to trace and assess the fate of
other mine water constituents.
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3.5.12 The Carbonate System

The so-called carbonic acid system or carbonate system greatly affects the buffer
intensity and neutralizing capacity of waters (Langmuir 1997; Brownlow 1996). The
system comprises a series of reactions involving carbon dioxide (CO2), bicarbonate
(HCO3

–), carbonate (CO2−
3 ), and carbonic acid (H2CO3). The reactions affecting

these different species are very important in ground and surface waters and involve
the transfer of carbon among the solid, liquid and gas phase. This transfer of carbon
also results in the production of carbonic acid. Carbonic acid in water can be derived
from several sources, the most important of which are the weathering of carbonate
rocks (Reactions 3.22, 3.23 and 3.24) and the uptake of carbon dioxide from the
atmosphere (Reaction 3.25):

CaCO3(s) ↔ Ca2+
(aq) + CO2−

3(aq) (3.22)

CO2−
3(aq) + H+

(aq) ↔ HCO−
3(aq) (3.23)

HCO−
3(aq) + H+

(aq) ↔ H2CO3(aq) (3.24)

CO2(g) + H2O(l) ↔ H2CO3(aq) (3.25)

Contribution of carbonic acid from weathering processes of carbonate rocks is
far more important than the uptake of carbon dioxide from the atmosphere. Which
carbonate species will be present in the water is determined by the pH of the water,
which in turn is controlled by the concentration and ionic charge of the other chem-
ical compounds in solution. Bicarbonate is the dominant species found in natural
waters with a pH greater than 6.3 and less than 10.3; carbonate is dominant at pH
greater than 10.3; carbonic acid is the dominant species below pH 6.3 (Brownlow
1996; Langmuir 1997; Sherlock et al. 1995).

The distinction between bicarbonate and carbonic acid is important for the evalu-
ation of AMD chemistry. Firstly, bicarbonate is a charged species whereas carbonic
acid does not contribute any electrical charge or electrical conductivity to the water.
In other words, in a low pH AMD water, the carbonic acid does not contribute a
significant amount of anionic charge or conductivity to the water. With increasing
pH value of the AMD water, the proportions of carbonic acid and bicarbonate will
change. This alters the amount of negative charge and conductivity because bicar-
bonate ions will contribute to the negative charge. Secondly, dissolved bicarbonate
ions consume hydrogen ions; hence, bicarbonate ions provide neutralizing capacity
to the water as illustrated by the following reaction:

HCO−
3(aq) + H+

(aq) ↔ H2CO3(aq) (3.26)

Bicarbonate removes free hydrogen from the solution, lowering the solution’s
acidity. Thus, the greater the total concentration of the bicarbonate species, the
greater the buffering capacity and alkalinity of the AMD water. The alkalinity of
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a water is a measure of the bicarbonate and carbonate concentration, indicating the
buffering capacity of the water (Table 3.2). The greater the alkalinity, the greater the
hydrogen concentration that can be balanced by the carbonate system.

The reaction of free hydrogen with bicarbonate is easily reversible (Reaction
3.26). Consequently, carbonic acid formation does not cause a permanent reduc-
tion in acidity of AMD waters. The consumed hydrogen may be released back into
the mine water. In fact, Reaction 3.26 is part of a series of equilibrium reactions
(Reaction 3.27): bicarbonate reacts with hydrogen ions to form carbonic acid; car-
bonic acid then reacts to dissolved carbon dioxide and water; and finally to gaseous
carbon dioxide and water:

HCO−
3(aq) + H+

(aq) ↔ H2CO3(aq) ↔ CO2(aq) + H2O(l) ↔ CO2(g) + H2O(l) (3.27)

These equilibrium reactions can be forced to react towards the production of
gaseous carbon dioxide. For example, if AMD water is neutralized with limestone
and stirred at the same time, the carbon dioxide exsolves as a gas phase; the dis-
solved carbon dioxide content is lowered. As a result, the degassing of carbon
dioxide does not allow the equilibrium reactions to proceed back to the production
of hydrogen ions. Carbon dioxide degassing supports the permanent consumption of
hydrogen by bicarbonate ions, and the acidity of AMD waters can be permanently
lowered (Carroll et al. 1998).

3.5.13 pH Buffering

At mine sites, water reacts with minerals of rocks, soils, sediments, wastes, and
aquifers. Different minerals possess different abilities to buffer the solution pH
(Blowes and Ptacek 1994). Figure 3.2 shows a schematic diagram of AMD pro-
duction for a hypothetical sulfidic waste dump. The initial drainage stage involves
the exposure of sulfide to water and oxygen. The small amount of acid generated
will be neutralized by any acid buffering minerals such as calcite in the waste. This
maintains the solution pH at about neutral conditions. As acid generation continues
and the calcite has been consumed, the pH of the water will decrease abruptly. As
shown in Fig. 2.3, the pH will proceed in a step-like manner. Each plateau of rela-
tively steady pH represents the weathering of specific buffering materials at that pH
range. In general, minerals responsible for various buffering plateaus are the calcite,
siderite, aluminosilicate, clay, aluminium hydroxysulfate, aluminium/iron hydrox-
ide, and ferrihydrite buffers (Gunsinger et al. 2006a; Jurjovec et al. 2002; Sherlock
et al. 1995). Theoretically, steep transitions followed by pH plateaus should be the
result of buffering by different minerals. Such distinct pH buffering plateaus may
be observed in pore and seepage waters of sulfidic tailings, waste rock piles, spoil
heaps or in ground waters underlying sulfidic materials. However, in reality, such
distinct transitions and sharp plateaus are rarely observed as many different miner-
als within the waste undergo kinetic weathering simultaneously and buffer the mine
water pH.
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The buffering reactions of the various minerals operate in different pH ranges.
Nonetheless, there are great discrepancies in the literature about the exact pH values
of these zones (Blowes and Ptacek 1994; Ritchie 1994b; Sherlock et al. 1995). Broad
pH buffering of calcite occurs around neutral pH (pH 6.5–7.5) in an open or closed
system (Sect. 2.4.2):

CaCO3(s) + CO2(g) + H2O(l) ↔ Ca2+
(aq) + 2HCO−

3(aq) (3.28)

CaCO3(s) + H+
(aq) ↔ Ca2+

(aq) + HCO−
3(aq) (3.29)

The presence of bicarbonate is influenced by the pH of the solution. Below
pH 6.3, the dominant carbonate species in solution is carbonic acid. Hence,
bicarbonate may form carbonic acid as follows:

HCO−
3(aq) + H+

(aq) ↔ H2CO3(aq) (3.30)

If all of the calcite has been dissolved by acid, or the mineral is absent, then
siderite provides buffering between pH values of approximately 5 and 6 (Blowes
and Ptacek 1994; Sherlock et al. 1995):

FeCO3(s) + H+
(aq) ↔ HCO−

3(aq) + Fe2+
(aq) (3.31)

The silicate minerals provide neutralizing capacity between pH 5 and 6. Their
chemical weathering can be congruent (Reaction 3.32) or incongruent (Reaction
3.33) (Sect. 2.4.1). Either reaction pathway results in the consumption of hydrogen
ions:

MeAlSiO4(s) + H+
(aq) + 3H2O → Mex+

(aq) + Al3+
(aq) + H4SiO4(aq) + 3OH−

(aq) (3.32)

2MeAlSiO4(s) + 2H+
(aq) + H2O → Mex+

(aq) + Al2Si2O5(OH)4(s) (3.33)

(Me = Ca, Na, K, Mg, Mn or Fe)

Exchange buffering of clay minerals is dominant between pH 4 and 5 and causes
alkali and alkali earth cation release:

clay-(Ca2+)0.5(s) + H+
(aq) → clay-(H+)(s) + 0.5Ca2+

(aq) (3.34)

Aluminium and iron hydroxide buffering of minerals (e.g. ferrihydrite, goethite,
gibbsite, hydroxysulfates, and amorphous iron and aluminium hydroxides) occurs
at a lower pH than all other minerals; that is, between pH values of approximately
3 and 5. Their buffering results in the release of aluminium and iron cations:

Al(OH)3(s) + 3H+
(aq) ↔ Al3+

(aq) + 3H2O(l) (3.35)

Fe(OH)3(s) + 3H+
(aq) ↔ Fe3+

(aq) + 3H2O(l) (3.36)
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3.5.14 Turbidity

Turbidity is the ability of a water to disperse and adsorb light. It is caused
by suspended particles floating in the water column. The suspended particles of
AMD affected streams and seepages are diverse in composition. Firstly, they may
include flocculated colloids due to hydrolysis and particulate formation. Such
flocculants are typically composed of poorly crystalline iron hydroxides, oxyhy-
droxides, and oxyhydroxysulfates (e.g. schwertmannite), and less commonly of
aluminium hydroxides (Mascaro et al. 2001; Sullivan and Drever 2001). Secondly,
suspended particles may also originate from the overflow of tailings dams and
from the erosion of roads, soils, and fine-grained wastes during periods of heavy
rainfall. These particulate may consist of clays and other inorganic and organic
compounds.

Regardless of their origin, suspended solids can be important in transporting iron,
aluminium, heavy metals, metalloids, and other elements in solid forms far beyond
the mine site (Schemel et al. 2000). The poorly crystalline nature of suspended par-
ticulates also allows the release of the incorporated or adsorbed elements back into
the water column. The release may be initiated due to bacterial activity, reduction
or photolytic degradation (McKnight et al. 1988).

3.6 Prediction of Mine Water Composition

The prediction of mine water quality is an important aspect of mining and mineral
processing activities. Static and kinetic test data on sulfidic wastes provide informa-
tion on the potential of wastes to generate acid (Sect. 2.7.4). However, the prediction
of mine water composition is a very complex task and remains a major challenge
for scientists and operators (Younger et al. 2002). Nevertheless, the mine operator
would like to know in advance: (a) the composition of the mine water at the site; (b)
whether or not mine water can be discharged without treatment; (c) whether or not
mine water will meet effluent limits; and (d) whether or not the drainage water will
turn acid, and if so, when.

3.6.1 Geological Modeling

The geological approach is an initial step in assessing the mine water quality of a
particular ore deposit. Similar to the geological modeling of sulfidic wastes (Sect.
2.7.1), geological modeling of mine waters involves the classification of the deposit
and the deduction of water quality problems (Plumlee et al. 1999). The reasoning
behind this method is that the same types of ore deposits have the same ore and
gangue minerals, meaning the same acid producing and acid buffering materials.
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Consequently, the mine waters should be similar in terms of pH and combined
metal contents. This empirical classification constrains the potential ranges in pH
and ranges in metal concentrations of mine waters that may develop. However,
the technique cannot be applied to predict the exact compositions of mine waters
(Plumlee et al. 1999).

3.6.2 Mathematical and Computational Modeling

There are simple mathematical models and computational tools which help to pre-
dict the chemistry of water at a mine site. All presently available mathematical and
computational models have limitations and rely on good field and laboratory data
obtained from solid mine wastes and mine waters. In other words, any modeling
will only be as good as the data used to generate the model.

A simple mathematical model for predicting the chemistry of water seeping from
waste rock piles has been presented by Morin and Hutt (1994). This empirical model
provides rough estimates of future water chemistries emanating from waste rock
piles. It considers several factors including:

1. The production rates of metals, non-metals, acidity, and alkalinity under acid and
pH neutral conditions from a unit weight of rock;

2. The volume of water flow through the waste pile based on the infiltration of
precipitation;

3. The elapsed time between infiltration events;
4. The residence time of the water within the rock pile; and
5. The percentage of mine rock in the pile flushed by the flowing water.

In Morin and Hutt’s (1994) example, a hypothetical waste rock pile is 600 m
long, 300 m wide, and 20 m high, and contains 6.5 Mt of rock. The long-term pro-
duction rate of zinc has been obtained from kinetic test data at 5 mg kg–1 per week
(factor 1). Rainfall occurs every second day and generates 1 mm of infiltration.
Such infiltration converts to 180,000 l of water over the surface of the waste pile
(factor 2). The elapsed time between rainfall and infiltration events is assumed to be
equal to the infiltration events of every two days (factor 3). As a result, the waste
pile accumulates 1.4 mgkg–1 zinc between events (5 mg kg–1 Zn per 7 days × 2
days = 1.4 mg kg–1 Zn). The residence time of the water within the waste is also
assumed to be 2 days (factor 4), and the percentage of the total waste flushed by the
pore water is assumed to be 10% (factor 5). Accordingly, the predicted zinc con-
centration in the waste rock seepage amounts to 506 mg l–1 (1.4 mg kg–1 Zn × 6.5
Mt × 10%/180,000 l = 506 mg l–1 Zn).

Thus, simple mathematical models provide some insights into seepage chem-
istry. Simple mass balance models also allow the computation of contaminant loads
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(mg s–1) or fluxes (t a–1) in mine waters and the calculation of discharging element
loads from different sources at a mine site (e.g. discharge from a mine shaft versus
seepage of a waste pile) (Adams et al. 2007). This in turn allows an assessment of the
potential lifetime of discharge from a mine site and the determination of remediation
priorities of particular mine site domains.

Complex geochemical processes, occurring in ground and surface waters of a
mine site and waste repository, need to be modelled using computational mod-
els. There are simulation programs which model mass balances, water balances,
sulfide oxidation rates, oxygen diffusion, secondary mineral saturations, specia-
tions of metals and metalloids, kinetic geochemical reactions, reactions paths, and
water flows (Accornero et al. 2005; Acero et al. 2009; Brookfield et al. 2006; Fala
et al. 2005; Gerke et al. 2001; Kohfahl et al. 2008; Malmström et al. 2008; Perkins
et al. 1997). Each computational tool has been developed for slightly different pur-
poses. Each model relies on accurate and complete data sets. Input parameters
may include water composition, mineralogy and geochemistry of wastes, bacte-
rial activity, reactive surface area, temperature, oxygen availability, water balance,
waste rock pile structure and composition, humidity cell and leach column test
data, and thermodynamic data (Perkins et al. 1997). Modeling may also be used to
evaluate the optimal design of covers for preventing sulfide oxidation and the pro-
duction of AMD waters (Molson et al. 2008; Ouangrawa et al. 2009; Schwartz et al.
2006).

The predicted concentrations of individual metals, metalloids, and anions in mine
waters obtained from computational geochemical models should be compared with
actual mine water chemistries measured in the field or obtained through kinetic
test work. Geochemical modeling programs of waters are also able to calculate
the mineral saturation indices and to identify minerals that might be forming and
limiting solution concentrations of these constituents. In low pH environments,
many metals are mobilized and present at concentrations which cause precipita-
tion of secondary minerals. Adsorption is also an important geochemical process
operating in these waters. Precipitation and adsorption capabilities of an acidic
system need to be evaluated using computational software (Smith 1999). The com-
putational programs are used to predict the precipitation of secondary minerals
from mine waters. These predicted mineral precipitates have to be verified by
comparing them with those secondary minerals actually identified in the AMD
environment.

Modeling is not an exact science; its application has numerous pitfalls, uncertain-
ties, and limitations, and the calculations are at best well-educated guesses (Alpers
and Nordstrom 1999; Nordstrom and Alpers 1999a). Discrepancies between field
observations and simulation results are common (Brookfield et al. 2006). Hence,
none of the simulations and modelling efforts should be used to predict the exact
water composition even though they can be used to improve the understanding
of geochemical processes and to perform comparisons between possible scenarios
(Perkins et al. 1997).
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3.7 Field Indicators of AMD

Any seepage water flowing from a mine, mine waste pile, tailings dam or pond
may be acid. The most common indicators in the field for the presence of AMD
waters are:

• pH values less than 5.5. Many natural surface waters are slightly acidic (pH ~5.6)
due to the dissolution of atmospheric carbon dioxide in the water column and the
production of carbonic acid. Waters with a pH of less than 5.5 may have obtained
their acidity through the oxidation of sulfide minerals.

• Disturbed or absent aquatic and riparian fauna and flora. AMD waters have
low pH values and can carry high levels of heavy metals, metalloids, sulfate, and
total dissolved solids. This results in the degradation or even death of aquatic and
terrestrial ecosystems.

• Precipitated iron-rich solids covering stream beds and banks. The observa-
tion of colourful yellow-red-brown precipitates, which discolour seepage points
and stream beds, is typical for the AMD process. The sight of such secondary
iron-rich precipitates (i.e. yellow boy) is a signal that AMD generation is well
underway.

• Discoloured, turbid or exceptionally clear waters. AMD water can have a dis-
tinct yellow-red-brown colouration, caused by an abundance of suspended iron
hydroxides particles. The turbidity of the AMD water generally decreases down-
stream as the iron and aluminium flocculate, and salts precipitate with increasing
pH. As a result, acid waters can also be exceptionally clear and may give the
wrong impression of being of good quality.

• Abundant algae and bacterial slimes. Elevated sulfate levels in AMD waters
favour the growth of algae, and acid waters may contain abundant slimy streamers
of green or brown algae.

3.8 Monitoring AMD

Mine water monitoring is largely based on the analysis and measurement of ground,
pore and surface waters over a significant time period because their chemistry com-
monly changes over time (Scientific Issue 3.1). The monitoring of waters in and
around mine sites is designed: (a) to define natural baseline conditions; (b) to iden-
tify the early presence of or the changes to dissolved or suspended constituents;
(c) to ensure that discharged water meets a specified water quality standard; (d)
to protect the quality of the region’s water resources; and (e) to provide confirma-
tion that AMD control measures on sulfide oxidation are operating as intended. The
acquisition of baseline data prior to mining is particularly important as some sul-
fide orebodies may have undergone natural oxidation prior to mining. Ground and
surface waters in these environments can be naturally enriched in sulfate, metals
and metalloids. It is of critical importance to know the water, soil and sediment
chemistry in a region prior to the development of a mining operation. Otherwise,
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pre-existing natural geochemical enrichments might be mistaken by the statutory
authorities as being a result of mining and processing and could be thus subject to
subsequent unnecessary (and unfair) remediation processes.

Scientific Issue 3.1. Seasonal and Diel Factors Controlling
Water Composition.

Seasonal Factors

The chemistry of rivers, streams and lakes as well as mine waters and natu-
ral waters draining mined lands may change over time (Herbert 2006; Kim
and Kim 2004; Kimball et al. 2007). Such changes are largely a function
of local climatic, hydrological and geochemical factors. For example, sea-
sonal variations in the composition of AMD waters are typically controlled
by evaporation, precipitation as well as runoff events and volumes. Increased
evaporation will lead to concentration of solutes and hence higher concen-
trations, whereas high rainfall, associated runoff events and greater stream
flow volumes cause dilution of chemical constituents. Significant increases
in solute concentrations (i.e. first flush events) have been reported during
the melting of ice and snow covers and during flushing events in semi-arid
regions, when sulfide oxidation products are washed from waste repositories
(Elberling et al. 2007; Harris et al. 2003; Herbert 2006). Other factors such as
the water temperature can impact indirectly on the chemistry of mine waters.
Higher water temperatures favour the proliferation of bacteria. This in turn
leads to an optimum rate of bacterially mediated iron oxidation, increased
sulfide oxidation and greater trace metal release to waters. In addition, the
dissolved iron concentration of AMD waters is influenced by solar radiation
and associated photolytic processes, which increase the dissolved Fe2+ and
reduce the dissolved Fe3+. Iron photoreduction involves the absorption of UV
radiation by Fe3+ species, converting Fe3+ present in either dissolved or sus-
pended particle form into soluble Fe2+ (Butler and Seitz 2006; McKnight et al.
1988). As a consequence, the colloidal Fe3+ hydroxide concentrations in oxy-
genated surface waters can be reduced during daytime or summer, and such
waters contain higher Fe2+ and total Fe concentrations. Also, Fe precipitates
such as schwertmannite, ferrihydrite and goethite may exhibit seasonal vari-
ations and the phase transformations may be accompanied by changes in pH
values and element concentrations of waters (Kumpulainen et al. 2007).

Diel Factors

Rivers and lakes are not only known to possess seasonal but also daily
cycles in pH, dissolved oxygen and water temperature. These cycles occur in
response to the daily cycles of photosynthesis and respiration and to weather
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changes. For example, the pH of natural waters varies with the amount of
amount of carbon dioxide present because carbon dioxide combines with
water to form carbonic acid. During the day, plants consume carbon diox-
ide and the pH generally increases. At night, photosynthesis ceases and the
increase in carbon dioxide due to respiration and decay of organic matter
is most evident, causing pH to decrease. As a result, stream waters possess
a photosynthesis-induced diel (24-hour) cycle in pH. In addition, the con-
centrations of several elements in acid stream waters draining mined land
have been reported to change substantially during a 24-hour period, irrespec-
tive of stream flow. Diel fluctuations in the concentration of total iron and
the Fe2+/Fe3+ ratio have been related to: (a) daytime photoreduction of Fe3+

to Fe2+, and (b) subsequent re-oxidation of Fe2+ to Fe3+ and temperature-
dependent hydrolysis and precipitation of hydrous ferric oxides at night
(Butler and Seitz 2006; McKnight et al. 1988).

Diel fluctuations have also been reported for dissolved arsenic, cadmium,
copper, iron, manganese, nickel and zinc (e.g. Butler 2006; Gammons et al.
2007, 2008; Morris and Meyer 2007). At some sites, the reported con-
centrations of zinc increased as much as 500 % during the night (Nimick
et al. 2003; Shope et al. 2006). The cyclic changes of arsenic, cadmium,
copper, manganese, nickel and zinc contents have been related to adsorp-
tion/desorption equilibria onto secondary ferric iron and manganese oxide
precipitates in the streambed. Sorption behaviour is thereby influenced by the
pH and temperature of the stream water, and the characteristics and abun-
dance of the precipitate (Gammons et al. 2005; Parker et al. 2007; Shope et al.
2006). Thus, the diel cycles in iron, pH and water temperature may induce
a diel cycle in dissolved trace element concentrations, with large fluctuations
possible during a 24-hour period. Consequently, a properly collected water
sample does not necessarily provide an accurate assessment of trace metal
and arsenic concentrations on a given day at a particular sampling location
(Nimick et al. 2003).

Effective monitoring of a mine site for its water composition requires the
following.

• Setup of monitoring system. An effective monitoring system is site specific and
fulfills the above mentioned monitoring aims. Most importantly, surface water
sampling localities and ground water monitoring bores need to be established
within and outside the mining area. Sites outside and upstream the mining area
provide information on natural background conditions of waters whereas other
sites serve as sampling points for mine waters as well as observation points
for flow rates (Harries and Ritchie 1988). Monitoring of mine waters relies
exclusively on chemical analyses obtained from surface and ground waters.
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• Monitoring climate. Climate (i.e. precipitation, evapotranspiration, temperature)
is an important factor that determines: (a) the quality and quantity of mine waters;
and (b) the volume of surface water run-off vs. ground water recharge (Plumlee
and Logsdon 1999; Younger et al. 2002). Meterological data, measured on a reg-
ular basis, are needed to understand site surface and ground water hydrology.
Calculation of seasonal evapotranspiration rates and a net water balance at the
site are crucial as they affect ground water recharge rates and water accumulation
rates in mine water storage ponds.

• Monitoring pore waters of sulfidic waste rock dumps. Samples of water from the
unsaturated zone of sulfidic waste rock dumps are taken using so-called lysime-
ters. Lysimeters are small or large drums buried in waste piles, in some cases
under dry covers, and connected with tubes to the surface enabling the collection
of the leachate. Meteoric data and analyses of these leachates provide information
on water infiltration rate into the dump and contaminant production rates (Bews
et al. 1999; Ritchie 1998). The analysis of lysimeter leachates also allows an eval-
uation as to what depth water infiltrates into waste rock piles, and whether water
infiltrates into sulfidic material. Consequently, lysimeters allow a performance
evaluation of dry covers.

• Monitoring ground waters. Major fractures are commonly present within sulfidic
ore deposits, and the hydrology of many metal mines is structurally controlled.
These fractures represent permeability zones for ground water, and the interac-
tion between water and the sulfide-bearing rocks along such fractures can lead to
AMD. Highly metalliferous and strongly acidic solution may develop and flow
along permeable fractures. Some of the waters may surface in open pits as dis-
tinct seepages. Therefore, it is important to ensure that ground water monitoring
bores are sunk into fracture zones.

AMD impacts more frequently on ground water quality than on the surface
drainage from a mine. In particular, in low rainfall arid areas, most of the drainage
is likely to move into the aquifer. Ground water samples from the saturated zone
immediately beneath sulfidic waste dumps or tailings can be obtained using
piezometers. Chemical analyses of such waters will indicate the contaminant
transport into the local aquifer.

Electrical and electromagnetic techniques can be used to map ground water
contamination and pore waters in waste dumps, watersheds and mined areas
(Ackman 2003; Benson 1995; Campbell and Fitterman 2000; Hammack et al.
2003a, b; Rucker et al. 2009). The geophysical surveys measure the electri-
cal conductivity, which increases with increasing TDS concentrations that are
particularly found in acidic, metal-rich ground waters. However, geophysical
techniques only provide indirect information about the ground water compo-
sition, and the data can be difficult to interpret as changing rock types cause
pronounced resistivity or conductivity variations. The detection and mapping of
contaminant plumes in areas of diverse lithologies are only possible in highly
contaminated areas where other factors have a relatively small effect on the data
variations.
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• Monitoring open pit lakes. Acid waters may accumulate within final mining
voids, and these acid pit lakes require detailed monitoring and hydrological
studies (Scientific Issue 3.2).

• Monitoring the ecosystem health. The ecosystem health of waterways surround-
ing a mine site can be measured using indicator species (e.g. mussels; Angelo
et al. 2007; Martin et al. 1998). Such indicator species are sensitive to contami-
nants which may be released from a mining operation. The chemistry, behaviour,
breeding cycle, population size, and health of indicator species in ecosystems
immediately downstream of the mine site may then be compared with those
upstream. This direct biological monitoring can reveal any significant impacts
on the health of ecosystems surrounding the mine.

• Monitoring surface waters. The monitoring of surface waters is based on the anal-
ysis and measurement of surface waters over a significant time period. Changes
to pH, conductivity, and sulfate and metal content over time are good indicators
of AMD generation. In particular, the SO4/Cl ratio is a good indicator of an input
of sulfate from the oxidation of sulfides. Nonetheless, high sulfate concentra-
tions, elevated conductivities up to 100 times higher than the local ground and
surface water, and extreme salinities in pore and seepage waters do not neces-
sarily indicate sulfide oxidation. They may also be the result of dissolution of
soluble secondary sulfates within the wastes. Furthermore, changes in pH, con-
ductivity and sulfate, metal and major cation concentrations may be the result
of changes in hydrological conditions such as evaporation or dilution. These
latter processes lead to increases or decreases in the contaminant’s concentra-
tion and do not reflect changing chemical processes at the contamination source.
Therefore, sites should measure or estimate flow rates or periodic flow volumes as
they are additional important parameters of mine waters. The measurement of the
solute concentration (mg l–1) and of the flow rate or flow volume (l s–1) will allow
the calculation of the contaminant load (mg s–1) in the mine water. The load of a
chemical species is defined as the rate of output of the species over time (mg s–1).
Monitoring solute concentration and flow rate over time will allow the calcula-
tion of the output rate of the species over time. As a result, chemical processes
within the contaminant source can be recognized. For example, seepage water
appears at the toe of a sulfidic waste pile. The changing water flow rate (l3 s–1)
is measured using a calibrated flow gauging structure instrumented with a water
sampler (Younger et al. 2002). In addition, contaminant concentrations (mg l–1)
are determined in the water samples over time. The knowledge of flow rates and
contaminant concentrations over time allows the calculation of loads (mg s–1)
of individual chemical species released from the waste pile. Increases in metal
and sulfate loads (mg s–1) over time indicate the onset of AMD. A knowledge
of annual contaminant fluxes (t a–1) from mine workings, waste respositories and
streams in a single catchment also provides the necessary information to prioritise
any monitoring and remediation efforts. Such efforts can then focus on individ-
ual domains of a mine site or on particular mines in the catchment that release
the largest proportions of contaminants and seriously impair the environmental
quality of aquatic systems (Mighanetara et al. 2009).
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Scientific Issue 3.2. Acid Pit Lakes

Formation of Pit Lakes

The mining industry extracts a number of mineral commodities and coal from
open pits. The large increase in open pit mining of metal ores since the 1970s
has resulted in the ever increasing creation of mining voids worldwide. If
open pit mines extend below the water table, ground water must be removed
to permit mining operations. This is achieved through water pumping and
extraction and temporarily lowering of the water table. The effect is generally
limited to the immediate vicinity of the mining operation. The mining method
leaves an open pit (i.e. final mining void) at the end of the operations.

Final mining voids may be used as water storage ponds, wetland/wildlife
habitats, recreational lakes, engineered solar ponds, or waste disposal sites.
However, the range of realistic end-use options is limited for a specific mine
void, particularly in remote areas, and many open pits are left to fill with water.
If a pit remains unfilled, the water table usually returns to its pre-mining level
after pumping is discontinued, and the large void will flood. Open pit water
can percolate into ground water or ground water can flow into the void, com-
ing in contact with the atmosphere. As a result, changes in the water quality
and quantity of the final mining void occur, and pit lake properties change
over time. Thus, water balance and water quality of a final void are highly site
specific and may evolve for many years before approaching a steady state.
The final use of the pit lake will be determined largely by long-term trends in
the quantity and quality of water within the void.

General Characteristics of Pit Lakes

The key processes which control the quantity of water in a final void are direct
rainfall into the pit, evaporation from the standing water, and surface and
ground water inflows and outflows (Doyle and Runnels 1997; Warren et al.
1997). Generally, pit lakes represent – similar to natural lakes – ground water
discharge lakes, recharge lakes, or flow-though lakes. Evaporation of water
and resulting concentration of solutes in pit lakes is less significant at most
pit lakes than at natural lakes. This is because pit lakes are much smaller and
deeper than natural lakes; therefore, the surface area to depth ratio of pit lakes
is several magnitudes smaller than that of natural lakes.

The key processes which determine the water chemistry of final voids
include: (a) weathering reactions in pit walls and wastes draining into the
pit; (b) concentration as a result of evaporation; (c) stratification of the water
column due to temperature or chemical gradients; (d) adsorption of dissolved
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elements on and coprecipitation with particulates; (e) precipitation of sec-
ondary salts from the pit water; and (f) biochemical and redox reactions in
the water (Balistrieri et al. 2006; Bowell 2002; Castendyk et al. 2005; Davis
and Ashenberg 1989; Delgado et al. 2008; Denimal et al. 2005; Eary 1998,
1999; Meyer et al. 1997; Miller et al. 1996; Ramstedt et al. 2003; Shevenell
2000; Shevenell et al. 1999; Tempel et al. 2000) (Fig. 3.17).

Fig. 3.17 Schematic cross-section of a flow-through pit lake and the geochemical processes
that influence its water quality (after Bowell 2002)

Acid Pit Lakes

Open pit lakes may be acidic because they receive drainage from adjacent
mine workings or sulfidic wastes, soluble salts are leached from the weathered
pit walls, or subaqueous oxidation of sulfides occurs via dissolved Fe3+ on the
submerged pit walls (Gammons and Duaime 2006; Migaszewski et al. 2008,
2009; Pellicori et al. 2005; Sánchez España et al. 2008b, 2009). If any sulfidic
pit walls are exposed to atmospheric conditions, the remaining sulfides will
undergo oxidation to a particular depth (Fennemore et al. 1998). A vuggy tex-
ture and intense fracturing of the wall rocks will greatly aid sulfide oxidation.
The oxidation of sulfide minerals and the dissolution of secondary minerals
contribute to the generation of acid solutes into pit waters, and surface run-off
waters draining into the pit can be saline, acid and metal-rich. Concentrations
of dissolved metals may reach saturation levels. Consequently, secondary
minerals may precipitate out of the water column, forming unconsolidated
sediments at the bottom of acid pit lakes (Triantafyllidis and Skarpelis 2006;
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Twidwell et al. 2006). Natural attenuation of any acid formed may occur
in pit lakes located in limestone or marble units. Such voids have alkaline
ground water inflows which can react with acid mine waters, forming precip-
itates and resulting in metal-rich sludges accumulating at the bottom of the
voids. In regions with distinct wet and dry seasons, exposed, reactive pit walls
can become invariably coated with oxidation products, including soluble and
insoluble secondary mineral salts. The alternate wetting and drying of the
walls will favour the oxidation of pyrite, the dissolution of secondary phases,
and the periodic generation of acid, saline surface run-off waters into the pit.
In arid environments, the oxidation rate of pyrite is retarded due to the lack of
moisture, and the thickness of oxidized pyritic wall rocks is reduced. This in
turn reduces the solute loads entering the incipient acid pit lake (Fennemore
et al. 1998).

Remediation practices of acid pit lakes include the addition of organic
waste such as wood sawdust, hay, straw, manure, mushroom compost, raw
sewage waste water and sewage sludge, and of neutralizing materials such as
lime, caustic soda, and limestone (Bozau et al. 2007; Castro and Moore 2000;
Geller et al. 2009; McCullough 2008; McCullough et al. 2008). Organic mat-
ter accelerates the reduction of dissolved metals and sulfate and leads to their
precipitation as metal sulfides (Costa and Duarte 2005; Levy et al. 1996).
Also, rapid filling of a pit with water can suppress sulfide oxidation and result
in good water quality (Castro and Moore 2000; Parker et al. 1996). By con-
trast, controlled eutrophication of pit water through the addition of phosphorus
does not promote the production of significant alkalinity by algae and diatoms
and does not lead to a substantial removal of acidity in acid pit lakes (Fyson
et al. 2006; Totsche et al. 2006).

3.9 AMD from Sulfidic Waste Rock Dumps

Sulfidic waste rock dumps and spoil heaps are, because of their sheer volume,
the major sources of AMD. The chemistry and volume of AMD seepage waters
emanating from sulfidic piles are largely influenced by the properties of the waste
materials. AMD development in waste heaps occurs via complex weathering reac-
tions (Sect. 2.2). The different rates of the various weathering reactions within the
waste may cause temporal changes to the drainage chemistry. Thus, the composition
of drainage waters from waste rock piles depends on three factors:

• The hydrology of the waste pile;
• The presence of different weathering zones within the pile; and
• The rate of weathering reactions (i.e. weathering kinetics), causing temporal

changes to the composition of the drainage waters.
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3.9.1 Hydrology of Waste Rock Dumps

Waste rock piles have physical and hydrological properties unlike the unmined, in
situ waste. Mining and blasting increase the volume and porosity of waste rocks and
create large pores and channels through which atmospheric gases and water can be
transported.

Waste rock dumps frequently contain perched aquifers located well above the
underlying bedrock (Younger et al. 2002). The dumps generally contain an unsat-
urated and a saturated zone separated by a single continuous water table with a
moderate hydraulic gradient (Blowes and Ptacek 1994; Hawkins 1998; Younger
et al. 2002) (Fig. 3.18). The water table tends to reflect the waste dump surface
topography. Within the unsaturated part, water typically fills small pores and occurs
as films on particle surfaces. Flow rates of the water vary from relatively rapid move-
ments through interconnected large pores, fractures and joints, to slow movements
or nearly stagnant conditions in water films or small pores (Rose and Cravotta 1998).
Within the saturated part, flow rates depend on the hydraulic properties of the waste
material. Water movement is thought to be highly channellized, similar to karst
environments, where water flows preferentially through randomly located chan-
nels, voids and conduits (Hawkins 1998; Younger et al. 2002). The flow of water
is also influenced by the physical properties of the dump material. For instance,
clay-bearing rocks tend to break to small fragments during mining and weather
readily to release small mineral particles, decreasing the hydraulic conductivity

Fig. 3.18 Generalized profile of a sulfidic waste rock dump undergoing sulfide oxidation and
AMD development. Hydrological subdivisions as well as hydrological, hydrochemical and geo-
chemical processes are also shown (after Blowes and Ptacek 1994). The profile and processes of a
sulfidic tailings pile are analogous
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(Hawkins 1998). Also, many dumps are constructed by end-dumping. This leads
to some segregation of dump material down the slope at the end of the dump and
causes some layering in the dump. Where large rock fragments are present, a signif-
icant volume of interstitial pores is created. Consequently, the hydraulic properties
of waste rock are influenced by the dump structure, particularly the propensity
of coarse material to collect at the bottom of the dump end-slope, and the ten-
dency of fine material to remain on the sides and top. Differential settling and
piping of finer material will occur shortly after dumping of waste materials. The
shifting and repositioning of dump fragments are further facilitated by infiltrating
meteoric water or surface run-off. Fine-grained materials migrate towards the base
of the dump, and the settling of dump fragments may cause decreasing hydraulic
conductivities (Hawkins 1998). Alternatively, ground water flow and infiltration of
meteoric water may result in the interconnection of voids and increasing hydraulic
conductivity.

The shear strength of a waste dump and its stability are influenced by the pore
water pressure. Increasing pore water pressures may develop due to the increas-
ing weight and height of the waste dump, or due to increasing seepage through
the dump. Excess pore water pressures are usually associated with fine-grained
materials since they possess lower permeabilities and higher moisture contents than
coarse-grained wastes. Fine-grained wastes may, therefore, become unstable and
fail at lower pore water pressures than coarse-grained wastes.

The hydraulic properties of wastes (e.g. hydraulic conductivity, transmissivity,
porosity, pore water velocity, recharge) vary greatly. As a result, the flow direc-
tion and paths of pore waters, as well as the location and elevation of saturated
zones are often difficult to predict. Detailed hydrological models are required
to understand water storage and transport in waste rock dumps (Moberly et al.
2001).

3.9.2 Weathering of Waste Rock Dumps

Perkins et al. (1997) have provided a simplified model for the generation of drainage
waters from sulfidic waste rock piles. The production and flow of drainage from
waste rock piles is controlled by wetting and drying cycles. The waste piles are inter-
mittently wetted by meteoric water and seasonal run-off; they are dried by drainage
and evaporation. The time it takes to complete the entire wetting-drying cycle is
dependent upon porosity, permeability, and climatic factors. A complete wetting-
drying cycle, for a waste rock pile located in a region of moderate to high rainfall
with distinct seasons, consists of four sequential stages (Perkins et al. 1997):

1. Sulfide oxidation and formation of secondary minerals;
2. Infiltration of water into the dump;
3. Drainage of water from the dump; and
4. Evaporation of pore water.
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The first stage represents the atmospheric oxidation of sulfides which results in
the destruction of sulfides and the formation of secondary minerals. The second
stage is the infiltration of meteoric water and seasonal run-off. Pores are wetted to
the extent that weathering of minerals occurs. The third stage involves drainage of
water from the pore spaces. Solutes dissolved in the pore water are transported to
the water table or are channelled to surface seepages. Air replaces the pore water
during drainage, and a thin pore water film is left behind, coating individual grains.
The fourth stage is the evaporation of the water film during the drying cycle. During
drying, the relative importance of drainage compared to evaporation is determined
by the physical properties of the waste rock pile such as hydraulic conductivity. The
drying results in the precipitation of secondary minerals that may coat the sulfide
mineral surfaces. If drying continues, some of these minerals may dehydrate, crack,
and spall from the sulfide surfaces, exposing fresh sulfides to atmospheric oxygen
(Perkins et al. 1997). In an arid climate, there are no percolating waters present, and
the flow of water through a waste rock pile is greatly reduced. In such locations,
sulfide oxidation occurs, and the secondary salts generated from the limited avail-
able moisture reside within the waste. As a result, the first (i.e. sulfide oxidation and
formation of secondary minerals) and fourth (i.e. evaporation of pore water) stages
of the wetting-drying cycle may only be important (Perkins et al. 1997). In an arid
environment, sulfide destruction does not necessarily lead to drainage from waste
rock piles. However, during high rainfall events, excess moisture is present, and the
secondary weathering products are dissolved and transported with the water moving
through the material to the saturated zone or surface seepages. The waters may then
emerge as a significant first flush that contains elevated contaminant concentrations.

The position of the water table in mine wastes has an important role in influenc-
ing the composition of drainage waters (Fig. 3.18). This is because the water table
elevation fluctuates in response to seasonal conditions, forming a zone of cyclic wet-
ting and drying. Such fluctuations provide optimal conditions for the oxidation of
sulfides in the unsaturated zone and subsequent leaching of sulfides and associated
secondary weathering products.

Ritchie (1994b) and Paktunc (1998) provide a model for the weathering of a
hypothetical sulfidic waste rock dump. Weathering has proceeded for some time in
the dump. Such a mature dump has three distinct domains (i.e. outer unsaturated
zone, unsaturated inner zone, saturated lower zone), reflecting the different distri-
bution of oxidation sites and chemical reactions. This model implies that the types
and rates of reactions and resulting products are different in the individual zones
(Paktunc 1998; Ritchie 1994b). The outer zone of a mature waste pile is expected
to have low levels of sulfide minerals. It is rich in insoluble primary and secondary
minerals and can be depleted in readily soluble components. In contrast, the unsat-
urated inner zone is enriched in soluble and insoluble secondary minerals. In this
zone, oxidation of sulfides should occur along a front slowly moving down towards
the water table of the dump.

On the other hand, some authors reject the model of a stratified waste rock
profile. They have argued: (a) that sulfidic waste dumps are heterogeneous; and
(b) that any infiltrating rainwater would follow preferential flow paths acting as
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hydraulic conduits (Eriksson 1998; Hawkins 1998; Hutchison and Ellison 1992).
Such discrete hydrogeological channels would limit water-rock interactions. In
addition, local seeps from a single waste dump are known to have substantially
different water qualities, which supports the hypothesis of preferential flow paths in
waste piles. Also, the abundance and distribution of acid producing and acid buffer-
ing minerals vary from one particle to another. Waste parcels with abundant pyrite,
free movement of air, and impeded movement of water are expected to develop
higher acidities than equal volumes that contain less pyrite or that are completely
saturated with water (Rose and Cravotta 1998). Chemical and physical conditions
within waste dumps vary even on a microscopic scale. The resulting drainage water
is a mixture of fluids from a variety of dynamic micro-environments within the
dump. Consequently, the water quality in different parts of waste dumps exhibits
spatial and temporal variations. One could conclude that prediction of drainage
water chemistry from waste dumps is difficult and imprecise.

3.9.3 Temporal Changes to Dump Seepages

When mine wastes are exposed to weathering processes, some soluble minerals go
readily into solution whereas other minerals take their time and weather at different
rates (Morin and Hutt 1997). The drainage chemistry of readily soluble minerals
remains constant over time as only a limited, constant amount of salt is able to dis-
solve in water. Such a static equilibrium behaviour is commonly found in secondary
mineral salts such as sulfates and carbonates. Secondly, there are other minerals
such as silicates and sulfides which weather and dissolve slowly over time. Their
reactions are strongly time dependent (i.e. kinetic); hence, the drainage chemistry of
these minerals changes through time.

Kinetic or equilibrium chemical weathering and dissolution of different minerals
within mine wastes have an important influence on the chemistry of mine waters.
The different weathering processes cause or contribute to the chemical load of
waters draining them. In particular, kinetic weathering processes determine changes
to mine water chemistries over time because acid producing and acid neutralizing
minerals have different reaction rates. These different weathering and dissolution
behaviours of minerals have an influence on the temporal evolution of mine water
chemistries. The drainage water chemistry of a dump or tailings dam evolves with
time as different parts of the material start to contribute to the overall chemical load.
Generally, the chemical load reaches a peak, after which the load decreases slowly
with time (Fig. 3.19).

When altered, weathered or oxidized wastes are subjected to rinsing and flushing,
the pore water will be flushed first from the waste. Then easily soluble alteration
minerals, weathering and oxidation products, and secondary efflorescences will
dissolve and determine early rates of metal release and seepage chemistry. In par-
ticular, the soluble and reactive minerals will contribute to equilibrium dissolution
at an early stage. Finally, weathering kinetics of sulfides and other acid neutralizing
minerals will take over and determine the drainage chemistry.
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Fig. 3.19 Schematic evolution of contaminants in AMD waters emanating from sulfidic mine
wastes (after Ritchie 1995)

Mine drainage quality prediction cannot be based on the assumption that 100% of
the waste material experiences uniform contact with water (Hawkins 1998). Water
moving through the unsaturated portion of the waste contacts waste briefly whereas
water of the saturated zone has a longer contact time with the waste. In addition,
some material may have a very low permeability, allowing very little ground water
to flow through it. These waste portions contribute little to the chemistry of drainage
waters. In order to understand the chemistry of drainage waters emanating from
waste rock dumps, it is important to determine what waste portions are contacted by
water and what is the nature of this contact (Hawkins 1998).

3.10 Environmental Impacts

Drainage water from tailings dams, mine waste dumps, heap leach pads, and ore
stockpiles may contain suspended solids and dissolved contaminants such as acid,
salts, heavy metals, metalloids, and sulfate. Such waters should not be released
from a mine site without prior treatment. The uncontrolled discharge of mine waters
with elevated contaminant concentrations into the environment may impact on sur-
face waters, aquatic life, soils, sediments, and ground waters. Investigations of the
environmental impacts of mine waters require an assessment of the concentra-
tion of elements in waters of background and contaminated sample populations.
This will allow the distinction of natural geogenic from induced anthropogenic
factors.
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3.10.1 Surface Water Contamination

In particular the release of AMD waters with their high metal and salt concentra-
tions impacts on the use of the waterways downstream for fishing, irrigation, stock
watering and drinking water supplies (Table 3.6). Metal and metalloid concentra-
tions and acidity levels may exceed aquatic ecosystem toxicity limits, leading to
diminished aquatic life (Seal et al. 2008). Irrigation of crops with stream water that
is affected by AMD effluents may be inappropriate if the impacted stream has metal
and metalloid concentrations well above threshold values that are considered to be
phytotoxic to crops (Dolenec et al. 2007). Potable water supplies can be affected
when national drinking water quality guidelines are not met (Cidu and Fanfani 2002;
Gilchrist et al. 2009; Sarmiento et al. 2009b). Poor water quality also limits its reuse
as process water at the mine site and may cause corrosion to and encrustation of the
processing circuit.

In general, the severity of surface water contamination decreases downstream
of the contamination source due to mixing with non-contaminated streams, which
causes the dilution of elements and compounds and the neutralization of acidity.
Mineral precipitation, adsorption and coprecipitation may also remove elements

Table 3.6 Main characteristics of AMD waters and their environmental impact (after Ritchie
1994a)

Property Chemical species
Concentration
range in solution Environmental impact

Acidity H+ pH < 4.5 Loss of bicarbonate to photosynthetic
organisms; degradation and death
to animals and plants; reduction in
drinking water quality;
mobilization of metal ions;
corrosion of man-made structures

Iron precipitates Fe3+, Fe2+,
Fe(OH)3(s)

100 to 1000 mg l–1 Discoloration and turbidity in
receiving water as pH increases and
ferric salts precipitate; smothering
of benthic organisms and clogging
up of fish gills; reduction in light
penetrating the water column;
encrustation of man-made
structures

Dissolved heavy
metals and
metalloids

Cu, Pb, Zn, Cd,
Co, Ni, Hg,
As, Sb

0.01 to
1000 mg l–1

Degradation and death to animals and
plants; bioaccumulation; reduction
in drinking water quality; soil and
sediment contamination

TDS Ca, Mg, K, Na,
Fe, Al, Si, Mn,
sulfate

100 to more than
10000 mg l–1

Reduction in drinking water quality;
reduction in stockwater quality;
encrustation of man-made
structures as TDS precipitate as
salts; soil and sediment
contamination
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from solution, leading to lower dissolved contaminant concentrations in impacted
waterways (Delgado et al. 2009; Balistrieri et al. 2007).

High concentrations of acidity and metals and increased conductivity, total dis-
solved and suspended solids, and turbidity can be observed in mine seepage and
runoff waters at the beginning of the wet season or spring (e.g. Gray 1998). The
observed rise in analyte concentrations is a so-called first flush (Sect. 3.5.2). Such
first flush phenomena are known to occur during the early part of storm events,
especially after a prolonged dry spell, in terranes with a semi-arid climate as well as
during thawing of mine wastes in arctic environments (Elberling et al. 2007). The
sudden increase in metal and sulfate values relates to the wetting and rapid disso-
lution of soluble waste minerals (i.e. gypsum, etc). Specifically, the first flush can
cause distinct impacts on downstream ecosystems with potentially severe effects on
biota.

3.10.2 Impact on Aquatic Life

The high acidity of AMD waters can destroy the natural bicarbonate buffer system
which keeps the pH of natural waters within a distinct pH range. The destruction of
the bicarbonate system by excessive hydrogen ions will result in the conversion of
bicarbonate to carbonic acid and then to water and carbon dioxide (Reaction 3.27).
Photosynthetic aquatic organisms use bicarbonate as their inorganic carbon source;
thus, the loss of bicarbonate will have an adverse impact on these organisms. They
will not be able to survive in waters below a pH value of less than 4.3 (Brown
et al. 2002). In addition, the bulk of the metal load in AMD waters is available to
organisms and plants since the contaminants are present in ionic forms. The use of
Diffusive Gradients in Thin Films (DGTs) allows an evaluation of what proportion
of dissolved metals is available to aquatic organisms (Balistrieri et al. 2007; Casiot
et al. 2009). Heavy metals and metalloids, at elevated bioavailable concentrations,
can be lethal to aquatic life and of concern to human and animal health (Gerhardt
et al. 2004). Moreover, the methylation of dissolved mercury and other metals and
metalloids is favoured by a low pH which turns the elements into more toxic forms.
The impact of contaminated waters and sediments, containing high concentrations
of bioavailable metals and metalloids, on aquatic ecosystems and downstream plant
and animal life can be severe. A reduction of biodiversity, changes in species, deple-
tion of numbers of sensitive species, or even fish kills and death of other species are
possible (Table 3.6) (Angelo et al. 2007; Askaer et al. 2008; Dsa et al. 2008; Gray
1998; Kauppila et al. 2006; Luís et al. 2009; Peplow and Edmonds 2006).

3.10.3 Sediment Contamination

Improper disposal of contaminated water from mining, mineral processing, and
metallurgical operations releases contaminants into the environment (Herr and
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Fig. 3.20 Stream channel impacted by AMD, Rum Jungle uranium mine, Australia. The channel
is devoid of plant life and encrusted with white sulfate effloresences

Gray 1997; Gray 1997) (Table 3.6). If mine waters are released into local stream
systems, the environmental impact will depend on the quality of the released efflu-
ent. Precipitation of dissolved constituents may result in abundant colourful mineral
coatings in stream channels (Fig. 3.20) (Zheng et al. 2007). Originally dissolved
elements may be removed from solution through mineral precipitation, adsorption
and coprecipitation. This may cause soils as well as floodplain, stream and lake sed-
iments to become contaminated with metals, metalloids, and salts (Juracek 2008;
Mäkinen and Lerssi 2007; Roychoudhury and Starke 2006). Transport and deposi-
tion of waste particles will also add contaminants to soils and sediments in a solid
form. Consequently, metals and metalloids may be contained in various sediment
fractions. Sequential extraction techniques can be used to demonstrate that elements
are present as cations: (a) on exchangeable sites; (b) incorporated in carbonates;
(c) incorporated in easily reducible iron and manganese oxides and hydroxides;
(d) incorporated in moderately reducible iron and manganese oxides and hydrox-
ides; (e) incorporated in sulfides and organic matter; and (f) incorporated in residual
silicate and oxide minerals (Morais et al. 2008). However, metals and metalloids
are not necessarily captured and stored in the deposited sediment. Contaminated
sediment may be transported further and deposited in downstream environments.
Also, changes in water chemistry may cause the contaminated sediment to become
a source of metals and metalloids to the stream water (Butler 2009).

3.10.4 Ground Water Contamination

The release of mine waters impacts more frequently on the quality of ground waters
than on that of surface waters. Mining-derived contaminants may enter waters of
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the unsaturated or saturated zone or become attentuated at the ground water – sur-
face water interface (Gandy et al. 2007). Ground water contamination may originate
from mine workings, tailings dams, waste rock piles, heap leach pads, ore stock-
piles, coal spoil heaps, ponds, and contaminated soils (Eary et al. 2003; Paschke
et al. 2001). Contamination of ground water is not limited to mines exploiting
metal sulfide ores, it also occurs at industrial mineral deposits (Gemici et al. 2008).
Contaminated water may migrate from waste repositories into aquifers, especially if
the waste repository is uncapped, unlined and permeable at its base, or if the lining
of the waste repository has been breached. Also, the flooding of underground work-
ings may impact on the chemistry of mine waters and local ground water (Cidu
et al. 2007; Gammons et al. 2006). Water-rock reactions in open pits may also
lead to the dissolution of contaminants. At such sites, water and dissolved contami-
nants may leak from the mine workings or the waste repository into the underlying
aquifer.

Significant concentrations of sulfate, metals, metalloids, and other contaminants
have been found in ground water plumes migrating from mine workings and waste
repositories and impoundments at metal sulfide mines. If not rectified, a plume
of contaminated water will migrate over time downgradient, spreading beyond
the mine workings and waste repositories, possibly surfacing at seepage points,
shafts and adits, and contaminating surface waters (Lachmar et al. 2006; Moncur
et al. 2006). This can be of concern if only contaminated ground water feeds local
streams. Then the impact of contaminated ground water on stream water quality can
be severe (Cidu et al. 2009).

The migration rate of such a plume is highly variable and dependent on the phys-
ical and chemical characteristics of the aquifer or waste material. Generally, sulfate,
metal, and metalloid concentrations in the ground water define a leachate plume
extending downgradient of the AMD source (Johnson et al. 2000; Lind et al. 1998;
Paschke et al. 2001). Contaminant levels depend on the interaction between the
soil, sediment or rock through which the contaminated water flows and the contam-
inant in the water. Conservative contaminants (e.g. SO2

4
–) move at ground water

velocities. However, reactive contaminants (e.g. heavy metals, metalloids) move
more slowly than the ground water velocity, and a series of different pH zones
may be present in the contaminant plume (Fig. 3.21). The occurrence of these
zones is attributed to the successive weathering of different pH buffering phases
in the aquifer. Such natural attentuation processes in the aquifer, including pH and
Eh changes, can reduce the constituent concentrations to background levels in the
pathway of the subsurface drainage. Neutralizing minerals – such as carbonates –
may be contained in the aquifers, and these minerals buffer acidic ground waters.
Depending on the neutralization property of the aquifer through which this water
moves, it could be many years before significant impact on ground and surface water
quality is detected. In the worst case scenario, the neutralizing minerals are com-
pletely consumed before the acid generation is halted at the source. Then the acidic
ground water plume will migrate downgradient and can eventually discharge to
the surface.
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Fig. 3.21 Schematic cross-section of a sulfidic waste dump with a corresponding plume of acid
water seeping into the ground. Various minerals buffer the acid ground water. The pH changes
in the plume are shown for the cross-section AA’ (Reprinted from Jurjovec et al. (2002) with
permission from Elsevier Science)

3.10.5 Climate Change

Global-scale climate modelling suggest that there has been a significant rise in
global temperature and that this temperature increase will continue, at least over
the next few hundred years, leading to glacial melting, rising sea levels and ocean
acidification and other far reaching environmental consequences beyond the 21st
century. The predicted increase in global temperature is also expected to increase
the rates of mine waste weathering about 1.3-fold higher than present by the year
2100 (Nordstrom 2009; Rayne et al. 2009). Moreover, longer dry spells and more
intense rainstorms have been predicted for particular regions. Such changes in evap-
oration rates as well as rainfall patterns and events will impact on the chemistry of
mine waters, in particular first flush events (Sect. 3.5.2). Prolonged weathering will
lead to the formation of a greater abundance of soluble salts. Flushing of mine sites
and waste repositories will lead to larger sudden increases in contaminant concentra-
tions and higher average concentrations during longer low-flow periods (Nordstrom
2009). Thus, in future the remediation of AMD waters may require an increase in
the capacity of treatment designs.

3.11 AMD Management Strategies

At mine sites, containment of all contaminated water is to be ensured using water
management strategies. These strategies aim to protect aquatic environments and
to reduce the water volume requiring treatment. Depending on waste and water
characteristics and the location or climate of the mine site, different strategies are
applied (Dold et al. 2009; Environment Australia 1999; O’Hara 2007; SMME 1998).
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Various techniques can reduce mine water volumes: (a) interception and diversion
of surface waters through construction of upstream dams; (b) diversion of run-off
from undisturbed catchments; (c) maximization of recycling or reuse of water; (d)
segregation of water types of different quality; (e) controlled release into nearby
waters; (f) sprinkling of water over dedicated parts of the mine site area; (g) use of
evaporative ponds; and (h) installation of dry covers over sulfidic wastes in order
to prevent infiltration of meteoric water. These water management strategies will
reduce the potential AMD water volume.

In coastal wet climates, the construction of pipelines and the discharge of AMD
waters into the ocean may also be considered for the disposal of AMD waters
(Koehnken 1997). Seawater has a strong buffering capacity due to the abundance
of bicarbonate whereas ground and surface waters in a carbonate terrain have simi-
larly a significant natural buffering capacity. Releasing waste waters during periods
of high rainfall or peak river flow may also achieve dilution and reaction of the
effluent to pollutant concentrations below water quality standards (i.e. dilution is the
solution to pollution). However, in most cases such a disposal technique is not pos-
sible or politically and environmentally acceptable, and treatment of AMD waters
is required prior to their discharge.

In many cases, mining operations have to discharge mine water to streams outside
their operating licence areas. The release of water from mine sites has to conform
with statutory directives; that is, the quality of discharged water has to meet a spec-
ified standard comprising a list of authorized levels of substances. Water quality
standards list values for parameters such as pH, total suspended matter, and con-
centrations of sulfate, iron, metals, metalloids, cyanide, and radionuclides. National
water quality guidelines are commonly used as a basis for granting a mining licence
and allowing discharge of mine water. They are designed to protect downstream
aquatic ecosystems, drinking water, and water for agricultural use. Water quality
guidelines for metals in aquatic ecosystems are commonly based on total concen-
trations. However, the bioavailability of metals (i.e. the ability to pass through a
biological cell membrane) and the toxicity of metals to aquatic organisms are depen-
dent on the chemical form, that is, the speciation of these metals. Metals present
as free ions are more bioavailable than metals adsorbed to colloids or particulate
matter. Consequently, guidelines which are based on total metal concentrations are
overprotective since only a fraction of the total metal concentration in water will be
bioavailable.

3.12 Treatment of AMD

Once started, AMD is a persistent and potentially severe source of pollution from
mine sites that can continue long after mining has ceased (Fig. 3.22). Abandoned
historic mine sites still releasing AMD waters are a large liability for govern-
ments. Liabilities for historic AMD have been estimated around the world to include
US$4000 million in Canada, US$2000–3500 million in the United States, US$6000
million for uranium mines in the former East Germany, US$300 million in Sweden,
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Fig. 3.22 Unvegetated waste
rock dump at the Mt. Lyell
copper mine, Queenstown,
Australia. Waste rock dumps
and mine workings are
significiant sources of AMD
into the Queen River. It has
been estimated that AMD
will continue for another 600
years with the present copper
load being 2000 kg per day
(Koehnken 1997)

and US$500 million in Australia (Brown et al. 2002; Harries 1997). The total world-
wide liability related to AMD is likely to be in excess of 10,000 million US dollars.
In the United States alone, the mining industry spends over US$1 million every day
to treat AMD water (Brown et al. 2002). The message is clear: it is always con-
siderably more costly and more difficult to treat AMD problems after they have
developed than to control the generation process through sulfide oxidation preven-
tion technologies (Sect. 2.10). In other words, prevention or minimization of sulfide
oxidation at the source is better than the treatment of AMD waters. Preventative
measures applied to control sulfide oxidation will also help to control the volume
of AMD waters (Sect. 2.10). A greater control of sulfide oxidation creates a smaller
volume of AMD water requiring treatment.

Like the control techniques for sulfidic wastes, AMD treatment technologies are
site specific, and multiple remediation strategies are commonly needed to achieve
successful treatment of AMD waters (Brown et al. 2002; Environment Australia
1997; Evangelou 1998; Mitchell 2000; Skousen and Ziemkiewicz 1996; SMME
1998; Taylor et al. 1998; Younger et al. 2002). Collection and treatment of AMD
can be achieved using established and sophisticated treatment systems.

Established treatment processes include evaporation, neutralization, wetlands,
and controlled release and dilution by natural waters. More technologically
advanced processes involve osmosis (i.e. metal removal through membranes), elec-
trodialysis (i.e. selective metal removal through membranes), ion exchange (i.e.
metal removal using various ion exchange media such as resins or polymers), elec-
trolysis (i.e metal recovery with electrodes), biosorption (i.e. metal removal using
biological cell material), bioreactor tanks (i.e. vessels that contain colonies of metal
immobilizing bacteria or contain sulfate reducing bacteria (SRB) causing the metal
to precipitate as sulfides), aerated bioreactors and rock filters (i.e. removal of man-
ganese from mine waters), limestone reactors (i.e. enhanced limestone dissolution in
a carbon dioxide pressurized reactor), solvent extraction (i.e. removal of particular
metals with solvents), vertical flow reactors (i.e. removal of iron using ochres), and
removal of metals using silicate minerals (i.e. wollastonite or zeolites) (e.g. Brown
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et al. 2002; Cui et al. 2006; Fernández-Caliani et al. 2008; Greben and Maree 2005;
Johnson and Younger 2005; Li et al. 2007b; Sapsford and Williams 2009; Shelp
et al. 1995; Sibrell et al. 2000; Watten et al. 2005; Wingenfelder et al. 2005).

Many of the innovative treatment techniques are not standard industry practices,
are used only at some individual mine sites, or are still at the exploratory stage
(Scientific Issue 3.3). Both established and innovative AMD treatment techniques
are generally designed:

• To reduce volume;
• To raise pH;
• To lower dissolved metal and sulfate concentrations;
• To lower the bioavailability of metals in solution;
• To oxidize or reduce the solution; or
• To collect, dispose or isolate the mine water or any metal-rich sludge generated.

Scientific Issue 3.3. The Use of Red Mud from Bauxite
Refineries to Treat AMD

Production of Bauxite Refinery Waste

More than 95% of bauxite is refined worldwide by using concentrated sodium
hydroxide (NaOH) to dissolve the aluminium ore minerals. Materials that are
insoluble in sodium hydroxide are filtered out of the alkaline aluminate solu-
tion and removed from the hydrometallurgical processing circuit. This waste
product is known as bauxite residue. Alumina refineries generate significant
volumes of extremely alkaline (pH 10–13), saline, sodic bauxite residues. For
example, Australia alone produces up to 60 Mt of residue each year. The baux-
ite residue is frequently disposed of in large ponds or dry stacks. In the dry
stacking disposal technique, the finer residue fraction (i.e red mud) is sepa-
rated from the coarser fraction (i.e red sand). Washing of the coarser fraction
produces a benign sand which can be safely disposed of. In contrast, red
mud cannot be washed, is saturated with saline, alkaline, sodic pore waters,
and requires secure disposal. The red mud is dewatered and dry stacked in
lined waste repositories. Dry stacking involves discharging and spreading
the red mud in layers, and allowing each layer to dry before adding another
layer. Red mud waste repositories require careful capping, soil management
and revegetation as long-term leaching of the waste may contaminate local
ground waters. Untreated red mud has a pH value (10–13) which does not
allow plant growth. Neutralizing the red mud with seawater lowers the pH
value to approximately 8.5 and converts soluble, alkaline sodium salts into
less soluble, weakly alkaline solids (Harrison 2002). As a result, seawater-
neutralized red mud has a reduced pH and alkalinity as well as lower sodium
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concentrations. These properties improve settling characteristics, simplify
handling and allow plant growth.

Use of Bauxite Refinery Waste

Several alternatives to the disposal of bauxite residues have been pro-
posed such as using the metallurgical waste as a raw material for making
glass, ceramics or bricks. In addition, red mud can be used to treat dairy
wastewaters, to remove dyes from wastewater, and to remove metals from
solution (e.g. Soner Altundogan et al. 2000; Zouboulis and Kydros 1993).
Seawater-neutralized red mud consists of a mixture of amorphous phases and
finely crystalline minerals, including anhydrite/gypsum, quartz, hematite,
goethite, anatase, rutile, calcite, aragonite (CaCO3), boehmite (AlO(OH)),
brucite (Mg(OH)2), cancrinite ((Na,Ca)8(Si6Al6)O24(CO3)2), gibbsite
(Al(OH)3), hydrocalumite (Ca4Al2(OH)12(Cl,CO3,OH,H2O)2.5 · 4H2O),
hydrotalcite (Mg4Al2(OH)12CO3 · 3H2O), portlandite (Ca(OH)2), sodalite
(Na4(Si3Al3)O12Cl), and whewellite (CaC2O4 · H2O) (Harrison 2002;
McConchie et al. 1998, 2000). These amorphous and finely crystalline
phases give the red mud very high acid neutralization and metal binding
capacities. The injection of seawater-neutralized red mud into AMD waters
does not only increase the pH but it also reduces the aqueous metal and
metalloid concentrations. Thus, seawater-neutralized red mud has success-
fully been applied to neutralize AMD waters and to strip AMD waters of
their dissolved metals and metalloids (Clark et al. 2009; Harrison 2002;
Lapointe et al. 2006; McConchie et al. 1998, 2000; Munro et al. 2004;
Paradis et al. 2007). By contrast, the use of BauxsolTM on pyritic waste
rock to treat the acidity in drainage waters did not prove to be as successful
as the application of powdered limestone and brucite (Barnes and Gold
2008). Regardless of whether red mud is used to neutralize AMD waters,
to treat agricultural or industrial wastewaters, or to manufacture bricks,
any recycling will reduce the amount of bauxite residues stacked in waste
repositories.

AMD treatment techniques can also be classified as active or passive (Johnson
and Hallberg 2005b; Walton-Day 2003):

• Active treatment. Active treatment systems such as lime neutralization require
continued addition of chemical reagents, active maintenance and monitoring, and
mechanical devices to mix the reagent with the water.

• Passive treatment. Passive methods like wetlands, bioreactors or anoxic lime-
stone drains use the natural water flow and chemical and biological processes
to reduce dissolved metal concentrations and to neutralize acidity (Table 3.7).
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Such methods require little or no reagents, active maintenance and monitoring,
or mechanical devices.

Active treatment techniques such as neutralization and passive treatment methods
such as abiotic ponds result in the precipitation of heavy metals from AMD waters
and produce voluminous sludge (Dempsey and Jeon 2001). This sludge needs to be
removed from the treatment system on a regular basis. The sludge is either disposed
of in appropriate impoundments or treated further for metal recovery. In fact, the
recovery of metals from sludge may partly pay for the costs of water treatment
(Miedecke et al. 1997).

3.12.1 Active Neutralization

Treating the acidity of AMD waters can be pursued using passive or active treatment
techniques (Fig. 3.23). Active neutralization is an approach that involves collecting
the leachate, selecting an appropriate chemical, and mixing the chemical with the
AMD water. In the process, acid is neutralized, and metals and sulfate are removed
from solution and precipitated as sludge. Active neutralization treatment systems
for AMD include:

Fig. 3.23 Plot of flow rate versus acidity for AMD waters. Daily acidity loads (acidity load =
(proton + latent acidity) × flow rate) are also shown. The selection of passive, portable plant or
fixed plant treatment systems can be based on daily acidity loads (after Department of Industry,
Tourism and Resources 2007)
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Table 3.8 Chemical compounds commonly used in AMD treatment (after Skousen and
Ziemkiewicz 1996; Environment Australia 1997)

Common name Chemical name Chemical formula

Limestone Mainly calcium carbonate CaCO3
Quicklime or caustic lime Calcium oxide CaO
Hydrated lime Calcium hydroxide Ca(OH)2
Dolomite Calcium-magnesium

carbonate
CaMg(CO3)2

Caustic magnesia or brucite Magnesium hydroxide Mg(OH)2
Magnesite Magnesium carbonate MgCO3
Soda ash Sodium carbonate Na2CO3
Caustic soda Sodium hydroxide NaOH
Ammonia Anhydrous ammonia NH3
Kiln dust Largely CaO and Ca(OH)2
Coal fly ash Largely CaCO3 and CaO

1. A neutralizing agent. A large variety of natural, by-product or manufactured
chemicals are used for AMD treatment including local waste rock with high
ANC (Table 3.8). Each of these neutralizing agents has different advantages and
disadvantages. For example, the advantages of using limestone (largely CaCO3)
include low cost, ease of use, and formation of a dense, easily handled sludge.
Disadvantages include slow reaction times and coating of the limestone par-
ticles with iron precipitates. In the reaction of limestone with AMD waters,
hydrogen ions are consumed, bicarbonate ions generated, and dissolved metals
are converted into sparingly soluble minerals such as sulfates, carbonates, and
hydroxides:

CaCO3(s) + H+
(aq) + SO2−

4(aq) + Pb2+
(aq) → PbSO4(s) + HCO−

3(aq) (3.37)

CaCO3(s) + Pb2+
(aq) → PbCO3(s) + Ca2+

(aq) (3.38)

CaCO3(s) + Zn2+
(aq) + 2H2O(l) → Zn(OH)2(s) + Ca2+

(aq) + H2CO3(aq) (3.39)

Also, hydrated lime (Ca(OH)2) is easy and safe to use, effective, and relatively
inexpensive. The major disadvantages are the voluminous sludge produced and
high initial costs for the establishment of the active treatment plant (Brown et al.
2002; Zinck and Griffith 2000). In this process, acid is neutralized (Reaction
3.40), metals (Me2+/Me3+) are precipitated in the form of metal hydroxides
(Reaction 3.41), and gypsum is formed, if sufficient sulfate is in solution
(Reaction 3.42):

Ca(OH)2(s) + 2H+
(aq) → Ca2+

(aq) + 2H2O(l) (3.40)
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Ca(OH)2(s) + Me2+/Me3+
(aq) → Me(OH)2(s)/Me(OH)3(s) + Ca2+

(aq) (3.41)

Ca2+
(aq) + SO2−

4(aq) + 2H2O(l) → CaSO4 · 2H2O(s) (3.42)

Lime neutralization is efficient for removing metals such as cadmium, copper,
iron, lead, nickel, and zinc from solution. Nonetheless, the solubility of metals
varies with pH, and the lowest dissolved metal concentration is not achieved at
the same pH (Brown et al. 2002; Kuyucak 2001). Not all metals can be pre-
cipitated at the same pH, and a combination of neutralizing agents (e.g. lime
plus limestone) and other chemical additives may be needed to achieve accept-
able water quality. Caustic soda (NaOH) is especially effective for treating AMD
waters having a high manganese content. Manganese is difficult to remove from
mine waters because the pH must be raised to above 9 before manganese will
precipitate. Caustic soda raises the pH to above 10. Major disadvantages of caus-
tic soda are its high costs, the dangers in handling the chemical, and poor sludge
properties.

Other rock types (serpentinite; Bernier 2005) and unconventional industrial
waste or byproducts such as fly ash from coal power stations or kiln dust from
cement factories have been suggested for the treatment of AMD waters (Canty
and Everett 2006; Pérez-López et al. 2007a, b). However, fly ash commonly con-
tains elevated metal and metalloid concentrations, and its reaction rate is slow
compared to lime (Kuyucak 2001).

The addition of neutralizing agents reduces the acidity and dissolved heavy
metal concentrations of mine waters. Excessive neutralization can also lead to
the enhanced dissolution of metals and metalloids and to waters with high metal
and metalloid concentrations. Neutral to alkaline oxidizing conditions favour
increased concentrations of some metals and metalloids (e.g. As, Sb, U) as ions
or complexes in solution. Consequently, neutralization of AMD waters should
raise the pH only to values necessary to precipitate and adsorb metals.

2. Means for mixing AMD and the agents. The chemicals are dispensed as a
slurry by a range of neutralization plants or dosing systems. Active mixing of
the chemicals is essential in order to prevent armouring of the reagent parti-
cles with reaction products such as metal hydroxides. These precipitates inhibit
the neutralization reactions and cause excessive reagent consumption (Mitchell
2000).

3. Procedures to delay iron oxidation. Iron may need to remain in its reduced form
(Fe2+) until the precipitation of other metals has occurred and additional alkalin-
ity has been dissolved in the AMD waters. Otherwise, the neutralizing solids
may be coated with Fe3+ reaction products and rendered ineffective. Anoxic
limestone drains are generally relied upon to keep iron in solution and to add
alkalinity to the system.

4. Settling ponds or vat reactors for removing precipitating metals. The dissolved
metals are forced to hydrolyze and precipitate during neutralization. The pre-
cipitates initially occur in suspension, and some of them may settle very slowly
because of their small particle size (Kairies et al. 2005). Settling of precipitates
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can be sped up by using flocculants and coagulants (Brown et al. 2002; Skousen
and Ziemkiewicz 1996). Such reagents (e.g. inorganic Fe and Al salts, organic
polymers) lead to the formation of larger solid aggregates. As a result, volumi-
nous sludge, composed mainly of solid sulfates, hydroxides and carbonates as
well as amorphous and poorly crystalline material, is produced which in most
cases needs disposal (Dempsey and Jeon 2001; Ford et al. 1998; MEND 1997b;
Widerlund et al. 2005; Younger et al. 2002; Zinck 1997). Depending on sludge
characteristics, the sludge may have to be protected from oxidation, leaching,
and potential metal mobilization. This is achieved by mixing it with more alka-
line reagents prior to its disposal. Alternatively, depending on the mineralogical
and chemical characteristics of the AMD sludge, metals can be recovered from
the sludges using strong acids. Very pure Fe3+ hydroxide sludges may be used
as pigments in the production of coloured bricks and concrete.

In many cases, the simple addition of neutralizing agents is not sufficient to
reduce metal and metalloid concentrations in mine waters to acceptable levels.
These waters need other chemical treatments to lower dissolved metal and metalloid
loads. Ponds or wetlands may be required to further improve water quality prior to
the discharge to a receiving stream.

3.12.2 Other Chemical Treatments

Waste waters with elevated antimony, arsenic, chromium, iron, manganese, mercury,
molybdenum, and selenium contents may require chemical treatment methods other
than neutralization. These methods do not employ the addition of traditional alkaline
reagents like lime. They use unconventional industrial byproducts such as slags or
rely on oxidation, reduction, precipitation, adsorption, or cation exchange processes
(Ahn et al. 2003; Brant et al. 1999; Kuyucak 2001; Skousen and Ziemkiewicz 1996;
Younger et al. 2002).

Mine waters may have elevated arsenic values at acid to alkaline pH val-
ues. A reduction in the dissolved arsenic content of AMD waters is achieved
through aeration or the addition of ferric or ferrous salts (Dey et al. 2009;
Seidel et al. 2005; Taschereau and Fytas 2000). This causes the coprecipitation
and adsorption of arsenic with ferric hydroxides, or the precipitation of arsenic
as an arsenate phase (AsO3

4
–). Some arsenates are considered to be stable (e.g.

ferric arsenate) or unstable phases (e.g. calcium arsenate) under neutral pH con-
ditions. Consequently, arsenate formation may result only in the temporary fixation
of arsenic.

Other treatment techniques involve the addition of oxidants (e.g. Cl2, O2, NaOCl,
CaCl2, FeCl3, H2O2, KMnO4) which will convert dissolved Fe2+ to insoluble Fe3+

precipitates, aqueous Mn2+ to insoluble Mn4+ precipitates, and As3+ to less toxic
As5+. Also, the addition of barium salts such as barium chloride (BaCl2) or barium
sulfide (BaS) forces the precipitation of barium sulfate (BaSO4) and associated low-
ering of aqueous sulfate and metal concentrations (Hlabela et al. 2007; Maree et al.
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2004). Moreover, the addition of soluble sulfide reductants (e.g. FeS, BaS, (NH4)2S,
NaS2) causes the precipitation of mercury and other metals and metalloids as sul-
fides (Kuyucak 2001). Injection of gaseous sulfide compounds (e.g. H2S) into AMD
waters and the addition of zerovalent iron may also be a successful treatment
technique (Herbert 2003; Lindsay et al. 2008).

The above treatment techniques commonly result in the formation of small sus-
pended particles in the waste water. The addition of coagulants (e.g. FeSO4, FeCl3,
MgCl2, CaCl2) and flocculants (e.g. Na4SiO4, starch derivatives, bentonite, polysac-
charides) improves the settling of these small precipitates (Brown et al. 2002). These
added chemicals are also useful in removing an array of metals from solution by
adsorption. The addition of zeolites or synthetic polymeric resins to AMD waters
can also be successful (Cui et al. 2006; Li et al. 2007b; Wingenfelder et al. 2005).
The cation exchange capacity of these additives allows the substitution of harmless
ions present in the additives for dissolved metals in the AMD waters.

3.12.3 Passive Neutralization

Passive neutralization based on the dissolution of calcite is widely used to remediate
AMD waters (Cravotta and Ward 2008). AMD waters are thereby channeled through
a bed of crushed limestone, placed into a cell or drain. The addition of crushed
limestone to AMD impacted streams is also possible (Simmons et al. 2006).

Calcitic limestone is highly effective in treating AMD, while dolomitic limestone
is less reactive and hence, less effective in treating AMD (Cravotta et al. 2008). The
calcite dissolution consumes acidity and introduces buffering capacity in the form
of bicarbonate ions into AMD waters:

CaCO3(s) + H+
(aq) ↔ Ca2+

(aq) + HCO−
3(aq) (3.43)

Open limestone channels (OLC) are often implemented in the treatment of AMD.
However, AMD waters contain high levels of dissolved iron that precipitates as Fe3+

hydroxides and oxyhydroxides on the surfaces of calcite grains. These mineral coat-
ings prevent further reaction and dissolution of calcite grains. Consequently, the
efficiency and lifetime of a limestone drain is dependent on the rate of Fe precipita-
tion (Santomartino and Webb 2007). Conventional drains show early clogging of the
porosity and coating of the calcite grains, particularly when high acidity and metal
concentrations are treated. The formation of abundant mineral precipitates such Fe3+

hydroxides and oxyhydroxides as as well as gypsum may render the limestone drain
ineffective (Soler et al. 2008). The use of dolomite instead of calcite may prevent
such secondary mineral formation (Huminicki and Rimstidt 2008). Also, the use of
fine-grained calcitic limestone dispersed in a high porosity matrix of wood shavings
could be more appropriate (Caraballo et al. 2009; Rötting et al. 2008a, b).
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3.12.3.1 Anoxic Limestone Drains

In an oxidizing environment, limestone becomes coated with Fe3+ reaction products
and rendered ineffective in the production of bicarbonate ions. This disadvan-
tage is overcome by using so-called anoxic limestone drains (ALD) (Fig. 3.24)
(Brown et al. 2002; Cravotta 2003; Cravotta and Trahan 1999; Hedin et al. 1994b;
Kleinmann 1997; Kleinmann et al. 1998; Mukhopadhyay et al. 2007; Nuttall and
Younger 2000; Skousen and Ziemkiewicz 1996; Younger et al. 2002). Anoxic lime-
stone drains consist of shallow trenches backfilled with crushed limestone and
covered with plastic and impermeable soil or sediment. These backfilled trenches
are sealed from the atmosphere in order to maintain iron as dissolved Fe2+ species.
This prevents oxidation of Fe2+ to Fe3+ and hydrolysis of Fe3+ which would oth-
erwise form Fe3+ precipitates coating the carbonates. As a result, the pH can be
raised to neutral or even alkaline levels, migration of Fe2+-rich waters is possible,
and there is no adsorption of metals onto the precipitating Fe3+ phases. The effluent
pH of anoxic limestone drains is typically between 6 and 7. Once the pH has been
adjusted and the drainage has exited from the channel, controlled aeration permits
oxidation of dissolved metals, hydrolysis, and precipitation of metal hydroxides or
carbonates.

While anoxic limestone drains provide alkalinity to AMD waters, certain AMD
waters are not suitable for anoxic limestone drain treatment. If the mine water con-
tains elevated dissolved Fe3+ and oxygen (>1–2 mg l–1) concentrations, armouring
of the limestone with iron phases will occur. Such waters require modified lime-
stone beds (Hammarstrom et al. 2003) or anoxic ponds at the inflow to the limestone
drain to induce reducing conditions and to convert any Fe3+ to Fe2+. Appreciable
Al3+ contents are also not suitable for anoxic limestone drain treatment. The alu-
minium will precipitate as hydroxide, causing the clogging of limestone pores,
plugging of the drain, and armoring of the carbonates with aluminium precipitates
(Demchak et al. 2001). Pre-treament of the drainage water is needed in order to
remove aluminium from the waters. This may also be achieved in anoxic abiotic
ponds.

While anoxic limestone drains are commonly used in the treatment of AMD
waters, their long-term performance remains to be determined. Their effectiveness
is based on the dissolution of carbonate over time. The dissolution in a sealed trench

Fig. 3.24 Schematic
cross-section of an anoxic
limestone drain (after
Environment Australia 1997;
Younger et al. 2002)
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will undoubtely lead to cavernous zones, to karst like features and, depending on its
structural integrity, to the potential collapse of the subsurface drain.

3.12.3.2 Sucessive Alkalinity Producing Systems

Alkalinity may also be added in so-called successive alkalinity producing systems
(SAPS) or more appropriately termed reducing and alkalinity producing systems
(RAPS), whereby water passes vertically through successive layers of organic mat-
ter and limestone chippings (Brown et al. 2002; Demchak et al. 2001; Skousen and
Ziemkiewicz 1996; Riefler et al. 2008) (Fig. 3.25). These vertical flow systems have
a layer of organic substrate (e.g. mushroom compost) which reduces Fe3+ to Fe2+

and eliminates the oxygen dissolved in the water. The reduced water then enters an
alkalinity generating layer of limestone before it is finally discharged.

The layer of organic matter is to support the activity of sulfate reducing bacteria
(SRB). These bacteria reduce dissolved sulfate to hydrogen sulfide, which can then
precipitate dissolved metals as solid sulfides, resulting in the removal of metals from
solution (Reactions 3.49 and 3.50). Environmental conditions such as temperature
influence the growth of SRB bacteria and control the treatment efficiency of SAPS
(Bhattacharya et al. 2008; Ji et al. 2008).

Fig. 3.25 Schematic
cross-section of a successive
alkalinity producing system
(after Environment Australia
1997; Brown et al. 2002)

3.12.4 Wetlands

Wetlands are organic-rich, water-saturated shallow ponds. They are well established
treatment options for sewage effluents and other wastewaters, including landfill
leachates as well as agricultural and stormwater run-offs. Wetlands have also found
their application in the treatment of AMD waters. The treatment is based on a num-
ber of physical, chemical and biochemical processes which ameliorate or polish
AMD waters (Brown et al. 2002; Gazeba et al. 1996; Jones et al. 1998; Kalin
2004; Kalin et al. 2006; Mitsch and Wise 1998; Porter and Nairn 2008; Skousen
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Fig. 3.26 Generalized
profiles of (a) aerobic and
(b) anaerobic wetlands (after
Younger et al. 2002). Physical
and chemical processes
contributing to metal
retention in wetlands are also
shown (after Walton-Day
1999)

and Ziemkiewicz 1996; Tyrrell 1996; Walton-Day 1999; Whitehead and Prior 2005;
Younger et al. 2002). These processes include sulfide precipitation, oxidation and
reduction reactions, cation exchange and adsorption of metals onto the organic sub-
strate, neutralization of proton acidity, adsorption of metals by precipitating Fe3+

hydroxides, and metal uptake by plants (Walton-Day 1999) (Fig. 3.26). Other wet-
land processes are filtering of suspended solids and colloidal matter from the mine
water as well as sedimentation and retention of these precipitates by physical entrap-
ment. Consequently, metal-rich sediments and sludges accumulate within wetlands,
with the metal loadings increasing over time. Wetlands have been used to remediate
AMD waters, and there is the potential for wetlands to treat highly alkaline (pH >12)
drainage waters as well (Mayes et al. 2009).

A basic design scheme for constructed wetlands includes an organic substrate
and discrete, controlled in- and outflow locations (Skousen and Ziemkiewicz 1996;
Walton-Day 1999). In addition, wetlands may grow plants (e.g. reeds, sphagnum
moss, cattails) that replenish the organic substrate and support naturally occurring
bacteria, vertebrates and invertebrates. Two types of wetlands, aerobic and anaerobic
ones, are used for AMD water treatment.

3.12.4.1 Surface Flow or Aerobic Wetland

Aerobic wetlands are generally used for net alkaline waters [i.e. net alkaline accord-
ing to the definition by Hedin et al. (1994a)] (Cravotta 2007; Hedin 2008). These
wetlands are with or without vegetation and relatively shallow (~0.3 m). Water
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flows above the surface of an organic substrate or soil (Fig. 3.26a). The wetlands
are designed to encourage the oxidation and precipitation of metals. Most impor-
tantly, dissolved iron and manganese ions are oxidized and precipitated as iron
and manganese hydroxides and oxyhydroxides. Such reactions are illustrated by
the following reactions:

4Fe2+
(aq) + O2(g) + 4H+

(aq) → 4Fe3+
(aq) + 2H2O(l) (3.44)

Fe3+
(aq) + 3H2O(l) → Fe(OH)3(s) + 3H+

(aq) (3.45)

Fe3+
(aq) + 2H2O(l) → Fe(OOH)(s) + 3H+

(aq) (3.46)

Aerobic wetlands use oxidation and hydrolysis reactions to treat mine waters
(Iribar et al. 2000). The systems function well in precipitating iron and other met-
als from mine waters. If the mine waters are metal-bearing and alkaline, only the
aerobic wetlands treatment is needed.

The hydrolysis of iron produces acidity (Reactions 3.45 and 3.46) and lowers the
pH of the mine water in the wetland. The lowered pH causes stress to plants grow-
ing in the wetland. Surface flow wetlands do not produce enough alkalinity that is
required to buffer the acidity produced from sulfide oxidation at the AMD source
and hydrolysis reactions in the wetland. Alkalinity may have to be added to such
waters. This can be achieved by growing certain plants in the wetland (e.g. reeds).
Reeds are capable of passing oxygen through their root zone and the organic sub-
strate. As a result, oxygen is converted to carbon dioxide. The carbon dioxide gas
dissolves in the mine water, consumes hydrogen and adds alkalinity in the form of
bicarbonate. Alternatively, anoxic limestone drains may have to be installed at the
inflow location of the wetland. Such additional measures may lead to increased pH
values at the wetland outflow and metal sedimentation and adsorption in the wet-
land. Despite these metal removal mechanisms, the treatment of high iron and low
pH AMD waters by aerobic wetlands has not been adequate (Nyquist and Greger
2009).

3.12.4.2 Subsurface Flow or Anaerobic Wetland

Anaerobic wetlands are generally used for net acid waters [i.e. net acid according to
the definition by Hedin et al. (1994a)]. Water flows through a relatively deep (~1 m),
permeable, and anoxic organic substrate (Fig. 3.26b). Placement of organic waste
(e.g. mushroom compost, saw dust, manure) into wetlands helps to establish the
reducing conditions. Anoxic conditions favour the proliferation of sulfate reducing
bacteria (SRB) (Gould and Kapoor 2003). Bacterial sulfate reduction, or reduction
of oxidized acid waters by reactive organic matter (simplified as organic molecule
CH2O), results in a number of chemical reactions (Blowes et al. 1994; Deutsch
1997; Mills 1999; Mitchell 2000; Walton-Day 1999). The most important reaction
is the reduction of dissolved sulfate to hydrogen sulfide gas:
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2CHO2(s) + SO2−
4(aq) + 2H+

(aq) → H2S(g) + 2CO2(g) + H2O(l) (3.47)

2CHO2(s) + SO2−
4(aq) → H2S(g) + 2HCO−

3(aq) (3.48)

The hydrogen sulfide gas formed during sulfate reduction may react with
dissolved metals. Consequently, solid metal sulfides precipitate:

Zn2+
(aq) + H2S(aq) → ZnS(s) + 2H+

(aq) (3.49)

Fe2+
(aq) + H2S(aq) → FeS(s) + 2H+

(aq) (3.50)

Precipitation of metal sulfides results in the production of hydrogen ions.
However, the sulfate reducing reactions (Reactions 3.47 and 3.48) generate more
alkalinity; thus, net alkaline conditions prevail. If bacterially mediated sulfate reduc-
tion is not achieved, a reduction in dissolved sulfate concentrations occurs through
the precipitation of gypsum. Other chemical reactions will consume any dissolved
oxygen, cause the precipitation of metal sulfides, convert iron and manganese
hydroxides to sulfides, reduce metals, reduce sulfate to sulfur or sulfide, and gener-
ate bicarbonate (Tyrrell 1996; Walton-Day 1999). In addition, oxidation/hydrolysis
reactions may occur at the wetland’s surface.

Alkalinity is produced in the form of bicarbonate in the sulfate reduction reac-
tions (Reactions 3.49 and 3.50). The bicarbonate acts a buffer to neutralize any
hydrogen ions. However, the bicarbonate is not necessarily permanent. It will be
permanent only if the hydrogen sulfide is removed by degassing. Alternatively, the
sulfide ion reacts: (a) with an organic compound to form an organic sulfide; or
(b) with a dissolved metal ion such as Zn2+ or Fe2+ to form a solid metal sulfide
(Reactions 3.49 and 3.50) (Walton-Day 1999).

Overall, the chemical reactions result in sulfate reduction, the precipitation of
metal sulfides into surface sediments, and an increase in pH and alkalinity (Morrison
and Aplin 2009). Other wetland processes include sedimentation, physical entrap-
ment of solid particulates and colloids, removal of metals through adsorption onto
and coprecipitation with wetland particulates, complexation with organic materials,
and plant assimilation (Ledin and Pedersen 1996; Walton-Day 1999).

A series of aquatic plants are known to grow in metalliferous surface sediments
of wetlands and sequester metals and metalloids into their roots and above-ground
biomass (Weis and Weis 2004). Selected aquatic plants (e.g. cattails Typha) are
used to treat mine waters in constructed wetlands (Goulet and Pick 2001; Maine
et al. 2006; Mishra et al. 2008; Sheoran 2006a, b; Upadhyay and Tripathi 2007).
Some of these aquatic plants growing in wetlands or mine water ponds can take up
large amounts of heavy metals and metalloids (Hozhina et al. 2001). Other plant
species tolerate high metal concentrations and do not bioaccumulate metals to any
significant degree, compared to the overall metal retention by the wetland substrate
(Karathanasis and Johnson 2003).

The effectiveness of an anaerobic wetland to remediate AMD waters is largely
controlled by the presence of a reduced organic substrate. Such a substrate promotes
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the existence of a suitable microbial community including sulfate reducing bacteria
(SRB). Replacement of the compost substrate or further addition of organic wastes
may be required to promote the presence of microorganisms capable of remediating
the waste waters (Dann et al. 2009).

3.12.4.3 Use of Wetlands

Wetland processes aim to decrease acidity and dissolved metal and sulfate concen-
trations. Effluents produced should be of such quality that they can be discharged to
other surface water bodies. Nonetheless, in order to achieve adequate treatment of
AMD waters, the aerobic or anaerobic wetlands may require additions. Alkalinity
producing systems such as anoxic limestone drains may need to be installed where
additional bicarbonate is needed (Barton and Karathanasis 1999). Also, manganese
is persistent in mine waters unless the pH has been raised to above 9. Therefore,
manganese can be carried for long distances downstream of a source of mine
drainage. Aerobic and anaerobic wetlands are incapable of lowering dissolved man-
ganese concentrations to a significant degree. Rock filters, bioreactors or limestone
cobble ponds may need to be constructed in order to remove the elevated manganese
concentrations (Brant et al. 1999; Bamforth et al. 2006; Johnson and Younger 2005;
Mariner et al. 2008). Such rock filters operate as shallow wetlands and remove dis-
solved metals and hydrogen sulfide concentrations. Depending on the composition
of the AMD waters, they may require a sequential sequence of water treatment
stages (Lamb et al. 1998) (Fig. 3.27).

Typically, AMD waters pass through a settling pond to remove suspended solids
and then through an anaerobic abiotic pond to reduce any Fe3+ to Fe2+ and to remove
aluminium from the waters. The waters then flow through an anoxic limestone drain
to induce alkalinity. The discharge passes through an anerobic wetland to induce
metal precipitation and sulfate reduction. The treatment is followed by an aerobic
wetland – to achieve precipitation of iron – and possibly a rock filter or limestone
cobble pond – to remove any dissolved metals such as manganese or hydrogen
sulfide.

Generally, the establishment of wetlands is often a preferred option for the com-
plete or partial treatment of AMD waters which have low TDS values. Wetlands
are an aesthetically attractive, passive, low-cost, low-maintenance, and sustainable
method (Brown et al. 2002; SMME 1998). However, a number of wetlands used to
treat AMD waters have failed over time (Kalin et al. 2006; Woulds and Ngwenya
2004) (Fig. 3.28). Furthermore, wetlands are sensitive to pulses of high metal con-
centrations, and the accumulated metals may be mobilized by microbiochemical
processes (Ledin and Pedersen 1996). Moreover, the accumulation of metals in wet-
lands creates a metal-rich aquatic environment which may experience changes in
its hydrology or climate in the long or short term. A wetland needs a sufficient
year-round supply of water that would ensure that the wetland remains in a per-
manently saturated condition (Jones and Chapman 1995). Drying out of a wetland
will lead to the oxidation of biological materials and sulfides, and the formation of
evaporative salts. If jarosite-type minerals and metal sulfate salts have formed in the
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Fig. 3.27 Flow chart showing the chemical determinations necessary for the design of passive
treatment systems (after Kleinmann et al. 1998; Gusek 2009). DO: dissolved oxygen; net alkaline:
alkalinity > acidity; net acidic: acidity > alkalinity

wetland during drying, the minerals will become unstable upon water inundation
(Zhu et al. 2008). At the beginning of the next rain period, sulfuric acid, metals,
and salts are released. These contaminants are then flushed straight through the wet-
land and into receiving waters. Wetlands without sufficient water supply become
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Fig. 3.28 Wetland at the Horn Island gold mine, Australia. The wetland has failed because an
adjacent damwall was constructed using acid generating waste rocks (foreground), which resulted
in significant AMD and caused plant death

chemical time bombs and net sources of metals, metalloids, and sulfate. Therefore,
semi-arid areas, polar regions as well as areas with distinct seasonal rainfall and
run-off are unsuitable for such a remediation measure.

3.12.5 Bioreactors

Sulfate reducing passive bioreactors are increasingly used for the treatment of AMD
waters (Neculita et al. 2007). Bioreactors are generally specifically designed tanks;
however, mine shafts can also be used as in situ bioreactors (Bless et al. 2008). The
reactors employ organic and alkaline waste materials to increase pH and alkalin-
ity and to accomplish metal and sulfate removal from AMD waters. The removal
of metals and sulfate from solutions in bioreactors relies on an anaerobic environ-
ment that promotes the presence of a microflora including sulfate reducing bacteria
(SRB). Such an environment is created by adding organic waste (e.g. compost, mus-
sel shells, grass cuttings, biodiesel waste) to the reactor and in some cases bacterial
biomass (e.g. rumen fluid), which is to inoculate the waste with sulfate reducing
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bacteria (SRB) (Costa et al. 2008; Greben et al. 2009; McCauley et al. 2009; Touze
et al. 2008; Zamzow et al. 2006). The precipitation process relies on the generation
of sulfide activity and the microbiological reduction of dissolved sulfate to hydro-
gen sulfide by sulfate reducing bacteria (SRB). The sulfide then reacts with the
dissolved metals, which precipitate as insoluble solid sulfides. Other metal removal
mechanisms occur in the reactor, including adsorption of metals, precipitation of
metal carbonate and hydroxide phases, and capture of metals by microorganisms.
The presence of organic-rich materials does not only promote removal of dissolved
metals from AMD solutions but also pH neutralization (Gibert et al. 2005; Johnson
and Hallberg 2005a). Bioreactors have successfully treated AMD waters at several
abandoned mine sites (Neculita et al. 2007, 2008).

3.12.6 Adit Plugging

Adits, shafts and tunnels are common point sources of AMD. Some of them were
originally installed to drain the underground mine workings, and sealing such
mine openings with plugs can reduce the volume of drainage waters (Plumlee and
Logsdon 1999; SMME 1998). Adit plugs are concrete and grout hydraulic seals
that exert hydraulic control on ground waters emanating from mine openings. The
plugs minimize or even prevent ground waters from escaping from underground
workings (Banks et al. 1997). The reasoning for this technique is that the plug
removes an AMD point source. In addition, ground water will back up in the under-
ground mine workings, precluding atmospheric oxygen from reaching and oxidizing
sulfides (Plumlee and Logsdon 1999). Placement of organic material into flooded
underground workings may help to induce anoxic conditions and prevent sulfide
oxidation and AMD generation (SMME 1998). Adit plugs can prevent the infiltra-
tion of oxygen and water into, and the migration of AMD waters out of, underground
workings.

A problem may arise if leakage of drainage water occurs around the plug or other
hydrologic conduits, and pre-mining springs and water tables can be reactivated car-
rying now contaminated waters (Plumlee and Logsdon 1999). Moreover, flooding of
historic mines with abundant soluble iron salts in the workings may trigger sulfide
oxidation. As a consequence, the efficiency and long-term stability of seals are con-
troversial, especially as there have been seal failures and associated massive releases
of AMD effluents.

3.12.7 Ground Water Treatment

AMD contaminated ground water requires treatment. Unlike seepage and run-
off, acid ground water cannot be easily intercepted. Current treatment techniques
involve pumping of the water to the surface and treating it there (ex situ), or trying
to contain and treat the contaminated ground water in the ground (in situ).
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Pump-and-treat methods are well established ex situ techniques used to clean
up contaminated waters. Such pump-and-treat systems flush contaminants from
the aquifer and treat the pumped ground water at the surface using standard metal
removal processes. The major shortcoming of the pump-and-treat approach is that
massive amounts of ground water – commonly several times the volume of the
contaminated plume – must be pumped to adequately dislodge the metal contam-
inants. Such aggressive pumping lowers the water table and leaves large pockets
of metal-rich subsurface materials. The pump-and-treat technology often fails to
achieve ground water clean-up standards in reasonable time frames, and the success
rate of this conventional technology is rather poor. The pump-and-treat technology
is recognized, therefore, as being quite inefficient.

In situ treatment techniques aim to take advantage of the natural hydrogeol-
ogy of a site. They utilize the natural ground water flow. In some cases, a natural
reduction in contaminant concentrations can be observed as contaminants migrate
from the AMD source into the aquifer. This reduction is primarily due to neutral-
ization reactions. The acid ground water may migrate through a carbonate aquifer,
and the natural neutralization reactions can lead to decreased contaminant loads.
Other natural attenuation mechanisms in aquifers involve dilution, adsorption, pre-
cipitation, dispersion and biodegradation processes. In addition, passive chemical
or biological treatment systems can be emplaced for the remediation of contami-
nated ground waters. AMD contaminated ground waters can be remediated using
a permeable, reactive zone of organic matter (e.g. sewage sludge, sawdust, wood
chips, municipal leaf compost), calcite, zeolites, phosphates, ferric oxyhydroxides,
zero valent iron or other materials submerged in the ground water flow path (Amos
and Younger 2003; Amos et al. 2004; Benner et al. 2002; Blowes et al. 2003; Jarvis
et al. 2006; Mayer et al. 2006; SMME 1998; Su and Puls 2008; Younger et al.
2002). These permeable reactive barriers are implemented by digging a trench in
the flow path of a contaminant plume and backfilling the trench with the reagents
mixed with permeable sand and gravel (Fig. 3.29). Neutralization, precipitation

Fig. 3.29 Schematic cross-section showing in situ treatment of acid ground water with a
permeable reactive barrier (after Jambor et al. 2000b)
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and adsorption processes in these materials cause the metal and acidity concen-
trations in the ground water to decrease. The barriers remove the majority of the
metals, metalloids and acidity from the polluted waters (Benner et al. 1999; Sasaki
et al. 2008; Smyth et al. 2001). Also, the placement of permeable organic mat-
ter or liquid organic substances such as methanol in the ground water flow path
can favour the abundance of sulfate reducing bacteria (Bilek 2006). The bacte-
ria create a reducing zone and reduce sulfate to sulfide. Any dissolved metal are
removed from solution as the metals precipitate as sulfides. Injection of sodium
hydroxide into acid ground water may also be a successful treatment technique
(Werner et al. 2008).

3.13 Summary

The constituents of mine waters are highly variable and include elements and com-
pounds from mineral-rock reactions, process chemicals from mineral beneficiation
and hydrometallurgical extraction, and nitrogen compounds from blasting opera-
tions. Aqueous solutions in contact with oxidizing sulfides will contain increased
acidity, iron, sulfate, metal and metalloid concentrations. While AMD waters are
well known for their elevated metal concentrations, neutral to alkaline conditions
can also favour the release of metals and metalloids from waste materials. Elevated
metal and metalloid concentrations in neutral to alkaline pH, oxidizing mine waters
are promoted by: (a) the formation of ionic species (e.g. Zn2+), oxy-anions (e.g.
AsO4

3–) and aqueous metal complexes (e.g. U carbonate complexes, Zn sulfate com-
plexes); and (b) the lack of sorption onto and coprecipitation with secondary iron
minerals.

Several processes influence the composition of AMD waters. These include bio-
chemical processes, the precipitation and dissolution of secondary minerals, and the
sorption and desorption of solutes with particulates. Changes to Eh and pH con-
ditions influence the behaviour, concentrations and bioavailability of metals and
metalloids.

The oxidation of Fe3+ and hydrolysis of iron in AMD waters produces hydrous
ferric oxide (HFO) precipitates (i.e. ochres or yellow boys), which include non-
crystalline iron phases as well as iron minerals such as schwertmannite and
ferrihydrite. The occurrence of different iron minerals is largely pH dependent.
The iron solids occur as colourful bright reddish-yellow to yellowish-brown stains,
coatings, suspended particles, colloids, gelatinous flocculants, and precipitates in
AMD affected waters. The high specific surface area of hydrous ferric oxide pre-
cipitates results in adsorption and coprecipitation of trace metals. Consequently,
these solid phases control the mobility, fate and transport of trace metals in
AMD waters.

The dissolution of soluble Fe2+ sulfate salts can be a significant source of acidity,
Fe3+ and dissolved metals which were originally adsorbed onto or incorporated in
solid phases. Also, the oxidation of Fe2+ to Fe3+ and subsequent hydrolysis of iron
can add significant acidity to mine waters.
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Metals are present in AMD waters as simple metal ions or metal complexes.
However, significant metal concentrations can also be transported by colloidal
materials in ground and surface waters. Colloidal iron precipitates with adsorbed
metals can represent important transport modes for metals in mine environments
and streams well beyond the mine site.

The monitoring of mine waters is designed: (a) to identify the early presence
of, or the changes to, dissolved or suspended constituents; and (b) to ensure that
discharged water meets a specified water quality standard. Sites should measure
or estimate flow rates or periodic flow volumes in order to make calculations of
contaminant loads possible. Possible tools for the prediction of water chemistry
include geological, mathematical and computational modeling. These tools cannot
be used, however, to predict the exact chemistry of mine waters.

Table 3.9 Web sites covering aspects of mine waters

Organization Web address and description

International Mine Water
Association (IMWA)

http://www.imwa.info/
Congresses, symposia, meetings

Acid Drainage Technology
Initiative (ADTI), USA

http://ese.mines.edu/adti/
Information dissemination on AMD remediation

technologies in the USA
US Environmental

Protection Agency (EPA),
National Pollutant
Discharge Elimination
System (NPDES)

http://cfpub.epa.gov/npdes/indpermitting/mining.cfm?
program_id=14

Regulation of water discharge from mine sites

US Geological Survey
(USGS) Mine Drainage
Activities

http://mine-drainage.usgs.gov/
Information and reports on AMD monitoring and remediation

Department of
Environmental Protection,
Pennsylvania, USA

http://www.dep.state.pa.us/dep/deputate/minres/districts/
cmdp/main.htm

Technical reports on AMD and coal mine drainage
West Virginia Water

Research Institute, USA
http://wvwri.nrcce.wvu.edu/index.cfm
Technical reports on AMD prediction, remediation,

and prevention
Mine Environment Neutral

Drainage Program
(MEND), Canada

http://www.nrcan-rncan.gc.ca./mms-smm/tect-tech/sat-set/
med-ndd-eng.htm

Extensive technical reports and manuals on AMD sampling,
analyses, prediction, monitoring, prevention, and treatment

Minesite Drainage
Assessment Group
(MDAG), Canada

http://www.mdag.com
Case studies, articles, resources and publications on mine

waters
Remediation Technologies

Development Forum
(RTDF)

http://www.rtdf.org
Information on reactive barrier technology

Partnership for Acid
Drainage Remediation in
Europe (PADRE)

http://www.padre.imwa.info
Information on mine water management and treatment

InfoMine http://technology.infomine.com/enviromine/
News and information on AMD for the mining industry
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Sulfidic waste rock dumps are the major sources of AMD because of their sheer
volume. The quality and volume of AMD seepages emanating from sulfidic piles
are influenced by the properties of the waste materials. Despite their heterogene-
ity, waste dumps generally exhibit a single continuous water table with a moderate
hydraulic gradient. The physical and chemical conditions, and mineralogical com-
position of waste materials vary on a microscopic scale. Therefore, drainage water
from a sulfidic waste dump represents a mixture of fluids from a variety of dynamic
micro-environments within the pile. The different rates of the various weathering
reactions within the waste can cause temporal changes to the seepage chemistry.

At mine sites, water management strategies aim to protect aquatic environments
and to reduce the water volume requiring treatment. Treatment techniques for AMD
waters are designed: to reduce volume; to raise pH; to lower dissolved metal and
sulfate concentrations; to lower the bioavailability of metals; to oxidize or reduce
the solution; and to collect, dispose or isolate any waste waters or metal-rich pre-
cipitates. Established AMD treatment options include: neutralization using a range
of possible neutralizing materials; construction of aerobic or anaerobic wetlands
and bioreactors; installation of open limestone drainage channels, anoxic lime-
stone drains, and successive alkalinity producing systems. Acid ground waters are
treated using pump-and-treat, natural attenuation, and permeable reactive barrier
technologies.

Further information on mine waters can be obtained from web sites shown in
Table 3.9.



Chapter 4
Tailings

4.1 Introduction

Mineral processing of hard rock metal ores (e.g. Au, Cu, Pb, Zn, U) and industrial
mineral deposits (e.g. phosphate, bauxite) involves size reduction and separation of
the individual minerals. In the first stage of mineral processing, blocks of hard rock
ore up to a meter across are reduced to only a few millimeters or even microns in
diameter. This is achieved by first crushing and then grinding and milling the ore
(Fig. 1.3). Crushing is a dry process; grinding involves the abrasion of the particles
that are generally suspended in water. The aim of the size reduction is to break down
the ore so that the ore minerals are liberated from gangue phases. In the second stage
of mineral processing, the ore minerals are separated from the gangue minerals. This
stage may include several methods which use the different gravimetric, magnetic,
electrical or surface properties of ore and gangue phases (Fig. 1.3). Coal differs
from hard rock ore and industrial mineral deposits as it does not pass through a mill.
Instead, the coal is washed, and coal washeries produce fine-grained slurries that are
discarded as wastes in suitable repositories. Consequently, the end products of ore
or industrial mineral processing and coal washing are the same: (a) a concentrate of
the sought-after commodity; and (b) a quantity of residue wastes known as tailings.
Tailings typically are produced in the form of a particulate suspension, that is, a
fine-grained sediment-water slurry. The tailings dominantly consist of the ground-
up gangue from which most of the valuable mineral(s) or coal has been removed.
The solids are unwanted minerals such as silicates, oxides, hydroxides, carbonates,
and sulfides. Recoveries of valuable minerals are never 100%, and tailings always
contain small amounts of the valuable mineral or coal. Tailings impoundments may
also receive very high concentrations of valuable minerals or coal during times of
inadequate mineral processing or coal washing.

At nearly every metal mine site, some form of mineral processing occurs, and
tailings are being produced. In metal mining, the extracted ore minerals repre-
sent only a small fraction of the whole ore mass; the vast majority of the mined
material ends up as tailings. More than 99% of the original material mined may
finally become tailings when low-grade metal ores are utilized. Tailings represent,
therefore, the most voluminous waste at metal mine sites.
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This chapter documents the characteristics, disposal options, and environmental
impacts of tailings. The main focus is on tailings from metal ores. Other aspects
important to tailings such as sulfide oxidation and geochemical processes in AMD
waters have already been presented (Chaps. 2 and 3). Sulfidic tailings and AMD
waters of sulfidic tailings may be characterized and treated with the same type of
approaches used to characterize and treat sulfidic waste rocks and AMD waters as
discussed in the previous chapters.

4.2 Tailings Characteristics

Tailings vary considerably in their chemical and physical characteristics. These
characteristics include: mineralogical and geochemical compositions; specific grav-
ity of tailings particles; settling behaviour; permeability vs. density relationships;
soil plasticity (i.e. Atterberg limits); consolidation behaviour; rheology/viscosity
characteristics; strength characteristics; pore water chemistry; and leaching prop-
erties (Environment Australia 1995). Detailed procedures for tailings sampling,
preparation and analysis are found in Ficklin and Mosier (1999). Laboratory meth-
ods for the mineralogical and geochemical analysis of tailings solids and waters are
given by Jambor (1994), Crock et al. (1999), and Petruk (2000).

Tailings consist of solids and liquids. The solids are commonly discharged with
spent process water into a tailings storage facility, most commonly a tailings dam.
As a result, the waste repository contains liquids in the form of surface and pore
waters. These tailings liquids tend to contain high concentrations of process chem-
icals. The following presentation of tailings is given in terms of process chemicals,
tailings liquids, and tailings solids.

4.2.1 Process Chemicals

Many of the mineral beneficiation and hydrometallurgical operations process the
crushed ore in water. Ground or surface water is exploited and used in the process
circuits as so-called process water. The composition of process water is largely
a function of the applied mineral processing and hydrometallurgical techniques.
Hydrometallurgical processing requires specific chemicals for different ore char-
acteristics and mineral behaviours. The chemicals can be classified as flotation
reagents, modifiers, flocculants/coagulents, hydrometallurgical agents, and oxidants
(Table 4.1). Flotation reagents are a group of chemicals used for froth flotation
which is a common mineral processing technique to recover sulfides. Froth flotation
works on the principle that water and a frothing agent are added to finely crushed
mineral particles. The ore minerals cling to air bubbles and form a froth on top of
the water. The froth is recovered and dried. The remaining water contains unwanted
solids which are pumped to a tailings disposal facility.
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Table 4.1 Examples of common flotation reagents, modifiers, flocculants, coagulants, hydromet-
allurgical reagents, and oxidants (after Allan 1995; Barbour and Shaw 2000; Ritcey 1989)

Class Use Reagent examples

Flotation reagents
(a) Frothers To act as flotation medium Surface active organics such as

pine oil, propylene glycol,
aliphatic alcohols, cresylic
acid

(b) Collectors To selectively coat particles with a
water repellent surface attractive
to air bubbles

Water soluble, surface active
organics such as amine, fatty
acids, xanthates

Modifiers
(a) pH regulators To change pH to promote flotation Lime, hydrated lime, calcite,

soda ash, sodium hydroxide,
ammonia, sulfuric acid,
nitric acid, hydrochloric acid

(b) Activators and
depressants

To selectively modify flotation
response of minerals present

Surface active organics and
various inorganics such as
copper sulfate, zinc sulfate,
sodium sulfide, lead nitrate,
lime, sodium silicate

(c) Oils To modify froth and act as
collectors

Kerosene, fuel oils, coal-tar oils

Flocculants To promote larger particle
formation and settling efficiency
by bridging smaller particles
into larger particles

Clays, metal hydroxides,
polysaccharides, starch
derivatives

Coagulants To promote larger particle
formation and settling efficiency
by reducing the net electrical
repulsive forces at particle
surfaces

Ferric and ferrous sulfate,
aluminium sulfate, ferric
chloride

Hydrometallurgical
reagents

To selectively leach ore minerals Sulfuric acid, sodium cyanide

Oxidants To oxidize process water Hydrogen peroxide, sodium
hypochlorite, ferric chloride,
potassium permanganate

Much of the process water accumulates in decant ponds of tailings dams.
The tailings water can be decanted for reuse and pumped back to the plant.
Recycling and reuse of process water and process chemicals makes economic
sense and can reduce the load of contaminants contained in ponds and tailings
dams. However, a proportion of the discharged process water remains in the tail-
ings disposal facility. Various fractions of the chemical additives ultimately find
their way into tailings, and tailings liquids often contain some levels of organic
chemicals, cyanide, sulfuric acid, and other reagents used to achieve mineral
recovery.
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4.2.2 Tailings Liquids

Water present at the surface of tailings storage facilities and present within the pores
of tailings solids is referred to as tailings liquid or tailings water. It has highly
variable compositions depending on the processing technique, and its composition
may change over time. Rainfall leads to the dilution of tailings water, and evapora-
tive concentration causes secondary mineral precipitation at and below the tailings
surface. In addition, the exploitation of fresh, brackish or saline water for mineral
processing will influence the composition of tailings water. In arid regions, the use
of saline ground water for the processing of ores can result in extreme saline process
waters and tailings. Salt encrustations are common in the waste repositories. Also,
tailings solids show poor consolidation behaviour, and the evaporation rate of tail-
ings water is reduced due to the high salinity. Extreme salinities may also originate
from chemical reactions in the tailings which are induced by the addition of process
chemicals.

Process chemicals, used to extract ore minerals, may influence the
behaviour of metals and other elements in tailings. For example, thiosalts
(S2O2−

3 , S3O2−
6 , S4O2−

6 ) can oxidize to sulfate in waste repositories causing the
acidification of waters, and organic chemicals may complex metals present in the
tailings. As a consequence, the pore and surface waters of tailings dams may con-
tain strongly elevated concentrations of various elements and compounds, including
process chemicals. Some of the process reagents such as organics and cyanides
may be destroyed with time by natural bacterial, chemical or photolytic degradation
processes (Sect. 5.8). Other compounds may require naturally enhanced or engi-
neered destruction; some elements have to be permanently isolated by the tailings
impoundment (e.g. radionuclides, metals, metalloids).

The acidity of tailings waters is influenced by the applied processing technique.
For instance, the digestion of bauxite ore and the dissolution of gold using cyanide
solutions are conducted under alkaline conditions. In contrast, the hydrometallur-
gical extraction of copper, nickel, and uranium is based on the use of sulfuric acid
under oxidizing conditions. This sulfuric acid or that generated by sulfide oxidation
will leach the tailings minerals. For example, the acid leaching of the mineral fluo-
rite (CaF2) releases fluorine into waters (Petrunic and Al 2005). The fluorine in turn
forms strong complexes with aluminium and enhances the dissolution of aluminosil-
icate minerals. As a result, strongly elevated Al contents can be present in tailings
waters. In extreme cases, different processing techniques can create strongly acid
or alkaline tailings waters with high concentrations of iron, manganese, aluminium,
trace metals, metalloids, fluoride, chloride and sulfate (Bodénan et al. 2004).

4.2.3 Tailings Solids

At metal mines, the amount of the ore mineral (s) extracted from an ore is relatively
small, and the vast majority of mined and processed ore ends up as tailings. At
modern gold mines, more than 99.999% of the originally mined and processed ore
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may finally become tailings. The dry weight of tailings produced is nearly equal to
the dry weight of the ore mined.

The grain size of tailings is relatively restricted and ranges from clay to sand
(i.e. 2 μm to 2 mm). In some cases, the tailings solids have distinct grain sizes,
and the solids are then referred to as slimes and sands. Dry tailings typically
consist of 70–80 wt.% sand-sized particles and 20–30 wt.% finer clay-sized par-
ticles (Fig. 4.1). The grain size depends on the liberation characteristics of the
ore and gangue minerals and the applied crushing and grinding process. The
grain size influences the resistance of the tailings solids to wind and water ero-
sion and the behaviour and settling characteristics of particles in tailings dams.
The mineralogical and geochemical composition of tailings solids is site specific,
and such variations provide different challenges. For example, sulfide-rich tailings
are potential sources of AMD whereas uranium tailings have elevated levels of
radiation.

It is often assumed that tailings contain minerals similar to those of the ore,
only in much smaller grain size. Nonetheless, tailings comprise a material which
is significantly different to the mined ore in terms of grain size, mineralogy, and
chemistry. By nature, mineral processing is designed to change the physical and
chemical characteristics of the mined ore. The processing also promotes the disso-
lution and mobilization of elements present in the ore. The physical and chemical
parameters (e.g. pH, Eh) change for individual elements and compounds from the
ore deposit to the tailings repository. Consequently, tailings undergo chemical reac-
tions after their deposition in the repository, and their composition changes over
time. The tailings solids and the interstitial tailings liquids react and attempt to reach
equilibrium. Tailings undergo forms of diagenesis. In addition, physical and biolog-
ical processes occur such as compaction, cementation, recrystallisation as well as
mineral dissolution and formation assisted by microorganisms (Praharaj and Fortin

Fig. 4.1 Schematic particle size distribution curves for tailings, coal spoils, and waste rocks (after
Robertson 1994; Younger et al. 2002)
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2008). As a result, tailings contain elements as dissolved species and in poten-
tially soluble and insoluble solid forms (Bobos et al. 2006; Craw 2003; Sidenko
and Sherriff 2005).

The diagenetic processes highlight the fact that tailings solids can be the result
of different origins. Tailings solids can be: (a) primary ore and gangue minerals;
(b) secondary minerals formed during weathering; (c) chemical precipitates formed
during and after mineral processing; and (d) chemical precipitates formed after dis-
posal in the tailings storage facility. Minerals within tailings can be assigned to
several events of mineral formation (Jambor 1994). Primary minerals are ore and
gangue minerals of the original ore. Secondary minerals are those minerals which
formed during weathering of ore and gangue phases. Chemical precipitates formed
during and after mineral processing, including those minerals formed in tailings
impoundments, may be labelled as tertiary or quaternary (Jambor 1994).

4.3 Tailings Dams

Most of the tailings mass produced worldwide is pumped into tailings storage facil-
ities, including large surface impoundments so-called tailings dams (Fig. 4.2). The
impoundments are best thought of as purpose-built sedimentation lagoons where
fine-grained waste residues and spent process water are captured. There are at least
3500 tailings dams worldwide (Davies and Martin 2000). These dams may range
from a few hectares to thousands of hectares in size. Because of their size, they
leave the largest footprint of any mining activity on the landscape.

Tailings dams are cross valley (i.e. one or two dams constructed across a section
of a valley), sidehill (i.e. one dam constructed perpendicular to the slope of a hill),
or paddock impoundments (i.e. four sided impoundments constructed on flat land).
In some cases, the tailings themselves – in particular the sand-sized fraction – are
used to construct the embankments. If the tailings solids and other waste materials
are used as a construction material for dam walls and banks, they need chemical and
physical characterization prior to such use to ensure that they do not cause tailings

Fig. 4.2 Simplified cross-section of a tailings dam
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dam failure or contaminant release. The storage areas also have to be engineered to
optimize the amount of tailings stored and to eliminate any possible environmen-
tal impacts. Modern tailings dams and other engineered structures are designed to
isolate the processing waste.

Tailings dams are constructed like, and built to standards applicable to, con-
ventional water storage type dams. Generally, they are not constructed initially to
completion. They are raised gradually or sequentially as the impoundment fills. The
dams are thereby raised upstream towards the tailings, downstream away from the
tailings, or in centreline (Davies and Martin 2000; Environment Australia 1995;
Vick 1983) (Fig. 4.3). Each construction method has different advantages and dis-
advantages in terms of construction, use, economics, and seismic stability (Vick
1983). More than 50% of tailings dams worldwide are built using the upstream
method although it is well recognized that this construction method produces a
structure which is highly susceptible to erosion and failure. The failure rate of
upstream tailings dams is quite high, and it appears that every 20th tailings dam
fails (Davies and Martin 2000). Major and minor environmental concerns with
tailings dams are:

• The visual impact of the large engineered structure.
• The structural stability of the dam and the potential release of tailings

into the environment through pipeline ruptures, dam spillages and failures
(cf. Sect. 4.3.3).

Fig. 4.3 Schematic
cross-sections illustrating the
construction of embankments
for sequentially raised tailings
dams; (a) upstream; (b)
downstream; (c) centreline
method (after Vick 1983)
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• Closure and associated capping and vegetation of the tailings dam
(cf. Sect. 4.3.5).

• Release of radiation from tailings (cf. Sect. 6.11).
• Air and soil pollution through dust generation. Unconsolidated tailings particles

can be subjected to transport by wind and water erosion. Tailings dust particles
including the inhalable size fraction (particulate matter <10μm; PM10) may be
dispersed around the repository, contaminating local topsoils and resulting in the
direct exposure of humans and ecosystems to metals and metalloids (Chane Kon
et al. 2007; Hayes et al. 2009; Kelm et al. 2009; Moreno et al. 2007). Dissolution
and weathering of tailings dust, which has been deposited in local topsoils, can
lead to the acidification of topsoils and the transfer of metals and metalloids into
local plant species (Conesa et al. 2009).

• Seepage from the tailings through the embankment and base into ground and
surface waters. Seepage from a tailings dam is a common environmental concern
as seepage water may drain into local stream systems and contaminate surface
water and sediment (Heikkinen et al. 2009; Talavera Mendoza et al. 2006). The
chemistry of seepage waters is controlled by: (a) the mineralogy and chemistry
of the tailings solids and the reactions taking place in the repository; (b) the seep-
age flow path; (c) process water input; and (d) local hydrological conditions.
The amount of seepage is governed by the permeability of the tailings and the
permeability of dam walls, liner or ground beneath the impoundment. There are
various clay and synthetic liner systems applied to tailings dams so that they
reduce leakage into ground water aquifers (Asher and Bell 1999; Environment
Australia 1995; Hutchison and Ellison 1992). Plastic geotextiles and clay liners
represent effective methods to reduce seepage from a tailings dam. A seepage
collection system may need to be put into place, consisting of liners and filter
drains placed at the base of the tailings. A toe drain, which will intercept emerg-
ing tailings waters, may need to be incorporated into the embankment. Capping
tailings dams with dry covers will reduce seepages to even lower rates. On the
other hand, acidic tailings solutions may react with a clay liner placed at the bot-
tom of the tailings storage facility (Shaw and Hendry 2009). A breach of the clay
liner may then be possible.

4.3.1 Tailings Hydrogeology

The slurry pumped into tailings dams commonly contains 20–40 wt.% solids
(Robertson 1994). The tailings may be discharged via one or several so-called spig-
otting points and spread out over large areas (Fig. 4.4). This allows maximum drying
and produces a uniform surface.

The solid tailings are transported and deposited in an aqueous environment sim-
ilar to sediments (Fig. 4.5). Sedimentary textures are common and analogous to
those of fluvial and lacustrine environments (Robertson 1994). Stratification, graded
and cross bedding as well as lenticular and sinuous textures are typical. Extensive
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Fig. 4.4 Discharge of tailings from a spigot pipe into a tailings storage facility, Cannington silver-
lead-zinc mine, Australia

Fig. 4.5 Depositional
environments of a tailings
dam receiving tailings slurries
(after Robertson 1994)

layering is uncommon in tailings. The position of the spigotting points – where
tailings are discharged into the dam – usually changes many times. Therefore, depo-
sitional environments within the impoundment change over time, and each tailings
pile represents a unique sedimentary heterogeneous mass.

Tailings particles have diverse mineralogical compositions and different specific
gravities. This gravity difference controls how individual particles segregate and
settle within tailings dams. Preferential accumulation and settling of different grain
sizes and minerals may occur depending on the discharge rate, the density of the
discharged slurry, the method of slurry entry into the impoundment, and whether
the disposal surface has a distinct slope (Environment Australia 1995; Robertson
1994). In general, larger, heavier and sand-sized particles settle near the slurry
outlet; smaller, lighter and finer-grained particles are located well away from the
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outlet. If sulfides occur within a particular grain size, this may result in the forma-
tion of sulfide-rich tailings sediment. Prolonged surface exposure of these tailings to
atmospheric oxygen or subsurface exposure to dissolved oxygen in the vadose zone
of tailings may lead to localized AMD generation (Sherriff et al. 2007).

The hydraulic sorting of tailings solids results in coarse-grained size fractions
near discharge points and smaller grain size fractions towards the decant pond.
This grain size distribution also results in an increased hydraulic conductivity of the
coarser grained tailings mass. The coarser tailings drain quicker than the finer mate-
rial, and there will be a lower ground water level near the dam wall (Environment
Australia 1995; Younger et al. 2002).

Ground water storage and flow conditions in tailings dams are site specific and
controlled by the grain size and hydraulic conductivity of the tailings, the prevailing
climatic conditions as well as the impoundment geometry and thickness (Robertson
1994; Younger et al. 2002). If the tailings have been placed on a permeable base,
regional ground water may migrate into the tailings, or tailings seepage may enter
the aquifer underlying the tailings dam (Fig. 4.6). Hence, tailings impoundments
may represent ground water recharge or discharge areas, depending on whether the
water table elevation in the tailings is lower or higher than in the surrounding terrain.
Active tailings impoundments have higher water table elevations than inactive ones.
Inactive tailings impoundments have unsaturated and saturated zones separated by a
ground water table (Fig. 3.18). Such hydrological characteristics are similar to waste
rock dumps (Sect. 3.9.1).

Fig. 4.6 Simplified cross-section of a tailings dam, showing downward flow of infiltrating water
into the tailings and the underlying aquifer (after Blowes et al. 2003)

4.3.2 AMD Generation

Tailings may have a high sulfide content in the form of rejected pyrite and other sul-
fide minerals. Sulfidic tailings are a potential source of AMD (Blowes et al. 1998;
Jambor 1994; Johnson et al. 2000; Lei and Watkins 2005; Petrunic and Al 2005).
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If sulfidic tailings are exposed to atmospheric oxygen or to dissolved oxygen in the
vadose zone of tailings, the oxygen infiltrating the waste may cause sulfide oxida-
tion and trigger AMD. Acid producing and acid buffering reactions and secondary
mineral formation will occur, and low pH pore waters with high concentrations of
dissolved constituents will be generated (Coggans et al. 1999; Johnson et al. 2000;
Romero et al. 2007). Indicators for sulfide oxidation – such as abundant iron oxyhy-
droxide and hydroxide precipitates or acid, sulfate and metal-rich tailings liquids –
are generally observed in the upper part and vadose zone of tailings impoundments
(Al et al. 2000; Heikkinen and Räisänen 2008; Jambor 1994; Schippers et al. 2007).
Acid, saline tailings liquids may also accumulate in ponds at the surface of the
tailings repository (Fig. 4.7).

If sulfidic tailings are present in the unsaturated zone and are exposed to
atmospheric oxygen, sulfide oxidation will commence in the upper level of the
unsaturated zone. The oxidation front in the tailings will then gradually move down-
ward towards the ground water table where the oxidation of sulfides will almost
completely stop. Compared to surface water and pore water in the vadose zone, the
ground water in the saturated zone of sulfidic tailings impoundments usually has
higher pH and lower Eh values and lower concentrations of dissolved constituents
(Fig. 3.18) (Al et al. 2000; Blowes and Ptacek 1994; Coggans et al. 1999). Sulfidic
tailings below the ground water table remain protected from oxidation. Unoxidized
sulfidic tailings may underlie oxidized sulfidic materials. These unoxidized tailings
within the saturated zone have the potential to oxidize as soon as the water table
within the impoundment falls to lower levels.

In oxidizing sulfidic tailings, pore waters may exhibit a distinct chemical strat-
ification. For example, oxidation of exposed tailings and subsequent burial of the
material by renewed tailings disposal may lead to sulfate-, metal-rich pore waters at
deeper levels and saturated zones (Jambor 1994). Also, repeated wetting and drying
cycles may result in fluctuating water tables and variable oxidation fronts causing
extensive sulfide oxidation, secondary mineral formation and dissolution, and AMD
development (Boulet and Larocque 1998; McGregor et al. 1998).

Fig. 4.7 Ponding of acid, saline water on an abandoned sulfidic tailings dam, Croydon gold mine,
Australia
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The oxidation and weathering reactions will release metals, metalloids, acid, and
salts to tailings pore waters. The released contaminants may: (a) be retained within
the tailings impoundment; (b) reach surface and ground water systems; or (c) be
precipitated at a particular level of the tailings impoundment. Copper may be precip-
itated, for instance, as covellite below the zone of sulfide oxidation to form a zone of
copper enrichment, akin to the formation of supergene copper ores (Holmström et al.
1999; Ljungberg and Öhlander 2001). Massive precipitation of secondary minerals
including oxides (e.g. goethite, ferrihydrite, lepidocrocite, schwertmannite), sulfates
(e.g. jarosite, gypsum, melanterite), and sulfides (e.g. covellite) may occur at par-
ticular levels within the tailings impoundment (Dold and Fontboté 2001; McGregor
et al. 1998). In tailings dams, secondary minerals typically precipitate in the zone of
oxidation and at the interface between oxic and anoxic layers (Fig. 2.11). Here,
released metals, metalloids and sulfate can be adsorbed and coprecipitated with
mineral precipitates (Heikkinen and Räisänen 2008). Adsorption and coprecipita-
tion of dissolved metals and metalloids on iron precipitates is particularly common.
Mineral precipitation can cement sulfidic tailings at or near the depth of sulfide
oxidation. Prolonged precipitation causes the formation of a hardpan layer which
acts as a diffusion barrier to oxygen and limits the downward migration of low pH,
saline pore waters (Blowes et al. 1991; Coggans et al. 1999; Gunsinger et al. 2006b;
Romero et al. 2007) (Sect. 2.6.4).

If sulfidic tailings are exposed to the atmosphere for extended periods, evapora-
tion of tailings water commonly leads to the formation of sulfate-bearing mineral
salts such as gypsum or jarosite (Dold and Fontbote 2001; Johnson et al. 2000).
These secondary mineral blooms occur on or immediately below the impoundment
surface, and surficial tailings materials may form a cohesive, rigidly cemented mate-
rial (Fig. 4.8). Soluble secondary minerals may redissolve upon rainfall events or
due to increased water levels within the tailings dam.

Fig. 4.8 Drying of sulfidic tailings has resulted in the formation of white metal sulfate efflores-
cences and desiccation cracks, Cannington silver-lead-zinc mine, Australia
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While the oxidation of sulfidic tailings is possible, most tailings deposits gener-
ally remain water saturated during the operating life. This limits the transfer of air
into the tailings and the supply of oxygen to sulfide minerals (Blowes and Ptacek
1994). Moreover, if unoxidized sulfidic tailings are flooded, deposition of organic
material may occur, and layers rich in iron and manganese oxyhydroxides may
develop at the water-tailings interface. These layers can prevent the release of metals
into the overlying water column through adsorption and coprecipitation processes
(Holmström and Öhlander 1999, 2001).

Tailings are much finer grained and have a much higher specific surface
area (i.e. m2 g–1) available for oxidation and leaching reactions than waste rocks.
Thus, the onset of AMD development in tailings can be more rapid than in waste
rocks of the same deposit, yet crushing and milling of sulfidic ores do not necessar-
ily increase the oxidation rate of pyrite in tailings dams. The rate of AMD generation
in tailings is reduced by:

• Uniform and fine grain size. Tailings possess a uniform and fine particle size
which leads to a much lower permeability than that in waste rock piles. Compared
to coarse-grained waste rocks, tailings exhibit: (a) less and slower water and oxy-
gen movement into the waste; (b) reduced contact of sulfides with oxygen due to
slower oxygen transport into the waste; (c) slower water movement and slower
replenishment of consumed oxygen; and (d) very slow seepage of an AMD plume
to outlets of the waste impoundment because the generally low hydraulic con-
ductivity of tailings will delay movement of the AMD plume (Ljungberg and
Öhlander 2001). The behaviours of oxygen and water influence the depth and rate
of AMD generation. Consequently, tailings permit a smaller depth of active acid
generation than coarse-grained wastes, and sulfidic tailings often generate AMD
more slowly than coarser, more permeable waste rock from the same deposit
(Mitchell 2000).

• Addition of alkaline process chemicals. Some tailings have a high pH due to the
addition of alkaline materials during mineral processing (Craw et al. 1999). Any
acid generated may immediately be neutralized by residual alkaline processing
agents. Tailings may also be stabilized through the addition of neutralizing mate-
rials such as lime, crushed limestone or fly ash (Stouraiti et al. 2002). This may
prevent highly reactive sulfidic tailings from developing AMD waters.

4.3.3 Tailings Dam Failures

Tailings dams should be constructed to contain waste materials indefinitely. The
impoundment should be designed to achieve negligible seepage of tailings liquids
into ground and surface waters and to prevent failures of tailings dam struc-
tures. Therefore, the dams should be engineered for: (a) long-term stability against
erosion and mass movement; (b) prevention of environmental contamination of
ground and surface waters; and (c) return of the area for future land use. The
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overall design objective of tailings dams should be to achieve a safe, stable post-
operational tailings impoundment (Davies and Martin 2000; Environment Australia
1995).

The stability of tailings dams is controlled by the embankment height and
slope as well as the degree of compaction, nature, and strength of foundation
and embankment materials (Environment Australia 1995). Conventional tailings
dams can exceed 100 m in height and have to hold back a significant pool of
water and up to several hundred million cubic metres of water saturated tailings.
The easiest way to maintain dam stability during operation is to keep the decant
pond as small as possible and as far as possible from the containing embank-
ment as practical (Environment Australia 1995). This ensures that the phreatic
surface remains at low levels. Nonetheless, the mechanical stability of tailings is
very poor due to the small grain size and the usually high water content. The
level of the water table in the impoundment and embankment falls as tailings dis-
charge ceases. This results in the increased stability of the embankment and tailings
mass. Any further accumulation of water on the dam is prevented by capping the
impoundment.

In the past 70 years, numerous incidents involving operating tailings dams have
occurred (e.g. Wagener et al. 1998). There have been about 100 documented sig-
nificant upstream tailings dam failures (Davies and Martin 2000) (Table 4.2). The
causes for tailings dam failures include:

• Liquefaction. Earthquakes are associated with the release of seismic waves which
cause increased shear stresses on the embankment and increased pore pressures
in saturated tailings. Tailings and the dam may liquefy during seismic events
(e.g. Veta de Agua, Chile; 03.03.1985). Liquefaction may also be caused by mine
blasting or nearby motion and vibrations of heavy equipment.

• Rapid increase in dam wall height. If an upstream dam is raised too quickly,
very high internal pore pressures are produced within the tailings. High pore
pressures decrease the dam stability and may lead to dam failure (e.g. Tyrone,
USA; 13.10.1980).

• Foundation failure. If the base below the dam is too weak to support the dam,
movement along a failure plane will occur (e.g. Los Frailes, Spain; 25.04.1998).

• Excessive water levels. Dam failure can occur if the phreatic surface raises to a
critical level; that is, the beach width between the decant pond and the dam crest
becomes too small (Fig. 4.5). Flood inflow, high rainfall, rapid melting of snow,
and improper water management of the mill operator may cause excessive water
levels within the impoundment, which then may lead to overtopping and collapse
of the embankment (e.g. Baia Mare, Romania; 30.01.2000; Case Study 5.1). If
overtopping of the dam crest occurs, breaching, erosion, and complete failure of
the impoundment are possible.

• Excessive seepage. Seepage within or beneath the dam causes erosion along the
seepage flow path. Excessive seepage may result in failure of the embankment
(e.g. Zlevoto, Yugoslavia; 01.03.1976).
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If failure occurs, tailings may enter underground workings or more commonly,
the wastes spill into waterways and travel downstream. Depending on the dam’s
location, failures of tailings dams can have catastrophic consequences. Streams
can be polluted for a considerable distance downstream, large surface areas can
become covered with thick metal-rich mud, the region’s sediment and water qual-
ity can be reduced, and contaminants may enter ecosystems (e.g. Aguilar et al.
2007; Benito et al. 2001; Cabrera et al. 2008; Hinojosa et al. 2008; Hita et al.
2008; Hudson-Edwards et al. 2003; Macklin et al. 2003; Martín et al. 2007, 2008;
Ordóñez Fernandez et al. 2007; Simón et al. 2008, 2009; Vanderlinden et al. 2006;
Villarroel et al. 2006). Tailings dam failures in numerous countries have caused the
loss of human life and major economic and environmental costs (Table 4.2) ( Mining
Journal Research Services 1996).

The prevention of tailings dam failures requires: (a) an effective geotechnical
characterization of the tailings site; and (b) a detailed understanding of the risk of
local natural hazards such as earthquakes, landslides, and catastrophic meteorolog-
ical events. It is important to design tailings dams to such a standard that they can
cope with extreme geological and climatic events.

Most tailings dam failures have been in humid, temperate regions. In con-
trast, there have been very few tailings dam failures in semi-arid and arid regions.
However, tailings dams in semi-arid climates suffer from other chronic difficulties
including seepage problems, supernatant ponds with high levels of process chemi-
cals, dust generation, and surface crusting. Crusting prevents drying out of tailings,
and rehabilitation may not be undertaken for many years after tailings deposition
has ceased.

4.3.4 Monitoring

Monitoring of tailings dam structures is essential in order to prevent environmental
pollution and tailings dam failures and spillages. Site specific conditions require tai-
lored monitoring programs. The monitoring program should address the following
aspects:

• Dam performance. Performance monitoring of tailings dams includes measure-
ments of the filling rate, consolidation, grain size distribution, water balance, and
process chemical concentrations such as cyanide.

• Impoundment stability. Impoundment stability monitoring establishes the
phreatic surface in the embankment and tailings as well as the slope stability
and pore pressure within the tailings.

• Environmental aspects. Environmental monitoring includes: meteorological
observations; measurements of radioactivity levels; investigations of the tailings
chemistry and mineralogy; performance of geochemical static and kinetic tests
for AMD generation potential; and chemical analyses of ground, surface and
seepage waters, downstream stream sediments, and dust particles. Ground water
monitoring is an integral part of tailings monitoring and allows an evaluation of
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tailings seepage into aquifers (Environment Australia 1995; Robertson 1994).
Piezometers are essential to monitor water pressure and water level in the
impoundment. Piezometers and boreholes also need to be established at back-
ground points and along the ground water flowpath that is expected to be affected
by tailings leachates. Suitable computational tools (e.g. MODFLOW) are avail-
able to model ground water flow and to illustrate potential impacts of leachates
on ground water aquifers.

4.3.5 Wet and Dry Covers

Tailings disposal areas can occupy large areas of land and render them useless for
future land use unless the tailings repositories are covered upon mine closure. Also,
uncovered tailings are susceptible to severe water and wind erosion because of their
fine grain size. There are numerous examples where wind-blown particles from
uncovered tailings have polluted air, streams and soils and created health problems
for local communities (Hossner and Hons 1992). Hence, the objectives of tailings
covers are twofold: (a) to prevent ingress of water and oxygen into the processing
waste; and (b) to prevent wind and water erosion.

During operation tailings dams are mostly covered with water, and these wet
covers prevent wind erosion. Wet covers over sulfidic tailings also prevent sul-
fide oxidation and acid production (Sect. 2.10.1). Upon closure and rehabilitation,
flooding of reactive tailings and establishment of a shallow water cover on top
of tailings will curtail sulfide oxidation (Romano et al. 2003). Amending water-
saturated tailings with organic carbon may also result in an abundance of sulfate
reducing bacteria (SRB), a reduction in dissolved sulfate and metal contents, the
formation of secondary mineral precipitates, and an improvement in water quality
of tailings ponds (Lindsay et al. 2009b). The placement of tailings into an aqueous
environment can only be used in regions where climatic conditions will sustain a
permanent water cover. The implementation of water covers over oxidized tailings
is inappropriate because metals dissolve into the water cover or are present as water-
soluble salts. Such flooded tailings impoundments require a protective layer such as
peat at the tailings/water interface to inhibit metal transport (Simms et al. 2001).

A common rehabilitation strategy of tailings involves dry capping. This tech-
nique is applied to tailings deposited in tailings dams or backfilled into mined-out
open pits. Before dry capping can proceed, the tailings need to settle and consol-
idate (i.e. to thicken). Thickening is the process by which water is removed from
the tailings and the volume of the waste is reduced. In some cases, appropriate
civil engineering techniques such as wicks, drains or filter beds have to be put into
place to ensure consolidation and drying out of tailings in tailings dams and open
pits. After drying out and consolidation of the tailings, dry covers are constructed
from locally available solid materials. Dry cover designs for tailings are numer-
ous and site specific (Fig. 4.9). They include single layer and multi-layered designs
and are largely identical to the dry cover techniques for sulfidic waste rock dumps
(Sect. 2.10.2). Dry covers range from the direct establishment of native vegetation
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Fig. 4.9 Schematic
cross-sections illustrating the
principal dry cover designs
for tailings storage areas
(after Environment Australia
1995; Hutchison and Ellison
1992); (a) gravel layer;
(b) single soil cover and
revegetation; (c) multilayered
soil cover and revegetation;
(d) surface recontouring plus
a multi-layered cover
incorporating an infiltration
barrier

on the waste to complex, composite covers (Hutchison and Ellison 1992; Patterson
et al. 2006). The latter type has a number of layers, some compacted to reduce their
permeability and others uncompacted to support vegetation. Materials used for dry
covers include geotextiles, low sulfide waste rocks, oxide wastes, organic wastes,
clay, soils, and clay-rich subsoils. A top surface cover of soil on all external surfaces
provides a substrate for a self-sustaining plant cover. Suitable drainage installed pre-
vents erosion of the dam. Additional earthworks may be necessary such as diverting
creeks, reprofiling of the slopes of the side walls, and rock armouring of the side
walls in order to prevent erosion and slumping of the walls.

4.4 Thickened Discharge and Paste Technologies

The thickened tailings discharge and paste technologies remove a significant propor-
tion of water from the tailings to produce a high-density slurry or paste (Brzezinski
2001; Environment Australia 1995; Williams and Seddon 1999). The water is
removed from the tailings at or prior to the point of tailings discharge, and it is pos-
sible to create a self-supporting stack or hill of tailings. Consequently, the waste
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Fig. 4.10 Aerial photograph
of the tailings disposal
facility at the Kidd Creek
base metal mine, Canada.
Over 100 million tonnes of
tailings have been spread out
as a cone with a 2.4 km
diameter using thickened
tailings disposal

impoundment does not contain large amounts of water. In an arid to semi-arid
environment, solar drying of the tailings completes rapid consolidation.

The thickened tailings discharge method is used to construct storage dumps
whereby tailings are thickened in a large settler and discharged onto a sloped bed
(Fig. 4.10). This technique results in a steep cone of dried tailings. Alternatively,
thickened tailings may also be spread out in gently sloped layers for drying. The dis-
posal facility is then constructed progressively as each waste layer is progressively
stacked on top of each other. Such stacking of thickened tailings is, for example, car-
ried out at alumina processing plants for the disposal of fine tailings (i.e. red mud)
from bauxite refining.

The thickened discharge and paste technologies have numerous advantages.
Thickened tailings disposal sites do not cover large tracts of lands as conventional
tailings dams do. The technologies also reduce water consumption, the risk of water
shortage at the mine, and hydraulic sorting of tailings particles (Brzezinski 2001;
Environment Australia 1995; Williams and Seddon 1999). Compared to tailings
dams, the methods have economic advantages to the operator and reduce the risks of
tailings dam failure, water run-off, and leaching. However, thickened tailings oper-
ations may also be subject to dust generation or even to failure due to liquefaction
of the waste (McMahon et al. 1996).

4.5 Backfilling

Tailings may be pumped into underground workings and mined-out open pits (i.e.
in-pit disposal). Such a disposal practice has been used in the mining industry for
over 100 years. Tailings are placed directly into the voids from which the ore was
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Fig. 4.11 Backfilled open pit showing return of pre-mining ground water table and different
hydrological zones (after Abdelouas et al. 1999)

won. Backfilling of open pit mines eliminates the formation of an open pit lake.
Once backfilling has occurred, ground water will eventually return, approximating
the pre-mining ground water table (Fig. 4.11). Within a backfilled open pit, several
zones can be identified in terms of oxygen abundance. The saturated anoxic zone is
located below the ground water table. Mine waste with the highest acid generating
capacity is to be placed into this zone in order to prevent contact of sulfide miner-
als with oxygen. Wastes with very high acid-generating capacities may require the
addition of neutralizing agents prior to or during backfilling.

The advantages of in-pit disposal compared to other tailings disposal methods
include:

• The placement of tailings below the ground water table, ensuring limited
interaction with the hydrosphere and biosphere;

• No spillages, failures or erosion of tailings dams;
• The backfilling of a large open void with mine waste to such an extent that

landscaping and revegetation of the area is possible; and
• A greater depth of cover, ensuring suppression of oxidation of sulfidic wastes or

radiological safety of uranium tailings.

While backfilling may appear at first sight a suitable technique to fill and
remediate unwanted mine workings, it can, nevertheless, bear several problems:

• The placement of tailings liquids and solids into open pits does not mean that
the tailings are as secure chemically and physically as the original mined ore.
Chemical and mineralogical changes occur within the processed ore during and
after mineral processing. Tailings are not fine-grained ores. They contain very
fine-grained, modified and in many cases, reactive ore particles with a large
surface area. In addition, tailings contain interstitial pore waters with reactive
process chemicals and other dissolved elements and compounds.
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• Most pits are deep with a relatively small surface area. In such cases, the evap-
oration rate of water is slow, and the consolidation of tailings takes considerable
time (Environment Australia 1995).

• Any backfill material placed below the water table will become part of the
aquifer (Lewis-Russ 1997; Siegel 1997). In particular, if the open pit is not
lined with clay or other impermeable liners and if the tailings are disposed
of below the post-mining ground water table, the tailings will become part of
the local aquifer. Water-rock reactions may lead to the mobilization of con-
taminants into ground waters. The impact depends on the mineralogical and
geochemical characteristics of the tailings and their permeability. The perme-
ability of backfilled material can be very low if significant compaction has
occurred. However, if the water is flowing through reactive, permeable and solu-
ble materials, the increased surface area of the waste coupled with its reactivity
will result in ground waters enriched in various components. For example, if
oxidized sulfidic waste is disposed of in an open pit or a flooded pit, soluble sec-
ondary minerals may dissolve in the pore water. This may lead to the release of
metals, metalloids, and salts to the ground water or to the overlying water col-
umn. Surface or ground water may need to be treated to prevent environmental
contamination.

Sulfidic tailings should be disposed of into open pits or underground workings
below the post-mining water table once mining ceases. Placement of sulfidic tail-
ings below the post-mining ground water table will preclude any ready access of
atmospheric oxygen to sulfidic tailings. The backfill of tailings into underground
workings as tailings-cement paste mixtures is also possible. The paste backfill
is produced in a paste plant using thickened tailings, sand or crushed rock, and
cement. Such a technique is primarily used to provide ground support during under-
ground mining (Bertrand et al. 2000). The disposal technique also provides limited
acid buffering capacity to the waste as cement contains minerals that are able to
neutralize acid generated by the oxidation of sulfides.

4.6 Riverine and Lacustrine Disposal

Tailings may also be disposed into rivers and lakes. Once discharged into the
streams, the solids and liquids of tailings may be transported considerable distance
downstream. In historic mining areas, the riverine and lacustrine disposal practice
was commonly applied (Figs. 4.12 and 4.13) (Bäckström et al. 2006; Bhattacharya
et al. 2006; Black et al. 2004; Jambor et al. 2009; Palumbo-Roe et al. 2009; Toevs
et al. 2006; Willscher et al. 2007). Unconstrained erosion and associated leach-
ing of tailings may also occur from abandoned waste repositories (Gómez-Alvarez
et al. 2009; Owor et al. 2007). At these locations, the transport of waste particles
and leachate may impact on regional stream and water quality, even years after the
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Fig. 4.12 Cobalt Lake, Cobalt, Canada. Historic silver mines and processing plants placed their
tailings into local lakes. Leaching from these wastes continues and consequently, lakes and streams
around Cobalt are laden with arsenic

Fig. 4.13 Sulfidic tailings layer in ephemeral creek bed downstream from the derelict lead-zinc
Webbs Consols mine, Australia. The tailings contain wt.% levels of arsenic, lead and zinc

mines closed. Riparian plant species may grow on tailings contaminated substrates,
leading to metal uptake by plants and possible metal transfer into wildlife and
domestic livestock (Bourret et al. 2009; Boyter et al. 2009). Sulfidic tailings may be
exposed on the banks of impacted waterways and represent potential AMD sources.
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Rehabilitation of streams and lakes contaminated with tailings may involve dredg-
ing, removal, and disposal of the tailings in suitable impoundments, or revegetation
of the banks with suitable metal-tolerant local plant species. If the deposited tailings
are sulfidic, oxidation of sulfides is possible during dredging, draining or erosion.
Therefore, precautions must be taken to prevent any change to these potentially
reactive, acid materials. While sulfide minerals in discharged mine tailings gener-
ally oxidize in oxygenated waters, sulfide grains can be transported considerable
distances downstream from their source zone without weathering (Leblanc et al.
2000).

Today, riverine disposal of tailings and erodible waste dumps are used at copper
mine sites in Indonesia (Grasberg-Ertsberg) and Papua New Guinea (Porgera, Ok
Tedi, Bougainville) (Apte et al. 1996; Hettler et al. 1997; Jeffrey et al. 1988;
Salomons and Eagle 1990; Trisasongko et al. 2006) (Fig. 4.14). Tailings are dis-
charged directly into the streams or after neutralization. In these earthquake- and
landslide-prone, rugged, high rainfall areas, the construction of tailings dams has
been proven to be geotechnically impossible, so riverine disposal of tailings is pre-
ferred. In these environments, natural erosion rates are very high, and landslides
are common. As a result, high natural sediment loads occur in local streams and
rivers which can dilute tailings discharges. This disposal practice comes at a price.
It causes increased sedimentation of the river system, increased turbidity, associated
flooding of lowlands, and contamination of stream and floodplain sediments with
metals (Case Study 4.1). Diebacks of rainforests and mangrove swamps occur while
the impact of elevated copper concentrations in sediments and waters on aquatic
ecosystems will become clearer in the long term.

Fig. 4.14 Earthworks in the Ajkwa River, Irian Jaya, Indonesia. Tailings are discharged (~8.7 Mt
per year) from the giant Grasberg-Ertsberg mine into the Ajkwa River, causing severe aggradation
and flooding of vegetated lowland downstream of the mine. Areas inundated with tailings are to be
turned into productive and sustainable agricultural land
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Case Study 4.1. Riverine Tailings Disposal at Ok Tedi,
Papua New Guinea

The Ok Tedi Mine

The Ok Tedi mine is one of the largest copper mines in the world. The mine
is also a major contributor to the economy of Papua New Guinea (PNG),
accounting for much of PNG’s total annual export income (Murray et al.
2000a). Ok Tedi is located in highly mountainous terrane at an altitude of
approximately 1600 m. Annual rainfall is at 8–10 m per year, and the mine
is located in an earthquake- and landslide-prone area. The construction of
a tailings dam was attempted; however, the waste repository could not be
completed due to landslides. Since 1984, the large-scale open cut operation
produces a copper–gold–silver concentrate as well as significant quantities of
mining and processing wastes.

Discharge of Waste into Ok Tedi River

Since 1986, tailings have been discharged and waste rock dumps have been
left to erode into the headwaters of the Ok Tedi and Fly River system. The dis-
charge rate amounts to about 160,000 t of waste per day. Mine-derived wastes
are transported from the mine site into the Ok Tedi River which flows into
the Fly River, 200 km downstream of the mine site. The Fly River joins the
even larger Strickland River. The combined river system flows via a large
estuary and discharges about 120 Mt of sediment a year into the Gulf of
Papua. The massive input of tailings and waste rock at the Ok Tedi mine
has distinct hydrological, sedimentological and geochemical impacts on the
Fly River system throughout the entire length of the river, a distance of over
1000 km (Hettler and Lehman 1995; Hettler et al. 1997; Salomons and Eagle
1990):

• Increased turbidity. The small grain size (<100 μm in diameter) and
large quantity of wastes add to the suspended sediment load of the Ok
Tedi River system. As a consequence, the suspended matter content in
the Middle Fly River is 5–10 times higher than the natural background.
The increase in suspended sediment load possibly impacts on aquatic
organisms.

• Increased sedimentation. The tailings and mine waste solids are trans-
ported significant distances downstream from the mine. The wastes are
then deposited as sediments on the floodplains of the Middle and Lower
Fly River, in the delta of the Fly River, and in the Gulf of Papua. Very high
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deposition rates of mine-derived sediment are found in floodplain environ-
ments. Floodplain lakes, creeks, channels, and cut-off meanders receive
the greatest quantities of mine-derived sediment. The increased sedimen-
tation on flood plains has buried large areas of tropical lowland rainforests
and mangroves with a thin veneer of waste and has caused dieback of the
vegetation on a large scale.

• Metal contamination of sediments. The near surface sediments – deposited
along river channels, in lakes and swamps, and on floodplains – are
enriched in copper and gold. Mobilization of copper occurs from the
contaminated sediments into surface waters. Chronic copper toxicity to
aquatic communities in the affected streams and floodplains are expected,
and negative ecological impacts on the fish population may occur in the
long term.

From 1984 to 2007, there would have been a release of 1400 Mt of waste
into the tropical river system. Riverine disposal is allowed under and occurs in
compliance with PNG laws and regulations. Increasing concern over environ-
mental impacts has led to dredging trials in the lower Ok Tedi (Murray et al.
2000a). Sand and gravel particles are being dredged from the river bed and
stored on the river bank. The dredging efforts may create suitable sediment
traps which prevent the burial of lowland rainforests and mangroves with a
thin veneer of mine waste.

4.7 Marine Disposal

Tailings may also be disposed of into the ocean. The marine disposal of tailings is
a preferred option for handling tailings in coastal settings (Berkun 2005; Hesse and
Ellis 1995; Jones and Ellis 1995; Rankin et al. 1997) (Case Study 4.2, Fig. 4.15).

Fig. 4.15 Schematic cross-section of deep sea tailings placement (DSTP) (after Spitz and
Trudinger 2009; Rankin et al. 1997)
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Ideally, the aims of this disposal method are: (a) to place the tailings into a deep
marine environment which has minimal oxygen concentrations; and (b) to prevent
tailings from entering the shallow, biologically productive, oxygenated zone. Prior
to their discharge, tailings are mixed with seawater to increase the density of the
slurry. Upon their discharge from the outfall at usually more than 100 m below the
surface, the tailings are transported down the seafloor to their ultimate resting place.
The disposal technique achieves a permanent water cover and inhibition of sulfide
oxidation, yet the physical dispersion of tailings must be assessed, and the extent
of metal uptake from the tailings solids by fish and bottom dwelling organisms has
to be evaluated (Blanchette et al. 2001; Johnson et al. 1998; Powell and Powell
2001; Rankin et al. 1997). Some tailings may contain bioavailable contaminants
in the form of soluble metal hydroxides and sulfates. In addition, the mobility and
bioavailability of metals and metalloids may increase once the tailings have been
injected into the sea (Blanchette et al. 2001). Therefore, the submarine tailings dis-
charge method requires waste characterization as well as modeling and monitoring
of the disposal site.

Case Study 4.2. Submarine Tailings Disposal at the Black
Angel Mine, Greenland.

The Black Angel Lead-Zinc Mine

The Black Angel lead-zinc mine site is located at 71 degrees north on the
west coast of Greenland, some 500 km north of the Arctic Circle. The mine
site is situated in an alpine landscape, where the 4 km long Affarlikassaa Fjord
joins the 8 km long Qaamarujuk Fjord. The name Black Angel derives from
the angelic appearance of an exposed contorted band of pelite, clearly visi-
ble on the face of the 700 m cliff face that overlooks the Affarlikassaa Fjord
(Fig. 4.16). The orebodies were mined from 1973 to 1990 using underground
methods, with a total production of 11 million tonnes of ore grading 4.1% Pb,
12.5% Zn and 30 ppm Ag (Asmund et al. 1994). The mineralisation consists
of pyrite, sphalerite and galena and the sulfide orebodies are enclosed by thick
marble units and clastic metasediments.

Tailings Discharge

The entrance to the mine was 600 m up the cliff facing Affarlikassaa Fjord.
The mined ore was transported by an aerial cable car across the Fjord to an
industrial area for processing. Mineral recovery was by conventional selec-
tive flotation and the tailings were discharged into the Affarlikassaa Fjord.
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Fig. 4.16 View of the 700 m cliff face that overlooks the Affarlikassaa Fjord at the Black
Angel mine, central West Greenland. Over 8 million tonnes of tailings and a large shoreline
waste rock pile of 0.4 million tonnes were dumped into the Affarlikassaa Fjord. The two
small black spots beneath the left wing of the angel-like figure are the cable car entrances
to the mine. The ship MS Disko II is 50 m long

The total amount of discharged tailings was about 8 million tonnes, contain-
ing elevated arsenic, cadmium, copper, lead and zinc values (Poling and Ellis
1995).

Environmental monitoring of the fjord system prior to mining showed ele-
vated metal concentrations in local seaweed and mussels (Poling and Ellis
1995). These metal distributions were due to the natural exposure of the sul-
fide orebodies to weathering and erosion. Within a year from starting the
submarine tailings disposal, distinctly elevated lead and zinc values were
found in waters and biota of the entire fjord system. This led to extensive
investigations into the origin and dispersal mechanisms of metal contami-
nants. Prior to marine discharge, it was assumed that all residual metals would
be present in the tailings only as insoluble sulfides. Yet, the tailings contained
lead and zinc phases that were soluble in seawater. In addition, oceanographic
investigations contradicted an earlier assumption that the discharged tailings
are permanently protected by stagnant bottom waters of the Affarlikassaa
Fjord. The studies demonstrated that the disposal site did not have a perma-
nently stratified water column and that complete mixing of the water took
place during winter (Poling and Ellis 1995).

Consequently, several changes were made to the mineral processing and
tailings discharge which significantly reduced the levels of metal release to the
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environment. Firstly, improvements in mineral processing led to tailings with
lower lead values released to the ocean (1973, 0.4% Pb; 1989, 0.18% Pb).
Also, the tailings were treated with chemicals, deaerated prior to discharge
and mixed with seawater. These initiatives led to the coagulation and floccu-
lation of small tailings solids, prevented the dispersion of metal-rich particles
via mineral-laden air bubbles, and increased the tailings density which led to
the deposition of tailings in bottom waters. As a result, the lead and zinc con-
centrations in water and biota of the Affarlikassaa Fjord decreased (Asmund
et al. 1994).

Transfer of Metals into the Fjord

Despite the improvements to the submarine tailings disposal system, metal
contamination of the area could not be prevented. The tailings discharge
resulted in the metal enrichment of water, suspended particulate matter,
sediment and biota in the Affarlikassaa and Qaamarujuk Fjords up to
70 km away from the tailings outfall (Elberling et al. 2002; Loring and
Asmund 1989). During mining, analyses of seals and fish species largely
revealed no metal contamination, while deep sea prawns and capelins
as well as the livers of certain fish species and seabirds contained lead
concentrations above the safe consumption limit (Asmund et al. 1994).
Mussels and seaweed obtained increasingly elevated cadmium, lead and
zinc concentrations, depending on their location relative to the tailings
outfall.

Since mine closure, metal concentrations have declined in fjord waters
as well as animal and plant life (Asmund et al. 1994). Yet, dispersion and
release of metals from the tailings continues (Elberling et al. 2002). In hind-
sight, detailed mineralogical, geochemical and oceanographic studies prior to
tailings discharge would have allowed an informed decision on whether sub-
marine tailings disposal was appropriate at this particular site (Poling and Ellis
1995).

Improper disposal of tailings from industrial operations and unregulated dumping
of tailings from artisanal mining into shallow marine environments, bays, lagoons,
estuaries and shorelines come at a price. Such practices can cause increases in metal
and metalloid concentrations of ocean waters, sediments, seaweeds and molluscs,
and may impact on shallow and deep water habitats including fish communities
(Andrade et al. 2006; Blackwood and Edinger 2007; Dambacher et al. 2007; Dold
2006; Edinger et al. 2007; Martínez-Sánchez et al. 2008; María-Cervantes et al.
2009). There is a risk to human health if the local marine life is consumed by the
local population.
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4.8 Recycling and Reuse

An alternative to the disposal of tailings is to put the waste to good use. For example,
manganese tailings may be used in agro-forestry and as coatings, resin cast prod-
ucts, glass, ceramics, glazes as well as building and construction materials (Verlaan
and Wiltshire 2000). In future, base metal tailings and low grade metal ores may
be planted with suitable plant species which extract the metals from the substrate
(Scientific Issue 4.1). Phytomining may not only recover metals from wastes, but the
technique may also turn hazardous materials into benign wastes with much lower
metal concentrations.

Scientific Issue 4.1. Phytoremediation and Phytomining
of Metalliferous Wastes

Introduction

Plants and microorganisms (fungi, yeast cells, algae, bacteria) can influ-
ence the behaviour of metals and metalloids in surface environments. While
some organisms tolerate elevated concentrations of dissolved precious and
heavy metals and metalloids, others can dissolve, contain or immobilize such
elements. Organisms – which contain or immobilize metals and metalloids –
extract the dissolved elements by adsorption, intracellular uptake, and chem-
ical transformations. The metals and metalloids, accumulated by these living
plants and microorganisms or their dead biomass, may amount up to several
weight percent of the cell dry weight.

Phytoremediation

The ability of particular plants and microorganisms to influence the cycling
of metals may be used in the clean-up of metal contaminated soils, sediments,
waters, and wastes. Plants have been used for some time to remove or immo-
bilize environmental contaminants, a process which is commonly referred to
as phytoremediation (Brooks 1998). Phytoremediation was initially applied
in the 19th century when authorities began to treat municipal wastewaters
in constructed wetlands and spray irrigation systems. Today, phytoremedia-
tion is an emerging technology for the rehabilitation of contaminated sites
(Johansson et al. 2005). The techniques of phytoremediation can be grouped
into the following strategies:

• Phytostabilization. Plants transform toxic forms of metals into non-toxic
forms. This technique uses metal-tolerant plants to immobilize heavy
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metals in the root zone. Metals are absorbed into and accumulated by
roots, adsorbed onto roots, or precipitated in the root zone. The processes
reduce mobility and bioavailability of the metals (Grandlic et al. 2008;
King et al. 2008; Mendez et al. 2007; Santibáñez et al. 2008). Plants that
tolerate elevated metal concentrations in the substrate and do not transport
them into the above-ground biomass may have direct applications in the
remediation of mined land (cf. Sect. 2.9.2).

• Rhizofiltration. Dissolved heavy metals – surrounding the root zone – are
adsorbed or precipitated onto plant roots, or the metals are absorbed into
the roots. The technique may be applied to decontaminate ground water
rather than soils and wastes.

• Phytoextraction. This strategy involves the uptake of precious and heavy
metals by roots into the above ground portions of plants (i.e. metal
accumulators). A phytoextraction operation could entail planting a hyper-
accumulator crop over the contaminated site. This would be followed by
harvesting and incineration of the biomass to produce a metal concentrate
for subsequent disposal. The ideal plant to use for phytoextraction has a
large biomass, grows well in metal-rich environments, and accumulates
metals to high concentrations. Plants that accumulate large concentrations
of metals in their dry biomass are termed hyperaccumulators (Brooks
1998). There are natural hyperaccumulators for a range of metals and
metalloids (As, Cd, Co, Cu, Mn, Ni, Pb, Se, Tl, U, Zn). However, many
hyperaccumulators tend to grow slowly and produce little biomass. An
alternative approach is to genetically engineer fast-growing species to
improve their metal tolerance and metal accumulating capacity (Pilon-
Smits et al. 2000). The key limitation to metal uptake by any plant species
is the solubility of the metal in the root zone since metals must be dis-
solved in the soil solution for uptake to occur. The natural solubility of
metals can be artificially induced by adding suitable chemicals to the sub-
strate in which the plants grow. The complexing agents dissolve additional
metals which become bioavailable and are subsequently taken up by the
plants. Induced phytoextraction can increase the natural uptake of metals
by plants (Anderson et al. 1998).

Phytomining

An alternative strategy to phytoremediation is phytomining (Anderson et al.
1999; Robinson et al. 1997). In this emerging technology, hyperaccumulators
are not only used to remove metals from substrates, they are also used to yield
a metal-rich biological ore for smelting. Phytomining would be conducted
as follows: Hyperaccumulators would be planted on wastes and ores. The
plants accumulate metals in their harvestable tissue, followed by the removal



4.9 Summary 239

of plant tissue from the site, ashing of the plants, and extraction of the met-
als. In most cases, a phytomining operation would be conducted on low grade
ores or wastes such as tailings, containing metal concentrations too low for
conventional extraction. Phytomining represents an emerging technology and
may clean ores and wastes to shallow depths. Phytomining has many advan-
tages and unique features which could make it part of future metal mining
operations.

The capture and storage of atmospheric carbon dioxide in tailings represents a
potential carbon dioxide sequestration technology. Stabilizing atmospheric green-
house gas concentrations by mid-century is one of the world’s great challenges.
The scale of the possible problems caused by increased atmospheric carbon dioxide
has promoted research and development of various sequestration efforts including
geological storage, ocean storage, biological and terrestrial approaches, and mineral
carbonation.

Mineral carbonation is a scheme to sequester carbon dioxide by inducing the fixa-
tion of carbon dioxide as carbonate minerals. It involves the reaction of atmospheric
carbon dioxide with either mafic/ultramafic rocks, alkaline solid wastes (e.g. slags,
ashes), relatively unstable silicates (e.g. olivine, wollastonite, serpentine, anorthite),
or glass to bring about the formation of carbonates. Both in nature and during
induced mineral carbonation reactions, the metal-bearing mineral or glass dissolves,
releasing metal cations (e.g. Fe2+, Mg2+, Mn2+, Ca2+). Then, through a series of
reactions, atmospheric carbon dioxide reacts with the liberated divalent cations and
metal carbonates such as calcite, dolomite, magnesite, ankerite and siderite precipi-
tate. These carbonates are thermodynamically stable products and safe, environmen-
tally benign minerals. Ultramafic mine tailings typically have large surface areas and
high mass fractions of reactive calcium, iron and/or magnesium-bearing minerals,
making them an attractive source material for mineral carbonation. Consequently,
the abundance of fine-grained alkaline tailings and their large surface area could
make them very suitable for carbonation reactions. Published studies of mineral
carbonation related to mine wastes have been restricted in the past to: (a) serpentine-
rich tailings (Wilson et al. 2006, 2009a, b); and (b) laboratory experiments on baux-
ite red mud (Bonenfant et al. 2008). Yet, despite the knowledge that atmospheric
carbon dioxide can be captured in mine wastes, mineral carbonation of alkaline
tailings has enjoyed very limited scrutiny, and our knowledge of mineral carbona-
tion and its possible application as carbon dioxide sequestration technology are still
incomplete.

4.9 Summary

Mineral processing methods of metalliferous hard rock deposits involve crushing,
grinding and milling the ore, and concentrating the ore minerals. Chemical addi-
tives are often employed to help separate or leach the ore minerals from the gangue
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phases. The additives include flotation reagents, modifiers, flocculants/coagulents,
oxidants, and hydrometallurgical agents. The desired fraction containing the ore
minerals is recovered, and other materials are disposed of as wastes. Such wastes
are referred to as tailings. Tailings consist of solids and liquids. The liquids contain
process chemicals which influence the chemical behaviour and mobility of elements
within the waste repository.

The pH of tailings waters is influenced by the applied processing technique. Any
sulfuric acid added as process chemical or generated by sulfide oxidation will leach
ore and gangue minerals. In extreme cases, the applied processing techniques may
create highly acid or alkaline tailings with high concentrations of dissolved and
soluble salts, metals and metalloids.

Tailings contain minerals similar to those of waste rocks from the same deposit,
only in much smaller grain size. Primary minerals are the ore and gangue minerals
of the original ore. Secondary minerals crystallize during weathering of the ore.
Tertiary and quaternary minerals form before, during, and after the deposition of
the tailings in their impoundment as a result of chemical reactions. Evaporation of
tailings water commonly leads to the formation of mineral salts such as gypsum at
and below the tailings surface.

The accumulation of sulfide-rich tailings sediments may occur in an impound-
ment, and subsequent sulfide oxidation and AMD generation may be possible. In
particular, if sulfidic tailings are present within the unsaturated zone of an inactive
impoundment, sulfide oxidation will occur. However, tailings remain water saturated
during operation and are deposited as fine-grained sediments that have a relatively
low permeability. Consequently, tailings often generate AMD more slowly than
coarser, yet more permeable waste rocks from the same deposit.

Disposal of tailings commonly occurs into engineered tailings dams. Tailings
dams are constructed like conventional water storage type dams whereby the tail-
ings are pumped as a water-rich slurry into the impoundment. The safety record of
tailings dams is poor. On average, there has been one major tailings dam failure
or spillage every year in the last 30 years. Tailings dam failures are due to lique-
faction, rapid rise in dam wall height, foundation failure, excessive water levels, or
excessive seepage. Tailings dam failures and spillages have caused environmental
impacts on ecosystems, loss of life, and damage to property. Other concerns with
tailings dams include air pollution through dust generation, release of radiation from
tailings, and seepage from the tailings through the embankment into ground and sur-
face waters. Monitoring of tailings dams is essential and includes investigations on
dam performance, impoundment stability, and environmental impacts. Dry capping
techniques of tailings are highly variable and site-specific, and consist of single layer
and multi-layered designs using compacted and uncompacted materials.

Tailings disposal, using the thickened discharge or paste technology, results in a
cone or stack of dried tailings. The methods are based on the discharge of dewatered
tailings into the impoundment. Containment of tailings in open pits and underground
workings is also possible; nonetheless, consolidation of the wastes may take con-
siderable periods of time. If the tailings are placed below the post-mining ground
water table, the restricted access of atmospheric oxygen will restrict any sulfide



4.9 Summary 241

Table 4.3 Web sites covering aspects of tailings

Organization Web address and description

Tailings.Info http://www.tailings.info/
Detailed information on tailings

InfoMine http://technology.infomine.com/tailingsmine/
News and reports on tailings

World Information Service on
Energy (WISE) – Uranium
Project

http://www.wise-uranium.org
Case studies, information, and record on tailings dam safety

and failures

oxidation. An interaction of the tailings with ground water occurs if permeable,
reactive, soluble tailings materials are present.

In historic mining areas, tailings were commonly discharged into nearby rivers.
Today, such a disposal is applied in earthquake- and landslide-prone, rugged, high
rainfall areas where the construction of engineered tailings disposal facilities has
proven to be impossible. This disposal practice comes at a price. It can result in con-
siderable metal contamination and increased sedimentation downstream. Similarly,
submarine tailings disposal is applied in areas where high rainfall, increased seis-
micity, and limited land make the construction of tailings dams impossible. Tailings
are released into the ocean at significant water depth well below wave base and com-
mercial fishing grounds. While the oxidation of sulfides in deep sea environments
is insignificant, the long term uptake of metals and metalloids from the tailings by
bottom dwelling organisms remains to be investigated.

The ever increasing volume of tailings has stimulated research into their recy-
cling potential. The alternative uses of tailings are dependent on the chemical and
mineralogical characteristics of the wastes. Phytoremediation is one emerging tech-
nology whereby plants remove or immobilize metals in tailings. The technique has
the potential to convert metal-bearing wastes and ores into benign wastes.

Further information on tailings can be obtained from web sites shown in
Table 4.3.



Chapter 5
Cyanidation Wastes of Gold-Silver Ores

5.1 Introduction

Cyanide is a general term which refers to a group of chemicals whereby carbon
and nitrogen combine to form compounds (CN–). Cyanide leaching is currently the
dominant process used by the minerals industry to extract gold (and silver) from
geological ores. Gold extraction is accomplished through the selective dissolution
of the gold by cyanide solutions, that is, the so-called process of cyanidation. This
hydrometallurgical technique is so efficient that the mining of low-grade precious
metal ores has become profitable, and modern gold mining operations extract a few
grams of gold from a tonne of rock. As a result, exceptionally large quantities of
cyanide-bearing wastes are produced for a very small quantity of gold. The wastes
of the cyanidation process are referred to as cyanidation wastes. At modern gold
mining operations, cyanidation wastes occur in the form of heap leach residues,
tailings, and spent process waters. While the bulk of the cyanide used in the mining
industry is applied to gold ores, cyanide is also added as a modifier in the flota-
tion of base metal sulfide ores in order to separate base metal sulfides from pyrite.
Therefore, some process circuits of base metal ores may generate cyanide-bearing
tailings and spent process waters.

This chapter documents the fundamental characteristics of cyanidation wastes.
Since an understanding of such wastes requires a knowledge of the chemistry of
cyanide, the chemistry of cyanide is introduced prior to an overview on the use
of cyanide in precious metal extraction. This is followed by a documentation of
cyanidation wastes and the monitoring and analysis of cyanide. The release of
cyanide to the environment can cause contamination of surface waters, and cyanide
can be toxic to humans and animals. The chapter concludes with the different
treatment strategies used to reduce cyanide levels in mine waters.

5.2 Occurrences and Uses of Cyanide

Cyanide occurs naturally. It is found in minute quantities in several foods including
cassava, maize, bamboo, sweet potatoes, sugarcane, peas, and beans, as well as in
the seeds and kernels of almond, lemon, lime, apple, pear, cherry, apricot, prune, and
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plume (Hynes et al. 1998; Logsdon et al. 1999; Mudder and Botz 2001). In addition,
cyanide is an important component of vitamin B-12 where it is securely bound and
not harmful. There are about 2650 cyanide producing plant species, and levels of
cyanide in cyanogenic plants can reach hundreds of parts per million (Logsdon et al.
1999; Mudder and Botz 2001) (Fig. 5.1). Furthermore, cyanide is produced and
used by certain soil bacteria, algae, fungi, insects, and arthropods (Logsdon et al.
1999). In nature, the presence of cyanide in plants and organisms provides protection
against predators.

Apart from these natural occurrences of cyanide, there are man-made emissions
of cyanide. Cyanide is released during coal combustion, refining of petroleum, iron
and steel production, burning of plastics, incineration of household waste, combus-
tion of fossil fuels, and cigarette smoking (Environment Australia 1998). Significant
amounts of cyanide may enter surface waters from municipal sewage treatment
works and the dissolution of road salt (Mudder and Botz 2001). Cyanide is also
synthesized and used for numerous industrial processes such as steel hardening and
plastics production. The mining industry consumes only a minor proportion (13%)
of the total world hydrogen cyanide production (Mudder and Botz 2001). In the
mining industry, cyanide is used in hydrometallurgical processes to extract precious
metals from geological ores and to separate sulfides in the flotation of base metal
sulfide ores. Cyanide has been chosen for the extraction of gold and silver because:
(a) it forms soluble complexes with gold and silver; and (b) its use is extremely
efficient and cost effective. The potential toxicity of cyanide has spurred much
research into alternative leaching reagents. Ammonia (NH3), thiocyanate (SCN–),
thiosulfate (S2O3

2–), and aqua regia (HCl-HNO3) are also able to dissolve gold
(McNulty 2001). These alternative leaching agents, however, can be toxic and cause

Fig. 5.1 The starchy roots of
the cassava plant (Manihot
esculenta) contain cyanide.
The roots are a staple in the
diet of people living in the
tropics, and inadequate
processing of the roots can
lead to cyanide poisoning
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significant environmental harm. Chemicals like ammonium thiosulfate are used at a
small number of sites to leach and recover gold and silver.

5.3 Cyanide Chemistry

Cyanide chemistry is complex since there are different cyanide compounds present
within process waters as well as solid and liquid mine wastes. The different
cyanide compounds have been classified into five general groups: free cyanide;
simple cyanide compounds; weakly complexed cyanide; moderately strong com-
plexed cyanide; and strongly complexed cyanide (Smith and Mudder 1991, 1999)
(Table 5.1). “Weak acid dissociable” or WAD cyanide consists of two cyanide forms:
(a) cyanide which is already present as free cyanide; and (b) cyanide which is

Table 5.1 Nomenclature of cyanide compounds in cyanidation solutions (Botz 2001; Environment
Australia 1998; Smith and Mudder 1991, 1999)

Common name Common name Cyanide group
Examples of cyanide compounds
and their chemical formula

Total cyanide WAD cyanide Free cyanide CN−
(aq)

HCN(aq)
Simple compounds NaCN(s)

KCN(s)
Ca(CN)2(s)
Hg(CN)2(s)
Zn(CN)2(s)
Cd(CN)2(s)
CuCN(s)
Ni(CN)2(s)
AgCN(s)

Weak complexes Zn(CN)2−
4

Cd(CN)−3
Cd(CN)2−

4
Moderately strong

complexes
Cu(CN)−2
Cu(CN)2−

3

Cu(CN)3−
4

Ni(CN)2−
4

Ag(CN)−2

Strong complexes Au(CN)−2
Co(CN)4−

6

Fe(CN)4−
6

Fe(CN)3−
6

Thiocyanate SCN−
Cyanate CNO−
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released as free cyanide from weak and moderately strong complexes when the pH
is lowered in a sample to a pH of approximately 4.5. The five cyanide groups con-
stitute the total cyanide content or the sum of the different forms of cyanide present
(Table 5.1). The term cyanide is loosely used in this book to refer to all five cyanide
forms.

5.3.1 Free Cyanide

The term free cyanide refers to two species; the cyanide anion (CN–) dissolved in
water and the hydrogen cyanide or hydrocyanic acid (HCN) formed in solution.
For example, when solid sodium cyanide (NaCN) dissolves in water, it forms a
sodium cation (Na+) and a cyanide anion (CN–). The cyanide anion then under-
goes hydrolysis and combines with hydrogen ions to form the molecule hydrogen
cyanide:

CN−
(aq)+H2O(l) ↔ HCN(aq)+OH−

(aq) (5.1)

The amount of cyanide converted to hydrogen cyanide depends on the salinity
and especially the pH of the solution (Fig. 5.2). At alkaline pH conditions greater
than approximately 10.5, most of the free cyanide is present as cyanide anion.
Equal concentrations of cyanide and hydrogen cyanide are present at a pH value
of approximately 9.3 (Fig. 5.2).

At near neutral to acid pH conditions (i.e. pH < ~8.3), all free cyanide is present
as hydrogen cyanide which is reasonably volatile and can be dispersed into the
atmosphere:

HCN(aq) ↔ HCN(g) (5.2)

pH
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Fig. 5.2 Diagram illustrating
the pH dependence of the
cyanide–hydrogen cyanide
equilibrium (after Logsdon
et al. 1999; Smith and
Mudder 1999). At alkaline
pH values greater than
approximately 10.5, nearly all
of the free cyanide is present
as cyanide anion
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The formation of hydrogen cyanide is also influenced by the salinity of the solu-
tion and is promoted at high salinities. The form of free cyanide in process waters is
of fundamental importance to the gold extraction process. Volatilization of hydrogen
cyanide reduces the concentration of dissolved free cyanide (HCN(aq)) in the pro-
cess solution, causes elevated cyanide loadings in the atmosphere, and may expose
workers to cyanide gas (HCN(g)). Thus, it is important that the solution pH of
hydrometallurgical gold extraction is maintained at a pH value of approximately
10.3. This is achieved through the addition of quicklime (CaO) or hydrated lime
(Ca(OH)2) to the process water. Higher pH values than 10.3 decrease the efficiency
of the gold extraction.

5.3.2 Simple Cyanide Compounds

Simple cyanides are the salts of hydrocyanic acid. The salts contain only one type
of cation, typically an alkaline or alkali earth ion. Sodium cyanide used in the gold
extraction process is one of these simple cyanide compounds. Simple cyanides exist
as solid cyanides, some of which are also water soluble to form free cyanide and
dissolved cations (Smith and Mudder 1991, 1999):

NaCN(s) → Na+
(aq)+CN−

(aq) (5.3)

KCN(s) → K+
(aq)+CN−

(aq) (5.4)

Ca(CN)2(s) → Ca2+
(aq)+2CN−

(aq) (5.5)

5.3.3 Complexed Cyanide

The presence of metals other than gold in the ore results in the formation of soluble
cyanide metal complexes. In fact, most of the cyanide in solution combines with
metals and metalloids and forms dissolved complexes. The formation of the iron
complex (Fe(CN)6

4–) is particularly common:

Fe2+
(aq)+6CN−

(aq) → Fe(CN)4−
6(aq) (5.6)

The stability of metal complexes varies. Some complexes are exceptionally stable
(i.e. strong complexes), others are moderately strong (i.e. moderately strong com-
plexes), whereas few readily degrade (i.e. weak complexes) (Smith and Mudder
1991, 1999). Weak and moderately strong complexes are formed by zinc, cad-
mium, copper, nickel, and silver (Table 5.1). Strong cyanide complexes include
complexes of gold, iron and cobalt, and their destruction is slow under natural con-
ditions. The strength of the gold complex (Au(CN)2

–) forms the basis of the use
of cyanide in gold extraction. A change in processing or environmental conditions
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such as pH, water temperature, salinity, complex concentration, oxidant concentra-
tion, and intensity of sunlight or UV radiation reduces the stability of strong cyanide
complexes. The complexes decompose at varying rates, some quickly, others quite
slowly.

5.4 Gold Extraction

The production of gold from geological ores is achieved by hydrometallurgy. Gold
extraction and recovery is a two-stage process. In the extraction stage, gold is dis-
solved using cyanide. In the recovery stage, the dissolved gold is recovered from
the cyanide solution generally using cementation with zinc or adsorption onto car-
bon. The extraction stage starts with the preparation of the cyanide solution at the
mine site. Solid sodium cyanide (NaCN) and lime are dissolved in water producing
a barren cyanide solution. The solution is alkaline and typically contains 100–
500 ppm sodium cyanide (Logsdon et al. 1999). There are two types of cyanide
extraction processes used by the modern gold mining industry: (a) heap leach; and
(b) vat/tank leach processes.

5.4.1 Heap Leach Process

In the heap leach process, oxide gold ore is extracted, sometimes crushed, and then
piled onto plastic lined pads (Figs. 5.3, 5.4, and 5.5). The heap leach pad needs to
have an impermeable, engineered base to prevent rupture of the plastic liner as well
as ground and surface water contamination. The channels and bunds surrounding
the pad have to be designed to contain excessive rainfall events. During operation, a
dilute solution of sodium cyanide is sprayed onto the heap and allowed to percolate
down through the ore. Over time, the cyanide solution trickles through the heap and
dissolves gold and silver along its path. The solution is captured by the plastic or
rubber pad underlying the heap. The pregnant leachate is then channelled into a
holding pond for further processing and gold extraction. Once gold and silver are
stripped, the barren cyanide solution is recycled, recharged with additional cyanide,

Fig. 5.3 Simplified cross-section of the heap leach process at a gold mine
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Fig. 5.4 Cyanide heap leach pile and plastic lined collection ponds, Wirralee gold mine, Australia

Fig. 5.5 Large heap leach piles at the Yanacocha gold mine, Peru. The siliceous gold ore is so
porous that it can be heap leached without crushing. (Photo courtesy of P. Williams)

returned to the heap, and sprayed over the pile again. Cyanide consumption at a
mine site is substantially reduced if process water is reused (Bahrami et al. 2007).

5.4.2 Vat/Tank Leach Process

In the vat or tank leach process, the crushed and ground ore is leached in large
enclosed tanks where gold is dissolved and then adheres to pieces of carbon. The
carbon with the gold is stripped of the solution, and the barren solution together
with the leached ore is disposed of. Both the heap and the vat/tank leaching pro-
cesses use the ability of cyanide to form highly soluble gold complexes. The other
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necessary components are oxygen and water. The cyanide dissolves gold according
to the following reaction:

4Au(s)+8NaCN(aq) + O2(g)+2H2O(1) → 4NaAu(CN)2(aq)+4NaOH(aq) (5.7)

The equation highlights the fact that free cyanide is needed for the dissolution of
gold and that the pH has to be maintained at alkaline levels of approximately 10.3.
The reaction with silver is analogous to Reaction 5.7.

Gold ores commonly not only have elevated silver but also elevated metal and
metalloid concentrations which exceed the gold content by several orders of magni-
tude. The cyanide anion not only dissolves gold and silver, it may also dissolve other
metals and metalloids (e.g. As, Cd, Co, Cu, Fe, Hg, Mo, Ni, Pb, Zn). The dissolution
of these metals and metalloids depends on how these elements are present within
the ore. In completely weathered and oxidized ores, metals are present as secondary
minerals; most of the metal-bearing minerals and the metals themselves are insolu-
ble in the alkaline process waters. Process waters of the oxidized ores will have low
metal concentrations, yet arsenic and antimony can be present in strongly elevated
concentrations in cyanide process waters as these metalloids are soluble at alkaline
pH conditions. Hence, the extraction of gold from oxidized ores is extremely effi-
cient because the process waters do not react with other metals. All of the cyanide is
used to form free cyanide as well as gold and silver cyanide complexes. In contrast,
the treatment of sulfide-rich gold ores may lead to sulfide oxidation, acid gener-
ation, and a reduction in solution pH. In addition, the sulfide minerals will react
with the cyanide process waters, and soluble thiocyanate (SCN–) and metal cyanide
complexes are formed. The sulfide content of some gold ores can be so high that
these ores require roasting prior to cyanide leaching. Consequently, the dissolution
of sulfide minerals in cyanide solutions leads to: (a) higher cyanide consumption
rates during mineral processing; and (b) a solution containing a range of cyanide
species and complexes as well as significant metal and metalloid concentrations.

5.5 Hydrometallurgical Wastes

Precious metal mining and the hydrometallurgical recovery of gold and silver not
only result in the production of gold and silver bars, but also in the generation of
waste rock dumps, spent process waters, heap leach piles, and tailings. Spent process
waters, heap leach residues, and tailings are cyanidation wastes:

• Process water. Once the ore has been leached with cyanide and gold has been
recovered from the pregnant solution, the process water contains aqueous free
cyanide (HCN, CN–), cyanide metal complexes, cyanates (CNO–), thiocyanates
(SCN–), and numerous other dissolved and colloidal chemical species. Much of
this barren process water is recovered and recycled. However, a solution contain-
ing excessive amounts of thiocyanates and metal cyanide complexes is discarded
from the process circuit because the extraction capacity of such process water
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is exhausted. Thus, a portion of the barren solution has to be discharged. The
water may be treated to reduce cyanide levels. It is then pumped to tailings
impoundments and ponds, or it is discharged into rivers and oceans.

• Heap leach residues. Cyanide heap leach operations result in piles of spent ore
after operations have ceased. The heap leach mine wastes may contain dissolved
cyanide in porewaters and as solid cyanide phases (Sidenko et al. 2009). Sulfide
oxidation and AMD generation are not commonly found in heap leach piles
because gold ores containing major amounts of sulfides are usually not amenable
to cyanide leaching. If sulfidic ores are leached, the process is conducted with
a high pH solution (pH 10.3), which introduces a significant neutralizing factor.
The leached ore may contain carbonate minerals and therefore, the piles may
be strongly alkaline once heap leaching has ceased. A strong alkalinity does
not allow direct planting of vegetation on the wastes. Alkaline substrates are
characterized by reduced nutrient availability because many elements are poorly
soluble at high pH and deficiencies of trace elements such as copper, manganese,
iron and zinc may occur. Many plants will not be able to tolerate the alkaline
pH values greater than 8.5. In addition, the high sodium content of such wastes
due to the application of sodium cyanide will have adverse impacts on the soil
structure since the sodium will promote the dispersion of clay particles (i.e. sod-
icity). These strongly alkaline cyanidation wastes not only require attenuation
of cyanide but also pH reduction to appropriate levels, using native sulfur as a
soil amendment. Alternatively, the wastes may need to be capped with benign
materials.

• Tailings. Cyanide leached ore accumulates from the vat/tank leaching process.
The leached ore may be pumped as a slurry to a tailings impoundment, which
commonly is a tailings dam. In the waste repository, the pores of the tailings are
filled with dilute cyanide solutions, and part of the solution will be collected in
a decant pond on top of the tailings. This decanted tailings water is recycled to
the processing plant to extract more gold. Alternatively, the leached ore is used
as backfill in mined-out open pit and underground workings, or it is dumped into
rivers and oceans (Jones and Ellis 1995).

5.6 Cyanide Analysis and Monitoring

Cyanide analysis is performed on liquid and solid sample types. For cyanide moni-
toring, water samples need to be obtained from background areas, waste discharge
points, process water ponds, tailings dams, heap leach pads, seepage points, and
saturated and unsaturated ground water zones (Environment Australia 1998). Solid
sample types include heap leach residues and tailings. Samples should be refriger-
ated, and cyanide determinations should be conducted immediately after sampling.
Details on sampling, sample preservation, sample treatment, measurement, and
analytical methods are found in Environment Australia (1998) and Smith and
Mudder (1991, 1999).

Free cyanide is considered the most toxic cyanide form as it causes toxicity
at relatively low cyanide concentrations. Higher concentrations of other cyanide



252 5 Cyanidation Wastes of Gold-Silver Ores

species are needed to induce toxicity. For example, hydrogen cyanate and cyanate
ions are less toxic than hydrogen cyanide, and thiocyanate is relatively non-toxic
compared to free cyanide. The toxicity of the different cyanide complexes is influ-
enced by their stability. The more stable the complex, the less toxic it is, especially
to aquatic life. WAD cyanide is considered to be an appropriate measure for assess-
ing potential toxicity of a cyanide-bearing solution to humans, domestic lifestock
and wildlife.

The concentrations of free cyanide in pore and seepage waters of sulfidic heap
leach piles and tailings may increase over time due to decreasing pH conditions.
Such increases in free cyanide concentrations are due to the destruction of stable
cyanide complexes. For instance, cyanide complexes like the ubiquitous iron com-
plex (Fe(CN)6

4–) may become unstable under decreasing pH conditions. Sulfide
oxidation and AMD generation could result in the dissociation of the iron com-
plex and the release of cyanide and iron. As a consequence, once acid conditions
develop in heap leach piles or tailings dams, increasing free cyanide levels may be
generated.

Cyanide analysis should involve the characterization of all cyanide species
present including total cyanide, free cyanide, WAD cyanide, strong metal cyanide
complexes, cyanate, and thiocyanate. Analysis for only WAD cyanide or only total
cyanide is inappropriate as it will not provide important information on the abun-
dance of individual cyanide forms. Alternatively, the analysis of both WAD cyanide
and total cyanide provides limited but useful information. Subtraction of the WAD
cyanide value from the total cyanide value provides a measure of the essentially
non-toxic and stable complexed cyanide forms (Mudder and Botz 2001). In addition,
water samples need to be characterized for their pH, heavy metal concentrations, and
contents of the various nitrogen species (i.e. total nitrogen N, nitrite NO2

–, nitrate
NO3

–, ammonia NH3). The nitrogen compounds should be determined as they are
the result of cyanide degradation reactions (Mudder and Botz 2001). These degra-
dation products can increase the solubility of metals and are also toxic to organisms
at sufficiently high concentrations.

5.7 Environmental Impacts

The use of cyanide is well established in the mining industry, yet it remains con-
troversial to some. Much of this concern relates to the much publicized use of
cyanide in genocidal crimes, suicides, murders, and judicial executions. On the
other hand, human cyanide poisoning from a natural source is less publicized and
involves the ingestion of cyanogenic plants, in particular the consumption of cassava
in developing nations. Several thousand cases of natural cyanide poisoning have
been documented whereas the overall safety record of the mining industry has been
exemplary (Mudder and Botz 2001). The concern about cyanide has been so signif-
icant that new mining operations using cyanide heap leach extraction methods have
been banned in certain parts of the world (e.g. Montana). The bans have occurred
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in spite of the natural occurrence of cyanide, the chronic exposure of humans to
cyanide from sources other than mining, and numerous cases of natural cyanide
poisoning. The controversy has also been fuelled by cyanide spillages, transporta-
tion accidents, bursting of pipes containing cyanide solutions, overtopping of dams,
and tailings dam failures (Case Study 5.1, Table 5.2).

Case Study 5.1. Cyanide Spill at Baia Mare, Romania

Mining History

The Baia Mare region in northwest Romania has been a center of min-
ing, metallurgical and smelting activities for some time. There are numerous
gold, silver, lead, zinc, copper and manganese mine sites, approximately 215
tailings dams and ponds, several metallurgical plants including copper and
lead smelters as well as a sulfuric acid plant. Over the years and especially
during communist rule, the industrial activity was pursued with improper
waste management, treatment and disposal. This caused contamination of
soil, water, and air in the region. Historic mining activities resulted in the
presence of numerous tailings dams and ponds filled with solid and liquid
wastes. Contaminated seepages leaked from these repositories, and particles
were eroded from the open waste dumps, leading to high dust loads. The
local population living close to the waste repository sites is exposed to a
range of contaminants. Residents have elevated lead levels in their blood, and
the contamination is detrimental to their health, particularly among children.
Therefore, the reprocessing, removal and safe disposal of mining, process-
ing and metallurgical wastes were encouraged to ensure an environmental
improvement of the area. Reprocessing operations of historical tailings began
by various companies in order to extract gold and silver. One of the opera-
tions was conducted by the Aurul mining company. After cyanide treatment
and extraction of the metals, the wastes were redeposited by the company into
a newly constructed dam, well away from residential areas.

Tailings Dam Failure

On 30.01.2000, the dam crest of the Aurul operation was breached and
washed away. The breach in the retention dam was probably caused by a
combination of factors including tailings dam design deficiencies, unforeseen
operating conditions, and excessive rainfall and snow melt. About 100,000 m3

of cyanide-, metal and metalloid-rich tailings spilled and escaped into the river
system (Macklin et al. 2003). Between 50 and 100 t of cyanide and unknown
amounts of heavy metals and metalloids were released. The contaminants
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travelled into local and regional rivers and finally into the Danube before
reaching the Black Sea. The spill crossed several national boundaries and
impacted on rivers in Romania, Hungary, and Serbia. Some 2000 km of the
Danube catchment area were affected. As the contaminant plume progres-
sively flowed down the river system, it caused contamination of drinking water
supplies, partial or total loss of phyto- and zooplankton, and massive fish kills.

Recovery

Biological recovery of the river system in Hungary and Serbia was relatively
quick due to the inflow of uncontaminated water from upstream. Recovery of
the local ecosystem, immediately downstream from the spill, did not eventu-
ate. The cyanide spill occurred in an area already stressed, deteriorated and
contaminated with heavy metals from historic mining and mineral processing
operations.

If released at sufficiently high concentrations, cyanide can pollute surface waters.
It is a potentially toxic substance and can be lethal if sufficient amounts are taken
up by fish, animals, and humans (Table 5.2; Fig. 5.1). Cyanide is not toxic to
plants, and a major cyanide spill in the Kyrgyz Republic had no impact on plant life
(Table 5.2) (Hynes et al. 1998). The non-toxic effects on plants are probably due to
the fact that soils tightly adsorb cyanide. Arid and semi-arid conditions and an abun-
dance of clay may lead to a distinct enrichment of cyanide in soils (Shehong et al.
2005). As a result, cyanide is immobilized and prevented from being transferred into
plants.

Plants are capable of tolerating elevated cyanide concentrations as indicated by
cyanogenic plants. In contrast, cyanide poisoning of fish, animals, and humans
can occur through inhalation, ingestion or skin adsorption. Loss to wildlife and
stock has occurred at operating and rehabilitated mine sites where dissolved free
cyanide levels in waters exceeded safe levels. Individual countries have, therefore,
implemented national guidelines and criteria for free cyanide and total cyanide
levels in food products, drinking water, air, soil, and mining related effluents.
For instance, a level of 50 mg l–1 WAD cyanide in tailings slurry entering an
impoundment has been recommended or is used as a regulatory guideline by
United States and Australian agencies and the World Bank (Mudder and Botz
2001). This level is to provide protection for wildlife coming in contact with
the tailings. Yet, exposure of wildlife to tailings discharge waters containing
WAD cyanide above this protective limit does not necessarily result in wildlife
deaths. Hypersalinity of process waters and a lack of aquatic food resources
may prevent the uptake of WAD cyanide and cyanide-related wildlife mortality
(Griffiths et al. 2009).



5.7 Environmental Impacts 255

Table 5.2 Chronology of mining-related cyanide accidents and spillages since 1990 (after Hynes
et al. 1998; Mudder and Botz 2001)

Year Location Incident Release Impact

2006 China Tailings dam failure Release of cyanide-
bearing waste
waters and tailings

Spillage into local
river

2000 Papua New
Guinea

Transportation
accident

150 kg of solid
sodium cyanide

Spillage into local
river

2000 Romania Tailings dam crest
failure after heavy
rain and snow
melt

100,000 m3 of
cyanide-bearing
waste waters and
tailings

Contamination of
streams, massive
fish kills;
contamination of
water supplies of
>2 million people

1999 Philippines Tailings spillage
from pipe

0.7 Mt of cyanide-
bearing tailings

17 homes buried;
51 ha covered
with tailings

1998 Kyrgyz Republic Transportation
accident

1.7 t of solid sodium
cyanide

Spillage into local
river

1998 United States Pipe failure Several tonnes of
cyanide-bearing
waters

?

1995 Australia Dam overtopping 5000 m3 of cyanide-
bearing waters

?

1995 Australia Dam failure 40,000 m3 of
cyanide-bearing
wastes

?

1995 Omai, Guyana Tailings dam failure 4.2 million m3 of
cyanide-bearing
tailings

80 km of local river
declared an
environmental
disaster zone

1991 United States Dam overtopping 39,000 m3 of
cyanide-bearing
wastes

?

The safe use of cyanide at an operating mine requires: (a) appropriate transport,
storage, handling, and mixing of cyanide chemicals; (b) monitoring of operations,
discharges, and the environment for cyanide losses; and (c) treatment of cyanida-
tion wastes (Environment Australia 1998; Hynes et al. 1998). In most cases, the
discharge of waste waters from the processing plant and the mine site has to comply
with discharge limits set by statutory authorities. Compliance below allowed lim-
its can be achieved through cyanide treatment. Cyanide can be persistent in waste
repositories; consequently, safe levels of cyanide in seepage and pore waters of reha-
bilitated or abandoned heap leach piles and in waters of tailings dams need to be
achieved through cyanide destruction.

At gold mines, possible environmental impacts are not limited to the presence
of cyanide in mine wastes. Gold ores commonly have elevated metal and metal-
loid concentrations which surpass the gold and silver values by several orders of
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magnitude. Particularly the presence of mercury, arsenic and antimony in gold ores
and wastes can create environmental issues around gold mines (e.g. Carvalho et al.
2009a; Da Pelo et al. 2009; Haffert and Craw 2008a, b; Milham and Craw 2009;
Pfeifer et al. 2007; Shaw et al. 2006; Serfor-Armah et al. 2006). Unconstrained
mobilization of these elements from the mine site can impact on water, soil and
sediment quality downstream (Ashley et al. 2003).

5.8 Cyanide Destruction

Low levels of cyanide in waters can be achieved through the recovery of cyanide
from process waters prior to their discharge. Once gold and silver are stripped from
the process water, the barren cyanide solution is recycled and recharged with addi-
tional cyanide. This recovery based process aims to remove cyanide from solution
and to reuse it in the metallurgical circuit (Botz 2001).

Low levels of cyanide in waters can also be achieved by converting cyanide
into less toxic compounds. A large number of processes exist for the destruction of
cyanide in wastes (Environment Australia 1998). The degradation of cyanide takes
time, and the rates of destruction of the different cyanide species are affected by
numerous factors including the intensity of light, water temperature, pH, salinity,
oxidant concentration, and complex concentration (Smith and Mudder 1991, 1999).
Degradation of cyanide occurs naturally in contaminated soils, process waters, tail-
ings, and heap leach piles (Fig. 5.6). The natural reduction of dissolved cyanide in
mine wastes can be sped up by applying enhanced natural or engineered treatment
processes.

Fig. 5.6 Example of natural cyanide degradation in a shallow pond over time (after Logsdon et al.
1999)
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5.8.1 Natural Attenuation

Natural attenuation rates depend on local climatic and environmental conditions
and are, therefore, mine site specific. At some mine sites, these natural atten-
uation processes are sufficient to achieve cyanide levels which meet regulatory
requirements for the release of cyanide-bearing waters into local drainage systems.
Natural attentuation processes include: volatilization of hydrogen cyanide gas; pre-
cipitation of insoluble cyanide compounds; adsorption; degradation by bacteria;
oxidation to cyanate; degradation of cyanide through UV radiation; and formation
of thiocyanate:

• Volatilization. Volatilization of cyanide is the prominent natural attenuation
process. Cyanide is lost from waste waters, tailings, heap leach piles, and contam-
inated soils to the atmosphere as a result of the volatilization of gaseous hydrogen
cyanide (HCN(g)) (Reaction 5.2). This can be triggered by adding water with a
lower pH to the cyanide solutions and wastes. Volatilized cyanide will disperse
in the atmosphere to background concentrations, or it will undergo chemical and
biochemical reactions to degrade to ammonium and carbon dioxide (Logsdon
et al. 1999).

• Precipitation. The precipitation of complexed cyanide can be achieved through
the addition of a complexing metal. For example, ferrocyanide (Fe(CN)6

4–) and
ferricyanide (Fe(CN)6

3–) ions are present in solution. If metals (Fe, Cu, Pb, Zn,
Ni, Mn, Cd, Sn, Ag) are added to the solution, the ferrocyanide and ferricyanide
ions react with the dissolved metals to form insoluble metal cyanide solids (Smith
and Mudder 1991, 1999). The solids precipitate and settle, removing cyanide
from solution.

• Adsorption. Free cyanide ions and complexed cyanide can be adsorbed from solu-
tion onto mineral surfaces. Clay-rich ores are particularly effective in adsorbing
cyanide. Unless the adsorbed cyanide is oxidized by organic matter, the removal
of cyanide from solution is only temporarily, and the different cyanide forms can
be desorbed from the mineral surfaces back into solution.

• Biological oxidation. Certain bacteria degrade cyanide in order to generate nutri-
ents (i.e. carbon and nitrogen) for their growth. The microflora is indigenous
to the waste. The naturally present bacteria (e.g. Pseudomonas) degrade reac-
tive cyanide into harmless products such as dissolved formate (HCOO–), nitrate,
ammonia, bicarbonate, and sulfate (Mosher and Figueroa 1996; Oudjehani et al.
2002; Zagury et al. 2004). The following equation represents the simplified
oxidation of cyanide by bacteria to bicarbonate and ammonia:

CN−
(aq)+1/2 O(2 g)+2 H2O(1) → HCO−

3(aq)+NH3(aq) (5.8)

• Oxidation to cyanate. Dissolved free cyanide can be oxidized to cyanate in the
presence of a strong oxidant. The resulting cyanate is substantially less toxic to
aquatic life than cyanide. Thus, some oxidizing chemicals (e.g. ozone, gaseous
chlorine, hypochlorite, hydrogen peroxide) are used in the engineered attenuation
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process to decompose cyanide in wastes. The oxidation of free cyanide occurs
according to the following reaction:

2 CN−
(aq)+O2(g) → 2 CNO−

(aq) (5.9)

This degradation process can also be achieved through UV light and catalysts
(e.g. titanium dioxide, cadmium sulfide, zinc oxide) (Smith and Mudder 1991,
1999). Overall, the process causes a reduction in dissolved cyanide and elevated
cyanate levels (Scharer et al. 1999). The cyanate is unstable in aquatic environ-
ments and, depending on the pH conditions, cyanate slowly decomposes to nitrate
and carbon dioxide or to ammonia and bicarbonate:

CNO−
(aq)+2 O2(g) → NO−

3(aq)+CO2(aq) (5.10)

CNO−
(aq)+H+

(aq)+2 H2O(1) → NH+
4(aq)+HCO−

3(aq) (5.11)

• Photolytic degradation. In the presence of UV radiation, even strong cyanide
complexes such as the stable Fe2+ and Fe3+ cyanide complexes ferrocyanide
(Fe(CN)6

4–) and ferricyanide (Fe(CN)6
3–) can be broken down to yield free

cyanide (Johnson et al. 2002). The free cyanide is further oxidized with the help
of UV light to yield the cyanate ion.

• Formation of thiocyanate. Oxidation of sulfide minerals occurs in sulfidic ores,
and this yields sulfur reaction products such as polysulfides (Sx) or thiosulfates
(S2O3). The free cyanide may react with these forms of sulfur to form thiocyanate
(SCN–):

S2−
x(aq)+CN−

(aq) → [S(x−1)]
2−
(aq)+SCN−

(aq) (5.12)

S2O3−
3(aq)+CN−

(aq) → SO2−
3(aq)+SCN−

(aq) (5.13)

Natural attenuation processes occur in tailings dams and heap leach piles.
Volatilization is the major mechanism of natural cyanide attenuation in surface
waters of tailings dams. In these environments, the discharged slurries are alka-
line and have a pH value of approximately 10. Over time, the pH of the surface
waters is reduced by rainfall and uptake of carbon dioxide from the atmosphere.
The carbon dioxide dissolves in water as carbonic acid and lowers the pH of the
cyanide-bearing water. As the pH is lowered, the hydrogen cyanide concentration in
the waters increases at the expense of the dissolved cyanide anion. Volatilization of
hydrogen cyanide gas occurs (HCN(g)) (Fig. 5.7); as a consequence, cyanide levels
in tailings dams naturally decrease due to volatilization. Any seepage of cyanide
from the tailings dam into the ground water likely occurs in the form of stable iron
complexes (Fe(CN)6

4–) (Murray et al. 2000b) (Fig. 5.7).
Volatilization and biological oxidation are the major mechanisms of cyanide

degradation in heap leach piles (Smith 1994; Smith and Mudder 1991, 1999). Heap
leach piles commonly have a distinct geochemical zonation with a reduced, water
saturated lower zone which is overlain by an oxidized, unsaturated upper horizon.



5.8 Cyanide Destruction 259

Fig. 5.7 Simplified model of
the fate of cyanide in tailings
dams (after Murray et al.
2000). Cyanide levels in
tailings dams decrease
naturally due to volatilization
of hydrogen cyanide gas and
seepage of stable iron cyanide
complexes into the ground
water

The upper unsaturated zone has a low pore water content and abundant atmospheric
oxygen – conditions which are amenable for cyanide volatilization and biological
oxidation (Smith 1994; Smith and Mudder 1991, 1999). Hence, the rate of cyanide
degradation is most pronounced in the unsaturated zone.

5.8.2 Enhanced Natural Attenuation

Enhanced natural degradation techniques speed up the rates of natural cyanide
destruction. For instance, increased exposure of cyanide-bearing waters to UV radi-
ation may result in the degradation of cyanide complexes (Fig. 5.8). Also, ponds

Fig. 5.8 Collection of cyanide-bearing seepage waters in shallow ponds at the base of the tailings
dam, Red Dome gold mine, Australia. UV radiation causes the destruction of dissolved Cu cyanide
complexes, precipitation of cyanate salts and attenuation of total cyanide from 300 mg l–1 to <1 mg
l–1 in the successive ponds
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and tailings dams tend to have large surface areas. Enlarging the surface areas even
further provides greater contact of the surface waters with atmospheric carbon diox-
ide. This leads to the formation of more carbonic acid, decreasing pH values, and
increasing volatilization of hydrogen cyanide. Therefore, increasing the surface area
of ponds and tailings dams is one option to naturally enhance the degradation of
cyanide in tailings. Similarly, the stirring of ponds, associated aeration and mixing
of the water will increase the volatilization rate of cyanide.

At the end of heap leach operations, cyanide still remains in the heaps, either in
the pore water or adsorbed onto minerals. The remediation of cyanide in inactive
heap leach piles can be achieved by repeated rinsing of the piles with water. This
dilutes the cyanide remaining in the heap leach pores and lowers the pH to less than
9.3, at which much of the free cyanide volatilizes (Smith 1994; Smith and Mudder
1991, 1999). Heaps are regarded successfully rinsed when monitoring shows that
the WAD cyanide content is below a particular concentration acceptable to statutory
agencies. However, repeated rinsing and large volumes of water are needed for this
remediation process until the dissolved WAD cyanide content has reached accept-
able levels. If the cyanide concentration cannot be reduced to the compliance limit,
the cyanide must be removed using other attenuation processes. Enhanced biologi-
cal oxidation represents one of these attenuation processes. When cyanide degrading
bacteria and nutrients are added in a solution to the piles, the bacteria reduce the
cyanide concentrations via biological oxidation. The addition of only nutrients to
inactive heap leach piles can provide the necessary stimulation of naturally present
cyanide degrading bacteria.

5.8.3 Engineered Attentuation

Many mine wastes contain cyanide levels which require engineered attenuation
(Wang et al. 1997). Water treatment methods are frequently used to reduce the con-
centrations of cyanide, metals, metalloids, and suspended solids in process waters
and slurries. These engineered methods rely on chemical, physical or biological
processes to reduce cyanide levels.

• Chemical oxidation. Chemical oxidation processes are well established treat-
ment techniques. In order to destroy cyanide and to convert cyanide to harmless
substances, oxidants are added (e.g. chlorine gas; sodium or calcium hypochlo-
rite; ozone; hydrogen peroxide; sulfuric acid+hydrogen peroxide = H2SO5,
i.e. Caro’s acid or peroxymonosulfuric acid; sulfur dioxide+air = SO2-INCO pro-
cess; activated carbon) (Khodadad et al. 2008). The reaction products include
cyanate, carbon dioxide, bicarbonate, nitrogen, nitrate, ammonia, and sulfate. The
hypochlorite ion (OCl–) oxidizes, for instance, cyanide to cyanate:

OCl−(aq)+CN−
(aq) → CNO−

(aq)+Cl−(aq) (5.14)
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• Physical precipitation. The precipitation process uses the addition of iron which
causes the precipitation of insoluble metal cyanides. Metals can also be precip-
itated as solid metal hydroxides and carbonates through the addition of ferric
chloride or sulfate and lime. The iron reagent causes coagulation of suspended
solids, and adsorption of metals onto coagulated solids occurs. Many gold
deposits, especially epithermal gold ores, have elevated mercury contents, and
the mercury dissolves during cyanidation and reports into the waste products.
The addition of sodium sulfide (Na2S) to the waste stream can force the pre-
cipitation of mercury as mercury sulfide (i.e. cinnabar). The physical precipitates
accumulate as sludges in the treatment plant. Sludges then require disposal in
suitable waste repositories such as tailings storage facilities.

• Biological oxidation. In most cases, engineered degradation of cyanide relies on
chemical oxidation or physical precipitation processes. Both processes result in a
reduction of dissolved cyanide. Increasingly, biological methods are used to treat
cyanide wastes (Botz 2001). The natural capability of microorganisms to decom-
pose cyanide is used on spent heap leach piles and in artificial bioreactor tanks
and wetlands (Gessner et al. 2005; Higgins 2006). Bacteria, however, require the
correct nutrient balance for their growth, and nutrients may have to be added to
facilitate biological oxidation. Both passive and active biological treatment meth-
ods remove dissolved cyanide and ammonia from solution using microorganisms
(Botz 2001; Fischer et al. 1996; Mosher and Figueroa 1996).

5.9 Summary

Cyanide, a compound made up of carbon and nitrogen, is ubiquitous in nature. It is
naturally produced by plants and lower organisms. It is also released into the atmo-
sphere during resource processing, manufacturing and consumption. Furthermore,
cyanide is synthesized for numerous industrial applications including the extraction
of gold, silver and base metals from geological ores.

Cyanide combines with hydrogen to form hydrogen cyanide and with metals and
metalloids to form complexes. The total cyanide content of a process water consists
of five different cyanide forms: free cyanide (i.e. cyanide anion+hydrogen cyanide);
simple cyanide compounds; weak complexes; moderately strong complexes; and
strong complexes. Free cyanide plus weak cyanide and moderately strong com-
plexes are termed weak acid dissociable (WAD) cyanide. In addition, process waters
contain dissolved thiocyanate (SCN–) and cyanate (CNO–) species. These differ-
ent cyanide compounds and derivatives vary in their stability and toxicity. Iron
cyanide complexes are very stable and essentially non-toxic whereas WAD cyanide
complexes can break down at pH 4.5 to form highly toxic free cyanide forms. An
analysis of effluents for WAD cyanide is considered to be an appropriate measure
for assessing potential toxicity of the solutions.

The extraction and recovery of gold from geological ores using cyanide solu-
tions is a two-stage process. In the extraction stage, gold is dissolved using cyanide
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whereby solid sodium cyanide and lime are dissolved in water. This barren cyanide
solution is used either in a heap leach or as part of a vat leach process to dissolve
the gold. Once the ore has been leached with cyanide, and gold has been recov-
ered from the pregnant solution, the process water contains aqueous free cyanide,
cyanide metal complexes, cyanates, thiocyanates, and numerous other dissolved
and colloidal chemical species. Solutions containing excessive amounts of thio-
cyanates and metal cyanide complexes are discarded from the process circuit as
the extraction capacity of such process waters is exhausted. These waters may be
treated to reduce cyanide levels. After treatment, the waters are pumped to a tailings
impoundment or are discharged into rivers and oceans. Cyanide-leached ore from
the tank leaching process is either pumped as a slurry to the tailings storage facil-
ity, backfilled into open pits and underground workings, or dumped into rivers and
oceans.

Cyanide leaching of gold ores is usually undertaken at a pH of approxi-
mately 10.3. The pH is maintained at such a level in order to maximize the amount
of dissolved cyanide anions. A reduction to lower pH conditions leads to the loss
of hydrogen cyanide to the atmosphere via volatilization. This can pose a safety
problem during operation, but it may be highly desirable in the remediation of
cyanidation wastes.

Monitoring of cyanide at a mine site involves the complete characterization of
all cyanide species present including total cyanide, free cyanide, WAD cyanide,
strong metal cyanide complexes, and thiocyanate. In most cases, cyanide con-
centrations in discharges from the processing plant and the mine site have to
comply with discharge limits set by statutory authorities. Thus, safe levels of
cyanide in seepages of rehabilitated heap leach piles and tailings dams need to
be achieved through attenuation processes. There are numerous natural, enhanced
natural, and engineered attenuation processes which can be very effective in reduc-
ing dissolved cyanide concentrations. Volatilization of hydrogen cyanide is the
dominant natural process responsible for a reduction of cyanide levels in mine
wastes.

Further information on cyanidation wastes can be obtained from web sites shown
in Table 5.3.

Table 5.3 Web sites covering aspects of cyanidation wastes

Organization Web address and description

International Cyanide Management Code
for the Gold Mining Industry

http://www.cyanidecode.org/
Information on the use of cyanide in the gold

mining industry
InfoMine http://technology.infomine.com/reviews/Cyanide/

Review on the use of cyanide in mining



Chapter 6
Radioactive Wastes of Uranium Ores

6.1 Introduction

Uranium ores have the specific issue of radioactivity, and uranium mine wastes
are invariably radioactive. This property differentiates uranium mine wastes from
other mine waste types. For example, gold mine tailings contain cyanide, and the
cyanide can be destroyed using natural, naturally enhanced or engineering tech-
niques. Sulfidic wastes have the potential to oxidize, and oxidation of sulfidic wastes
can be curtailed using covers. By contrast, the decay of radioactive isotopes and the
associated release of radioactivity cannot be destroyed by chemical reactions, phys-
ical barriers or sophisticated engineering methods. Therefore, appropriate disposal
and rehabilitation strategies of radioactive uranium mine wastes have to ensure that
these wastes do not release radioactive substances into the environment and cause
significant environmental harm.

The fundamental characteristics of uranium mine wastes are given in this chap-
ter with a particular focus on radioactivity, uranium tailings, and the behaviour of
uranium in mine waters. Some uranium ores contain abundant sulfides. The pres-
ence of these minerals in pit faces, underground workings, tailings, and waste rock
piles may lead to sulfide oxidation and AMD. The principles of sulfide oxidation
and AMD have already been presented in Chaps. 2 and 3. Sulfidic uranium mine
wastes and their acidic waters may be characterized and treated with the same type
of approaches used to characterize and treat sulfidic wastes and AMD waters.

6.2 Mineralogy and Geochemistry of Uranium

6.2.1 Uranium Ores

Uranium ore minerals can be classified as reduced and oxidized species. Reduced
uranium minerals incorporate uranium as U4+ whereas oxidized species have ura-
nium as U6+. Uraninite (UO2+x) is the most common reduced U4+ mineral species,
and it is the main ore mineral in many uranium deposits (Burns 1999). Other
important uranium ore minerals are: brannerite ((U,Ca,Y,Ce)(Ti,Fe)2O6); coffinite
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(USiO4 · nH2O); and pitchblende (i.e. amorphous or poorly crystalline uranium
oxide) (Finch and Murakami 1999). Uranium ore minerals commonly contain minor
amounts of thorium, rare earth elements, lead, calcium, and other elements as cation
substitutions (Lottermoser 1995). Uranium may also be present as minor substitu-
tion in rock-forming minerals or in accessory phases such as allanite, xenotime,
monazite, zircon, apatite, and sphene. Uranium ore minerals weather easily, and
numerous secondary uranium (U6+) minerals are known from weathered uranium
ores (Burns 1999). The gangue mineralogy of uranium ores is highly variable
and deposit specific. Gangue minerals include framework, ortho, ring, chain and
sheet silicates as well as sulfides, oxides, hydroxides, sulfates, phosphates, and
carbonates.

Uranium ore grades are expressed in terms of triuranium octoxide (U3O8) which
is 85% elemental uranium. Uranium ores exploited have ore grades as low as 0.01%
to >0.5% U3O8. In addition, uranium ores have variably elevated metal and metal-
loid values (As, Cu, Mo, Ni, Pb, Ra, Re, Sc, Se, Th, V, Y, Zr) (e.g. Langmuir et al.
1999; Pichler et al. 2001). Arsenic, copper, lead, molybdenum, nickel, and selenium
are commonly hosted by sulfide minerals. Sulfide minerals are ubiquituous in some
uranium ores (e.g. roll front type uranium deposits). Uranium ores which contain
abundant pyrite or marcasite may oxidize upon exposure, and AMD may develop in
mine workings or mine wastes (Fernandes et al. 1998).

6.2.2 Placer and Beach Sands

Radioactive wastes not only accumulate as a result of uranium and phosphate min-
ing but also during mining and processing of placer and beach sands. Placer and
beach sands are sedimentary deposits which contain minerals with a high density,
chemical resistance to weathering, and mechanical durability. Ore minerals include
silicates, oxides, phosphates, and native elements (Table 6.1). The deposits are prin-
cipally mined for their gold, diamond, sapphire, ruby, titanium (ilmenite, rutile),
tin (cassiterite) or rare earth element (monazite, xenotime) contents. Some deposits
may possess elevated uranium and thorium concentrations. In these deposits, the
radioactive elements are present within chemically and physically stable, weather-
ing resistant gangue minerals (e.g. monazite, xenotime, zircon, tantalite, columbite).
The minerals effectively lock up the uranium and thorium in the crystal lattice and
prevent mobilization of these elements and their radioactive decay products into the
environment (Yusof et al. 2001). However, the minerals still emit radiation. Thus,
exposure to radiation needs to be controlled, dust control measures need to be imple-
mented, and appropriate handling methods of the radioactive wastes or ores need to
be applied.

While the mining and mineral processing of alluvial tin deposits and heavy
mineral sands do not result in the mobilization of radioactive elements into the
environment, the metallurgical extraction of ore elements from such ores may. For
example, the processing of titanium ores obtained from heavy mineral sands is based
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Table 6.1 Examples of
heavy minerals found in
placer deposits and beach
sands

Mineral name Chemical formula

Cassiterite SnO2
Chromite FeCr2O4
Columbite (Fe,Mn)Nb2O6
Diamond C
Gahnite ZnAl2O4
Garnet group (Mg,Fe,Mn,Ca)3(Al,Fe,Ti,Cr)2Si3O12
Gold Au
Ilmenite FeTiO3
Magnetite Fe3O4
Monazite (Ce,La)PO4
Platinum Pt
Ruby Al2O3
Rutile TiO2
Sapphire Al2O3
Spinel MgAl2O4
Tantalite (Fe,Mn)Ta2O6
Xenotime YPO4
Zircon Zr(SiO4)

on sulfuric acid leaching. Acid leaching of titanium ores not only liberates titanium
from the crystal lattices of rutile and ilmenite but also releases radionuclides and
other metals from gangue phases. Consequently, spent process waters of titanium
processing plants can exhibit very low pH values and high TDS concentrations
(Schuiling and van Gaans 1997a, b).

6.3 Aqueous Chemistry of Uranium

Uranium is the typical constituent of surface and ground waters at uranium mine
sites. It originates from the leaching of uranium ores as well as from the leaching of
solid mining, processing and metallurgical wastes. An understanding of the leaching
processes requires a knowledge of the aqueous chemistry of uranium. The aqueous
behaviour of uranium can be described in terms of oxidative dissolution of uranium
minerals, uranium solubility, and uranium precipitation.

6.3.1 Oxidative Dissolution of Uranium Minerals

The most reduced form of uranium (i.e. U4+) is found in uraninite, coffinite, bran-
nerite, and pitchblende. This oxidation state is the least soluble and least mobile
form of uranium. In contrast, the most oxidized state of uranium (i.e. U6+) is the
most soluble and most mobile (Wanty et al. 1999). As a consequence, if oxygen
is available as dissolved or gaseous species, U4+ can be oxidized to U6+, and ura-
nium dissolves in water as the uranyl oxy-anion (UO2

2+). The oxidative dissolution
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of uranium minerals is achieved progressively through a sequence of chemical
reactions (Ragnarsdottir and Charlet 2000). A simplified overall reaction for the
oxidative dissolution of uraninite is as follows:

2UO2(s) + 4H +
(aq) + O2(g) → 2UO2+

2(aq) + 2H2O(1) (6.1)

The oxidation of U4+ minerals (i.e. uraninite, coffinite, brannerite, pitchblende)
can also be achieved by the oxidant Fe3+ (Abdelouas et al. 1999). The production
of Fe3+ is possible through the indirect oxidation of iron sulfide minerals within the
waste:

FeS2(s) + 7/2O2(g) + H2O(1) → Fe2+
(aq) + 2H+

(aq) + 2SO2−
4(aq) + energy (6.2)

Fe2+
(aq) + H+

(aq) + 1/4O2(g) → Fe3+
(aq) + 1/2H2O(1) + energy (6.3)

FeS2(s) + 14Fe3+
(aq) + 8H2O(1) → 15Fe2+

(aq) + 16H+
(aq) + 2SO2−

4(aq) + energy (6.4)

In the initial step (Reaction 6.2), pyrite reacts with oxygen and water to produce
dissolved Fe2+, sulfate and hydrogen ions. The release of hydrogen with the sulfate
anion results in an acidic solution unless other reactions occur to neutralize the
hydrogen ions. The second step (Reaction 6.3) involves the oxidation of Fe2+ to
Fe3+ and occurs at a low pH. The Fe3+ oxidizes pyrite via Reaction 6.4, which in
turn produces more Fe2+, and so on. The Reactions 6.2, 6.3 and 6.4 represent the
indirect oxidation of pyrite (Sect. 2.3.1). However, the Fe3+ produced in Reaction
6.3 may not only oxidize reduced minerals such as pyrite but also reduced U4+

minerals like uraninite:

UO2(s) + 2Fe3+
(aq) → UO2+

2(aq) + 2Fe2+
(aq) (6.5)

The oxidation of uraninite (Reaction 6.5) generates dissolved uranyl oxy-anions
and Fe2+. This Fe2+ can then be oxidized to Fe3+ via Reaction 6.3, which in turn
oxidizes uraninite via Reaction 6.5, which in turn produces more Fe2+, and so on.
Reactions 6.3 and 6.5 form a continuing cycle of Fe2+ conversion to Fe3+ and subse-
quent oxidation of uraninite by Fe3+ to produce Fe2+ etc. This cycle continues until
the supply of uraninite or Fe3+ to the reaction system is exhausted. While oxygen
is not required for the Reaction 6.5 to occur, it is still needed to convert Fe2+ to
Fe3+ (Reaction 6.3). Thus, pyrite oxidation produces acid and Fe3+, and these two
products enhance the leaching and destruction of uranium minerals. The resulting
low pH conditions favour the dissolution of uranium, metals, and metalloids within
solid uranium mine wastes.

Once uraninite, coffinite, brannerite, and pitchblende are exposed to atmospheric
oxygen and water, they readily undergo oxidation and dissolution. Other reduced
minerals such as sulfides in the wastes will also be oxidized. If the waste mate-
rials are depleted in acid neutralizing minerals, acid pore waters and leachates
will develop. The AMD conditions favour the enhanced dissolution of uranium
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minerals and the transport of dissolved uranium as sulfate complexes. Consequently,
the release of uranium, metals, and metalloids from solid uranium mine wastes is
controlled by the availability of oxygen and water.

The oxidative dissolution of uranium minerals appears to be very similar to that
of sulfides (Sect. 2.3): (a) there are certain bacteria like the iron oxidizing bacteria
Acidithiobacillus ferrooxidans which act as catalysts in the destruction of sulfides
and uranium minerals (Abhilash et al. 2009; Schippers et al. 1995; Ragnarsdottir and
Charlet 2000); (b) the destruction of both mineral types can occur through biotic or
abiotic and direct or indirect oxidation processes; (c) the destruction of the minerals
is achieved progressively through a sequence of chemical reactions; and (d) vari-
ous factors including solution pH, oxygen abundance, microbiological activity, and
mineral surface area influence the rate of mineral dissolution.

6.3.2 Uranium Solubility

Uranium is a redox-sensitive element and occurs in natural waters as U4+ and U6+

ions (Bots and Behrends 2008). The abundance of these uranium ions in water is
influenced by the presence and abundance of complexing agents and the prevailing
pH and Eh conditions.

Under reducing conditions and acid pH, uranium is present in water as the U4+

species. In the absence of ligands, the concentrations of dissolved U4+ never exceed
μg l–1 levels (Ragnarsdottir and Charlet 2000). Under oxidizing conditions, conver-
sion of U4+ to the higher state U6+ results in the formation of the highly soluble,
stable and mobile uranyl ion (i.e. UO2

2+). Solubility is enhanced by complexation
with sulfate, carbonate, hydroxide, fluoride, chloride, nitrate, phosphate or organic
ligands such as humic or fulvic acids (Langmuir 1997; Ragnarsdottir and Charlet
2000). Uranium is then transported as an anion or complexed anion in oxidized
ground and surface waters. The concentrations of U6+ species in oxidized ground
and surface waters reach tens or even thousands of mg l–1, depending on pH and
ligand concentrations (Ragnarsdottir and Charlet 2000). Alkaline pH values and ele-
vated bicarbonate concentrations in oxidized ground and surface waters favour the
stabilization and mobilization of uranium as uranyl-carbonate complex (Abdelouas
et al. 1998a). In contrast, the predominant species in acid, oxygenated waters are the
uranyl ion and uranyl-sulfate complex (Abdelouas et al. 1999; Wanty et al. 1999).
Thus, acid or alkaline oxygenated mine waters may carry significant concentrations
of dissolved uranium.

Natural ground and surface waters contain several μg l–1 uranium, and much
higher uranium concentrations are found in mineralized areas (Ragnarsdottir and
Charlet 2000). At uranium mine sites, oxidative dissolution of uranium minerals
can be extreme, causing strongly elevated uranium concentrations in mine waters.
Leachates of uranium mine wastes may contain tens of mg l–1 uranium. The
dissolved uranium can migrate many kilometers from its source until changes in
solution chemistry lead to the precipitation of uranium minerals.
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Leachates of uranium mine wastes may also have elevated thorium and radium-
226 levels. Thorium is less soluble than uranium under all conditions. However,
thorium may be mobilized in low pH mine waters (Langmuir 1997). Once in solu-
tion, the element readily coprecipitates with iron and manganese oxyhydroxides, or
it precipitates if the pH increases to values above 5 (Wanty et al. 1999).

Thorium-230 is the long-lived parent (half-life: 80,000 years) of the radium iso-
tope Ra-226. This radium isotope is commonly present in waters of uranium mines
since it is soluble and mobile under acid conditions; yet high sulfate concentrations
in acid mine waters limit the solubility of Ra-226. Sulfate minerals such as barite
(BaSO4), celestite (SrSO4), anglesite (PbSO4), gypsum (CaSO4 · 2H2O), or jarosite
may precipitate from the waters. These minerals incorporate radium in their crystal
lattices, limiting Ra-226 mobility.

6.3.3 Uranium Precipitation

Precipitation of dissolved uranium is primarily achieved through the destruction of
uranyl complexes. The stability of dissolved uranium is greatly influenced by: copre-
cipitation; adsorption onto clays or oxyhydroxides; decreasing Eh; microbiological
activity; and composition of the solution. Hence, uranium can be removed from
solution through the following processes (e.g. Abdelouas et al. 1998a, b; Erskine
et al. 1997; Ragnarsdottir and Charlet 2000; Wanty et al. 1999):

• Coprecipitation. Coprecipitation of uranium with carbonates and iron or alu-
minium leads to the incorporation of uranium into carbonate minerals and iron
or aluminium oxyhydroxides. The coprecipitation of uranium is reversible. For
example, reduction and dissolution of solid uranium-rich iron oxyhydroxides
release uranium back into the water column.

• Adsorption. Positively charged uranium may be adsorbed onto negatively charged
surfaces of sulfides, clays and organic matter as well as iron, manganese and alu-
minium oxyhydroxide particles (e.g. Ulrich et al. 2006). Uranium adsorption is
also reversible (cf. Sect. 3.5.4). Desorption of uranium back into solution may
occur if the water chemistry allows redissolution of uranium (e.g. increasing
abundance of carbonate complexes at an alkaline pH).

• Decreasing Eh. Uranium is a redox-sensitive element, and reaction of U4+-
bearing waters with organic matter or hydrogen sulfide leads to uranium precipi-
tation. For example, reduction due to a reaction of uranyl complexes with organic
matter (simplified as molecule CH2O) results in the precipitation of U6+. The
precipitated uranium may form an insoluble uranium oxide (UO2) or one of its
hydrates (Reaction 6.6) that is stable under reducing conditions. Also, the reduc-
tion and precipitation of uranium can be due to reactions of uranyl complexes
with hydrogen sulfide, which has been generated by bacteria living in an anaer-
obic environment (Reaction 6.7). Such reduction reactions can occur in stream
sediments of humid temperate or tropical environments where organic material
is abundantly available to accumulate uranium.
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4UO2+
2(aq) + CH2O(s) + H2O(1) → 4UO2(s) + CO2(aq)4H+

(aq) (6.6)

4UO2+
2(aq) + HS−

(aq) + 4H2O(1) → 4UO2(s) + SO2−
4(aq) + 9H+

(aq) (6.7)

• Microbiological activity. Microorganisms are capable of removing dissolved ura-
nium from solution and incorporating it into their cell structure (Haferburg 2007;
Luo et al. 2007; Merroun and Selenska-Pobell 2008). Uranium may also be
adsorpted onto their cell surface. In addition, microorganisms may induce reduc-
ing conditions leading to the precipitation of solid U4+ compounds, or they may
directly convert dissolved U6+ to solid U4+ compounds (Burgos et al. 2008). As
a consequence, the amount of uranium dissolved in mine waters is reduced.

• Decreasing pH and removal of the complexing agent from the water. Uranium
may precipitate with phosphate or carbonate ions to form secondary phosphate-
or carbonate-uranium minerals. However, the precipitation of secondary uranium
minerals is unlikely since mine waters are commonly undersaturated with respect
to secondary uranium minerals (Wanty et al. 1999). Significant evaporation of
waters has to occur to cause the formation of secondary uranium minerals.

6.4 Radioactivity

6.4.1 Principles of Radioactivity

An element is characterized by its defined number of protons whereas the number of
neutrons for a particular element may vary, giving rise to several isotopes (Attendorn
and Bowen 1997). For instance, uranium has 92 protons and either 146, 143 or 142
neutrons, giving rise to three different isotopes (i.e. U-238, U-235, U-234). Most
lighter elements possess stable isotopes whereas the heavier elements tend to have
unstable isotopes, which eventually disintegrate into new isotopes. These unstable
or radioactive isotopes have an excess energy that is released during the decay in
order to achieve a lower and more stable energy state. Unstable, radioactive atomic
nuclei change their structure by absorbing or, more commonly, releasing protons,
neutrons, electrons or electromagnetic waves to become nuclei of new isotopes.
Such radioactive atomic nuclei are also referred to as radionuclides in order to stress
the radioactive nature of these nuclides. Naturally occurring parent nuclides break
up yielding daughter nuclides. If the daughter nuclides are radioactive, they will
decay further. Any radioactive decay will end with the formation of a stable isotope.
The decay of radionuclides in a series of steps is a so-called decay series. The vari-
ous decay products of a decay series are referred to as progeny. In this chapter, the
term radionuclides is used to refer to the parent and daughter radionuclides of the
uranium-238 (U-238), uranium-235 (U-235), and thorium-232 (Th-232) series.

The process of radioactive decay is associated with the release of radiant
energy (i.e. radiation), which takes the form of particles and electromagnetic
waves. Radiation levels are assessed using the activity of the radioactive material.
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Radioactivity is defined as the number of disintegrations of an atomic nucleus per
unit time. The decay of a radionuclide over time can be measured. The term half-life
is used to describe the period of time during which half of the atoms of a particular
radionuclide decay. Measured half-lifes vary from a fraction of a second to several
thousand million years.

Radioactive nuclides differ from stable nuclei in that radioactive nuclides emit
ionizing radiation in the form of: (a) alpha particles (i.e. a helium nucleus of atomic
mass four consisting of two neutrons and two protons); (b) beta particles (i.e. highly
energetic electrons); and (c) gamma-rays (i.e. high energy electromagnetic waves).
Alpha particles do not penetrate matter deeply because of their large size and dou-
ble positive charge. However, they cause an enormous amount of ionization along
their short path of penetration. They travel only a few centimeters in air and can
be stopped by a piece of paper or the outer layer of the skin. Hence, alpha parti-
cles present an insignificant hazard outside the body, yet they are a potential hazard
when ingested or inhaled. Beta particles are more penetrating than alpha particles
because of their smaller size and negative charge, but beta particles produce much
less ionization than alpha particles. Beta particles travel a few meters in air and
require a couple of centimeters of plastic to stop them. Gamma-rays have neither
mass nor charge and are much more penetrating than particulate radiation. Gamma-
rays have an infinite range in air and require several centimeters of lead to absorb
them.

The three kinds of radiation have very different properties but all are energetic
enough to break chemical bonds. The primary effects of alpha particles, beta parti-
cles, and gamma-rays are the removal of electrons from atoms and the production
of ions in the materials they strike; therefore, the term ionizing radiation is used.
Ionizing radiation has the potential to cause biological damage by two principal
mechanisms. Firstly, the ionization radiation induces direct damage to atoms and
molecules of living cells and tissue. Secondly, the ionization radiation causes indi-
rect damage to water molecules in the organism, resulting in highly reactive free
radicals and molecules (e.g. hydrogen peroxide) that are chemically toxic to the
organism.

6.4.2 Radioactive Decay of Uranium and Thorium

Uranium is a naturally occurring radioactive element in the Earth’s crust, and ura-
nium ores are concentrations of such natural radioactivity. The radioactivity of
uranium ores and wastes is caused by the decay of radioactive isotopes. Uranium has
three natural isotopes: uranium-238 (U-238); uranium-235 (U-235); and uranium-
234 (U-234); all of which are radioactive. The relative abundances of U-238, U-235,
and U-234 are 99.28, 0.71, and 0.006%, respectively (Attendorn and Bowen 1997;
Ragnarsdottir and Charlet 2000). These parent nuclides are unstable; they decay to
daughter nuclides and release radiation in the form of alpha and beta particles as
well as gamma-rays. In fact, U-238 and U-235 are the parent isotopes for various
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intermediate radionuclides, and U-234 is a decay product of U-238 (Ragnarsdottir
and Charlet 2000). These intermediate nuclides decay further – via alpha or beta
emission – to new nuclides which in turn decay to other radionuclides. Uranium-238
and U-235 are the head of two separate decay series, which ultimately yield the sta-
ble, non-radioactive daughter nuclides Pb-206 and Pb-207, respectively (Table 6.2).
Uranium-235 is not as prevalent in nature as U-238 because of its shorter half-life

Table 6.2 Simplified decay
pathways and half-lifes of the
U-238, U-235 and Th-232
series (after Brownlow 1996;
Kathren 1998; Langmuir
1997)

Series Isotope Particle emitted Half-life

U-238 U-238 α 4.5×109yr
Th-234 β 24 d
Pa-234 β 1.17 min
U-234 α 247,500 yr
Th-230 α 80,000 yr
Ra-226 α 1622 yr
Rn-222 α 3.8 d
Po-218 α 3 min
Pb-214 β 26.8 min
Bi-214 α, β 19.7 min
Po-214 α 164 μs
Tl-210 β 1.32 min
Pb-210 β 22.5 yr
Bi-210 β 19.7 min
Po-210 α 140 d
Pb-206 Stable –

U-235 U-235 α 713×106yr
Th-231 β 25.6 h
Pa-231 α 34,300 yr
Ac-227 β 22 yr
Th-227 α 18.6 hr
Ra-223 α 11.2 d
Rn-219 α 3.9 s
Po-215 α 1.83 μs
Pb-211 α 36.1 min
Bi-211 α, β 2.16 min
Po-211 α 0.52 s
Tl-207 β 4.79 min
Pb-207 Stable –

Th-232 Th-232 α 1.4×1010yr
Ra-228 β 6.7 yr
Ac-228 β 6.13 h
Th-228 α 1.9 yr
Ra-224 α 3.64 d
Rn-220 α 54.5 s
Po-216 α 0.15 s
Pb-212 β 10.6 h
Bi-212 α, β 60.4 min
Po-212 α 0.29 μs
Tl-208 β 3.1 min
Pb-208 Stable –
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and lower abundance than U-238. Consequently, radiation originating from the
U-235 decay series is significantly less than that of the U-238 series.

Uranium occurs together with thorium in uranium ore deposits. Thorium has
several isotopes including Th-234, Th-232, Th-231, Th-230, Th-228, and Th-227
(Attendorn and Bowen 1997). Thorium-232 is the most abundant radioactive iso-
tope and head of the Th-232 series. It eventually decays via intermediate daughter
isotopes to a stable lead isotope (Pb-208) (Table 6.2). Thus, the concentrations of
uranium and thorium are naturally decreasing. The uranium and thorium isotopes
have long half-lifes comparable to the age of our planet and hence, these isotopes
are still present.

6.4.2.1 Radium

The radiogenic isotope radium-226 (Ra-226) is a daughter product of the U-238
series and a direct descendent of Th-230 (half-life: 80,000 years) (Table 6.2). While
Th-230, Pb-210, and radon isotopes are of concern, Ra-226 is of most concern
in uranium mining and processing operations because (Ewing 1999; Landa 1999;
Landa and Gray 1995; Kathren 1998):

1. Radium-226 has a half-life of 1622 years and therefore, persists in uranium mine
wastes.

2. Radium-226 has similar geochemical and biogeochemical properties to its fellow
group II elements (Ca, Ba, Sr) and forms compounds that can be taken up by
humans, plants, and animals.

3. Radium-226 has a high radiotoxicity and affinity for accumulating in bones.
4. Compared to uranium and thorium, Ra-226 is readily liberated from the uranium

ore minerals during natural weathering and mineral processing; it is more soluble
than uranium and thorium; it may leach from soils, rocks, ores and mine wastes;
and it is readily mobilized into ground and surface water.

5. Radium-226 decays by alpha emission to the important radon isotope radon-
222 (Rn-222). Consequently, Ra-226 is the head and source of the important
subseries that includes radon (Table 6.2).

6.4.2.2 Radon

Radon is a colourless, odourless and tasteless noble gas with three naturally occur-
ring radioactive isotopes (i.e. Rn-219, Rn-220, Rn-222). The term radon commonly
refers only to Rn-222 (Sharma 1997). Radon-219 is the daughter product of the
U-235 series, Rn-220 is a member of the Th-232 series, and Rn-222 is a daughter
product of the U-238 series and the direct descendent of Ra-226. The most abundant
isotope is Rn-222 which is due to the abundance of its parent isotope U-238. The
other two isotopes Rn-219 and Rn-220 are significantly less abundant, have shorter
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half-lifes, and are therefore of little environmental concern (Sharma 1997). In con-
trast, Rn-222 has a half-life of 3.8 days. Radon-222 is of concern in uranium mining
and processing because:

1. Radon-222 is a descendant of parent radionuclides with long half-lifes (Th-230:
half-life 80,000 years; Ra-226: half-life 1622 years). As a result, Rn-222
represents a long-term hazard despite its short half-life of 3.8 days.

2. Radon-222 is a noble gas and soluble in water. Such properties allow radon to
move freely in ground and surface waters.

3. Radon-222 itself decays by the emission of an alpha particle. The daughter prod-
ucts are polonium-218 (Po-218), lead-214 (Pb-214), and bismuth-214 (Bi-214),
that is, the so-called radon progeny. These solid daughter products are highly
radioactive and emit alpha and beta particles as well as gamma-rays (Table 6.2).

4. Once Rn-222 is inhaled by humans, its radioactive solid decay products are
deposited directly within the lungs. The lodged radon progeny will cause
ionizing radiation and induce lung cancer.

In uranium mine environments, radon gas particularly emanates from uranium
ores, mineralized waste rocks, and uranium mill tailings. Radon – released to pore
spaces of mine wastes – migrates to the surface of the material or is dissolved in
pore waters. Radon is also emitted from underground workings and open pits. After
the termination of mining, radon will continue to emanate from the walls and floor
of mine workings. Since most of the ore is generally removed from mine workings,
the primary sources of radon are the waste rock piles and any ore stockpiles. Local
meterological effects can control radon emanation from the ground, and radon ema-
nation depends on air pressure, soil moisture, soil structure, ground cover, wind, and
temperature (Nielson et al. 1991).

6.4.3 Units and Measurements of Radioactivity
and Radiation Dose

6.4.3.1 Units

There is a confusing array of units to measure radioactivity. Fortunately, radiation
units can be classified in two major categories (Nielson et al. 1991; Wilson 1994)
(Table 6.3).

1. Radioactivity. The radioactivity of a material is measured by the number of
nuclear disintegrations per unit of time. Thus, the units to describe radioactiv-
ity are based on nuclear disintegrations which are counted in units of time for
a specific volume of radioactive material. The basic and fixed unit of radiation
is the curie (Ci) that is defined as the number of nuclear disintegrations per sec-
ond. One curie is equivalent to 3.7×1010 disintegrations per second which is
the measured activity of 1 g radium. Radioactivity is also measured in becquerel
(Bq) which is defined as one disintegration per second of a radioactive isotope.
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Table 6.3 Radioactivity and radiation dose measurement units and their conversion (Nielson et al.
1991; Sharma 1997; Wilson 1994)

Unit Definition Conversion

Radioactivity = Nuclear disintegration per unit time per volume of radioactive material

Bq (becquerel) One disintegration per second of a radioactive
isotope

1 Bq =27 pCi

Bq kg–1 Specific activity of a radioactive isotope per unit
mass

Ci (curie) Activity of 1 g radium: 3.7 × 1010 disintegrations per
second

1 Ci = 3.7×1010Bq

Ci kg–1 Specific activity of a radioactive isotope per unit
mass

pCil–1 Specific activity of a radioactive isotope measured in
water

1 pCil–1 = 37
Bqm–3

R (roentgen) Radiation required to produce one electrostatic unit
of charge in one cubic centimeter of dry air

1 Rmin–1 = 1 Ci

Radiation dose = Biological effects of nuclear disintegration

Gy (gray) Absorbed radiation dose; corresponding to one joule
of radiation absorbed per kilogram of tissue

1 Gy = 100 rad
1 Gy = 1 Jkg–1

Sv (sievert) Absorbed radiation dose measured in gray times the
quality factor for the type of radiation and a
weighting factor for the tissue irradiated; unit to
describe the damage to tissue

1 Sv = 100 rem

rem Roentgen equivalent in man; ionizing radiation equal
to damage to humans of one roentgen of high
voltage X-rays

1 rem = 0.01 Sv

rad Radiation absorbed dose per unit mass 1 rad = 0.01 J kg–1

The specific radioactivity of a nuclide in solid materials refers to the number of
nuclear disintegrations per second per unit of mass (e.g. a tailings sample has
100 Bq kg–1 of Ra-226). In radon measurements, picocuries per liter (pCi l–1)
are commonly used, and potable water standards and water analyses are given in
this unit (e.g. a water sample has 10 pCi l–1 of Ra-226).

2. Radiation dose. The effects of radiation are assessed using the amount of radi-
ation received by biological material. The amount of radiation received by a
person is of prime interest in human health studies. The amount of radiation is
measured by the radiation dose which refers to the amount of energy imparted
per unit of biological mass. Rems, rads, grays (Gy), and sieverts (Sv) are all
related to the radiation effects on humans. These units are not based on pure
physical measurements but on radiation research, statistics, and multiplication
factors. The term rem is often used to describe the dose that can be imposed
upon humans. Rem is an acronym for roentgens equivalent in man. Rad is the
radiation absorbed dose. Rem and rad relate to the Standard International (SI)
radiation units gray (Gy) and sievert (Sv). The dose of energy that is absorbed
in the body tissue is measured in grays (Gy). Equal exposure to different types
of radiation does not necessarily produce equal biological effects. One gray of
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alpha radiation has a greater effect than one gray of beta radiation. Radiation
effects, regardless of the type of radiation, are measured in sieverts (Sv). One
sievert of radiation deposits 0.01 J of energy per kilogram of tissue. Radiation
exposure levels for the general public and maximum permissible radiation doses
are given in millisievert per year (mSv yr–1).

6.4.3.2 Measurements

Curies and becquerels are laboratory measurements whereas counts per minute
(c p min), millisieverts per hour (mSv hr–1), and microroentgens per hour (μR hr–1)
can be established in the field (Wilson 1994). Field gamma-ray spectrometers are
used to measure the latter three units. Alpha and beta particles are best measured in
counts per minute (c p min), using Geiger counters or scintillometers whereby the
measured counts per second (cps) are roughly equivalent to disintegrations per sec-
ond (Bq) (Wilson 1994). The levels of radionuclides found in water (U-238, U-234,
Th-230, Th-232, Ra-226, Pb-210, Po-210) are typically measured in units of mil-
libecquerel per litre (mBq l–1) or picocuries per liter (pCi l–1). The radionuclide of
most concern in water is Ra-226.

The detection and measurement of radon is based on sniffer-type radon detectors.
The soil gas or degassed water is thereby analyzed for its alpha activity since Rn-222
decays by alpha emission to Po-218 (Table 6.2). Alternatively, alpha-sensitive films
buried in soil allow the determination of radon gas concentrations (Nielson et al.
1991; Sharma 1997). Details on field procedures and operational considerations of
gamma-ray spectrometry and radon emanometry are given by Sharma (1997) and
Nielson et al. (1991).

6.4.4 Radioactive Equilibrium and Disequilibrium

Uranium ores have a radioactive equilibrium or disequilibrium in the U-238, U-235,
and Th-232 decay chains. In an equilibrium state, radioactive parent and daughter
isotopes decay, and the decay products remain isolated with the parent radionuclide.
An equilibrium is reached between the parent and daughter nuclides, and the specific
activity (i.e. the number of radioactive disintegrations per unit time per unit mass)
of all decay products will be approximately equal. For example, an equilibrium is in
place if the activity (pCi g–1) in the U-238 decay chain will be the same for the parent
nuclide U-238 and for the daughter nuclides (e.g. Th-230, Ra-226, Rn-222 and so
forth). Disequilibrium is found in naturally disturbed deposits where mobilization
of nuclides has occurred during or after radioactive decay, for instance, as a result
of chemical weathering. In such deposits, the specific activity of all decay products
will be different. The difference is caused by the behaviour of individual nuclides
according to their own chemistry and the preferential mobilization of individual
nuclides. For example, the loss of parent nuclides from the ore reduces the activity
of daughter nuclides which follow the parent in the decay series.
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Mining and beneficiation do not significantly disrupt the radioactive equilibrium
or disequilibrium of uranium ores whereas chemical processing does. Chemical pro-
cessing of uranium ores aims to concentrate uranium and to reject all other elements,
including the daughter nuclides of uranium isotopes (Table 6.2). The daughter
nuclides become separated from the parent uranium nuclides and a radioactive
equilibrium is no longer established. The concentrations of the daughter nuclides
are no longer controlled by the parent nuclides. Uranium mill tailings are in pro-
nounced radioactive disequilibrium since the parent nuclides (U-238, U-235) have
been removed.

The disequilibrium of radionuclides in tailings materials or seepage precipitates
can be used to evaluate radionuclide mobility in and from a tailings repository (e.g.
Naamoun et al. 2000). Also, dissimilar specific activities of parent and daughter
nuclides in waste rock dumps are an indication of the mobility of individual radionu-
clides. For example, if the waste material has Ra-226 activities (Bq kg–1) different to
those of the immediate parent isotope Th-230 (Bq kg–1), the parent-daughter nuclide
ratio (i.e. Th-230/Ra-226) is not unity, disequilibrium is present, and preferential
leaching and mobilization of individual radionuclides have occurred.

6.5 Uranium Mining and Extraction

Traditionally, uranium is extracted from open pits and underground mines (Figs. 6.1
and 6.2), and the mined ore is treated in hydrometallurgical plants on and near the
mine site to yield uranium (i.e. hydrometallurgy). In addition to this conventional

Fig. 6.1 Open pit of the Mary Kathleen uranium mine, Australia. Elevated gamma-ray readings in
the open pit correspond to exposed ore lenses, the former haul road, and abandoned ore stockpiles
(up to 16 mSv per year). Wallrock oxidation of reactive sulfides produces acidic solutions, yet
buffering reactions prevent low pH conditions from developing. The open pit lake contains saline
surface waters at a pH of 6.11 (salinity 0.15%; elevated Ca, SO4, Cu, Fe, Mn, Ni, U and Zn values)
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Fig. 6.2 Headframe of the Ronneburg underground uranium mine, Germany. Waste rock pile of
uraniferous, carbonaceous shale is present behind the headframe

mining and extraction process, an alternative technique, the so-called in situ leach
operation, is applied to some uranium ores.

6.5.1 Conventional Mining and Extraction

In conventional uranium mining and extraction, ores are obtained from underground
or open pit mines. The ore is first crushed and/or powdered for uranium extrac-
tion and then leached. The process chemicals include acid (e.g. sulfuric acid, nitric
acid) or alkaline solvents (e.g. sodium carbonate-bicarbonate, soda) as well as oxi-
dants (e.g. sodium chlorate, ferric ion, hydrogen peroxide). Oxidizing conditions
are essential to allow formation of the highly soluble U6+ complexes. The acid or
alkaline leaching process is applied to heap leach piles, or more commonly, under
controlled conditions in a hydrometallurgical plant. The acid or alkaline process
of uranium extraction oxidizes the uranium (U4+) present in the uranium minerals
(e.g. uraninite) and dissolves the oxidized uranium (U6+) as a sulfate or carbonate
complex:

UO2(s) + 4Na+
(aq) + 2CO2−

3(aq) → UO2(CO3)2−
2(aq) + 4Na+

(aq) (6.8)

UO2(s) + 2H+
(aq) + SO2−

4(aq) → UO2(SO4)0
(aq) + 2H+

(aq) (6.9)

The process chemicals dissolve the uranium minerals, and an uranium enriched
liquor is formed. This liquor is commonly referred to as pregnant liquor. It contains
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apart from uranium a range of other elements such as rare earth elements which were
originally present as cation substitutions within the uranium minerals (Lottermoser
1995). After the solids have been removed by filtration or other methods, the
solution is concentrated and purified using ion exchange or solvent extraction tech-
niques. The impurities (e.g. metals, metalloids) are collected and disposed of with
the tailings. Ammonia is added to the liquor, and the uranium precipitates as yellow
coloured ammonium diuranate which is referred to as yellowcake. The yellowcake
is then converted and refined to uranium trioxide concentrate (UO3). Uranium in
yellowcake is mostly U-238 (>99%), containing a small proportion of U-235 and
trace amounts of other elements such as thorium and radium.

6.5.2 In Situ Leach (ISL) Operations

In situ leach mining (ISL) or solution mining leaves the buried ore in place. The tech-
nique extracts uranium by reversing the natural process which originally deposited
the uranium. The uranium was naturally emplaced by uranium laden (U6+), oxidized
ground waters which moved through permeable aquifers. Once the uranium-rich
waters encountered reducing conditions in the aquifers, the uranium precipitated to
form reduced (U4+) uranium ore minerals.

The ISL process uses an acid or alkaline leaching solution that is introduced to
the ore by means of injection wells (OECD 1999) (Figs. 6.3 and 6.4). The leach-
ing solution consists of ground water and process chemicals. The solution attacks
the (U4+) uranium minerals and oxidizes the uranium which forms soluble ura-
nium (U6+) complexes. The uranium-bearing solution is then pumped to the surface
through production wells, and the uranium is recovered from the solution. The bar-
ren solution is regenerated with process chemicals and circulated back into the
aquifer for continued leaching.

Fig. 6.3 Schematic cross-section of an ISL uranium mining operation. The ISL process uses an
acid or alkaline leaching solution that is introduced to the ore by injection wells. The leaching
solution dissolves uranium minerals; the uranium-bearing solution is then pumped to the surface
through production wells; and finally, the uranium is recovered from the solution in the processing
plant
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Fig. 6.4 Borefield of the Honeymoon ISL uranium mine, Australia. An acid leach process is
applied to a confined aquifer

An acid or an alkaline leaching process is used to extract uranium. In the acid ISL
operation, the ground water will be reduced to a pH of approximately 2. The process
uses sulfuric acid – in some cases hydrofluoric acid – and oxidants such as nitric
acid, nitrate, hydrogen peroxide or dissolved oxygen (Reaction 6.9). The alkaline
ISL scheme applies alkaline reagents including ammonia, ammonium bicarbonate,
and sodium carbonate/bicarbonate (Reaction 6.8). The alkaline ISL scheme is con-
sidered to be more environmentally acceptable than acid ISL mining because ISL
affected ground waters are technically easier to restore once mining ceases (OECD
1999). The addition of bacteria to the leaching solution has also been trialled.
Acidithiobacillus ferrooxidans has been employed as a leaching agent to enhance
the dissolution of uranium ore minerals and to extract uranium from low grade ores
in Canada and the United States.

The ISL mining technique is well established and has been used in various
countries including former East Germany, Bulgaria, Ukraine, China, Kazakhstan,
Uzbekistan, Czech Republic, the United States, and Australia (Mudd 2001a, b).
Uranium deposits suitable for ISL mining occur in near surface permeable sand
or sandstones, are located below the ground water table, and are confined by
impermeable strata in the foot and hanging walls (Fig. 6.3).

Proponents of the ISL technique argue that the ISL method is applied to an unus-
able ground water resource and that it is controllable, safe, and environmentally
benign compared to conventional open pit or underground mining techniques. In
many cases, mining is conducted on a confined aquifer. The aquifer is naturally
saline and contains naturally elevated levels of radionuclides and sulfate, which
are present at concentrations well in excess of those considered safe for stock or
domestic use. Furthermore, an ISL mining operation does not produce tailings, ore
stockpiles, and waste rock dumps. Surface disturbances are minimized and envi-
ronmental impacts are much less than for conventional mining. Finally, most of the
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radionuclides remain in the ore horizon, and there is a minimal increase in radon
release and dust contamination from mined and processed ore. Mine waters con-
tain radionuclides, and small quantities of radioactive sludges accumulate at ISL
processing plants. The sludges need to be disposed of in lined waste repositories.
The mine waters are either reinjected back into the aquifer, or they are applied as
irrigation waters to designated land.

Opponents of the ISL technique argue that it is not an acceptable mining method.
The acid ISL scheme requires monitoring and controlling of ground water condi-
tions to ensure isolation of the affected aquifer from other ground water resources.
Post-mining concentrations of some constituents (U, Ra-226) have been found to
be elevated in the ground water when compared to pre-mining conditions (Caldwell
and Johnson 1997). Once mining ceases, ground water restoration of the leached
aquifer to pre-mining conditions is difficult if not impossible to achieve. Over
time, mobilized and precipitated mineral particles such as clays, gypsum or jarosite
will become trapped in the pore spaces (Mudd 2001a). The permeability of the
leached ore horizon will be reduced, and the hydrology of the horizon is irreversibly
changed. Acid ISL mining was not successful in the United States because of high
acid consumption in carbonate-bearing aquifers and problems with ground water
restoration after acid leaching (Mudd 2001a). In contrast, acid ISL operations were
common in Eastern Europe and the former Soviet Union (Mudd 2001a). Where
used in inappropriate locations, acid ISL mining resulted in significant ground
water contamination in Bulgaria, the Czech Republic, and East Germany (Case
Study 6.1).

Case Study 6.1. Waste Production and Environmental
Impacts of the Wismut Uranium Mines, Germany

Mining

During the Cold War, much of the Soviet Union’s uranium for nuclear energy
and weapons was obtained from mines in former East Germany. The opera-
tion was known as Wismut and subject of utmost secrecy (Mager and Vels
1992). The mining activities were extraordinary large. Underground workings
include 280 mine shafts and several thousand kilometers of drifts, ramps, and
drives. Between 1946 and 1990, 220,000 t of uranium were produced. The
uranium production – in terms of historical uranium production from 1946 to
1989 – was the third largest in the world after the United States (330,000 t)
and Canada (230,000 t). The production exceeded that of Australia (45,000 t),
South Africa (138,000 t), and even the Soviet Union (190,000 t). However,
the production costs of Wismut’s uranium were probably ten times the actual
market value of uranium. Resource extraction was among the world’s most
inefficient (Mager and Vels 1992).
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Environmental Impacts and Rehabilitation

From 1946 to 1953, mining was carried out without considering damage to
the environment or effects on humans. During that time, almost no radiation
protection existed for the German miners. Mean annual radiation exposures
were at 40 times higher than current radiation protection standards, and thou-
sands of miners suffered from lung and liver cancer as well as leukaemia.
There was no restoration concept or funds set aside for rehabilitation. Only
minor rehabilitation work was carried out during exploitation. Mining con-
tinued from 1954 to 1990 and ceased with the reunification of Germany in
1990. Following mine closure, the total area of mining and milling sites held
by Wismut was 37 km2, and the total area affected by mining was 240 km2.
In 1991, the Soviet Union was released from its obligations for the decom-
missioning and rehabilitation, and ownership was transferred to the German
government. The German government initiated a gigantic program to clean-up
the former underground and open pit mines, mill sites, dump sites, buildings,
ore stockpiles, soils, river beds, tailings ponds, and contaminated aquifers.
The former uranium mining and processing sites were scattered over an area
of 100 km by 60 km, and a total of 120 km2 were assessed for the environmen-
tal database. A total surface area of 37 km2 had to be remediated, including
22.5 km2 of mine waste rock dumps and tailings. The environmental problems
were serious because of the high population density in the region.

Waste Production

A total volume of 240 Mt of ore and 760 Mt of waste rock were produced from
numerous underground and open pit mines. Open pit mining produced 600
million m3 of ore and waste rock (Mager and Vels 1992; Mudd 2001b; OECD
1999). Most of this material has been backfilled into open pits. Rehabilitation
efforts also focussed on the stabilization, reshaping, cover, and revegetation of
waste rock piles. The waste materials contain considerable amounts of pyrite,
resulting in significant acid generating potential. In total, there were 70 waste
dumps with a combined volume of 317 million m3, covering an area of about
15 km2. Mineral processing activities used numerous milling plants, ponds,
sedimentation plants, and tailings dams. Tailings were produced using alka-
line and acid leaching techniques, and the tailings were disposed of in very
large ponds. At Crossen, the pond was 2 km2 in size and contained approxi-
mately 45 million m3 of tailings and 6 million m3 of water. At Seelingstädt,
the tailings were disposed of in two ponds, covering 3.4 km2 with a volume
of 107 million m3. Some of the tailings dams were constructed on geolog-
ical faults and are located in an seismically active region. The repositories
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required careful rehabilitation considering seismic stability, liquid and solid
contamination potential, and radiation exposure.

ISL Operations

The Wismut operation also used in situ leach (ISL) techniques to recover
uranium from subsurface ores (Mager and Vels 1992; Mudd 2001b; OECD
1999). At Königstein, mining activities and ISL operations severly dis-
turbed a layered ground water system. Dilute sulfuric acid was injected
into the orebody after blasting. The acid dissolved the uranium minerals,
and the uranium-bearing solutions were pumped to the surface for pro-
cessing and uranium recovery. This extraction technique left 2 million m3

of dilute sulfuric acid with dissolved heavy metals in local aquifers. The
leaching process chemically affected more than 55 million m3 of rock and
aquifer. Approximately 2650 million liters of mine water – containing sul-
furic acid and uranium – circulated or were trapped in the pore space of
the rocks. The trapped waters have arsenic, cadmium, nickel and uranium
levels up one to three orders of magnitude higher than German water qual-
ity guidelines. While the mine was in operation, there was little ground
water contamination because the water flowing into the mine was pumped
away from the acidified orebody. However, with the cessation of min-
ing, pumping of working areas ceased, and the ground water may become
contaminated because of the mixing of inflowing ground water with the
remaining acid. Ground water restoration is essential because one aquifer of
the layered ground water system is used by residents of the region for their
water supply.

Conclusions

Intense uranium mining was conducted by the Soviet Union in former occu-
pied East Germany over 45 years. The mining activities left a massive
environmental disaster in a densely populated area. Like all centrally planned
economies, at the time of mine closure there were no financial reserves to
fund these activities. The total cost for decommissioning and rehabilitation
has been estimated at 7000 million EURO.

Ground water restoration programs at former ISL sites rely on various tech-
niques (e.g. reverse osmosis, volume reduction by evaporation, pump-and-treat).
Contaminants are extracted from the ground waters, and some components may
even be recycled including sulfuric acid, aluminium oxide, ammonia, and gypsum.
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Moreover, natural attenuation processes within aquifers can restore contaminated
ground waters in ISL environments. The key geochemical processes which natu-
rally remove dissolved radionuclides and heavy metals from ground waters are:
(a) anaerobic conditions resulting in precipitation of reduced compounds such as
uranium minerals and sulfides; (b) coprecipitation of uranium with iron oxyhy-
droxides, organic matter, and carbonates; and (c) adsorption of uranium on clay
minerals, silicates, and aluminosilicates (Erskine et al. 1997). Such natural restora-
tion mechanisms will of course only operate if the aquifer is anaerobic or contains
elevated organic carbon, sulfide, clay as well as iron and manganese oxyhydroxide
concentrations.

6.6 Mining, Processing and Hydrometallurgical Wastes

Wastes of uranium mining, processing and hydrometallurgical extraction are invari-
ably radioactive. Most uranium mine wastes can be classified as non-radioactive
(e.g. overburden, waste rocks) or low-level radioactive wastes (e.g. mine water,
heap leach piles, waste rocks, tailings). Low-level radioactive wastes contain low
levels of nuclides, emitting alpha and beta particles and gamma-rays. The greatest
volume of non-radioactive and low-level radioactive waste products is generated at
uranium mines that use conventional mining and extraction methods. At these loca-
tions, mining, processing and hydrometallurgical uranium recovery generate mine
waters, sludges, waste rock dumps, heap leach piles, and tailings. In comparison,
uranium mines using ISL techniques produce significant less waste and generate
smaller volumes of radioactive mine waters and sludges. Wastes of uranium mining
and extraction can be grouped into the following four categories:

• Tailings. Uranium extraction at many operating uranium mines is based on:
(a) crushing of the ore to a fine powder; and (b) leaching the powdered ore with
process chemicals in a hydrometallurgical plant. The solids are removed from
the process circuit and pumped with spent process waters to a tailings repository.
These wastes are referred to as uranium tailings or more commonly as uranium
mill tailings.

• Mine water. Water contaminated with radionuclides, heavy metals, metalloids,
and other constituents is commonly generated at an uranium mine site. Such
water includes: mill water; process water; mining water from the dewatering of
underground and open pit mines; and seepage water emanating from waste rock
dumps, heap leach piles and ore stockpiles. Contaminated water is also produced
in association with ISL operations and during ground water restoration of former
ISL activities. Contaminated waters require treatment prior to disposal or even
discharge off the mine lease.

• Waste rocks. Country rocks enclosing uranium ores possess no or subeconomic
amounts of uranium minerals, and the mined waste rocks display variable
uranium concentrations as well as radioactivity and radon levels.
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• Heap leach residues. At some mine sites, uranium is removed from low-grade
ore using heap leaching. The leaching solution is sprayed on top of the pile. The
solution percolates downwards until it reaches a liner below the pile where it is
caught and pumped to a processing plant. Together with waste rock piles, heap
leach piles represent a potential hazard during operation because of the possible
release of dust, radon, and seepage waters. If waste rock dumps or heap leach
piles are sulfidic, there may be a potential for AMD development in the long
term.

6.7 Tailings

Large quantities of uranium mill tailings have accumulated and today, there are
probably more than 938 million m3 of uranium tailings produced at more than 4000
mines (Abdelouas 2006). Uranium mill tailings are generally disposed of as a slurry.
The tailings are best described in terms of solids and liquids. The solids can be
further subdivided based on their particle size into slimes and sands. Each of these
three tailings components (i.e. sands, slimes, tailings liquids) have distinct chemical,
mineralogical and radiochemical properties (Table 6.4).

Following placement into a tailings repository, the slimes and sands will settle,
and the tailings liquids can be decanted for reuse in the uranium extraction circuit.
The pH of sulfuric acid tailings is generally less than 4 whereas the pH of the alka-
line tailings is generally greater than 9 (Table 6.4). In both leaching processes, most
of the uranium minerals are dissolved, and the gangue minerals present in the ore are
attacked by the solutions. This creates tailings with high concentrations of dissolved
and soluble salts, metals and radionuclides.

6.7.1 Tailings Radioactivity

The hydrometallurgical processing of powdered uranium ore is very selective for
uranium and removes most of the uranium from the ore. The extracted uranium is
only weakly radioactive because of the long half-life of U-238, and the uranium
oxide concentrate contains approximately 15% of the initial radioactivity of the
uranium ore (OECD 1999).

Hydrometallurgical processing does not achieve complete extraction of uranium
from the ores, and discarded tailings always contain small amounts of uranium.
Moreover, most of the undesired daughter radionuclides of the U-238 and U-235
series end up in the tailings, and the tailings carry the remaining 85% of the ini-
tial radioactivity of the uranium ore (Abdelouas et al. 1999; Landa 1999; OECD
1999). As a consequence, uranium mill tailings constitute a high volume, low-level
radioactive waste. The radioactivity is caused by: (a) highly radioactive nuclides
with relatively short half-lifes (e.g. Po-218, Po-214, Po-210, Pb-210); and (b) less
radioactive nuclides with long half-lifes (e.g. Th-230, Ra-226) (Table 6.2). If the
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Table 6.4 The components of uranium mill tailings and their characteristics (US DOE 1999)

Tailings
component

Particle
size (μm) Chemical composition

Mineralogical
composition

Uranium content and
radioactivity

Sands >75 Major SiO2 with
<1 wt.% Al, Fe, Mg,
Ca, Na, K, Se, Mn,
Ni, Mo, Zn, V, U

Mostly gangue
minerals of the
original ore

0.004–0.01 wt.% U3O8
Acid leaching:a,b

26–100 pCi
Ra-226 g–1;
70–600 pCi
Th-230 g–1

Slimes <75 Major SiO2 with
<1 wt.% Al, Fe, Mg,
Ca, Na, K, Se, Mn,
Ni, Mo, Zn, V, U

Mostly
fine-grained
gangue minerals
of the original
ore and clay
minerals,
oxides,
fluorides,
sulfates and
amorphous
substances

U3O8 and Ra-226
concentrations are
almost twice the
concentrations
present in the sands

Acid leaching:b

150–400 pCi
Ra-226 g–1;
70–600 pCi
Th-230 g–1

Liquids – Acid leaching:
pH 1.2–2.0;
Na+, NH4

+, SO4
2–,

Cl–, and PO4
3–;

total dissolved
solids up to 1 wt.%

– Acid leaching:
0.001–0.01% U;
20–7500 pCi
Ra-226 l–1;
2000–22000 pCi
Th-230 l–1

Alkaline leaching:
pH 10–10.5;
CO3

2– and HCO3
–;

total dissolved
solids up to 10 wt.%

– Alkaline leaching:
200 pCi Ra-226 l–1;
essentially no
Th-230 (insoluble)

a U3O8 content is higher for acid leaching than for alkaline leaching
b Separate analyses of sands and slimes from the alkaline leaching process are not available.
However, total Ra-226 and Th-230 contents of up to 600 pCi g–1 of each isotope have been reported
for the combined sands and slimes

uranium ore is enriched in thorium, the tailings will possess abundant daughter
nuclides of the Th-232 series. Hence, radiation levels and radon emissions from tail-
ings are potentially significant, and the radioactivity of uranium tailings is greater
than that of the yellowcake or uranium oxide concentrate.

6.7.2 Tailings Solids

In general, tailings solids can be: (a) primary ore and gangue minerals; (b) sec-
ondary minerals formed during weathering; (c) chemical precipitates formed during
and after mineral processing; and (d) chemical precipitates formed after disposal
in the tailings storage facility (Sect. 4.2.3). In the case of uranium mill tailings,
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the chemical precipitates form: (a) during and after hydrometallurgical extraction;
(b) upon neutralization of acid tailings with lime prior to their disposal; and (c) after
disposal of the tailings in the storage facility.

The tailings solids can be crystalline, poorly crystalline, and/or amorphous in
nature, and they contain radionuclides, heavy metals, and metalloids (e.g. Langmuir
et al. 1999; Pichler et al. 2001). The solids are insoluble or potentially soluble
(Donahue et al. 2000; Landa 1999; Willett et al. 1994). Detailed analyses have
revealed that radionuclides (i.e. Th-230, Ra-226, U-235, U-238), heavy metals, and
metalloids are present in: (a) ion exchangeable, carbonate and readily acid solu-
ble forms; (b) iron and manganese hydrous oxides; (c) fluorides; (d) alkaline earth
sulfates (e.g. BaSO4, SrSO4); (e) organic matter; (f) sulfides; and (g) arsenates
(Donahue and Hendry 2003; Donahue et al. 2000; Landa and Gray 1995; Martin
et al. 2003; Pichler et al. 2001; Somot et al. 2000; Willett et al. 1994). The stability
of these solid phases determines the potential mobilization of radionuclides, heavy
metals, and metalloids into tailings pore waters.

Radium-226 is a radionuclide of significant concern in uranium mining. It tends
to be concentrated in the fine fraction of uranium tailings (Landa and Gray 1995)
(Table 6.4). Barium and radium have similar geochemical properties, including the
low solubility of their sulfate salts and the coprecipitation of radium with barium
as solid sulfates (Ba(Ra)SO4). In addition, adsorption and coprecipitation processes
lead to the fixation of Ra-226 in iron oxyhydroxides, feldspars, clays, amorphous
silica, organic matter, sulfides, barite, and other sulfate grains. Iron oxyhydroxides
and alkaline earth and lead sulfates play an important role in the fixation of Ra-226
and other radionuclides in acid tailings materials (Goulden et al. 1998; Landa 1999;
Landa and Gray 1995; Martin et al. 2003; Somot et al. 2000).

Uranium tailings like all tailings undergo chemical reactions in a tailings reposi-
tory (cf. Sect. 4.2.3). Over time, the tailings mineralogy and pore water composition
may change. Dissolved radionuclides, metals, and metalloids may: (a) persist in
solution; (b) precipitate or coprecipitate by interacting with other components in
the tailings; or (c) be adsorbed by tailings solids such as quartz, kaolinite, clays or
amorphous substances (Landa 1999; Landa and Gray 1995). The potential release
of radionuclides, metals and metalloids from tailings solids into pore waters and
the presence of these elements in solution are undesirable. Tailings liquids laden
with contaminants can escape from the tailings storage area and may impact on
aquifers or surface waters. Consequently, the mineralogical siting and chemical
reactions in uranium tailings need to be understood in order to determine the
long-term behaviour of radionuclides, metals and metalloids in the waste reposito-
ries. The mobilization of radionuclides, heavy metals, and metalloids from tailings
solids into tailings liquids can be induced through various factors (Landa and
Gray 1995):

• AMD development. Tailings may contain abundant sulfide minerals that can oxi-
dize in the tailings impoundment. The acid producing reactions may not be
sufficiently buffered by acid neutralizing reactions, and this leads to the forma-
tion of AMD. The development of AMD in uranium tailings, heap leach piles
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and waste rock dumps will enhance the dissolution of uranium minerals and the
mobility of radionuclides.

• Presence of process chemicals. Hydrometallurgical extraction schemes add sig-
nificant amounts of sulfuric acid, alkaline materials, nitrate, chloride and/or
organic solvents to the processed ore. The process reagents can leach host phases
and act as complexing agents for radionuclides and heavy metals. The con-
taminants may be mobilized from their host minerals and dissolved in tailings
waters.

• Acid leaching or reduction of iron and manganese oxyhydroxides. Iron and man-
ganese oxyhydroxides represent important host phases to radionuclides, metals,
and metalloids, in particular arsenic. These hosts can become unstable under acid
or reducing conditions (e.g. Pichler et al. 2001). The establishment of acid or
reducing conditions in uranium tailings may lead to dissolution of oxyhydrox-
ides and to the mobilization of the previously fixed radionuclides, metals, and
metalloids.

• Bacterial reduction. Sulfate and iron reducing bacteria within tailings can favour
enhanced dissolved Ra-226 concentrations. The bacteria reduce solid sulfates
and iron oxyhydroxides to sulfides and allow the release of radium from sul-
fate salts (Martin et al. 2003). The bacteria also convert dissolved sulfate to
sulfide and keep the dissolved sulfate concentrations at relatively low levels.
Low sulfate levels prevent the formation of insoluble sulfates and the fixation
of Ra-226 as Ba(Ra)SO4. The undesired release of Ra-226 into solution can
occur through engineering measures or natural processes that cause low dissolved
oxygen concentrations in tailings liquids.

• Presence of clay minerals. Clay minerals act as sinks for barium and strontium
cations in tailings dams. The cations are incorporated into the clay structure
which prevents the formation of insoluble alkaline earth sulfates and the copre-
cipitation of Ra-226 as Ba(Ra)SO4. Abundant clay minerals within tailings may
greatly enhance the concentration of Ra-226 in solution.

6.7.3 Tailings Liquids

Tailings liquids represent the surface and pore waters of tailings storage facilities.
The tailings liquids tend to contain high concentrations of radionuclides, heavy
metals, and metalloids. If neutralization has not been applied to the liquids of an
acid leach plant, the tailings liquids are typically acid, saline and enriched in heavy
metals, metalloids, radionuclides, iron, manganese, aluminium, alkali and alkaline
earth metals (Na, K, Ca, Mg), sulfate, chloride, fluorine, and process chemicals
(Landa 1999; Mahoney et al. 2007). Acid tailings liquids are commonly in equilib-
rium with a range of secondary salts such as gypsum and aluminium sulfates, which
invariably precipitate and redissolve in the waste repository.

At some mine sites, tailings of an acid leach uranium processing plant are partly
or completely neutralized with lime prior to discharge to a tailings storage facility.
The tailings become saturated with calcium sulfate. The neutralization may result
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in the precipitation of gypsum and of numerous elements that were in solution in
the acid process water (e.g. As, Ni, Fe, Cu, Mn, Mg). The chemical precipitates
are primarily metal hydroxides, gypsum and arsenates (Chen et al. 2009; Mahoney
et al. 2007). Adsorption on amorphous phases and coprecipitation of radionuclides,
metals and metalloids will further reduce dissolved element concentrations in the
deposited tailings (Langmuir et al. 2006).

In the waste repository, natural neutralization of acid tailings liquids may occur
through the reaction of tailings liquids with tailings solids. Dissolution of carbonate
minerals or amorphous solids and the ion exchange uptake of hydrogen by clay
minerals represent possible buffering reactions (Landa 1999). If the acidic tailings
liquids react with aluminosilicate minerals, then secondary clay minerals, jarosite,
and alunite will be produced. These minerals will plug pore spaces and decrease
tailings permeability (Sect. 2.6.4). The minerals will also act as adsorptive sinks for
radionuclides and heavy metals (Landa 1999). Such reactions promote the fixation
of radionuclides, metals and metalloids in tailings solids and reduce the ingress of
oxygen and water into the waste. On the other hand, acidic tailings solutions may
react with a clay liner placed at the bottom of the tailings storage facility (Shaw and
Hendry 2009). A breach of the clay liner may then be possible.

6.7.4 Tailings Disposal

The specific radioactivity of uranium mill tailings is low (a few Ci kg–1) relative to
most other radioactive wastes produced during atomic weapon and nuclear power
production. Long-term containment of these low-level radioactive wastes is of great
environmental concern. Radionuclides can be leached out of these wastes which
may result in the contamination of surrounding ground and surface waters, soils,
and sediments. Current disposal practices aim: (a) to isolate tailings for a long period
of time from the surrounding environment; (b) to prevent leakage from the reposi-
tory; and (c) to protect ground and surface waters from contamination. The disposal
of long-term radioactive, fine-grained, sulfidic or even acidic mine wastes requires
special attention.

In the past, uranium mill tailings were often abandoned and left unrehabili-
tated, or they were discharged into local creek and lake systems. Today, finite
disposal options for uranium tailings include: (a) placing them under water in a
lake, ocean or wetland environment (e.g. MEND 1993b); (b) backfilling them into
a mined-out open pit (cf. Sect. 4.5); and (c) dumping them into a tailings dam. The
disposal of uranium mill tailings into open pits and tailings dams are the main waste
management strategies:

• Backfilling. In-pit disposal of radioactive wastes has numerous advantages com-
pared to conventional tailings dam disposal including: (a) the tailings are as
secure physically as the original ore; (b) there is no hydraulic head due to the
position of the tailings below ground, and there is less prospect of contaminants



6.7 Tailings 289

being leached into the local groundwater regime; and (c) a greater depth of
cover is achieved ensuring radiation safety (Moldovan et al. 2008). Uranium
tailings like all other tailings are not simply very fine-grained ore particles
(Sect. 4.2.3). Tailings undergo diagenesis, and their mineralogy and chemistry
are unlike those of the originally mined ore. In particular, tailings contain sol-
uble salts. These chemical precipitates may dissolve once the tailings become
part of the local aquifer. Moreover, the tailings contain interstitial pore waters
with reactive process chemicals and dissolved metals, metalloids, and radionu-
clides. Consequently, the placement of uranium mill tailings into a pit requires
an engineered disposal. If the open pit is lined with clay or other impermeable
liners, tailings solids and liquids will not become part of the local aquifer, and
water-rock reactions will not lead to the mobilization of contaminants into ground
waters. Alternatively, a highly permeable layer is installed around backfilled tail-
ings to allow free ground water circulation (Fig. 6.5). Since the permeability of
the tailings is lower than that of the permeable layer, it is likely that there will be
no exchange of contaminants between tailings and ground water.

• Tailings dams. The disposal of uranium mill tailings into tailings dams has been
and will continue to be the main waste management strategy. Deposition of
tailings on engineered impermeable clay layers or geotextile liners can limit
the seepage into underlying aquifers. However, at many inactive tailings dam
sites liners have not been used, and migration of contaminants into the ground
water has occurred. Once mining ceases, uranium tailings dams require perma-
nent dry or wet covers, and conventional dry cover designs for uranium tailings
are multi-layer barriers. Dry covers are best achieved using a combination of
materials including geotextile liners. Tailings are covered with compacted and/or
uncompacted waste rock or clay to minimize water ingress and to reduce gamma
radiation and radon emanation levels (Fig. 6.6). An impermeable cap of clay
and geotextiles can inhibit rainwater inflow and radon escape. Crushed waste
rock above the clay will facilitate drainage from the waste repository and reduces

Fig. 6.5 Schematic diagram showing the in-pit disposal concept of uranium mill tailings (after
Ripley et al. 1996). Consolidated tailings are discharged into a mined-out open pit that is lined
with permeable, benign waste materials. Seepage waters are collected and treated or returned to
the processing plant
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Fig. 6.6 Erosion and incision
into a covered uranium mill
tailings repository, Radium
Hill, Australia. The tailings
(30.6 mSv per year) were
originally placed into a
depression of crushed waste
rock and then capped with
soil containing calcrete and
rock fragments. The soil
cover reduces the radiation
levels to 0.91 mSv per year as
measured at the cover’s
surface

Fig. 6.7 Rehabilitated tailings dam at the Mary Kathleen uranium mine, Australia. The tailings
dam has been rehabilitated using a multi-barrier system (clay and waste rock layers, vegetation
cover). Piezometers allow sampling and monitoring of tailings liquids

capillary suction forces. Topping with a suitable substrate, creating a gentle slope,
and revegetation using local native species complete the rehabilitation of dry
capped tailings dams (Fig. 6.7). The growth of vegetation with long roots should
be avoided as this may lead to the disturbance of an intact cover and associated
radon escape and radionuclide migration. The placement of a rock cover (so-
called riprap) has been used on tailings repositories in arid regions where rainfall
is too low to support vegetation (Rager et al. 1996).

6.7.5 Long-Term Stability of Tailings Dams

The design of an uranium tailings dam is important as the repository has to iso-
late the radionuclides and other contaminants and prevent them from entering the
environment. Tailings dams or waste rock dumps are commonly rehabilitated using
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dry covers. The covers are designed: (a) to contain the waste; (b) to shed water;
(c) to convert waste materials into landforms which comply with the final land use;
and (d) to remain exceptionally stable over a significant period of time.

The design features of uranium tailings dams are no different to those of other
tailings dams. In Australia and the United States, above ground structures for
the containment of tailings are required to have an engineered design life of at
least 200 years and an effective structural life of up to 1000 years (e.g. Code of
Practice on the Management of Radioactive Wastes from the Mining and Milling
of Radioactive Ores). However, uranium tailings contain radioactive isotopes with
half-lifes (Th-230: 80,000 years; Ra-226: 1622 years) that exceed the engineered
design and structural life of tailings dams.

The long-term performance of dry covers is dependent on their resistance to wind
and water erosion. In regions with high erosion rates (e.g. tropical regions with
high intensity rainfalls), the long-term stability of capped uranium tailings dams
is particularly important. The slope, thickness and permeability of cover materials
and their resistance to erosion become crucial design features of tailings dams and
waste rock dumps. Mine waste repositories are commonly designed as raised reposi-
tories and represent topographic highs in the surrounding landscape. These artificial
landforms are subject to natural erosion once rehabilitation of the repositories has
ceased. Erosion will eventually result in the leveling of any topographic expressions.
If significantly elevated dumps are constructed in regions with high erosion rates,
it has to be established whether the covers will protect the waste repositories from
erosion in the long term.

Modeling, based on the universal soil loss equation or other techniques, can indi-
cate whether a cover design or a post-mining landscape will remain viable at a mine
site for an adequate number of years (East et al. 1994; Hancock et al. 2006). In
addition, erosion studies for surrounding landforms can be used to estimate for
how long wastes will be contained in waste repositories. Such modeling attempts
are particularly important for the construction and evaluation of uranium tailings
dams which are designed to isolate radioactive isotopes from the environment. The
relative magnitude of the radioactivity and the long half-lifes of particular radionu-
clides in uranium tailings present a problem for the very long term (i.e. >1000 years)
(Landa and Gray 1995). Uranium tailings dams have to be secure and stable for over
a period of several tens of thousands of years, so the long-term containment of ura-
nium tailings in engineered structures is an important aspect of uranium mine waste
management.

Despite their general acceptance and widespread use in the mining industry, the
long-term stability and performance of capped repositories are unknown. While
modeling and comparative erosion studies of surrounding landforms can indicate the
erosive behaviour of waste repositories, only future investigations of capped waste
repositories will provide the evidence for their long-term stability. It is a fact that
fundamental geological processes such as erosion eventually result in the leveling
of any topographic highs. If significantly elevated dumps and dams are constructed
in high rainfall, erosive regimes, it is certain that the dry covers will not protect the
man-made highlands from erosion in the long term.
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6.8 Mine Water

Water management at uranium mine sites follows the general principles of water
management at all mine sites (Sect. 3.11). These principles require the contain-
ment and disposal of contaminated water in a manner that does not impact on the
environment. The release of water from uranium mine sites has to conform with
statutory directives. These directives commonly state that the quality of any dis-
charged water has to meet a specified standard which includes maximum acceptable
uranium and other radionuclide levels. Water management is to ensure that water
courses, aquifers, soils, sediments, irrigation crops, farm animals, and aquatic life
are not contaminated by radionuclides, heavy metals, metalloids, sulfate, process
chemicals, and other contaminants.

Water management is achieved through collection and disposal. Water is col-
lected from open pit or underground workings, mills, hydrometallurgical plants,
waste rock dumps, heap leach piles and ore stockpiles, and channelled into reten-
tion ponds (Fig. 6.8). Uncontaminated water can be disposed of by evaporation,
land irrigation or discharge whereas contaminated water requires treatment prior to
discharge.

6.8.1 Constituents

Waters of uranium mine sites have highly variable compositions, yet they are gener-
ally characterized by elevated uranium and thorium levels and their decay products
(Ra-226, Rn-222, Pb-210 etc). Some radionuclides found in water such as Ra-226
also originate from natural sources, in particular from the leaching of minerals other

Fig. 6.8 Water retention pond at the Ranger uranium mine, Australia. Waste rock dumps are
present beyond the pond
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than uranium ore minerals. Metal and metalloid concentrations (e.g. As, Be, Cr, Fe,
Ni, Se) may be elevated, and oxidation of abundant iron sulfides in mine wastes
can lead to AMD development and long-term low pH waters. The geochemical
behaviour of radionuclides, metals and metalloids in mine waters is strongly pH
and Eh dependent. Enhanced dissolution of radionuclides and heavy metals occurs
in acid, oxidized waters.

Various process chemicals are used in the hydrometallurgical extraction of ura-
nium (cf. Sect. 6.5). These include sulfuric acid, sulfates, carbonates, chlorides,
calcium oxide, magnesium oxide, sodium hydroxide, potassium permanganate, cop-
per sulfate, cyanides, manganese oxides, nitrogen compounds (e.g. ammonium,
ammonia, nitric acid), and organic solvents (e.g. kerosene, alcohols). Hence, spent
process waters of processing plants tend to have elevated radionuclide, metal,
metalloid as well as sulfate, carbonate, chloride, calcium, magnesium, sodium,
manganese and nitrogen levels (e.g. NO−

3 , NH3, NH+
4 ).

6.8.2 Treatment

At uranium mine sites, treatment of surface or ground water may be needed because
the water is contaminated with radionuclides, metals, metalloids, acid and/or pro-
cess chemicals. Various methods are available to remove these contaminants from
the mine waters. Land irrigation, neutralization, wetlands, radium removal, pump-
and-treat, and in situ bioremediation are some of the techniques available to reduce
dissolved contaminant values to acceptable levels:

• Land irrigation. Uranium mines in tropical regions with high rainfalls must col-
lect, contain and dispose large volumes of contaminated water in a manner which
does not impact on the environment. Excess water at such uranium mining oper-
ations has been sprayed onto land application areas (Brown et al. 1998; Willett
and Bond 1995, 1998). The soils of the land application areas have to possess
adsorptive capacities which retain the contaminants. In particular, soils enriched
in iron oxides and organic matter are capable of adsorbing significant concen-
trations of uranium. Other radionuclides (e.g. Ra-226, Pb-210) are also strongly
adsorbed by surface soils in irrigation areas and do not reach the regional aquifers
and surface waters (e.g. Willett and Bond 1995, 1998). The radionuclides will
remain in the surface soils and do not leach into ground waters. However, such
a disposal method has several disadvantages. The topsoil is subject to wind and
water erosion, represents the substrate for plants, and may be ingested by animals
(Willett and Bond 1998). Furthermore, conservative, non-reactive ions such as
sulfate, nitrate, manganese, magnesium, and calcium may migrate into the local
aquifer and surface waters (Brown et al. 1998). As a consequence, the applica-
tion of excess water to an irrigation area will result in soil and ground water
contamination and subsequent stress to and dieback of local vegetation.

• Neutralization. The acidity of uranium mine waters is either due to AMD devel-
opment or due to the use of sulfuric acid during uranium extraction. Acid,
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metal-rich (e.g. Cd, Cu, Mn, Mo, Ni, Zn) mine waters can be treated using
the same treatment techniques as applied to AMD waters (Sect. 3.12). The
chemical treatment of acid, uranium-rich waters with carbonate and lime will
reduce dissolved uranium and heavy metal concentrations and neutralize the acid-
ity (Applegate and Kraatz 1991; Fernandes et al. 1998). Dissolved metals and
radionuclides precipitate as sludges, and the sludges need to be disposed of in
a waste repository which commonly is the tailings storage facility. On the other
hand, chemical treatment of acid, uranium-rich waters with carbonate may pro-
mote the undesired desorption, mobilization and leaching of uranium from mine
wastes. Dissolution of solid carbonate generates bicarbonate ions, and the uranyl
ions are able to complex with the bicarbonate ligands. Consequently, excessive
addition of carbonate to uranium mine wastes and contaminated soils can enhance
uranium mobility and exacerbate existing contamination problems (Elless and
Lee 1998; Wanty et al. 1999) (cf. Sect. 3.12.1).

• Wetlands. Wetlands are successfully used to treat waters with elevated uranium
and radium concentrations. Wetlands have abundant clays, organic matter, algae,
bacteria, fungi, and lichens which are effective in removing dissolved contam-
inant concentrations (Haas et al. 1998; Lloyd et al. 2004; Noller et al. 1997;
Schöner et al. 2009). Much of the uranium is adsorpted onto the wetland sediment
or organically bound to the substrate. Ideally, reducing conditions are required to
convert the mobile U6+ to the immobile U4+ species and to cause the reductive
precipitation of relatively insoluble U4+ phases.

• Radium removal. The removal of radium from water is accomplished by pre-
cipitation with barium chloride. Barium chloride is introduced into the water
circuit, and the radium will coprecipitate with barium sulfate as illustrated by
the following reaction (Benes et al. 1983):

BaCl2(s) + Ra2+
(aq) + SO2−

4(aq) → 2Cl−(aq) + (Ba, Ra)SO4(s) (6.10)

Any calcium present will precipitate as calcium sulfate crystals. Settling and
filtration of the precipitated salts follow in constructed ponds. Ponds should be
lined to prevent contamination of ground waters with radionuclides. Evaporation
of waste waters in ponds lead to the precipitation of salts and sediments. The
radioactive salts and evaporation pond sediments cannot be left in the treatment
ponds otherwise they redissolve. The salts and sediments are generally placed
with the tailings into a tailings storage facility.

Contaminated ground water may be treated using ex situ (e.g. pump-and-treat)
or in situ treatment techniques (e.g. bioremediation, permeable reactive barriers):

• Pump-and-treat. The pump-and-treat method aims to capture the impacted
ground water plume. A number of extraction wells pump the contaminated
ground water to the surface. This technique relies on the extraction of uranium
and other contaminants with the water and on fast desorption if the contam-
inants are adsorpted onto the host rock in the polluted aquifer (Abdelouas
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et al. 1998a, b). Following extraction of the contaminated ground water, the
water is treated using separation processes such as ion exchange, reverse osmo-
sis, biosorption, bioreduction, bioaccumulation, and reductive precipitation of
uranium (Abdelouas et al. 1999).

• In situ bioremediation. In situ bioremediation is based on the injection of nutri-
ents to stimulate naturally present microorganisms and/or on the addition of
specific bacteria to the aquifer (e.g. Desulfovibrio, Geobacter metallireducens,
Shewanella putrefaciens, Colstridium sp.). The bacteria precipitate the dissolved
uranyl complexes as insoluble uranium oxide through the following processes:
(a) incorporation of uranium into cell structures; (b) adsorption of dissolved ura-
nium from solution; and (c) direct or indirect reduction of the mobile U6+ to
the immobile U4+ species which precipitates as insoluble uraninite (Abdelouas
et al. 1998b, 1999, 2000; Burgos et al. 2008; Edwards et al. 2007; Suzuki and
Banfield 1999; Yabusaki et al. 2007). This latter property of microorganisms –
to be able to reduce U6+ to the immobile U4+ – is used in the remediation of
uranium contaminated ground waters. Direct reduction of the mobile U6+ to the
immobile U4+ species can be performed by particular microorganisms. Indirect
reduction of U4+ may be caused through the proliferation of sulfate-reducing bac-
teria, which in turn lead to reducing conditions in the uraniferous ground waters.
Both direct and indirect reduction result in the precipitation of dissolved U6+ as
insoluble U4+ oxide.

• In situ permeable reactive barriers and reactive zones. In situ permeable reactive
barriers (PRB) and reactive zones (RZ) are based on the placement of solid reac-
tive materials into the contaminated ground water. The application of permeable
reactive barriers requires excavation of a trench, placement of the reactive mate-
rials into the trench, and backfilling; hence, the technique is limited to shallow
aquifers. By contrast, the reactive zone technology uses injection points per-
pendicular to the ground water flow. Reactive substances such as phosphate or
reducing materials like metallic iron or ferrihydrite can be employed to retain ura-
nium and radium on solid particles (Burghardt and Kassahun 2005; Gustafsson
et al. 2009; Simon et al. 2008).

6.9 Monitoring

Waste rock dumps, tailings dams, and heap leach piles are potential sources of
radionuclides, acid, salts, heavy metals, and metalloids. These sources need miner-
alogical, geochemical and radiochemical characterization. Uranium concentrations
in solid mine wastes can be determined using a range of analytical methods whereas
uranium mineral identification is primarily achieved through X-ray diffraction (Hill
1999; Wolf 1999). Radionuclide concentrations are established using alpha and
gamma-ray spectrometry whereas radon gas concentrations are investigated using
radon emanometry (Nielson et al. 1991; Sharma 1997).

Kinetic tests are commonly applied to simulate the weathering and oxidation
of sulfidic waste samples. The tests expose sulfidic waste over time, from several
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months to several years, to moisture and air (Sect. 2.7.4.2). The field or laboratory
based experiments are also used to investigate the leaching behaviour of uranium
mine wastes. The uranium mine wastes are placed into field bins or columns and
subjected to periodic or continual leaching in order to simulate the addition of
ground or surface waters. The wastes require mineralogical, geochemical and radio-
chemical characterization prior to and after leaching. The leachates are monitored
for water quality parameters (e.g. pH and EC) and analyzed for their chemical and
radiochemical composition. Data from such experiments can be used to evaluate
acid production and the migratory behaviour of radionuclides, heavy metals, and
metalloids over time.

Environmental monitoring of uranium mine sites include periodic chemical and
radiochemical measurements of ground and surface waters, stream sediments and
soils. In addition, aquatic biota (e.g. fish) are investigated for their radiochemi-
cal composition to detect uptake of radionuclides by aquatic organisms. Mosses
and lichens are often used to monitor air contaminants as these rootless organ-
isms reflect atmospheric fall-out rather than substrate chemistry (Ripley et al. 1996).
Atmospheric measurements of radon gas and dust particles are an integrated part of
the monitoring program. In particular, geochemical analyses of waters and stream
sediments are very useful for the identification, monitoring, control, and evaluation
of environmental impacts in the aquatic system (Noller and Hart 1993). The migra-
tory behaviour of dissolved uranium and other from contamination sources into
aquifers can be modelled using computational software, including mass transport
models (e.g. MODFLOW) and geochemical speciation programs (e.g. HARPHRQ).

The environmental risks of uranium mine wastes will last until the radioactivity
of the mine wastes has decreased to acceptable levels. Therefore, operating and reha-
bilitated uranium mine sites require monitoring and periodic environmental reviews
well beyond mine closure and for at least 1000 years (i.e. the engineered life-span
of tailings repositories).

6.10 Radiation Hazards

A low level of radioactivity is part of the natural environment (Eisenbud and Gesell
1997; Ewing 1999; Gaines 2000). Naturally occurring background levels of radi-
ation originate from cosmic radiation, the radioactive decay products of radon in
the air, and the natural radioactivity of the ground. Much of the radioactivity of
rocks and minerals is due to the decay of uranium (i.e. U-238, U-234), thorium (i.e.
Th-232), their radioactive decay products as well as the decay of the potassium iso-
tope K-40. The abundance of uranium, thorium and potassium varies in different
rock types and minerals (Sharma 1997). Hence, the natural radiation dose varies
depending on the geological ground above which and altitude at which people live.
Radioactivity is also present in water, air, plants, food, and even internally within
the human body (Ewing 1999; Kathren 1998). Radiation is unavoidably received by
humans and for the great majority of the population, exposure to natural radiation
exceeds by far that from artificial, medical and occupational sources.
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6.10.1 Radiation Dose and Human Health

Radioactive nuclides of the U-238, U-235 and Th-232 series emit ionizing radi-
ation in the form of alpha and beta particles as well as gamma-rays. Animals and
humans get exposed to this radiation through: (a) external radiation emitters; and (b)
ingestion or inhalation of radionuclides. Very high concentrations of radionuclides
may be acquired through the foodchain whereby terrestrial or aquatic plants obtain
radionuclides from contaminated air, water and soil (Carvalho et al. 2009b). The
radionuclides get into organisms using the transport mechanisms of nutrient ions,
so the radionuclides become concentrated in the foodchain. For example, Ra-226
follows the pathways of calcium. The radionuclide accumulates in calcium sinks
such as bones and continues to emit ionizing radiation.

It is established that work with radioactive materials carries with it an increased
risk of tissue damage including radiation induced cancers, leukemia, and genetic
mutations. Radiation protection standards assume that any dose of radiation – no
matter how small – involves the possibility of risk to human health. Ionizing radia-
tion can be particularly harmful if a large enough dose is received (Table 6.5). While

Table 6.5 Comparative radiation doses and likely effects of radiation doses to the human body
(Major 2001; Ripley et al. 1996)

Radiation dose Effects of radiation dose

10,000 mSv in a short term
dose

Immediate illness and subsequent death

1000 mSv in a short term dose Temporary illness; likelyhood of cancer
750 mSv per year Mean annual radiation dose to East German miners from

1946 to 1954, resulting in thousands of cases of lung
cancer (cf. Case Study 6.1)

350 mSv in lifetime Criterion for relocating people after the 1986 Chernobyl
accident

100 mSv per year No evidence for increased cancer risk or immediate effects
below this level

20 mSv per year av. over
5 years

Occupational maximum permissible exposure level for
nuclear industry employees and uranium miners
(International Commission on Radiological Protection)

5.2 mSv per year Average dose to employees at the Ranger uranium mine,
Australia

4–5 mSv per year Average dose to Australian uranium miners
5 mSv Abdominal X-ray
3 mSv per year Typical background radiation to North American public
2.9 mSv per year Average occupational dose to United States nuclear industry

employees
2.7 mSv per year Average dose to underground employees of the Olympic Dam

uranium mine, South Australia
2 mSv per year Typical background radiation to Australian public
1.1 mSv per year Aver age dose to Canadian uranium refinery workers
1 mSv per year Maximum permissible exposure level for general public

above that received from background and medical exposure
(International Commission on Radiological Protection)
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small radiation doses such as medical X-rays are not capable of causing radiation
sickness or death, they slightly increase the risk of cancer several years after the
exposure has occurred. As more is known about the effects of ionizing radiation,
the dose levels considered to be safe have been revised. Radiation exposures for
the general public and in the workplace have been lowered over the years, and the
occupational maximum permissible radiation exposure level has dropped to about
one tenth of that considered safe in the early 1950s.

The health effects of radon exposure are still debatable, and the effects of low
level radiation dose on cells are still to be determined. While exposure to excessive
radiation is a health hazard and may even lead to death, a small radiation dose may
be beneficial for the cure of various ailments. There is a practice of radon consump-
tion and inhalation by the general public in certain parts of the world. In Germany,
Austria and Poland, mineral waters and underground mines with known high levels
of radon are successfully used for the treatment of various ailments (Kathren 1998).
The consumption of radon bearing mineral waters and the inhalation of radon-rich
air appear to have a beneficial effect. Will decommissioned uranium mine sites and
other non-uranium mines with high radon levels have a future as sanatoriums and
health spas?

The radiation dose to members of the public from operating uranium mines is in
most cases negligible as access to the mine sites is controlled and occupation of the
mining areas by the general public is zero. In populated areas, however, environmen-
tal dust and radon monitoring programs have to be implemented around uranium
mine sites. Direct radiation and ingestion as well as inhalation pathways need to be
evaluated as well. The potential for significant radiation exposure especially exists
for mine staff.

6.10.2 Occupational Radiation Exposure

Much of the occupational radiation exposure at uranium mine sites does not origi-
nate from the decay of uranium isotopes but from the decay products of U-238 and
U-235 (i.e. Ra-226, Rn-222). While uranium isotopes are radioactive, the isotopes
U-238 and U-235 have very long half-lifes and uranium is not strongly radioactive.
On the other hand, both uranium isotopes emit alpha particles. The release of alpha
particles is a potential hazard if the uranium occurs in fine-grained material. The
finer grain size results in larger surface areas and greater release of alpha particles
from the material. Alpha particles cannot penetrate the skin and are only a poten-
tial hazard if they are inside the human body. Consequently, the handling of solid
uranium concentrate at mine sites is not so much a radioactive hazard but a poten-
tial inhalation or ingestion hazard. Uranium itself is a suspected human carcinogen
and has a chemical toxicity (Wanty et al. 1999). The inhalation or ingestion of ura-
nium can be prevented using appropriate ventilation, protective clothing, and strict
hygiene standards.

The prime health hazard – during uranium mining and after mine closure – relates
to ionizing radiation and the carcinogenic properties of radionuclides (e.g. Ra-226)
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Table 6.6 Potential occupational hazards at uranium mining and processing sites and their
management (after Davy and Levins 1994; OECD 1999)

Hazards Sources
Possible
contaminants Management

External
radiation

Mine workings, ore
stockpiles, tailings
repository, waste rock
dumps, processing
plant

Gamma-rays,
alpha and beta
particles

Monitoring of personal
radiation doses;
engineered ventilation
system

Ingestion of
surface or
ground water

Water within or near the
mine site

Dissolved
radio-nuclides

Inappropriate drinking
water supply

Inhalation of
radon

Mine workings, ore
stock-piles, waste rock
dumps, processing
plant

Radon-222 Monitoring of personal
radiation doses;
engineered ventilation
system

Inhalation of
radon

Tailings repository Radon-222 Wet cover during
operation; dry or wet
cover once disposal
ceases

Inhalation of dust
containing
radioactive
isotopes

Working areas with
mining, blasting,
crushing, and
screening; wind erosion
of ore and waste rock
piles and tailings

Radionuclides,
silica dust

Forced ventilation in
underground mines;
wetting of working
areas; wind resistant
covers for ore and
waste piles; collection
of dust using filters;
dust suppression using
wetting and covering of
potential dust sources

Inhalation, skin
adsorption or
ingestion of
uranium

Packaging of uranium
concentrate

Uranium Ventilation; air hoods;
filters; protective
clothing; hygiene

and radon (Rn-222) gas. Employees of uranium mines can be exposed to radiation
and radon gas via four principal exposure pathways (Table 6.6):

• Direct external radiationfrom uranium ores, tailings and waste rocks. Employees
will be exposed to external radiation in the form of gamma-rays as well as alpha
and beta particles emitted by isotopes of the U-238, U-235 and Th-232 series.

• Ingestion of contaminated water. Leaching of wastes can carry radioactive
nuclides, metals, and metalloids to surface and ground waters. Thus, ground and
surface water within or near the mine site can contain elevated levels of dissolved
radioactive isotopes and should not be used as drinking water.

• Inhalation of radon. Radon-222 gas emanates from ores, wastes, and tailings
and may be inhaled by employees. Airborne radionuclides, particularly Rn-222,
may impact on the health of humans, because Rn-222 and its radioactive decay
products deliver an internal radiation dose to the lungs.
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• Inhalation and ingestion of dust containing radioactive isotopes. At uranium
mine sites, atmospheric emissions are not restricted to radon gas. All mining,
tipping, handling, transport, crushing and milling operations produce dust. In
addition, dry uncovered tailings can be a source of radioactive dust particles.
The ore or tailings dust contains radioactive isotopes of the U-238, U-235 and
Th-232 series, and the dust may be inhaled and ingested by employees.

Uranium mine wastes emit very low to elevated levels of radiation and variable
levels of radon gas. Today, low level radiation doses for employees can be achieved
through (Table 6.6):

• Installation of covers. The release of Rn-222 to the atmosphere from tailings is
major pathway of radon exposure at uranium mine sites. A reduction in radon
emanation from tailings repositories is generally achieved by installing cover
materials. At operating uranium mines, tailings are commonly covered with water
which reduces radiation levels. Where tailings are collected and kept wet under
permanent water cover, the radon flux is reduced to only 1% of the radon flux
from dry tailings (Davy and Levins 1984). Wet or dry covers on tailings and
other wastes need to be of at least 30 cm thickness in order to reduce radiation
levels to background levels.

• Dust suppression. The inhalation and ingestion of radionuclides contained in dust
need to be minimized as radionuclides emit gamma-rays and alpha particles. Dust
suppression can be achieved by wetting and covering the potential dust sources.

• Appropriate ventilation. Uranium mine sites are always monitored for levels
of radon gas that is released during the natural radioactive decay of uranium.
Ventilation generally reduces radon gas levels, however, in some mines the radi-
ation and radon levels are so high that mining must be done with remote control
equipment and robots. Natural ventilation in an open cut mine removes radon
gas whereas an underground uranium mine requires an engineered ventilation
system. Forced ventilation reduces radon and radon daughter exposure.

• Radiation dose monitoring. Personal radiation doses are monitored to limit the
radiation exposure of individual employees.

• Strict hygiene standards, ventilation, and protective clothing. Employees han-
dling uranium concentrate have to adhere to strict hygiene standards and have
to work in protective clothing in appropriately vented environments. This will
minimize the ingestion, adsorption and inhalation of uranium.

The above protection measures ensure that radiation doses are below recom-
mended dose limits and are as low as reasonably achievable. In the past, little
attention was paid towards proper ventilation of underground mines, dust sup-
pression, and the radiation exposure of mine workers. An example for this is the
Radium Hill uranium mine in South Australia. The mine operated from 1952 to
1961 (Fig. 6.6). The frequency of lung cancer deaths in the former Radium Hill
workforce is associated with duration of work underground and cumulative expo-
sure to radon (Woodward and Mylvaganam 1993). In contrast, modern underground
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uranium mines are far more strictly controlled and far better ventilated. Furthermore,
in industrialized nations, health standards have been set for the exposure to gamma
radiation and radon gas.

6.11 Environmental Impacts

Many uranium ores were exposed to the surface prior to mining. At these sites, there
was natural release of radioactivity into the environment as well as natural disper-
sion of uranium and other elements into soils, plants and creeks prior to mining.
Plants may adapt to uranium-rich soils. In fact, plants growing on naturally radioac-
tive places are known to absorb so much Ra-228 that the plants produce an image
when placed on photographic film. Also, ground waters in contact with uranium ores
are often naturally radioactive and too saline for human and animal consumption.
Thus, natural dispersion of radionuclides, metals and metalloids is known to occur
from uranium ores into surrounding soils, waters, plants, and stream sediments.

Mining, processing and metallurgical extraction of uranium ore may impact on
air, soil, sediment as well as surface and ground water unless suitable waste disposal
and rehabilitation strategies are adopted (Table 6.7, Case Study 6.2). In particular,
uranium mill tailings pose the greatest number of possible hazards and environmen-
tal impacts (Abdelouas 2006) (Fig. 6.9). The following environmental problems are
encountered with uranium mine wastes.

Table 6.7 Potential environmental impacts at uranium mining and processing sites and their
treatment and management (after Davy and Levins 1994; OECD 1999)

Environmental
impacts Sources

Possible
contaminants Treatment and management

Excessive
radioactivity
levels

Waste rock dumps,
tailings repository

Radon,
radionuclides

Construction of engineered
waste repositories to
reduce radon release and
radioactivity levels

Erosion of
tailings cover
materials and
wastes

Waste rock dumps,
tailings dams

Radionuclides,
metals,
metalloids, acid,
process chemicals

Wet cover during operation;
dry or wet cover once
disposal ceases

Failure of
tailings dams

Tailings dams Radionuclides,
metals,
metalloids, acid,
process chemicals

Construction of waste
repositories for the long
term

Ground and
surface water
contamination
(drainages and
seepages)

Ore stockpiles,
waste rock dumps,
tailings repository,
processing plant

Radionuclides,
metals,
metalloids, acid,
process chemicals

Collection of seepage and
run-off waters for
treatment or reuse in
mineral processing;
construction of waste
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Table 6.7 (continued)

Environmental
impacts Sources

Possible
contaminants Treatment and management

repositories to limit water
infiltration: (a) clay or
synthetic liners to seal the
floor of the waste storage
facility; and (b) clay to cap
tailings storage facility

Ground and
surface water
contamination
(process
water)

Processing plant Radionuclides,
metals,
metalloids, acid,
process chemicals

Neutralization of acidity and
precipitation of heavy
metals by adding lime or
limestone; precipitation of
Ra-226 by adding barium
chloride; recycling to
reduce volume

Ground and
surface water
contamination
(AMD)

Sulfidic ore
stockpiles, waste
rock dumps,
tailings dams

Acidity, metals,
metalloids,
radionuclides

Clay or synthetic liners to
seal the floor of the waste
storage facility; wet or dry
cover on waste storage
facility; collection of AMD
water for treatment

Atmospheric
emissions

Sulfuric acid
production plant

Sulfur oxides,
sulfuric acid mist

Demister, scubbers, tall
stacks

Case Study 6.2. Environmental Review of the Rehabilitated
Mary Kathleen Uranium Mine, Australia

Mining and Rehabilitation at Mary Kathleen

The Mary Kathleen uranium deposit was discovered in 1954, mined in 1956–
1963 and 1976–1982, and subsequently rehabilitated (Flanagan et al. 1983;
Ward and Cox 1985; Ward et al. 1983, 1984). The aim of rehabilitation was
to leave the site in a safe and satisfactory condition consistent with future
land use in the area (i.e. cattle grazing), requiring no foreseeable on-going
maintenance and a minimum of precautionary monitoring (Ward et al. 1983,
1984; Ward and Cox 1985). All areas were to be made safe for public access,
and radiation and radon daughter levels were to be within acceptable limits.
Rehabilitation of the site was completed in 1985 at a cost of some A$19 mil-
lion. The work won an award for environmental excellence from the Institute
of Engineers Australia in 1986. In 1999 and 2000, gamma-ray data, plus
stream sediment, soil, rock chip, mineral efflorescence, vegetation and water
samples were collected from selected sites to assist in the examination of the
current environmental status of the rehabilitated area (Lottermoser and Ashley
2005; Lottermoser et al. 2005).
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Open Pit

Elevated gamma-ray readings in the open pit correspond to exposed ore
lenses, the former haul road, and abandoned ore stockpiles (up to 16 mSv
per year). Surficial oxidation of ore and adjacent sulfide-bearing rocks has
led to contemporary precipitation of mineral efflorescences on the pit walls.
Wallrock oxidation of reactive sulfides (mainly pyrrhotite breakdown) pro-
duces acidic solutions, yet buffering reactions of these fluids with gangue
calc-silicates and carbonate phases prevent low pH conditions from devel-
oping. The open pit lake contains saline surface waters at a pH of 6.11.

Waste Rock Piles

Waste rock piles are up to 30 m thick and have been covered by a thin veneer
of benign waste. However, there are high radiation levels on several waste
rock piles (up to 20 mSv per year) which were only partly covered or were
ripped for seeding after the thin cover was put into place. Biogeochemical
analyses indicate that Enneapogon lindleyanus (grass), Cymbopogon bom-
bycinus (grass), Aerva javanica (kapok bush), Aristida longicollis (poaceae)
and Acacia Chisholmii (wattle) accumulate certain elements (As, Ce, Cu, La,
Ni, Pb, Th, U, Y, Zn) at mined and disturbed areas compared to background
sites. Stream sediments – accumulating below waste rock piles – are enriched
in copper, zinc, arsenic, nickel, lanthanum, cerium, and uranium, indicat-
ing active weathering and erosion of waste materials into the local drainage
system.

Tailings Dam

The tailings disposal system consisted of a tailings dam (0.28 km2) and a
series of evaporation ponds (0.6 km2). The tailings dam contains 7.1 Mt of
un-neutralized tailings. The dam was formed by constructing a rolled earth
fill and metasedimentary waste rock embankment across a narrow section of a
small valley. It was constructed without a basal liner. In 1982, kinetic testing
of the tailings indicated that the leachate from the tailings dam would contain
low radionuclide, heavy metal and acidity levels. Studies concluded that the
composition of leachates from the tailings dam would largely be controlled by
gypsum dissolution. Sulfate contamination of the ground water system would
be the main environmental impact (Flanagan et al. 1983). The former tailings
dam was subsequently rehabilitated using a multi-barrier system (i.e. clay and
waste rock layers).
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Today, gamma-ray measurements demonstrate an intact tailings dam cover.
Nevertheless, seepage of acid (pH 5.71), saline (0.31%) waters occurs from
the toe of the tailings dam into the evaporation ponds and local drainage
system. The sulfate concentration of the seepage water (4.2 g l–1) is well
below that of the discharge water from the former mill (21 g l–1) and that
of the tailings liquid before rehabilitation (24 g l–1). Hence, acid-producing
reactions are sufficiently buffered within the tailings storage area, yet there is
dissolution of solid phases within the repository. Seepage waters are calcium-,
sulfate-rich with elevated iron, manganese, nickel, uranium and zinc values.
The seepage waters precipitate abundant sulfate efflorescences and iron oxy-
hydroxide ochres. These precipitates exhibit elevated radiation and major
(i.e. >1 wt.%) concentrations of Fe, S and Ca, minor contents (i.e. >1000 ppm)
of Ce, La, K, Mg, Mn, and Na, elevated (i.e. >100 ppm) contents of U, and
traces (i.e. <100 ppm) of As, Ba, Cu, Ni, P, Pb, Sr, an Th.

Drainage

Seepage of saline waters occurs from the tailings dam and evaporation ponds
into the local creek via surface and subsurface flows as indicated by salt-
encrusted creek banks. This stream and its tributaries are usually active only
in the wet season. At other times, few permanent water holes exist although
there is some sustenance of flow from the tailings dam seepage. When sam-
pled during the dry season, pools in the creek system are shallow, saline (up to
3%), alkaline (up to pH 8.6), and strongly enriched in sulfate (up to 26 g l–1)
and uranium (up to 5 mg l–1). The pools locally sustain fish and reeds in lower
salinity regimes.

Conclusions

The environmental assessment of the rehabilitated Mary Kathleen uranium
mine has revealed the following features:

1. Radiation levels are below acceptable limits.
2. The tailings dam structure and its cover are intact.
3. No exposure pathway to radiation has been identified that could pose a

threat to human health or other life forms.
4. Uncovered or partly covered, steeply sided, thick waste rock dumps con-

tinue to shed dissolved and particulate contaminants into local soils,
sediments, and waters.

5. In 1984, at the time of mine closure and mine site rehabilitation, scientists
of the Australian Nuclear Science and Technology Organisation predicted
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that AMD and radionuclide mobility from the tailings dam would not be
a problem and that the tailings had a high capacity to neutralize acid.
This investigation has confirmed that AMD generation does not occur.
However, there is dissolution of solid phases within the tailings dam, and
radionuclides are mobilized from the waste repository into surface water
seepages.

6. Similarly at the time of closure, it was predicted that uranium and heavy
metals would be adsorbed within the tailings. They would not be leached
from the tailings dam into the environment. However, metal (Fe, Mn, Pb,
Th, U, Y), metalloid (As), alkali metal and alkaline earth element (Ca,
Mg, Na, K, Sr, Ba), rare earth element (La, Ce), radionuclide and sul-
fate mobilization occurs from the tailings storage area into surface water
seepages.

7. Saline subsurface and surface waters flow from the tailings dam and the
evaporation ponds into the local creek system, causing its salinization
during the dry season. The saline water is accessible to cattle.

Fig. 6.9 Possible hazards and environmental impacts of uranium mill tailings dams that have not
been covered (after Diehl 2010)

6.11.1 Excessive Radioactivity Levels and Radon Emissions

The escape of radon and radionuclides from waste repositories may be possible due
to non-existent or inadequate covers. Uncovered tailings are exposed to erosion,
and windblown radioactive dust and erosive products are dispersed from the storage
facility into the surrounding soils, sediments, and waters. Intrusion of plant roots and
burrowing animals through cover materials into the wastes can provide pathways for
infiltrating surface water and cause the upward migration of radionuclides and the
release of radon.
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6.11.2 Inappropriate Use of Tailings and Waste Rocks

At some historic uranium mine sites, tailings and crushed wastes have been used for
landscaping purposes, for the production of gravel and cement, and for the construc-
tion of houses, roads and railway beds (e.g. Lottermoser and Ashley 2006b; Simsek
2008). As a consequence, wastes with elevated levels of uranium and radioactiv-
ity have been dispersed over large areas and along transport corridors, and homes
constructed with uranium mine wastes exhibit high radon and gamma-ray radiation
levels.

6.11.3 Failure of Tailings Dams

Rehabilitated or operating tailings dams may fail to contain the tailings and release
them to the environment through: liquefaction; rapid increase in dam wall height;
foundation failure; excessive water levels; or excessive seepage (cf. Sect. 4.3.3).
There have been several uranium tailings dam leakages, discharges and failures
since the 1950s. The largest single release of uranium tailings ever occurred in the
region of the upper Puerco River of New Mexico, United States (Landa and Gray
1995). In this area, uranium mines were dewatered, and the effluent was released to
the local river for over 22 years. In 1979, a tailings dam pond failed, resulting in the
release of uranium tailings. An estimated 360,000 m3 of tailings liquid and 1000
t of tailings solids were discharged. The tailings liquid had a pH value of 1.6, and
the total gross-alpha activity was estimated to be 130,000 pCi l–1 which is approx-
imately 10,000 times higher than drinking water quality guidelines. Twenty years
after the spillage, the tailings pond spill and the uncontrolled release of mine waters
were still discernible as indicated by uranium contamination of the Puerco River as
far as 70 km downstream from the mines (Landa and Gray 1995).

6.11.4 Soil and Sediment Contamination

Failure of tailings dams, unconstrained erosion of waste repositories, and improper
disposal of contaminated water from mining, mineral processing, and metallur-
gical operations may release contaminants into local environments (Case Study
6.3). If mine waters are released into local stream systems, the environmental
impact will depend on the quality of the released effluent. The release may cause
soils, floodplain sediments, and stream sediments to be become contaminated with
radionuclides, metals, metalloids, and salts (Antunes et al. 2008; Kipp et al. 2009;
Pereira et al. 2008; Pinto et al. 2004).

High levels of radionuclides in food crops grown on contaminated soils may
exceed permitted standards and then the produce cannot be regarded as safe for
human consumption. The intake of such crops can pose a potential health threat. For
example, potatoes may acquire high concentrations of radium from contaminated
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agricultural soils (Carvalho et al. 2009b). Other cultivated plants such as sunflow-
ers, corn and green peas may accumulate uranium (Stojanovic et al. 2009). Hence,
agricultural areas near uranium mine sites require monitoring. Such uranium con-
taminated soils may be remediated using phytoextraction techniques (Scientific
Issue 4.1) (Duquène et al. 2008).

Case Study 6.3. Environmental Review of the Rehabilitated
Radium Hill Uranium Mine, South Australia

Introduction

The evaluation of rehabilitated mine sites is a challenging task because most
rehabilitated mine sites represent very young landforms (i.e. less than 20 years
old), which have not achieved equilibrium with the surrounding environment.
Leaching processes, AMD development and physical erosion are all kinetic
processes; processes which require time. Therefore, rehabilitated mine sites
should not be evaluated immediately post mining and post remediation.

Recent research on rehabilitated uranium mine sites located in wet cli-
mates has revealed the varied success of the applied rehabilitation efforts (e.g.
Menzies and Mulligan 2000; Peacey et al. 2002; Ritchie and Bennett 2003).
In wet and seasonally wet climates, AMD development and the leaching of
waste repositories are dominant pathways of contaminants into surrounding
environments. By comparison, there is little knowledge of the status and envi-
ronmental impacts of rehabilitated uranium mines in dry climates. To date,
the few studies conducted on rehabilitated uranium mine sites in semi-arid
and arid climates have largely focussed on uranium mill tailings repositories
and related ground and surface water investigations.

The Radium Hill Mine

The Radium Hill uranium deposit, in semi-arid eastern South Australia,
was discovered in 1906 and mined for radium between 1906 and 1931 and
for uranium between 1954 and 1961 (production of 969,300 t of davidite
ore averaging 0.12% U3O8). In the 1980s, rehabilitation was limited to
removal of mine facilities, sealing of underground workings and capping of
selected waste repositories. In 2002, gamma-ray data and samples of tailings,
uncrushed and crushed waste rock, stream sediment, topsoil and vegetation
were collected to assist in examination of the current environmental status of
the mine site (Lottermoser and Ashley 2006b).
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Physical Dispersion

The data indicate that capping of tailings storage facilities did not ensure the
long-term containment of the low-level radioactive wastes due to the erosion
of sides of the impoundments. Moreover, wind erosion of waste fines (phyl-
losilicates, ore minerals) from various, physically unstable waste repositories
has caused increasing radiochemical (from a background dose of 35–70 nSv
h–1 to max. 940 nSv h–1) and geochemical (Ce, Cr, La, Lu, Rb, Sc, Th, U,
V, Y, Yb) impacts on local soils. Plants (saltbush, pepper tree) growing on
waste dumps display evidence of biological uptake of lithophile elements,
with values being up to 1–2 orders of magnitude above values for plants of
the same species at background sites. However, radiation doses associated
with the mine and processing site average 670 nSv h–1; hence, visitors to the
Radium Hill site will not be exposed to excessive radiation levels. Although
rehabilitation procedures have been partly successful in reducing dispersion
of U and related elements into the surrounding environment, it is apparent that
20 years after rehabilitation, there is significant physical and limited chemi-
cal mobility, including transfer into plants. Additional capping and landform
design of the crushed waste and tailings repositories are required in order to
minimize erosion and impacts on surrounding soils and sediments.

6.11.5 Ground and Surface Water Contamination

Uranium mining and milling operations have the potential to release trace elements
such as arsenic, molybdenum, nickel, selenium and uranium as well as sulfate and
nitrate into downstream aquatic environments. In historic mining areas, untreated
mine waters have been released accidentally or deliberately into local rivers and
lakes. In addition, unconstrained seepage and run-off waters may mobilize and
transport contaminants from underground workings, waste rock dumps, tailings
dams or ore stockpiles into local creeks and aquifers. Thus, ground and surface
water contamination may originate from adits, tailings dams, waste rock piles, evap-
oration ponds, and contaminated soils (Baborowski and Bozau 2006; Pinto et al.
2004). Fish and amphibians including frogs can survive in the waste and seep-
age waters of uranium mines (Marques et al. 2008). Yet, trace elements may be
accumulated in the aquatic biota, and biomagnification of elements may occur in
fish (Muscatello and Janz 2009). Such impacted waterways require environmental
monitoring to ascertain that dietary toxicity thresholds for fish are not exceeded.

The quality of ground water may be impacted at uranium mine sites (Neves
and Matias 2009). In particular, seepage may leak from tailings impoundments
into underlying aquifers if the waste repositories are uncapped, unlined and perme-
able at their base (Zielinski et al. 1997). At such sites, significant concentrations of
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uranium and other contaminants have been found in ground water plumes migrat-
ing from the uranium tailings impoundments (Curtis et al. 2009). If not rectified,
the plumes of contaminated water will migrate over time downgradient, spreading
beyond the waste repositories, surfacing at seepage points, and contaminating sur-
face waters. The migration rate of plumes is highly variable and dependent on the
physical and chemical characteristics of the aquifer or waste material. The contam-
inated ground water may not only contain elevated uranium but also high sulfate,
nitrate, heavy metal and metalloid concentrations as well as elevated salinities and
TDS values (Abdelouas et al. 1998a; Lawrence et al. 1997). Natural attenuation pro-
cesses in aquifers can reduce the constituent concentrations to background levels in
the pathway of the subsurface drainage (Erskine et al. 1997; Schramke et al. 1997)
(cf. Sect. 3.12.6). For example, reducing environments in the ground water will limit
the migration of redox sensitive elements (e.g. U, Se, Cr). Also, neutralizing miner-
als including carbonates may be contained in the aquifers, and these minerals buffer
acid ground waters (Fig. 3.21). The neutralizing minerals will be eventually con-
sumed, and the acid ground water plume will migrate further downgradient. Such
contaminated ground water requires treatment (cf. Sect. 6.8.2).

6.11.6 Acid Mine Drainage

Uranium ores which contain abundant iron-rich sulfides may oxidize upon exposure
to the atmosphere, and AMD may develop in mine workings or mining, processing
and metallurgical wastes. The problems of AMD and elevated levels of dissolved
radionuclides are linked. Low pH, oxygenated waters dissolve uranium ore min-
erals and sulfides, and radionuclides, metals and metalloids are mobilized into
ground and surface waters. Such acid mine drainage waters require remediation
using appropriate treatment options (Sect. Sect. 3.12), such as wetlands, limestone
drains, perrmeable reactive barriers, and rock filters (e.g. Groudev et al. 2008; Peng
et al. 2009).

6.12 Summary

Radioactivity is the issue which sets uranium mine wastes apart from other mine
wastes. Uranium commonly occurs in the form of uraninite, brannerite, coffinite,
and pitchblende. Much of the radioactivity of uranium ores and wastes is due to
the decay of the uranium isotopes U-238 and U-235 and their radioactive decay
products. These radionuclides serve as a long-term source of ionizing radiation.
Radium-226 and Rn-222 are intermediate daughter nuclides of the U-238 series.
They are of most concern in uranium mining, processing, metallurgical extraction,
and waste management. Radium-226 is a radionuclide that has: (a) a significant
half-life of 1622 years; (b) a geochemical behaviour similar to calcium; (c) a high
radiotoxicity; (d) an affinity for accumulating in bones; and (e) a high solubility
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in ground and surface waters. Radium-226 is the source of Rn-222. Radon-222 is
a radionuclide that: (a) has a half-life of 3.8 days; (b) is soluble in water; (c) is
highly mobile due to its gaseous state and inert chemical properties; and (d) decays
to radioactive solid daughter products that can be deposited in human lungs.

Mineral processing of uranium ores relies on acid or alkaline leaching.
Conventional uranium extraction is based on the leaching of the ore in hydromet-
allurgical plants or heap leach piles. In situ leach techniques leave the ore in the
ground and inject the process chemicals via drill holes into the ore horizon. The
process chemicals produce a solution from which uranium is obtained.

Mining, mineral processing and metallurgical extraction of uranium ores result
in the production of tailings, mine water, waste rocks, and heap leach residues. Most
wastes of uranium mining and processing operations can be classified in terms of
radioactivity as non-radioactive or low-level radioactive waste.

Conventional extraction of uranium in a hydrometallurgical plant produces ura-
nium mill tailings. Once the uranium (U-238, U-235, U-234) is recovered from
the ore, most of the radioactive daughter nuclides end up in uranium mill tail-
ings. Thus, uranium tailings have special containment requirements because of their
radioactivity. Tailings carry about 85% of the radioactivity originally present in the
uranium ore.

Uranium tailings contain radionuclides, heavy metals and metalloids as: (a) dis-
solved species; and (b) insoluble and potentially soluble solid forms. The potential
release of radionuclides, heavy metals, and metalloids from tailings solids and the
presence of radionuclides in solution are undesirable. Pore waters laden with con-
taminants may migrate into aquifers or surface at seepage points. The mobilization
of radionuclides, heavy metals and metalloids from tailings solids into the tail-
ings liquids may occur after tailings deposition. Such mobilization can be induced
through several factors: (a) AMD development; (b) presence of process chemicals;
(c) acid leaching or reduction of iron and manganese oxyhydroxides; (d) bacterial
reduction; and (e) presence of clay minerals. Acid leached tailings tend to contain
high concentrations of soluble and dissolved radionuclides, heavy metals and sul-
fate unless the tailings have been neutralized prior to discharge to the tailings storage
facility.

Uranium tailings need to be covered during operation in order to reduce Rn-222
emanation. Finite disposal options for uranium tailings include: (a) placing them
under water in a lake, ocean or wetland environment; (b) backfilling them into a
mined-out open pit; and more commonly (c) dumping them into a tailings dam.
Once mining ceases, uranium tailings repositories require covers, and conventional
cover designs are multi-layer barriers. Uranium tailings contain radioactive isotopes
with half-lifes exceeding the engineered design and structural life of tailings dams.
Therefore, the long-term stability of uranium tailings dams is important in regions
with high erosion rates.

Mine water at uranium mine sites is invariably radioactive arising from dissolved
U-238, U-235, Th-230, Ra-226 and Pb-210 ions. The water may also contain vari-
ous heavy metals and metalloids, and some of the heavy metal load can be the result
of sulfide oxidation and resulting AMD. Dissolved uranium in oxidized mine water
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is mainly in the form of the uranyl ion (UO2+
2 ) which forms complexes with carbon-

ate, sulfate, and other ligands. Uranium can be effectively leached from mine wastes
under acid, oxidizing weathering conditions. The uranium will remain in solution
until: (a) the pH is raised to higher levels; (b) coprecipitation or adsorption reac-
tions occur; or (c) reducing environments are met. Surface and ground water can
be contaminated with radionuclides, metals, metalloids, acid, and process chem-
icals. Treatment techniques of such contaminated waters include land irrigation,
neutralization, wetlands, and radium removal. Contaminated ground water may be
treated using ex situ (pump-and-treat) or in situ (bioremediation, permeable reactive
barriers) techniques.

Environmental concerns with uranium mining include radiation hazards, in par-
ticular to the workforce. Employees of uranium mines can be exposed to ionizing
radiation and radon gas via: (a) direct external radiation from uranium ores, tail-
ings and waste rocks; (b) ingestion of contaminated water; (c) inhalation of radon;
and (d) inhalation and ingestion of dust containing radioactive isotopes. These radi-
ation hazards can be minimized and low level radiation doses can be achieved

Table 6.8 Web sites covering aspects of uranium mine wastes

Organization Web address and description

US Environmental Protection
Agency (EPA)

http://www.epa.gov/radon/index.html
http://www.epa.gov/radiation/
http://www.epa.gov/radiation/docs/radwaste/
Health effects of radiation and radon exposure; factsheet on

uranium mill tailings
US Energy Information

Administration
http://www.eia.doe.gov/cneaf/nuclear/page/umtra/title1sum.html
Details on uranium mill tailings remediation programme

US Nuclear Regulatory
Commission

http://www.nrc.gov/reading-rm/doc-collections/fact-sheets/
mill-tailings.html

Fact sheet on uranium mill tailings
Department of the

Environment, Water,
Heritage and the Arts,
Supervising Scientist
Division, Australia

http://www.environment.gov.au/ssd/index.html
Publications, and information on uranium mining in the

Alligator Rivers region

Wyoming Mining Association,
USA

http://www.wma-minelife.com/uranium/uranium.html
Uranium mining and milling in Wyoming

Australian Uranium
Association

http://www.aua.org.au
Information on uranium mining and nuclear energy

Canadian Nuclear Association http://www.cna.ca
Information on uranium mining and nuclear energy

World Nuclear Association http://www.world-nuclear.org
Information on nuclear energy and uranium mining

World Information Service on
Energy (WISE) – Uranium
Project

http://www.wise-uranium.org
Information on environmental impacts of uranium mining

Radwaste http://radwaste.org
Reference source for radioactive waste management
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through: (a) installation of covers; (b) appropriate ventilation; (c) dust suppression;
(d) radiation dose monitoring; (e) strict hygiene standards, ventilation, and protec-
tive clothing; and (f) installation of covers on tailings. Environmental impacts of
uranium mine wastes include: (a) excessive radioactivity levels and radon emis-
sions; (b) inappropriate use of tailings and waste rocks; (c) failure of tailings dams;
(d) soil, sediment, and ground and surface water contamination; and (e) acid mine
drainage.

Further information on uranium mine wastes can be obtained from web sites
shown in Table 6.8.



Chapter 7
Wastes of Phosphate and Potash Ores

7.1 Introduction

Plants and agricultural crops require phosphorus, potassium, and nitrogen as
macronutrients. In order to maintain agricultural crop yields, these elements must
be added to replace those lost from the soil. In most cases, the nutrients are added
to agricultural land as mineral fertilizers (UNEP/IFA 2001). Nitrogen fertilizers are
generally produced from atmospheric nitrogen, water, and energy. In contrast, the
production of phosphate and potassium fertilizers relies on the provision of phos-
phate rock and potash ores. The majority of mined phosphate rock and potash ore
is processed to fertilizer; a minor proportion of the mined material is used for other
purposes. World population growth and the necessity to provide adequate food sup-
plies have resulted in the significant growth of phosphate and potash mining, and
fertilizer consumption over the last 100 years. This growth has also led to the ever
increasing volume of phosphate and potash mine wastes.

In this chapter, potash and phosphate deposits will be introduced prior to the
documentation of the different wastes accumulating at potash and phosphate mines.
This is because an understanding of phosphate and potash mine wastes requires a
knowledge of their ore deposits since ore properties influence the characteristics of
mine wastes. As many of the waste disposal problems and environmental impacts
of phosphate mining and fertilizer manufacturing are centered on phosphogypsum,
particular emphasis is placed on this topic.

7.2 Potash Mine Wastes

Potash is a generic term which refers to a number of potassium salts including car-
bonate, sulfate and chloride compounds. The production of potash and other salts
principally relies on the mining of evaporitic salt deposits. As with all mining, min-
eral processing and metallurgical activities, the exploitation of salt ores not only
generates mineral resources but also mine wastes. Salt ores have the specific issue
of salinity and hence, potash mine wastes are invariably saline. This property dif-
ferentiates potash mine wastes from other mine wastes. Appropriate disposal and
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rehabilitation strategies of potash mine wastes should ensure that these wastes do
not release salinity into the environment and cause significant environmental harm.

7.2.1 Potash Ores

Potash is mined from potash deposits and as a by-product from rock salt (i.e. halite)
ores. The nature of these deposits largely stipulates the mining method. Potash
and rock salt mines are underground operations and less commonly, in situ solu-
tion mining operations. Gypsum, anhydrite, and halite are the main minerals in
potash and rock salt ores. In rock salt deposits, halite is extracted as a primary
product whereas potassium (sylvite: KCl; carnallite: KMgCl3 · 6H2O; polyhalite:
K2Ca2Mg(SO4)4 · 2H2O) and magnesium salts (kieserite: MgSO4; tachyhydrite:
CaMgCl4 · 12H2O) are of lesser abundance. Nonetheless, the concentrations of
these less common potassium minerals in rock salt deposits provide important
potash resources. In potash deposits, the ores contain sylvite and/or carnallite as
dominant potassium minerals, and halite is a by-product. Gangue minerals in these
deposits include clay minerals, sulfides, carbonates, iron oxides, and numerous
evaporative salts. The potassium ore minerals contain variable K2O concentrations
(sylvite 63.2 wt.% K2O; carnallite 16.9 wt.% K2O). Potassium ore grades are
expressed in terms of potassium oxide (K2O), and currently mined potassium ores
have 8–30 wt.% K2O (Rauche et al. 2001).

7.2.2 Mining and Processing Wastes

Mineral processing of potash and rock salt ores involves flotation of the crushed
salt ore. The flotation technique aims to concentrate the salt minerals and to reject
the gangue phases. Alternatively, dissolution of the entire crude salt occurs by hot
aqueous solutions, and the salts are precipitated (Rauche et al. 2001). Consequently,
potash and rock salt mining produces very little mining waste whereas mineral pro-
cessing results in the rejection of the majority of the mined ore as liquid and solid
wastes (Ripley et al. 1996; UNEP/IFA 2001). In particular, potash ores generate
more waste than any other salt ores. The major waste products of potash and rock
salt processing include:

• Brines. The liquid waste from potash and rock salt operations is a saline solution.
This brine can be enriched in one or more of the ore elements/compounds includ-
ing calcium, potassium, sodium, magnesium, chloride, and sulfate. Disposal
techniques for brines vary (Fig. 7.1). The solution may be disposed of by: (a)
reinjection into deep aquifers below the orebodies; (b) discharge into the ocean;
(c) collection in large ponds, treatment, and release into local rivers; or (d)
pumping – with or without the solid residues – back into the underground work-
ings and emplacement as hydraulic backfill (Rauche et al. 2001; Ripley et al.
1996; UNEP/IFA 2001). At shallow underground salt mines, the backfill disposal
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Fig. 7.1 Potash mining operations at Unterbreizbach, Germany. Dry salt tailings have been
stacked into piles, and retention ponds allow the controlled release of brines into the local river

Fig. 7.2 Potash tailings stack at Röhrigshof, Germany

practice prevents surface subsidence which could otherwise occur in these highly
ductile and leachable ore environments.

• Tailings. Solid processing wastes of potash and rock salt deposits contain rejected
gangue minerals and mineral processing salts. These tailings may be backfilled
into underground workings or are stacked near the mine site into large piles
(Fig. 7.2) (UNEP/IFA 2001). The relative ease with which salt minerals dissolve
requires that piled tailings are covered with appropriate impermeable barriers
(e.g. topsoils, clay seals). Alternatively, the tailings may be topped with a leached
layer that acts as a suitable substrate for vegetation (Ripley et al. 1996).

7.3 Phosphate Mine Wastes

7.3.1 Phosphate Rock

Phosphate rock is defined herein as a rock containing phosphate minerals in high
enough concentrations to be mined commercially. Phosphate resources exploited
commonly exceed 20 wt.% P2O5. Phosphate rock occurs in various deposit types,
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and the principal industrial mineral of all deposits is apatite in the form of fluorap-
atite (Ca5(PO4)3(F)) and/or carbonate fluorapatite (Ca5(PO4,CO3)3(F)). Exploitable
phosphate deposits can be divided into three types: phosphorites; carbonatites and
alkaline igneous rocks; guano deposits. Of these deposits, phosphorites constitute
the predominantly mined ore.

1. Phosphorites. Phosphorites or marine sedimentary phosphate deposits contain
carbonate fluorapatite with 1 wt.% fluorine and appreciable amounts of carbonate
as the phosphate mineral (e.g. USA, Morocco, Togo, Egypt, eastern Australia).
This apatite form is also referred to as francolite. The francolite is present as nod-
ules or pellets up to several millimeters in diameter which may contain various
impurities. The impurities occur as physical inclusions (e.g. quartz, clays, iron
oxyhydroxides, organic matter, carbonates) or as crystallographic substitutions
within the phosphate mineral. Ions which will substitute for calcium, phosphate
and fluorine within the francolite lattice are diverse and mainly include sodium,
magnesium, strontium, carbonate, and sulfate as well as various trace elements
(e.g. U, Th, REE, Y, Cd, Zn) (Jarvis et al. 1994; Rutherford et al. 1994). Trace
heavy metal and metalloid enrichments (e.g. Ag, As, Cd, Cu, Mo, Ni, Sb, Se,
V, Zn) of phosphorites are associated with abundant organic matter. The enrich-
ment is likely due to the adsorption or incorporation of these elements in organic
substances or sulfides.

2. Carbonatites and alkaline igneous rocks. Carbonatites and other alkaline igneous
rocks commonly contain elevated phosphate concentrations in the form of flu-
orapatite (e.g. Russia, Canada). Weathering of these igneous rocks removes
soluble carbonate minerals and leads to the natural concentration of fluorap-
atite and other weathering resistant minerals (e.g. magnetite, pyrochlore). Deep
weathering profiles – overlying and derived from carbonatites – are known to
contain distinctly elevated phosphate concentrations in the form of fluorapatite
(e.g. Western Australia, Brazil). Secondary aluminophosphate minerals such as
crandallite (CaAl3(PO4)2(OH)5H2O) may form during weathering of the apatite.
These crandallite-rich horizons are not suitable for phosphate extraction.

3. Guano deposits. Guano deposits on tropical coral islands represent originally
bird excrements which have been leached, oxidized, and redeposited as amor-
phous and crystalline phosphates. Commercial guano deposits have largely been
mined out, and there has been no production of mining or processing wastes on
site due to the nature of the deposits. Some of the mined deposits require exten-
sive rehabilitation (e.g. Christmas Island, Nauru, Ocean Island). For example,
phosphate mining on the island of Nauru has disturbed land to such an extent
that only the coastal fringe of the island remains habitable.

The presence of elevated radionuclide, arsenic, cadmium, selenium and thallium
concentrations in some guano and phosphorite deposits can limit the use of these
deposits. Fertilizers manufactured from such deposits will contain elevated con-
centrations of these elements (Abed et al. 2008; Jarvis et al. 1994; Lottermoser
and Schomberg 1993). Cadmium, in particular, can accumulate in soils and plants
through repeated fertilizer use, and fertilizer application to agricultural land may
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result in the transfer of cadmium into the food chain. Cadmium-rich phosphorites
are considered to be unsuitable for fertilizer production, and the application of cad-
mium enriched fertilizers has been restricted in some countries. Also, fertilizers
contain trace quantities of uranium, and the application of fertilizer to agricultural
land and soil erosion add uranium to local waterways and oceans. For instance, the
Everglade wetlands and the Mediterranean Sea contain fertilizer-derived uranium
due to phosphate fertilizer inputs (Ragnarsdottir and Charlet 2000).

7.3.1.1 Mineralogy and Geochemistry

The principal mineral of all ores is apatite while the gangue mineralogy of phos-
phate deposits is deposit specific. Gangue minerals include framework, ortho, ring,
chain and sheet silicates as well as sulfides, oxides, hydroxides, sulfates, and
carbonates. The variation in gangue mineralogy causes the major and trace ele-
ment geochemistry of phosphate deposits to be variable. In particular, phosphorite
deposits tend to possess elevated uranium, thorium, rare earth element, yttrium,
heavy metal and metalloid values (Jarvis et al. 1994). Carbonatite and alkaline
igneous rock related deposits display high uranium, thorium, rare earth element,
yttrium, niobium, tantalum, titanium and zirconium concentrations.

Some phosphate deposits have elevated radioactivity and radon levels
(Rutherford et al. 1994). The radioactivity and radon originate from abundant ura-
nium and thorium, and the daughter nuclides of the U-238, U-235 and Th-232 decay
series (Table 6.2). Uranium and thorium concentrations of phosphate deposits are
highly variable, and igneous deposits tend to contain lower uranium and higher tho-
rium levels than sedimentary phosphorites. Beneficiation of phosphate rocks not
only leads to concentration of the phosphate minerals but also to the concentra-
tion of the specific radioactivity (Ci kg–1) contained in the phosphate rock. Most
of the radioactive nuclides are likely hosted by the apatite crystal lattice or are
adsorbed onto surfaces of clays and organics (Burnett et al. 1995). On the other
hand, some radionuclides, such as Ra-226, have ionic radii and charges which are
not commensurate with the size and charge of the host calcium cation of apatite. As
a consequence, Ra-226 may be present in separate barium-strontium sulfate phases
(Rutherford et al. 1994).

7.3.2 Mining, Processing and Hydrometallurgical Wastes

Due to the nature of many phosphate deposits, waste rocks or overburden must be
removed to extract the ore. The mined rock is then processed with water to remove
unwanted gangue minerals and to concentrate the phosphate minerals to a raw mate-
rial for phosphoric acid production. The processing generates a phosphate mineral
concentrate and unwanted fine-grained rock and mineral particles. These tailings
are either discarded in tailings ponds or are discharged into rivers and oceans. The
production of phosphoric acid is commonly achieved by dissolving the washed and
concentrated phosphate minerals in sulfuric acid. The unwanted by-product of such
fertilizer manufacturing is referred to as phosphogypsum. In many cases, fertilizer
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Fig. 7.3 Simplified
flow-chart of a phosphate
mine and phosphoric acid
plant. Phosphate rock is
mined, processed and
metallurgically treated to
yield phosphoric acid and
mine wastes (i.e. waste rocks,
phosphatic tailings,
phosphogypsum,
process water)

plants have been built adjacent to, or in the vicinity of, phosphate mines. As a result,
vast quantities of phosphogypsum accumulate at phosphate mine sites. Wastes of
phosphate mining, processing and metallurgical extraction can be grouped into the
following four main categories (UNEP/IFA 2001) (Fig. 7.3):

1. Waste rocks. Mining of phosphate deposits produces phosphate rock which is
either used as rock phosphate fertilizer or is further processed to phosphoric
acid for fertilizer manufacturing. The mining activities invariably generate waste
rocks. These are country rocks enclosing phosphate deposits, and they need to
be mined to access the deposit. The wastes possess no or subeconomic amounts
of apatite and display low phosphate concentrations and thus, low radioactivity
and radon levels. Sulfide contents are highly variable and deposit specific. Highly
sulfidic waste rocks may generate AMD, and such waste materials require appro-
priate characterization, prediction, monitoring, and control (Chap. 2). Mined
waste rocks are commonly disposed of in piles near the mine. The long-term
stability of waste rock dumps is of prime concern, especially for those piles con-
structed in areas with high erosion rates. Such dumps require monitoring for
erosional stability. If wastes contain significant quantities of metals and metal-
loids (e.g. Ag, As, Cd, Cu, Mo, Ni, Sb, Se, V, Zn), leachates with significant
metal and metalloid concentrations may be formed (Vance 2000). In most cases,
however, the waste rocks are benign wastes and do not pose an environmental
threat. They contain naturally elevated nutrient concentrations, so the revegeta-
tion of non-sulfidic waste rock dumps is easily achieved. Phosphatic waste rocks
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may even be put to good use and be consumed in the rehabilitation of mine sites
and waste repositories (e.g. landscaping, capping, revegetation).

2. Phosphatic tailings. The mined phosphate rock is commonly treated prior to
phosphoric acid manufacturing. Mineral processing of phosphorites usually
involves a combination of various treatment techniques. The beneficiation aims:
(a) to remove fine-grained rock and mineral particles as slimes; (b) to remove
coarse-grained quartz sand particles as sands; and (c) to concentrate the apatite.
Organic-rich phosphate rock may have to be heated prior to processing in order
to reduce the organic matter content to acceptable levels. The rejected gangue
minerals include calcite, dolomite, quartz, clays, iron oxides, and aluminium
and iron phosphates. The wastes are in the sand to clay size range and are
termed phosphatic tailings. Thus, phosphatic clays and sands accumulate during
the beneficiation of phosphorites. The sand particles may be pumped to storage
impoundments, or they may be reclaimed and used as a backfill of mine work-
ings. The clay particles – liberated during benefication – are either disposed of
to rivers, mined-out areas or engineered storage impoundments. Beneficiation
of particularly clay-rich phosphorites results in the production of exceptionally
fine-grained particles and colloids. Such phosphatic clays are also referred to as
fines or slimes. The production of slimes is, of course, minimal for those deposits
where the clay content is volumetrically insignificant. Phosphatic clays have poor
settling characteristics and require long periods to settle without any treatment.
Settling of these slimes may require construction of large ponds covering vast
areas, and even larger settling ponds are needed for those deposits containing
large quantities of clays (e.g. Florida) (Krekeler et al. 2008). The settling time of
the slime particles and colloids can be accelerated to some degree using floccu-
lants, which are added to the slurry upon discharge to the ponds. Sludge ponds
may, therefore, contain chemicals used as reagents in the flotation process. These
chemicals include soda ash, diesel, fatty acid, ammonium hydroxide, sodium
silicate, sulfuric acid, and amine.

3. Phosphogypsum. The greatest volume of waste products is generated in the
phosphoric acid plant where the extraction of phosphorus from beneficiated
phosphate rock is conducted (Fig. 7.4). The production of phosphoric acid is
achieved by thermal reduction of the phosphate rock in an electric furnace to
produce elemental phosphorus (i.e. pyrometallurgy), or more commonly by the
chemical reaction of the phosphate rock with sulfuric acid (i.e. hydrometallurgy).
The latter, so-called wet process, not only results in the production of phosphoric
acid but also in the generation of process waters and phosphogypsum waste. The
most common manufacturing process for phosphoric acid is based on the use of
sulfuric acid, which results in the production of phosphogypsum. In the process
of phosphoric acid manufacture, about 3–6 t of phosphogypsum are generated
for every tonne of phosphoric acid produced. The phosphogypsum is a substan-
tial waste product of the fertilizer producing industry and is commonly stored in
very large piles near the processing plants.

4. Process water. Spent process waters are disposed of with the phosphogyp-
sum and are commonly pumped to the phosphogypsum repository. Hence,
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Fig. 7.4 View of parts of the fertilizer production facility at Phosphate Hill, Australia. Ammonia
plant (far right), phosphoric acid facility (centre), granulation plant (left), and rail loadout facility
(far left). A conveyer belt delivers phosphogypsum to the stack

phosphogypsum dumps contain very low pH (as low pH 1), high TDS process
waters with potentially elevated fluoride, sulfate, phosphate, ammonia, radionu-
clide, heavy metal and metalloid concentrations. Such waters require isolation
within the waste repository or collection in lined ponds. Excess process waters
may need to be neutralized with lime prior to their discharge to receiving streams.
Sludges generated from the neutralization process generally require isolation, for
example, in the phosphogypsum stack (Ericson et al. 1997).

7.3.3 Phosphogypsum

In the wet process, the ground phosphate rock concentrate (Ca5(PO4)3(F)) is reacted
with sulfuric acid (H2SO4) to produce phosphoric acid (H3PO4) and calcium sulfate
crystals (CaSO4 · 2H2O). These calcium sulfate solids are referred to as phospho-
gypsum. Other reaction products include hydrofluoric acid (HF). The reaction of
phosphate rock with sulfuric acid can be written as follows:

Ca5(PO4)3(F)(s) + 5H2SO4(aq) + 10H2O(l) → 3H3PO4(aq) + 5CaSO4 · 2H2O(s)
+HF(aq) + heat

(7.1)

7.3.3.1 Mineralogy and Geochemistry

The above chemical reaction (Reaction 7.1) illustrates the manufacturing process
of phosphoric acid and the production of calcium sulfate (i.e. phosphogypsum),
yet it does not adequately account for other reaction products. The calcium sulfate
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can be produced in different mineralogical forms. Depending on the manufacturing
process, the phosphoric acid production can result in the formation of phosph-
ogypsum in the dihydrate (gypsum: CaSO4 · 2H2O) or hemihydrate (bassanite:
CaSO4 · 0.5H2O) form (Rutherford et al. 1994). The dihydrate form is the most
common waste product; hemihydrate is metastable in water and may convert in time
to dihydrate.

Phosphogypsum dominantly consists of calcium sulfate crystals. It also con-
tains other small solid phases. These include reaction products of the wet process
(e.g. alkali fluosilicates, fluorides) and unreacted phosphate rock and gangue min-
eral particles (e.g. quartz, phosphates, organic matter, feldspars) (Arocena et al.
1995a; Luther et al. 1993; Rutherford et al. 1995). In addition, the calcium sulfate
crystals contain liquid inclusions and process waters trapped in the interstices of
mineral particles. The pore liquids are variably enriched in phosphoric acid, sulfu-
ric acid, fluorine, nitrate, heavy metals, metalloids, and radionuclides (Luther et al.
1993). The term phosphogypsum is, therefore, a collective term for a waste mixture
comprising major solid and minor liquid waste components.

Phosphogypsum has physical and chemical properties broadly similar to nat-
ural gypsum and bassanite. Phosphogypsum readily dissolves in rainwater in a
similar way to gypsum, and its dissolution is independent of pH. In contrast,
the properties of an entire phosphogypsum pile are dissimilar to those of a nat-
ural gypsum mass of the same size. A phosphogypsum pile contains numerous
very fine-grained phosphogypsum particles. The total specific surface area (i.e.
m2 g–1) of all phosphogypsum particles is exceptionally large and as a result,
the phosphogypsum pile dissolves more rapidly than a gypsum mass of the same
size. Thus, mineralogical properties influence the performance of phosphogypsum
dumps. If a closed, uncapped phosphogypsum pile is continuously exposed to rain-
water infiltration, the dump will develop karst features such as solution channels and
cavities.

The chemical composition of phosphogypsum can vary greatly depending on:
(a) the nature of the phosphate rock used in phosphoric acid manufacturing; (b) the
type of wet phosphoric acid process used; (c) the efficiency of the plant operation;
and (d) any contaminants which may be introduced into the phosphogypsum during
manufacturing (Rutherford et al. 1994). Major compounds of phosphogypsum are
calcium and sulfate (Table 7.1). Significant trace constituents include fluorine, rare
earth elements, heavy metals, metalloids, and radionuclides (Table 7.2). The mate-
rial is acidic due to the presence of residual phosphoric, sulfuric and fluoric acids.
Prolonged leaching of phosphogypsum in stacks leads to the flushing of trapped
acids, heavy metals, and metalloids. Hence, aged and leached materials display near
neutral pH and lower trace element values.

The siting of trace elements, metals and metalloids in phosphogypsum is vari-
able. For instance, it has been suggested that: (a) cadmium and strontium may
substitute for calcium in the calcium sulfate crystal lattice; (b) uranium may be
adsorbed onto the surface of calcium sulfate crystals; (c) selenium may be adsorbed
onto iron oxyhydroxides; and (d) silver may form discrete halide minerals (Arocena
et al. 1995a; Rutherford et al. 1994). The finer particle fraction (<20 μm) of
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Table 7.1 Major element composition (wt.%) of phosphogypsum produced at various phosphoric
acid plants

Floridaa Floridaa Australiab Iraqc Moroccod Senegald

hemihydrate dihydrate dihydrate dihydrate dihydrate dihydrate

Type of analysis

Component Bulk geochemical analysis
Mineral chemical
analysis

CaO 36.9 32.5 32.8 32.94 42.24 33.58
SO3 50.3 44.0 45.2 44.94 59.85 59.86
SiO2 0.7 0.5 0.21 0.45 0.84 3.49
Al2O3 0.3 0.1 0.17 1.05 0.13 0.28
Fe2O3

total 0.1 0.1 0.02 0.4 <0.07 0.09
MgO n.a.e 0.1 0.05 0.46 n.a. n.a.
P2O5 1.5 0.65 0.5 0.18 2.57 0.99
F 0.8 1.2 1.24 0.6 n.a. n.a.
H2O(crystalline) 9.0 19.0 20.07 19.18 n.a. n.a.

aKouloheris (1980)
bBeretka (1980)
cKhalil et al. (1990)
dMartin et al. (1999)
eNot analysed

Table 7.2 Trace element content (ppm) of phosphogypsum produced at various phosphoric acid
plants

Phosphate rock source

Trace element Floridaa Floridaa Idahoa Tunisiaa South Africaa Moroccob Senegalb

Cu 8 n.a.c 10–42 6 103 <6 9
Pb 3–7 n.a. 3–7 n.a. n.a. <18 <11
Zn 9 n.a. 18–112 315 6 18 6
Cd 7 9–28 n.a. 40 n.a. n.a. n.a.
Mo 16 n.a. <1–2 5 n.a. n.a. n.a.
Ni 2 n.a. 3–15 15 13 13 13
Cr n.a. 1.5 <10–70 n.a. n.a. n.a. n.a.
Hg n.a. n.a. n.a. 14 <0.05 n.a. n.a.
As 40 0.25 <1–2 n.a. n.a. <5 <6
Sb 100 n.a. 0.3–0.8 n.a. n.a. n.a. n.a.
Se n.a. n.a. 4–67 n.a. n.a. n.a. n.a.
U n.a. 18 6–13 n.a. n.a. n.a. n.a.

aRutherford et al. (1994)
bMartin et al. (1999)
cNot analysed
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phosphogypsum tends to have higher fluorine, heavy metal, metalloid and radionu-
clide concentrations than coarser size fractions (Arocena et al. 1995a; Rutherford
et al. 1994).

7.3.3.2 Radiochemistry

During the wet phosphoric acid process, the radionuclides within the phosphate
rock are liberated from their host phases and released into solution. The individ-
ual radionuclides are partitioned into the phosphoric acid or the phosphogypsum,
according to their solubility (Rutherford et al. 1994). Uranium and thorium radionu-
clides and Pb-210 concentrate in the phosphoric acid whereas most of the Ra-226
and Po-210 are concentrated in the phosphogypsum. The latter radionuclides are
not contained in calcium sulfate crystals but are hosted in separate phases (Jarvis
et al. 1994; Rutherford et al. 1994). Radium-226 of the U-238 decay series has a
charge (4+) and ionic radius (0.152 nm) which makes it an unlikely substitution for
calcium (2+, 0.099 nm) in the calcium sulfate lattice. A proportion of the Ra-226
is associated with extremely fine-grained water insoluble particles. The water insol-
uble phases are possibly barium or strontium sulfates, fluorides, phosphates and/or
aluminium phosphates resembling the mineral crandallite (Burnett et al. 1995; Jarvis
et al. 1994; Rutherford et al. 1994). The remaining percentage of Ra-226 is likely
adsorpted onto organics, associated with colloids, and present in water soluble solids
(Burnett et al. 1995). Thus, radionuclides in phosphogypsum are contained in solid
crystal lattices and on adsorption sites. In addition, phosphogypsum stacks contain
stack fluids in the interstices of the phosphogypsum solids which contain acids,
including phosphoric acid. These pore fluids have been observed to be very high in
uranium and Pb-210 with moderate concentrations of Ra-226 (Burnett and Elzerman
2001).

Radium-226 activity (about 500–2000 Bq kg–1) is usually the largest source of
radioactivity in phosphogypsum although high activities (>1000 Bq kg–1) of Pb-210
and Po-210 have also been reported (Rutherford et al. 1994). Radium-226 decays to
the important radon isotope Rn-222 which is of significant environmental concern
(cf. Sect. 6.4.2.2).

7.3.4 Disposal of Phosphogypsum

The amount of phosphogypsum produced by the fertilizer industry on a worldwide
basis is in the order of 100 Mt per year (Wissa and Fuleihan 2000). Such large
quantities of phosphogypsum create a major disposal problem. Disposal options for
this waste are either discharging it into the sea, backfilling it into mined-out open
pits, or stacking it in large heaps. In Florida alone, phosphogypsum is generated at
a rate of 40 Mt per year, and phosphate mining operations have produced 1000 Mt
of stockpiled phosphogypsum covering over 2000 ha of land (Burnett and Elzerman
2001).
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7.3.4.1 Riverine and Marine Disposal

The dumping of phosphogypsum at sea and into rivers has been pursued for many
years at various operations around the world (e.g. de Oliveira et al. 2007). Such a
disposal practice has a number of advantages:

1. Insoluble mineral particles like quartz settle on the stream or sea bed and become
incorporated into stream and marine sediments without any environmental
impacts.

2. Soluble and sparingly soluble constituents (i.e. calcium sulfate crystals, free
phosphoric and sulfuric acids, fluorine compounds, heavy metals, metalloids
and radionuclides) are dispersed in a very large volume of water to background
concentrations (i.e. dilution is the solution to pollution).

3. There is no contamination threat to ground and surface waters on land.

Despite these advantages, the disposal practice may cause elevated phosphate,
cadmium and radionuclide levels in sediments and coastal seawater, and discharged
spoils could end up being dredged and dumped on coastal land. Increased phosphate
concentrations stimulate the growth of algae, and cadmium and radionuclides may
bioaccumulate in coastal marine life (Heijde van der et al. 1990). Hence, while sea
dumping is an effective disposal option, there are question marks about the risks of
environmental impact and contaminant transfer into the local foodchain. Nowadays,
only a few phosphoric acid plants discharge their phosphogypsum directly into the
sea. Furthermore, fertilizer manufacturing plants are rarely situated close to the open
sea into which phosphogypsum can be discharged. This leaves land disposal as the
only option.

7.3.4.2 Backfilling

Backfilling mined-out open cuts or underground workings with phosphogypsum is
a possible disposal option (Wissa and Fuleihan 2000). However, phosphogypsum
contains acids in liquid inclusions and pores. This acidity requires that backfilling
is based on the blending of phosphogypsum with sufficient acid buffering materials.
The phosphatic clays produced during beneficiation may be suitable for blend-
ing as they can have a high calcareous content. Mixing these calcareous materials
with phosphogypsum can neutralize the acidity remaining in the phosphogypsum
(cf. Sect. 2.10.4).

Once backfilling has occurred, the ground water will eventually return, approx-
imating the pre-mining ground water table. If the open pit is not lined with clay
or other impermeable liners, the phosphogypsum will become part of the local
aquifer (cf. Sect. 4.5). Phosphogypsum is similar to gypsum in its solubility, and
phosphogypsum can be host to elevated radionuclide, heavy metal and metalloid
concentrations. Consequently, the disposal of phosphogypsum into mining voids
may lead to: (a) the dissolution of phosphogypsum; (b) the mobilization of contam-
inants; and (c) the contamination of ground water with acid, radionuclides, heavy
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metals, and metalloids. Because of such concerns, phosphogypsum is generally not
recommended as backfill (Wissa and Fuleihan 2000).

7.3.4.3 Phosphogypsum Stacks

The most widespread practice in the phosphate industry is to stack the phospho-
gypsum near the production plant. The use of tailings dams is less frequent. Prior
to stacking, the phosphogypsum is filtered and/or washed at the processing plant
to remove any soluble phosphate. Two different stacking procedures are employed,
wet-stacking and dry-stacking. Dry-stacking is applied in arid areas with limited
water supplies. Wet-stacking is the most common method employed and is based
on the pumping of the waste slurry, containing about 20–25% solids, from the plant
to a repository. The phosphogypsum is slurried with process, sea or fresh water and
pumped to the top of an impoundment known as stack where a pond-and-pile system
is operating (Fig. 7.5). At the top of the stack, the sand- to silt-sized phosphogypsum
solids settle. The water is removed from the settling pond and sent to a nearby col-
lection pond. Alternatively, the water is indirectly removed – after it seeps through
the stack – and collected in ditches or ponds that circumscribe the stack (Fig. 7.5).
If acidic, phosphatic process water has been used to slurry the phosphogypsum, the
process water is usually recycled. If sea water has been used, the process water is
discharged into the ocean. The stack grows as the dikes that form the impoundment
at the top are built up with phosphogypsum. The phosphogypsum stacks may reach
several hundred hectares in size and 100 m in height.

Phosphogypsum stacks may exhibit distinct chemical gradients similar to sulfidic
waste rock piles and tailings repositories (cf. Sects. 3.9.1 and 4.3.2). It is likely

Fig. 7.5 Phosphogypsum stack at the Phosphate Hill mine, Australia. The dry phosphogypsum is
reslurried prior to disposal and discharged onto the top of the stack where the solids settle. Waters
(pH 1.5) seep through the stack and are collected in circumscribing plastic lined ditches
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that acidic, aerobic conditions are prevalent in the upper part of the stack. Neutral,
anaerobic conditions can be expected to develop near its base. Aged waste material,
which has been leached for a considerable period of time, would possess near neutral
pH values. These aerobic and anaerobic conditions will influence the mobility of
radionuclides.

A proportion of Ra-226 in phosphogypsum is water soluble while the remaining
percentage may be sorpted onto organics, associated with colloids, and incorpo-
rated into extremely fine-grained water insoluble particles (Burnett et al. 1995). The
release of Ra-226 from phosphogypsum solids into stack pore waters is possible.
Dissolution of the water insoluble phases may occur under anaerobic conditions
at the base of the stack. At the base, sulfate-reducing bacteria may not only inter-
act with the calcium sulfate crystals but also with water insoluble minerals. Under
anaerobic conditions and upon bacterial reduction, the Ra-226 is released from the
sulfates and becomes available for mobilization. Similarly, the highly toxic Po-
210 is highly soluble in reducing environments, may be leached from stack bases,
and could migrate into aquifer systems (Bennett et al. 1995). Thus, it appears that
phosphogypsum wastes share common characteristics with uranium mill tailings
(cf. Sect. 6.7). Uranium mill tailings and phosphogypsum may exhibit elevated
radioactivity levels due to abundant Ra-226, and some of this Ra-226 is hosted by
solid phases (possibly sulfates, fluorides, phosphates and/or aluminophosphates).
Ra-226 and Po-210 that are contained in sulfates, may be released by sulfate-
reducing bacteria into porewaters, and may subsequently be mobilized into ground
and surface waters.

In order to prevent ground water contamination, any dry or wet stack of phos-
phogypsum needs to be constructed with a composite liner (i.e. compacted soil
or compacted phosphogypsum with a high density polyethylene membrane) and a
leachate collection system (US EPA 1997). Otherwise, process water or trapped
liquids within phosphogypsum may be leached during rainfall events, and the
ground water can become contaminated with acid, sulfate, phosphate, fluorine,
radionuclides, and heavy metals. If a phosphogypsum stack has been constructed
on calcareous or clay-rich subsoil or with a clay liner, the fluorine-rich process
water may react with the carbonate or clay minerals, causing their alteration and
dissolution (Arocena et al. 1995b). The dissolution of these minerals would greatly
increase permeability and would lead to the transfer of contaminants into aquifers.
Therefore, engineering designs for phosphogypsum waste impoundments advocate
plastic liners (US EPA 1997).

Upon closure, the stack should be capped with an impermeable layer because
the dissolution of phosphogypsum and the leaching of contaminants from the waste
need to be avoided. If closed stacks are left uncapped, the phosphogypsum will
dissolve and karst-type features will form in the stack (Wissa and Fuleihan 2000).
Phosphatic clays with their long-term acid buffering capacity and alkaline pH may
be useful materials for the capping of closed phosphogypsum stacks. In addition,
compacted phosphogypsum may be suitable capping material. Vegetation can be
established directly on the phosphogypsum with or without suitable amendments,
including limestone, lime or phosphatic clay (Richardson 1995). These amendments
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are to raise the phosphogypsum pH and to ameliorate the tendency for crusting and
cracking of phosphogypsum. Capping the phosphogypsum with materials, such as
phosphate waste rocks or phosphatic clays, not only reduces leaching of contami-
nants and atmospheric emissions from the stack, it also creates suitable substrates
for vegetation.

7.3.4.4 Recycling

Much effort has been put into finding alternative uses for phosphogypsum. These
possible uses require either reprocessing (e.g. for the production of sulfur or pure
calcium sulfate) or minimal/nil reprocessing for large-scale applications (e.g. in
agriculture, mine and landfill reclamation, earthworks and construction) (Johnson
and Traub 1996; Korcak 1998).

Reprocessing aims to extract pure elements or pure calcium sulfate solids. For
example, sulfur can be obtained for sulfuric acid production, and calcium sulfate
can be extracted for building materials (e.g. gypsum plaster, boards, tiles, cement,
hydraulic binder, mineralizer, artifical marble, fibre boards, glass, glass-ceramics).
Some phosphate rocks contain elevated uranium, yttrium, and/or rare earth ele-
ment concentrations, and their extraction is possible (Scientific Issue 7.1). However,
the recovery of pure elements or pure calcium sulfate from phosphogypsum is not
economically viable at this stage. Phosphogypsum has to compete with mined nat-
ural gypsum which is mined at considerably higher purity. Moreover, the use of
phosphogypsum as raw material for building purposes can be limited due to resid-
ual phosphate, high water content, fine particle size, and inconsistent composition.
While these characteristics hinder the use of phosphogypsum in building products,
it has been found that compacted phosphogypsum can form a high strength material
for road beds, making it a suitable road base material.

Scientific Issue 7.1. Recovery of Trace Constituents
from Phosphate Rock

Resources within Phosphate Rock

Phosphate rock contains on average 0.015 wt.% uranium, 0.035 wt.% yttrium,
and 0.055 wt.% rare earth element oxides (Habashi and Awadalla 1986;
Weterings and Janssen 1985). Phosphate rock from carbonatite deposits may
contain even higher rare earth element concentrations. About 140 Mt of phos-
phate rock are treated annually for fertilizer production. In the wet phosphoric
acid process, much of the uranium, yttrium and rare earth elements present
in the phosphate rock ends up in solution or in the solid phosphogypsum
particles. The elements are not extracted and are disposed of with the phos-
phogypsum waste. In total, approximately 21,000 t of uranium, 49,000 t of
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yttrium and 77,000 t of rare earth element oxides are lost annually to phos-
phogypsum process waters and solid wastes. The waste of such resources is
extreme. The amount of yttrium and rare earth elements discarded by phos-
phoric acid plants around the world is much greater than the annual global
production of these elements from other sources.

Recovery of Elements

Extensive research shows that recovery of uranium, thorium, scandium, vana-
dium, yttrium, and rare earth elements is feasible during the manufacture of
phosphoric acid. In fact, commercial recovery of rare earth elements during
fertilizer production was formerly undertaken in Finland. Whether the extrac-
tion of these trace constituents is economically warranted depends on the
element content of the phosphate rock, the phosphoric acid production volume
of the acid plant, the processing technique, and the market price of the element
(Weterings and Janssen 1985). To date, many of the proposed and validated
extraction procedures are too expensive to pursue, and despite considerable
research efforts, none of the elements have been recovered. There are over
1000 Mt of phosphogypsum waste stockpiled around the world. These enor-
mous waste stacks could be useful resources of uranium, yttrium, thorium,
scandium, vanadium, and rare earth elements in the future.

Phosphogypsum has the potential to be used as agricultural amendment.
Phosphogypsum is particularly useful as an amendment for highly weathered,
nutrient-poor soils as well as saline, sodic, acid and calcareous soils (Abril et al.
2008; Campbell et al. 2006; Rutherford et al. 1994). Crop yields and pasture quality
have been found to improve on phosphogypsum amended soils. Phosphogypsum
application can counter crusting of soils, reducing soil runoff and erosion rates.
However, elevated radionuclide (Ra-226, Pa-231, Pb-210, Po-210), fluorine and
heavy metal levels as well as contained acid water with dissolved phosphate
and heavy metals all represent problems for possible agricultural applications
(El-Mrabet et al. 2003). Eutrophication of waterways is possible, and radionuclides,
heavy metals, and metalloids may be taken up by plants.

In the United States, radioactivity limits imposed by the US EPA restrict the use
of phosphogypsum as building material and soil amendment. If phosphogypsum is
used for building and agricultural applications, purification of phosphogypsum may
be necessary. Separation of radionuclides, heavy metals and metalloids from phos-
phogypsum would have to be achieved through chemical or physical means. The
distinct chemical and mineralogical properties of different size fractions form the
basis of proposed purification procedures. The purification is designed to lower the
contaminant load and radioactivity of phosphogypsum. A reduction in contaminant
load is possible to some extent through the removal of the finer size fraction which
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is enriched in radionuclides and heavy metals (Arocena et al. 1995a). Despite the
research efforts into alternative uses of phosphogypsum, there are no large-scale
applications of phosphogypsum. As a result, the amount of phosphogypsum piled
up around the world is steadily increasing.

7.3.5 Potential Hazards and Environmental Impacts

7.3.5.1 Phosphogypsum

The most widespread disposal practice in the phosphate industry is to stack the
phosphogypsum near the production plant. Improper phosphogypsum stacking
causes most of the environmental impacts of phosphate mining and processing. The
principal potential hazards and environmental impacts of phosphogypsum stacks
are:
• Failure of stacks. In the past, several failures of phosphatic tailings ponds and

phosphogypsum stacks and dams have occurred. These failures released wastes
into waterways and resulted in damage to the local ecosystem (Table 7.3).
Phosphorite deposits are commonly hosted or enclosed by carbonate rocks
which are susceptible to chemical weathering, leaching, and karst development.
Hence, there is a karst sinkhole potential, and in Florida, for example, an entire
phosphogypsum stack collapsed into a karst sinkhole.

• Atmospheric emissions. Phosphogypsum stacks may emit gaseous radon and flu-
orine compounds (SiF4, HF) in significant amounts into the atmosphere (Mirlean
and Roisenberg 2007). While radon emissions from phosphogypsum stacks are
generally significantly lower than those of uranium mill tailings (cf. Sect. 6.10.2),
the US EPA has set radon exhalation limits for phosphogypsum stacks. Phosphate
processing plants may also emit sulfur dioxide, radon, and fluorine compounds
(SiF4, HF) in significant amounts into the atmosphere. The technology exists
to limit atmospheric emissions of fluorine from phosphoric acid manufactur-
ing plants to environmentally acceptable levels. Few operations recover fluorine
by absorption in water using scrubbers, which would minimize environmental
impacts and prevent potential health impacts on workers.

• Ground water and surface water contamination. Discharge of phosphopgypsum
into local rivers, seepage of process water from stacks, and leaching of stacks –
via rainwater percolating through the heaps – have the potential to contaminate
local streams and aquifers. Ground water contamination has occurred at several
phosphogypsum stacks where the repositories have not been lined and leachates
were not collected. At these sites, ground water has elevated total dissolved solids
and conductivity values as well as high acid, phosphate, fluorine, sulfate, heavy
metal, metalloid, and radionuclide concentrations (especially Ra-226, Rn-222,
U-238 and Po-210). Polonium-210 is considered to be extremely radiotoxic and
has been found well above recommended guidelines in aquifers below Florida
phosphate mining areas. Elevated TDS and conductivity values with high fluo-
rine, heavy metal, metalloid and radionuclide levels in ground waters can be due
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Table 7.3 Examples of phosphate waste repository failures (WISE Uranium Project 2009).
(Reprinted from www.wise-uranium.org, with permission from P. Diehl)

Date Location Incident Release Impact

14.04.2005 Bangs Lake,
Florida

Phosphogypsum
stack failure

∼65,000 m3 Spillage into
marshland; plant
death

05.09.2004 Riverview,
Florida

Phosphogypsum
stack failure
during storm

227,000 m3 of acid
liquid

Spillage into local
creek

31.12.1998 Huelva, Spain Dam failure during
storm

50,000 m3 of
phosphogypsum
with pH 1.5

Spillage into local
river

07.12.1997 Mulberry,
Florida

Phosphogypsum
stack failure

200,000 m3 of
phosphogypsum
and process
water

Spillage into local
river; destruction
of ecosystem

19.11.1994 Hopewell,
Florida

Dam failure 1.9 million m3 of
water from a
phosphatic clay
pond

Spillage into local
wetland and river

02.10.1994 Payne Creek,
Florida

Dam failure 6.8 million m3 of
water from a
phosphatic clay
settling pond

Mostly contained in
mine area

October 1994 Fort Meade,
Florida

? 76,000 m3 of water Spillage into local
river

June 1994 IMC-Agrico,
Florida

Sinkhole opens in
phosphogypsum
stack

? ?

October 1993 Gibsonton,
Florida

? ? Spillage into local
river, fish kill

1988 Riverview,
Florida

? acidic spill spillage into local
river, fish kill

03.12.1971 Fort Meade,
Florida

Clay pond dam
failure

9 million m3 of
phosphatic clay
water

spillage into local
river, fish kill

March 1967 Fort Meade,
Florida

Dam failure 250,000 m3 of
phosphatic clay
slimes, 1.8
million m3 of
water

spillage into local
river, fish kill

to natural water-rock interactions and the natural leaching of undeveloped phos-
phate resources. Consequently, aquifers in phosphate mining districts can have
naturally elevated contaminant loads. For instance, high fluorine concentrations
are known to cause health problems in humans obtaining their water supplies
from ground water bores in such areas (e.g. Senegal).

• Enhanced radioactivity. High uranium and thorium concentrations in some phos-
phate rocks lead to significant radioactive decay of radionuclides in process
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waters, phosphatic clays, and phosphogypsum. In fact, the amount of uranium
contained within some phosphate rocks, particularly phosphorite deposits, is so
high – several tens to hundreds of parts per million – that uranium can be recov-
ered as a by-product. Liquid and solid wastes may then emit radioactivity levels
high enough to require environmental monitoring and safety measures. Thus,
improper disposal practices may lead to enhanced radioactivity levels in soils,
sediments and waters surrounding a phosphate plant (Bolivar et al. 1995).

From a radiation perspective, inhalation of dust containing radioactive iso-
topes, direct external radiation, ingestion of surface water, and inhalation of
radon represent possible risks to human health (cf. Sect. 6.10.2). Radionuclides
are emitted from phosphate rock mining and processing operations in particu-
late (e.g. U-238), aqueous (e.g. Ra-226) and gaseous forms (e.g. Rn-222), which
primarily cause increased radiation exposures in the work force. Phosphogypsum
stacks do not pose a dust hazard, because the phosphogypsum has the tendency to
form crusts and active phosphogypsum waste repositories are wet enough to pre-
vent dust generation. Radon emissions are the main risk and therefore, Ra-226 –
the parent nuclide of Rn-222 – is of prime concern. During mineral processing
and phosphoric acid manufacturing, much of the Ra-226 may be incorporated
into the phosphogypsum, which may then contain the bulk of Ra-226 and emit
high levels of radiation (several tens of pCi g–1). The emission of Rn-222 and
its progeny, from phosphogypsum stacks and phosphoric acid plants, is variable
and has attracted US EPA regulatory emission standards since there are perceived
radiation risks. Moreover, regulations have been put into place on the maxi-
mum permissable radiation levels of phosphogypsum (10 pCi g–1) when used
in construction and agriculture. This in turn reduces the recycling potential of
phosphogypsum. Some studies have indicated, however, that there is no signifi-
cant risk to human health as the additional radiation dose from phosphogypsum
is minimal in comparison to natural levels and background variations (Rutherford
et al. 1994).

7.3.5.2 Waste Rocks and Tailings

Environmental concerns are not exclusively related to phosphogypsum stacks.
Waste rocks removed to access the phosphate rock are generally piled up next
to the mine and hence, become exposed to atmospheric leaching. The leaching
may generate seepage and runoff waters with elevated phosphate, metal, metal-
loid or radionuclide concentrations (Kuo et al. 2009). In some cases, leaching
of waste repositories led to the contamination of soils, sediments, waters, plants
and aquatic organisms with selenium which in turn caused selenium poisoning in
grazing animals (Hamilton and Buhl 2004; Vance 2000).

Beneficiation of phosphate rocks results in the production of tailings, which
in some instances are discharged into local rivers and coastal marine settings. At
such sites, elevated phosphate, fluorine, metal, cadmium and radionuclide levels are
found in sediments, waters and marine organisms including seafood (Gnandi and
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Tobschall 1999; Gnandi et al. 2006, 2009; Gaudry et al. 2007). Increased phosphate
concentrations stimulate the growth of algae, and cadmium and radionuclides may
bioaccumulate in aquatic life which then enter the foodchain (Heijde van der et al.
1990).

7.4 Summary

The production of potash and other salts principally relies on the mining of evapor-
itic salt deposits. Mineral processing of potash ores involves flotation of the crushed
salt which results in the concentration of the salt minerals and rejection of the
gangue phases. Alternatively, dissolution of the entire crude salt occurs by hot aque-
ous solutions, and various salts are precipitated. Currently mined potassium ores
have 8–30 wt.% K2O and consequently, potash mineral processing leads to the rejec-
tion of the majority of the mined ore as liquid and solid wastes. The major waste
products of potash processing include brines and tailings. Brines may be disposed
of by: (a) reinjection into deep aquifers below the orebodies; (b) discharge into the
ocean; (c) collection in large ponds and release into local rivers; and (d) pump-
ing – with or without the solid residues – back into the underground workings and
emplacement as hydraulic backfill. Tailings largely consist of mineral processing
salts and rejected primary gangue minerals, including clay minerals, sulfides, car-
bonates, iron oxides, and numerous evaporative salts. The tailings may be backfilled
into underground workings or are stacked near the mine site into large piles.

Phosphate rock is mined from sedimentary and igneous deposits, with phos-
phorites being the predominantly mined deposit type. The principle mineral of all
deposit types is apatite in the form of fluorapatite and/or carbonate fluorapatite.
Some phosphate rocks display elevated uranium, thorium, heavy metal, metalloid
and rare earth element levels. Abundant nuclides of the U-238, U-235 and Th-232
decay series can cause elevated radioactivity and radon levels of the phosphate rock
and waste products.

Mining, beneficiation and hydrometallurgical processing of phosphate rock gen-
erate waste rocks, phosphatic clays, phosphogypsum, and spent process waters. In
the wet process, the beneficiated phosphate rock is reacted with sulfuric acid to pro-
duce phosphoric acid. The product of this chemical reaction is a slurry that consists
of phosphoric acid and suspended solid crystals. The solids are removed from the
phosphoric acid and are termed phosphogypsum. The term phosphogypsum is a col-
lective term for a waste mixture, comprising major solid and minor liquid waste
components. The solid crystals are mainly calcium sulfate (gypsum or bassanite),
minor reaction products, and unreacted phosphate rock particles. The calcium sul-
fate crystals contain liquid inclusions and process water trapped in the interstices
of mineral particles. The chemical composition of phosphogypsum is character-
ized by variably elevated heavy metal, metalloid and radionuclide concentrations.
The material is acid due to the presence of residual phosphoric, sulfuric and fluo-
ride acids. Prolonged leaching of stacked phosphogypsum results in the flushing of
trapped acids, metals and metalloids; therefore, aged and leached materials display
near neutral pH values.
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Table 7.4 Web sites covering aspects of phosphate and potash mine wastes

Organization Web address and description

Florida Institute of Phosphate
Research (FIPR)

http://www.fipr.state.fl.us
Publications and information on phosphate mining, mine
wastes, and mine site rehabilitation

US Environmental Protection
Agency (EPA)

http://www.epa.gov/radiation
http://www.epa.gov/radiation/neshaps/subpartr/about.html
Radiation and radon emission from phosphogypsum stacks

World Information Service on
Energy (WISE) – Phosphate
tailings

http://www.wise-uranium.org
Case studies and information on phosphate mine wastes

International Fertilizer Industry
Association (IFA)

http://www.fertilizer.org/ifa/
Publications on fertilizer mining, manufacture, trade, and use

The amount of phosphogypsum produced on a worldwide basis is in the order
of 100 Mt per year, and for every tonne of phosphoric acid produced, there
are 3–6 t of phosphogypsum generated. These large quantities of phosphogyp-
sum create a major disposal problem. The dumping of phosphogypsum at sea
has been pursued for many years around the globe. Today, land disposal has
become the dominant disposal option. Backfilling phosphogypsum into mine voids
is not recommended since it may bring about mineral dissolution and associated
mobilization of contaminants into local ground waters. The preferred disposal
option is the stacking of phosphogypsum in large piles near the production plant.
A pond-and-pile system allows the sequential built-up of the solid waste and
the recycling of process water. Lining and capping of phosphogypsum stacks
limit atmospheric emissions of radon and fluorine, and prevent contamination of
ground water by acid, sulfate, phosphate, fluorine, radionuclides, heavy metals, and
metalloids.

The ever increasing volume of phosphogypsum has stimulated much research
into recycling potentials. Numerous alternative uses have been proposed includ-
ing the use of phosphogypsum as agricultural amendment, as a source of uranium,
yttrium and rare earth elements, and as earthworks, construction and building mate-
rial. However, elevated radionuclide levels, and inefficient and costly extraction
procedures, have so far prevented such alternative uses.

Further information on phosphate and potash mine wastes can be obtained from
web sites shown in Table 7.4.
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Majzlan J, Lalinská B, Chovan M, Jurkovič L, Milovská S, Göttlicher J (2007) The formation,
structure, and ageing of As-rich hydrous ferric oxide at the abandoned Sb deposit Pezinok
(Slovakia). Geochim Cosmochim Acta 71:4206–4220

Mäkinen J, Lerssi J (2007) Characteristics and seasonal variation of sediments in Lake Junttiselkä,
Pyhäsalmi, Finland. Mine Water Environ 26:217–228

Malmström ME, Gleisner M, Herbert RB (2006) Element discharge from pyritic mine tailings at
limited oxygen availability in column experiments. Appl Geochem 21:184–202

Malmström ME, Berglund S, Jarsjö J (2008) Combined effects of spatially variable flow and min-
eralogy on the attenuation of acid mine drainage in groundwater. Appl Geochem 23:1419–1436

Manceau A (1995) The mechanism of anion adsorption on iron oxides; evidence for the bonding
of arsenate tetrahedra on free Fe(O,OH)6 edges. Geochim Cosmochim Acta 59:3647–3653

Maree JP, Hlabela P, Nengovhela R, Geldenhuys AJ, Mbhele N, Nevhulaudzi T, Waanders B (2004)
Treatment of mine water for sulphate and metal removal using barium sulphide. Mine Water
Environ 23:195–203

Marescotti P, Carbone C, De Capitani L, Grieco G, Lucchetti G, Servida D (2008) Mineralogical
and geochemical characterization of open-air tailing and waste-rock dumps from the Libiola
Fe-Cu sulphide mine (Eastern Liguria, Italy). Environ Geol 53:1613–1626

María-Cervantes A, Jiménez-Cárceles FJ, álvarez-Rogel J (2009) As, Cd, Cu, Mn, Pb, and Zn
contents in sediments and mollusks (Hexaplex trunculus and Tapes decussatus) from coastal



References 369

zones of a Mediterranean lagoon (Mar Menon, SE Spain) affected by mining wastes. Water Air
Soil Pollut 200:289–304

Mariner R, Johnson DB, Hallberg KB (2008) Characterisation of an attenuation system for the
remediation of Mn(II) contaminated waters. Hydrometallurgy 94:100–104

Marques S, Gonçalves F, Pereira R (2008) Effects of a uranium mine effluent in the early-life stages
of Rana perezi Seoane. Sci Total Environ 402:29–35

Marszalek H, Wasik M (2000) Influence of arsenic-bearing gold deposits on water quality in Zloty
Stok mining area (SW Poland). Environ Geol 39:888–892

Martin AJ, Crusius J, McNee JJ, Yanful EK (2003) The mobility of radium-226 and trace metals
in pre-oxidized subaqueous uranium mill tailings. Appl Geochem 18:1095–1110

Martín F, Diez M, García I, Simón M, Dorronsoro C, Iriarte Á, Aguilar J (2007) Weathering of
primary minerals and mobility of major elements in soils affected by an accidental spill of
pyrite tailing. Sci Total Environ 378:49–52

Martín F, García I, Díez M, Sierra M, Simon M, Dorronsoro C (2008) Soil alteration by continued
oxidation of pyrite tailings. Appl Geochem 23:1152–1165

Martin JE, Garcia-Tenorio R, Respaldiza MA, Ontalba MA, Bolivar JP, da Silva MF (1999)
TTPIXE analysis of phosphate rocks and phosphogypsum. Appl Rad Isotop 50:445–449

Martin P, Hancock GJ, Johnston A, Murray AS (1998) Natural-series radionuclides in traditional
north Australian aboriginal foods. J Environ Rad 40:37–58

Martínez-Ruiz C, Fernández-Santos B, Putwain PD, Fernández-Gómez MJ (2007) Natural and
man-induced revegetation on mining wastes: changes in the floristic composition during early
succession. Ecol Eng 30:286–294

Martínez López J, Llamas Borrajo J, de Miguel García E, Rey Arrans J, Hidalgo Estévez MC,
Sáez Castillo AJ (2008) Multivariate analysis of contamination in the mining district of Linares
(Jaén, Spain). Appl Geochem 23:2324–2336

Martínez-Sánchez MJ, Navarro MC, Pérez-Sirvent C, Marimón J, Vidal J, García-Lorenzo ML,
Bech J (2008) Assessment of the mobility of metals in a mining-impacted coastal area (Spain,
Western Mediterranean). J Geochem Explor 96:171–182

Masalehdani MNN, Mees F, Dubois M, Coquinot Y, Potdevin JL, Fialin M, Blanc-Valleron MM
(2009) Condensate minerals from a burning coal-waste heap in Avion, Northern France. Can
Mineral 47:573–591

Mascaro I, Benvenuti B, Corsini F, Costagliola P, Lattanzi P, Parrini P, Tanelli G (2001) Mine
wastes at the polymetallic deposit of Fenice Capanne (southern Tuscany, Italy). Mineralogy,
geochemistry, and environmental impact. Environ Geol 41:417–429

Mastrine JA, Bonzongo JC, Lyons WB (1999) Mercury concentrations in surface waters from
fluvial systems draining historical precious metals mining areas in southeastern USA. Appl
Geochem 14:147–158

Mathews WH, Bustin RM (1984) Why do the Smoking Hills smoke? Can J Earth Sci 21:737–742
Matlock MM, Howerton BS, Atwood DA (2003) Covalent coating of coal refuse to inhibit

leaching. Adv Environ Res 7:495–501
Maxwell P, Govindarajalu S (1999) Do Australian mining companies pay too much? Reflections

on the burden of meeting environmental standards in the late twentieth century. In: Azcue JM
(ed) Environmental impacts of mining activities. Springer, Heidelberg, pp 7–17

Mayer KU, Benner SG, Blowes DW (2006) Process-based reactive transport modeling of
a permeable reactive barrier for the treatment of mine drainage. J Contam Hydrol 85:
195–211

Mayes WM, Batty LC, Younger PL, Jarvis AP, Koiv M, Vohla C, Mander U (2009) Wetland
treatment at extremes of pH: a review. Sci Total Environ 407:3944–3957

Mazeina L, Navrotsky A, Dyar D (2008) Enthalpy of formation of sulfate green rusts. Geochim
Cosmochim Acta 72:1143–1153

McAllan J, Banks D, Beyer N, Watson I (2009) Alkalinity, temporary (CO2) and permanent acid-
ity: an empirical assessment of the significance of field and laboratory determinations on mine
waters. Geochem Explor Environ Anal 9:299–312



370 7 References

McCarty DK, Moore JN, Marcus WA (1998) Mineralogy and trace element association in an
acid mine drainage iron oxide precipitate; comparison of selective extractions. Appl Geochem
13:165–176

McCauley CA, O’Sullivan AD, Milke MW, Weber PA, Trumm DA (2009) Sulfate and metal
removal in bioreactors treating acid mine drainage dominated with iron and aluminium. Water
Res 43:961–970

McConchie D, Clark M, Hanahan C (1998) The use of seawater neutralised red mud from baux-
ite refineries to control acid mine drainage and heavy metal leachates. In: 14th Australian
Geological Convention, abstracts no 49. Geological Society of Australia, Sydney, p 298

McConchie D, Clark M, Davies-McConchie F, Hanahan C (2000) Treatment of acid mine
waters using seawater-neutralised bauxite refinery residues. In: 15th Australian Geological
Convention, abstracts no 59. Geological Society of Australia, Sydney, p 320

McCreadie H, Blowes DW, Ptacek CJ, Jambor JL (2000) Influence of reduction reactions and solid-
phase composition on porewater concentrations of arsenic. Environ Sci Technol 34:3159–3166

McCullough CD (2008) Approaches to remediation of acid mine drainage water in pit lakes. Int J
Min Reclam Environ 22:105–119

McCullough CD, Lund MA, May JM (2008) Field-scale demonstration of the potential for sewage
to remediate acidic mine waters. Mine Water Environ 27:31–39

McGregor RG, Blowes DW (2002) The physical, chemical and mineralogical properties of three
cemented layers within sulfide-bearing mine tailings. J Geochem Explor 76:195–207

McGregor RG, Blowes DW, Jambor JL, Robertson WD (1998) Mobilization and attenuation
of heavy metals within a nickel mine tailings impoundment near Sudbury, Ontario, Canada.
Environ Geol 36:305–319

McKibben MA, Tallant BA, del Angel JK (2008) Kinetics of inorganic arsenopyrite oxidation in
acidic aqueous solutions. Appl Geochem 23:121–135

McKnight DM, Kimball BA, Bencala KE (1988) Iron photoreduction and oxidation in an acidic
mountain stream. Science 240:637–640

McMahon B, Phillips JT, Hutton WA (1996) The evaluation of thickened tailings in a seismic area.
In Tailings and mine waste ’96. Balkema, Rotterdam, pp 133–143

McNulty T (2001) Alternatives to cyanide for processing precious metal ores. Min Environ Manage
May 2001:35–37

McSweeney K, Madison FW (1988) Formation of a cemented subsurface horizon in sulfidic
minewaste. J Environ Qual 17:256–262

MEND (1993a) Preventing AMD by disposing of reactive tailings in permafrost. MEND report 6.1.
Mine Environment Neutral Drainage Program, Ottawa

MEND (1993b) A case history of partially submerged pyritic uranium tailings under water. MEND
report 3.12.2. Mine Environment Neutral Drainage Program, Ottawa

MEND (1997a) Review and assessment of the roles of ice, in the water cover option, and per-
mafrost in controlling acid generation from sulphidic tailings. MEND report 1.61.1. Mine
Environment Neutral Drainage Program, Ottawa

MEND (1997b) Characterization and stability of acid mine drainage treatment sludges. MEND
report 3.42.2. Mine Environment Neutral Drainage Program, Ottawa

Mendez MO, Glenn EP, Maier RM (2007) Phytostabilization potential of quailbush for mine
tailings: growth, metal accumulation, and microbial community changes. J Environ Qual
36:245–253

Menzies NW, Mulligan DR (2000) Vegetation dieback on clay-capped pyritic mine wastes.
J Environ Qual 29:437–442

Merroun ML, Selenska-Pobell S (2008) Bacterial interactions with uranium: an environmental
perspective. J Contam Hydrol 102:285–295

Meseguer S, Jordán MM, Sanfeliu T (2009a) Use of mine spoils from Teruel coal mining district
(NE, Spain). Environ Geol 56:845–853

Meseguer S, Sanfeliu T, Jordán MM (2009b) Classification and statistical analysis of mine spoils
chemical composition from Oliete basin (Teruel, NE Spain). Environ Geol 56:1461–1466



References 371

Meyer WA, Williamson MA, Warren GC, Brown A (1997) Suppression of sulfide mineral oxida-
tion in mine pit walls. Part II: geochemical modeling. In: Tailings and mine waste ’97. Balkema,
Rotterdam, pp 433–441

Miedecke J, Miller S, Gowen M, Ritchie I, Johnston J, McBride P (1997) Remediation options
(including copper recover by SX/EW) to reduce acid drainage from historical mining opera-
tions at Mount Lyell, western Tasmania, Australia. In: Proceedings from the 4th international
conference on acid rock drainage, vol 4. Vancouver, pp 1451–1467

Migaszewski ZM, Galuszka A, Halas S, Dolegowska S, Dabek J, Starnawska E (2008)
Geochemistry and stable sulfur and oxygen isotope ratios of the Podwiśniówka pit pond water
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273–275, 283–285, 309, 317–318, 323,
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specific, 274, 288, 317
tailings, 284
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286–300, 305–306, 309–311, 317, 321,
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280, 284–287, 310, 317, 323, 326,
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Radon, 272, 280, 310, 331
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Rainfall, 122–123, 137, 140–141, 159–160,
163, 165, 167, 171–172, 179–180, 198,
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Rare earth elements, 264, 278, 333
Rate of pyrite oxidation, 50, 53–57,
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Reaction rate, 50, 57–58, 64–65, 115, 173, 188
Recycling, 15, 207, 237, 327–329
Red mud, 227
Rehabilitation, 33–34, 37, 41, 231
Revegetation, 34, 36, 94, 101, 226, 228, 231,

290, 318–319
Rinsing, 131, 173, 260
Rio Tinto (Spain), 120–122, 134
Riverine disposal, 229
Roasting, 7, 27, 250
Rock filters, 181, 184, 196
Romania, 218
Romans, 12, 22, 27
Römerite, 138–139

S
Salinity, 127, 152, 208, 247, 256, 313
Sampling, 82–83, 126–127, 164, 206, 251, 290
Sand, 43, 209, 264–265, 284, 319

beach, 264
heavy mineral, 264
mineral, 43, 264
placer, 264

Saturated covers, 108–110
Saturated paste pH, 20
Saturated zone, 165, 170, 172, 174, 177
Schwertmannite, 136–137, 148–149, 153, 159,

163, 216
Scorodite, 152–153
Seawater, 234, 324
Secondary minerals, 70, 77–78, 83, 88, 90,

103, 105, 115–116, 122, 132, 136–143,
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Seismic stability, 211
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Selenium, 3, 143–144, 184, 189, 264, 316,
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Settling ponds, 120–121
Siderite, 64
Silicate, 61
Silver, 2, 13, 22, 27, 243–244, 247–248, 250,

256, 261, 321
Simple cyanides, 247
Slag, 7, 12–13, 32, 68–69, 75, 99–100
Slimes, 10, 162, 209, 284, 319
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Smelting, 1, 12–13, 22–24, 32
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152, 157, 159, 162, 174–175, 177–179,
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Spain, 11, 22–23, 27, 120, 218
Specific radioactivity, 274, 288, 317
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Spillages, 211, 224, 228, 255
Spoils, 5, 76, 88, 324
Spontaneous combustion, 68–70
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mill, uranium, 273, 276, 283–284,
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radioactivity, 284
solids, 2, 206, 208–210, 214, 234, 285–286,
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Tank leach, 249–250
Thallium, 316
Thickened tailings discharge, 226–227
Thickening, 225
Thiocyanate, 244, 250, 252, 257–258, 262
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134–135, 279
Thiosulfate, 49, 135, 139, 154–155, 244
Thorium, 264, 268
Toxicity, 21, 114, 131, 175, 180, 244, 251, 261,

298
Turbidity, 121, 127–128, 159, 162, 175–176

U
Underground workings, 5, 32, 36, 41, 43, 68,

74, 105–106, 123, 178, 199, 224, 227,
229, 240, 251, 262–263, 273, 314–315,
324, 332

United Kingdom, 11
United States, 180–181, 254, 279–280, 291,

306, 328
Unsaturated covers, 108
Unsaturated zone, 165, 172
Uraninite, 263
Uranium-234 (U-234), 269–271, 275, 296, 310
Uranium-235 (U-235), 269–272, 275–276,

278, 284, 297–298, 300, 309–310, 317,
332

Uranium-238 (U-238), 269–272, 275–276,
278, 284, 286, 297–300, 309–310, 317,
323, 329, 331
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Uranium mill tailings, 273, 276, 283–284,
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Uranyl, 265–268, 294–295, 311

V
Vat leach, 249
Vegetation, 1, 15, 24, 33, 36–37, 41, 53, 93–94,

96, 98, 101–102, 107–110, 120–121,
182, 193, 212, 225–226, 251, 290, 293,
315, 327

Volatilization, 247, 257–258

W
WAD cyanide, 245, 261
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mine, sulfidic, 45, 55, 71, 90, 115
organic, 102, 106, 113–114, 117, 196
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170, 198, 217, 226, 240, 273, 283, 299,
306, 310–311, 317–318, 327, 332

Water
table, 55, 79, 106, 111, 123, 126, 130,

138, 144, 167, 170, 172, 184, 199–200,
214–215, 218, 228–229, 240–241, 279

management strategies, 179–180
quality standards, 180

Weak acid dissociable, 245–246
Weathering kinetics, 50, 64, 169, 173
Wet covers, 105
Wetlands, 181, 183, 189, 192–198

aerobic, 193–194, 196
anaerobic, 193–194, 196, 203

Wetting, 56, 141, 169, 171–172, 176, 215

Y
Yellow boy, 147, 154, 162
Yellowcake, 278, 285
Yttrium, 317, 327, 333
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