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   Only within the last few years has much of the vision of Richard Feynman’s now 
famous lecture on December 29 th , 1959 at the American Physical Society meeting 
held at the California Institute of Technology, “There’s plenty of room at the bottom,” 
been realized. To a signifi cant degree, this has been due to the relatively recent 
advances in chemistry, physics, materials science, and engineering that needed to 
precede the development of the kinds of technologies and applications Feynman 
eluded to in his talk. Designing, modeling, understanding, and ultimately building 
nanotechnologies is not an easy pursuit. Roughly speaking, nanotechnologies are 
engineered technologies and devices made up of materials and components over 
which some spatial aspect of the technology has been purposely designed and engi-
neered at a nanoscale, typically regarded as between 1 and 100 nm or so. Importantly, 
the technology must exhibit some property or behavior or ability to interact with its 
environment that is unique and novel to the engineered device that is not a property 
of the constituent building block materials or elements. It is these properties from 
which the potential of nanotechnology stems. The scale at which such technologies 
are able to interact with their environment in order to produce unique and novel 
macroscopic effects is unprecedented. 

 Arguably one of the most important areas of application for nanotechnology is in 
biology and medicine. This is largely due to the vast complexity, both in structure 
and function, of biological systems, which makes developing technologies that can 
interface, sense, and respond to such systems diffi cult to design and engineer. In 
many ways, we know so little still about such systems that it is unclear how best to 
develop approaches and technologies to interact with them. Even in cases where 
the molecular and cellular details are understood for the most part, the correct mate-
rials, approaches, and methods to optimize such interactions are never clear cut. 
The potential of nanotechnology to accomplish such interactions results from 
the scale at which such technologies are designed relative to the fundamental func-
tional scales at which cells operate. Most of the physical and chemical interactions 
between nanotechnologies and cells occur at the fundamental building molecular 
scale block level from which cells are made up. This ability translates into controlled 
interactions at a scale at which basic cell processes and functions are taking place, 
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which ultimately translate up scales of organization to affect processes and func-
tions at the tissue, organ, organ system, and ultimately organism levels. Thus, in 
theory, manipulations of materials and the design and engineering of devices at near 
atomic scales, in part the realization of Feynman’s seminal lecture, should ulti-
mately be able to accomplish these ideals and result in technologies that truly could, 
by design, interact with biological systems at fundamental building block scales. 
The result of such work will be spectacular, producing novel ways of measuring and 
studying biological systems in order to gain insights and understanding not possible 
with current technologies, and the development of technologies and methods for 
practical applications and uses, such as completely new ways to diagnose and treat 
diseases. 

 In practice though, much work remains to be done for such research to translate 
into viable experimental and clinical applications. As mentioned above, going from 
theory to practice is diffi cult. There are very few areas of modern science that are as 
truly interdisciplinary as nanotechnology and nanoengineering. The design, devel-
opment, and eventual use of such technologies require the participation and coordi-
nation of individuals with different types of training and expertise. No one person 
has enough PhDs to cover every aspect of a nanotechnology project from start to 
fi nish. Given the proliferation of research centers, institutes, in some cases even 
departments in nanotechnology and nanoengineering, many students are now pur-
suing graduate degrees in nanotechnology. Despite this, their expertise will inevita-
bly focus on one or a few areas, usually in the design and synthesis aspects. This 
means that no matter how one is trained, nanotechnology demands the input and 
participation of different individuals. This results in an interesting scientifi c socio-
logical phenomenon: Very different scientifi c cultures and languages need to work 
together in order to accomplish meaningful high impact work. While this is true of 
any interdisciplinary pursuit, it is especially true and challenging for nanotechnol-
ogy because it crosses so many basic and applied fi elds, all of them essential to the 
fi nal result. For applications to biology and medicine, this means that biologists and 
clinicians from different disciplines need to be able to communicate and work with 
physical scientists. While it seems like a straightforward and obvious statement, 
anyone who has tried it knows how diffi cult it really is.    Different disciplines have 
different values and a sense of what details are important, read different journals and 
attend different conferences, and individuals have different levels of understanding 
of areas outside of their comfort zone of expertise. Nonetheless, while challenging, 
it is all very doable, and in recent years we have seen some amazing advances from 
such collaborations, in particular, in areas of biology and medicine. Still, much of 
the work to date in the literature is still at the “proof of concept” stages. Very few 
applications have reached maturity. A colleague recently pointed out with some 
exasperation to one of us how it seems like the number of review articles populating 
the literature far exceeds the actual number of truly high impact primary research 
papers. In other words, while the potential for nanotechnology to have a high impact 
on biological, including biomedical research, and clinical medicine is very signifi -
cant, very little to date has actually achieved such impact. This is not a negative, 
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however, but an opportunity. Much of the research coming over the horizon seems 
truly spectacular, and we anticipate that the next few years will live up to this. 

 For example, in our specifi c area of interest, which is the application of nano-
technology to neuroscience, these methods and technology offer tremendous oppor-
tunities for new ways to measure and observe brain function at cellular and 
subcellular, i.e., molecular, scales. This in turn should allow us to understand neural 
dynamics and physiology in completely new ways, ultimately informing us about 
how the brain works under normal conditions and how it fails in cases of disease. 
Many of these nanotechnology methods for studying brain function are comple-
mentary to other emerging methods in neuroscience, such as genetic methods, 
although little has been done toward integrating them so far. In parallel, other 
approaches are focused on diagnostic and therapeutic targets that make use of nano-
technology. Many neurological disorders are multidimensional and mechanistically 
complex, and current therapeutic standards detect changes simply too late in the 
disease process for therapies to have signifi cant effects. Similarly, given the com-
plexity of neurological disorders, nanotechnologies provide the opportunity to per-
form different necessary functions in specifi c sequences: for example, crossing the 
blood brain barrier, targeting a cell population, and then delivering a therapeutic 
payload. 

 The contributions in this book have been written by some of the pioneers in the 
development and application of nanotechnology to biology and medicine. They are 
intended to provide the reader with an appreciation for and an understanding of the 
biological (i.e., molecular, cellular, and physiological) key challenges in this pur-
suit, as well as an understanding of the approaches and strategies being developed 
by cutting edge research to address such challenges. It is a refl ection of and testa-
ment to the amount of progress that has occurred in an incredibly short period of 
time comparative to the long history of science, but it is also meant to give a realistic 
picture of the open problems and challenges that need to be resolved. In the process, 
though, we hope that different chapters will motivate and capture the imagination of 
the reader. Much work remains.

La Jolla, CA Gabriel A. Silva
Birmingham, AL Vladimir Parpura   
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    1   Introduction 

 The extracellular matrix (ECM) represents a complex organization of macromol-
ecules that surrounds the cell and comprises the substratum onto which the cell 
may be attached. The properties and functions of the ECM depend ultimately on 
its structure, molecular components, architecture, and dynamic modulation. 
Because the critical role of ECM involved in cell biology and physiology has long 
been recognized, the structure and biology of the ECM have been extensively 
studied (Yurchenco and Birk  1994 ; Ayad et al.  1998 ; Robert  2001  ) . The diversity 
found in the structure and organization of the ECM appears to be tissue specifi c 
and regulates the properties and function of each tissue. The ECM was once 
believed to provide mainly the structural support and tensile strength of the tissue. 
It is now recognized that in addition to the role of mechanical stability, the ECM 
also provides substrate for cell adhesion and migration and regulates cell differen-
tiation, metabolic activity, and cell–cell signaling, and therefore intimately 
involved in cellular and molecular response and behavior of the cell. For example, 
the ECM is found to harbor potent signaling cues, such as cytokines and growth 
factors (Engel  2004  ) . Furthermore, the relationship between cell and ECM can be 
considered bidirectional (Cukierman et al.  2001 ; Geiger et al.  2001 ; Labat-Robert 
 2004 ; Yoon et al.  2005  ) : while ECM is known to infl uence the cell behaviors and 
functions, the cell, in turn, modifi es local environment and remodels the ECM. 
This ability of ECM to undergo remodeling plays an important role especially in 
developmental tissue (Zagris  2001 ; Trelstad  2004  )  and wound healing (Schaffer 
and Nanney  1996 ; Tuan et al.  1996 ; Cutroneo  2003  ) . In the context of tissue 
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engineering, elucidation of the ECM structure and biology also has a rather critical 
implication. Dynamic interactions between ECM and cell must be characterized 
and understood at the molecular level for desired manipulation of the ECM that 
lead to successful tissue-engineering applications. Congruent with the current 
research emphasis on nanotechnology, tissue-engineering methodologies will 
likely be refi ned and improved by replication of the complex features of natural 
ECM at the micro- and nanoscale.  

    2   Composition and Architecture of ECM 

    2.1   Major ECM Molecules 

 The composition of the ECM may be classifi ed into at least fi ve major categories 
of components. Molecules found in the ECM include (1) structural proteins, such 
as collagen and elastin; (2) adhesion proteins, such as fi bronectin and laminin; (3) 
soluble growth factors and cytokines; (4) proteoglycans; and (5) tissue-specifi c 
molecules. First, collagen, with at least known 21 subtypes in its family, is the 
major protein that comprises the ECM. Each type-I collagen molecule, for 
instance, contains three chains (called  a  chains) twisted around each other to form 
a triple helix, and lateral interactions of triple helices of collagens result in the 
formation of fi brils roughly 10–300 nm diameter and up to hundreds of micron 
length in mature tissues (Alberts et al.  2002  ) . The triple helix gives the collagen a 
rigid structure that maintains the mechanical and structural integrity of tissues. 
There exist several different  a  chains that are found in various combinations in 
the collagen subtypes. Second, fi bronectin, the next largest quantity of proteins 
found in the ECM, is one of the glycoproteins involved in cell adhesion to the 
ECM and cell migration. It exists as a dimer composed of two very large subunits 
joined by a pair of disulfi de bonds near the carboxyl termini (Alberts et al.  2002  ) . 
Each subunit is folded into a series of functionally distinct domains separated by 
regions of fl exible polypeptide chains 60–70-nm long and 2–3-nm thick. Third, 
growth factors and cytokines are the examples of signaling proteins solubilized in 
the ECM that can stimulate cells to grow, migrate, and mediate cell–cell commu-
nications (Perris and Perissinotto  2000 ; Brownlee  2002 ; Kleinman et al.  2003  ) . 
These generally small signaling molecules can infl uence the cell by binding to a 
receptor expressed on the cell surface and activate the receptor-mediated signaling 
transduction cascades. Fourth, macromolecules found in the ECM include proteo-
glycans and glycosaminoglycan (GAG). Proteoglycans consist of one or more GAG 
chains attached to a core protein. Unlike glycoproteins with one or more oligosac-
charide chains covalently bound to amino acid side chains, proteoglycans contain 
much more carbohydrate by weight, mostly in the form of long, unbranched, GAG 
chains rather than short, branched, oligosaccharide chains found in glycoproteins 
(Alberts et al.  2002  ) . Proteoglycans are thought to play a key role in chemical 
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signaling between cells, and regulate the activities of secreted proteins, such as 
growth factors. Some of the plasma membrane proteoglycans can bind cells to the 
ECM and trigger the responses of cells to extracellular signals (Simons and 
Horowitz  2001 ; Yoneda and Couchman  2003  ) . GAG is an unbranched, negatively 
charged, polysaccharide chain composed by repeating disaccharide units. The 
main groups of GAGs of physiological signifi cance are hyaluronic acid (hyaluro-
nan), chondroitin sulfate, dermatan sulfate, heparan sulfate, and keratan sulfate. 
Hyaluronan is unique among the GAGs because it does not contain any sulfate 
and is a component of non-covalently formed complexes with proteoglycans in 
the ECM. Hyaluronic acid polymers are very large (with molecular weights of 
100–10,000 kDa) and can occupy a large volume. GAGs are located either in the 
ECM or on the surface of cells, where these molecules serve as coreceptors to 
help cells respond to secreted signal proteins (Raman et al.  2005  ) . Due to high 
viscosity and low compressibility, the mechanical characteristics of GAG are 
ideal for excellent lubricators and shock absorbers and used as a lubricating fl uid, 
for example, in the joints. Finally, examples of the tissue-specifi c components 
include aggregans in the cartilage tissue or minerals (e.g., hydroxyapatite) in the 
bone tissue.  

    2.2   ECM Architecture 

 Similar architectural characteristics of ECM can be found in the major tissue types, 
such as nerve, muscle, epithelial, and connective tissues. Generally, the ECM is 
made of various protein fi bers interwoven in a hydrated gel composed of proteogly-
cans and GAG chains (Fig.  1 ). Fibrillar collagen forms the major matrix, strength-
ens the scaffold, and also provides substratum for cell adhesion. GAGs fi ll a large 
volume and form highly hydrated gels in ECM. Adhesion proteins in the matrix and 
on the surface of cell membrane bind macromolecules and cells to build up ECM 
into an active and dynamic organization that can infl uence the cellular cytoskeleton 
and cell spreading. The diversity of ECM in different tissues arises from the relative 
amounts of the macromolecules mentioned above, tissue-specifi c components, and 
the way in which they are arranged. For example, connective tissue and epithelial 
tissue represent two extremes of contrasting spatial organization. In connective tis-
sue, cells are sparsely distributed within the ECM. Direct attachments between cells 
are relatively rare, and the ECM is rich in fi brous polymers, especially collagens, 
which bear most of the mechanical stress the tissue is subjected to. In contrast, epi-
thelial tissue has a scant ECM, consisting mainly of a thin mat called the basal 
lamina, which underlies the epithelium. Cells are tightly bound together into sheets 
called epithelia. The cells are attached to each other by cell–cell adhesions that bear 
most of the mechanical stresses. Strong intracellular protein fi laments connect the 
cells either to each other or to the underlying basal lamina. Examples would include 
capillaries that consist of a single layer of endothelial cells attached to a basal 
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lamina and every smooth muscle that is attached to its neighboring muscle cells by 
a basal lamina.   

    2.3   ECM–Cell Communication Pathways 

 Bidirectional communication between ECM and cell is likely mediated by a family 
of transmembrane adhesion proteins that are referred to as integrins, which act as 
receptors and bind to the ECM components, including collagen and fi bronectin 
(Heino  2000 ; Farias et al.  2005  ) . An integrin molecule has two non-covalently asso-
ciated transmembrane glycoprotein subunits called  a  and  b  chains with their globu-
lar heads projecting more than 20 nm from the lipid bilayer (Smith  1994  ) . As this 
end of integrin binds the ECM with different specifi city and relatively low affi nity, 
the other end of integrin binds to actin cytoskeleton inside the cell. This dual bind-
ing capacity is required to relate the molecular signals in and out of the cell (i.e., 
bidirectional communication), thus providing active intracellular signaling path-
ways for communications between the cell and ECM. A unique feature of the inte-
grin is found in its adhesive motif that was initially discovered by Pierschbacher 
et al.  (  1981  ) . A 11-kDa fragment from fi bronectin was identifi ed to have the capac-
ity to support cell adhesion. Subsequent studies (Pierschbacher and Ruoslahti  1984  )  
showed that this fragment can be mimicked by a small peptide containing the Arg–
Gly–Asp (RGD) sequence. In addition to fi bronectin, this adhesive motif is found in 
other ECM proteins and blood adhesion proteins (Suzuki et al.  1985 ; Sadler et al. 
 1985  ) . Not all, but most of the subtypes of integrins recognize this particular adhe-
sive motif, and thus integrins can bind to the major ECM proteins (fi bronectin, col-
lagen, laminin, vitronectin, to name just a few) and mediate the receptor–ligand 
binding interactions.   

  Fig. 1    Schematic cartoon for ECM molecules and architectural arrangement       
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    3   Role of ECM in Tissue Development and Wound Healing 

    3.1   Expression of ECM in the Biological Process of Tissue 
Development 

 In tissue development, the ECM molecules are known to direct cell attachment, 
movement, and localize inductive signals. The development of ECM refl ects the 
acquisition of differentiated functions of the cells. Newly produced ECM in turn, 
via cell signaling, specifi es cell fate and regulates the formation of tissues and 
morphogenesis of organs (Zagris  2001  ) . Improper regulation of ECM can result in 
aberrant tissue development and diseases. Many ECM components appear only 
transiently during specifi c developmental or pathological events (Svetlana  2004  ) . 
For example, laminins, which are heterotrimeric glycoproteins in the basement 
membrane, consist of multiple isoforms that vary in their chain composition and 
tissue distribution during embryogenesis (De Arcangelis and Labouesse  2000  ) . 
More signifi cantly, degradation and remodeling of the ECM are largely controlled 
by matrix metalloproteinases (or metalloproteases; MMPs) and their specifi c tissue 
inhibitors of metalloproteinases (TIMPs). Many MMPs [at least 20 subtypes identi-
fi ed (Jones et al.  2003  ) ] are expressed widely during embryogenesis, but not in adult 
life. In adult life, MMPs are expressed in rapidly remodeling tissues, such as the 
term placenta, menstrual endometrium, and involuting mammary glands, and dur-
ing wound healing. The expression of MMPs in organogenesis is intensively con-
trolled by growth factors and cytokines (Feinberg et al.  2000  ) . ECM molecules and 
their receptors are essential in development, because they regulate many aspects in 
tissue-specifi c development, such as cell growth and proliferation modulated by the 
growth factors. During embryonic development of multicellular organisms, integ-
rins are the main family of cell-surface receptors that mediate cell–matrix interac-
tions and signaling pathway. This adhesion function of ECM has often been 
mimicked in synthetic ECMs by fabricating the polymers to include the adhesive 
motif (e.g., RGD peptides) and presenting them to the cell. While fi bronectin is 
required for the mesoderm development (De Arcangelis and Labouesse  2000  ) , other 
ECM proteins, such as laminins and collagens, play a particularly crucial role in 
epithelial development, and the informational cues arising from ECM remodeling 
are transmitted via intracellular signaling to effect epithelial gene expression.  

    3.2   ECM of Wound Healing 

 Similar to intricate dynamics of ECM remodeling during tissue development, 
another excellent example of ECM remodeling is found in wound healing. It is a 
complex process that involves different cell types and coordinated cellular activities 
and reveals a multifunctional ECM role in normal and injured tissue metabolism. 
For example, in skin wound repair, white cells, keratinocytes, fi broblasts, and 
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endothelial cells all play a role in a well-established sequence of events that eventually 
lead to repair of the damage tissue by remodeling ECM. In a schematic that divides 
the wound healing into distinctive different stages (infl ammation, proliferation, and 
remodeling; see Fig.  2 ), ECM remodeling in the wound begins as soon as a new 
ECM is laid down. Different cell types play a key role at each stage and are regu-
lated by numerous growth factors and cytokines (Moore  2001  ) . The progression of 
wound repair is frequently modeled in the skin, but parallel and temporally coordi-
nated events occur in most tissues following injury.  

Wound healing
sequence

ECM contribution

Tissue injury Disruption of native ECM architecture

Hemostasis and
inflammation

Blood exposure to collagen leads to platelet
activation, clotting cascade initiation
Fibrin network is major clot component, stops
bleeding, closes the wound.

Cell proliferation and
granulation tissue

formation

Proliferating fibroblast create provisional fiber
network of collagen, fibronectin, hyaluronic acid.
HA facilitates cell migration and stimulates
endothelial cell proliferation. Fibronectin is involved
in re-epithelization and serves as template for
collagen deposition.

Wound tissue maturation;
ECM synthesis and

reorganization

Initially randomly distributed collagen fibrils become
cross-linked, and aggregate into regularly organized
bundles oriented along the lines of stress in the
wound.Collagenases are involved in collagen
degradation and remodeling.
Wound contraction occurs as a result of an
interaction between fibroblast locomotion and
collagen reorganization.

Scar development Collagen fibers impart stiffness and tensile strength

  Fig. 2    Block diagram of ECM remodeling in wound healing       
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 Wound healing response is initiated at the moment of injury with the hemorrhage 
and formation of the blood clot. Immediately after that infl ammation phase is trig-
gered, which is characterized by prominent immune response involving neutrophils, 
macrophages, lymphocytes, and other immune elements. In the following prolifer-
ating phase, fi broblasts migrate into the area of wound to form the granulation tissue 
and to produce ECM, which is dynamically remodeled for effective wound closure 
and scar development. Simultaneously, wound contraction and re-epithelization 
take place. All these events are strictly regulated by wound microenvironment, 
including growth factors, cytokines, and newly created ECM components. The fi nal 
product of the healing process is a scar – relatively avascular and acellular mass of 
collagen serving to restore tissue continuity, strength, and function. This pivotal role 
of ECM in wound healing sequences can be observed throughout all stages of the 
repair process. 

 Exposure of blood to collagen in the wound defects results in platelet activation 
and coagulation cascade initiation, while the fi nal fi brin network clot serves to stop 
bleeding and to plug the wound site. A number of growth factors and cytokines are 
released from platelets, which play important role in recruitment of infl ammatory 
cells, stimulation of fi broblasts, and evolution of granulation tissue. For example, 
platelet-derived growth factor (PDGF) and transforming growth factor (TGF)- b 1 
regulate many matrix proteins including collagen, proteoglycans, fi bronectin, and 
matrix degrading proteases and their inhibitors. Latent TGF- b 1, released from plate-
lets and infl ammatory cells, is activated by proteolytic and non-proteolytic mecha-
nisms to infl uence wound healing from initial clot formation to the fi nal stage of 
matrix deposition and remodeling (Wahl  1999  ) . ECM also acts as a reservoir for 
growth factors required during healing. Fibroblast growth factors (FGF-1 and -2) 
are weakly soluble with a strong affi nity for heparan sulfate. Pre-existing FGF-2 
bound in the wounded ECM appears to stimulate angiogenesis and fi broblast func-
tion modulation (Mustoe et al.  1991  ) . Hyaluronic acid, highly hydrated ECM com-
ponent conferring viscosity to tissues, promotes early infl ammation by enhancing 
leukocyte infi ltration. It also moderates the infl ammatory response as healing pro-
gresses towards granulation tissue formation and facilitates fi broblast migration. 
The neutrophils are activated during chemotaxis and produce elastase and collage-
nase to facilitate their migration. Once in the tissue   , the infl ammatory cells and 
fi broblasts stimulate the production of MMP-1, -2, -3, and -9 to degrade the dam-
aged ECM in preparation for macrophage phagocytosis of the ECM debris (Mott 
and Werb  2004  ) . After infl ammation, the proliferative phase follows, which is char-
acterized by granulation tissue formation. It consists of cellular elements (fi bro-
blasts and infl ammatory cells), along with new capillaries embedded in a loose 
ECM of collagen, fi bronectin, and hyaluronan. Fibroblasts respond to cytokines/
growth factors by proliferating and synthesizing provisional fi ber network rich in 
fi bronectin. It serves not only as a substratum for migration and in-growth of cells, 
but also as a template of collagen deposition by fi broblasts. There are also signifi -
cant quantities of hyaluronic acid and large-molecular-weight proteoglycans pres-
ent, which contribute to the gel-like consistency of the ECM and aid cellular 
infi ltration. TGF- b 1 further contributes to this fi brotic process by recruiting fi broblasts 
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and stimulating their synthesis of collagens I, III, and V, proteoglycans, fi bronectin, 
and other ECM components (Nissen et al.  1999  ) . TGF- b 1 concurrently inhibits 
proteases while enhancing protease inhibitors, favoring matrix accumulation. 
Re-epithelization at the wound surface and revascularization of the wound proceed 
in parallel with granulation tissue formation. For example, immature keratinocytes 
in skin produce MMPs and plasmin to dissociate from the basement membrane and 
facilitate their migration across the open wound bed in response to chemoattrac-
tants. The migration of epithelial cells occurs independently of proliferation and 
depends upon a number of factors, including growth factors, loss of contact with 
adjacent cells, and guidance by active contact with ECM. Adhesive ECM proteins, 
such as fi bronectin or vitronectin, bind to keratinocytes and induce them to migrate 
over granulation tissue as part of wound re-epithelialization (O’Toole  2001  ) . 
Subsequently, provisional matrix components, such as hyaluronic acid and fi bronec-
tin, are gradually replaced by collagen and proteoglycans. 

 The predominant collagen subtype in skin changes from type III (in the early 
healing wound) to type I in the mature wound. Collagen is constantly being degraded 
and resynthesized even in normal intact tissues. Following injury, the rate of colla-
gen synthesis increases dramatically for approximately 3 weeks. The gradual gain 
in wound stiffness and tensile strength is due not only to continuing collagen depo-
sition, but also to collagen remodeling. The initially, randomly distributed collagen 
fi bers become cross-linked by enzyme lysyl oxidase and aggregated into regularly 
aligned fi brillar bundles, oriented along the line of stress of the healing wound. The 
net increase in wound collagen is determined by the balance of its synthesis and 
catabolism. The degradation of fi brillar collagen is driven by serine proteases and 
MMPs under the control of the cytokine network. Production of MMPs and TIMPs 
by fi broblasts is inducible and tightly regulated by cytokines, growth factors, hor-
mones, and contact with ECM components. 

 Collagen is also closely involved in wound contraction – inward movement of 
the wound edges, which occurs as a result of an interaction between fi broblast loco-
motion and collagen reorganization. The contraction is mediated by attachment of 
collagen fi brils to cell-surface receptors. The resulting contraction force generated 
by cell motility brings the attached collagen fi brils closer together and eventually 
compacts them. A specialized subset of fi broblasts with muscle-like contractile fea-
tures called myofi broblasts may be also involved in wound contraction (Desmouliere 
et al.  2005  ) . As remodeling progresses, there is a gradual reduction in the cell num-
ber and vascularity of the reparative tissue which results in the formation of a rela-
tively avascular and acellular collagen scar. Remodeling of the scar can continue for 
1–2 years. The relative weakness of the scar compared to normal tissue is a conse-
quence of the collagen fi ber bundle orientation and abnormal molecular cross-linking. 
For example, because the fi bers in normal tissue are relatively randomly organized 
rather than the fi bers oriented parallel in scar, the maximum breaking strength of 
mature scar in skin is only 70% of the intact skin. In summary, the ECM dictates and 
directs wound healing to a great extent by inducing the cell stickiness, movement, 
proliferation, and differentiation. The growing body of knowledge of ECM metabo-
lism in wound healing and how cells interact with it can help developing new 
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treatment strategies to minimize scarring. It is fascinating to note that fetal wounds 
are healed without scar formation. Elucidation of the molecular mechanisms and 
physical and chemical cues that are responsible for scarless fetal wound healing 
would lead to ideal tissue repair, but currently remains unknown (Colwell et al. 
 2005  ) . Identifi cation of such mechanisms and cues would undoubtedly be useful for 
attempts to engineer a skin-equivalent tissue replacement construct. Indeed, one of 
the most successful tissue-engineering applications up to date has been the treat-
ment of skin wound that incorporates keratinocytes and fi broblasts seeded in both 
natural and synthetic ECM. Advances in tissue engineering of tissue types other 
than skin are also rapidly progressing. Some recent developments of tissue engi-
neering in creating ECM for tissue restoration and other biomedical applications are 
described in the following section. Finally, electrotherapy for wound healing has 
been applied over the past two decades. Although the molecular mechanisms that 
mediate electrically stimulated wound healing are yet to be fully elucidated, a recent 
review suggests that several cellular events are induced and coordinated by electri-
cal stimulation to promote cell adhesion and migration that reorganizes ECM struc-
tures [see Cho  (  2002  ) ) for review].   

    4   Role of ECM in Tissue Engineering 

 Based on the important and critical role of ECM to infl uence cellular and molecular 
responses, development of extracellular environment has become a key task for tis-
sue engineering, regenerative medicine, and other biomedical and pharmaceutical 
applications. Successful tissue engineering requires appropriate integration of at 
least three critical components: cells; natural or synthetic scaffold that can serve as 
a temporary ECM; and chemical and physical elements, such as growth factors and 
topographical features that best mimic the extracellular environment in the natural 
ECM. Scaffold must be engineered in a way that is conducive to cell proliferation, 
differentiation, and eventual integration with the surrounding tissue. Designing a 
conducive extracellular environment requires better understanding of the role of 
biological, chemical, and physical stimuli that may infl uence the structural integrity 
and functionality of the engineered tissue. Use of biodegradable polymer scaffolds 
is generally preferred because the polymer scaffolds can serve as a template for tis-
sue development and the scaffolds are resorbed, avoiding foreign body response. 
For example, collagen-based hydrogel has been extensively used as a scaffold for 
tissue engineering. There are several advantages for using the collagen-based scaf-
fold. First, as described earlier, collagen is the principal component of in vivo ECM. 
Second, it provides a suitable microenvironment for cells, including large pores and 
high mechanical strength (Friess  1998 ; Yannas  1995  ) . Third, cells can be directly 
incorporated into the collagen monomeric solution. Fourth, by varying the scaffold 
composition, the mesh size is controlled, and the optimal scaffold composition may 
be determined for engineering a specifi c tissue type. Fifth, collagen scaffold can be 
served a model to study the complex tissue development as the seeded cells interact 
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with and remodel the ECM. Finally, collagen-based hydrogels are relatively simple 
to construct and does not require expensive equipment. One major disadvantage of 
collagen-based scaffold could be the lack of strong mechanical strength essential 
for engineering, for example, bone tissue. Although type-I collagen constitutes 
~90% of ECM in the bone tissue, collagen polymers alone are insuffi cient to pro-
vide the necessary mechanical strength of the bone tissue. Other materials, such as 
hydroxyapatite and calcium phosphate, have been added to the collagen scaffold to 
improve mechanical strength (McCarthy et al.  1996 ; Takoaka et al.  1998 ; LeGeros 
 2002 ; Alhadlaq et al.  2004  ) . Using multiphoton microscopy, we were able to obtain 
simultaneously the images of collagen fi bers and cells seeded in the 3D collagen 
scaffold, allowing us to determine collagen–cell binding. Collagen fi bers were 
imaged without fl uorescent probes, but instead relied on Second Harmonic 
Generation imaging technique (Zoumi et al.  2002 ; Zipfel et al.  2003  ) , while cells 
were loaded with CellTrackers. Seeding rat mesenchymal stem cells (rMSCs) and 
human fi broblasts in the collagen scaffold, differential cell adhesion behaviors were 
investigated. As shown in Fig.  3 , rMSCs appear to concentrate and reorient collagen 
fi bers (left panel) that are consistent with the postulate of strong adhesion, whereas 
fi broblasts embedded the same collagen scaffold demonstrated less localized, but 
randomized collagen fi bers (right panel). Moreover, the extent of collagen reorgani-
zation around the fi broblast appears not as dramatic as that found around the MSC.  

 While natural polymers, such as collagen and chitosan, closely mimic the 
native extracellular environment, synthetic polymers have been developed for 
tissue-engineering applications. Substantial advances have been achieved recently 

  Fig. 3    Collagen scaffold (1 mg/ml) structures and seeded cells were imaged using a Bio-Rad 
Radiance Model 2000 (femtosecond pulses at 80 MHz, 0.8 mW) laser scanning multiphoton micro-
scope. Second harmonic generation signals from collagen fi bers (no fl uorophore required) were 
excited by a wavelength of 840 nm beam, and emitted signals were acquired with a band-pass fi lter 
of 390 ± 70 nm. Cells were stained using the CellTracker orange CMTMR (Molecular Probe, OR, 
USA) and visualized with a band-pass fi lter of 560 ± 70 nm. Spectrally separated but combined 
images of rat mesenchymal stem cells ( left panel ) and human fi broblasts ( right panel ) are shown       
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with synthetic biomaterials. These synthetic resorbable polymers provide much 
higher mechanical strength and are degraded by hydrolysis. Although synthetic 
polymers can be produced and used for tissue engineering, the FDA-approved bio-
materials such as polylactic acid (PLA), polyglycolic acid (PGA), or mixture of 
these two polymers are by far the most commonly used biocompatible polymers. 
From the mechanical perspective, the Young’s modulus of cortical bone is on the 
order of ~10 GPa, and the Young’s modulus for PGA closely matches this value 
[~7 GPa (Yang et al.  2001  ) ]. In addition to providing the mechanical strength, syn-
thetic polymers can be manipulated to create and control the scaffold architecture. 
This has become an important task in tissue engineering because (1) spatial organi-
zation of cell seeding and cell growth depends on the scaffold architecture and (2) 
this architecture is now believed to regulate the development of specifi c tissue func-
tions. Cima et al.  (  1991  )  demonstrated that tissue regeneration using synthetic mate-
rials depends on the porosity and pore size of the scaffold. While large surface area 
promotes cell attachment, large pores are desirable for providing suffi cient nutrients 
and removing waste. Another aspect of the scaffold architecture is the degree of 
continuity of the pores. Molecule transport and cell migration have been shown to 
be prevented in the highly porous matrix of disconnected pores. 

    4.1   Microfabrication 

 Many techniques have been developed over the years to physically control and regu-
late the topographical features of synthetic scaffold. One prominent approach that 
has become popular in the fi eld of tissue engineering includes microfabrication. 
This technique relies on surface modifi cation of biomaterials via physical or chemi-
cal methods that can lead to desired cellular responses (Wilkinson et al.  2002  ) . 
Physical techniques, such as microcontact printing, casting, and embossing, have 
been known for a long time, and also successfully been downscaled to micro- or 
nanoworld (Curtis and Wilkinson  2001  ) . Microcontact printing, shown in Fig.  4 , 
uses a lithographically fabricated stamp (usually from polydimethylsiloxane) with 
the desired pattern, which can be inked with protein, polysaccharide, or other large 
molecule. On pressing the stamp onto a substrate preconditioned with a sticky layer, 
the molecule is transferred with the pattern of the stamp (Michel et al.  2002a,   b  ) . 
This simple and cost-effective approach results in chemical patterns with micron or 
submicron size features displaying binding sites for specifi c molecules. Examples 
of successful microfabrication applications include designing controlled drug deliv-
ery systems (Tao et al.  2003  ) , altering surface topography to mimic in vivo condi-
tions (Motlagh et al.  2003  ) , microfl uidic fl ow (Popat and Desai  2004  ) , and 3D 
confi guration of multilayer cell cultures (Tan and Desai  2004  ) .  

 Microfabrication techniques offer a useful tool to control selective cell adhesion 
and spatial organization of cells in the 3D scaffold. Cell adhesion and motility is one 
of the important biological processes involved in cell growth, differentiation, infl am-
matory response, and wound healing, and is often desired for engineering tissue 
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  Fig. 4    Schematic cartoon for micro- or nanopatterned substrates for cell engineering. First, the 
pattern is defi ned in a radiation-sensitive resist coated on the substrate ( a ) with electron beam or 
another lithographic technique ( b ). After resist development ( c ), it serves as a mask to transfer the 
pattern onto the substrate by dry or wet etching process ( d ). Resulting pattern can be used imme-
diately for experiments with cells or as a stamp in contact micro- or nanoprinting ( f ). The stamp is 
inked with desired biomolecule or chemical agent and pressed onto a preconditioned adhesive 
surface ( e ). The ink solution is transferred to the surface with the pattern of the stamp ( h ). The 
uncoated areas can be further derivatized with another chemistry to control wettability, adhesion, 
biological specifi city, and other material surface properties on nanoscale       

constructs. In addition to modifying surface topography and chemistry to regulate 
cell adhesion, an alternate methodology of applying physical forces that can induce 
the similar cellular responses has been demonstrated. For example, because cellular 
behaviors have been shown to depend on the local electrical environment within 
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tissues, we have incorporated the use of non-invasive electrical stimulus to charac-
terize and control the human fi broblast adhesion and movement in the 3D collagen 
gel model (Sun et al.  2004  ) . The cell movements in the 3D collagen gel were shown 
to depend on both electrical stimulus strength and collagen concentration. A small 
non-invasive electrical stimulus (0.1 V/cm) was found to be suffi cient to induce 3D 
cell migration, while the collagen concentration of ~0.6 mg/ml appeared to repre-
sent the optimal scaffold network environment. However, the same electrical stimu-
lus failed to induce 2D cell movement. This observation provides a clue that 
biophysically unconstrained 2D cell adhesion may represent the “exaggerated state” 
of cell adhesion, and that the suffi cient and necessary cell adhesion found in the 3D 
collagen gel, which resembles in vivo cellular responses, is likely weaker than that 
found on 2D substrate. It is interesting to note that this induced human fi broblast 
movement in 3D collagen gel is both integrin- and Ca 2+  dependent (Sun and Cho 
 2004  ) . Treatment of cells with anti-integrin antibodies prevents electrically induced 
cell movement. While the absence of extracellular Ca 2+  suppresses the 3D cell 
movement, inhibition of the cell-surface receptor-coupled phospholipase C (PLC) 
completely prevents 3D cell migration, suggesting molecular association among 
integrin, PLC, and intracellular Ca 2+ . Elucidation of the electrocoupling molecular 
mechanisms involved 3D cell movement could lead to controlled and designed 
manipulation of 3D cell adhesion and migration, and may be used to complement 
the microfabrication techniques that have been successfully applied to tissue 
engineering.  

    4.2   Nanofabrication 

 Recent progress in nanotechnology provides a variety of methods for fabricating 
materials with nanostructure and nanochemistry similar to that naturally occurring 
in the cell surrounding. Both micro- or nanoengineering techniques are aimed to 
control physicochemical and biological properties of synthetic materials, which are 
thought to be essential for guiding complex cellular processes and directing cell 
behavior and functions (Curtis  2004 ; Lutolf and Hubbell  2005  ) . These nanoscale 
features include, but not limited to distribution of receptor-binding ligands and sur-
face-bound growth factors, surface nanotopography, presentation of domains sus-
ceptible for cell-triggered degradation, and remodeling. Molecular mechanisms 
found in the natural ECM that regulate cellular functions are being incorporated in 
fabrication of synthetic extracellular environment at nanoscale. For example, mount-
ing data support the notion that cells respond to the precise nanoscale spatial 
organization of adhesion ligands (Irvine et al.  2002  ) . This is perhaps related to the 
intrinsic adhesion protein (e.g., integrin) properties to cluster in order to form 
focal adhesion contacts and mediate appropriate cellular responses. While ran-
domly distributed adhesion ligands appear to support cell attachment, neither full 
cell spreading nor haptokinetic or chemokinetic motility was observed. Moreover, 
the size of ligand cluster controls strength of cell–substratum adhesion, cytoskeleton 
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reorganization, signaling, and cell motility (Maheshwari et al.  2000  ) . There appears 
an optimal spacing of ~70 nm between individual ligands for integrin clustering and 
activation (Arnold et al.  2004  ) . In addition to lateral organization, ligand presenta-
tion in the axis perpendicular to the cell membrane plays an important role. When 
RGD peptide is mobilized to the substrate with a polymer spacer, linker length 
affects effi ciency of cell attachment, and that the optimal distance between RGD 
peptide and substrate has been shown to be ~3.5 nm (Shin et al.  2003  ) .  

    4.3   Brief Survey of Nanofabrication Techniques 

 While the techniques for nanofabrication have been developing at a very rapid pace 
in the last decades, the use of nanomaterials in medicine and biology is quite inno-
vative, and much research needs to be completed before we have a full understand-
ing on nanomaterials and nanostructures. Development of nanomaterials and 
nanotechniques relies often on well-established progress in the electronic and opti-
cal engineering fi eld (see Tables  1  and  2 ). Several methods have been developed 

   Table 1    Current techniques for micro- and nanoscale biomimetic surface engineering   

 Method  Material  Resolution  References 

 Injection molding, 
casting, and 
embossing 

 Synthetic polymers  ~15 nm  Wilkinson et al. 
 (  1998  )  and 
Gadegaard et al. 
 (  2003  )  

 Polymer demixing  Polymer blends (e.g., 
polystyrene/
polymethylmethacrylate) 

 10 nm  Dalby et al.  (  2004a, 
  b  ) , Barbucci et al. 
 (  2003  ) , Riehle et 
al.  (  2003  ) , and 
Gadegaard et al. 
 (  2004  )  

 Electron beam 
lithography 

 Silica, silicon, and polymers  <10 nm  Wilkinson et al. 
 (  2002  )  and 
Malaquin et al. 
 (  2004  )  

 Colloidal 
nanolithography 

 Gold colloids  50 nm  Arnold et al.  (  2004  )  
and Wood et al. 
 (  2002a,   b  )  

 Peptide-functionalized gold 
nanodots 

 8 nm dot size 

 Nanopillars on quartz, silicon, 
and polymers 

 20 nm 

 Microcontact 
printing 

 Biomolecules (proteins and 
polysaccharides) and 
chemical compounds on a 
fl at substrate 

 100 nm  Wilkinson et al. 
 (  2002  )  and Michel 
et al.  (  2002a  )  

 Self-assembling 
monolayers 

 Alkanethiols on gold, 
trichlorosilanes on glass, 
and silicon 

 <10 nm  Chen et al.  (  2000  ) , 
Finnie et al. 
 (  2000  ) , and Smith 
et al.  (  2004  )  
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   Table 2    Nanofabrication methods for 3D cell environment engineering   

 Method  Material  Structure size  References 

 Phase separation  Synthetic biodegrafable 
polymers (poly 
 l -lactic acid) 

 50 nm fi ber diamater  Zhang and Ma  (  2000  )  

 Electrospinning  Polyethylene oxide, 
polylactic acid, and 
polycaprolactone 

 5–100 nm fi ber 
diameter 

 Zhou et al.  (  2003  ) , 
Sun et al.  (  2003  ) , 
and Zussman et al. 
 (  2003  )  

 Self-assembly of 
peptide 
amphiphiles 

 Synthetic peptide-
amphiphile 
constructs 

 5–8 nm fi ber diameter  Hartgerink et al. 
 (  2002,   2001  )  and 
Silva et al.  (  2004  )  

 Thermal assembly  Mineral/collagen 
composites 

 100 nm-thick fi brils  Pederson et al.  (  2003  )  

 Nanoparticle 
synthesis 

 Carbon nanotubes  Down to 3–5 nm 
diameter 

 Michalet et al.  (  2005  ) , 
Berry and Curtis 
 (  2003  ) , and Gillies 
and Frechet 
 (  2005  )  

 Superparamagnetic 
beads (iron oxide) 

 20–500 nm diameter 

 Dendrimers  10 nm 

recently to produce synthetic scaffolds with nanofeatures for tissue engineering. For 
example, a phase separation technique is proposed to generate synthetic nanofi -
brous ECM, which mimics the fi ne fi brillar architecture of collagen (Zhang and Ma 
 2000  ) . Three-dimensional negative replicas are produced from a porogen material. 
Polymeric materials, like PLA, are cast over porogen and thermally phase-separated 
to form nanofi brous matrices. The porogen material is then leached out with water 
to fi nally form the synthetic nanofi brous ECM with predesigned macroporous archi-
tectures. The diameter of the fi bers ranges from 50 to 500 nm, which is similar to 
collagen matrix. These scaffolds can induce cells to assemble in a 3D fashion that 
resembles the natural cell organization in natural tissue.   

 Electrospinning of nanofi bers is a relatively novel process that allows the con-
tinuous production of polymer fi bers (polyethylene oxide, PLA, and polycaprolac-
tone) ranging from less than 5 nm to over 1  m m in diameter (Zhou et al.  2003 ; Sun 
et al.  2003  ) . The reduction of the diameter into the nanometer range gives rise to a 
set of favorable properties, including increase of the surface-to-volume ratio, varia-
tions in wetting behavior, and modifi cations of the release rate. The electrospinning 
technique relies on a high electric fi eld-assisted assembly of nanofi bers into well-
ordered 3D structures (Zussman et al.  2003  ) . The fi bers from biodegradable poly-
mers that can be aligned to create 3D matrix of parallel or periodic arrays may be 
useful for tissue engineering. A recent study from our laboratory demonstrates that 
human MSC adhesion and stretching are preferred along the direction of electro-
spun polycaprolactone (PCL   ) polymers of ~100 nm diameter (Fig.  5 ), revealing that 
the preferred orientation and alignment of the cells on the patterned substrate coin-
cide with the fi ber orientation. A cell viability test shows that nanofi ber-directed cell 
orientation and alignment do not cause adverse cellular damage. This capability 
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may be critical in engineering functional tissue by controlling the cell and ECM 
spatial patterns. In addition, high degree of control of cell orientation and alignment 
may also have signifi cant implication for regulation of stem cell proliferation and 
differentiation. However, one diffi culty in nanofi ber technology has been seeding 
cells within a nanofi brillar structure with pore spaces much smaller than a cellular 
diameter. Somehow, the network must be formed in situ, around the cells, without 
cellular damage.  

 A class of nanofi brillar gels has been recently developed, which can self-assem-
ble around the cells under appropriate near-physiologic conditions, and the cells 
survive this process (Hartgerink et al.  2002 ; Silva et al.  2004  ) . The unit blocks of the 
3D nanofi ber matrix are peptide-amphiphile molecules, which incorporate specifi c 
biomolecular signals. The synthesized peptide-amphiphile molecule consists of 
long alkyl tail, amino acid spacer, and peptide sequence for a specifi c cell response 
(e.g., cell adhesion ligand RGD, laminin peptide). The nanofi bers 5–8 nm diameter 
and up to few microns long are driven to assemble in aqueous media of high ionic 
strength by hydrogen bonding and hydrophobic interactions. This promising tech-
nique can potentially produce biosystems that can be delivered to living tissues by 
simply injecting peptide-amphiphile solution. This solution should self-assemble in 
vivo into artifi cial scaffolds directing cell differentiation, proliferation, and other 
crucial cell functions. The wide choice of amphiphile building-block molecules pro-
vides a versatile tool with environment-controllable and reversible self-assembly 
mechanism for engineering various types of tissues. For example, the self-assem-
bled peptide-amphiphile nanofi bers are shown to direct hydroxyapatite crystal 
nucleation and growth to form a composite material in which the alignment between 
hydroxyapatite and nanofi bers is the same as that found in natural bone (Hartgerink 

  Fig. 5    Human mesenchymal stem cells plated either on an unpatterned ( left ) or patterned ( right ) 
nanofi brous PCL    substrate. The  white diagonal line  drawn in the  right panel  schematically illus-
trates the spatial orientation of the underlying PCL fi bers (not fl uorescently visualized). Cell 
viability assay indicates that cells plated on the PCL nanofi bers are live ( green color )       
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et al.  2001  ) . In-depth description for methods of nanostructure production for bio-
logical applications may be found in the later chapters.  

    4.4   Nanobioengineering 

 Nanomaterials could be the key component of cellular environment engineering in 
various applications ranging from in vitro models to practical clinical purposes. 
Nanofabricated materials are used in tissue engineering, neuroprostheses, orthope-
dic implants, and restorative medicine. For example, crystalline nanostructured 
(about 15 nm) hydroxyapatite coatings for dental and orthopedic implants are now 
commercially available (Sinha et al.  2002  ) . These coatings with high surface area 
provide better osteogenic properties of the implants and signifi cantly improve the 
success rate of such implants. Self-assembly on the 2D surface is a promising tech-
nique for fabrication of new generation of biocompatible synthetic biomaterials, 
bioselective surfaces, and even biosensors (Chaki and Vijayamohanan  2002  ) . Self-
assembling 3D scaffold systems also have a great potential to restore, maintain, or 
improve the tissue function. Although nanobioengineering discipline is still in its 
infancy, it offers potential promises for nanomaterial-based control of cell functions 
and responses (Zhang et al.  2002  ) . However, extensive research effort and testing of 
these nanoscale systems would be required before the actual use in treatment of 
pathological conditions and regeneration medicine can be effi ciently implemented. 

 Rapidly growing area of nanotechnology supplies biologists and biomedical 
engineers with new tools to control living cell functions and behavior via precise 
design of cellular environment at nanoscale level. While the fundamental knowl-
edge is still being accumulated on how cells interact with their natural or artifi cial 
milieu, the molecular mechanisms and processes that govern the cell fate in the 
nanoworld remain to be elucidated. It appears clear that concentrated research effort 
is certainly directed to the area of nanoscale bioengineering and biosciences. 
Integration of nanomaterials with biotechnology to optimize extracellular environ-
ment may eventually lead to new therapies, regenerative medicine strategies, and 
diagnostic and bioanalytical methods.       
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    1   Introduction 

 The importance and benefi ts of nanotechnology in biology and medicine are now 
well-recognized by scientists, technologists, as well as various governmental and 
private research funding agencies. The basis that enables the application of nano-
technology is the availability of nanostructured materials. Therefore, it is essential 
to provide an insight on the state-of-the-art methods to manufacture various 
nanostructures. 

 Nanotechnology has exploded onto the scientifi c scene in the last 20 years or so 
after the discovery, followed by a Nobel Prize recognition, of novel forms of car-
bon as the fullerenes molecules or buckyballs (Kroto et al.  1985  ) , and the rediscov-
ery of carbon nanotubes (CNTs) (Iijima  1991  ) . The subsequent development has 
impacted nearly every fi eld of scientifi c research. The infancy of nanotechnology 
began in materials science laboratories and has now matured at the forefront of 
several other disciplines, including chemistry, physics, various engineering fi elds, 
and, of course, biology and biomedical engineering. Nanotechnology is now rap-
idly being expanded for improved biotechnology to the extent that it can now be 
called as a subfi eld of “nanobiotechnology.” The research and development on syn-
thesis of nanowires and nanoparticles, nanopatterning, as well as nanoscale phe-
nomena and properties literally exploded in the past several years developing a 
large variety of nanostructures extending to a myriad of other physical or chemical 
components. Some of the  biological applications of the nanostructures, such as 
nanopatterns, nanochannels, nanotubes, and nanoparticles, synthesized using the 
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methods described in this chapter include nanoparticles for fl uorescent biological 
labeling and tagging, drug and gene delivery, biodetection of pathogens and 
 proteins, nanotubes and nanochannels for probing the structure of DNA, tissue 
engineering, magnetic nanoparticles for tumor destruction via heating (hyper-
thermia) and magnetic resonance imaging contrast enhancement, separation and 
purifi cation of biological molecules and cells, and many others that are still cur-
rently under investigation (Salata  2004  ) . 

 The methods for synthesis and patterning for many of these nanostructures are 
founded on basic, well-known techniques and their modifi cations, as is described in 
this chapter. The nanofabrication processes can be divided into the two well-known 
approaches: “top-down” and “bottom-up.” The “top-down” approach uses tradi-
tional methods to guide the synthesis of nanoscale materials. The paradigm proper 
of its defi nition generally dictates that in the “top-down” approach it all begins from 
a bulk piece of material, which is then gradually or step-by-step removed to form 
objects in the nanometer-size regime (~1 billionth of a meter or 10 −9  m). Well-
known techniques, such as photo lithography and electron beam lithography, anod-
ization, and ion- and plasma etching (PE), that are later described, all belong to this 
type of approach. The top-down approach for nanofabrication is the one fi rst sug-
gested by Feynman in his famous American Physical Society lecture in 1959, “There 
is plenty of room at the bottom” (Feynman  1959  ) :

  Now comes the interesting question: How do we make such a tiny mechanism? I leave that 
to you. However, let me suggest one weird possibility. You know, in the atomic energy 
plants they have materials and machines that they can’t handle directly because they have 
become radioactive. To unscrew nuts and put on bolts and so on, they have a set of master 
and slave hands, so that by operating a set of levers here, you control the “hands” there, and 
can turn them this way and that so you can handle things quite nicely. 

 Most of these devices are actually made rather simply, in that there is a particular cable, 
like a marionette string, that goes directly from the controls to the “hands.” But, of course, 
things also have been made using servo motors, so that the connection between the one 
thing and the other is electrical rather than mechanical. When you turn the levers, they turn 
a servo motor, and it changes the electrical currents in the wires, which repositions a motor 
at the other end. 

 Now, I want to build much the same device – a master-slave system which operates 
electrically. But I want the slaves to be made especially carefully by modern large-scale 
machinists so that they are one-fourth the scale of the “hands” that you ordinarily maneuver. 
So you have a scheme by which you can do things at one-quarter scale anyway – the little 
servo motors with little hands play with little nuts and bolts; they drill little holes; they are 
four times smaller. Aha! So I manufacture a quarter-size lathe; I manufacture quarter-size 
tools; and I make, at the one-quarter scale, still another set of hands again relatively one-
quarter size! This is one-sixteenth size, from my point of view. And after I fi nish doing this 
I wire directly from my large-scale system, through transformers perhaps, to the one-six-
teenth-size servo motors. Thus I can now manipulate the one-sixteenth size hands. Well, 
you get the principle from there on. It is rather a diffi cult program, but it is a possibility …   

 The “bottom-up” approach on the other hand takes the idea of “top-down” approach 
and fl ips it right over. In this case, instead of starting with large materials and chipping 
them away to reveal small bits of them, it all begins from atoms and molecules that get 
rearranged and assembled to larger nanostructures. It is the new paradigm for synthesis 
in the nanotechnology world as the “bottom-up” approach allows a creation of diverse 
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types of nanomaterials, and it is likely to revolutionize the way we make materials. 
It requires a thorough understanding of the short-range forces of attraction, such as Van 
der Waals forces, electrostatic forces, and a variety of interatomic or intermolecular 
forces. Since it is not possible to have various minute things come together without 
some attractive force or active fi eld of force in the region, having the fundamental 
forces “doing all the work” for us is the key principle underlying this approach. 

 Some examples of such a synthesis route starting from atoms and molecules are 
methods like self-assembly of nanoparticles or monomer/polymer molecules, 
chemical or electrochemical reactions for precipitation of nanostructures, sol–gel 
processing, laser pyrolysis, chemical vapor deposition (CVD), plasma or fl ame 
spraying synthesis, and atomic or molecular condensation. The bio-assisted synthe-
sis of nanomaterials also belongs to this approach (Sarikaya et al.  2003  ) . However, 
despite being so promising and inviting, our ability to build things from the bottom 
up is fairly limited in scope. While we can assemble relatively simple structures, we 
cannot produce complex, integrated devices using the bottom-up approach. Any 
kind of overall ordered arrangement aside from repeating regular patterns cannot be 
done without some sort of top-down infl uence, like lithographic patterning. Until 
we have fully mastered the bottom-up synthesis approach, we will not be able to 
fully exploit its speed and accuracy. The important factor is that they are two differ-
ent approaches to creating nanostructures which can be applied according to the 
specifi c needs for each application, often in a complementary way. 

    1.1   Nanofabrication by Top-Down Methods 

 Top-down methods were originally introduced as a new set of manufacturing tools 
to solve specifi c industrial problems in micromachining, such as the microelectro-
mechanical systems (MEMS) devices. At the nanoscale though, these methods are 
generally not suitable for production on a very large scale because they presently 
encounter technological limitation and require extremely long and costly processes. 
Nonetheless, they represent some of the most common approaches now used to pat-
tern surfaces and create three-dimensional (3-D) features on substrates. Over the 
past decades, there has been a wide variety of top-down manufacturing techniques 
that have been implemented using different media that span from chemical and 
electrochemical means to photofabrication, laser machining, electron- and ion-beam 
milling (IBM), plasma etching and powder blasting. Here, we describe only the 
most common techniques used for nano- or nanobio-related applications. 

    1.1.1   Nanolithography 

 Nanolithography is one of the most established techniques for making nanostruc-
tured materials and patterns. Nanolithography derives its name from the Greek 
words  nanos  (dwarf),  lithos  (rock), and  grapho  (to write), which literally means 
“small writing on rocks.” This technique is based on depositing, etching, or writing 
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on a surface features with dimensions on the order of nanometers. Lithography 
(Madou  2002  )  can be performed using light (optical- or photolithography), elec-
trons (e-beam lithography), ions (i-beam lithography), or X-ray (X-ray lithography, 
LIGA) depending on the desired minimum feature size of the outputs (Fig.  1 ).  

 Photolithography is the most common and widely used technique in applications 
requiring micron and submicron feature sizes, like electronic, integrated circuits 
manufacturing, and microfl uidic devices. It fi nds a lot of applications in bio-MEMS 
devices for its applicability to patterning of organic and inorganic materials, hydro-
gels, membranes, and ion-selective electrodes (Lambrechts  1992  ) . With this tech-
nique, a design or pattern can be transferred at once on the surface of a device by 
exposure with light. Similarly, e-beam, i-beam, and X-ray lithography use the expo-
sure to beams of electrons, ions, or X-ray for the design transfer. 

 All the lithographic techniques are multistep processes. As an example, we 
describe the steps followed in the specifi c case of photolithography of a Si/SiO 

2
  

substrate (Fig.  2 ), keeping in mind that other techniques follow a very similar path. 
The fi rst step is to coat the surface of the desired substrate with a thin polymer layer 
of a positive or negative photoresist (Fig.  2a ), which is then covered by a prede-
signed, light-blocking mask and exposed to UV light (Fig.  2b ). After exposure, the 
cured photoresist remains on the substrate as a protective coating, and the uncured 
portions are removed by the developer (Fig.  2c ). This step is then followed by the 
etching of the substrate and the fi nal removing of the photoresist (Fig.  2d ). The type 
of resist chosen allows having a direct duplication of the mask used (as in the case 
of positive resist) or inverse of it (negative resist) exactly like in the case of fi lm 
photography developing.  

  Fig. 1    Comparison of the available lithography techniques (image adapted from Brodie and 
Muray  1982  )        
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 The technical limits of photolithography are related to the wavelength of light 
used, which also determines the smallest feature sizes achievable. A limitation is 
dictated by the lens characteristics: if the used wavelength is made too small, the 
lens simply absorbs the light in its entirety and do not allow curing of the photore-
sist. This implies that photolithography cannot reach the superfi ne sizes of some 
other technologies, such as electron beam lithography, as the wavelength of typical 
light, even UV lasers, is somewhat limited. Small-wavelength UV light (deep UV 
techniques) can now be employed to obtain fi ner nanostructures. 

 A technology that allows for fabrication of much smaller nanostructures than 
photolithography is that of electron beam (e-beam) lithography. The use of an elec-
tron beam to draw a pattern nanometer by nanometer and expose an e-beam resist 
layer (usually made of a polymer) allows achieving incredibly small sizes (on the 
order of 20 nm). This technique, though, is much more expensive and time consum-
ing than photolithography, as the e-beam exposure is carried out line-by-line or 
dot-by-dot, unlike the photolithography by which the whole area of, e.g., 12-in. 
diameter Si wafer can be exposed all at once. It takes orders of magnitude longer to 
complete the patterning with e-beam, so it is therefore diffi cult to sell the e-beam 
lithography for large-scale industry applications. 

 New nanolithography technologies are continued to being researched, leading to 
smaller possible sizes and access to more complex surface geometries and proper-
ties. Extreme ultraviolet (EUV) lithography, for example, is capable of using light 
at wavelengths of 13.5 nm and fabricating ~30-nm regime features. While hurdles 
still exist in this new fi eld, it promises the possibility of sizes far below those pro-
duced by current industry standards. Another lithography technique proposed for 
the realization of nanoscale features is the direct-write, “dip-pen” nanolithography 

  Fig. 2    Photolithography steps of surface patterning       
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(DPN) method. This technique relies on the use of a small tip to deposit molecules 
on a surface in a positive printing mode (   Piner et al.  1999  ) . It can achieve relatively 
small sizes, but currently it cannot go below 40 nm. 

 Similarly, scanning probe microscopes (SPMs) and atomic force microscopes 
(AFMs) are often used in relation to nanolithography. They allow imaging the fi ne 
details on surfaces without necessarily modifying it or inducing undesired damage. 
However, SPM and AFM can also be used to achieve precise etch, write, or print on 
surfaces obtaining nanometer or even single-atom resolution.  

    1.1.2   Dry Etching Techniques 

 In addition to the commonly used wet chemical etching for nanostructure fabrica-
tion, dry etching techniques (Lehmann  1991  )  are also used in the processing of semi-
conductor wafers in which the material is immersed in plasmas or discharges 
containing etching species. Dry etching is a process to remove material carried out in 
the gas phase that uses no aqueous solutions, such as an acid or base, hence the name 
“dry etching.” Dry etching techniques can be either purely chemical (plasma etch-
ing), purely physical (ion beam milling, IBM), or a combination of both (reactive 
ion etching, RIE). The dry etch reactions are generally isotropic, taking place with 
equal rate in any direction. They can be very selective etching techniques for removal 
of one material relative to another, generally used in those applications in which 
directionality (anisotropy) of etching in not required, e.g., in resist stripping. 

 Plasma etching, like most dry etching techniques, is carried out in chambers in 
which high-energy electric and magnetic fi elds rapidly dissociate suitable feeding 
gasses, forming a plasma. When the surface of a material gets in contact with the 
plasma, it gets bombarded by molecules, ions, electrons, and photons which stimu-
late the expulsion of material from the surface, leading to atomically precise 
removal of materials. Commonly, plasmas can be created in different ways: using 
direct current (DC) electric fi elds, applying a radio frequency (RF) voltage source 
or using a microwave source. One of the most common plasma etching techniques 
used is RIE because of its relative simplicity and versatility. The RIE method 
requires process pressures varying between 10 −3  and 10 −1  Torr. A schematic dia-
gram summarizing the differences between some of the dry etching methods is 
shown in Fig.  3  (Madou  2002  ) .  

 Another common dry etching technique is IBM. In this case, the plasma source 
is decoupled from the substrate, which is placed on a separate third electrode in a 
triode setup. IBM can be employed to cover relatively large areas. A commonly 
used IBM method is focused ion beam (FIB), usually coupled to a high-resolution 
scanning electron microscope (SEM) to provide visual guidance during the writing 
process. FIB uses a beam of ions (usually Ga 2+ ) that gets narrowed in a very small 
area and it is employed as a direct writing tool for patterning holes, thinning sam-
ples, and depositing insulating or conductive material almost atom by atom. FIB 
milling is a powerful technique, now commonly considered a “mechanical” machin-
ing technique in which the classical metal drill bit used in all machine shops is 
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replaced by the focused beam of highly energetic ions. However, the disadvantages 
of FIB are long processing time, the risk of undesired ion implantation, or damage 
to the sample.  

    1.1.3   Anodization 

 Anodization is a term that stands for anodic oxidation and it is “the process of 
growth of an oxide on the surface of a biased conductive solid (e.g., semiconduc-
tor wafer) immersed in a liquid electrolyte or gas. With this method, under spe-
cifi c process conditions, a thin, dense, barrier oxide of uniform thickness can be 
grown on several different metals” (Alwitt  2002  ) . The properties of the grown 
oxide layer vary as a function of the materials selected and the process    conditions. 
The commercial application of anodic oxidation extends to different surface coat-
ings, mostly based on aluminum, tantalum, niobium, and zirconium. Recently, 
titanium has been also receiving increasing attention in bio-related applications 
(Oh et al.  2005  ) . Aluminum in particular is commonly used because of its ease 
and versatility of processing. In addition to the creation of a thin barrier oxide, the 
anodization of aluminum, under specifi c conditions, can produce a thick oxide 
coating with a high density of vertically oriented nanopores (see Fig.  4 ) (   Asoh 
et al.  2001  ) . This porous substrate can then function as template for other assisted 
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  Fig. 3    Schematic diagram of the dry etching techniques spectrum (modifi ed from Madou  2002  )        
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growth of CNTs or other nanomaterials or as substrate for several different 
 applications, like corrosion prevention for automobile and aerospace structures or 
electrical insulation.  

 The anodization process takes place in a processing cell containing a cathode and 
an anode. Usually, the metallic sample of choice functions as the anode, and it is 
connected to the positive terminal of a DC power supply. A different conductive 
material, inert in the anodizing bath, functions as the cathode (some example mate-
rials used as cathodes are carbon, lead, nickel, or stainless steel), and it is connected 
to the negative terminal of the supply. When this circuit is closed, electrons are 
allowed to move, being attracted by the positive terminal, and permit the reaction 
between the ions present on the surface of the metal with the water molecules that 
forms the oxide layer.   

    1.2   Nanofabrication by Bottom-Up Methods 

 With the fi rst decades of the new millennium, standard top-down techniques for 
nanomanufacturing have approached a critical limit in the ability to miniaturize 
components. Further size reduction has required innovative chemical routes. 
Eric Drexler, a pioneer in nanotechnology, in 1986 said, “our ability to arrange 
atoms lies at the foundation of technology.” From this point on, several bottom-up 
approaches have blossomed, trying to build nanostructures one atom at a time, in the 
most effi cient and precise way possible. On this aspect, nature is well-ahead of 
human engineering: proteins build structures quickly and effectively mastering the 
self-assembly of molecules as the basic building blocks of life. Nanoengineering is 
today putting a lot of effort in combining old, well-known chemical methods with 
new systems, even looking for inspiration from nature in bio-inspired structures and 
bio-assisted synthesis of nanodevices (Madou  2002  ) . 

  Fig. 4    Porous-anodized aluminum with neighboring cells of aluminum oxide merges together to 
form the matrix supporting the aligned nanopores.  Left , scheme;  center , top view transmission EM; 
 right , side view SEM (Reproduced from Asoh et al.  2001  with permission from The Electrochemical 
Society, Inc. )        
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 One of the basic bottom-up techniques used to fabricate nanomaterials is chemi-
cal precipitation. This method allows producing nanoparticles of metals, alloys, 
oxides, etc. from aqueous or organic solutions following relatively simple and cost-
effective steps. The drawback of this synthesis method, however, is the diffi culty in 
the ability to control the distribution of particle size and shape, which limits the use 
of the produced nanomaterials in applications where a random particle distribution 
is undesired. Nanoscale precipitates can be obtained with various techniques, for 
example by a controlled phase transformation guided by the free energy diagrams 
or by controlling the solid-state diffusion, following a composite route approach, for 
example mixing two different materials and stirring them mechanically. Other 
approaches can be found in exploiting internal oxidation of materials, in thin fi lm 
deposition of coatings, or sputtering. 

 The phase transformation approaches rely mostly on the rapid cooling of a solu-
tion that, not given enough time to reestablish equilibrium transformations, becomes 
supersaturated and precipitates into more stable and fi ne solid states. Common 
methods for rapidly cooling a solution (achieving cooling rates between 10 5  and 10 8  
degrees per second) are splat cooling, quenching in salt baths, or melt spinning. 
These techniques are often used to obtain thin fi lms and bulk materials with an 
extremely fi ne microstructure that infl uences positively its mechanical and electri-
cal properties. Another common example of nanofabrication of nanoparticles or 
nanostructured fi lms based on phase transformation of materials is called “spinodal 
decomposition.” It is a spontaneous reaction driven by the free energy minimization 
of the material that guarantees the formation of a periodic structure of nanoparticles 
of equal sizes. 

 In order to control or limit the growth of nanomaterials produced with bottom-up 
methods, two techniques are conventionally used: arrested precipitation and physi-
cal restriction. Arrested precipitation relies on the exhaustion of one of the reactants 
or on the introduction of chemicals that would block the reaction. The physical 
restriction method relies on the confi nement of the volume available during growth 
of the individual nanoparticles. Example of physical restriction includes using the 
micelle-reverse-micelle reactions or using templates (like, for example, the porous 
alumina described in the Sect.  1.1.3  above). 

 There are numerous bottom-up methods used to produce nanomaterials; we limit 
the rest of the chapter to the description of a few: sol–gel processing, CVD, self-
assembly and bio-assisted synthesis, laser pyrolysis, electroplating, plasma or fl ame 
spraying synthesis, atomic or molecular condensation, and supercritical fl uid 
synthesis. 

    1.2.1   Sol–Gel Processing 

 The sol–gel process in general is based on the transition of a system from a liquid 
“sol” (mostly a colloidal suspension of particles) into a gelatinous network “gel” 
phase. With this, it is possible to create at low temperature ceramic or glass mate-
rials in a wide variety of forms. It is a long-established industrial process that is 
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very cost-effective and versatile. It has been further developed in last year for the 
production of advanced nanomaterials and coatings but also in bio-MEMS appli-
cation for the production of piezoelectrics, such as lead–zirconium–titanate (PZT) 
(Madou  2002  )  or membranes    (Guizard et al.  1992  ) . Sol–gel processes are well-
adapted for oxide nanoparticles (Lakshmi et al.  1997  )  and composite nanopowder 
synthesis as well as for access to organic–inorganic materials. A summary of all 
the possible interlinked combination of organic and inorganic nanocomposites 
that are produced by the sol–gel method is provided in Fig.  5 .  

 The basic fl ow of the sol–gel process is described in Fig.  6 . The “sol” is prepared 
by mechanically mixing a liquid alkoxide precursor (such as tetramethoxysilane, 
TMOS, or tetraethoxysilane, TEOS), water, a cosolvent, and an acid or base catalyst 
at room temperature. During this step, the alkoxide groups are removed by the acid- or 

  Fig. 5    System model for 
nanocomposites produced by 
sol–gel (modifi ed from 
Luther  2004 )       
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  Fig. 6    Basic fl ow of a sol–gel process (modifi ed from Madou  2002  )        
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base-catalyzed hydrolysis reactions, and networks of O–Si–O linkages are formed 
in subsequent condensation reactions. After this step, the treatment of the sol is 
varied depending on the fi nal products desired. For example, spinning or dipping 
techniques can create thin fi lm coating, and the exposure of the sol to a surfactant 
can lead to powders. Depending on the water–alkoxide molar ratio  R , the pH, the 
temperature, and the type of solvent chosen, additional condensation steps can lead 
to different polymeric structures, such as linear, entangled chains, clusters, and col-
loidal particles. In some cases, the resulting sol is cast into a mold and dried to 
remove the solvent. This leads to the formation of a solid structure in the shape of 
the mold (e.g., aerogels and xerogels) with large surface-to-volume ratios, high pore 
connectivity, and narrow pore size distribution. They can be doped with a variety of 
organic/inorganic materials during the mixing stage to target specifi c applications.   

    1.2.2   Chemical Vapor Deposition 

 The CVD process is now probably the most common of all bottom-up approaches. It 
is used today to grow structures, like nanotubes, nanowires, and nanoparticles aided 
by several different types of chambers and growth-enhancing methods. The process 
consists of decomposing a gaseous precursor that adheres and accumulates onto a 
substrate (i.e., a silicon wafer or a quartz slide) (Jensen  1989  ) . The presence of a cata-
lyst, either predeposited on the substrate or provided in the gas feedstock, activates 
the chemical reaction between the substrate surface and the gaseous precursor. The 
CVD reaction can be achieved either with temperature (thermal CVD) or with plasma 
(PECVD). Plasmas can be obtained with DC electric fi elds, RF fi elds, or microwave 
fi elds, and their presence allows decreasing signifi cantly the process temperature 
compared to the thermal CVD process. The presence of plasma also enables a more 
aligned or directional growth of the desired nanomaterials. A number of forms of 
CVD systems are in wide use and are frequently referenced in the literature. Some 
examples include atomic-layer CVD (ALCVD) in which two complementary pre-
cursors [e.g., Al(CH 

3
 ) 

3
  and H 

2
 O] are alternatively introduced into the reaction cham-

ber; metal-organic CVD (MOCVD) in which metal-organic precursors are used to 
obtain specifi c crystalline structures [e.g., tantalum ethoxide, Ta(OC 

2
 H 

5
 ) 

5
 , to create 

TaO nanostructures, and tetra dimethyl amino titanium (TDMAT) to create TiN]; 
laser-assisted CVD (LCVD); rapid thermal CVD (RTCVD) that uses heating lamps 
or other methods to rapidly heat the wafer substrate; ultrahigh vacuum CVD 
(UHVCVD); and more (Adams  1988 ; Jensen  1989  ) . 

 The CVD process is widely used to produce CNTs and semiconductor nano-
wires, such as Si, GaN, and ZnO. CNTs have received much attention in the recent 
years for their potential application in several fi elds of bioengineering, from 
enhanced cell growth to biosensing, biomanipulation, and drug delivery. The most 
common synthesis routes for CNTs are CVD processes because they allow large-
scale production of CNTs with high purity and good yield. To clarify how the CVD 
process works, we show a schematic diagram of a thermal CVD growth system used 
for the synthesis of CNTs (Fig.  7 ). In this example, a carbon-containing precursor is 
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decomposed in the furnace at high temperature. The growth reaction is activated by 
the presence of a catalyst that can be deposited on the sample’s surface (as in the 
fi gure) or in the gas mixture fed to the reactor (e.g., injecting ferrocene C 

10
 H 

10
 Fe). 

The most common carbon sources used in thermal CVD growth of CNTs are mix-
tures of ammonia (NH 

3
 ) and acetylene (C 

2
 H 

2
 ) while the catalyst metal can be cobalt, 

iron, or nickel. The growth proceeds through several steps: fi rst, the catalyst metal 
breaks up into islands at high temperatures and forms metal seeds for the reaction; 
then, the hydrocarbon gas supplied in the quartz tube decomposes creating fl oating 
C and H atoms; the fl oating atoms are then attracted by the catalyst seeds that 
become supersaturated and condensate forming ordered tube-shaped graphene 
sheets. The catalyst particle can then either stay attached to the substrate (base 
growth) or get pushed to the tip of the formed nanotube (tip growth) conferring dif-
ferent properties to the fi nal structure. This type of growth process, although being 
relatively inexpensive, forms a randomly distributed array of CNTs with a complex 
hierarchical microstructure. Bundles of tubes grow vertically, but the tubes are 
intertwined and partially curled at small scales. This lack of complete alignment is 
normally overcome by the use of PECVD systems, which are a bit more complex 
and expensive, since they need additional constituents like electrodes, pumps, volt-
age supplies, etc.   

  Fig. 7    Schematics of a thermal CVD furnace ( top ) and basic fl ow of a carbon nanotube growth 
process ( bottom )       
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    1.2.3   Self-Assembly and Bio-Assisted Synthesis 

 As mentioned in the earlier section for the case of CNT growth, the assembly of 
nanostructures or nanoparticles in a periodically aligned fashion or in a functionally 
engineered geometry is often desired over random or disordered structures. 
Approaches for ordering or assembling nanostructures in a desired geometry have 
been widely investigated in the past and are still pursued in many different labora-
tories. Self-assembly provides the most convenient way for alignment, especially 
considering that at such small scales, single-structure manipulation and postgrowth 
rearrangement appear to be very expensive if not at all impractical. Chemistry and 
molecular biomimetics are the dominant fi elds leading the design of hybrid tech-
nologies combining the tools of molecular biology and nanotechnology. Molecular 
biomimetics combines the physical and biological fi elds to assemble nanomaterials 
using the recognition properties of proteins. 

 Researchers have found ways to process nanoparticles of a wide range of mate-
rials – including organic and biological compounds, inorganic oxides, metals, and 
semiconductors – using chemical self-assembly techniques. In these cases, mole-
cules are attached, patterned, or clustered on specifi c substrates or to themselves 
using chemical and biomolecular recognition (e.g., the preferential docking of 
DNA strands with complementary base pairs). Other techniques, like micelle, 
reverse micelle, and photochemical and sonochemical synthesis, are also employed 
to realize one-, two-, and three-dimensional self-assembled nanostructures. Lately, 
viruses have also been used to assemble specifi c nanostructures (Mao et al.  2004  ) . 
A review of the path to nanotechnology through biology is provided in (Sarikaya 
et al.  2003  ) . It was shown that proteins, through their specifi c interactions with 
inorganic and other macromolecules, could be used in nanotechnology to control 
structures and functions just like they do biological tissues in organisms. Taking 
lessons from nature, polypeptides can be genetically engineered to specifi cally 
bind to selected inorganic compounds for specifi c applications, as outlined in Fig.  8  
(Sarikaya et al.  2003  ) .  

 The use of organic molecules is also a powerful technique in the synthesis and 
arrangement of semiconducting nanoparticles, for example quantum dots, used in 
biological labeling and tagging. One of the major issues in the synthesis of these 
isolated islands of materials is to prevent particles’ agglomeration and coarsening. 
Micelle processes and organic ligands capping (TOPO) are synthesis methods based 
on the simple mixing of surfactant with desired materials’ sources. With these meth-
ods, it is possible to synthesize and/or align a wide range of nanomaterials spanning 
from magnetic nanoparticles (i.e., Fe 

3
 O 

4
  particles found in magnetotactic bacteria) 

to the bright CdS quantum dots used for bioimaging. Micelles are employed as 
small chemical-reacting chambers in which nanomaterials are synthesized in fi xed-
sized cells (Fig.  9 ). One of the fi rst examples of nanoparticle synthesis using a 
reverse-micelle process was for fabrication of FePt nanoparticles (Sun et al.  2000  )  
using a combination of oleic acids and oleyl amine to stabilize the monodisperse 
FePt colloids and to prevent oxidation. With this method, the authors showed that it is 
also possible to control the size of the synthesized nanoparticles and their composition, 
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simply tuning the molar ratio of the solvents. Upon drying, the particles could self-
assemble into three-dimensional superlattices that are chemically and mechanically 
robust and can, for example, support high-density magnetization reversal 
transitions.  

 The micelle process is also commonly used in the synthesis of semiconducting 
quantum dots. For example, CdSe nanoparticles capped with ZnS coating offer sig-
nifi cant advantages as bioimaging agents as compared to the commonly used organic 

  Fig. 8    Examples of molecular biomimetics (adapted from Sarikaya et al.  2003  ) . Proteins can 
be used, for example, to bind nanoparticles to a functionalized substrate, to create linkers onto a 
specifi c substrate, or to connect different nanoparticles with each other       

  Fig. 9    Micelle and reverse micelle processing for synthesis of nanoparticles. On the  right , it is 
shown the schematic for the synthesis of CdS quantum dots via reverse (inverse) micelle method       
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fl uorescent dye materials. Quantum dots are ~20 times brighter than the typical organic 
dye molecules, and their emission is ~100 times more stable to photobleaching than 
conventional fl uorescent dyes (e.g., rhodamine). They can be made water soluble 
by chemical functionalization and can also be made specifi c cell- or organ-targetable via 
chemical or biological conjugation (Chan and Nie  1998 ; Akerman  2002  ) . They can be 
imaged with a conventional fl uorescence microscope. Besides the visible-emitting 
quantum dots, both near-IR and UV-emitting dots can also be synthesized. 

 The essence of bottom-up processing of nanotechnologies is mastered by nature 
in biological systems. For example, cells function on similar length scales to those 
of synthetic nanosystems. The molecules that operate and react in living cells are 
similar to the devices imagined for building nanosystems. Rather than using bio-
logical elements for the assembling of inorganic nanostructures, another way pro-
posed for the synthesis of nanomaterials relies on incorporating the biological 
components themselves into artifi cial nanoscale structures and devices. Biological 
molecular motors, for example, have been incorporated into artifi cial structures, and 
the light harvesting complexes of plants or photosynthetic bacteria have been incor-
porated into synthetic membranes. From this point on, a vast array of applications 
that combine artifi cial structures with biological components can be envisioned and 
investigated, defi ning the future of nanobiotechnology.  

    1.2.4   Laser Pyrolysis 

 Laser pyrolysis is a technique that uses IR laser energy to decompose materials by 
heating gas-phase reactants in an oxygen-deprived environment. This method is 
used to produce extremely pure spherical nanoparticles with small-diameter, small-
size distribution and with a low agglomeration level (Herlin-Boime et al.  2004  ) . 
Such particles are used, for example, as precursors for surface treatments of ceram-
ics. A similar technique, called laser ablation, is also used for the production of 
CNTs and nanowires.  

    1.2.5   Electrochemical Deposition/Electroplating 

 Electrochemical deposition is a technique used for manufacturing ordered arrays of 
nanomaterials, like quantum dots on a fl at surface, for coating different surfaces or 
for patterning thin fi lms (Allred et al.  2005  ) . It represents one of the most powerful 
techniques that allow obtaining high-density and high-aspect ratio designs, with 
excellent reproducibility of the process and with great precision of the fi nal prod-
ucts. Similarly to lithographic techniques, electrochemical deposition requires a 
polymer mask through which metal is deposited. Differently from other mask-based 
techniques like isotropic etching, ion milling, and RIE, electrochemical deposition 
avoids the problem of shadowing near edges or interfaces and builds structures 
atom by atom. The techniques rely on the presence of an electric fi eld in a solution, 
which allows metal ions to discharge and conform to the smallest features of a mold. 
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Metal deposition can be carried on under two major techniques (Madou  2002  ) : with 
current (pulsed or DC) or electroless (via catalytic, exchange, or electrophoretic 
reactions). The fi rst method takes place in an electrolytic cell and involves a reaction 
under an imposed bias and current fl ow. In this case, important process parameters 
to control are pH, current density, temperature, agitation, and solution composition. 
The second technique, the electroless deposition, is based on a substantial oxidation 
reaction that replaces the dissolution of a sacrifi cial substrate.  

    1.2.6   Spraying Synthesis 

 Spraying processes are a viable technology for coating large area devices, and rep-
resent a simple and inexpensive alternative to produce sensing devices and nano-
sized coating of surfaces (Mooney and Radding  1982  ) . Spraying processes take 
place in a chamber containing a high-energy fl ame produced, for example, using 
plasma spraying equipment or using a carbon dioxide laser. A fl ow of reactants (gas 
or liquid in form of aerosols or a mixture of both) is forced into the fl ame and 
decomposes, forming particles by homogeneous nucleation and growth. The subse-
quent rapid cooling of the material completes the formation of nanoscale particles. 
In its simplest form, the reagent is simply dissolved in a carrier liquid and sprayed 
on a hot surface in the form of tiny droplet of ~100-nm diameter. In this case, the 
spray is formed from a liquid pressurized by compressed air or mechanically com-
pressed through a small nozzle.  

    1.2.7   Atomic or Molecular Condensation 

 Condensation is a well-known technique used to produce primarily metal-based 
nanoparticles. The process takes place in a vacuum chamber: fi rst, a bulk piece of 
metallic material is heated, melted, and vaporized to produce a stream of atomized 
matter. A gas fl ow (either inert or reactive) is then introduced into the reaction 
chamber to rapidly cool the metallic vapor. The cooled metallic atoms form con-
densed liquid nanoparticles, which then coalesce in a controlled environment, pre-
serving a spherical shape with smooth surfaces. As the liquid particles are further 
cooled, they solidify and stop growing. The so-formed nanoparticles are very reac-
tive and sensitive to agglomeration, which is prevented by adding coating or surfac-
tants to keep them separated. If oxygen is present in the gaseous stream of the 
second chamber, the reaction results in the formation of metal oxide nanoparticles.  

    1.2.8   Supercritical Fluid Synthesis 

 Supercritical fl uids are materials forced in a state above their critical point by 
 regulating their pressure and temperature. They are obtained by vaporizing a liquid 
in a closed chamber, until the vapor phase becomes as dense as the liquid phase. 
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This supercritical state is very sensitive to the process’ parameters and tunable. 
Methods using fl uids in such a unique state are now used for the synthesis of nano-
particles, exploiting the rapid expansion of the supercritical solution, and they are 
also used for coating and fi lling nanostructures (Ye et al.  2004  ) . The most common 
reaction media used in this process are supercritical carbon dioxide (scCO 

2
 ) and 

water (scH 
2
 O) because they are nontoxic, nonfl ammable, inexpensive, and environ-

mentally benign. In addition, they ensure much higher reaction rates and an increased 
selectivity. Although it has many advantages, supercritical fl uid synthesis remains 
technically demanding, and it is still being adapted for large-scale production.    

    2   Conclusions 

 Top-down and bottom-up approaches are complementary in nanofabrication and 
comprise a numerous set of techniques. Their use and development have been at the 
center of material research for the past few decades, promising a wide range of 
applications in (non)biologically related nanotechnology fi elds. The use of a par-
ticular approach is often dictated by the specifi c need for a particular characteristic, 
shape, or composition of the nanomaterials for the different applications. Often, 
methods are used in combination to complement each other. 

 This chapter presented a brief overview of the most common techniques used for the 
fabrication of nanostructured bulk materials and nanomaterials with potential applica-
tions in biology and bioengineering fi elds. Most of the techniques described are continu-
ously evolving even as we write and they represent a wide and active area of research in 
physics, chemistry, and engineering fi elds. A deep understanding of the mechanisms 
behind all the nanofabrication methods requires a broad and profound knowledge of the 
interdisciplinary aspects that regulate the properties of the materials and of the processes 
used. The details of the chemistry, physics, and mechanics of these methods go beyond 
the scope of this chapter and can be found in the related technical literature.      

      References 

    Adams A (1988) In VLSI Technology. New York: McGraw-Hill.  
    Akerman M (2002) Nanocrystal targeting in vivo. Proc Natl Acad Sci 99:12617–12621.  
   Allred D, Sarikaya M, Baneyx F, Schwartz D (2005) Electrochemical Nanofabrication Using 

Crystalline Protein Masks. Nano Letters 5,4,:609–613.  
   Alwitt RS (2002) Electrochemistry Encyclopedia. In. Cleveland Ohio (  http://electrochem.cwru.

edu/encycl/    ).  
    Asoh H NK, Nakao M, Tamamura T and Masuda H (2001) Conditions for Fabrication of Ideally 

Ordered Anodic Porous Alumina Using Pretextured Al. Journal of the Electrochemical Society 
148:B152-B156.  

    Brodie I, Muray, J J (1982) The Physics of Microfabrication, Plenum Press, New York.  
    Chan W, Nie S (1998) Quantum dot bioconjugates for ultrasensitive nonisotopic detection. Science 

281:2016–2018.  
   Feynman R (1959) Plenty of Room at the Bottom. In. Pasadena: Caltech.  



44 C. Daraio and S. Jin

    Guizard C, Julbe A, Larbot A, Cot L (1992) Nanostructures in sol-gel derived materials: application 
to the elaboration of nanofi ltration membranes. Journal of Alloys and Compounds 188:8–13.  

    Herlin-Boime N, Mayne-L’Hermite M, Reynaud C (2004) Synthesis of covalent nanoparticles by 
CO2 laser. Encyclopedia of Nanoscience and Nanotechnology 10:301–326.  

    Iijima S (1991) Helical Microtubules of Graphitic Carbon. Nature 354:56–58.  
    Jensen K, ed (1989) Chemical Vapor Deposition, in Microelectronics Processing: Chemical 

Engineering Aspects. Washington DC: American Chemical Society.  
    Kroto H, Heath J, O’Brien S, Curl R, Smalley R (1985) C60: Buckminsterfullerene. Nature 

318:162–163.  
     Lakshmi BB, Dorhout PK, Martin CR (1997) Sol-Gel Template Synthesis of Semiconductor 

Nanostructures. Chemistry of Materials 9, 3:857–862.  
    Lambrechts M SW (1992) Biosensors: Microelectrochemical Devices. Phildelphia: The Institute 

of Physics Publishing.  
    Lehmann H (1991) Plasma Assisted Etching, in Thin Film Processes II. Boston: Academic Press.  
    Luther W (2004) System model for nanocomposites produced by sol-gel. Published by Future 

Technologies Division of VDI Technologiezentrum GmbH, Dusseldorf, Germany.  
    Madou M (2002) Fundamentals of Microfabrication: the science of miniaturization. BocaRaton: 

CRC Press.  
    Mao C, et al. (2004) Virus-Based Toolkit for the Directed Synthesis of Magnetic and Semiconducting 

Nanowires, Science, Vol. 303 no. 5655 pp. 213–217.  
    Mooney J, Radding S (1982) Spray Pyrolysis Processing. Ann Rev Mat Science 12:81–101.  
    Oh S, Finones R, Daraio C, Chen L-H, Jin S (2005) Growth of Nano-scale Hydroxyapatite using 

chemically treated Titanium oxide nanotubes. Biomater 26:4938–4943.  
    Piner, R.D. et al, (1999) “Dip pen” nanolythography, Science 283, 661.  
    Salata O (2004) Applications of Nanoparticles in Biology and Medicine. Journal of 

Nanobiotechnology 2:3.  
    Sarikaya M, Tamerler C, Jen A-Y, Schulten K, Baneyx F (2003) Molecular Biomimetics: 

Nanotechnology through Biology. Nature Materials 2:577–585.  
    Sun S, Murray C, Weller D, Folks L, Moser A (2000) Monodisperse FePt Nanoparticles and 

Ferromagnetic FePt Nanocrystal superlattices. Science 287:1989–1992.  
    Ye X-R, Lin Y, Wang C, Engelhard MH, Wang Y, Wai CM (2004) Supercritical fl uid synthesis and 

characterization of catalytic metal nanoparticles on carbon nanotubes. Journal of Materials of 
Chemistry 14:908–913.     



45G.A. Silva and V. Parpura (eds.), Nanotechnology for Biology and Medicine: 
At the Building Block Level, Fundamental Biomedical Technologies, 
DOI 10.1007/978-0-387-31296-5_3, © Springer Science+Business Media, LLC 2012

    1   Introduction 

 Complexity in biological systems requires coordinated research efforts using 
 techniques and approaches that are amenable to multiscale (from nano to micro and 
beyond) and multidimensional (including their structure, activity, and function) 
microsystems (e.g., cell membrane, cell organelles, biomacromolecules, and their 
individual as well as integrated functioning). Major experimental designs and 
 discoveries in biological sciences have usually been preceded by major discoveries 
in physicochemical sciences and engineering. Our understanding of biological 
 systems at the time and length scale of micrometer and above is reasonable. Scaling 
down those systems at nanometer level is challenging and mostly unexplored as yet. 
The classic correspondence theory of nanoscale and microscale phenomena in 
physical systems is not likely to be valid for biological systems given the layers of 
complexity in the biological systems. Hence, one needs to examine biological 
 systems at nanoscale in both structural and temporal domains. 

 A major limitation of the existing techniques to obtain nanoscale structural 
information about biological systems, which are all hydrated by nature, is that 
these techniques are unsuitable for the study of hydrated systems   . The second 
hurdle of the existing techniques is that they lack precision and resolution for 
interfaces, like biological membranes, subcellular organelles, connected tissues, 
and biomacromolecules. 

 Traditional tools used to obtain structural information, such as electron micros-
copy, X-ray diffraction, nuclear magnetic resonance (NMR), and infrared spectros-
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copy, provide little information regarding the surface of, for example, biomolecules 
or living cells. Atomic force microscopy (AFM) was developed during mid 1980s 
(Binnig et al.  1986  ) . Shortly after its invention, imaging in liquids was demon-
strated (Drake et al.  1989  ) , showing the potential of the instrument for biological 
applications. The power of AFM comes with the fact that it can combine other 
imaging modalities as well as physical/chemical measurements to examine both 
structure and function of biological materials. The second benefi t of AFM is that it 
can routinely be operated in aqueous and physiologically relevant solutions.  

    2   Atomic Force Microscopy 

    2.1   Operating Principle 

 AFM technology is based on raster scanning a cantilevered tip in the  x – y  plane over 
a sample surface, either by attaching the sample or the cantilevered tip itself to a 
scanner. The  z  (vertical) position of the sample (or tip) is monitored simultaneously. 
The scanner consists of piezoelectric ceramic elements, most often used in a tube-
like arrangement, giving the ability to have a hardware resolution of 0.1 nm laterally 
and 0.01 nm vertically. This is achieved by making use of the property of piezoelec-
tric materials to change size proportional to an applied electric fi eld (   Fig.  1 ).  

 The tube scanner uses a thin-walled, radially polarized piezoelectric ceramic 
with one inner electrode and segmented outer electrodes that can provide motion in 

  Fig. 1    Operating principle of AFM. A cantilevered tip is scanned over the sample, maintaining 
constant force using feedback control to keep cantilever defl ection of amplitude (measured using 
an optical beam defl ection system) constant ( top graph ). Topography is recorded, and simultane-
ous additional channels can show phase, defl ection, amplitude, or current fl ow between tip and 
sample ( bottom graph )       
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three dimensions. In the most commonly used confi guration, the defl ection of the 
cantilever is monitored by bouncing a laser beam of the back of the cantilever, 
which is converted into electrical signals by a set of photodetectors (Fig.  1 ). The 
defl ection of the cantilever shifts the laser refl ection over the photodetectors, and a 
feedback electronics circuit is used to maintain a constant defl ection to ensure a 
constant force interaction between tip and sample. The amount of  z  variation needed 
to maintain the interaction force constant is plotted versus the  x  and  y  coordinates, 
hence producing a topographic image, although images may not be purely topo-
graphical (see    Sect.  2.5  below). Two main modes of operation for imaging are a 
continuous contact mode, in which the defl ection of the cantilever is maintained 
constant while scanning the tip over the sample, and a vibration mode in which the 
amplitude of vibration of an oscillating cantilever is maintained constant during 
scanning. In tapping mode, the phase lag between the driving circuit and the actual 
tip vibration can also be measured. The phase difference is usually infl uenced by the 
environmental conditions and hence provides information regarding chemical/phys-
ical properties of the sample.  

    2.2   Spatial and Temporal Resolution 

 Generally, as indicated above, the instrument hardware resolution based on the 
sensitivity of the piezoelectric scanner is as good as 0.1 nm laterally and 0.01 nm 
vertically. Of more relevance to the resolution obtained are the sample properties, 
especially when biological material is involved. Most often, one defi nes the reso-
lution as the minimum spacing between two objects that can still be distinguished 
as two separate features. Thus, resolution depends mainly on the size and shape of 
the probing tip, as well as the material properties of the sample under investiga-
tion. On crystalline samples, images with atomic and sometimes subatomic fea-
tures have been achieved (Giessibl et al.  2000  )  while structures less than 1 nm 
apart are resolved on noncrystalline arrays (Ohnesorge and Binnig  1993  ) . On 
reconstituted ion channels, AFM can resolve channel substructure and resolve the 
subunits within each channel, distinguishing, for instance, between hexameric 
and pentameric connexons, and several amyloid ion channels ranging from tetram-
ers to octamers (Lin et al.  2001 ; Quist et al.  2005a ; Thimm et al.  2005  ) . It is clear 
that the obtained resolution depends on the material to be imaged and the sample 
preparation methods. 

 The temporal resolution of the AFM depends on the speed of the feedback elec-
tronics. Typically, the scan speed in tapping mode is limited to a few tens of microm-
eter per second, requiring several minutes to obtain a moderately sized image with 
512 × 512 pixels (the actual metric size of such image depends on the scanner used). 
Higher scan speeds are desirable not only to minimize the time spent on localizing 
features, but especially to be able to study the dynamic behavior of events happen-
ing on the surface to be imaged. Currently, for tapping mode, active control of a 
cantilever’s quality factor is becoming readily    available. In such systems, an extra 
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feedback loop dampens the cantilever resonance within the drive circuit. This 
increases feedback effi ciency and scan speed (Sulchek et al.  2002  ) . Using an actively 
damped z-scanner, 240 × 240-nm images of Myosin in a buffer solution were 
acquired at a frame rate of 21 per second (Kodera et al.  2005  ) . Using such devices, 
the slowest component in the AFM system is the cantilever. Since the feedback 
bandwidth cannot exceed 1/8 of the cantilever resonance frequency (Kodera et al. 
 2005  ) , high-resonance-frequency cantilevers are needed to further improve the tem-
poral resolution.  

    2.3   Determination of Structural Identity 

 Identifi cation of features observed on biological samples can be diffi cult. Unless 
the sample contains well-defi ned and purifi ed biological materials, such as for 
instance gap junctions or reconstituted ion channel proteins and receptors (Lal 
et al.  1993 ; Lin et al.  2001 ; Quist et al.  2005a  ) , it is necessary to use complemen-
tary techniques for proper identifi cation. Using the AFM itself, force recognition 
imaging (Kienberger et al.  2005  )  can be performed by linking specifi c antibodies 
to the tip via a spacer that recognize the presence of its antigen on the surface and 
result in images that do not only refl ect topography but also interaction strength 
between the AFM tip and the sample. For further direct identifi cation of identity, 
the open architecture of AFM allows for integration of optical techniques for 
fl uorescence.  

    2.4   Integration of Optical and Assay Tools 

 Besides the comparison with images obtained with electron microscopy or crystal-
lographic techniques, the design of AFM allows for easy access with optical 
techniques. For example, simultaneous AFM and fl uorescence microscopy, i.e., epi-
fl uorescence, confocal fl uorescence, and total internal refl ection fl uorescence (TIRF) 
microscopy, can be performed using fl uorescent markers for biochemical/immuno-
logical identifi cation of imaged features (   Fig.  2 ).  

 As an example of the power of the multimodal imaging, simultaneous fl uores-
cence and AFM imaging were performed on neuroblastoma cells and other cell 
lines (Quist et al.  2000  ) , linking changes in cell mechanical properties (using AFM) 
to the functionality of hemichannels (using fl uorescence). Recently, a TIRF add-on 
for AFM systems was developed that allows for simultaneous AFM and TIRF imag-
ing using light-emitting diode illuminators without the requirement of specialized 
TIRF objectives (Ramachandran et al.  2008  ) . Besides integration of optical tools, 
AFM sample supports can be designed to function as in situ lab-on-chips. For 
instance, using porous substrates to support biological (or other) specimens, and a 
conducting AFM tip, imaging can be combined with ionic conductance measure-
ments (Ionescu-Zanetti et al.  2004 ; Quist et al.  2007  ) .  
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    2.5   Forces and Image Contrast in AFM 

 The defl ection of the cantilever in contact mode, and the damping of vibration 
amplitude in tapping mode, is caused by a sum of attractive and repulsive forces. 
The main repulsive force is due to the overlapping of electron orbitals between tip 
and sample atoms. Dominant attractive force is a van der Waals interaction primar-
ily due to nonlocalized dipole–dipole interactions (Goodman and Garcia  1991  ) . 
Another strong attractive force component while imaging in air is the meniscus 
surface force due to adsorbed water layers. In fl uids, consideration should be given 
to electrostatic interactions between charges and sample and tip, and structural 
forces, such as hydration force, solvation forces, and adhesion forces (Mechler et al. 
 2003 ; Almqvist et al.  2004 ; Thimm et al.  2005  ) . Lateral forces can be measured (by 
torsional defl ection of the cantilever) and can be quite considerable (Meyer and 
Amer  1990  ) . Such forces can be used to generate images that can give valuable 
information on local surface chemistry differences, such as the detection of locally 
oxidized thiols on a topography-free surface (Pavlovic et al.  2003  ) . In tapping mode, 

  Fig. 2    Schematic setups of multimodal AFM systems ( left ), showing (clockwise from  top left ) 
liquid cell, ionic conductance measurement setup, AFM integrated on optical confocal fl uores-
cence microscope, and lens-tracking system for systems with tip attached to scanner. The  right 
panel  images show combined AFM and light fl uorescence microscopy images of amyloid beta 
reconstituted vesicles ( top ), combined AFM and confocal fl uorescence microscopy images of fl uo-
rescently labeled latex beads dried into a gel on a plastic diffraction grating ( middle ), and com-
bined AFM image and electrical recording of a nucleopore synthetic membrane ( bottom ). For 
details, see Lal and Lin  (  2001  )        
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using conductive/magnetically coated cantilevers, electrostatic and magnetic forces 
can be sensed to image for instance magnetic domains, surface charge distributions, 
local surface capacitance, and local conductance.   

    3   High-Resolution Imaging 

    3.1   Imaging Ion Channel Structure 

 AFM gives a unique opportunity for high-resolution studies of biological materials 
since they can be examined under physiological conditions. In particular, the tech-
nique is very suitable for imaging membranes in both native and reconstituted 
forms. Purifi ed membrane proteins, such as bacteriorhodopsin (Butt et al.  1990 ; 
Worcester et al.  1990  ) , as well as the three-dimensional (3D) crystal of OmpC porin 
membrane protein (Hwang et al.  2005  )  have been imaged. By using force dissec-
tion, both the extracellular and cytoplasmic faces of the gap junctions could be 
imaged (Hoh et al.  1991  )  (   Fig.  3 ).  

 Hemichannels have more recently been imaged in lipid bilayers after reconstitu-
tion in liposomes (Thimm et al.  2005  ) . A distinct difference was observed between 
two populations of channel-like structures that correspond to the extracellular and 
cytoplasmic side of the hemichannels (Fig.  3 ). Furthermore, by changing calcium 
levels in the imaging buffer, hemichannels could be imaged both in their open (low 
calcium) and closed (normal calcium) states. 

 Using phase imaging, where the phase lag between the tip oscillation in tapping 
mode and the driving signal is monitored, Thimm et al.  (  2005  )  also showed surface 
energy measurements using AFM, observing a spike in the phase signal of open 
channels most likely due to exposed hydrophobic domains of the hemichannel in 
open state (Fig.  3 ). The open state of hemichannels has previously been shown to 
regulate cell volume and mechanics that infl uences tissue growth (Quist et al.  2000  ) . 
Also the presence of hemichannels has been linked to induction of oxidative stress-
induced apoptosis, for instance, caused by smoking (Ramachandran et al.  2007  ) . 

 Other proteins that form ion channels have been reconstituted in lipid bilayers 
and imaged with AFM (   Fig.  4 ) at high resolution to resolve single ion channel struc-
tures. For instance, many amyloids, including amyloid beta protein, amylin, alpha-
synuclein, ADan, ABri, and Serum Amyloid A (Lin et al.  2001 ; Quist et al.  2005a  ) , 
when reconstituted in membrane form ion channel-like structures. Resolution in 
such studies is suffi cient to resolve a central channel and to distinguish different 
subunit arrangements. Electrical recording from these preparations shows that these 
amyloid channels are active and conduct ionic currents.  

 This illustrates the application of AFM in resolving the pathogenic mechanism of 
channelopathies. For instance, the toxicity observed upon amyloid deposition seems 
at least partly to be created by ion channel-induced fl ow of ions that disturbs the cells’ 
homeostasis. The ability to directly image ion channels gives opportunities in testing 
prospective drugs and therapies on a single channel level for channelopathies.  
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  Fig. 3    Imaging of gap junctions and hemichannels.  Top right panel  (six images) shows gap junc-
tional plaques, imaged at cytoplasmic face and, after force dissection, extracellular face, with 
molecular resolution.  Top left  shows schematic and (four images) reconstituted hemichannels from 
bilayer to a single open and closed channel.  Bottom half  shows phase images (A–D) and energy 
maps ( bottom left ) of hemichannels in open and closed states.  Bottom right  section shows differ-
ence in interfacial energy of open and closed channels and a model pointing toward the role of 
hydrophobic interactions. For details, see John et al.  (  1997  )  and Thimm et al.  (  2005  )        
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    3.2   Imaging Cellular Processes 

 Besides high-resolution imaging on crystalline membrane patches and reconstituted 
protein in lipid bilayers, AFM can be used to image and track changes in cell mor-
phology. This, especially if combined with epi- or confocal fl uorescence micros-
copy, gives the opportunity to track changes in the cellular morphology induced by 
various reagents and perturbations. For instance, amyloid beta protein (1–42)-induced 
changes in endothelial cells were tracked (Bhatia et al.  2000 ; Lin et al.  2001  )  (   Fig.  5  
left panel).  

 Cells before treatment with AßP 
1–42

  are used as controls (time = 0). AßP 
1–42

  was 
then added online and images captured at 10-min intervals for 1 h. Cells not treated 
with AßP 

1–42
  did not show any appreciable morphological degeneration (for exam-

ple, compare panels  A  and  B of  Fig.  5 ) even after 45 min. Cells treated with 50 nM 
AßP 

1–42
  show signifi cant neuritic degeneration compared with pre-AßP 

1–42
  treatment 

(compare regions denoted by arrows in panels  C ,  D  of Fig.  5 ). Cells treated with 
500 nM AßP 

1–42
  show signifi cant changes in neuronal processes with neurite bead-

ing and loss of cell–cell contact compared with pre-AßP 
1–42

  treatment (compare 
regions denoted by arrows in panels  E ,  F  of Fig.  5 ). Cells treated with 5  m M AßP 

1–42
  

show signifi cant changes in cellular morphology with loss of neuronal processes 
and fragmented neurites compared with pre-AßP 

1–42
  treatment (compare regions 

denoted by arrows in panels  G ,  H  of Fig.  5 ). The changes in cellular morphology 
can be observed within 15–25 min of adding AßP 

1–42
 . 

  Fig. 4    Imaging of single amyloid channels. Amyloid  b  (1–40), amylin, ABri, ADan,  a -synuclein, 
and serum amyloid A (SAA) all show structures resembling ion channels after reconstitution in 
lipid bilayer, and show single ion channel activity as indicated by parallel electrical recording. For 
details, see Quist et al.  (  2005a  )        
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 Furthermore, since the AFM operates under biological liquids, online additions 
of reagents or exchange of buffer conditions can be performed during AFM imag-
ing. In this way, the blocking capability of, for instance, zinc ions and extracellular 
calcium ion levels to prevent such cellular morphology changes can be shown in 
real time (Fig.  5 , right panels). Amyloid-induced morphology changes in endothe-
lial cells were inhibited by zinc ions and by the removal of calcium ions from the 
medium, but not by adding tachykinin (physalaemin), antioxidants, and cadmium 
ions. Figure  5  (right) shows images at time 0 and 30 min after addition of the respec-
tive reagents. Another application of AFM imaging of whole live cells is the uptake 
of small vesicles by endocytosis into the cell. For instance, vesicles loaded with 
cisplatin anticancer agent were observed by both AFM and combined fl uorescence 
to be taken up into the cell, after which live/dead assays showed the functional 
activity of the drug (Ramachandran et al.  2006  ) . A multimodal AFM combined with 
fl uorescence can give valuable additional information and conformation of pro-
cesses observed with the AFM. For example, the vital dye calcein can be used to 

  Fig. 5    Use of the vital dye calcein and fl uorescence to track neuronal death and arborization 
caused by addition of A b P to the buffer solution ( left ). Images taken at time 0 (control) ( A ,  C ,  E ,  G ) 
and 45 min after addition ( B ,  D ,  F ,  H ). Simultaneously, AFM can be used to image the cytoskeletal 
structure of cells to track the effects of A b P on the cells and to test various blocking agents for their 
performance in blocking toxicity effects. The  right panels  show that AßP-induced changes in cel-
lular morphology were blocked by Zn 2+  and by the removal of extracellular calcium ions, but not by 
tachykinin (physalaemin) and antioxidants. Images ( a ,  c ,  e ,  g ) are controls at time 0, images ( b ,  d ,  f ,  h ) 
are taken 30 min after adding reagents. For details, see Lin et al.  (  2001  )  and Bhatia et al.  (  2000  )        
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track neuronal death and neuritic arborization optically during AFM imaging 
(Fig.  5 , left panel). Such optical techniques have so far been a better temporal reso-
lution, since the AFM imaging of a whole cell is time consuming. Further develop-
ments in fast-scanning AFM systems will be able to study such processes with 
subsecond time resolution, a large improvement over the conventional AFM scans 
that take several minutes to collect.  

    3.3   Single Molecule Imaging and Manipulation 

 Since single molecules can be imaged routinely in AFM, it is feasible to use the 
AFM to image real-time processes of molecules’ interaction with each other. For 
instance, proteolysis of collagen was observed using AFM (   Fig.  6 ) (Lin et al.  1999  ) .  

 Such processes are typically monitored using SDS-PAGE which gives little 
information about the real-time activity and the 3D structural information of the 
binding of the enzyme to the molecules. Single collagenase binding events to col-
lagen could be imaged; digestion of collagen could be followed. 

 With the possibility of monitoring single molecules comes the advantage of 
being able to manipulate the molecules as well. By tethering antibodies to the AFM 
tip, and after bringing the tip in contact with the sample of interest, the antigen in 
the sample can not only be detected, but also unfolded. For instance, bacteriorho-
dopsin molecules could be extracted from purple membrane and unraveled by pull-
ing with the AFM tip (Kienberger et al.  2005  ) .  

    3.4   Mapping Polymer Electrical Activity and Structure 

 There has been a large commercial and scientifi c interest in conjugated polymer 
blends. Such polymer systems have a wide range of applications ranging from 
microactuators (Jager et al.  2000  )  to chemical sensors (Hagleitner et al.  2001  )  and 

  Fig. 6    Imaging of triple-helical collagen I with AFM. The inset magnifi es one collagen molecule 
( left ). Other panels show collagenase binding to collagen molecules. Images are taken before col-
lagen addition ( a ), immediately after collagenase addition ( b ), and 4 min later ( c ). Globular parti-
cles bound to collagen are indicated by  arrows ;  thick arrows  show sites, where collagen was 
broken after collagenase binding. For details, see Lin et al.  1999        
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light-emitting diodes (Carter et al.  1997  ) . Although macroscopic structural studies 
are available and performed mainly by X-ray diffraction (Aasmundtveit et al.  1999  ) , 
information about the effect of local morphology of polymer blends on the charge 
injection at the surface has been lacking. AFM can combine imaging with spectro-
scopic capabilities and can be used to map the local charge transfer properties in 
correlation to the molecular superstructure of the polymer blend (Ionescu-Zanetti 
et al.  2004  ) . 

 Structure–function analysis of poly(3,4-ethylenedioxythiophene) doped with 
poly(styrene sulfonate) (PEDOT–PSS) was performed: current between the tip and 
the sample was measured by biasing the AFM tip while simultaneously imaging 
the 3D structure (   Fig.  7 ). This multimodal AFM experiment shows that the 
PEDOT–PSS consists of molecular lamellae of PEDOT and PSS, with ~3-nm 
interlamellar distance. In places where the edges of the PEDOT lamellae are 
exposed to the surface and can be contacted by the AFM tip, increased current is 
observed and a more effi cient charge injection occurs mainly along these lamellae. 
Phase imaging simultaneously reveals a larger variation along the regions with 
higher conductivity.    

  Fig. 7    Imaging topography and conductance of polymer blends.  Top panels  show 3D overlay of 
conductance and topography ( left panel ), corresponding phase image ( second panel from left ) for 
conductive and insulating ( right panels ) regions of a thin PEDOT–PSS fi lm. Highly conductive 
regions are colocalized with high roughness and high phase variability.  Bottom right  shows high-
resolution images of selected regions showing detailed lamellar structure of conducting region 
( bottom middle ) and nonlamellar structure of nonconducting region ( bottom right ). Schematic 
drawing of setup shown in  bottom left . For details, see Ionescu-Zanetti et al.  (  2004  )        
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    4   Nanosensing and Detection 

    4.1   Force Mapping 

 AFM has developed into a valuable tool for measuring molecular interactions. The 
possibility of linking molecules to the probing tip provides a range of options to 
probe molecular interactions between the probe on the AFM tip and the sample 
surface (Hinterdorfer et al.  1996 ; Baumgartner et al.  2000 ; Yuan et al.  2000 ; Zhang 
et al.  2002  ) . In this way, membrane proteins can be probed on living cells. Using 
such modifi ed cantilevers, adhesion forces were measured and mapped between 
ligands and receptors on the surface of living cells (   Fig.  8 ) (Chen and Moy  2000 ; 

  Fig. 8    Simultaneous acquisition of topography and elasticity images before and 10 and 45 min 
after adding VEGF antibody ( top half ). Clustering of receptors can be observed both in topography 
and elasticity maps (spots labeled 1–4).  Top histograms  show distribution of adhesion forces. 
 Bottom half  ( left ); adhesion forces between VEGF receptor and antibody ( a ), with distribution of 
unbinding forces ( b ). Blocking peptide prevents the interaction ( c ). ( d ) Tapping mode image of 
VEGF receptors on mica ( e ) and ( f ) show adhesion forces between VEGF receptor on endothelial 
cell and antibody on tip without ( e ) and with ( f ) the presence of blocking peptide.  Bottom half  
( right ); AFM images of endothelial cells before ( a ) and after ( b ) addition of VEGF, showing 
cytoskeletal reorganization. Fluorescence images showing the presence of Flk-1, a receptor for 
VGEF ( c ,  d ) and control ( e ) with nonspecifi c antibody. For details, see Almqvist et al.  (  2004  )        
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Horton et al.  2002  ) . Using force volume imaging (Quist et al.  2000  ) , regional 
distribution as well as ligand- or antibody-induced clustering of vascular endothelial 
growth factor (VEGF) receptors are reported (   Fig.  8 ) (Almqvist et al.  2004  ) . Unbinding 
forces of 60–70 pN were observed, which could be reduced by competitive inhibi-
tion using antibodies.  

 Force mapping can also be useful for volume measurement on spherical cells 
and/or cells weakly attached to the substrate surface. Using combined AFM with 
fl uorescence microscopy, Quist et al.  (  2000  )  have shown volume regulation of 
several cell lines through    hemichannels. The added benefi t of using force mapping 
is that not only is data obtained with respect to unbinding forces, but simultaneous 
with imaging one can map the stiffness of the cell membrane. The stiffness is 
obtained by looking at the approach force distance curves in each pixel and results 
in an elasticity map. Almqvist et al.  (  2004  )  showed clustering of receptors using 
this technique, and Quist et al.  (  2000  )  showed the cytoskeletal stiffness change 
induced by volume change in the cell. By using antibodies conjugated on the AFM 
tip by linker molecules that act on different regions of the connexin peptide that 
makes up the hemichannels, epitopes that open and close the channels can be 
mapped in response to variations in extracellular calcium concentration (Liu et al. 
 2006  ) . Such mapping or channel domains and how they react to different antibodies 
and environmental distraction are a great help in designing drugs for ion channel-
related diseases.  

Fig. 8 (continued) 
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    4.2   Cell Mechanics 

 Proper cellular function is dependent on biochemical processes as well as cytoskel-
etal structure. Reorganization of cytoskeleton and changes in its mechanical proper-
ties play key roles in cell development and growth (Lal et al.  1995  ) . The local 
mechanical properties of a cell are closely associated with biochemical gradients 
across the membrane, but most techniques to study single cells average over the 
entire cell (Brady  1991  ) . AFM gives the opportunity to measure the mechanical 
properties of cells with high spatial resolution. For instance, rat atrial myocytes 
were imaged showing clearly the cytoskeletal network beneath the cell membrane 
and myofi brillar structure [   Fig.  9 , left panel (Shroff et al.  1995  ) ].  

  Fig. 9     Left panels : AFM image of live myocytes ( a , inset shows myofi bril structure), defl ection 
image of fi xed cell ( b ), and fl uorescence image after staining for F actin.  Center panels  ( vertical ) 
show local contractile activity of beating atrial cell recorded with AFM tip, under 1.8 mM ( a ) and 
5 mM ( b ) extracellular calcium ions, and 4 mM butanedione monoxime with 5 mM calcium con-
centration ( c ).  Right panels  ( vertical ): Micromechanical properties of quiescent atrial cells. Model 
( a ) and indentation data ( b ). Response of a cell ( solid line ) to sinusoidal  Z  perturbation ( dashed 
line ) ( c , four experimental conditions). Frequency spectra of magnitude and phase of transfer func-
tion ( d ) on cells, and ( e ) using mechanical analogue.  Bottom right : Changes in cell stiffness during 
single contraction. For details, see text and Shroff et al.  (  1995  )        
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 Using a constant cantilever defl ection maintained by feedback, contractile activity 
and the change in contractile activity using perturbations in the buffer environment 
(Fig.  9 , middle panel) can be interrogated while cell stiffness was examined (Fig.  9 , 
right panel) using a sinusoidal scanner movement. Different cantilever defl ections 
were observed under different buffer conditions for the same imaging force. This 
demonstrates the possibility to quantify the coupling between subcellular substrates 
to cellular functions, such as contraction, migration, growth, and differentiation.  

    4.3   Nanofl ow and Viscosity 

 Liquid viscosity is hard to measure with high precision and in small volumes. 
Traditionally, ultrasonic devices are used to measure viscosity (Jensenius et al. 
 2000  ) . They operate at MHz frequency at which the measured viscosity of non-
Newtonian fl uids can differ from values obtained using low-frequency measure-
ments (Wee et al.  2005  ) . Flexural-mode resonance devices, such as microfabricated 
cantilevers, may be more reliable since they allow for measurement at lower fre-
quencies. Using an optical detection in standard AFM equipment, viscous drag was 
measured using a piezoelectric actuator to vibrate an AFM silicon cantilever 
(Hauptmann et al.  1998  ) . Other ways of using AFM to measure liquid viscosity 
include measuring the torsion in an AFM cantilever while scanning a whisker tip 
inside the liquid (Mechler et al.  2004  ) . 

 The last technique allows viscosity measurement in a thin fl uid fi lm requiring 
extremely low volumes. The lateral force imaging technique is used, in which the 
cantilever is scanned sideways and the torsion in the lever due to friction is mea-
sured (   Fig.  10 ). From the torsion, the drag forces can be determined as a function of 
the penetration depth of the AFM tip in the liquid. Theoretical calculation of the 
drag coeffi cient corresponds well with the experimental values obtained for water–
glycerol mixtures. With the increased use of microfl uidics in screening platforms 
and parallel assays and the ability to integrate microcantilevers into the fl uidic chip 
could be used not only to measure viscosity of sample fl uids, but also to assess the 
presence of various proteins/antibodies in the sample.    

    5   AFM in Biomaterials 

    5.1   Nanoelasticity and Nanopatterning in Biomaterials 

 Biological fi bers have nanomechanical properties that depend on their morphology as 
well as the chemical heterogeneity of their constituent subunits. The correlation 
between the mechanical properties and the heterogeneous subunits on a nanoscale has 
been limited. Using AFM, such correlation studies are possible (Parbhu et al.  1999  ) . 
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 AFM has been able at a small scan size to show the features of a cross-sectioned 
wool fi ber with similar amount of detail as transmission electron microscopy (TEM) 
(   Fig.  11 , left panels). To study the mechanical properties of the different constituents 
of the fi bers, AFM force mapping has been used. The force curves gives information 
about the stiffness and elastic modulus of the sample regions. For instance, it was 
shown that the exocuticle part of wool fi bers has the highest elastic modulus 
(19.8 GPa) while the endocuticle and cortical regions of the fi ber cross section have 
signifi cant lower modulus (3.8 and 4.0 GPa, respectively). The indentations made by 
a diamond tipped cantilever, all made with the same indentation force, look indeed 
distinctly different for the different regions (Fig.  11 , right panel). Furthermore, the 
AFM can give conclusive evidence of the role of disulfi de bonds in the fi ber stiffness. 
Reduction of such bonds, abundant in the exocuticle, using dithiothreitol resulted in 
a reduction of modulus to 0.3 GPa (Parbhu et al.  1999  ) . This has shed new light on 
the role of the exocuticle (small in mass proportion) in the rigidity of wool fi bers.  

 Using the unique feature of defi ned nanoindentation, one can create specifi c 
patterned structures, like nanocavity, nanopores, nanowells, and nanochannels. 
Signifi cantly, such nanopatterned features would also provide clues about the build-
ing materials and would be helpful in advancing the fi eld of biomimetics.  

    5.2   Nanomechanics of Human Bone 

 The mechanical properties of bone and more specifi cally the failure mechanisms of 
healthy and diseased bone are receiving large scientifi c as well as medical interest. 
The organic moiety in bone has a great infl uence on the mechanical properties of the 

  Fig. 10    Schematic of viscosity measurement using a regular or carbon whisker AFM tip. The 
 right  picture shows electron microscope image of a whisker tip.  Bottom graphs  show cantilever 
torsion while scanning in the lateral force mode. For details, see Mechler et al.  (  2004  )        
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complete biocomposite (Weiner and Wagner  1998  ) . Degradation of this nonfi brillar 
organic matrix (Braidotti et al.  1997  ) , for instance by heat treatment, leads to an 
alteration of the failure mechanism from delamination of the bone along the con-
tours of the trabeculae to a more rugged, nondirectional and diffuse crack propaga-
tion (Fantner et al.  2004  ) . Similar degradation of the organic matrix leading to brittle 
bones may be involved in the increased brittleness of older or osteoporotic bone. 
Using AFM, the mechanics of bone and the importance of the organic matrix can be 
studied at the nanoscale. Both scanning electron microscopy (SEM) and AFM stud-
ies show that mineralized collagen fi brils are interconnected by a glue-like organic 
matrix that hold the fi brils together (   Fig.  12 , left panel) (Fantner et al.  2005  )  and are 
stretched out upon separation of the collagen fi brils.  

 To test the mechanical strength of the organic matrix material, pieces of bone 
were attached to both the AFM tip and cantilever, and force spectroscopy resulted 
in pulling curves that show the fi laments breaking in a step-like manner (Fig.  12 , 
middle and right panels) (Fantner et al.  2005  ) . Furthermore, from the force curves, 
the energy dissipation during separation of bone fi brils can be calculated. Since 
AFM is performed in buffer solution, the effect of ion concentration can also be 

  Fig. 11     Left : Schematic diagram of wool fi ber ( a ). TEM image [( b ), higher magnifi cation in ( d )] 
and AFM image [( c ), higher magnifi cation in ( e )] of same wool fi ber region. Cu, cuticle cells and 
some portion of the cortical region (Co). AFM and TEM images correlate well with respect to 
identifi ed subcellular structures.  Center : Force curves on cortex ( top ), exocuticle ( middle ), and 
embedding resin ( bottom ).  Solid line  is collected on hard glass surface.  Larger shaded area  indi-
cates more elastic surface.  Top right  image shows corresponding AFM image; the cortex (Co), 
cuticle (Cu), and embedding resin (Re).  Bottom right  image shows surface after indentation with 
diamond tip to create specifi c patterns on wool fi ber; exocuticle (Exo), endocuticle (Endo), and 
cortex (Co). For details, see Parbhu et al.  (  1999  )        
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studied, showing that energy dissipation during fi bril separation is greater when 
calcium ions are present. This indicates the presence of calcium-mediated sacrifi cial 
bonds (Thompson et al.  2001  )  in the bone between two binding regions on one 
polymer, two polymers, or a polymer and a mineral plate.   

    6   Nanodevices for Biological Applications 

    6.1   Parallel Arrays Patch Clamping and Sensors 

 Patch clamp recording is one of the main techniques employed in electrophysiologi-
cal studies. Generally, a precisely pulled glass pipette is brought in the vicinity of a 
cell of interest under an optical microscope using a micromanipulator (Sakmann 
and Neher  1983  ) . This results in the technique being slow and having a low through-
put, making it not very suitable for use in, for instance, proteomics and drug discov-
ery development. This could be overcome using an automated on-chip patch clamp 
(Xu et al.  2001  ) . 

 An example of such an on-chip microchannel planar patch clamp device is shown 
in    Fig.  13 . The middle panels show a HeLa cell being introduced in the microfl uidic 
system and being trapped at one of the channels. Cell deformation can be observed, 
and current traces show a seal resistance of 144 MOhm (Seo et al.  2004  ) . Such 
devices using a cell reservoir linked to patch channels allow for simultaneous opti-
cal and electrical recording which facilitates studying the role of ion channels with 
respect to cellular functions. Future devices can be designed with an improved patch 
pore geometry and surface treatment to obtain a better seal necessary for single-
channel conductance studies. Since the cell reservoir is linked to many patch clamp 
pores, a parallel readout is possible analyzing multiple cells simultaneously.  

  Fig. 12    AFM image of a fractured bone surface showing fi laments ( arrows ) between neighboring 
fi brils ( left ). By attaching a piece of bone to the cantilever and pressing it onto another piece of 
bone ( center ), forces exerted by fi laments while pulling up can be measured. Representative pull-
ing curve, where not all fi laments are broken ( top right ) and where all fi laments are broken ( bottom 
right ). For details, see Fantner et al.  (  2005  )        
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 Other parallel readout techniques based on AFM include cantilever arrays that 
allow for analysis of large areas with high resolution, and can probe for instance mul-
tiple live cells for their elastic properties or the presence of receptors in the cell mem-
brane. Similarly, coating a parallel array of cantilever with a different material or 
reagent on each lever results in a “chemical nose” that can sense a variety of chemicals 
or toxins in very small volumes or could read out the viscosity of sample fl uid.  

    6.2   Surface Chemical Array Modifi cations 

 A novel technique that has been applied more and more in recent years to construct 
stable nanoscale patterns on surfaces is dip pen nanolithography (DPN) (Piner et al. 
 1999  ) . The technique is based on the localized deposition of reagents from the AFM 
tip to the surface using a solvent meniscus between the tip and sample surface. The 
main benefi t of DPN is that it is a one-step process, does not require resists, and can 
achieve line widths of 10–15 nm, a resolution not achieved with photolithography 
or microcontact printing (Quist et al.  2005b  ) . Bonding of reagent to the sample 
surface is usually achieved by chemisorption through thiol chemistry or by electro-
static interactions. Using DPN, it is possible to create high-density arrays of, for 
instance, DNA or protein (Fan et al.  2002  )  or to write structures with conducting 
polymers on charged semiconductor surfaces (Lim and Mirkin  2002  )  that can be 
used for assay chip technology. 

  Fig. 13    Schematic drawing of a conventional patch clamp and an on-chip patch clamp ( left ). Cells 
can be pulled into one of the on-chip patch pores ( top middle ), resulting in membrane deformation 
and patch formation ( bottom middle ). Resulting current measured before ( top right ) and after cell 
attachment ( bottom right ). For details, see Seo et al.  (  2004  )        
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 Another method to selectively position, for instance, protein molecules on surfaces 
with high resolution is to use the AFM tip to locally oxidize a surface to create a 
reactive group that can bond to the biomolecules of interest. For instance, 3-mercap-
topropyltrimethoxysilane can be used to thiolate a silicon wafer, after which the 
AFM tip can be used to locally oxidize the thiol groups into thiolsulfi nates/thiolsul-
fonates. The latter groups are reactive and covalently bind to free thiol groups on 
biomolecules (   Fig.  14 ) (Pavlovic et al.  2003  ) . Beta-galactosidase, an enzyme rich in 
exposed and structurally now-essential free thiol groups, was linked covalently to 
silicon wafers using this technique, resulting in line widths as low as 70 nm. Using 
such systems based on AFM technology, it would be possible to design assay chips 
with a much higher density of components for screening, and with a parallel readout 
using multicantilever systems may be developed into new high-throughput screen-
ing tools.    

    7   Outlook 

 The simple design and invariance to the operating environment allow AFM to be 
integrated with other techniques for simultaneous structure–function correlation 
studies. The integration of the AFM and fl uorescence microscope is one such excit-
ing development. Other combinations, specifi cally a combined near-fi eld differential 
scanning optical microscope with AFM, near-fi eld optical imaging, electrophysio-
logical recordings, and the AFM-based NMR imaging, provide promising avenues 

  Fig. 14    AFM used to “draw” 
lines of oxidized thiol groups 
on silicon chips. Such groups 
are reactive to free thiols. 
The image shows beta-
galactosidase linked 
to such oxidized thiol lines. 
For details, see Pavlovic 
et al.  (  2003  )        
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for nanoscale structural and functional characterization of complex biological systems. 
Moreover, the fl exibility and high resolution capability of these integrated tools point 
toward a unique window through which new and exciting information could be har-
nessed about and from multiscale biological systems. The AFM provides a toolbox 
in combination with other techniques which can not only elucidate mechanisms 
behind biological functioning, but also could assist in fi nding ways to treat disease as 
an aid in drug development. We should also expect to have next generation of AFMs 
with faster and softer imaging features that would allow us not only to understand 
real-time conformational changes in nanoscale biological systems, but would also 
allow designing and fabricating biomimetic systems.      
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    1   Introduction 

 Movement is one of life’s central attributes. Nature provides living systems with 
complex molecules called motor proteins, which work inside a cell like ordinary 
machines built for everyday needs. The development of civilization has always been 
strictly related to the design and construction of devices, from wheel to jet engine, 
capable of facilitating man movement and traveling. Nowadays, the miniaturization 
race leads scientists to investigate the possibility of designing and constructing 
motors and machines at the nanometer scale, i.e., at the molecular level. Chemists, 
by the nature of their discipline, are able to manipulate atoms and molecules and are 
therefore in the ideal position to develop bottom-up strategies for the construction 
of nanoscale devices. 

 Natural molecular motors are extremely complex systems; their structures and 
detailed working mechanisms have been elucidated only in a few cases and any 
attempt to construct systems of such a complexity by using the bottom-up molecular 
approach would be hopeless. What can be done, at present, in the fi eld of artifi cial 
molecular motors is to construct simple prototypes consisting of a few molecular 
components, capable of moving in a controllable way, and to investigate the chal-
lenging problems posed by interfacing artifi cial molecular devices with the macro-
scopic world, particularly as far as energy supply and information exchange are 
concerned. Surely, the study of motion at the molecular level is a fascinating topic 
from the viewpoint of basic research and a promising fi eld for novel applications. 

 In the fi rst section of this chapter, we shall introduce the concepts of molecular 
motors and machines, and we describe the bottom-up (i.e., supramolecular) approach 
to their construction. We then discuss the characteristics of molecular motors, with 
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reference to those of macroscopic ones. In the second part, we briefl y illustrate the 
working principles of some natural molecular motors. The third section deals with 
artifi cial molecular motors and machines. For space reasons, we shall describe only 
selected examples, often taken by our own research. However, other relevant contri-
butions in this fi eld are mentioned in the text or listed in the references. A few 
hybrid systems, i.e., obtained either by suitable engineering of motor proteins or by 
integrating natural and artifi cial molecular devices, are illustrated in the fourth part. 
Finally, we critically discuss some perspectives and limitations of artifi cial molecu-
lar motors and machines. 

    1.1   The Bottom-Up (Supramolecular) Approach to Nanodevices 

 In everyday life, we make extensive use of devices. A  device  is something invented 
and constructed for a special purpose. More specifi cally, it is an assembly of com-
ponents designed to achieve a specifi c  function , resulting from the cooperation of 
the (simple)  acts  performed by each component (Fig.  1 , top). A  machine  is a par-
ticular type of device in which the component parts display changes in their relative 
positions as a result of some external stimulus.  

  Fig. 1    Extension of the concept of macroscopic device to the molecular level. Reproduced by 
permission from Balzani et al.  2003        
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 Depending on the purpose of its use, a device can be very big or very small. In the 
last 50 years, progressive miniaturization of the components employed for the con-
struction of devices and machines has resulted in outstanding technological achieve-
ments, particularly in the fi eld of information processing. A common prediction is 
that further progress in miniaturization will not only decrease the size and increase 
the power of computers, but could also open the way to new technologies in the fi elds 
of medicine, environment, energy, and materials. 

 Until now, miniaturization has been pursued by a large-downward (top-down) 
approach, which is reaching practical and fundamental limits (Keyes  2001  ) . 
Miniaturization, however, can be pushed further on since “there is plenty of room at 
the bottom,” as Richard Feynman stated in a famous talk to the American Physical 
Society in 1959 (Feynman  1960a,   b  ) . The key sentence of Feynman’s talk was the 
following: “The principles of physics do not speak against the possibility of manoeu-
vring things atom by atom.” The idea of the “atom-by-atom,” bottom-up approach to 
the construction of nanoscale devices and machines, however, which was so much 
appealing to some physicists (Drexler  1986,   1992  ) , did not convince chemists who are 
well-aware of the high reactivity of most atomic species and of the subtle aspects of 
chemical bond. Chemists know (Smalley  2001  )  that atoms are not simple spheres that 
can be moved from a place to another place at will. Atoms do not stay isolated; they 
bond strongly to their neighbors and it is diffi cult to imagine that the atoms can be 
taken from a starting material and transferred to another material. 

 In the late 1970s, a new branch of chemistry, called  supramolecular chemistry , 
emerged and expanded very rapidly. In the frame of research on supramolecular 
chemistry, the idea began to arise in a few laboratories (Joachim and Launay  1984 ; 
Lehn  1990 ;    Balzani and Scandola  1991  )  that molecules are much more convenient 
building blocks than atoms to construct nanoscale devices and machines (Fig.  1 , bot-
tom). The main reasons at the basis of this idea are: (1) molecules are stable species, 
whereas atoms are diffi cult to handle; (2) nature starts from molecules, not from 
atoms, to construct the great number and variety of nanodevices and nanomachines 
that sustain life; (3) most of the laboratory chemical processes deal with molecules, 
not with atoms; (4) molecules are objects that exhibit distinct shapes and carry 
device-related properties (e.g., properties that can be manipulated by photochemical 
and electrochemical inputs); (5) molecules can self-assemble or can be connected to 
make larger structures. In the same period, research on molecular electronic devices 
began to fl ourish (Aviram and Ratner  1974 ; Carter  1982 ; Metzger  2003  ) . 

 In the following years, supramolecular chemistry grew very rapidly (Lehn  1995, 
  1996 ; Steed and Atwood  2000,   2004  )  and it became clear that the bottom-up 
approach based on molecules opens virtually unlimited possibilities concerning 
design and construction of artifi cial molecular devices and machines. More recently, 
the concept of molecules as nanoscale objects exhibiting their own shape, size, and 
properties has been confi rmed by new, very powerful techniques, such as single-
molecule fl uorescence spectroscopy and the various types of probe microscopies, 
capable of visualizing (Rigler et al.  2001 ; Moerner  2002 ; Zander et al.  2002  )  or 
manipulating (Gimzewski and Joachim  1999 ; Hlavina et al.  2001 ; Samori et al. 
 2004  )  single molecules, and even to investigate bimolecular chemical reactions at 
the single-molecule level (Christ et al.  2001  ) . 
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 Much of the inspiration to construct molecular devices and machines comes 
from the outstanding progress of molecular biology that has begun to reveal the 
secrets of the natural nanodevices which constitute the material base of life (Goodsell 
 2004  ) . The bottom-up construction of devices as complex as those present in nature 
is, of course, an impossible task. Therefore, chemists have tried to construct much 
simpler systems without mimicking the complexity of the biological structures. In 
the last few years, synthetic talent that has always been the most distinctive feature 
of chemists, combined with a device-driven ingenuity evolved from chemists’ atten-
tion to functions and reactivity, has led to outstanding achievements in this fi eld 
(   Balzani et al.  2000a  ,   2003 ;     2001a,   b  ) .  

    1.2   Characteristics of Molecular Motors and Machines 

 A  molecular motor  can be defi ned as an assembly of a discrete number of molecular 
components designed to perform mechanical-like movements under the control of 
appropriate energy inputs (Akkerman and Coops  1967 ; Cozzi et al.  1981 ; Bedard 
and Moore  1995 ; Dominguez et al.  2003 ; Shima et al.  2004  ) . The words  motor  and 
 machine  are often used interchangeably when referred to molecular systems. It 
should be recalled, however, that a motor converts energy into mechanical work 
while a machine is a device, usually containing a motor component, designed to 
accomplish a function. Molecular motors and machines operate via electronic and/
or nuclear rearrangements and make use of thermal fl uctuations (Brownian motion) 
(Astumian and Hänggi  2002 ; Parisi  2005  ) . Like the macroscopic counterparts, they 
are characterized by (1) the kind of energy input supplied to make them work; 
(2) the type of motion (linear, rotatory, oscillatory, etc.) performed by their compo-
nents; (3) the way in which their operation can be monitored; (4) the possibility to 
repeat the operation at will (cyclic process); and (5) the timescale needed to com-
plete a cycle. According to the view described above, an additional and very impor-
tant distinctive feature of a molecular machine with respect to a molecular motor is 
(6) the function performed  (  2001a  ) . 

    1.2.1   Energy Supply 

 The problem of the energy supply to make artifi cial molecular motors work [point 
(1)] is of the greatest importance (Ballardini et al.  2001a,   b  ) . The most obvious way 
to supply energy to a chemical system is through an exergonic chemical reaction. In 
the previously mentioned address (Feynman  1960a,   b  )  to the American Physical 
Society, Richard Feynman observed: “An internal combustion engine of molecular 
size is impossible. Other chemical reactions, liberating energy when cold, can be 
used instead.” This is exactly what happens in our body, where the chemical energy 
supplied by food is used in long series of slightly exergonic reactions to power the 
biological machines that sustain life. 
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 If an artifi cial molecular motor has to work by inputs of chemical energy, it will 
need addition of fresh reactants (“fuel”) at any step of its working cycle, with the 
concomitant formation of waste products. Accumulation of waste products, however, 
compromises the operation of the device unless they are removed from the system, 
as it happens in our body as well as in macroscopic internal combustion engines. The 
need to remove waste products introduces noticeable limitations in the design and 
construction of artifi cial molecular motors based on chemical fuel inputs. 

 Chemists have since long known that photochemical and electrochemical energy 
inputs can cause the occurrence of  endergonic  and  reversible  reactions. In recent 
years, the outstanding progress made by supramolecular photochemistry (Balzani 
and Scandola  1991 ; Balzani  2003  )  and electrochemistry (Kaifer and Gómez-Kaifer 
 1999 ; Marcaccio et al.  2004  )  has, thus, led to the design and construction of molec-
ular machines powered by light or electrical energy, which work without the for-
mation of waste products. In the case of photoexcitation, the commonly used 
endergonic and reversible reactions are isomerization and redox processes. In the 
case of electrochemical energy inputs, the induced endergonic and reversible reac-
tions are, of course, heterogeneous electron transfer processes. Photochemical and 
electrochemical techniques offer further advantages, since lasers provide the 
opportunity of working in very small space and very short time domains, and elec-
trodes represent one of the best ways to interface molecular-level systems with the 
macroscopic world. 

 A very important feature of molecular motors, related to points (1) and (4), is 
their capability to exhibit an  autonomous  behavior; that is, to keep operating, in a 
constant environment, as long as the energy source is available. Natural motors are 
autonomous, but the vast majority of the artifi cial molecular motors reported so far 
are  not autonomous  since, after the mechanical movement induced by a given input, 
they need another opposite input to reset. 

 Needless to say, the operation of a molecular machine is accompanied by partial 
conversion of free energy into heat, regardless of the chemical, photochemical, and 
electrochemical nature of the energy input.  

    1.2.2   Other Features 

 The motions performed by the component parts of a molecular motor [point (2)] 
may imply rotations around covalent bonds or the making and breaking of inter-
component noncovalent bonds, as we shall see later on. 

 In order to control and monitor the device operation [point (3)], the electronic 
and/or nuclear rearrangements of the component parts should cause readable 
changes in some chemical or physical property of the system. In this regard, photo-
chemical and electrochemical techniques are very useful since both photons and 
electrons can play the dual role of  writing  (i.e., causing a change in the system) and 
 reading  (i.e., reporting the state of the system). Luminescence spectroscopy, in par-
ticular, is a valuable technique since it is easily accessible and offers good sensitiv-
ity and selectivity, along with the possibility of time-resolved studies. 
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 The operation timescale of molecular machines [point (5)] can range from micro-
seconds to seconds, depending on the type of rearrangement and the nature of the 
components involved. 

 Finally, as far as point (6) is concerned, the functions that can be performed by 
exploiting the movements of the component parts in molecular machines are various 
and, to a large extent, still unpredictable. It is worth to note that the mechanical move-
ments taking place in molecular-level machines, and the related changes in the spec-
troscopic and electrochemical properties, usually obey binary logic and can thus be 
taken as a basis for information processing at the molecular level. Artifi cial molecular 
machines capable of performing logic operations have been reported (Balzani  2003  ) .    

    2   Natural Systems 

 In the last few years, much progress has been made in elucidation of the moving 
mechanisms of motor biomolecules, owing to the fact that – in addition to the estab-
lished physiological and biochemical methods – novel in vitro techniques have been 
developed which combine optical and mechanical methods to observe the behavior 
of a single protein. 

 The most important and best-known natural molecular motors are adenosine 
triphosphate (ATP) synthases, myosin, and kinesin  (     2003 ; Schliwa and Woehlke 
 2003  ) . An ATP synthase is the ubiquitous enzyme that manufactures ATP and is a 
rotary motor (Boyer  1993 ; Walker  1998  ) . The enzymes of the myosin and the kine-
sin families are linear motors that move along polymer substrates (actin fi laments 
for myosin and microtubules for kinesin), converting the energy of ATP hydrolysis 
into mechanical work (Frey  2002 ; Vale and Milligan  2000  ) . Motion derives from a 
mechanochemical cycle, during which the motor protein binds to successive sites 
along the substrate in such a way as to move forward on average. 

 Several other biological processes are based on motions, including protein fold-
ing/unfolding. Another example is RNA polymerase, which moves along DNA 
while carrying out transcription, thus acting as a molecular motor. A short and sim-
plifi ed description of ATP synthase, myosin, and kinesin is reported below. 

    2.1   ATP Synthase 

 This enzyme consists of two rotary molecular motors attached to a common shaft, 
each attempting to rotate in the opposite direction. The F 

1
  motor uses the free energy 

of ATP hydrolysis to rotate in one direction while the F 
0
  motor uses the energy 

stored in a transmembrane electrochemical gradient to turn in the opposite direction. 
Which motor “wins” (i.e., develops more torque) depends on cellular conditions. 
When F 

0
  takes over, which is the normal situation, it drives the F 

1
  motor in reverse 

whereupon it synthesizes ATP from its constituents, adenosine diphosphate (ADP) 
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and inorganic phosphate, P 
 i 
 . When F 

1
  dominates, it hydrolyzes ATP and drives the 

F 
0
  motor in reverse, turning it into an ion pump that moves ions across the mem-

brane against the electrochemical gradient. The mechanochemistry of ATP synthase 
has been studied in great detail (Boyer  1993 ; Rastogi and Girvin  1999 ; Stock et al. 
 1999 ; Oster and Wang  2000 ; Ren and Allison  2000 ; Seelert et al.  2000 ; Bustamante 
et al.  2001 ; Frey  2002 ;  2003 ; Schliwa and Woehlke  2003  )  and new structural infor-
mation continues to appear (Rondelez et al.  2005  ) . 

 This enzyme consists of two principal domains (Fig.  2 ). The asymmetric mem-
brane-spanning F 

0
  portion contains a proton channel, and the soluble F 

1
  portion 

contains three catalytic sites which cooperate in the synthetic reactions. The cata-
lytic region is made up of nine protein subunits with the stoichiometry 3 a :3 b :1 g :1 d :1 e , 
approximating to a fl attened sphere, 10 nm across and 8 nm high. The fl ow of pro-
tons through F 

0
  generates a torque, which is transmitted to F 

1
  by an asymmetric 

shaft, the  g -subunit. This subunit acts as a rotating “cam” within F 
1
 , sequentially 

releasing ATPs from the three active sites. The free energy difference across the 
inner membrane of mitochondria and bacteria is suffi cient to produce 3 ATPs per 12 
protons passing through the motor.  

 As mentioned above, the F 
0
 F 

1
 –ATP synthase is reversible, i.e., the full enzyme 

can synthesize or hydrolyze ATP; F 
1
  in isolation, however, can only hydrolyze it. The 

spinning of F 
1
 –ATP synthase, i.e., the rotary motor nature of this enzyme, was fi rst 

  Fig. 2    Schematic representation of the structure of F 
0
 F 

1
 –ATP synthase. See text for details. 

Reproduced by permission from Balzani et al.  2003        
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proposed more than 10 years ago (Boyer  1993  )  and directly observed (Noji et al. 
 1997 ; Mehta et al.  1999  )  by attaching a fl uorescent actin fi lament to the  g  subunit as 
a marker. Further data on motor rotation were obtained from other experiments car-
ried out on single molecules of ATP synthase (Yasuda et al.  1998,   2001 ; Montemagno 
and Bachand  1999 ; Sambongi et al.  1999 ; Itoh et al.  2004 ; Rondelez et al.  2005  ) .  

    2.2   Myosin 

 The term myosin refers to at least 14 classes of proteins, each containing actin-based 
motors  (  2003 ; Schliwa and Woehlke  2003  ) . Myosin is composed of two large heads, 
containing a catalytic unit for ATP hydrolysis, connected to a more or less long tail. 
Myosin-II provides the power for all our voluntary motions (running, walking, lifting, 
etc.) as well as for involuntary muscles (e.g., beating heart). In muscle cells, many 
myosin-II molecules combine by aligning their tails, staggered one relative to the 
next. Muscle cells are also fi lled with cables of actin, which are used as a ladder on 
which myosin climbs. The head groups of myosin extend from the surface of the 
resulting fi lament like bristles in a bottle brush. The bristling head groups act indepen-
dently and provide the power to contract muscles. They reach from the myosin fi la-
ment to a neighboring actin fi lament and attach to it. Breakage of an ATP molecule, 
then, forces the myosin head into a radically different shape. It bends near the center 
and drags the myosin fi lament along the actin fi lament. This is the power stroke of 
muscle contraction. In a rapidly contracting muscle, each myosin head may stroke fi ve 
times a second, each stroke moving the fi lament about 10 nm. The working stroke of 
myosin-II was observed (Finer et al.  1994 ; Reconditi et al.  2004  )  by optical methods. 
These experiments, however, could not resolve a number of issues, such as the motor 
mechanism, which are still the subject of extensive investigations. 

 Unlike myosin-II, myosin-V is a processive motor, i.e., it moves progressively 
along its actin track, transporting organelles. In order to take consecutive steps along 
the actin fi lament without dissociating, the two heads must operate in a coordinated 
manner, but the mechanism has been controversial. Two models have been postu-
lated: the “hand-over-hand” model, in which the two heads alternate in the lead 
(akin to human walking), and the “inchworm” model, in which the heads shuffl e 
along one behind the other, with one of the two always leading. Recent detailed 
studies (Forkey et al.  2003 ; Molloy and Veigel  2003 ; Yildiz et al.  2003  )  strongly 
support a hand-over-hand mechanism of motility, and not an inchworm model.  

    2.3   Kinesin 

 Kinesin is a processive two-headed motor protein which moves along microtubule 
tracks. It transports a variety of cargo, including membranous organelles, mRNA, 
intermediate fi laments, and signaling molecules. Models for the motility cycles of 
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kinesin were elaborated (Endow and Higuchi  2000 ; Kikkawa et al.  2001 ; Svoboda 
et al.  1993 ; Visscher et al.  1999 ;  2003 ; Schliwa and Woehlke  2003  )  and the move-
ment of single-kinesin molecules on microtubule tracks under variable loads and 
ATP concentrations was studied. A puzzling problem is the mechanism of directed 
motion along tracks that do not exhibit any chemical or electrical gradient. As for 
myosin-V, a hotly debated question (Hua et al.  2002  )  is whether the two heads of 
kinesin move in a hand-over-hand or in an inchworm manner. High-resolution fl uo-
rescence microscopy experiments (Yidiz et al.  2004  )  provided strong evidence in 
favor of the hand-over-hand model. Even if the intimate mechanism of the move-
ment is not yet known, the fact remains that kinesin molecules generate force and 
transport cargo unidirectionally.   

    3   Artifi cial Systems 

    3.1   Rotary Motors 

 Artifi cial molecular rotary motors are systems capable of undergoing unidirectional 
and repetitive rotations under the action of external energy inputs. The construction 
of molecular rotary motors poses several challenges particularly because it is diffi -
cult to satisfy the unidirectional rotation requirement. At present, artifi cial rotary 
motors have only been obtained by exploiting a C=C isomerization reaction in care-
fully designed hindered chiral alkenes (Sect.  3.1.1 ), but we also include the descrip-
tion of the chemically driven unidirectional rotation in helicene–triptycene 
compounds and of surface-mounted molecular rotors. 

    3.1.1   Rotary Motors Powered by Light Energy 

 Photochemical  trans–cis  isomerization around a carbon–carbon double bond is a 
well-know reversible reaction (Balzani and Scandola  1991  ) . Exploitation of this 
photochemical reaction in a suitably designed compound which contains hindering 
substituents and stereogenic centers led to a photoinduced unidirectional rotary 
motion (Koumura et al.  1999  ) . 

 In the alkene  1  shown in Fig.  3 , each one of the two helical subunits linked by a 
double bond can adopt a right-handed ( P ) or a left-handed ( M ) helicity. As a result, 
a total of four stereoisomers are possible for this compound. The  cis – trans  photoi-
somerization reactions are reversible and occur upon irradiation at appropriate 
wavelengths. By contrast, the inversions of helicities while maintaining a  cis  or a 
 trans  confi guration occur irreversibly under the infl uence of thermal energy. Upon 
irradiation ( ³ 280 nm, 218 K) of a solution of ( P , P )- trans - 1  (Fig.  3a ), a mixture of 
( P , P )- trans - 1  and ( M , M )- cis - 1  is obtained in a ratio of 5:95 (Fig.  3b ). By warming 
the solution up to 293 K, ( M , M )- cis - 1  interconverts irreversibly to ( P , P )- cis - 1  
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(Fig.  3c ). Subsequent irradiation ( ³ 280 nm) of the solution produces a mixture of 
( P , P )- cis - 1  and ( M , M )- trans - 1  in a ratio of 10:90 (Fig.  3d ). Upon increasing the 
temperature further (333 K), ( M , M )- trans - 1  interconverts irreversibly to the original 
isomer ( P , P )- trans - 1 . Thus, a sequence of light- and heat-induced isomerizations 
can be exploited to move this molecular rotor in one direction only. Indeed, when 
( P , P )- trans - 1  is irradiated ( ³ 280 nm) at a high temperature (293 K), a clockwise 
360° rotation occurs and therefore the motor exhibits autonomous behavior. The 
overall process can be followed by monitoring the changes in the circular dichroism 
spectra. The unidirectional motion in this system is dictated by the stereogenic cen-
ters associated with the two methyl substituents. More recently, this molecular 
motor was redesigned to improve its performance, (Ter Wiel et al.  2003  )  and the 
structure was modifi ed so that the motor can be powered by visible instead of UV 
light (Van Delden et al.  2003  ) . Furthermore, it was shown that unidirectional rota-
tion can be controlled by a single stereogenic center (Koumura et al.  2000  ) .   

  Fig. 3    Light-driven unidirectional rotation of the two helical subunits of compound  1 . Reproduced 
by permission from Balzani et al.  2003        
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    3.1.2   Toward a Chemically Driven Rotary Motor 

 An important step toward the realization of a chemically powered molecular motor is 
the unidirectional rotation illustrated in Fig.  4  (Kelly et al.  1999,   2000  ) . Compounds 
 2a  and  2b  are two of the three low-energy rotamers about the axle connecting the 
triptycene and helicene components. Rotamer  2a  is activated by reaction with phos-
gene to give isocyanate  3 , which is chemically “armed” to react with the OH group in 
the hydroxypropyl tether attached to helicene. However, in the rotational ground state  3 , 
the isocyanate and the OH group are too far apart to interact. However, at those instants 
when a clockwise rotation of the triptycene (not possible with a comparable counter-
clockwise rotation) brings the isocyanate and the OH group suffi ciently close to react 
(see  4 ), urethane formation can then result ( 5 ), irreversibly trapping the triptycene in 
a relatively high energy conformation around the triptycene/helicene axle. Ambient 
thermal energy then drives the exergonic, but very slow, unidirectional rotation from 
 5  to  6    . Finally,  6  is cleaved to  2b , thereby completing the chemically driven rotation 
of  2a  to  2b . Admittedly, after this proof of principle, much work has still to be done to 
obtain a system that can undergo a full, continuous, and fast rotation.   

    3.1.3   Other Systems 

 It was shown (Raehm et al.  1999 ; Kern et al.  2000 ; Poleschak et al.  2004  )  that in suit-
ably designed rotaxanes the pirouetting-type movements of the ring around the axle 
can be electrochemically driven. Similarly, controlled pirouetting of the interlocked 

  Fig. 4    Sequence of events causing unidirectional rotation of 120° in a triptycene/helicene system 
powered by phosgene as a chemical fuel. Adapted by permission from Balzani et al.  2003        
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macrocycles in catenanes can be obtained (see Sect.  3.3 ). Other candidates for the 
construction of artifi cial rotary motors are double-decker compounds (Shinkai et al. 
 2001  )  and the surface-mounted molecular rotors whose rotational motion can be 
controlled with the tip of a scanning tunneling microscope (Zheng et al.  2004  ) .   

    3.2   Molecular Shuttles 

 Rotaxanes are minimally made of an axle-type molecule surrounded by a macrocy-
clic (ring) component (Sauvage and Dietrich-Buchecker  1999  ) . Bulky groups (stop-
pers) placed at the ends of the axle prevent the disassembly of the components that 
are therefore interlocked during the synthesis. Because of their peculiar structure, 
at least two interesting molecular motions can be envisaged in rotaxanes, namely, 
(1) rotation of the macrocyclic ring around the axle and (2) translation, i.e., shuttling 
(Anelli et al.  1991  ) , of the ring along the axle. Hence, rotaxanes are good prototypes 
for the construction of both rotary and linear molecular motors. 

 The axle and ring components usually exhibit some kind of interaction originat-
ing from complementary chemical properties, which is also exploited in the 
template-directed synthesis of such systems. In rotaxanes containing two different 
recognition sites in the axle component, it is possible to switch the position of the 
ring between the two “stations” by an external stimulus. Systems of this type, 
termed molecular shuttles, constitute indeed the most common implementation of 
the molecular motor concept with rotaxanes. 

    3.2.1   Molecular Shuttles Powered by Chemical Reactions 

 The fi rst example of a chemically driven molecular shuttle was reported in 1994 
(Bissell et al.  1994  ) . Since then, many molecular shuttles relying on chemical stim-
ulation have been described in the literature (Balzani et al.  2000a  ;   2003 ;  2001a,   b ; 
Elizarov et al.  2002 ; Tseng et al.  2003 ; Keaveney and Leigh  2004 ; Leigh and Perez 
 2004  ) . One of the best systems in terms of switching and stability is compound  7  3+  
shown in Fig.  5  (Ashton et al.  1998  ) . It is made of an axle component containing an 
ammonium (AMH) and an electron acceptor bipyridinium (BPM) unit that can 
establish hydrogen-bonding and electron donor-acceptor interactions, respectively, 
with the ring component, which is a crown ether with electron-donor properties. An 
anthracene moiety is used as a stopper because its absorption, luminescence, and 
redox properties are useful to monitor the state of the system. Since the N + –H···O 
hydrogen bonding interactions between the macrocycle and the ammonium center 
are much stronger than the electron donor-acceptor interactions of the macrocycle 
with the BPM, the rotaxane exists as only one of the two possible translational iso-
mers (Fig.  5a , state 0). Deprotonation of the ammonium center with a base (Fig.  5b ) 
causes 100% displacement of the macrocycle by Brownian motion to the BPM unit 
(Fig.  5c , state 1); reprotonation with an acid (Fig.  5d ) directs the macrocycle back 
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onto the ammonium center. Such a switching process was investigated in solution 
by nuclear magnetic resonance (NMR) spectroscopy and by electrochemical and 
photophysical measurements (Ashton et al.  1998  ) . Recently, the kinetics of ring 
shuttling were also studied in detail by stopped-fl ow spectroscopic experiments 
(Garaudée et al.  2008  ) . The full chemical reversibility of the energy supplying acid/
base reactions guarantees the reversibility of the mechanical movement, in spite of 
the formation of waste products. Notice that this system could be useful for infor-
mation processing since it is a bistable system and can exhibit a binary logic behav-
ior. It should also be noted that, in the deprotonated rotaxane, it is possible to 
displace the ring from the bipyridinium station by destroying the donor–acceptor 
interaction through reduction of the bipyridinium station. Therefore, in this system, 
mechanical movements can be induced by two different types of stimuli (acid base 
and electron hole).   

    3.2.2   Molecular Shuttles Powered by Electrical Signals 

 A good example of an electrochemically driven molecular shuttle is rotaxane  8  
reported in Fig.  6 . It consists of a benzylic amide macrocycle that surrounds an axle 
featuring two hydrogen-bonding stations, namely, a succinamide (SA) and a naph-
thalimide (NI) unit, separated by a long alkyl chain (Brouwer et al.  2001 ; Altieri 
et al.  2003  ) . Initially, the ring resides onto the SA station (Fig.  6a ) because the NI unit 
is a much poorer hydrogen-bonding recognition site. Electrochemical reduction of 
the NI unit to the radical anion species can be carried out at −1.40 V versus the satu-
rated calomel electrode (Fig.  6b ). Since the naphthalimide anion is a much stronger 
hydrogen-bonding station compared to the succinamide, thermal fl uctuations drive 
the ring from the latter to the former station (Fig.  6c ). Successive electrochemical 
oxidation (−0.90 V) of the naphthalimide anion back to the neutral state (Fig.  6d ) is 

  Fig. 5    Schematic representation of the operation of the acid/base-controllable molecular shuttle 
 7  3+ . Adapted by permission from Balzani et al.  2003        
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followed by ring shuttling to the original SA station. The occurrence of these processes 
was demonstrated by cyclic voltammetric experiments and confi rmed by fl ash pho-
tolysis. Additionally, these techniques provided information on the dynamics of ring 
shuttling. Other kinds of electrochemically driven molecular shuttles have been 
reported (Balzani et al.  2000a  ;   2003 ;  2001a,   b ; Tseng et al.  2004  ) .   

    3.2.3   Molecular Shuttles Powered by Light Energy 

 The design and construction of molecular shuttles powered exclusively by light 
energy is a fascinating yet challenging subject. Rotaxane  9  6+  (Fig.  7 ) was specifi cally 
designed to achieve photoinduced ring shuttling. This compound is made of the elec-
tron donor macrocycle R, an axle component which contains a ruthenium(II) poly-
pyridine complex (P) as one of its stoppers, a  p -terphenyl-type rigid spacer (S), a 
4,4 ¢ -bipyridinium unit (A 

1
 ), and a 3,3 ¢ -dimethyl-4,4 ¢ -bipyridinium unit (A 

2
 ) as elec-

tron accepting stations, and a tetraarylmethane group as the second stopper (T). The 
stable translational isomer of rotaxane  9  6+  (state 0) is the one in which the R compo-
nent encircles the A 

1
  unit, in keeping with the fact that this station is a better electron 

acceptor than the other one. The strategy devised in order to obtain the photoinduced 
abacus-like movement of the R macrocycle between the two stations A 

1
  and A 

2
 , 

illustrated in the bottom part of Fig.  7 , is based on the following four operations. 

    (a)     Destabilization of the stable translational isomer : Light excitation of the photo-
active unit P (process 1) is followed by the transfer of an electron from the 
excited state to the A 

1
  station, which is encircled by the ring R (process 2), with 

the consequent “deactivation” of this station; such a photoinduced electron 
transfer process has to compete with the intrinsic decay of *P (process 3).  

    (b)     Ring displacement : The ring moves by Brownian motion (process 4) from the 
reduced A 

1
  station to A 

2
  (state 1), a step that has to compete with the back electron 

  Fig. 6    Schematic representation of the operation of the electrochemically driven molecular shuttle  8        
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transfer process from A  
1
  −   (still encircled by R) to the oxidized photoactive unit, 

P +  (process 5).  
    (c)     Electronic reset : A back electron transfer process from the “free” A  

1
  −   station to 

P +  (process 6) restores the electron acceptor power to the A 
1
  station.  

    (d)     Nuclear reset : As a consequence of the electronic reset, back movement of the 
ring by Brownian motion from A 

2
  to A 

1
  takes place (process 7).     

 The crucial point for such a mechanism is indeed the favorable competition 
between ring displacement (process 4) and back electron transfer (process 5). 
The rate constants of the relevant electron transfer processes were measured by 

  Fig. 7    Structural formula of the rotaxane  9  6+  ( top ) and schematic representation of its operation as 
an autonomous “four-stroke” linear nanomotor powered by light ( bottom )       
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laser fl ash photolysis (Ashton et al.  2000  ) . Detailed time-resolved  spectroscopic 
investigations (Balzani et al.  2006  )  have shown that in acetonitrile at room tem-
perature the ring shuttling rate is one order of magnitude slower than the back 
electron transfer. Hence, the absorption of a visible photon can cause the occur-
rence of a forward and back ring movement (i.e., a full cycle) without generation 
of waste products, but with low (around 2%) quantum effi ciency. In any instance, 
rotaxane  9  6+  can be considered as an autonomous “four-stroke” linear nanomotor 
powered by visible light. Interestingly, since the shuttling mechanism is based 
solely on intramolecular processes, there are no limitations of principle to the 
operation at the single-molecule level. 

 An interesting light-driven molecular shuttle confi ned to the surface of a metal 
electrode, based on the  trans – cis  photoisomerization of azobenzene, was reported 
(Willner et al.  2001  ) . In this peculiar optoelectronic system, optical information is 
transduced by a mechanical shuttling to an electronic signal. Other types of light-
controlled molecular shuttles have been reported in the literature (Balzani et al. 
 2000a   ;  2001b ; Balzani et al.  2003 ; Abraham et al.  2004 ; Wang et al.  2004  ) .   

    3.3   Systems Based on Catenanes 

 Catenanes are chemical compounds consisting minimally of two interlocked 
 macrocycles (Sauvage and Dietrich-Buchecker  1999  ) . When one of the two rings 
carries two different recognition sites, then the opportunity exists to control the 
dynamic processes in a manner reminiscent of the controllable molecular shuttles. 
By switching  off  and  on  again the recognition properties of one of the two recogni-
tion sites of the nonsymmetric ring by means of external energy stimuli, it is indeed 
possible to induce conformational changes that can be simply viewed as the rotation 
of the nonsymmetric ring. 

 An example of such a behavior is offered by the catenane  10  4+  shown in Fig.  8  
(Asakawa et al.  1998 ;    Balzani et al.  2000b ). This compound is made of a symmet-
ric tetracationic ring containing two electron acceptor BPMs and a nonsymmetric 
ring comprising two different electron donor units, namely, a tetrathiafulvalene 
(TTF) group and a 1,5-dioxynaphthalene (DMN) unit. Since the TTF unit is by far 
a better electron donor than the DMN one, the thermodynamically stable confor-
mation of the catenane is that in which the symmetric ring encircles the TTF unit 
of the nonsymmetric one (Fig.  8a , state 0). On electrochemical oxidation in solu-
tion, the TTF unit loses its electron donor power and acquires a positive charge 
(Fig.  8b ). As a consequence, it is expelled from the cavity of the tetracationic ring 
and is replaced by the neutral DMN unit (Fig.  8c , state 1). At this stage, subsequent 
reduction restores the TTF unit (Fig.  8d ) and the system goes back to its original 
conformation. A variety of techniques, including cyclic voltammetry, were employed 
to characterize the system. This compound was incorporated in a solid-state device 
that can be potentially used for random access memory (RAM) storage (   Collier 
et al.  2000 ; Luo et al.  2002  ) .  
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 A clever strategy to obtain the light-driven rotation of the molecular rings in a 
catenane was reported (Mobian et al.  2004  ) . Catenane  11  2+  (Fig.  9a , State 0) is 
essentially a ruthenium(II) complex designed in order that visible excitation in ace-
tonitrile solution leads to the formation of metal-centered dissociative excited states 
which, in turn, cause the decoordination of the bipyridine (BPY) ligand. As a result, 
the rings mutually rotate to give the structure shown in Fig.  9b  (state 1). Simple 
heating regenerates the starting complex, with both reactions (decoordination/reco-
ordination) being quantitative. The overall process was monitored by NMR and 
UV–vis spectroscopy.  

  Fig. 8    Redox-controlled ring rotation in catenane  10  4+        

  Fig. 9    Photochemically and thermally induced motions taking place in catenane  11  2+        

 

 



88 S. Silvi and A. Credi

 It should be pointed out that in the catenane systems described above repeated 
switching between the two states does not need to occur through a full rotation. In 
fact, because of the intrinsic symmetry of the system, both the movement from the 
state 0 to the state 1 and that from the state 1 to the state 0 can take place, with equal 
probabilities, along a clockwise or anticlockwise direction. A full (360°) rotation 
movement, which would be much more interesting from a mechanical viewpoint, 
can only occur in ratchet-type systems, i.e., in the presence of asymmetry elements 
which can be structural or functional in nature (Ballardini et al.  2001a,   b ; Balzani 
et al.  2003  ) . This idea was implemented with a carefully designed catenane by rely-
ing on a sequence of photochemical, chemical, and thermally activated processes 
(Hernández et al.  2004  ) . NMR spectroscopy was employed to characterize the sys-
tem. A clever, albeit complex, way to obtain a unidirectional full rotation in a cat-
enane made of three interlocked macrocycles was also devised (Leigh et al.  2003  ) . 
Other examples of molecular motors based on catenanes can be found in the litera-
ture (Balzani et al.  2000a,   b,   2003 ;  2001b ; Abraham et al.  2004 ; Wang et al.  2004  ) .  

    3.4   Systems Based on DNA 

 The DNA molecule is not only the repository of genetic heritage, but also a very 
interesting engineering material for nanotechnology (Niemeyer  1997,   2000  ) . 
Moreover, it can be used for computation (Adleman  1994  ) . Tweezers and other 
types of nanomachines based on conformational changes in DNA molecules have 
been described in the past few years (Mao et al.  1999 ; Yurke et al.  2000 ; Li and Tan 
 2002 ; Yan et al.  2002  ) . DNA-based motors exhibiting autonomous behavior have 
also been reported (Chen and Mao  2004 ; Chen et al.  2004 ; Yin et al.  2004  ) . In some 
of these systems and in the biped device described in the next section, DNA strands 
play the dual role of structural components and fuel. 

    3.4.1   A DNA Biped Walking Device 

 This complex device (Fig.  10 ) consists of two components: a “track” comprising 
three “stations” and two leg components, connected by fl exible linkers, walking on 
the track (Sherman and Seeman  2004  ) . Each station of the track and each leg of the 
biped terminate with single-stranded DNA portions, called footholds (A, B, and C) 
and feet (1 and 2), respectively, that are available to pair with complementary strands 
of DNA. The sequences of the feet and footholds have been carefully selected to 
minimize complementarities between them. A foot attaches to a foothold when a set 
strand S complementary  to both  is added to the solution. Each of these linking 
strands has an 8-base overhand or “toehold” which is not complementary to any of 
the feet or footholds. The toehold allows the set strand to be removed by pairing 
with a successively added unset strand U and the system is designed so that after the 
unset procedure all the unset strands and the set strands with which they are paired 
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can be removed from the solution. The operation of the biped is illustrated in Fig.  10 . 
At the beginning (a), the strand set S1A links the foothold A with the foot 1, and the 
set strand S2B links the foothold B with the foot 2. The fi rst step consists of releas-
ing the foot 2 from the foothold B, which is obtained by introducing in the solution 
the unset strand U2B which binds to the toehold of S2B (b) followed by branch 
migration that results in the complete hybridization of S2B with U2B (c). Once the 
foot 2 has been freed from the foothold B, it is free to be set to the foothold C by the 
appropriate set strand S2C (d). At this stage, the foot 1 can be freed from the foot-
hold A by the appropriate unset strand U1A (e) and set to the foothold B by the 
appropriate set strand S1B (f). The state of the system is observed by taking an ali-
quot of the solution and exposing it to UV light that causes a crosslink reaction. 
Subsequent analysis by denaturation allows to establish which feet were attached to 
which footholds. Because of the relatively short lengths of the fl exible linkers that 
connect the two legs, the biped moves by an “inchworm” mechanism.    

  Fig. 10    Cartoon representation of a full step of a DNA biped walking device       
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    3.5   Other Systems 

    3.5.1   A Molecular Muscle 

 An exciting development in the fi eld of artifi cial linear molecular motors was the 
construction of a rudimentary molecular-scale muscle (Jiménez-Molero et al.  2000, 
  2002  ) . The idea started from the topology of a rotaxane dimer which, if suitably 
designed, can undergo contraction and stretching movements, as schematized in 
the box of Fig.  11 . The synthesized system (Fig.  11 ) is a rotaxane dimer,  12  2+ , that 
contains two copper(I) metal ions and two identical ring-and-axle components. 
Each of these components consists of a macrocyclic ring containing a bidentate 
phenanthroline unit, an axle containing a bidentate phenanthroline (PHEN), a ter-
dentate terpyridine (TPY), and a bulky stopper unit. Each one of the two Cu(I) 
metal ions present in the rotaxane dimer is coordinated to two bidentate chelates 
since Cu(I) prefers a four-coordination arrangement. Under these conditions, the 
system is “extended” (Fig.  11a , state 0; length 8.3 nm, estimated from molecular 
models). Upon electrochemical oxidation of Cu(I), it was expected that the system 
contracts since Cu(II) prefers a fi ve-coordination arrangement and therefore should 
be surrounded by a bidentate and a terdentate ligand. This change in the coordina-
tion environment, in fact, had been previously observed for rotaxanes and cat-
enanes of the same family (Dietrich-Buchecker et al.  2003  ) . In the case of  12  2+ , 
however, electrochemical oxidation had no effect and contraction could be obtained 
only by chemical extraction of Cu(I) with a large excess of cyanide ions (Fig.  11b ) 
and successive remetalation of the free ligand with zinc(II) ions (Fig.  11c , state 1). 

  Fig. 11    Schematics of the extension–contraction motion in a rotaxane dimer ( top left box ) and the 
contraction of  12  2+  upon demetalation and remetalation with Zn(II) ions       
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The transformation of the contracted  13  4+  species – whose length was estimated to 
be 6.5 nm – to the extended  12  2+  one could be obtained by addition of Cu(I) ions in 
acetonitrile/dichloromethane solution.   

    3.5.2   A Molecular Elevator 

 The structural and functional features of the acid base-controllable molecular shut-
tle described in Sect.  3.2.1  were employed to design and construct a two-component 
molecular device,  14  9+  (Fig.  12 ), that behaves like a nanometer-scale elevator (Badjic 
et al.  2004  ) . This nanomachine, which is ca. 2.5 nm in height and has a diameter of 
ca. 3.5 nm, consists of a trifurcated rig-like component containing two different 
notches – one AMH and one BPM – at different levels in each of its three legs. The 
latter are interlocked by a molecule made up of three crown ether macrocycles fused 
trigonally to a central aromatic fl oor; such a platform can be made to stop at the two 
different levels. The three legs of the rig carry bulky feet that prevent the loss of the 
platform. Initially, the platform resides exclusively on the “upper” level, i.e., with 
the three macrocycles surrounding the ammonium centers (Fig.  12a , state 0). This 
preference results from strong N + –H···O hydrogen bonding and weak stabilizing 
 p – p  stacking forces between the aromatic cores of the platform and rig components. 
Upon addition of a strong, non-nucleophilic phosphazene base to an acetonitrile 
solution of  14  9+ , deprotonation of the ammonium center occurs and, as a result, the 
platform moves to the “lower” level, that is, with the three macrocycles surrounding 
the BPM (Fig.  12b , state 1). This structure is stabilized by electron donor–acceptor 
interactions between the electron-rich aromatic units of the platform and the elec-
tron-defi cient BPM of the rig component. Subsequent addition of acid restores the 
AMH, and the platform moves back to the upper level. The elevator motion, which 
can be followed by NMR spectroscopy, electrochemistry, and absorption and fl uo-
rescence spectroscopy, is quantitative and can be repeated many times on the same 
solution. The distance traveled by the platform is about 0.7 nm, and from thermody-
namic considerations it can be estimated that the elevator movement from the upper 

  Fig. 12    Chemical formula and operation scheme of a molecular elevator       
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to lower level could in principle generate a force of up to 200 pN, one order of mag-
nitude higher than that developed by myosin and kinesin  (  2003 ; Schliwa and 
Woehlke  2003  ) .  

 It should be noted that the acid base-controlled mechanical motion in  14  9+  can 
lead to interesting functions, such as the opening and closing of a large cavity and 
the control of the positions and properties of the bipyridinium legs. Since this behav-
ior can be used to control the uptake and release of a guest molecule from the nano-
elevator, it is of interest for the development of drug delivery systems.    

    4   Hybrid Systems 

 Recent scientifi c advances in molecular biology, supramolecular chemistry, and 
nanofabrication techniques have opened up the possibility of building functional 
hybrid devices based on natural motors. One long-term objective of this research is 
to utilize the fi nest attributes associated with the worlds of both biological and syn-
thetic materials for the creation of nanomechanical systems that are powered by 
biological motors (Xi et al.  2005  ) . 

 Hybrid molecular shuttle systems based on kinesin and microtubules (Sect.  2.3 ) 
were constructed (Hess et al.  2004  )  by using two different approaches: either the 
microtubules are fi xed to a surface and kinesin is moving similar to cars moving on 
a highway and transporting kinesin-coated objects (Limberis and Stewart  2000  )  or 
the kinesin is bound to the surface and the microtubules are propelled by the kinesin 
analogous to a linear motor (Hess et al.  2001  ) . An interesting application of the 
second technique is a statistical approach to surface imaging using fl uorescent 
microtubules moving as probe robots across a surface coated with kinesin (Hess 
et al.  2002  ) . 

    4.1   Light-Driven Production of ATP Within an Artifi cial 
Photosynthetic Membrane 

 A multicomponent molecular system (tetrad) specifi cally designed to achieve pho-
toinduced charge separation was vectorially incorporated in the bilayer membrane 
of a liposome. It was demonstrated (Steinberg-Yfrach et al.  1997  )  that, by visible 
light irradiation of this system under proper experimental conditions, protons were 
pumped into the liposome from the outside water solution. In principle, such a pro-
ton-motive force generated by photons can be utilized to perform mechanical work. 
This result was beautifully achieved (Steinberg-Yfrach et al.  1998 ; Gust et al.  2001  )  
by incorporating F 

0
 F 

1
 –ATP synthase, with the ATP-synthesizing portion extending 

out into the external aqueous solution in liposomes containing the components of 
the proton-pumping photocycle. Irradiation of the membrane with visible light leads 
to the charge separation process that causes proton translocation with generation of 
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a proton-motive force. On accumulation of suffi cient proton-motive force, protons 
fl ow through the F 

0
 F 

1
 –ATP synthase, with the formation of ATP from ADP and P 

 i 
  

(see Sect.  2.1 ). 
 The above-described system is the fi rst complete biomimetic one which effec-

tively couples electrical potential derived from photoinduced electron transfer to the 
chemical potential associated with the ADP–ATP conversion, thereby mimicking 
the entire process of bacterial photosynthesis. It constitutes a synthetic biological 
motor that, in principle, can be used to power anything which requires a proton 
gradient or ATP to work, or even future nanomachines. It might also be advanta-
geous to use artifi cial, light-driven systems to produce ATP in order to carry out 
enzymatic reactions in the absence of interfering biological materials and without 
the need of living cells (Gust et al.  2001  ) .  

    4.2   A Hybrid Nanomechanical Device Powered by ATP Synthase 

 An interesting nanomechanical device was obtained by coupling nanofabrication 
techniques with biochemical engineering of a motor protein (Soong et al.  2000  ) . 
Such nanomechanical device consists of three elements, namely: nanofabricated 
substrates of nickel posts, each 50–120 nm in diameter and 200-nm high; F 

1
 –ATP 

synthase molecules, specifi cally modifi ed for selective interface with the nano-
fabricated structures, nanofabricated Ni rods (150 nm in diameter and 750–1,500-
nm long). The F 

1
 –ATP synthase molecules were attached to the Ni 2+  of partially 

oxidized Ni posts using histidine tags introduced into the  b -subunits (Bachand 
et al.  2001  ) . Streptavidin was bound to the biotin residue on the  g -subunit tip, and 
the Ni nanorods, coated with biotinylated histidine-rich peptides, were then 
attached to the substrate-mounted F 

1
 –ATP synthase motors through a biotin–

streptavidin linkage. Rotation of the nanopropellers, which was observed in a 
fl ow cell with a CCD camera, was initiated by addition of ATP and inactivated by 
addition of NaN 

3
 , an F 

1
 –ATP synthase inhibitor. Although only 5 of 400 total 

observed propellers were found to rotate probably because of incorrect assembly 
of the components, these experiments demonstrate the possibility to integrate 
biomolecular motors with nanoengineered systems to produce nano- or micro-
mechanical machines. From a chemical point of view, however, it should be 
noted that this device, unlike that described in Sect.  4.1 , does not contain any 
artifi cial active component.   

    5   Conclusion and Perspectives 

 The results described here show that, by taking advantage of careful incremental 
design strategies of the tools of modern synthetic chemistry, of the paradigms of 
supramolecular chemistry, as well as of inspiration by natural systems, it is possible 
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to produce compounds capable of performing nontrivial mechanical movements 
and exercising a variety of different functions upon external stimulation. 

 In the previously mentioned address to the American Physical Society (Feynman 
 1960a,   b  ) , R. P. Feynman concluded his refl ection on the idea of constructing molec-
ular machines as follows: “What would be the utility of such machines? Who 
knows? I cannot see exactly what would happen, but I can hardly doubt that when 
we have some control of the rearrangement of things on a molecular scale we will 
get an enormously greater range of possible properties that substances can have, and 
of different things we can do.” This sentence, pronounced in 1959, is still an appro-
priate comment to the work described in this chapter. The results achieved enable to 
devise future developments, which are under investigation in our laboratory: (1) the 
design and construction of more sophisticated artifi cial molecular motors and 
machines; (2) the use of such systems to do tasks, such as molecular-level transpor-
tation, catalysis, and mechanical gating of molecular channels; and (3) the possibil-
ity of exploiting their logic behavior for information processing at the molecular 
level and, in the long run, for the construction of chemical computers. 

 It should also be noted that the majority of the artifi cial molecular motors devel-
oped so far operate in solution, that is, in an incoherent fashion and without control 
of spatial positioning. The solution studies of complicated chemical systems, such 
as molecular motors and machines, are indeed of fundamental importance to under-
stand their operation mechanisms; moreover, for some use (e.g., drug delivery), 
molecular machines have to work in liquid solution. In this regard, it should be 
recalled that motor proteins operate in, or at least in contact with, an aqueous solu-
tion. However, it seems reasonable that, before artifi cial molecular motors and 
machines can fi nd applications in many fi elds of technology, they have to be inter-
faced with the macroscopic world by ordering them in some way. The next genera-
tion of molecular machines and motors need to be organized at interfaces, deposited 
on surfaces, or immobilized into membranes or porous materials (Álvaro et al.  2003 ; 
Cavallini et al.  2003 ; Long et al.  2003 ; Cecchet et al.  2004 ; Flood et al.  2004 ; 
Hernandez et al.  2004 ; Huang et al.  2004 ; Katz et al.  2004  )  so that they can behave 
coherently and can be addressed in space. Indeed, the preparation of modifi ed elec-
trodes represents one of the most promising ways to achieve this goal. 

 Apart from more or less futuristic applications, the extension of the concept of 
motor and machine to the molecular level is of interest not only for the development 
of nanotechnology, but also for the growth of basic research. Looking at molecular 
and supramolecular species from the viewpoint of functions with references to 
devices of the macroscopic world is indeed a very interesting exercise, which intro-
duces novel concepts into chemistry as a scientifi c discipline.      
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    1   Introduction 

 Cells in our body are in intimate contact with the extracellular matrix (ECM), the 
substratum in which cells live. The ECM is composed of proteins, glycoproteins 
and proteoglycans that are arranged in tissue-specifi c structures. Cells form adhe-
sions to the ECM via integrins, transmembrane proteins that interact with specifi c 
amino acid sequences found within the proteins that make up the ECM (for exam-
ple, the arginine-glycine-aspartic acid, RGD, sequence). These adhesions are one 
way the cell interacts with its environment. The cell can infl uence the physical 
arrangement of the ECM through these adhesions and the cell itself can be infl u-
enced through the adhesions. When cells migrate, they extend psuedopods (fi lipo-
dia) from the main body of the cell. Gustafson and Wolpert have made striking 
observations of psuedopods on the order of 500 nm extending from the body of a 
cell (sea urchin mesenchymal cells) to explore and probe the surrounding environ-
ment (Gustafson and Wolpert  1999  ) . This exploration by the cells appears to happen 
randomly with psuedopods sweeping the surface until a point of stable contact is 
made. Cell movement then occurs in the direction of the contact through retraction 
of the attached psuedopod. This apparent exploration by cells of their surround-
ings has led researchers to develop scaffolds that provide cues to the cells as they 
migrate across its surface. Finding the exact cues that will cause the cells to make a 
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preferential adhesion to the surface has been one of the major endeavors for tissue 
engineers over the last decade. Chemical and physical cues are the two most widely 
studied modifi cations that are made to the surface of a material. One of the most 
diffi cult tasks is determining the role played by each of these treatments and fi nding 
the proper balance between them for optimal cell attachment and growth. Physical 
cues, artifi cially created on the surface of a material, alone have been shown to sig-
nifi cantly affect organization of cells in culture through the phenomenon of contact 
guidance (Hanarp et al.  1999  ) . This has been demonstrated in both two-dimensional 
and three-dimensional cultures with artifi cial tissues being created that are strik-
ingly similar in both appearance and function to natural tissues (Deutsch et al.  2000 ; 
Norman and Desai  2005  ) . The key to recapitulating tissue organization and function 
in vitro may lie in the ability to recreate the cells’ ECM environment. 

 The ECM has considerable topographic detail at the nanometer scale. It has been 
very well established that micrometer-size features on a culture surface can affect 
parameters such as migration, adhesion and morphology independent of biochemi-
cal cues presented to the cells (Rahul Singhvi  1994  ) . Further evidence of topo-
graphic control of cellular growth, independent of biochemical modulation, was 
shown by growing bovine aortic endothelial cells on polymer casts of the suben-
dothelial ECM (Goodman et al.  1996  ) . Polyurethane casts of the subendothelial 
ECM of arteries and veins showed fi delity of feature replication down to 50 nm. 
After several days of culture on the cast, cells appeared more similar to those in 
native arteries than cells cultured on untextured surfaces. Obviously, the nanometer-
size features of the ECM alone can go a far way to recreating in vivo cellular 
characteristics. 

 As tissue engineers, all size scales of a scaffold must be considered when engi-
neering an artifi cial tissue: the superstructure, the overall shape of the scaffold; the 
microstructure, the cellular-level structure of the surface; and the nanostructure, the 
subcellular-level structure of the surface. The fi rst two levels of this hierarchy have 
been very well studied over the years and methods for controlling them are well 
established. The nanoscale structure and its infl uence on cells, however, is less well 
understood, yet just as important as the levels above it. When cells are cultured 
outside the body on a polymeric scaffold, or any one of a variety of materials used 
as substrates for a biomedical device or implant, often, only the macro- and 
microscale features are considered. However, the nanoscale features of all of these 
materials may greatly affect, for better or worse, the culture in question. The inher-
ent nanotopography encountered by the cells on such materials is most likely differ-
ent from that found in their native environment and may provide physical cues that 
lead to less than desirable growth and function. 

 Understanding the architectural make-up of the ECM and how it infl uences the 
cells in contact with it will allow scientists and engineers to design materials that 
mimic what the cells “see” when they explore their native environment. Researchers 
are now looking to see if and how domains of nanometer-size variations in topogra-
phy of the ECM affect the cells growing on them. Investigative studies into the nano-
scale topography of basement membranes from different species (including human) 
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and different tissues have shown varied and rich nanoscale topography with features 
ranging from only a few to hundreds of nanometers (Yamasaki et al.  1990 ; Shirato 
et al.  1991 ; Kubosawa and Kondo  1994 ; Abrams et al.  2000a,   b,   2002,   2003  ) . 
A variety of methods have been used to study tissue samples including atomic 
force microscopy (AFM), transmission electron microscopy (TEM) and scanning 
electron microscopy (SEM). The basement membranes were found to be a composed 
of a complex arrangement of fi bers and pores that result in a landscape rich in three-
dimensional features. These features match the size scale of a cell’s processes that 
explore its environment and the adhesion sites it makes with the ECM. Modeling of 
the surface of the macaque corneal epithelium basement membrane preformed by 
Abrams et al. shows an amplifi cation of surface area for cell interactions of 400% 
over fl at culture surfaces (Abrams et al.  2000a  ) . This large increase in surface area 
for cell–matrix interactions to take place could have a large infl uence on the abilities 
of cells to attach and migrate to the surface of the ECM. 

 The use of AFM has allowed for the quantifi cation of feature height, frequency and 
overall roughness of the basement membrane. This is important because many micro 
and nanofabrication techniques are designed to create features of specifi ed height and 
frequency. With many techniques it is now possible to recreate the cells natural envi-
ronment at a scale equivalent to that which an individual cell would experience. For 
example, chemical etching of materials to control the nanoscale roughness of a sur-
face is a technique that is being widely investigated for studying nanotopography and 
its effects on cellular behavior. These studies have led to the engineering of surfaces 
for in vitro culture that display the same type of nanoscale topography to cells as 
found in vivo (Fan et al.  2002 ; Thapa et al.  2003 ; Pattison et al.  2005  ) . 

 What type of topographical features to create and the technique used to create 
them will depend on the tissue type and what aspect of cellular growth needs to be 
modulated. Determining the appropriate factors will involve a detailed study of the 
physical environment of the tissue in question as well as creating model surfaces to 
study the effects on living cells. The types of nanotopographical features that can be 
created on materials fall into two main categories: unordered topographies and 
ordered topographies. Unordered topographies are typically those which spontane-
ously occur during processing. Examples of such topographies can be made using 
techniques such as polymer demixing, colloidal lithography and chemical etching. 
Surfaces patterned in this manner tend to give features that are random in orienta-
tion and organization with imprecise or no control over feature geometry. These 
techniques, however, are usually simpler, quicker and less costly than the more 
complex equipment and processes needed to create ordered topographies. Ordered 
topographies are those which can be created with techniques like photolithography 
and electron beam lithography. These methods allow the creation of prescribed pat-
terns that are well ordered and geometrically precise. However, they usually require 
very expensive equipment and a high level of expertise. The value of an ordered 
topography over an unordered topography was investigated by Curtis et al.  (  2001  ) . 
In their experiment, surfaces of various nanoscale ordered patterns were created 
using electron beam lithography, and surfaces with nanoscale unordered patterns 
were created using colloidal lithography. Rat epitonon fi broblasts showed higher 
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level of adhesion to the surface with an unordered pattern than to that of both planar 
surfaces and ordered surfaces. The surfaces with the ordered patterns had even 
lower levels of adhesion than fl at surfaces. It is clear from studies such as this that 
not only must size and shape of the features be considered by the bioengineer when 
designing a scaffold but also the technology used must be carefully considered. 

 What follows is a review of several applications of engineered cellular environ-
ments that are designed to either recreate native tissue architecture or control the 
environment of cells so they may better survive in vivo transplantation. In all of 
these cases, the engineering of the environment is used to allow cells to grow and 
function in a manner that they would in vivo. Micro- and nanotechnology play an 
important role in the fabrication of all of these environments. The techniques 
employed either provide the cells with a natural ECM environment so the cells can 
interact with it yet control the organization of this environment to force cells to take 
on natural tissue patterns, or they create nanoscale conduits (pores) to control the 
movement of molecules in and out of the cells’ environment.  

    2   Nanoporous Alumina Membranes for Bone 
Tissue Engineering 

 The success of orthopedic implants depends on the native bone tissue making and 
retaining stable fi xation to the implant. A better understanding of the events that 
take place at the bone–material interface is needed in order to engineer materials 
that will promote an interfacial layer between tissue and implant with adequate 
healing and biomechanical properties. Materials that promote osseointegration can 
help speed the healing process and strengthen the bone–implant interface. 

 Alumina, a synthetically produced amphoteric aluminum oxide Al 
2
 O 

3
 , is a scaf-

fold material that is biocompatible and has current applications in orthopedic and 
dental implants. Nanoscale features in bone have led to taking materials such as alu-
mina and patterning them with features of the same size scale. It is hoped that this 
may lead to better integration into the host bone as well as improved biocompatibil-
ity. Nanoporous alumina has received much attention for its use in bone tissue engi-
neering. The use of nanoporous alumina stems from the idea that the feature size 
matches that of the inorganic particles in bone. Swan, et al. have produced porous 
alumina membranes with pore sizes ranging from 30 to 80 nm created using a two-
step anodization process (Fig.  1 ) (Swan et al.  2005a  ) . These membranes were fabri-
cated from aluminum sheeting with a process adapted from Gong et al.  (  2003  ) . The 
aluminum is coated on one side with butyl acetate. This acts as a protective barrier 
during the anodization process (Fig.  1a ). The fi rst step in making the pores is the 
creation of dimples on the uncoated surface of the aluminum. Anodization occurs in 
a glass chamber where the aluminum sheet acts as the anode and platinum foil acts 
as the cathode. Both the aluminum sheet and the platinum are suspended from elec-
tronic leads into a bath of 0.25 M oxalic acid, which acts as the electrolyte. This step 
creates an oxide layer on the aluminum surface. The resultant pore size can be 
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controlled by controlling the DC-voltage applied to the leads. There is a theoretical 
linear relationship between the voltage and the pore diameter of 1.29 V/nm. The next 
step in the process involves etching the aluminum sheet in a solution of 4% chromic 
acid and 8% phosphoric acid. The sheet is etched until the entire oxide layer is 

  Fig. 1    ( a ) Flow diagram of the steps involved in creating nanoporous alumina membranes. ( b ) SEM 
of a nanoporous alumina scaffold. Average pore size is 89 ± 12 nm. Anodization voltage was 60 V         
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removed. This process creates a periodic concave pattern on the surface. These 
concavities act as the nucleation sites for the pores that are created in the second anod-
ization and etching step. The second anodization is a repeat of the fi rst anodization to 
deposit an even layer of alumina on the surface of the sheet. After this anodization, the 
protective polymer layer is stripped from the backside to expose the aluminum and the 
sheet is soaked in a mixture of copper chloride and hydrochloric acid. The etching 
removes the exposed aluminum and exposes the alumina layer beneath. The fi nal step 
is to remove the alumina layer deposited in the second anodization process. This is 
done by placing a few drops of 10% phosphoric acid on the alumina surface and 
allowing it to soak until the pores are exposed. The SEM image of a nonporous alu-
mina scaffold produced using the above outline process is shown in Fig.  1b .  

 Human fetal osteoblasts were cultured on the nanoporous membranes and their 
adhesion, proliferation, performance and ECM production were monitored. These 
alumina nanoporous scaffolds were found to increase osteoblast adhesion over non-
porous membranes. Adhesion and proliferation were increased for up to 4 days of 
culture (Popat et al.  2005  )  while matrix production was increased for 4 weeks of 
culture. Further modifi cation of the porous membranes was achieved by immobiliz-
ing RGDC moieties onto the alumina (Swan et al.  2005b  ) . The addition of this pep-
tide sequence did not clog the pores and increased osteoblast adhesion as well as 
matrix production 2 days into culture. The introduction of nanopores changes what 
the cells sense as they grow on the surface. How individual cells are interacting with 
the nanoporous membrane is of particular importance. Scanning electron micros-
copy of osteoblasts growing on the nanoporous membranes shows that cells extend 
processes into the nanopores (Fig.  2 ). The cells appear to be exploring their environment 

  Fig. 2    An osteoblast on a nanoporous alumina membrane extends processes into the pores       
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with particular interest in the pores. It is possible the cells are trying to migrate into 
the material through extending fi liopdia into the pores or the pores provide a more 
attractive anchoring site than the fl at surfaces of the membrane.  

 Taken together, these results suggest that the osteoblasts are reacting to the nano-
pores by anchoring themselves faster and more strongly to the membranes that 
have pores. The pores themselves are at a scale comparable to cellular extensions, 
and the in growth of extensions into the membrane pores suggest that osseointegra-
tion could be enhanced by creating nanopores on prosthetic implant surfaces.  

    3   Cardiac Tissue Engineering on Microfabricated Membranes 

 One of the major challenges in engineering tissues is mimicking the complex cel-
lular organizations and functions of the native tissues of the human body. Tissue 
structure and function are very highly interrelated in most cases. The cellular and 
macromolecular organization of the tissue often brings about mechanical and bio-
logical functionality. For example, it is the circumferential arrangement of smooth 
muscle fi ber layers that allows for change in the caliber of the lumen of blood ves-
sels (Fawcett  1986  ) ; the wickerwork pattern of collagen fi bers in the skin give it 
mechanical strength (   Alberts et al.  1994  ) ; and the end-to-end connections and paral-
lel arrangement of myocytes allow the ventricle to contract as a unit and eject blood 
(Sommer  1995  ) . Without proper cellular organization, an artifi cial tissue does not 
function adequately. 

 In order to recapitulate cardiac myocyte structure and function in vitro, microtex-
tured silicone substrates were designed to induce the natural end-to-end, parallel 
arrangement of myocytes. The substrates were designed to have rows of micropegs 
(5  m m high), parallel groves (5  m m wide) or a combination pattern where the pegs 
were spaced within the grooves. These cardiac tissue-tailored substrates were pro-
duced through a series of photolithography and microfabrication techniques. Neonatal 
rat ventricular myocytes (NRVM) were plated on these substrates and compared to 
those on nontextured substrates. NRVM displayed an increase in myofi brillar height 
and decrease in cell area that did not affect the stoichiometry of the myofi brillar pro-
teins. The microtopography did elicit microenvironmental remodeling of proteins that 
mechanically attach the cell to its surroundings. Cells on nontextured surfaces ended 
in long non-striated cables while those on pegged substrates ended in sarcomeric stria-
tions at the vertical face of the pegs. Expression of focal adhesion proteins, such as 
vinculin and paxillin, were decreased on combination surfaces as compared to nontex-
tured substrates (Motlagh et al.  2003b  ) . Through the use of the microgrooved surface 
topography, it was possible to orient the cardiac myocytes in vitro. The addition of 
microgrooves increased the end-to-end cell–cell contact and the expression of both 
N-cadherin (mechanical) and connexin43 (electrical) junctions reminiscent of appear-
ance in the intact neonatal heart (Fig.  3 ) (Motlagh et al.  2003a  ) .  
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 One important area of cardiac tissue engineering is the control of fi broplasia 
(excessive fi broblast growth) in primary cultures of cardiac myocytes. Neonatal rat 
ventricular fi broblasts (NRVF) were cultured on the microtextured surfaces to deter-
mine how the topography of the substrate infl uences the fi broblast population. Cell 
proliferation decreased markedly on microtextured membranes as measured by cell 
counts and Western blotting of cyclin D1. Myocyte to fi broblast ratios are higher on 
microprojections, due to reduced proliferation of fi broblasts (Boateng et al.  2003  ) . It 
was also determined that the mechanisms underlying these responses depend upon 
focal adhesion stabilization by use of a Rho kinase inhibitor (Y27632) to decrease 
NRVF mobility. It is hypothesized that cells sense the reactive forces on attachment 
to the micropeg. These forces are transferred from the membrane to the cytoskeleton, 
which leads to blockage of proliferation, which in turn matures them. 

 By examining the organizational pattern of the ventricular mycoytes in vivo, a 
substrate was fabricated that was tailored to control cellular and subcellular organi-
zation in vitro. The cells were able to recognize variations in the substrate architec-
ture and to internalize these forces localized to small parts of the cell membrane in 
order to infl uence protein organization and to effect genetic expression leading to 
more natural growth.  

    4   Three-Dimensional Scaffolds for Tissue Engineering 

 The importance of culturing cells in three-dimensional (3D) artifi cial matrices to 
mimic the body’s own ECM is becoming more apparent. The third dimension has 
numerous advantages for cells (Powell  2005  ) . Cells show a more life-like gene 
expression profi le and subcellular architecture when grown in three-dimensional 
instead of conventional fl at two-dimensional (2D) surfaces (Cukierman et al.  2001 ; 
Pedrotty et al.  2005 ; Powell  2005  ) . 

  Fig. 3    Orientation of neonatal cardiac myocytes grown on grooved surfaces mimic that found in 
intact neonatal heart.  Left , growth on non-textured surface.  Center , growth on grooved surface; 
 corner inset  presents a three-dimesional diagram of a grooved substrate.  Right , frozen section from 
an intact neonatal heart. Confocal fl uorescence images show electrical gap junction connexin43 
protein ( green ), actin fi laments ( red ) and nuclei ( blue )       
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 Three-dimensional matrices have also provided new insight into tissue organization 
and more accurate models for pathogenesis than traditional 2D culture techniques, 
such as Petri dishes. Work done studying human breast cancer has shown the impor-
tance of moving from traditional, nonphysiological 2D systems to 3D ones. Culture of 
human breast epithelial cells in collagen gels has demonstrated the ability of the cells 
to re-express their in vivo organization and differentiation, and recapitulate histology. 
These studies also allowed for the identifi cation of previously unknown phenomena at 
many different levels; cell–cell interactions, gene expression and ECM affects on cel-
lular organization and polarity which were not present in traditional 2D cultures 
(Bissell et al.  2002,   2003 ; Gudjonsson et al.  2003  ) . Three-dimensional gel culture sys-
tems also facilitate natural, complex 3D tissue development in vivo. Co-cultures of 
human umbilical-vein epithelial cells and 10T1/2 mesenchymal cells in collagen-
fi bronectin gels when implanted into mice developed a 3D branching network of tubes 
that connected with the mouse’s own vasculature and became perfused (   Koike et al. 
 2004  ) . Arteriolar and venular patterns of blood fl ow were observed in the construct 
and the new vessels responded naturally to local administration of a vasoconstrictor. 
The use of 3D gels has also been shown to provide an improved environment for dif-
ferentiation of embryonic stem cells. Chondrogenic differentiation of embryoid bodies 
in polyethylene glycol (PEG) based gels in comparison to monolayer cultures showed 
induction of chondrocytic phenotype and upregulation of cartilage relevant markers 
(Alhadlaq and Mao  2004  ) . Histological analysis demonstrated basophilic ECM depo-
sition characteristic of neocartilage (Hwang et al.  2005  ) . It is clear that providing cells 
with the cues present in a 3D environment is essential to creating complex engineered 
tissue systems. 

 The most common way of creating a 3D cell culture is to suspend cells in Type I 
collagen. This provides not only physical support but also a natural biochemical and 
physical environment for the cells to interact with. Other natural gels such as gelatin 
and Matrigel (a commercially available basement membrane) or synthetic gels such 
as PEG are also commonly used. These gels can provide a nanotopgraphy to cells 
that is similar to what they would naturally fi nd in vivo (Abrams et al.  2000a  ) . This has 
the advantage of infl uencing individual cells to grow in a more natural manner. 
Unfortunately, cellular organization in three dimensions of cell populations is not 
possible with these traditional 3D scaffolds because many of the factors infl uencing 
tissue morphogenesis are still unknown, and in an isolated system, it is not possible to 
recreate the entire dynamic physical and biochemical milieu with which a developing 
or healing organ would be supplied. However, if an engineered ECM can be provided 
with natural details at the scale with which individual cells can interact, with the ECM 
still properly ordered at a larger scale, it may be possible to build a tissue or organ in 
the proper manner without going through the entire developmental or healing process. 

    The traditional manner of seeding cells into a 3D gel is to mix the cells into a pre-
polymer solution in order to disperse them through the matrix. Then the polymer is 
cured to entrap the cells and provide form to the construct. Alternatively, the cells 
may be placed on the surface of a cured polymer matrix into which they can then 
migrate. These methods of seeding, however, provide little to no control over 
the resultant cellular organization. Therefore, a technique is needed to move from 
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 creating unorganized groups of cells to a 3D-engineered tissue with a high degree of 
organization at the level of individual cells (Fig.  4 ). A scaffold that could induce 
proper cellular organization in the x, y and z directions would allow for the construc-
tion of artifi cial tissues that recapitulate the properties of the natural counterpart.  

 It has been shown that arrays of microgrooves on culture surfaces can organize 
monolayers of cells in the direction of the pattern. This was accomplished by taking 
advantage of the phenomena of contact guidance that has been shown to provide con-
trol over the organization of cells in two-dimensional cultures (Dunn and Heath  1976  ) . 
Contact guidance has been demonstrated to have an infl uence with many different cell 
types including fi broblasts (den Braber et al.  1998  ) , cardiac myocytes (Deutsch et al. 
 2000  ) , smooth muscle cells (Sarkar et al.  2005  ) , neurons (Degenaar et al.  2001  )  and 
bone marrow cells (Matsuzaka et al.  2003  ) . All of these studies have shown that sur-
face topography plays an important role in cellular organization. The texture of the 
surface has also been shown to have signifi cant infl uence on fi broblast adhesion and 
proliferation (van Kooten et al.  1998  ) . These observations led us to design an extension 
of this system that would provide similar control over organization in three dimen-
sions. A three-dimensional artifi cial tissue system was created that has organization at 
the cellular level similar to that which would be found in a native in vivo system. 

 The design of the scaffold is a microfabricated 3D array of deep, parallel chan-
nels that is integrated into the interior of a collagen matrix. The ordered pattern of 
polydimethylsiloxane (PDMS) acts as a skeleton to guide the cells growing in the 
collagen matrix (Fig.  5 ). The channels are created in PDMS using standard photoli-
thography and soft lithography techniques. A collagen gel seeded with fi broblasts is 
then molded around the PDMS skeleton and the entire construct is cultured under 
standard cell culture conditions. By using the natural collagen matrix to suspend the 
cells, the cells are provided with an ECM environment that is similar to what would 
be found in the body while the PDMS internal skeleton provides a physical barrier 
that the cells respond to by organizing in relation to the channels.  

 Cellular parameters varied signifi cantly between control gels and scaffolds. Of 
most interest was the orientation of the cells in relation to the scaffold. Control gels, 

  Fig. 4    Schematic showing the lack of control provided by current scaffolding techniques and the 
type of control needed for true tissue engineering. ( Left ) Cells are mixed into the matrix or ( Center ) 
cells are seeded on top of the matrix. Neither of these approaches provides control over cellular 
organization. ( Right ) Cells show a precise, controlled 3D organization in the matrix. This is not 
possible with current scaffolding techniques. Cells are represented by  gray ovals        
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which contain no internal skeleton to provide contact guidance, allowed cells to 
grow randomly throughout the gel. No underlying organizational pattern is observed. 
With the addition of an internal scaffold to control cell migration, the organization 
of the cells becomes strikingly clear. The cells were shown to be highly aligned with 
the pattern of the scaffold at every level in which they appeared within the three-
dimensional construct as seen by confocal fl uorescence microscopy (Fig.  6b ). While 
this system was used as a model for making a composite scaffold that can guide cell 
growth, it does have physiological relevance to tissue systems such as tendon and 
muscle which have similar cellular organization. In addition, cell morphology was 
found to differ in the scaffolds, where cells were longer and thinner than those 
grown in control gels. This is presumed to be because of their interaction with the 
PDMS skeleton. It is still unclear how the cells are interacting with the PDMS walls 
of the scaffold. They may be treating it as a surface and growing along it as if they 
were on a fl at, 2D culture turned on its side. The reduction in the observed minor 
axis and the increased spread in the major axis may be indicative of the cell fl at-
tening and spreading on the wall. In this case, this skeleton could provide further 
surface area for nanoscale modifi cation for the cells to interact with.  

 As it is, the fusion of a scaffold with a precisely defi ned architecture with a 
matrix that can support cell growth led to an engineered construct that takes on a 
three-dimensional organization not possible with standard 3D culture techniques. 
Further work needs to be done in order to assess how differing scaffold and matrix 
parameters affect the cells. One area of particular interest is the use of biodegrad-
able polymers to replace the PDMS of the scaffold. PDMS serves as a model sys-
tem, but once the cells proliferate and organize, it would be desirable to remove the 
internal scaffold. This could be accomplished with the use of a biodegradable poly-
mer designed to degrade at some point after the cells organize. Also, the incorpora-
tion of pores into the PDMS skeleton could allow better diffusion of nutrients to 
cells. This should be done without disrupting the architecture of the pattern itself as 
to not lose the control over organization provided. Methods for accomplishing this 
are addressed in the next segment. 

  Fig. 5    Schematic showing desired effects of using an internal scaffold to control three-dimen-
sional cellular organization in a matrix. ( Left ) The PDMS scaffold design. ( Right ) The pattern of 
cellular organization created using this design       
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 Success with controlling the organization of individual cells within a three-
dimensional population could lead to the engineering of superstructures of cells that 
more closely resemble those of the human body. The PDMS/collagen gel composite 
technique we have employed, however, can allow for complex three-dimensional 
patterns to be created for engineering virtually any tissue where organization of the 
cells relative to each other is important. 

 Another very active area of three-dimensional tissue engineering research is in 
the development of a tissue-engineered, small-diameter (<6 mm) vascular graft. 
One of the most diffi cult aspects of the vasculature to recreate in biological con-
structs has been the strength of native vessels to withstand the physiological pres-
sures. The medial layer of blood vessel is composed of multiple layers of smooth 
muscle cells arranged in alternating spiral layers (Rhodin  1980  ) . The organization 
of ECM proteins, such as collagen and fi bronectin and elastin, also play an impor-
tant role in vessel strength and integrity. The medial layer provides the strength, 
elasticity and contractility to the vessel. The patterning of the medial layer is one 
aspect that has never been investigated in artifi cial constructs. It is believed that this 
distinct architecture plays a role in the function of the medial layer of the vessel. 

  Fig. 6    ( a ) Random orientation of cells grown in a gel without scaffolding capability (control gel, 
 left ) and their patterned orientation when grown in a scaffolded gel ( right ). ( b ) Confocal fl uores-
cence microscopy  z -sections (1  m m apart) though a portion of a control ( top ) and scaffolded 
( bottom ) gel       
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 Since the medial layer has a distinct three-dimensional architecture that changes 
from cell layer to cell layer, a different method of building up the multilayer tissue 
needs to be used from that described previously. Each cell layer has its own arrange-
ment in relation to the others. Within each layer, however, the cells are organized in 
parallel rows so that they are all running in the same direction (Fig.  7 ). This is a 
common organizational motif that has been studied using microfabricated channels 
in substrates for cell monolayers. In order to build up the three-dimensional archi-
tecture that could lead to an engineered, small-diameter blood vessel with proper 
strength and functionality, these individual layers can be stacked on top of 
each other to build a medial layer with the proper number of layers and helical 
pitch between layers. The ability to control the number of layers as well as the pitch 
between layers is important because it is known that the pitch and thickness can 
change between vessels found in different tissues.  

 To control smooth muscle cell (SMC) organization PDMS scaffolds were cre-
ated with parallel running channels. Channel widths of 20, 50 and 80  m m were 
investigated to determine an optimal width. The depth of the grooves was kept at 
5  m m. This depth is shallow enough to infl uence a monolayer of cells. The effects of 
such a pattern on the organization of SMCs and their subcellular components, such 
as F-actin fi laments, had never been investigated. 

  Fig. 7    A schematic of the smooth muscle cell organization in the medial layer of elastic arteries 
as proposed by Rhodin  (  1980  ) . Each layer ( a – c  shows an end on view of the vessel) is arranged in 
a spiral pattern ( top ) that if unrolled would show the cells organized in parallel strips ( bottom ). By 
layering the sheets and rolling into a cylinder, the herringbone pattern of vascular smooth muscle 
cells in the vessel can be recreated ( d )       
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 All channel widths investigated aligned the SMCs in relation to the pattern. 
Quantifi cation of the alignment showed 95% alignment on the microfabricated sub-
strates. The aspect ratio (the ratio of the long axis of the cell to the short axis) was 
signifi cantly different on each of the channel widths. Cells on the thinnest channels had 
an aspect ratio (~14) comparable to SMCs found in vivo. Immunofl uorescence staining 
also showed a highly aligned F-actin network in the cells. Smooth muscle cells grown 
on fl at PDMS substrates had no organization and had very unordered F-actin networks. 
This is very important because alignment of the actin cytoskeleton is required for direc-
tional contraction. By aligning the network of actin fi laments throughout the popula-
tion of cells, the entire unit will act to contract in a single direction (Fig.  8 ).  

 An important part of these stacked membranes will be the ability for nutrients to 
diffuse in through the layers and cellular waste to diffuse out so the cells in interior 
layers can survive. In traditional scaffolds, where the volume of the scaffold is made 
from one piece of material instead of being built up layer by layer, diffusion of 
nutrients to the center of the scaffold is accomplished through a porous network in 
the material. Without creating a porous network between the layers in the stacked 
membranes, the patterned cells in the interior of the construct will die due to inad-
equate nutrient supply. Creating this porous network will require creating holes in 
the membranes that will act as the pores. The topography of the membranes, how-
ever, is the key to organizing the cells in the appropriate manner. Disruption of 
the surface topography with pores could lead to a loss in cell patterning. The pores 

  Fig. 8    Rhodamine-phalloidin staining of the F-actin of SMCs on a PDMS substrate. Area 1 is 
patterned with 48- m m wide channels. Area 2 is unpatterned. The  white arrows  indicate the border 
between the two surfaces. The actin in the cells in area 1 have a high order of alignment while those 
on area 2 have a random network of actin fi laments that are not organized as a population       
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need to be incorporated into the membranes without disrupting the microscale 
topography. By creating nano-size pores, the feature size of the pores is reduced 
several orders of magnitude below that of the surface pattern. 

 To create polymer-based nanoporous scaffolds that are surface patterned at the 
microscale, a melt molding technique with the biopolymer poly-caprolactone (PCL) 
was chosen (Sarkar et al.  2006  ) . Melt molding the PCL to a master transfers the 
surface pattern of channels to the PCL membrane. PCL typically has no pores when 
processed through melting techniques, however. Pores need to be incorporated into 
the PCL during this melt molding process. Common methods to introduce porous 
networks into polymer membranes include leaching of salts and sugars, phase sepa-
ration and free-drying. These techniques create pores with sizes in the tens of 
micrometers which would disrupt the pattern created on the surface of the PCL 
membrane and inhibit cellular organization in the desired pattern. To create nanometer-
size pores, polylactic-co-glycolic acid (PLGA) nanospheres were created that could 
be incorporated into the PCL before melt molding and then solvent leached out of 
the fi nal membrane before seeding with cells. The nanospheres are created using a 
double emulsion-solvent evaporation technique modifi ed from Panyam et al.  (  2003  ) . 
This process creates spheres with an average diameter of 370 nm. The nanospheres 
are mixed into the PCL prior to melt molding. The higher melting temperature of 
PLGA in comparison to PCL leaves the nanospheres intact during the melt molding 
process (Fig.  9 ). After the PCL is pattered and cooled, the nanospheres are leached 
from the scaffold in a sodium hydroxide solution. The voids left by the nanospheres 

  Fig. 9    Confocal laser scanning microscopy 3D rendering of PCL-patterned scaffold containing 
PCL nanospheres mixed into at a ratio of 4:1 PCL:PLGA spheres. Texas Red was mixed into the 
PLGA during the emulsion process in order to visualize them       
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create a network of interconnected pores that allow diffusion through the membrane 
but does not disrupt the micropattern on the surface. Cells still react to the micro-
topography of the scaffold and align with the parallel channels. By comparison, 
when porous PLGA membranes were created using sodium bicarbonate crystals as 
the leachant, a disrupted surface pattern was generated on which the SMCs were no 
longer able to align (Fig.  10 ).   

 Micropatterning of scaffolds has been an important technique for tissue engineers 
to create controlled environments for cells in vitro in order to recreate their in vivo 
structure and function. With the new techniques presented here for creating three-
dimensional tissue constructs, it is possible to control aspects such as porosity of the 
material without disrupting the physical cues with which the cells need to interact. 
Moving to the nanoscale to create pores now allows scientists and engineers to gain 
control over another size scale in the hierarchy of engineered tissues.  

    5   Nanoporous Capsules for Immunoprotection 
of Insulin Producing Cells 

 Controlling the nanoscale features of materials is not only important for creating 
surfaces for cells to grow on. Working at the nanometer size range means we are 
working at the size of individual molecules of importance to life. If we can control 
individual biomolecules through the intelligent engineering of materials, it may be 
possible to treat diseases in a manner not currently possible. 

 For a person suffering from Type I diabetes, the most widely used treatment is 
the daily injection of insulin. The use of injectable insulin has many problems for 
the patient including compliance, discomfort, inconvenience, and the fact that self 

  Fig. 10    The image (SEM) on the  left  shows a membrane that has had nanopores incorporated into 
the PCL. The image (SEM) on the  right  shows a membrane that has had pores created through 
sodium bicarbonate leaching. The membrane on the  left  shows an intact pattern while the mem-
brane on the  right  shows considerable disruption of the pattern       
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administered insulin cannot match the natural response of insulin producing cells to 
food intake, exercise and stress. While whole organ (pancreas) and islet transplants 
are an alternative, as with any transplantation scenario, the need far outweighs the 
availability of supply of donor organs. As well, the patient would need to undergo a 
lifelong immunosuppressive regime. An alternative method under investigation is 
the transplantation of xenogenic or allogenic insulin producing cells sequestered in 
a device that could act like an artifi cial pancreas. This artifi cial organ would be 
made of biocompatible materials in which insulin producing cells will live and 
function normally. The device would be implanted into a patient in order to provide 
continuous insulin control through interaction with the body’s biochemical signals. 
The device itself should be engineered to house and protect the cells from the host’s 
immune system thereby negating the need for immunosuppressive drugs. 

 The success of a tissue-engineered construct when transplanted into a living 
being will depend foremost on the response it elicits from the host’s immune sys-
tem. Immune rejection of the construct is due to antibody recognition of foreign 
antigens present on either the cells or the scaffold material (if biological materials 
are used). Researchers have attempted to overcome this recognition of foreign anti-
gens by creating immunoisolation devices to house the engineered tissue construct. 
These devices block antibodies from getting at the transplanted cells by creating a 
physical barrier to diffusion into the scaffold. The key to these immunoisolation 
devices is to block antibodies from entering but allow nutrients in and wastes and 
cellular products, most specifi cally insulin, out. To do this, porous materials (e.g. 
polymers) have been investigated as size-selective barriers. The problem with these 
materials, however, is that they usually exhibit a range of pore sizes that do not 
adequately block all antibodies. Also, these materials typically have distances of 
100–200  m m over which molecules must diffuse in order to enter or leave the encap-
sulation device. These relatively large diffusion distances can severely hinder the 
dynamic response of cells to changing conditions in the body. For immunoprotec-
tion, a well-controlled pore size is needed and for dynamic control of insulin levels, 
as thin a barrier as possible between the host and the cells is desired. Microfabrication 
and nanofabrication technology has allowed for the construction of thin membranes 
with precisely controlled pore size and distribution. 

 Nanoporous capsules with 5  m m thick membranes and uniform pore dimensions 
and pores sizes down to 7 nm were developed for islet cell transplantation using 
bulk and surface micromachining techniques (Leoni and Desai  2004  ) . Studies with 
these capsules have shown that cell viability and functionality were not compro-
mised by the encapsulation (Desai et al.  2004  ) . The porous membranes of these 
capsules were shown to provide suffi cient insulin and glucose diffusion for nutrient 
exchange for the encapsulated cells. These membranes also showed an almost com-
plete deselection of immunoglobulin G (IgG), the most abundant immunoglobulin 
in the body, over extended periods of time. In vivo studies done on rats with encap-
sulated insulinoma cells showed a reversal in diabetes and normal blood glucose 
levels over 2 weeks (total encapsulation time was 14 days). 

 Capsules with porous membranes created via the two-step anodization process 
used to create the bone-cell scaffolds are also being used for encapsulating insulin 
producing cells (La Flamme et al.  2005  ) . This process creates pores of a slightly 
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larger diameter and thicker membranes than the multistep micromachining techniques 
described in Leoni and Desai  (  2004  ) ; however, they still have more precise pores 
and thinner membranes than polymeric devices (Fig.  11 ). Capsules with membranes 
containing 75-nm pores effectively passed glucose and hindered the passage of IgG. 
The diffusion coeffi cients of glucose and IgG through the membranes were 1.58E-
06 cm 2 /s and 4.09E-10 cm 2 /s, respectively. The diffusion of glucose is comparable 
to other encapsulation devices while the diffusion of IgG is signifi cantly lower than 
with other encapsulation devices (Burczak et al.  1994 ; Leoni and Desai  2001  ) . To 
determine the functionality of insulin producing cells in the capsule, the capsule 
(75 nm pores) was fi lled with insulinoma cells suspended in a collagen gel. The 
cells in the capsule were starved of glucose for approximately 24 h to bring insulin 
production to basal levels. The capsules were then placed in a perfusion chamber 
and the cells were exposed to a step-increase in glucose in the perfusion media. 
A resultant release of insulin from the capsules was observed indicating that the 
glucose enters the capsule from the outside environment and the cells can respond 
to the glucose by releasing insulin, which then diffuses out of the capsule into the 
surrounding environment. Changes in applied glucose concentrations were also 

  Fig. 11    A nanoporous capsule for encapsulating insulin producing cells       

  Fig. 12    Response of a nanoporous capsule encapsulated insulionma cells to alternating low and 
high ( center ) glucose concentrations       
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seen to elicit relative changes in insulin release. High levels of glucose in the 
 surrounding media produced higher levels of insulin release from the encapsulated 
cells than low levels of glucose. A step increase from low to high concentration of 
glucose causes increased release of insulin with a slight delay during which time it 
is assumed the cells are adjusting insulin production and release to the change in 
glucose levels (Fig.  12 ).    

    6   Concluding Remarks 

 In the future, integration of smart capabilities into these devices could turn them 
into complete biosensing and therapeutic platforms. Sensors to monitor cell via-
bility, glucose and insulin levels and controlled release of agents to promote angio-
genesis and biocompatibility or reduce fi brotic tissue formation around the implant 
would improve the ability of the implant to interact with the body. Also, the ability 
to transmit information outside the body so doctors can monitor the device would 
be attractive additions. 

 It is clear that the engineering of viable, active tissues and organs requires control 
over the environment in which the cells are going to be grown. Using techniques to 
image, quantify and model the environment that cells are exposed to in vivo is lead-
ing researchers to engineer that environment using a variety of micro and nanofab-
rication techniques. Using microtechnology, control over surface structures provides 
researchers with a means to systematically study how the scale and geometry of 
various features affected cells seeded on them. As has been shown, precise engi-
neering of the microscale environment can create constructs that mimic native tis-
sues. The use of nanotechnology for tissue engineering is now going through the 
initial stages where techniques are being refi ned and simplifi ed model-systems are 
being used to gain insight into cellular responses to their nanoscale environment.      
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     1   Introduction 

 Nearly all tissue cells are embedded in 3-D microenvironment in the body sur-
rounded by nanoscale extracellular matrix. On the other hand, nearly all tissue cells 
have been studied in 2-D using Petri dishes, multi-well plates or glass slides coated 
with various substrates. How can one reconcile the apparent disparity? Likewise, 
although millions of cell biology papers have been published using the 2-D culture 
systems, one must ask how we can be so certain the results obtained from the 2-D 
system truly refl ect the in vivo conditions. Science, after all, is to constantly ask 
questions, big and small. As the late legendary Francis Crick eloquently put it “You 
should always ask questions, the bigger the better. If you ask big questions, you get 
big answers.”  

    2   Two D or Not Two D 

    Although Petri dish has had an enormous impact on modern biology, the fl at bottom 
nature of the Petri dish culture system, including multi-well plates, glass coverslips, 
etc., is less than ideal for study tissue cells for several reasons: (1) It is a 2-D system, 
which is in sharp contrast to the 3-D environment of natural tissues both in animals 
and plants. (2) The Petri dish fl at surface without coating is rigid and inert, again in 
sharp contrast to the in vivo environment where cells intimately interact with the 
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extracellular matrix and with each other. (3) The tissue cell monolayers on coated 
2-D surface, such as poly- l -lysine, collagen gels, fi bronectin, laminin, and Matrigel 
(   Kleinman et al.  1986 ; Kleinman and Martin  2005  )  as well as other synthetic mate-
rials containing segments of adhesion motifs, have only part of the cell surface 
attached to the materials and interact with neighboring cells. The remaining parts 
are often directly exposed to the culture media, unlike the majority of tissue envi-
ronment where every cell intimately interacts with its neighbor cells and extracel-
lular matrix; of course, there are exceptions to such general statement, e.g., airway 
epithelial cells. Thus 3-D-matrix interactions display enhanced cell biological activ-
ities. (4) The transport phenomena of 2-D and 3-D are drastically different. In 2-D 
culture systems, cytokines, chemokines and growth factors quickly diffuse in the 
media across the culture dish. This is again in sharp contrast to the in vivo environ-
ment where chemical and biological gradient diffusion systems play a vital role in 
signal transduction, cell–cell communications and development. (5) Cells cultured 
on a 2-D Petri dish are not readily transportable, that is, it is nearly impossible to 
move cells from one environment to another without incurring changes in the cell–
material and cell–cell interactions. For example, cell collections using trypsiniza-
tion or mechanically using cell scrapers may have adverse effect on cell–materials/
environment interactions. In contrast, cells cultured on 3-D scaffolds are more read-
ily transportable without signifi cantly harming cell–material and cell–cell interac-
tions, thus providing a signifi cantly new way to study cell biology.  

    3   Micro- and Nanoscales: Why Are They Important? 

 The importance of length scales is apparent, for example, when considering the 
scales of trees and grasses (Fig.  1 ). Both are made of the same basic building blocks; 
sugars that are polymerized by enzymes to produce cellulose fi bers. Trees, usually 
20–40 cm in diameter, are common in forests. If animals are in the forest, they can 
either go between the trees or climb onto the trees, they cannot go cross through the 
trees because animals are similar in scales as the trees. On the other hand, grasses 
are usually 0.5 cm (commonly 0.3–1 cm in diameter) in diameter. Animals can be 
fully embedded in and surrounded by high grass, yet can move freely within the 
high grass fi eld. Perhaps, this analogy can be extended to scaffolds of various scales 
for cells. Cells are commonly micrometer-scales, 5–20  m m, objects. When cells are 
residing on microfi ber polymers, they are about same scales as the microfi bers. 
When the cells are in the extracellular matrix, they are embedded within the nanofi -
ber matrix, which they exceed in size by a factor of ~1,000.  

 In the last three decades, several biopolymers, including poly- l -lactide acid 
(PLLA), poly-lactic-co-glycolic acid (PLGA), PLLA–PLGA copolymers and other 
biomaterials including alginate, agarose, collagen gels and others, have been devel-
oped to culture cells in 3-D (Ratner et al.  1996 ; Lanza et al.  2000 ; Yannas  2001 ; 
   Atala and Lanza  2002 ;    Hoffman  2002 ; Palsson et al.  2003  ) . These culture systems 
have signifi cantly advanced our understanding of cell–material interactions and 
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 fostered a new fi eld of tissue engineering. Attempts have been made to culture cells in 
3-D using synthetic polymers or copolymers. However, these synthetic (co)polymers 
are often processed into microfi bers ~10–50  m m in diameter that are similar in size 
to most cells (~5–20  m m in diameter). Thus, cells attached on microfi bers are more 
or less in a 2-D environment eventhough this is somewhat deviating from 2-D by 
some curvature imposed by the diameter of the microfi bers. Furthermore, the micro-
pores (~10–200  m m cross section) between the microfi bers are often ~1,000–10,000-
fold greater than the size of biomolecules including vitamins, amino acids, nutrients, 
proteins or drugs, which as a consequence can quickly diffuse away. In order to 
culture tissue cells in a truly 3-D microenvironment, the scaffold’s fi bers and pores 
should be signifi cantly smaller than cells so that the cells are surrounded by the 
scaffold, similar to the extracellular environment and native extracellular matrices 
(Ayad et al.  1998 ;    Kreis et al.  1999 ; Timpl et al.  1979 ; Kleinman et al.  1986 ; Lee 
et al.  1985 ; Oliver et al.  1987  ) . 

 Animal-derived biomaterials (e.g., collagen gels, poly-glycosaminoglycans and 
Matrigel™) have been used as an alternative to synthetic scaffolds (   Kubota et al. 
 1988 ; Kleinman et al.  1986 ; Lee et al.  1985 ; Oliver et al.  1987 ; Bissell et al.  2002 ; 
Schmeichel and Bissell  2003 ; Weaver et al.  1995 ; Zhau et al.  1997 ; Cukierman et al. 
 2001 ; Cukierman et al.  2002  ) . However, while they do have an appropriate scale, 
they frequently contain residual growth factors, undefi ned constituents or non-quantifi ed 
impurities. Due to lack of quality control resulting in lot to lot variations of these 
materials, it is thus very diffi cult to conduct a completely controlled study using 
these biomaterials. Additionally, impurities pose problems if such scaffolds would be 

  Fig. 1    The drastic difference in scales. Both trees and grass are made of cellulose, but they have 
different sizes. The trees shown on the  left  are 20–30 cm in diameter and the distances between the 
trees are in tens of meters. Animals cannot walk through the trees but between them. Some animals 
can climb on the trees ( left panel ). In analogy to cells which are ~5–20  m m in size, and can only 
attach to the microfi bers. On the other hand, grass is about 0.5 cm in diameter. When animals walk 
in the grass fi eld, they are fully surrounded by the grass, but can walk “through.” In this case, it 
appears as animals are embedded in 3-D environment ( right panel ). In analogy to cellular growth 
in a nanofi ber-based scaffold, cells are fully embedded within the scaffold that yet allows cells to 
migrate/move without much hindrance       
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considered for generating cells/tissue used in human therapy. Although researchers 
are well aware of its limitation, it is one of the few limited choices. Thus, it not only 
makes diffi cult to conduct a well-controlled study but also would pose problems if 
such scaffolds were ever used to grow tissues for human therapies. 

 Furthermore, after the cells are adapted to the new environment and start to make 
their own extracellular matrices, the artifi cial scaffolds that initially helped the cells 
should be gradually removed through absorption or biodegradation. This is in anal-
ogy similar to architectural constructions: after the entity is repaired or constructed, 
the scaffolds should be removed (Fig.  2 ).  

 An ideal 3-D culture system should be fabricated from a synthetic biological 
material with defi ned constituents. Thus the molecular designer self-assembling 
peptide nanofi ber scaffolds may be a promising alternative. Figure  3  directly com-
pares the Matrigel with the self-assembling peptide nanofi ber scaffold. They have 
the same scales and similar porosity except Matrigel seems to have many particles/
impurities contained within the Matrigel. The peptide nanofi bers, however, do not 
exhibit such morphological impurities and display homogeneous structure (Fig.  3 ).   

  Fig. 2    Architecture that mimics 3-D cellular architecture and tissue repair. The San Simeon 
Piccolo Dome in Venice, Italy. Each of the metal rods has a diameter of ~4 cm, 500 times smaller 
than the size of the dome with a diameter of ~20 m. Each rod also serves as a construction scaffold 
for building or repairing the dome that is truly embodied in three dimensions ( left panel ). When the 
repair and construction is completed, the scaffold is removed as shown ( right panel )       
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    4   Ideal Biological Materials 

 Although there are a number of criteria to fabricate biological scaffolds, the ideal 
3-D biological scaffolds should meet several important criteria: (1) the building 
blocks should be derived from biological sources; (2) basic units should be amena-
ble to design and modifi cation to achieve specifi c needs; (3) exhibit a controlled rate 
of material biodegradation; (4) exhibit no cytotoxicity; (5) promote cell–substrate 
interactions, (6) afford economically scalable and reproducible material production, 
purifi cation and processing; (7) be readily transportable; (8) be chemically compat-
ible with aqueous solutions and physiological conditions; (9) elicit no or little 
immune responses and infl ammation if used in human therapies; (10) integrate with 
other materials and tissue in the body. 

    4.1   Self-Assembling Peptide as Biological Material 
Construction Units 

 In the construction industry many other parts of house, such as doors and windows 
can be prefabricated and then programmed assembled according to architectural 
plans. If we “shrink” the construction units many orders of magnitude into nano-
scale, we can apply similar pre-fabrication principles to construct molecular materi-
als and devices, through molecular programmed molecular assembly, as well as 
self-assembly. We limit our discussion below to three self-assembling construction 
units: (1) “Lego peptide” that forms well-ordered nanofi ber scaffolds for 3-D cell 

  Fig. 3    Scanning electron microscope images of Matrigel and designed self-assembling peptide 
nanofi ber scaffold. ( a ) Matrigel™, displaying some particulate/impurities. ( b ) The self-assembling 
peptide RADA16-I nanofi ber scaffold lacking particulate appearance and having nanopores (aver-
age 5–200 nm). Such nanopores can allow slow diffusion of small molecular drugs (1–2 nm) and 
proteins (2–10 nm). This is in sharp contrast to many other biopolymer microfi ber materials where 
the micrometer pores permit drugs and proteins to diffuse rather quickly. Scale bars, 0.5  m m       
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culture and for regenerative medicine; (2) “lipid-like peptides” for drug, protein 
and gene deliveries as well as for solubilizing and stabilizing membrane proteins; 
(3) “peptide ink” for surface biological engineering (Fig.  4 ). These designed 
construction peptide units are structurally simple and versatile for a wide spectrum 
of applications as nanobiomaterials and beyond.  

    4.1.1   Discovery of Self-Assembling Peptide Scaffolds 

 The self-assembling peptide scaffold belongs to a class of biologically inspired 
materials. The fi rst member, EAK16-II (AEAEAKAKAEAEAKAK), of the family 
was discovered from a segment in a yeast protein, Zuotin (Zhang et al.  1993  ) , 
that was characterized as a left-handed Z-DNA binding protein (   Zhang et al.  1992 ). 

  Fig. 4    Design of various peptide materials. ( Top Panel ) Peptide Lego, also called ionic self-
complementary peptide has 16 amino acids, ~5 nm in size, with an alternating polar and nonpolar 
pattern. They form stable  b -strand and  b -sheet structures, thus the side chains partition into two 
sides, one polar and the other nonpolar. They undergo self-assembly to form nanofi bers with the 
nonpolar residues inside ( green ) and positively ( blue ) and negatively ( red ) charged residues form 
complementary ionic interactions, like a checkerboard. These nanofi bers form interwoven matri-
ces that further form a scaffold hydrogel with very high water content, >99.5% water. ( Middle 
Panel ) Peptide surfactant, ~2 nm in size, which has a distinct head group, either positively or nega-
tively charged, and a hydrophobic tail consisting of six hydrophobic amino acids. They can self-
assemble into nanotube and nanovesicles with a diameter of ~30–50 nm (image courtesy Steve 
Yang and Sylvain Vauthey). These nanotubes go on to form an interconnected network. ( Bottom 
Panel ) Peptide ink. This type of peptide has three distinct segments: a functional segment where it 
interacts with other proteins and cells; a linker segment can be fl exible or stiff, and it sets the dis-
tance from the surface; and an anchor for covalent attachment to the surface. These peptides can 
be used as ink for an inkjet printer to directly print on a surface, instantly creating any arbitrary 
pattern, as shown here. Neural cells from rat hippocampal tissue grown on peptide ink substrate 
with defi ned pattern. (Images courtesy Sawyer Fuller)       
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The scaffolds consist of alternating amino acids that contain 50% charged residues 
(Zhang et al.  1993,   1994,   1995 ; Holmes et al.  2000 ;    Caplan et al.  2002 ; Kisiday 
et al.  2002 ; Gelain et al.  2006 ; Horii et al.  2007 ; reviewed by    Gelain et al.  2007a,   b  ) . 
These peptides are characterized by their periodic repeats of alternating ionic hydro-
philic and hydrophobic amino acids with a typical  b -sheet structure. Thus, these 
 b -sheet peptides have distinct polar and non-polar surfaces. The self-assembly event 
creating the peptide scaffold takes place under physiological conditions. They are 
like gel-sponge in aqueous solution and readily transportable to different environ-
ments. Individual fi bers are ~10 nm in diameter. A number of additional self-assembling 
peptides including RADA16-I (AcN-RADARADARADARADA-CNH2) (shown 
in Fig.  3b ) and RADA16-II (AcN-RARADADARARADADA-CNH2), in which 
arginine and aspartate residues substitute lysine and glutamate, have been designed 
and characterized for salt-facilitated nanofi ber scaffold formation. The alanines 
form overlap packed hydrophobic interactions in water, a structure that is found in 
silk fi broin from silkworm and spiders. On the charged sides, both positive and 
negative charges are packed together through intermolecular ionic interactions in a 
checkerboard-like manner. In general, these self-assembling peptides form stable 
 b -sheet structures in water, which are stable across a broad range of temperature, 
wide pH ranges in high concentration of denaturing agent urea and guanidium 
hydrochloride. The nanofi ber density correlates with the concentration of peptide 
solution and the nanofi ber retains extremely high hydration, >99% in water 
(5–10 mg/ml, w/v) (Fig.  4 ). 

 The peptide synthesis method uses conventional mature solid phase peptide syn-
thesis chemistry. Depending on the length of the motifs, high purity of peptides can 
be produced at a reasonable cost. Since cost of the peptide synthesis has decreased 
steadily in last few years, it has become more and more affordable. 

 Many self-assembling peptides that form scaffolds have been reported and the 
numbers are still expanding (Zhang and Altman  1999 ; Zhang  2002  ) . The formation 
of the scaffold and its mechanical properties are infl uenced by several factors, one 
of which is the level of hydrophobicity (Marini et al.  2002 ; Caplan et al.  2002 ). That 
is, in addition to the ionic complementary interactions, the extent of the hydropho-
bic amino acids, Ala, Val, Met, Ile, Leu, Tyr, Phe, Trp (or single letter code, A, V, 
M, I, L, Y, P, W) can signifi cantly infl uence the mechanical properties of the scaf-
folds and the speed of their self-assembly. The higher the content of hydrophobicity, 
the easier it is for scaffold formation and the better for their mechanical properties 
(Marini et al.  2002 ; Caplan et al.  2002 ; Kisiday et al.  2002  ) .  

    4.1.2   The Molecular Lego Peptides 

 Molecular-designed “Lego Peptide”, at the nanometer scale, resembles the Lego 
bricks that have both pegs and holes in a precisely determined manner and can be 
programmed to assemble in well-formed structures. This class of “Lego peptide” 
can spontaneously assemble into well-formed nanofi bers (Zhang et al.  1993  ) . The 
fi rst member of the Lego peptide was EAK16-II mentioned above and serendipitously 
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discovered from Zuotin (zuo means left in Chinese, while tin is suffi x to assign its 
peptide nature) (Zhang et al.  1992 ). 

 The Lego peptide molecules can undergo self-assembly in aqueous solutions to 
form well-ordered nanofi bers that further associate to form nanofi ber scaffolds 
(Fig.  4 ). One of them, RADA16-I, is widely used as a designed biological scaffold 
in contrast to other biologically derived scaffolds from animal collagen and Matrigel, 
which contain unspecifi ed components in addition to known materials (Fig.  3 ). 

 Lego peptides can form stable  b -strand and  b -sheet structures, thus the side 
chains partition into two sides, one polar and the other nonpolar (Fig.  5 ). They 
undergo self-assembly to form nanofi bers with the nonpolar residues inside (green) 
and positively (blue) and negatively (red) charged residues form complementary 
ionic interactions, like a checkerboard.  

 Since these nanofi ber scaffolds contain 5–200 nm pores and have extremely high 
water content (>99.5% or 1–5 mg/ml), they have been used as 3-D cell-culture 
media. The scaffolds closely mimic the porosity and gross structure of extracellular 
matrices, allowing cells to reside and migrate in a 3-D environment and molecules, 
such as growth factors and nutrients, to diffuse in and out very slowly. These peptide 
scaffolds have been used for 3-D cell culture, controlled cell differentiation, tissue 
engineering and regenerative medicine applications.  

    4.1.3   Designer Lipid-Like Peptides 

 The second class of the self-assembling peptide belongs to a lipid-like molecule. 
These peptides have a hydrophilic head and a hydrophobic tail, much like lipids or 
detergents. They sequester their hydrophobic tail inside of micelle, vesicles or nano-
tube structures and their hydrophilic heads expose to water. At least four kinds of 
molecules can be made, with negative, positive, zwitterionic (±, mixed charge) 
heads (   Vauthey et al.  2002 ; Santoso et al.  2002 ; von Maltzahn et al.  2003 ) (Fig.  6 ). 

  Fig. 5    Three distinct types of self-assembling “Lego peptides.” These peptides have two sides, 
one hydrophobic ( green ) and another hydrophilic ( red  and  blue )       

  Fig. 6    The designer lipid-like peptides. They have either negatively charged head ( red ) or posi-
tively charged head ( blue ) or mixed charged head ( half red  and  half blue  in both sites). The tails 
can be any hydrophobic amino acids ( green )       
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Several lipid-like peptides have been designed using nature’s lipid as a guide. These 
peptides have a hydrophobic tail with various degrees of hydrophobicity and a 
hydrophilic head; either negatively charged aspartic and glutamic acids or positively 
charged lysine or histidine (Fig.  7 ). These peptide monomers contain 7–8 amino 
acid residues and have a hydrophilic head composed of aspartic acid and a tail of 
hydrophobic amino acids, such as alanine, valine or leucine. The length of each 
peptide is approximately 2 nm, similar to that of biological phospholipids (Vauthey 
et al.  2002 ; Santoso et al.  2002 ; von Maltzahn et al.  2003 ;    Yang and Zhang  2006 ; 
Nagai et al.  2007 ; Yaghmur et al.  2007 ). The length can also be varied by adding 
more amino acids, one at a time to a desired length as shown in Fig.  8 .    

 Although individually these lipid-like peptides have completely different com-
position and sequences, they share a common feature: the hydrophilic heads have 
1–2 charged amino acids and the hydrophobic tails have four or more consecutive 
hydrophobic amino acids. For example, A 

6
 D (ac-AAAAAAD), V 

6
 D (ac-VVVVVVD) 

peptide has six hydrophobic alanine or valine residues from the N-terminus fol-
lowed by one negatively charged aspartic acid residues, thus having two negative 
charges, one from the side chain and the other from the C terminus. In contrast, 
V 

6
 K 

2
  (ac-VVVVVVKK) or V 

6
 R 

2
  has six valines as the hydrophobic tail followed by 

two positively charged lysines or arginines as the hydrophilic head (Vauthey et al. 
 2002 ; Santoso et al.  2002 ; von Maltzahn et al.  2003 ; Yang and Zhang  2006 ; Nagai 
et al.  2007 ; Yaghmur et al.  2007 ). 

 Since these lipid-like peptides are not directly relevant to tissue regeneration, we 
will not elaborate on them further. Their applications in material sciences sprout 

  Fig. 7    Few examples of designer lipid-like peptides. These peptides behave like lipids and surfac-
tants that can undergo self-assembly in water to form well-ordered structures. They can also stabi-
lize diverse membrane proteins and membrane protein complexes. The amino acids are one-letter 
codes, the number refers to the number of amino acid residues. Color code:  red  oxygen;  blue  nitro-
gen;  teal  carbon;  white  hydrogen       
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from their ability to stabilize a number of membrane proteins and membrane protein 
complexes (Kiley et al.  2005 ; Yeh et al.  2005 ; Zhao et al.  2006 ). Interested readers 
can consult the original reports and a recent summary (Zhao and Zhang  2006 ).   

    4.2   Self-Assembling Peptide Nanofi ber Scaffolds 

 A single molecule of the ionic self-complementary peptide RADA16-I is shown in 
Fig.  8 . Millions of peptide molecules spontaneously undergo self-assembly into 
individual nanofi bers that further form the scaffold (Fig.  8 ). Between the nanofi bers, 
there are numerous nanopores. The nanopores range from a few to a few hundred 
nanometers. Such structuring is similarly sized as most biomolecules and allows 
only slow diffusion of molecules within the scaffold and can be used to establish a 
molecular gradient. Figure  9  shows the individual nanofi bers ranging from a few 
hundred nanometers to a few microns. Peptide samples in aqueous solution using an 
atomic force microscopy (AFM) examination display nanofi bers (Fig.  9b–d ), which 
at high resolution appear to have distinct layers in some of their segments (Fig.  9d ) 

  Fig. 8    Self-assembling peptide RADA16-I nanofi ber scaffold hydrogel. ( Top ) Molecular model of 
RADA16-I. ( Left ) Molecular model of a single RADA16-I nanofi ber with its dimensions being 
~6 nm long, 1.3 nm wide and 0.8 nm thick. Many individual peptides self-assemble into a nanofi ber. 
( Right ) SEM images of RADA16-I nanofi ber scaffold. Scale bar, 0.5  m m       
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as distinct increase in height of about 1.3–1.5 nm can be seen; this height corre-
sponds to the addition of a single thickness of a peptide. Figure  9e –h shows the 
peptide scaffold hydrogel formation at various concentrations [0.6–3 mM, or 
1–5 mg/ml (w/v)] and water content (99.5–99.9%) (Yokoi et al.  2005  ) . The scaffold 
hydrogel is completely transparent, which is a very important requirement for accu-
rate image collections for uses in 3-D tissue cell cultures.   

  Fig. 9    Peptide RADA16-I. ( a ) Amino acid sequence and molecular model of RADA16-I (~5 nm 
long, 1.3 nm wide and 0.8 nm thick). ( b–d ) AFM images of RADA16-I nanofi ber scaffold. Image 
size, ( b ) 8 × 8  m m, ( c)  2 × 2  m m, and ( d)  0.5 × 0.5  m m. Note variability in height by ~1.3 nm of dif-
ferent segments within individual nanofi ber suggesting its double-layered structure ( d ). ( e–h ) 
Photographs of RADA16-I hydrogel at various condition, ( e ) 0.5 wt.% (pH 7.5), ( f ) 0.1 wt.% (pH 
7.5, Tris.HCl), ( g ) 0.1 wt.% (pH 7.5, PBS) before sonication, ( h ) reassembled RADA16-I hydrogel 
after four times of sonication, respectively       
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    4.3   Dynamic Reassembly of Self-Assembling Peptides 

 The self-assembling process is reversible and dynamic (Fig.  10 ). Since these peptides 
are short and simple, numerous individual peptides can be readily self-organized 
through the weak interactions including hydrogen bonds, ionic bonds, hydrophobic 
and van der Waals interactions as well as water-mediated hydrogen bond forma-
tions. Once self-assembled, nanofi bers can be broken mechanically with sonication 
(Yokoi et al.  2005  )  and can undergo dynamic self-reassembly repeatedly, in a pro-
cess that resembles a self-healing process (Fig.  10 ). Since the driving energy of their 
assembly in water is governed by variety of interactions, this phenomenon can be 
further exploited for production and fabrication of many variants of such 
materials.  

 Unlike processed polymer microfi bers in which the fragments of polymers can-
not readily undergo reassembly without addition of catalysts or through material 
processing, the supramolecular self-assembly and reassembly event we uncovered 
here is likely to be wide spread in many unrelated fi brous biological materials where 
there are numerous weak interactions involved. Self-assembly and reassembly are a 
very important property for fabricating novel materials, and it is necessary to fully 
understand its detailed process in order to design better biological materials. We 
unequivocally demonstrated the reassembly process since we used the same peptide 
solutions from a single experimental test tube throughout the four repeated experi-
mental cycles. This remarkable and rapid, initiated within minutes and fully accom-
plished within ~1–2 with hours, reassembly is interesting because there may be a 
little nucleation for regrowth of the nanofi ber from the addition of monomers that 
could only be produced during sonication. It is plausible that a large population of 
the sonicated nanofi ber fragments contains many overlap cohesive ends due to 
un-disrupted alanine hydrophobic side that may quickly fi nd each other (Fig.  9d ). 
The situation is analogous and commonly found in sonicated and enzymatic digested 
DNA fragments. 

    4.3.1   Kinetics of Nanofi ber Reassembly and a Plausible Reassembly Process 

 The reassembly kinetics is a function of time. Perhaps, similar to DNA reassembly, 
the reassembly of peptides largely depends on the concentrations of the short com-
plementary fragments. In this case, the fragments are the sonicated peptide nanofi -
bers with possible presence of sonicated monomers. 

 In order to understand the dynamic reassembly, we proposed a plausible sliding 
diffusion molecular model to interpret these observations of reassembly of the self-
assembling RADA16-I peptides (Fig.  11 ). Unlike the left-handed helical structures 
observed in KFE8 (Marini et al.  2002  ) , a different self-assembling peptide, no heli-
cal structures were observed for RADA16-I using AFM and transmission electron 
microscopy (TEM) (Holmes et al.  2000 ; Gelain et al.  2006  ) .  



  Fig. 10    AFM images of RADA16-I nanofi bers at various time points after sonication. The obser-
vations were made using AFM immediately after sample preparation. ( a)  1 min; ( b ) 2 min; ( c ) 4 min; 
( d ) 8 min; ( e ) 16 min; ( f ) 32 min; ( g ) 64 min; ( h ) 2 h; ( i ) 4 h; ( j ) 24 h after sonication. Note the 
elongation and reassembly of the peptide nanofi bers over time. By ~1–2 h, these self-assembling 
peptide nanofi bers have nearly fully reassembled       
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